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Abstract The variation of CdSe nanoparticle size as a

function of synthesis conditions is presented. Cadmium

sulphate (CdSO4), cadmium chloride (CdCl2) and sodium

selenosulphate (Na2SeSO3) solutions were used as precur-

sors. Nanoparticles were synthesized by aqueous chemical

methods. The synthesis parameters studied were pH, Cd:Se

ratio and the type of stabilizing agent. Three different sta-

bilizing agents were used, thioglycolic acid, mercap-

toethanol and poly(vinyl pyrrolidone). Fourier transform

infrared spectroscopy results confirmed the presence of the

stabilizing agent on the surface of the nanoparticles. Ultra-

violet visible and X-ray powder diffraction measurements

were used to estimate the trend of size variations of the

particles with different synthesis parameters, which agreed

fairly by both techniques and the crystal structure. Addi-

tionally, the size of the nanoparticles was obtained by

transmission electron microscopy measurements. Whilst the

effect of pH was different for each of the different stabilizing

agents due to the different chemical groups in the thiol

compounds and the size of the nanoparticles varied with the

used stabilizing agents, the effect of Cd:Se ratio in the size of

nanoparticles showed the same tendency for the several

stabilizing agents.

Introduction

Semiconductor nanoparticles (NP) have been the subject of

intensive studies due to their size-dependent electronic and

optical properties and their potential applications in bio-

logical labelling, microelectronics and optical communi-

cation [1–6]. There are two major effects in NP properties

which are responsible for these size variations. Firstly, the

number of surface atoms is a large fraction of the total and

their contribution to the free energy is distinct to that of the

inner ones. Secondly, the intrinsic properties of NP are

transformed by quantum size effects [7]. When the size of

the NP becomes comparable or less than the Bohr radius of

the exciton, the electron hole pair, in the bulk material

quantum confinement occurs, the energy band gap widens

and the absorption edge shifts towards the high-energy

side. The two existent general strategies of NP preparation

are organometallic synthesis based on high-temperature

thermolysis of the precursors (TOPO/TOP route) [8–14] or

dehalosilylation reaction [15, 16], and on the other side the

synthesis in aqueous medium using polyphosphates [17] or

thiols [18–22] as stabilizing agents (arrested precipitation).

TOPO–TOP route produces NP with very good properties,

such as high photoluminescence (PL), quantum efficiency,

narrow full width of half-maximum (FWHM) of PL

spectra, excellent monodispersity and high photostability.

However, these NPs are only soluble in some non-polar

organic solvents, which makes them non useful for bio-

logical applications [23]. The NP which are created by

arrested precipitation in aqueous media exhibit properties

suitable for biolabelling applications. Some of the advan-

tages of the aqueous synthesis are its simplicity and high

reproducibility as well as the possibility of easily control-

ling the surface charge and other surface properties of

thiol-capped NP by the choice of the stabilizing agent with
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appropriate free functional groups [24]. Among the various

kinds of semiconductor NP, colloidal CdSe NP are the

most widely investigated because their emission can be

easily tuned to cover from red to blue as their size

decreases.

In this work, the effect of different stabilizing agents and

diverse synthesis parameters on the particle size of CdSe

NP synthesized by aqueous chemical methods was inves-

tigated characterizing the presence of each stabilizing agent

on the surface of NP by Fourier transform infrared spec-

troscopy (FTIR) and studying the effect of the bond nature

between NP and stabilizing agent by several techniques.

Experimental

Materials

Cadmiun sulphate hydrate (3CdSO4�8H2O), selenium metal

powder (Se) and sodium sulphite (Na2SO3) were purchased

from Panreac. 2-mercaptoethanol (ME), thioglycolic acid

(ThGA) stabilizing agents, cadmium chloride (CdCl2),

poly(vinyl pyrrolidone) (PVP) and methanol were supplied

by Aldrich. All materials were used without further puri-

fication.

ME- and ThGA-capped CdSe particles

Na2SeSO3 aqueous solution was prepared freshly by dis-

solving Se powder in Na2SO3 solution under nitrogen

atmosphere at 90 �C for 24 h. A 0.04 M solution of CdSO4

was prepared by dissolving 0.51327 g of 3CdSO4�8H2O in

50 mL of deionized water. Mercapto compound-coated NP

aqueous solution was synthesized by adding freshly pre-

pared Na2SeSO3 solution to nitrogen saturated 3CdSO4�
8H2O 0.04 M aqueous solutions at pH = 9 in the presence

of thiol stabilizing agents [20]. The addition of Na2SeSO3

produced bright-yellow, transparent colloids stable towards

oxidation under air. Different synthesis parameters, pH

(7, 9, 11) and Cd/Se ratios (1/5, 1/2, 1, 2 and 5), were

employed. Nanocrystal growth time was 1 h at all the

different synthesis conditions.

PVP-capped CdSe NP

A 0.04 M aqueous solution of Na2SeSO3 was used. A

0.04 M CdCl2 solution in methanol was also prepared.

Different amounts of PVP were added to CdCl2 solution in

methanol and stirred vigorously. Addition of Na2SeSO3 to

the CdCl2 solution produced a yellow pale precipitant

which turned to red. Water was kept out using rotavapor

and, PVP-capped particles were redispersed in methanol.

pH adjustment

pH of 3CdSO4�8H2O and stabilizing agent solution was

adjusted by dropwise addition of 1 M NaOH. The fixed Cd/

Se ratio during these syntheses was 2/1. In the case of PVP,

as no effect of pH was observed there is no data shown.

Cd/Se ratio

The Cd/Se molar ratios were altered, whilst Cd/stabilizing

agent ratio was kept constant (1/2 in the case of thiol sta-

bilizing agents and 1/1.25 in the case of PVP). The Se

concentration was fixed and Cd concentration was varied.

The pH value during these syntheses was 9.

Characterization

FTIR spectra were carried out in a Nicolet Magna IR

system 750 spectrometer. Spectra were taken with 2 cm-1

resolution in a wavenumber range from 4000 to 400 cm-1.

The NP were pressed in KBr to form pellets and dried

under vacuum before measurements.

UV–Vis measurements were taken using a Jasco V-630

spectrophotometer. Optical absorption studies were carried

out by dispersing nanoparticle powder in different solvents

and using the respective solvent as the reference.

X-ray powder diffraction (XRD) patterns were col-

lected using a Philips X-Pert automatic diffractometer

operating at 40 kV and 40 mA in theta–theta configura-

tion, secondary monochromator with Cu Ka radiation

(k = 1.5418 Å) and a PIXcel solid state detector. The

samples were mounted on a zero background silicon

wafer fixed in a generic sample holder. Data were col-

lected from 10 to 70� 2h (step size = 0.026 and time per

step = 30 s) at room temperature. A fixed divergence and

antiscattering slit giving a constant volume of sample

illumination were used. Removal of the instrumental

broadening was done collecting a pattern LaB6 standard.

The X-ray powder pattern of LaB6 standard was collected

in the same diffractometer conditions; the obtained data

were fitted by the Rietveld method using the FULLPROF

program [25, 26]. The obtained instrumental resolution

function for the LaB6 was used to calculate this contri-

bution at 25.6 degrees (0.063�) to remove this value from

the obtained FWHM of the (111) reflection of the CdSe

phase.

The nanoparticle size was determined by transmission

electron microscopy (TEM). A solution drop was deposited

on a Formvard film Copper grid and examined in a Tecnai

G2 20 Twin (FEI) microscope operating at an accelerating

voltage of 200 keV in a bright-field image mode.
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Results and discussion

FTIR spectroscopy

The adsorption to the nanoparticle surface of the different

stabilizing agents was confirmed by FTIR spectroscopy.

Representative spectra of the stabilizing agents and their

coated NP are shown in Fig. 1a–c. In the case of the neat

thiol material (Fig. 1a), a sharp peak for S–H stretching

was observed at 2563 cm-1. For the NP there was no S–H

stretching band, which indicated that the H atom of the

mercapto group was replaced by Cd. This fact confirmed

the adsorption of the mercapto compounds on the surface

of CdSe NP [27]. ThGA surface-coated NP exhibited an

O–H stretching band at 3440 cm-1, a COO– symmetrical

stretching at 1570 cm-1 and a COO– unsymmetrical

stretching at 1380 cm-1, which were induced by the cad-

mium–thiolate complexes covalently bound to the CdSe

NP [28].

On the other hand, for ME–CdSe NP (Fig. 1b), ME–OH

group stretching and –CH2 bending vibrations were,

respectively, observed in the ranges of 3400 and 1419

cm-1. Furthermore, C–O primary stretching bands at 1042

and 1007 cm-1 were also identified. Most of the bands

showed a red shift compared with the neat ME compound

(Table 1), which has been interpreted by Wankhede et al.

[27] as the effect of a decrease in the bond order due to ME

chemisorption on the surface of NP.

In the case of PVP–CdSe NP (Fig. 1c) the absorption

peak at 1682 cm-1 can be assigned to C=O stretching band

and those in the region of 1500–1200 cm-1 to C–H or C–N

motions. The variation in the width of C=O stretching band

confirmed the interaction between PVP and Cd2?. This

width variation is due to adsorption of CdSe NP on the

surface of PVP which prevents the self association of

lactam [29].

UV–Vis absorbance

UV–Vis absorption spectra were used to study the size of

NP as a function of different synthesis parameters because

the absorption edge shifted with size due to the quantum

size effect. The size of NP was obtained from the peak

positions. One can estimate the average size of CdSe NP by

Eq. (1) [30].

D ¼ 1:6122 � 10�9
� �

k4 � 2:6575 � 10�6
� �

k3

þ 1:6242 � 10�3
� �

k2 � 0:4277ð Þk þ 41:57ð Þ
ð1Þ

where D is the average diameter of CdSe NP and k is the

wavelength of the absorption peak. The value of the

absorption peak was chose at the point where the absorption

band curve reaches a maximum in every sample as this is

considered as the mean particle size of the sample. The

diameter of CdSe NP ranged from 1.2 to 3 nm. The estimated

Fig. 1 FTIR spectra of: a neat ThGA (solid lines) and ThGA–CdSe

(dashed lines), b neat ME (solid lines) and ME–CdSe (dashed lines)

and c neat PVP (solid lines) and PVP–CdSe (dashed lines)
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results are shown in Table 2. These given nanoparticle sizes

are only orientative to obtain the trend of nanoparticle size

changes with different synthesis parameters as this technique

do not provide the needed level of accuracy for such small

sizes.

pH effect

ThGA and ME-stabilized CdSe NP were synthesized by

means different pH values prior to addition of Na2SeSO3

aqueous solution to Cd–thiolate complex solution. 7, 9 and

11 were the pH values used in the synthesis reaction. As

can be seen in Fig. 2, in the case of ThGA-stabilized NP,

the exciton peak wavelength shifted to the red region dis-

tinctly from previous work where the exciton peak wave-

length decreased as the pH value increased [17]. An

explanation to this size variation behaviour could be that

at higher pH conditions due to high concentration of

OH- groups, conversion of SeSO3
2- to HSe- was more

favoured, thus achieving an increase of Se-2 concentration

in the synthesis solution [31].

Na2SeSO3 þ OH� ! Na2SO4 þ HSe�

During CdSe nanoparticle synthesis, a competition

between ThGA and HSe- anions for Cd2? binding sites

occurred. As the concentration of Se-2 increased in the

solution, the probability of Se-2 ions to bind with Cd2?

ions increased. Therefore, the NP continued growing upon

pH and bigger-size NP were obtained, as shown in Fig. 2

[32].

On the other hand, the absorption spectra for ME–CdSe

NP, Fig. 3 shows that the tendency of the nanoparticle

size was to decrease as the pH increased from 7 to 9.

Table 1 FTIR analysis of ME and ME–CdSe nanoparticles

Type of vibrations Mercaptoethanol

(cm-1)

CdSe–ME

(cm-1)

C–H stretching, asymm CH2 2935, 2880 2922, 2870

O–H deformation 1419 1412

CH2 wagging 1295, 1175 1282, 1162

C–O primary stretching 1055 1045

Table 2 Average diameter of CdSe nanoparticles determined from their UV–Vis absorbance spectra, XRD and TEM measurements

Sample ThGA

pH = 7

ThGA

pH = 9

ThGA

pH = 11

ThGA

Cd:Se

(5:1)

ME

pH = 7

ME

pH = 9

ME

pH = 11

ME Cd:Se

(1:1)

ME

Cd:Se

(5:1)

PVP

Cd:Se

(5:1)

Absorbance

peak (nm)

391 451 459 366 399 365 384 400 298 543

Particle size

(nm) UV–Vis

1.47 1.96 2.01 1.24 1.54 1.23 1.41 1.55 0.74 2.91

Particle size

(nm) XRD

1.3 1.9 1.9 1.1 1.4 1.2 1.4 1.5 2.7

Particle size

(nm) TEM

2–4 ± 0.7 2–4 ± 0.7 2–4 ± 0.7 2–3 ± 0.7 2–4 ± 0.7 2–4 ± 0.7 2–4 ± 0.7 2–4 ± 0.7 4–6 ± 0.7

Fig. 2 UV–Vis absorption spectra for different pH synthesized

ThGA–CdSe nanoparticles: a pH = 7, b pH = 9 and c pH = 11

Fig. 3 UV–Vis absorption spectra for different pH synthesized ME–

CdSe nanoparticles: a pH = 7, b pH = 9 and c pH = 11
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Meanwhile, between pH 9 and 11, the nanoparticle size

increased. The main difference between the two used

mercapto stabilizing agents is the functional group. Whilst

in ThGA there is an acid functional group (–COOH), in

ME the hydroxyl group is neutral. This functional group

could modulate the concentration of the Cd–thiol complex

which plays a critical role in nanocrystal growth. As free

Cd2? only appears at pH lower than 2, Cd–thiol complex

mediates CdSe nanoparticle synthesis. As hydroxyl group

Cd–thiolate complex concentration behaviour has been

shown to be similar to size variation in the same conditions

[33], nanoparticle size varied with concentration of Cd–

thiolate complex.

Cd/Se ratio effect

Five (Cd)/(Se) ratios (1/5, 1/2, 1/1, 2/1 and 5/1) were used.

In all the cases, the (Cd)/(stabilizing agent0 ratio was kept

constant (1/2 in the case of mercapto groups and 0.5 mM

for PVP). Figure 4 shows absorbance spectra for different

Cd/Se ratios using ThGA as stabilizing agent. In the case of

1/5, 1/2 and 1/1 ratios an insoluble precipitate with bulk

spectral properties was achieved. The solutions were cen-

trifuged to ensure there was no particle in suspension. As

Cd:Se ratio decreased the particle size increased. As stated

above, as the number of HSe- anions increased so did the

probability of finding Se-2 at the nanoparticle surface. This

fact decreased the possibility to terminate or stabilize

nanocrystal surfaces by ThGA.

Figure 5 spectra show a similar behaviour for ME–CdSe

NP in the case of 1/5, 1/2, 2/1 and 5/1 ratios. Whilst

insoluble precipitant was obtained for ThGA-capped NP at

1/1 Cd:Se ratio, a good suspension was obtained in the case

of ME stabilizing agent. Nevertheless, the particles were

precipitated after a few days. For 5/1 ratio, particles

exhibited significantly blue shifted absorbance below

300 nm from 716 nm of the bulk CdSe band gap. Nosaka

et al. [32] proposed that this absorbance wavelength indi-

cates the formation of relatively stable clusters which may

become a crystalline structure for constructing CdSe NP.

As seen in the absorbance spectra in Fig. 6 for PVP–CdSe

NP, the only stable suspension was achieved for Cd:Se 5/1

ratio. For the other ratios insoluble precipitates were

obtained. Besides the effect of the competition between

HSe- and PVP for Cd2? binding molecules, it was seen that a

minimum PVP concentration bigger than the needed one for

mercapto compounds was needed to obtain an effective

capping of the particles. Even when Cd:Se ratio was 2, a

precipitate was obtained in a dissimilar way to thiol-capped

Fig. 4 UV–Vis absorption spectra for different Cd:Se ratio synthe-

sized ThGA–CdSe nanoparticles: a 1:5, b 1:2, c1:1, d 2:1 and e 5:1

Fig. 5 UV–Vis absorption spectra for different Cd:Se ratio synthe-

sized ME–CdSe nanoparticles: a 1:5, b 1:2, c 1:1, d 2:1 and e 5:1

Fig. 6 UV–Vis absorption spectra for different Cd:Se ratio synthe-

sized PVP–CdSe nanoparticles: a 1:5, b 1:2, c 1:1, d 2:1 and e 5:1
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NP. These differences can be attributed to the different

interactions between the thiol group and PVP with Cd2? ions

in the process of formation of the particles [34].

Ligand effect

Three different ligands were used as stabilizing agents to

study their effect on the particle size. On one hand, two

mercapto compounds (ThGA and ME) were used to study

the influence of the functional group; on the other hand,

poly(vinyl pyrrolidone) was used to analyze the different

effect of chemical binding and physical binding on the size

of NP. The Cd/Se ratio was 2/1 in the three cases and the

used pH was 9. A bigger amount of PVP was used in this

synthesis compared with the study of Cd/Se ratio due to

results in these previous synthesis parameters where it was

seen that a minimum amount of PVP was needed to obtain

stable suspensions. Very stable suspensions were achieved

in all the cases. As shown in Fig. 7, larger particles were

formed when PVP was used as stabilizing agent due to the

bigger size of the molecule of PVP compared to mercapto

compounds. This larger size of the molecule could result in

a worse covering of CdSe particles, which would facilitate

the formation of larger particles. Regarding the effect of

the functional group of mercapto compound stabilizing

agent on nanoparticle size, ME–CdSe particles were

smaller than ThGA–CdSe ones. The different functional

group of the capping agent can be the reason for this size

variation. In addition to the different pKsh (pKa for the SH

group of the thiol group) of the thiol groups, which affect

Fig. 7 UV–Vis absorption spectra for different capping agent

synthesized CdSe nanoparticles: a ThGA, b ME and c PVP

Fig. 8 X-ray powder diffractogram of different capping agent

synthesized CdSe nanoparticles: a ThGA, b ME and c PVP

Fig. 9 TEM image of PVP–CdSe nanoparticles (a) and particle size distribution of the sample (b)
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the concentration of thiolate–Cd complex, the non-ionic

characteristic of the OH group in ME molecules might

accelerate the stabilization of the complex, thus allowing to

achieve smaller particles [32].

XRD

The characteristic X-ray diffractograms of CdSe NP with

the different stabilizing agents are shown in Fig. 8. The

broad peaks imply that the nanoparticle sizes were very

small. The diffractogram patterns confirmed the crystalline

cubic structure of CdSe NP. Diffraction peaks at around

25.6�, 42.2� and 50.0� correspond to (111), (220) and (311)

planes of cubic type CdSe. Cubic structure has been found

to be more preferable for thiol-capped CdSe NP [23], as

opposed to the hexagonal phase for TOPO/TOP technique

obtained ones [35]. The average nanoparticle sizes were

obtained from the full width at half-maximum intensity of

the most intense peak by means of Scherrer formula [36],

as shown by Eq. (2).

D ¼ 0:9k=bcosh ð2Þ

where b is the full width at half maximum, k is the

wavelength of X-ray used and h is the Bragg’s angle. As in

the UV–Vis measurements, the given nanoparticle sizes in

Table 2 are only orientative. As shown in Table 2, the

variation of NP size was in good agreement with the

obtained ones from UV–Vis measurements.

TEM measurements

TEM measurements were made also to obtain the size of

the NP. Although the average sizes estimated from TEM

micrographs, see Table 2, were generally larger, the trends

of size variations with the synthesis parameters maintained

similar to the previous ones. Figure 9a shows a typical

TEM overview micrograph of CdSe NP stabilized by PVP.

Figure 9b shows the distribution of the CdSe NP sizes

which the most of them are in the range of 4 and 6 nm. 75

NP were taken to obtain an average value.

Conclusions

The effects of different aqueous synthesis parameters in the

size of CdSe NP were studied. pH, Cd/Se ratio and dif-

ferent types of stabilizing agents were analyzed. The dif-

ferent parameters are not independent from each other. A

close relationship was set between them, where a change in

one of the parameters affected on the other ones. pH effects

were different depending on the functional group of the

mercapto compound, whilst at the same pH, smaller par-

ticles were obtained with ME stabilizing agent. Smaller

size NP were obtained with mercapto compounds than

when PVP was used as stabilizing agent due to a better

capping of the surface and the chemical nature of the

binding. A higher minimum concentration needed for PVP

to reach a good covering of the particles to avoid aggre-

gation and obtain a stable suspension was observed. In the

case of the Cd:Se ratio, a similar trend was obtained for

different pH and stabilizing agents at different Cd:Se ratios

as for all the samples size increased as Cd:Se ratio

decreased.
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