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Abstract In the present study we investigate the structural,

Fermi surface and optical properties of the recently syn-

thesized (Zr3-xTix)AlC2 MAX phases using density func-

tional theory. The inclusion of Ti in the M site causes a

reduction of both the a and c lattice parameters. The

reduction of the a lattice parameter with respect to Ti

content is more significant and this is reflected in the

increase of the c/a ratio. The Fermi surfaces are formed

mainly due to the low-dispersive transition metal d-like

orbitals, which are responsible for the conductivity in the

compounds. The energy loss spectra reveals that the two

end members of (Zr3-xTix)AlC2 (x = 0 and 3) change from

metallic to dielectric response at incident light energies

11.9, 13.4 and 10.8, 13.5 eV for [100] and [001] polar-

ization directions, respectively. The reflectivity spectra

indicate the ability of two end compounds Zr3AlC2 and

Ti3AlC2 to be candidate materials for coatings to reduce

solar heating. The calculated optical functions show the

dependence on the polarization directions.

1 Introduction

MAX phases are a class of solids, which have a unique

combination of outstanding physical and chemical prop-

erties. These metallic and ceramic properties are due to the

highly anisotropic hexagonal crystal structure wherein the

early transition metal (M) atoms and the carbon/nitrogen

(X) atoms make octahedral edge-sharing building blocks

interleaved by pure A-group atomic layers [1]. MAX

phases have good metallic properties high thermal shock

resistance, electrical and thermal conductivity, damage

tolerance, plastical deformation, whereas they are rela-

tively soft and machinable [2–6]. Alike ceramics, they

exhibit high melting temperature, high elastic rigidity, low

density, creep and wear resistance, high elastic stiffness,

high oxidation and corrosion resistance and can be used to

form 2D-materials (MXenes) [7–22].

In recent years, MAX phase solid solutions attract a lot

of interest due to the potential to tune the properties of their

parent phases. In particular, the partial substitution of M-

sites with different M-elements to form solid solutions is an

effective way to modify the characteristics of MAX phase

materials. Jiao et al. [23] studied theoretically the phase

stability, mechanical properties and lattice thermal con-

ductivity of the 413 MAX phase solid solutions (Nb1-x

Tix)4AlC3. This study reveals that mechanical properties of

Nb4AlC3 are improved to some extent by the inclusion of

Ti. An experimental study conducted by Gu et al. [24]

shows that Ti strengthens Nb4AlC3. Usually, (Nb0.8
Ti0.2)4AlC3 shows the highest flexural strength (508 ±

28 MPa) and fracture toughness (8.4 ± 0.2 MPa m1/2),

growing by 47 and 18%, respectively. The Vickers hard-

ness value of (4.4 ± 0.2) GPa for (Nb0.7Ti0.3)4AlC3 is 69%

larger than that of Nb4AlC3. Exceptional wide-ranging

properties constitute the (Nb1-xTix)4AlC3 solid solutions
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promising high-temperature structural materials. Lin et al.

[25] investigated systematically the alloying effects on

structural, magnetic, and electrical/thermal transport

properties of Cr2-xMxGeC (M = Ti, V, Mn, Fe, and Mo).

They showed that the alloying of M with the larger

covalent radius than that of Cr increases lattice constants

and unit cell volume of Cr2-xMxGeC, while the hexagonal

ratio, electrical transport behavior, and the residual

resistivity decreases with increasing x. Wang et al. [26]

investigated the elastic stiffness and electronic properties

of (MxM
0
2�x)AlC (M and M0 are Ti, V, and Cr) solid

solutions by ab initio calculations and found that an

increment of the bulk modulus contributes to extra

valence electrons occupying states involving M(M0) d-Al
p covalent bonding and metal–metal d–d bonding. Meng

et al. [27] showed that 20% replacement of Ti with V in

Ti2AlC enhances the Vickers hardness, flexural strength

and shear strength by 29, 36 and 45% for (Ti0.8,V0.2)2AlC

solid solution, respectively. Wan et al. [28] reported that

Zr doping in Ti3SiC2 can improve the elastic modulus and

strength at high temperatures, indicating a similar effect

of Hf and Nb doping. Yeh et al. [29, 30] prepared

(Ti1-xNbx)2AlC, (Ti,V)2AlC and (Cr,V)2AlC solid solu-

tion via self-propagating high-temperature synthesis

(SHS), and the strengthening effect was verified with the

measured Vickers hardness and fracture toughness of the

end members.

A new member in the MAX family, Zr3AlC2 was

discovered in 2016 [31]. Among the 312 phases, Ti3AlC2

possesses excellent properties that make it a promising

material for many industrial applications. Therefore, the

solid solutions (Zr3-xTix)AlC2, mixing of Zr and Ti,

should have properties better than that of many other

MAX phases. Motivated by this, Zapata-Solvas et al. [32],

very recently, successfully synthesized (Zr3-xTix)AlC2

MAX phases and calculated some physical properties with

different x content. Here, we investigate the complemen-

tary structural and optical properties of (Zr3-xTix)AlC2

using density functional theory (DFT). In particular, the

study of solid solutions (Zr3-xTix)AlC2 is carried out

through the ground state electronic structure calculations

by the use of the plane-wave pseudopotential method

within DFT. The plan of the present paper is to examine

the ground state properties including structural and optical

properties of (Zr3-xTix)AlC2. The rest of the paper is

arranged with three sections. In Sect. 2, a concise

description of the computational method used in this study

has been presented. The results on Fermi surface struc-

tural and optical properties of (Zr3-xTix)AlC2 are ana-

lyzed in Sect. 3. Finally, Sect. 4 consists of the main

conclusions of this work.

2 Computational methods

The plane-wave pseudopotential method [33] based on

DFT [34, 35] as implemented in the CASTEP code [36] is

employed in the present study. Electronic exchange–cor-

relation interaction is evaluated in accordance with the

generalized gradient approximation (GGA) improved by

Perdew–Burke–Ernzerhof (PBE) [37]. The Vanderbilt-type

ultrasoft pseudopotentials [38] are used to assess the

interactions between electrons and ion cores. The plane-

wave energy cutoff is set at 550 eV and the k-points mesh

[39] of 19 9 19 9 3 is selected for the Brillouin zone

sampling. The Broyden–Fletcher–Goldfarb–Shanno

(BFGS) algorithm [40] is applied to optimize the total

energy and internal forces. The convergence criteria for

geometry optimization are: the difference in total energy

per atom within 5 9 10-6 eV, the ionic Hellmann–Feyn-

man forces within 0.01 eV/Å, maximum stress within

0.02 GPa, and the maximum ionic displacement within

5 9 10-4 Å. The effectiveness of atomistic simulations to

explain defect processes has been discussed in early studies

[41–48].

3 Physical properties

3.1 Structural properties

Consistently with their end members (i.e. Zr3AlC2 and

Ti3AlC2) the MAX solid solutions (Zr3-xTix)AlC2 crys-

tallize in the hexagonal structure in the space group P63/

mmc (No. 194) [49, 50]. The transition metal atoms M(1)

and M(2) occupy the Wyckoff positions 2a and 4f

(zM * 0.12), respectively. The Al atoms reside in 2b

atomic sites. The C atoms take up the 4f (zM * 0.07)

atomic positions with different z-values. The unit cell of

312 MAX phases consists of two formula units (Fig. 1).

The calculated lattice parameters and unit cell volumes

along with experimental values are shown in Table 1. The

present values agree quite well the measured values for two

end products. The calculated lattice constants a and c of the

new solid solutions (Zr3-xTix)AlC2 are plotted as a func-

tion of Ti content x in Fig. 2a. It is observed that both the

lattice parameters a and c decrease radically as the Ti

content x increases. Therefore, the volume of the unit cell

must decrease with the increase of Ti content x and this is

evident in Fig. 2b. The hexagonal ratio (c/a) showed in

Fig. 2b increases rapidly as the Ti content x increases,

which reveals that the values of c decrease less signifi-

cantly than that of a. It means that the compressibility

along c-axis decreases with increasing of Ti content x.
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3.2 Fermi surfaces

The Fermi surface topology has been calculated and pre-

sented in Fig. 3. The Fermi surfaces for all x contents are

almost identical. Each Fermi surface consists of several

tube-like sheets of hexagonal cross-sections centered along

C–A direction. The first sheet is purely cylindrical shaped

with hexagonal circumstance. The second sheet is much

closer to the first sheet and has six appendices like fish tail

along A–H directions. The third sheet is also cylindrical

and it contains a sand-watch shaped tube along H–K

directions at each corner of the Brillouin zone. The fourth

sheet is prismatic-like. This sheet also contains an appendix

shaped as a cone. An additional sheet appears in all com-

positions excepting two end members as two petals of a

mike-flower at two sides of each corner of the Brillouin

zone. All the sheets are separated from each other. The

surfaces are formed mainly by the low-dispersive transition

metal d-like bands, which are responsible for the conduc-

tivity in the compounds.

3.3 Optical properties

In this section, we will discuss all the optical functions

calculated for two end members of the MAX phase solid

solutions (Zr3-xTix)AlC2 since such calculations are not

allowed in the CASTEP code for disordered systems. The

optical properties of solids may be described with the

complex dielectric function, which is obtained as

e(x) = e1(x) ? ie2(x); where e1(x) is the real part of the

complex dielectric function going behind the Kramers–

Kronig relation and e2(x) is the imaginary part. It is well

established that the imaginary part e2(x) of the dielectric

function leads to evaluate the remaining optical properties.

The imaginary part of the dielectric function is evaluated

from the momentum representation of matrix elements

between the occupied and unoccupied wave functions with

the selection rules [51] and can be expressed as:

e2 xð Þ ¼ 2e2p
Xe0

X

k;v;c

wc
kju � rjwv

k

�� ��2d Ec
k � Ev

k � E
� �

Fig. 1 The unit cell of Zr3AlC2 as a structural model of 312 MAX

phases

Table 1 The calculated lattice

parameters, hexagonal ratio and

unit cell volume of

(Zr3-xTix)AlC2 and the end

members, Zr3AlC2 and Ti3AlC2

Composition a (Å) c (Å) c/a zM zC V(Å3) Remarks

Zr3AlC2 3.335 19.961 5.985 0.1298 0.0707 192.27 Calc. [This]

3.333 19.951 5.986 0.1297 0.0705 191.95 Expt. [49]

(Zr2.5Ti0.5)AlC2 3.287 19.684 5.988 0.1297 0.0704 184.16 Calc. [This]

3.290 19.696 5.987 184.64 Expt. [32]

(Zr2Ti)AlC2 3.240 19.439 5.999 0.1294 0.0701 176.75 Calc. [This]

3.267 19.572 5.991 180.97 Expt. [32]

(Zr1.5Ti1.5)AlC2 3.197 19.220 6.012 0.1289 0.0699 170.11 Calc. [This]

3.232 19.397 6.002 175.45 Expt. [32]

(ZrTi2)AlC2 3.156 19.026 6.029 0.1282 0.0696 164.11 Calc. [This]

3.128 18.816 6.015 159.41 Expt. [32]

(Zr0.5Ti2.5)AlC2 3.117 18.844 6.046 0.1275 0.0694 158.53 Calc. [This]

3.116 18.750 6.018 157.63 Expt. [32]

Ti3AlC2 3.078 18.670 6.065 0.1267 0.0693 153.19 Calc. [This]

3.075 18.578 6.042 0.1280 0.0640 152.16 Expt. [50]
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where x is the frequency of light, e is the charge of an

electron, X is the unit cell volume, u is the unit vector

defining the polarization of the incident electric field and

wc
k and wv

k are the conduction and valence band wave

functions at a given k, respectively. The imaginary part of

dielectric function provides the real part trough Kramers–

Kronig transformation. All other optical functions on the

energy dependence of refractive index n(x), extinction

coefficient k(x), absorption coefficient a(x), energy-loss
spectrum L(x), optical conductivity r(x) and reflectivity

R(x) can be derived from the real and imaginary part of

dielectric functions e1(x) and e2(x) [52]. A Drude term

[53] with unscreened plasma frequency of 3 eV and

damping of 0.05 eV are included in all calculations

because of the metallic nature of the compounds, which is

confirmed in our band structure calculations. The smearing

value of 0.5 eV is also used in each calculation of optical

functions.

Dielectric function is a very common property of crys-

tals. The calculated real part of the dielectric function for

two end members of (Zr3-xTix)AlC2 is shown in Fig. 4a. It

is seen that the real part e1(x) of dielectric function in the

range of e1\ 0 passes through zero from below. This is the

indication of metallic characteristics of (Zr3-xTix)AlC2

MAX compounds. In the spectra for [100] polarization of

both end compounds, the double peak structures are

observed to be centered at 1.17 eV. At the same position, a

single low peak arises for [001] polarization for x = 0

(Zr3AlC2), whereas a sharp dip is found for same polar-

ization for x = 3 (Ti3AlC2). In the energy range of

0–5.4 eV, the spectra exhibit different features but at

higher energies, the almost similar features are seen in the

spectra for all polarizations. Indeed, the spectra disclose

the dependence on polarization direction, which is the

clear indication of anisotropy of optical properties of

(Zr3-xTix)AlC2 MAX compounds in low energy range.

The imaginary part e2(x) of the dielectric function is the

fundamental issue of the optical functions for solids. The

origin of the structures in e2(x) can shed light on the

structures in the refractive index. For two end members of

(Zr3-xTix)AlC2 the investigated imaginary part of the

dielectric function is displayed in Fig. 4b. It is evident that

the imaginary part e2(x) approaches zero from above,

which insures the metallic characteristics of (Zr3-xTix)

AlC2 as well. Only some numbers of low peaks are

observed in the spectra of e2(x), which are due to the

transition of orbital electrons. The peaks in the low energy

region are caused by the intra-band transitions, but in the

high energy region the peaks are due to the inter-band

transition of electrons.

The proper knowledge on refractive index n(x) of solids
is important for perfect design of electronic appliances.

Refractive index n(x) is a dimensionless number that

describe how electromagnetic radiation propagates through

an optical medium. From the dispersion curves of n(x) in
Fig. 5a, the static values n(0) for two different polarization

directions [100] and [001] are seen to be 84.52 and 84.85

for x = 0 (Zr3AlC2) and 84.51 and 85.92 for x = 3 (Ti3
AlC2), respectively. A sharp rise is observed in all spectra

within the moderate-infrared region, which is due to the

intra-band transitions of electrons. The first peaks on the

dispersion curves of n(x) of Zr3AlC2 for incident light

directions [100] and [001] arise at 0.68 and 0.44 eV,

respectively. Such peak exists on n(x) spectra of Ti3AlC2

for polarization [100] at around 0.64 eV, but no such peak

arise for [001] polarization. A gradual decrease in spectra

of n(x) starts at 1.1 eV and reaches a minimum value of

0.02 at 9 eV. Then increases and attains a value of 0.85 at

20 eV. The refractive spectra show a slight anisotropy

extended from 0.1 to 7.0 eV.

The extension coefficient k(x) is more significant phe-

nomena in metals, which estimates the amount of

(a) (b)

Fig. 2 Structural properties of (Zr3-xTix)AlC2. a Lattice constants a and c; b hexagonal ratio c/a and unit cell volume V as a function of Ti

content x. Experimental data adopted form Ref. [32]
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absorption loss when the electromagnetic wave propagates

through the optical medium. For two different polarization

directions the extinction coefficient of two end members of

(Zr3-xTix)AlC2 is presented in Fig. 5b. The calculated

extinction coefficient shows small anisotropy up to

13.6 eV. In both end compounds, the spectra for two

polarization directions exhibit sharp rise below 2 eV,

which is caused by the intra-band transitions of electrons.

The local maxima on the extinction coefficient curves

correspond to the zero value of the real part of dielectric

function.

The absorption coefficient estimates how far light of a

particular wavelength (energy) can penetrate into the

material before being absorbed and affords information

related to the optimum solar energy conservation

efficiency. The absorption coefficient of Zr3AlC2 and Ti3
AlC2, end members of (Zr3-xTix)AlC2 MAX compounds

are plotted in Fig. 6a. The absorption spectra commence at

zero photon energy due to the metallic nature of the

compounds. For both the polarization directions, the

absorption spectra increases with the increase of photon

energy to achieve the highest values within the energy

range 4.5–5.5 eV for Zr3AlC2 and within 5–6 eV for Ti3
AlC2. Further increase of photon energy decreases the

absorption coefficient. The calculated absorption spectra

show a small amount of anisotropy up to the photon energy

of 13 eV.

The energy loss function L(x) describes the energy loss

of fast electron traveling inside the material. The energy

loss spectra shown in Fig. 6b exhibit no distinct peak in the

Fig. 3 Fermi surfaces of (Zr3-xTix)AlC2 for x = 0.0, 0.5, 1.0, 1.5, 2.0, 2.5 and 3.0
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energy range of 0–10 eV due to large value of the imagi-

nary part of the dielectric function [54]. A large peak on

each spectrum is observed within the energy range of

10–14 eV, which is associated with the plasma oscillation.

The highest peak of energy loss spectrum refers a charac-

teristic frequency, known as bulk plasma frequency, at

which the real part of dielectric function vanishes and the

material changes from metallic to dielectric response

[53, 55]. From the energy loss spectra, the bulk plasma

frequency of Zr3AlC2 and Ti3AlC2 for the polarization

directions [100] and [001] are found to be 11.9, 13.4 and

10.8, 13.5 eV, respectively, which correspond to the rapid

decline of reflectivity given in Fig. 7a.

Reflectivity is the ratio of the energy associated with the

wave reflected from a surface to the energy possessed by

the wave striking the surface. The optical reflectivity R(x)
calculated here is plotted in Fig. 7a. The spectra of

reflectivity exhibit a radical increase in the moderate

infrared region as well as in the ultra-violet region to

attain the highest values of 92.7–96.7%. The reflectivity

spectra show no significant change in the visible light

region (*1.8–3.1 eV) and the amount of reflectivity

exceeds 47%, which should make two end members of

(Zr3-xTix)AlC2 candidate materials for coating to reduce

solar heating [56]. Additionally, the two end MAX com-

pounds Zr3AlC2 and Ti3AlC2 should appear as metallic

gray due to their nearly constant reflectivity in the visible

light region. The investigated reflectivity spectra show a

reasonable amount of anisotropy within the photon energy

range of 0.5–14 eV.

(a) (b)

Fig. 4 a Real and b imaginary part of dielectric functions of (Zr3-xTix)AlC2 for x = 0 and 3

(a) (b)

Fig. 5 a Refractive index and b extinction coefficient of (Zr1-xTix)3AlC2 for x = 0 and 3
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Optical conductivity signifies the electrical conductivity

in the presence of an alternating electric field; here the term

‘optical’ covers the whole frequency range, and is not

limited only to the visible region of the light. The real part

of optical conductivity represents the in-phase current,

which causes the resistive joule heating, whereas the

imaginary part involves in the p/2 out-of-phase inductive

current. Here we have calculated the real part of optical

conductivity and shown in Fig. 7b. The highest peak on the

spectra of optical conductivity indicates that Zr3AlC2 is

expected to be highly electrically conductive when incident

photon along [100] direction has energy equal to 3.1 eV

and when along [001] direction has 4 eV. Similarly, Ti3
AlC2 will be highly electrically conductive when incident

photon has 3 and 3.3 eV for [100] and [001] direction,

respectively. The calculated optical conductivity exhibit a

sensible amount of anisotropy within the photon energy

range of 0.2–7 eV. The peak’s height of optical conduc-

tivity for incident photon direction [001] is seen to be

larger than that for [100] direction in case of both end

members of (Zr3-xTix)AlC2.

4 Conclusions

In the present study, DFT calculations are employed to

predict the lattice parameters, and optical functions of the

recently synthesized (Zr3-xTix)AlC2 MAX phases. The

lattice parameters are in excellent agreement with the

recently determined results [32]. The Fermi surfaces

(a) (b)

Fig. 6 a Absorption coefficient and b energy loss function of (Zr1-xTix)3AlC2 for x = 0 and 3

(a) (b)

Fig. 7 a Reflectivity and b optical conductivity of (Zr3-xTix)AlC2 for x = 0 and 3
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consist of low-dispersive transition metal d-like bands,

which play a vital role for the conductivity in the com-

pounds. The optical properties are deemed to be polariza-

tion dependent. The bulk plasma frequency of Zr3AlC2 and

Ti3AlC2 for the light directions [100] and [001] are esti-

mated from the energy loss spectra and found to be 11.9,

13.4 and 10.8, 13.5 eV, respectively, which correspond to

the rapid fall of reflectivity. The reflectivity spectra in the

visible light region hint that Zr3AlC2 and Ti3AlC2 are

candidate materials for coatings to reduce solar heating.
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