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Single crystal superalloys are widely used in high temperature sections of turbines, where they
are able to withstand extended exposure to high temperatures. As these alloys are commonly cast
and directionally solidified via the Bridgman process, the knowledge of their solidification path is
of great importance. This paper gives an overview of aspects of the solidification path in
superalloys, as studied experimentally and from a modeling and simulation point of view. The
implications of microsegregation, and sequence of phase formation are discussed. Attention is
given to the processes leading to the formation of interdendritic c¢, also often referred to as the
c/c¢ eutectic.
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1. Introduction

What kind of material is required for applications at high
temperatures? And how are parts for these applications
manufactured, as most likely even higher temperatures are
required during manufacture? These—possibly slightly
naı̈ve—questions arise quickly when thinking about devices
such as turbines for jet engines or power generation.
Interestingly metallic alloys are still very common, despite
numerous efforts to introduce other materials such as
ceramics, and rather traditional manufacturing routes such
as casting are still very widespread. A class of alloys widely
used for the hottest section of jet-engines are single crystal
superalloys.[1] These alloys are possibly among the most
complex alloys ever created by man in terms of their
chemical composition. It is common for them to contain
around ten major alloying elements, with several minor
additions. Balancing these in order to achieve the required
alloy properties is a formidable task.[2,3] The aim is to
achieve a microstructure containing precipitates of the
strengthening c¢ phase in a matrix of c phase, the former one

showing an ordered structure (L12) while the latter one
exhibits an fcc structure. Interestingly the precipitates
contribute about 75 vol.% to the microstructure, making
them the majority phase.[4] This microstructure provides a
large number of obstacles to hamper dislocation movement
at high temperature, thus increasing high temperature creep
performance.

Sophisticated casting processes have been developed in
order to improve high temperature creep properties even
further.[1,5] Grain boundaries are the first to weaken at high
temperatures. Directional solidification via the Bridgman
process allows either aligning the grains along the main axis
of the cast part, or removing grain boundaries altogether, the
latter leading to the formation of single crystals or more
precisely single grains. Although single crystal superalloys
form single phase microstructures during equilibrium solid-
ification—showing only c phase—microsegregation leads
to formation c dendrites and interdendritic c¢ during
technical processing.[6-8] The segregation of alloying ele-
ments is therefore highly relevant. Chemical inhomo-
geneities lead to local variation of alloy properties and the
formation of unwanted phases, such as topologically closed
packed (TCP) phases.[9,10] After casting single crystal
superalloys are thus commonly heat treated in order to
remove microsegregation, to control the size and shape of
the c¢ precipitates and hence optimize creep behavior.[11-14]

During casting and solidification itself, elemental segrega-
tion can lead to the formation of casting defects such as
freckles, which destroy the single crystalline structure of the
material.[15-17]

It becomes apparent that knowledge of the solidification
behavior of single crystal superalloys is important for the
design of these alloys and the understanding of the
manufacturing processes. This paper is concerned with the
solidification path of single crystal superalloys and the
consequences for as-cast microstructure formation. In this
short review a number of aspects of solidification paths in
these alloys will be discussed based on work published by
other researchers and the authors own work and some
previously unpublished material. The aim is to provide a
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wider view than would be possible in a paper presenting
specialized, most recent research findings.

2. Alloy Constitution

The fundamental aspects of the solidification path are
determined by the constitution of the alloy. The basis for
single crystal superalloys is the Ni-Al phase diagram.
Interestingly early versions of the phase diagram show a
eutectic reaction between the c and the c¢ phase, while a
number of works have demonstrated very clearly that it is a
peritectic reaction.[18-21] Despite these, the term c/c¢ eutectic
is extremely common. The binary Ni-Al phase diagram
shows a peritectic reaction between the c and c¢ phases and
a eutectic line between the c¢ and b (NiAl, ordered bcc/B2
phase) phases. These two invariant lines are very close
together, separated by just a few degrees and the differences
in the relevant Gibbs energies are very small. This made an
accurate determination of the nature of the c/c¢ reaction
quite challenging.

With the development of advanced thermodynamic
databases according to the CALPHAD method, it is possible
to calculate the fraction solid versus temperature evolution
and predict elemental segregation.[22-24] Although CAL-
PHAD databases model equilibrium conditions only, the
fraction solid versus temperature evolution can be calculated
using the Scheil model. This approach assumes perfect
mixing of the liquid and no transport of solute in the solid.
For primary and eutectic solidification this is straightfor-
ward, as solid diffusion does not play a significant role. For
peritectic alloys diffusion in the solid is necessary to
complete the reaction. Under Scheil conditions however, it
is found that entering the peritectic reaction affects which
phases form from the melt, but the disappearance of the pre-
peritectic phase must be ignored as there is no diffusion in
the solid.[24] For technical solidification of alloys with
mainly substitutional elements this is still a good approx-
imation, due to the slow diffusion in the solid phases. Is it
still possible though to distinguish eutectic and peritectic
reactions from fraction solid versus temperature profiles?
Figure 1 compares fraction liquid versus temperature for a
five component model superalloy—composition is given in
Table 1—using two different databases which model liquid/
c/c¢ reaction as peritectic (top, solid and dotted line, Dupin
database[22]) and eutectic (bottom, TTNi7 database[23]). It
can be seen that the onset of the reaction is barely noticeable
in both cases, unlike the liq/c/BCC reaction in the top
diagram, which leads to a rapid drop in the fraction liquid
upon cooling. It has to be noted that BCC in this case refers
to the ordered B2 phase. To this date the term c/c¢ eutectic is

still very widely used in the Superalloys community. A
more neutral and hence appropriate expression would be
however interdendritic c¢.

3. Microsegregation and Solidification Sequence

The segregation of alloying elements in single crystal
superalloys has been the subject of several studies.[25-27]

The as-cast microstructure consists of c dendrites with
interdendritic c¢ present due to the microsegregation of
alloying elements. Figure 2 shows a typical microstructure
found in directionally solidified CMSX-4. The single crystal
superalloys are originally designed to show a single phase c
region below the equilibrium solidus temperature. Hence the
presence of interdendritic c¢ must be due to microsegrega-
tion of alloying elements. Indeed it has been shown that the
elements Al, Co, Cr, Ta and Ti, for example, enrich in the
liquid phase (partition coefficient k less than unity), while
Re and W segregate to the growing c phase (k greater than
unity).[25-27] Thermodynamic databases show the same
trends, while allowing more detailed analysis of temperature
and composition dependency of the partition coefficient.

Segregation of alloying elements results in solidification
under Scheil like conditions, with the interdendritic liquid
being mixed by diffusion; back-diffusion in the solid is too
slow to achieve equilibrium solidification during technical
solidification processing. As the c¢ stabilizing ele-
ments—Al, Ta, Ti—segregate to the liquid, interdendritic
c¢ will form. The formation of as-cast microstructure and
microsegregation has been simulated using 1D models like
DICTRA and 2D/3D methods like phase-field.[11,12,28,29]

Classically microsegregation models—especially in
1D—use the secondary dendrite arm spacing (SDAS) as
the characteristic length. This provides a better approxima-
tion to back diffusion as the SDAS is shorter than the
primary dendrite arm spacing (PDAS). On the other hand
calculated microstructures of single crystal superalloys serve
as input to solution heat treatment models. Here the PDAS
is more relevant, as homogeneity across the entire primary
dendritic length scale needs to be achieved. The two
approaches can be joined by using a 2D simulation domain.
The 2D domain represents a 2D, isothermal section through
the growing dendrite. The PDAS and cooling rate are
calculated from the thermal gradient and solidification rate.
The PDAS determines the size of the simulation domain and
the growing dendrite can develop side arms, hence the back-
diffusion distance approaches the SDAS. Both characteristic
length scales are therefore included in the model, which is
also referred to as the unit-cell model.[12,30] The cooling
conditions and initial temperature within the simulation

Table 1 Alloy composition in wt.%

Alloy Ni Al Co Cr Mo Ta Ti Re W Ref

CMSX-4 Bal. 5.6 9.6 6.5 0.6 6.5 1.0 3.0 6.4 44

CMSX-10 Bal. 5.7 3.0 2.0 0.4 8.0 0.2 6.0 5.0 1

Model alloy Bal. 5.8 ÆÆÆ 9.0 ÆÆÆ 7.9 ÆÆÆ ÆÆÆ 8.8 12
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domain are then determined from the processing conditions,
as defined by the thermal gradient and solidification rate.
The microstructure evolution in the 2D model can then be
simulated using a phase-field model coupled to CALPHAD
type calculations, allowing to include the appropriate
databases for thermodynamic and kinetic data. More details
on the phase-field approach and the coupling to thermody-
namic and kinetic calculations can be found elsewhere.[31,32]

Shown here are results for two single crystal alloys,
which show the characteristic microsegregation patterns
found in this type of alloys. Results obtained from phase-
field simulations using the 2D unit-cell model of directional
solidification of superalloys can be seen in Fig. 3. The top
row shows simulation results for the five-component model
superalloy, whose composition is given in Table 1, while the
bottom row shows microsegregation maps obtained from
experiments for comparison. Both microstructures show
dendrites of c phase, which grow during primary solidifi-
cation, and interdendritic c¢, which formed during secondary
solidification. The microsegregation profiles along the
secondary dendrite arms (e.g. [010]) differ from the profiles
between secondary arms (e.g. [011]). This kind of pattern
had also be described by Ma and Grafe.[33] In this alloy the
secondary c¢ is preferentially located between the dendrite

arms, as seen in both simulation and experiment. It can also
be easily seen that during primary solidification, the
elements Al and Ta segregate heavily to the liquid—parti-
tion coefficients <1—while W segregates to the growing
dendrites (k> 1). The fourth alloying element Cr shows
rather weak segregation to the liquid during primary
solidification, with a partition coefficient k just below one.
During the growth of interdendritic c¢ the elements Al and
Ta segregate towards c¢, while W is rejected. The three
elements Al,Ta and W show therefore a monotonic trend
from a minimum (Al,Ta) or maximum (W) concentration at
the dendrite core and a monotonous increase/decrease of
concentration towards the interdendritic c¢. Cr on the other
hand is rejected by both the c and c¢ phase, hence the Cr
minimum concentration is found in the interdendritic c¢ and
the maximum concentration in the c phase next to it. This is
a peculiar segregation pattern which is widely observed in
single crystal superalloys. For example, Fig. 4 shows
simulation results for the commercial single crystal super-
alloy CMSX-10�. Here the elements Al, Ta, W and Cr show
the same segregation patterns as in the model alloy in Fig. 3.
The segregation behavior of the other alloying elements can
be classified as being of the Al type (Al, Ta, Ti), the W type
(Re, W) or the Cr type (Cr, Co, Mo). This general trend and
the segregation pattern surrounding interdendritic c¢ have
also been reported of other alloys.[34,35] The actual values of
the partition coefficients however do depend on the overall
alloy composition as shown by Hobbs et al.[26] and attempts
have been made to minimize microsegregation through
additions of for example Ru.[36] The weak partitioning of Cr
during the early stages of solidification has led to some
surprising findings however. During a study on CMSX-4 it
was found that Cr showed a partition coefficient greater than
one, contrary to what was expected from thermodynamics
calculations and simulations.[37] This phenomenon cannot
be explained by solid-state diffusion in the c dendrites, as
back diffusion would bring the partition coefficient closer to
one, but not ‘switch’ from less to greater to one (or vice
versa). Solid state nucleation of c¢ particles inside the c
dendrites during cooling after solidification is the key to

Fig. 1 Fraction liquid as function of temperature for a five
component model alloy as obtained from two different thermo-
dynamic databases

Fig. 2 Typical cross section of directionally solidified CMSX-4,
showing primary c dendrites and interdendritic c¢
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understanding this phenomenon. The simulations shown in
Fig. 4 try to mimic this. As can be seen, the interdendritic c¢
is surrounded by speckled areas, with random like appear-
ance. In these areas c¢ has nucleated and grown following a

solid state reaction. As the solubility of alloying elements
within c¢ particles is very different from the one in the c
matrix, segregation on the scale of the c¢ particles occurs,
leading to strong variation of the local composition. In the

Fig. 3 Results from phase-field simulations (top row) in comparison to micosegregation patterns obtained using WDS on directionally
solidified model superalloy[12]

Fig. 4 Microsegregation patterns and phase arrangement calculated for simulated solidification of CMSX-10N
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case of elements with partitioning during primary solidifi-
cation—such as Cr—this variation can be much stronger
than the actual microsegregation from solidification. During
energy dispersive spectroscopy (EDS) or wavelength dis-
persive spectroscopy (WDS) measurements the activation
volume of the electron beam is of similar size as the c¢
particles, hence the measurements show a lot of scatter. This
makes measurement of microsegregation patterns in single
crystal superalloys quite difficult.[38,39] It can be seen that
the general segregation behavior and pattern formation is
reasonably well understood, but the analysis is less straight
forward than it would appear on first glance.

4. Solidification Sequence

It is very common to observe that different phases
forming during finite cooling rate solidification than during
equilibrium solidification; single crystal superalloys are no
exception. It is therefore interesting to study how the
sequence of phase formation—the solidification
sequence—depends on processing conditions, namely the
rate of solidification and the thermal gradient.

As single crystal superalloys are designed to show a
single phase c region at high temperatures, commonly
referred to as the solution heat treatment window, the
equilibrium solidification sequence is:

Liq ! liqþ c ! c ! cþ c0solidstate:

For technically relevant solidification conditions the
following phase formation sequence is commonly observed:

Liq! liqþ c! liqþ cþ c0 ! cþ c0 ! cþ c0 þ c0solidstate:

How this transition depends on the solidification rate
during directional solidification is illustrated in Fig. 5. This
diagram shows the sequence of phase formation with the

approximate temperatures at which transitions occur, as
function of the steady state solidification rate during
directional solidification. The diagram in Fig. 5 was deter-
mined for the five component model superalloy. Additional
details of the experimental procedure and simulations can be
found elsewhere.[12] It must be noted that this diagram is
only valid for steady state solidification and for a thermal
gradient of 10 K/mm. Closed symbols mark results obtained
from experiments, open symbols simulation results. Exper-
imental results were obtained from longitudinal sections of
directionally solidified and quenched samples, while simu-
lations were performed using the 2D unit-cell model.
Furthermore, full lines without symbols were obtained from
analytical models. Heavy dashed lines are merely guides to
the eye which are filling in gaps by connecting full lines,
while thin dashed lines indicate transition between solidi-
fication regimes or transition temperatures obtained from
equilibrium calculations. Three solidification regimes are
observed, planar, cellular and dendritic. Planar solidification
occurs at low solidification rates, which changes to cellular
solidification as the solidification rate increases. In both
cases liquid transforms into solid c, with a liq + c two phase
region being observed for cellular solidification. The
relevant transitions were also obtained experimentally. At
the lower end of solidification rates within the dendritic
regime, liquid still transforms into c phase, with no
appearance of c¢. The latter only forms at sufficiently high
solidification rates. Interestingly the solidification interval,
as defined by the temperature difference between the onset
of solidification and the temperature at the end of solidifi-
cation, increases as the solidification rate increases. The
temperature at which c¢ nucleates on the other hand is not
affected by the solidification rate. This behavior is observed
for both, experiments and simulation. Scheil calculations
predict c¢ formation approximately 10 K below the phase-
field simulation results (thin horizontal dashed line at
1293 �C). Similar observation were made from simulations
of solidification in CMSX-4.[28] This is a strong indication
of the importance of backdiffusion of alloying elements

Fig. 5 Sequence of phase formation and approximate transition
temperatures as function of solidification rate for steady direc-
tional solidification of the five component model superalloy[12]

Fig. 6 EBSD measurement of the interdendritic c¢ orientation
along a grain boundary. Directionally solidified 5 component
model alloy[42]
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during solidification and in agreement with the findings
elsewhere.[40]

5. Formation of Interdendritic c¢

The formation of interdendritic c¢, or the c/c¢ eutectic, as
it is often referred to, is a distinct feature of single crystal
superalloy, as-cast microstructures. It has been demonstrated
recently that it can initiate recrystallization during heat
treatment.[41] As parts made from these alloys are meant to
be single crystal, it is needless to say that the appearance of
recrystallization is unwanted and leads to scrapping of parts.

It is of interest to take a look into how the interdendritic
c¢ forms, and to study the final stages of solidification in
more detail. It has been shown by analyzing the nucleation
barrier for c¢ nucleation, that c¢ nucleates from the c phase
through a solid state reaction.[8] This is energetically
favorable due to the low interfacial energy between c and
c¢, which do form a coherent interface. If this nucleation
takes place close to the solid-liquid interface, c¢ can grow

into the surrounding liquid. Hence the interdendritic c¢ has
the same crystallographic orientation as at least one of the
adjacent dendrites.[8,35] Figure 6 shows Electron Backscat-
ter Diffraction (EBSD) measurements on interdendritic c¢
and surrounding dendrites located on a grain boundary.[42]

The two different orientations are marked using squares and
triangles respectively. It is seen that the c¢ particle inherits
the orientation of one of the two grains.

The c¢ islands exhibit a structure within themselves, as
seen in Fig. 2. It consists of a small scale, almost checker
board like part, and a larger fan-like part. Both parts are
usually attached to a dendrite. Some controversy did exist
on how these structures form. Earlier works proposed the
fan-like structure forms first, with the finer structure
nucleating from the melt.[43] This seems rather unlikely, as
this would require very high undercooling and an extremely
large number of nuclei in the liquid pockets. Given the
nature of the solid state nucleation mechanism of the c¢
phase, it is more likely that the fine structure forms first from
a large number of solid state nuclei, which then fan out into
the remaining liquid. The structures seen in Fig. 7 show a
longitudinal section of a directionally solidified and
quenched sample. The large white areas show the c
dendrites, with the interdendritic c¢ attached to it. Quenched
liquid appears at rather elongated, almost black regions.
These structures support the hypothesis of the fine structure
forming first; here the fine structure fans out into the
quenched liquid. A more rigorous study confirm this even
further, with the aid of focus-ion beam (FIB), EBSD and
EDS analyses.[35]

The actual growth process of the interdendritic c¢ is
shown in Fig. 8, as a result of a phase-field simulation for
the 5 component model alloy. The simulation has been
simplified as only a single nucleation site for c¢ is taken into
account. The fine and the fanned structures of the interden-
dritic c¢ are thus omitted. The simulation was done using the
thermodynamic database developed by Dupin, which mod-
els the c/c¢ reaction in the Ni-Al system as a peritectic
one.[22] After nucleation the particle initially growths
rapidly at the expense of the c phase. Typical grooves are
formed at the liquid/c/c¢ triple points. Towards the end both
phases—c and c¢—grow. Figure 9 shows the same simu-
lation, for the same alloy, using the TTNi7[23] thermody-

Fig. 7 Longitudinal section of directionally solidified and quen-
ched CMSX-4 sample, showing interdendritic c¢ growing from c
dendrites

Fig. 8 Growth of interdendritic c¢ in the five component model alloy, calculated using phase-field coupled to a thermodynamic data-
base, using a peritectic description of the Ni-Al system[8]
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namic database, which models the c/c¢ reaction as a eutectic
one. Interestingly the result is qualitatively the same, the
same pattern and morphology is observed. More work is
needed to draw final conclusion from this, but it might be
save to say that the distinction whether the reaction is a
peritectic or eutectic one is not straight forward in this
particular case. At least it cannot be made on the nature of
the Ni-Al binary alone. The neutral term interdendritic c¢
seems therefore appropriate.

6. Summary and Conclusion

The formation of as-cast microstructures in single crystal
superalloys has been widely studied using experimental and
numerical techniques. This includes elemental segregation,
alloy constitution and phase-formation. Advances in the
availability of thermodynamic and diffusion data, combined
with modern modeling and simulation tools allow supple-
menting experiments with simulations which take the full
compositional complexity of these alloys into account. As a
consequence the sequence of phase formation and microseg-
regation behavior of the alloying elements is reasonable well
understood, at least for solidification in regimes typical for
directional solidification. Although fully quantitative predic-
tions remain a challenge, modern simulations tools are capable
of handling the full compositional complexity of these alloys.

The agreement between experiments and simulations for
microstructure formation during solidification of single
crystal superalloys indicates that contemporary modeling
methods and the all-important thermodynamic and diffusion
data have reached a decent state of maturity. Indeed
simulation results as presented here have been used to
derive a method to optimize solution heat treatments of
these alloys.[11] With this method the incipient melting
temperature is determined from calculated microstructures.
This information is then used to control the temperature in
the simulation, allowing it only to increase as the
microstructure homogenizes.

A few challenges remain, such as the never ending quest
for improved thermodynamic and kinetic data for multi-
component alloys. The formation of undesired phases, such as
TCP phases, or carbides still prove a challenge to simulation

tools, due to their more complex morphology. The increasing
use of additive manufacture techniques, requires revisiting
some of the understanding of the solidification path in single
crystal superalloys, as these processes show significantly
higher cooling rates. The already established knowledge
however provides a solid basis.
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Investigation of the Final Stages of Solidification and Eutectic
Phase Formation in Re and Ru Containing Nickel-Base
Superalloys, J. Cryst. Growth, 2010, 312(14), p 2137-2144

36. R.M. Kearsey, J.C. Beddoes, P. Jones, and P. Au, Composi-
tional Design Considerations for Microsegregation in Single
Crystal Superalloy Systems, Intermetallics, 2004, 12(7-9),
p 903-910

37. M.S.A. Karunaratne, D.C. Cox, P. Carter, and R.C. Reed.
Modelling of the Microsegregation in CMSX-4 Superalloy
and Its Homogenisation During Heat Treatment, Superalloys
2000, TMS

38. N. D’Souza, R. Beanland, C. Hayward, and H.B. Dong,
Accuracy of Composition Measurement Using X-ray Spec-
troscopy in Precipitate-Strengthened Alloys: Application to
Ni-Base Superalloys, Acta Mater., 2011, 59(3), p 1003-1013

39. N. D’Souza, M. Lekstrom, and H.B. Dong, An Analysis of
Measurement of Solute Segregation in Ni-Base Superalloys
using X-ray Spectroscopy, Mater. Sci. Eng., A, 2008, 490(1-2),
p 258-265

40. A. Thirumalai, A. Akhtar, and R.C. Reed, Extent of Back
Diffusion During Solidification of Experimental Nickel Based
Single Crystal Superalloy, Mater. Sci. Technol., 2006, 22(1),
p 1-13

41. L. Wang, F. Pyczak, J. Zhang, L.H. Lou, and R.F. Singer,
Effect of Eutectics on Plastic Deformation and Subsequent
Recrystallization in the Single Crystal Nickel Base Superalloy
CMSX-4, Mater. Sci. Eng., A, 2012, 532, p 487-492

42. N. Warnken, Simulation of Microstructure Formation during
Solidification and Solution Heat Treatment of a Novel Single
Crystal Superalloy, RWTH-Aachen, Foundry Institute, Aa-
chen, 2007

43. N. D’Souza and H.B. Dong, Solidification Path in Third-
Generation Ni-Based Superalloys, with an Emphasis on Last
Stage Solidification, Scr. Mater., 2007, 56(1), p 41-44

44. K. Harris, G.L. Erickson, S.L. Sikkenge, W.D. Brentnall, J.M.
Aurrecoechea, and K.G. Kubarych. Development of Rhenium
Containing Superalloys CMSX-4 and CM 186 LC for Single
Crystal Blade and Directionally Solidified Vane Applications
in Advanced Turbine Engines, Seventh International Sympo-
sium on Superalloys, 1992 (Seven Springs), S.D. Antolovich

Journal of Phase Equilibria and Diffusion Vol. 37 No. 1 2016 107


	Studies on the Solidification Path of Single Crystal Superalloys
	Par1
	Introduction
	Alloy Constitution
	Microsegregation and Solidification Sequence
	Solidification Sequence
	Formation of Interdendritic gamma vprime
	Summary and Conclusion
	Open Access
	References




