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Abstract In the present study, we demonstrate magnetic

iron (III) oxide nanoparticles (Fe2O3 NPs) uptake by the

Solanum lycopersicum (S. lycopersicum) plant. The S.

lycopersicum seeds were coated with Fe2O3 NPs and

allowed to germinate in moistened sand bed. The seedlings

are observed for 20 days, and then, it was post-treated

using different amounts of Fe2O3 NPs in hydroponic

solution for 10 days. The plant was allowed to grow in

green house for 3 months, and uptake of NPs through roots

and translocation into different parts was studied. For this,

we have segmented the plants and incubated with 10 %

NaOH solution. It is found that the NPs are deposited

preferentially in root hairs, root tips followed by nodal and

middle zone of plant. The iron present in the whole plant

was quantitatively estimated by treating dry biomass of the

plant in acid. The Fe2?/Fetotal increased with increasing

concentration of NPs and[45 % ferrous iron suggests the

biomineralization of NPs due to rich phytochemicals in

plants. We believe that the present study is useful to build a

base line data for novel applications in agri-

nanotechnology.

Keywords Solanum lycopersicum � Magnetic Fe2O3

nanoparticles � Nanoparticle uptake � Plant growth

Introduction

Nanotechnology has great potential as it can enhance the

quality of human life through its applications in diverse

field such as agriculture and food technology (Buzea et al.

2007; Walker and Bucher 2009). However, as with any

new technology, unforeseen risks might cause potential

hazards. Nevertheless, great potential of nanoscience and

technology lies in the provision of state-of-the-art solutions

for various challenges faced in agriculture and future

society. Certain hot issues such as climate change, deple-

tion of natural resources and agriculture productivity may

be tackled with the use of nanotechnology. The develop-

ment of nanodevices and nanomaterials has emerged as

promising tools for the conversion of agricultural and bio-

wastes into energy, increasing agricultural by-products

through enzymatic nano-bio-processing, disease control,

treatment of plants using nanocides, etc. (Nair et al. 2010).

The fertilizers are very important in plants growth, but

most of the applied fertilizers are frequently lost due to the

degradation by photolysis, leaching, hydrolysis, decompo-

sition, etc. Thus, it is more essential to reduce nutrient

losses in fertilization and to increase the crop yield through

the advancement of new nanotechnology applications.

Nanomaterials-based fertilizers and/or nanomaterials

functionalized nutrients might have the properties such as

crops improvement, specifically targeted, slow release of

nutrients that regulate plant growth, less eco-toxicity,
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remotely regulated and other multifunctional characteris-

tics to avoid biological blockade for successful targeting

(Vasir and Labhasetwar 2007; Agasti et al. 2010; Nair et al.

2010). Plants are an important component in the ecological

system, which provides a potential pathway for NPs

transport to the environment, and serve as a significant

route for their bioaccumulation into the food chain. The

rates of NPs uptake, intracellular localization as well as

biomineralization in different plants have been reported

(Mailander and Landfester 2009; Verma and Stellacci

2010; Delehanty et al. 2009). These studies reveal that it is

difficult to generalize the nature of NPs for their improved

efficiency or productivity in plants. Furthermore, the rate

and mechanism of uptake turns out to be cell-type-depen-

dent and morphological features of NPs. The sieving

properties are determined by pore diameter of cell wall

ranging from 5 to 20 nm (Fleischer et al. 1999). Hence, the

NPs with a diameter\20 nm could be easily pass through

and reach the plasma membrane (Chithrani and Chan 2007;

Jin et al. 2009). The recent developments in plant science

and agriculture cover the application of NPs for more

effective and safe use of chemicals (ca: agrochemicals) for

plants, plants as source for metal/metal oxide NPs syn-

thesis, the effects of different NPs on growth as well as

metabolic functions of different plants and NPs-mediated

plant genetic transformation.

There are few reports on the effects of NPs in plants,

which have focused mainly on phytotoxicity and how

certain plant metabolic functions are affected. These

results vary with nature of NPs and the plant species, and

are not always consistent between different studies. For

instance, root elongation was enhanced in cucumber and

onion plant when carbon nanotubes (CNTs) have been

applied, while such CNTs reduced root elongation in

letttce and tomato plant (Canas et al. 2008). In another

study, titania (TiO2) NPs were shown to enhance the

growth of spinach plant (Zheng et al. 2005), whereas

alumina (Al2O3) NPs were reported to inhibit root elon-

gation of different plants such as soybean, corn, cucum-

ber, cabbage and carrot (Yang and Watts 2005). In earlier

study, (Lin and Xing 2007) have documented the effects

of different types of NPs such as multi-walled carbon

nanotube (MWCNTs), alumina, aluminum, zinc oxide and

zinc on seed germination and root elongation of six plant

species, namely radish, ryegrass, grape, lettuce, cucum-

ber and corn, respectively, which showed that seed ger-

mination was not affected in most of the cases, while root

elongation was inhibited. Due to their different mor-

phologies of nanomaterials, it is difficult to predict the

positive or negative effect in their mode of action in

environment and within living systems (Holsapple et al.

2005). In fact, the phytotoxic affects of MWCNTs (rice)

(Lin et al. 2009), magnetic NPs (pumpkin) (González-

Melendi et al. 2008; Zhu et al. 2008), copper NPs (zuc-

chini) (Stampoulis et al. 2009) and silver NPs (onion,

pearl millet) (Kumari et al. 2009; Parveen and Rao 2015)

have been studied in addition to their effect on seed

germination and elongation of root/plant growth. These

studies show contradictory results (both positive and

negative effect) on different plant species when the same

nanomaterial is used.

Among the above NPs, iron oxide-based NPs are more

advantages as they find specific localization to release

their load, which is of great interest in the study of

nanoparticulate delivery in plants. In addition, iron oxide

NPs are environmentally benign, readily available or easy

to synthesize, magnetically sensitive, redox active and

bio-functionalizable. Iron is an important microelement

related to many physiological reactions and is an impor-

tant component of chlorophyll. Moreover, the phytotoxi-

city profile of NPs has also been investigated by

researchers via seed germination and root elongation tests,

which showed no toxicity effects of NPs on plant physi-

ologies (González-Melendi et al. 2008; Zhu et al. 2008).

Thus, Fe-oxides are relatively safe for nanoparticulate

delivery in plants. Hence, an attempt was made here to

determine the effect of Fe2O3 NPs on seed germination

and plant growth of S. lycopersicum plant. The significant

uptake of Fe2O3 by S. lycopersicum plant including their

subsequent translocation and accumulation in different

tissue was also demonstrated here. The biomineralization

aspect is also examined based on the reduction in ferric to

ferrous iron.

Experimental details

Materials

Solanum lycopersicum was selected as a model plant

because of its large water uptake capacity and was grown

hydroponically in a growth medium. S. lycopersicum seeds

were used for determining the effect of magnetic Fe2O3

NPs on seed germination, seedling vigor and plant growth

in the green house. S. lycopersicum seeds were collected

from commercial market at Tarikere, Chikmagalur district

of Karnataka, India. The spherical-shaped magnetic Fe2O3

NPs with an average particle size of below 10 nm selected

for this study was obtained from Vergent System Pvt. Ltd.,

Bangalore, India. The oxide was brown red in color

probably due to partial oxidation to a-Fe2O3 (red oxide). A

stock solution containing 10 g of Fe2O3 NPs in 200 mL of

distilled water is prepared, and from this, 50, 100, 200, 400

and 800 mgL-1 of solution were obtained. The optimum

solutions were stored in glass bottles separately at room

temperature for further experiments.
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Seed germination

Solanum lycopersicum seeds were cleaned with liquid soap

solution and distilled water to remove the dust and other

surface adherents. The cleaned and dried seeds (400 seeds)

were taken in a test tube and treated with 1 mL of distilled

water (as control) and 50, 100, 200, 400 and 800 mgL-1 of

prepared Fe2O3 NPs solution. This was shaken gently and

incubated for 12 h at 50 �C. The treated and untreated

seeds were incubated by the standard blotter method, as per

the rules of International Seed Testing Association (ISTA,

2003). Briefly, all seeds were subsequently transferred into

moistened blotter disks containing three pieces of blotter

paper. A 10–25 seeds were placed on wet blotting paper

kept at the bottom of Petri dish maintaining equal distance

among the seeds. Thereafter, 1 mL suspensions of 50, 100,

200, 400 and 800 mgL-1 of Fe2O3 NPs were added.

Finally, the disks were covered and allowed for seed ger-

mination in incubator at 20 ± 2 �C for 7 days. The

experiment was performed in triplicate. The percentage of

seed germination was calculated as:

Seed germination %ð Þ ¼ Germinated seeds

Total number of seeds incubated
� 100

ð1Þ

Seedling vigor

The cleaned and dried seeds were taken in a test tube and

treated with 1 mL of distilled water (as control) and solu-

tion of Fe2O3 NPs (concentration as mentioned in section

above). This was shaken gently and incubated for 12 h at

50 �C. Then, the treated and untreated seeds were placed

on moistened paper towel prepared as three-layered roll.

The prepared rolls were kept in a beaker containing 3 mL

distilled water and subsequently placed in incubation at

20 ± 2 �C for 10 days, ISTA 2003. Then, they were sep-

arated and the root and shoot lengths were measured by

using digimatic calipers (Mitutoyo Rochester, New York).

The experiment was performed in triplicate, and the vigor

index was calculated as:

Vigor index ¼ Average shoot length þ Average root lengthð Þ
�% of seed germination

ð2Þ

Fe2O3 NPs on seedling growth in green house

Solanum lycopersicum seeds were soaked on autoclaved

(121 �C, 15 lb pounds, for 20 min on three consecutive

days) sand bed with moistened 38 9 27 cm plastic trays.

Then, the seeds were allowed to germinate at room tem-

perature for 20 days. The sand bed was irrigated daily

using 10 % nutrients solution. After 20 days, the seedlings

were removed carefully from the sand bed with intact roots

and washed with slow running tap water to dislodge sand

particles adhered to the seedling roots. They were placed in

plastic cups (20 9 10 cm) containing 1 mL of 50, 100,

200, 400 and 800 mgL-1 Fe2O3 NPs solution with 5 mL

nutrients solution. The NPs solution in cup was shaken

gently at frequent intervals for the purpose of NPs to lodge

on the seedling root surface. After 2 days, 10 mL of fresh

nutrient solution was added and incubation was continued

for 7 days. Seedlings that were treated and untreated with

NPs were transplanted to a pot (30 9 8 cm) containing the

blotting mixture (red soil: sand = 3:1). The potted seed-

lings were grown in the greenhouse which received the

natural solar illumination. These were brought to the lab-

oratory, and roots were washed with tap water to remove

the soil. The root and shoot lengths were observed at the

end of 3, 6 and 9 weeks after the treatment of NPs and

measured vigor index. The seedlings intact with roots were

blotted to remove excess of moisture, and the fresh biomass

was determined. The same seedlings were dried in hot air

oven at 60 �C to obtain dry biomass (g).

Movement and localization of NPs

The 3-week cultured seedlings (NPs treated) were removed

from the soil, and roots were washed with water. Seedlings

were subjected to maceration by immersing them in 10 %

NaOH for 48 h and washed with distilled water to remove

the excess NaOH. The segmented root, stem and leaves

(1 cm length) were placed on a glass slide and covered

with a cover slip and gently tapped for uniform spread of

the tissue to observe under compound microscope (109).

The NPs localized in different segments of seedling were

determined by observing the distinct brownish red color

crystals in plant tissues.

Iron present in the dry biomass of plants (during

seedling growth)

One gram each of the dry biomass of the plants (which

were exposed to different amounts of Fe2O3 NPs,

0–800 mgL-1, during seedling growth) was subjected to

iron extraction by treating with 1 mL HCl for about 24 h.

This solution was analyzed for ferrous and ferric iron by

1,10-phenanthroline method using UV–Vis spectropho-

tometer as follows.

One milliliter of the above iron sample was added to 50-

mL volumetric flask containing 1 mL of dil. HCl. Then,

5 mL of 10 % hydroxylamine hydrochloride (reducing

agent, which reduces all the ferric to ferrous iron,

Fe3? ? Fe2?), was added and allowed to stand for 5 min.

To this mixture, 2.5 mL of buffer solution (NH3/NH4OH)
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and 1 mL of 50 % ammonia were added. Finally, 5.0 mL

of 0.25 % of 1,10-phenanthroline solution was added and

diluted up to the mark with distilled water. The absorption

of orange-red color thus developed was measured at

510 nm. Based on the calibration plot obtained, the con-

centration was estimated using the formula:

Fetotal ¼ Fe2þ þ Fe3þ
� �

in mM

¼ Absorbance Dilution factor 50ð Þ
Slope of calibration plot � 55:85

ð3Þ

To know the concentration of ferrous iron (Fe2?), the

above procedure is followed without adding a reducing

agent, hydroxylamine hydrochloride. The amount of ferric

iron, Fe3? = (Fetotal - Fe2?).

Results and discussion

The effect of magnetic Fe2O3 NPs on seed germination,

seedling growth and NPs uptake in S. lycopersicum plant is

studied in the present work. Figure 1 shows transmission

electron microscopic (TEM) image and X-ray diffraction

(XRD) pattern of the Fe2O3 NPs used here. It is clear from

TEM images that the particle sizes of Fe2O3 NPs are

\10 nm and are well dispersed. The XRD pattern con-

firmed the cubic crystal structure of c-Fe2O3 (JCPDS card

No. 39-1346, maghemite). The oxide was brown red in

color probably due to partial oxidation to hematite (a-
Fe2O3, red oxide). Both maghemite (ccp) and hematite

(hcp) contain Fe3? ions in their lattice.

The locations of Fe2O3 NPs in different parts of 3-week-

old S. lycopersicum plant were observed in compound

microscopic images of the sliced parts (not shown here).

The NPs uptake through root tissue and its deposition or

translocation throughout the plant is observed clearly. A

brownish red colored Fe2O3 particles seemed to aggregate

in the intracellular regions. It is found that the NPs are

deposited preferentially in root hair, root tip followed by

nodal and middle zone of plant. Also, we have observed the

aggregation of NPs in the inner regions of the pith and

parenchymatic cells. The NPs can directly enter the plant

through the root cells and are gradually demineralized. The

Fe2O3 NPs used here are ferromagnetic in nature and

exhibit spontaneous magnetization. Thus, the excess (be-

fore demineralization) Fe2O3 NPs can have magnetic

interaction leading to accumulation or agglomeration of the

same at different parts of the plants such as nodal zone,

middle zone of root, root hairs and root tips. The in situ

analysis could not be studied here. However, Fe content in

the dry mass of the same plant showed the enhanced Fe

when compared to control. As shown in Table 3, Fetoatal
(=ferrous ? ferric) present in the dry mass increased with

increase in amount of Fe2O3 NPs fed to the plant.

Figure 2 shows the SEM images and their corresponding

EDX of 3-week-old S. lycopersicum plants fed with dif-

ferent concentrations of Fe2O3 NPs. In corroboration with

compound microscopic images, it is clear from EDX

analysis that the Fe is very much present and is increased

with the amount of Fe2O3 NPs fed by hydroponic system.

Thus, the uptake of Fe2O3 NPs by S. lycopersicum plant is

clarified here.

As shown in Table 1, Fe2O3 NPs have not affected the

seed living process and plant growth. In fact, Fe2O3 NPs

have enhanced the seed germination and plant growth

when compared to the control. During germination, the

NPs are presumed to diffuse through ‘nano holes’ on seed

coats, resulting in improved germination condition, fol-

lowed by slow and minimal release of NPs. The highest

percentage of seed germination was observed to be 93 % at

50 mgL-1 and 97 % at 200 mgL-1. However, when trea-

ted at higher concentration (400-800 mgL-1) of NPs, seed

germination was slightly reduced (nearly equal to the

growing rate of control) probably due to toxicity level of

NPs in higher concentration. It indicates that Fe2O3 NPs in

the range of 50-200 mgL-1 could be used in agricultural

practices. A similar observation was made in the case of

TiO2 and Fe2O3 NPs by treating spinach and pumpkin

plant, respectively (Gao et al. 2008; Zhu et al. 2008). The

biocompatible magnetic fluid NPs have also shown to

induce good germination in maize (Racuciu et al. 2009).

Tables 1 also show the root and shoot lengths of S.

lycopersicum seedlings on treating with different concen-

trations of Fe2O3 NPs. The root and shoot lengths were

found to increase gradually with an increase in NPs con-

centration from 50 to 200 mgL-1 and decrease gradually at

higher concentration ([200 mgL-1) of NPs treated. The

seedling vigor was high at 50 mgL-1 when compared to

that of control and decreased gradually with increase in

concentration, but it was still higher than that of control.
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γ-Fe2O3
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Fig. 1 TEM image and XRD pattern (inset) of magnetic Fe2O3 NPs

used during germination and seedling growth of S. lycopersicum
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Recently, Parveen and Rao (2015) reported that the Ag NPs

caused enhanced seedling growth in Pennisetum glaucum

plant when the same amount of NPs was treated. This result

was comparable to our study obtained here for Fe2O3 NPs

on S. lycopersicum. The beneficial effect of Ag NPs on

plants is well documented (Gade et al. 2010; Gardea-

Torresdey et al. 2002; Sharma et al. 2007; Gardea-Tor-

resdey et al. 2003; Harris and Bali 2008). The enhanced

seedling growth here could be due to change in physio-

logical process. Since the vigor index is based on seedling

length and seed germination, the result here shows the

overall seed development on treating with Fe2O3 NPs.

The improved seedling growth with respect to shoot and

root lengths is evident with the treatment of NPs up to

3 weeks as shown in Table 2. Significant increase in shoot

and root lengths was observed here from 50 to 400 mgL-1 of

NPs. After 6 weeks, we can see the increased shoot and root

lengths even at higher concentration, 800 mgL-1. The vigor

index showed significant increase with increasing Fe2O3

NPs. As can be seen in Table 3, the seedling biomass varied

with concentration of Fe2O3 NPs treated and growth period.

The fresh biomass of seedling increased significantly on

treating with 50 mgL-1 of NPs. On the other hand, the dry

biomass increased continuously. To our knowledge, there is

no information on the effect of Fe2O3 NPs on seedling

growth in the greenhouse. However, an attempt has been

made to determine the effect of Ag NPs and CNTs on

seedling growth, plant growth and yield in hydroponic sys-

tem (Stampoulis et al. 2009; Kumari et al. 2009).

In order to understand the internalization and/or

biomineralization of Fe2O3 NPs present in S. lycopersicum

plant here, we have estimated the ferrous and ferric iron

from the dry biomass of the plant. For this, 3-week-old S.

lycopersicum plants fed with different amounts of Fe2O3

NPs were used. As shown in Table 4, the amount of Fetotal
(=Fe2? ? Fe3?) expressed in terms of Fe2O3 is 169, 190,

284, 300, 316 and 390 lg per gram of dry biomass in

plants fed with 0, 50, 100, 200, 400 and 800 mgL-1 of

Fe2O3 NPs, respectively. The iron present in control

experiment (169 lg per gram of dry biomass) is attributed

to many physiological reactions (as iron is an important

microelement) and is an important component of chloro-

phyll. Although Fe2O3 contains pure ferric iron, it is very

interesting to find that part of this is converted to ferrous

iron. The Fe2?/Fetotal ratio increased with the amount of

Fe2O3 NPs fed to plants, except at high concentration

(800 mgL-1). This could be due to biomineralization of

Fe2O3 localized at different parts of S. lycopersicum plant.

Such reduction in Fe3? to Fe2? is understandable here due

to the presence of rich phytochemicals (ca. bioreductants).

The Fe2?/Fetotal ratio might vary with the aging of plant

and/or residual time of Fe2O3 localization.

Conclusion

In this study, uptake of environmentally benign and bio-

compatible Fe2O3 NPs by S. lycopersicum plant is tested,

and their impact on plant growth is also assessed. The

Energy (KeV)

(F) 800 mgL 1

100 µm 

(E) 400 mgL 1

Energy (KeV)E (K V)

100 µm 

(D) 200 mgL 1 

Energy (KeV)E (K V)

100 µm 

(C) 100 mgL 1 

Energy (KeV)

100 µm 

Energy (KeV)

(B)  50 mgL 1 

100 µm 

Energy (KeV)Energy (KeV)

(A) Control 

100 µm 

Fig. 2 SEM images and their corresponding EDX of 3-week-old S.

lycopersicum plants fed with Fe2O3 NPs. a 0 mgL-1 (control),

b 50 mgL-1, c 100 mgL-1, d 200 mgL-1, e 400 mgL-1 and

f 800 mgL-1
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localization of Fe2O3 NPs in the plant body as well as the

biomineralization aspect is also examined. The Fe2O3 NPs-

coated seeds have shown enhanced seed germination, the

root and shoot lengths of S. lycopersicum. Significant

amount of Fe2O3 NPs suspended in a liquid medium is

taken up by S. lycopersicum plant and translocated

throughout the plant tissue. The tested NPs seem to deposit

preferentially in root hairs, root tip followed by nodal and

middle zone of plant. Based on the increased Fe2?/Fetotal
ratio found from the iron extracted from dry biomass of the

plant, we confirm the uptake of Fe2O3 NPs and their

internalization and/or biomineralization in the plant body.

Table 1 Effect of Fe2O3 NPs on seed germination, seedling vigor and biomass of S. lycopersicum

Sl. No. NPs conc. (mgL-1) Seed germination (%) Length (cm) Seedling vigor Biomass (g)

Root Shoot Dry weight Fresh weight

1 0 92 0.52 0.39 83.43 0.03 0.61

2 50 93 0.62 0.47 100.93 0.04 0.71

3 100 96 0.66 0.52 92.72 0.04 0.72

4 200 97 0.64 0.54 98.21 0.04 0.68

5 400 96 0.58 0.50 98.9 0.03 0.76

6 800 94 0.56 0.49 98.13 0.04 0.77

LSD0.05 0.54 0.43 0.008 0.007 0.05

LSD0.01 0.72 0.58 0.010 0.009 0.07

Table 2 Effect of Fe2O3 NPs on seedling growth (shoot and root lengths) of S. lycopersicum in the green house

Sl. No NPs conc. (mgL-1) Shoot length (cm) Root length (cm) Vigor index

3 weeks 6 weeks 9 weeks 3 weeks 6 weeks 9 weeks 3 weeks 6 weeks 9 weeks

1 0 4.00 08.33 09.00 05.50 8.44 08.33 0874.00 1543.56 1584.44

2 50 4.67 09.22 09.89 07.72 10.67 07.67 1139.77 1829.78 1615.11

3 100 5.06 07.56 10.22 07.89 6.56 10.89 1175.55 1298.22 1942.22

4 200 6.33 08.56 09.11 08.89 7.89 10.39 1400.44 1512.89 1794.00

5 400 7.33 09.11 08.22 10.22 8.00 07.78 1615.11 1574.22 1472.00

6 800 5.33 10.44 09.33 09.11 10.94 08.89 1328.88 2013.78 1676.44

LSD0.05 0.88 1.11 1.30 0.98 1.18 1.16 690.91 920.77 950.77

LSD0.01 1.18 1.48 1.74 1.31 1.58 1.55 924.52 1232.11 1272.25

Table 3 Effect of Fe2O3 NPs on the biomass of S. lycopersicum at different growth periods in the greenhouse

Biomass (g)/growth period

Sl. No NPs conc. (mgL-1) Fresh weight Dry weight

3 weeks 6 weeks 9 weeks 3 weeks 6 weeks 9 weeks

1 0 0.36 1.48 1.67 0.04 0.09 0.10

2 50 0.53 1.12 1.33 0.05 0.12 0.18

3 100 0.34 0.96 1.05 0.10 0.09 0.11

4 200 0.29 1.30 1.48 0.04 0.11 0.15

5 400 0.25 0.52 0.63 0.05 0.09 0.10

6 800 0.50 0.83 1.12 0.06 0.16 0.21

LSD0.05 0.14 0.28 0.28 0.03 0.02 0.02

LSD0.01 0.19 0.38 0.38 0.04 0.02 0.03
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The reduction in ferric to ferrous iron is attributed to the

rich phytochemicals in the plant. Overall, this study shows

enhanced growth parameters of S. lycopersicum plant by

using Fe2O3 NPs and there is no adverse effect (ca. toxi-

city). These observations encourage the use of NPs for the

advantage of agricultural crops. Nevertheless, studies at the

molecular level are needed for further assessment and use

of Fe2O3 NPs for higher productivity and ‘rest’ resistance,

etc.
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