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Abstract: In this work, the photovoltaic properties of selenium-doped silicon photodiodes were 
studied. Influence of illumination of the impurity absorption range on the current-voltage and 
spectral characteristics of the fabricated device were considered. The photoresponse dependencies on 
the electric intensity, current, and radiation power at the sample were observed. Results obtained in 
this work showed that the current-sensitivity of the fabricated structures at the forward bias was 
rather higher than that of photoresistors. The photosensitivity and detectivity were up to   
2.85×10–16

 W∙Hz–1/2 and 2.1×1011
 cm∙Hz1/2W–1, respectively. 
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1. Introduction 

The interest in the development of extrinsic 
photodetectors has been increased by the possibility 
of fabricating monolithic thermal imaging systems, 
photodetector arrays, charge-coupled devices, etc., 
based on extrinsic silicon. The fact that the silicon 
integrated-circuit technology is highly developed 
facilitates the development of these devices [1–4]. 

The photoconducting properties of selenium- 
doped silicon were first investigated in the mid 
1970’s. The early work was characterized by low 
selenium concentrations [5] and high compensation 
ratios [6] which led to inferior detector performance. 
Selenium is an n-type impurity and has low boiling 
point temperature (690℃ – 700℃) and diffuses in 
silicon fast. These factors complicate the doping of 
silicon during silicon crystal growth, which occurs 
at about 1410℃, but permit doping after crystal 

growth by the closed quartz tube. The variables in 
closed tube diffusion are the diffusion temperature, 
the quench procedure, the diffusion time, and the 
diffusion vapor pressure [7]. 

Quenching is a useful technique to be employed 
for impurities whose equilibrium solubilities vary 
with temperature. Quenching from elevated 
temperatures is carried in short time compared with 
the time required to establish equilibrium under this 
circumstance. Studies related to detector 
optimization were carried out for silicon-selenium 
(Si/Se) as a part of near infrared (NIR) silicon 
detector development. The parameters determining 
the carrier distribution at the non-equilibrium 
condition in the base region of structures made on 
the base of semiconductors compensated with deep 
levels depend on the current. Such distribution 
usually leads to the formation of the negative 
resistance region on the I-V characteristics curve [8]. 
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The high photosensitivity of the Si p-n structure has 
been presented in the previous work [9–12]. 

In the present paper, the results of 3 µm ‒  5 µm 
illumination of the selenium-doped silicon p-n 
structure are presented. It is shown that effective 
injection amplification might be realized in the case 
of illumination from the impurity range. The 
photodiode properties have been compared with 
silicon-selenium (Si/Se) photoresistors of the same 
geometrical sizes. 

2. Experiment 

Substrates of (111) p-type boron-doped silicon 
were doped by selenium using the thermal growth 
method at the temperature of 1100 ℃  in an 
evacuated quartz-tube. The concentration of residual 
atoms in initial silicon was determined to be    
1011

 cm–2 – 1012
 cm–2. These samples were then 

etched for one minute in an HNO3:HF:H2O solution 
of 20:5:6 ratios. The concentration of electro-active 
selenium atoms in silicon after the doping process 
was 6×1016

 cm–3, which was determined by the 
secondary ion mass spectrometry (SIMS). The 
maximum photoresponse at the temperature of   
263 K was observed at the wavelength of 3.8 µm, 
and the long-wave boundary level corresponding to 
50% relative spectral characteristics was observed at 
4.2 µm. The optical-ionization energy level of 
selenium was about 0.301 eV. 

The photodiode had a tablet form of 2 mm in 
diameter and 0.5 mm in thickness on which contacts 
were made. Figure 1 shows the scanning electron 
microscope (SEM) image of the Se-doped silicon 
photodiode prepared in this work. Highly-pure gold 
and aluminum powder were used to make the Ohmic 
and rectifying contacts, respectively. The 
illumination was employed to the p-n junction   
side from a looking-glass monochromator. The 
prepared samples were then transferred to the 
freezing system in order to employ the 
low-temperature condition. 

 
Fig. 1 SEM image of the Se-doped silicon substrate. 
A silicon filter was used to determine the 

illumination characteristics. The time characteristics 
were measured by frequency-dependent 
photoresponse. For this purpose, the mechanical 
modulation with a disk was employed, whose 
rotation velocity was controlled by changing the 
feeding voltage. The measurements were carried out 
in the generator voltage region. 

3. Results and discussion 

Incorporation of selenium dopants in silicon 
substrates leads to narrowing the energy band gap of 
the Se:Si structure, and hence their cutoff 
wavelength is increased beyond that of the intrinsic 
silicon (1.1 µm). 

The I-V characteristics of the prepared samples 
were recorded at different illumination levels, φ = 0 
(corresponding to no-illumination condition), φ1 = 
40 mW/cm−2, φ2 = 90 mW/cm−2, and φ3 =        
200 mW/cm−2. At T = 300 K, these characteristics 
had a typical low-power rectifier form. As shown in 
Fig. 2, a negative resistance region on I-V 
characteristics was formed in the forward   
direction while an Ohmic region was observed 
without illumination or at low illumination level. 
Increasing the applied voltage beyond 5 V,       
the region changed into a J≈V3/2 region, which  
again changed into a linear behavior at large 
illumination levels after which impact ionization 
began. 
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Fig. 2 Illumination-dependent I-V characteristics of 

Se-doped silicon photodiode structures at different injection 
levels (φ = 0, φ1 = 40 mW/cm2, φ2 = 90 mW/cm2 and φ3 =    
200 mW/cm2). 

For most diodes, a region on the I-V 
characteristics – where the voltage did not depend 
on the current – was observed. With initial 
illumination, the breakdown in the I-V 
characteristics was highly deformed, and the small 
Ohmic region changed into a slow 
increasing-current behavior through which a 
sub-linear dependence on the voltage was observed. 
Then this behavior changed into linear dependence. 
Figure 3 indicates the behavior of sensitivity (R) of 
the prepared photodiode as a function of the incident 
wavelength. It is clear that the sensitivity was 
maximized at the wavelength region of 3.5 µm ‒   
3.8 µm, which could be considered as the operation 
spectral region of such photodiodes. 

 
Fig. 3 Variation of spectral characteristics with the incident 

wavelength on the fabricated photodiodes (upper) and 
equivalent photoresistors (lower). 

Figures 4 and 5 indicate the dependencies of 
injection amplification (KIA) and conductivity 
modulation (Km), respectively, upon the electric field 
applied to the device. The applied voltage and 
electric field intensity were corresponding as the 
distance along which the voltage applied was 
approximately constant (100 µm). Dependencies of 
current sensitivities and dark current densities upon 
the electric field intensities for the photodiode 
increased fast below 300 V/cm, showed an 
approximately constant behavior beyond 300 V/cm 
and kept this stability below 103

 V/cm. 

 
Fig. 4 Dependency of injection amplification on the applied 

electric field. 

 
Fig. 5 Dependency of conductivity modulation on the 

applied electric field. 
At lower field intensities (50 V/cm), the samples 

had a sensitivity of 20 A/W. Both dependencies 
increased linearly beyond the field intensity of   
103

 V/cm. The identical behaviors described above 
indicated that the bulk distribution of the fabricated 
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structure was homogeneous over the whole range of 
the applied electric field [13–15]. 

If the noise current density and frequency 
bandwidth are taken into account, the value of the 
sensitivity at which the signal recorded without 
illumination is up to 10–11

 A/Hz1/2, and then the 
threshold sensitivity (Pmin) is calculated as [16] 

1
13 2

min 5 10     (W Hz )
n

RP f
I

−= ∆ ≈ × ⋅      (1) 

where In is the noise current (A), R is the sensitivity 
(A/W), and f is the frequency bandwidth (Hz). 

The curves in Figs. 6 and 7 correspond to each 
other, which makes an evidence of the amplification 
mechanisms. A sharp sensitivity growth of particular 
samples was observed at the distribution point, and 
the sensitivity increased for several times in this 
region, as shown in Fig. 6. In principle, this behavior 
is expected to continue beyond the maximum value 
of the applied electric field. However, many 
limitations may exist to stop this behavior, and the 
most important one is the saturation effect. 

 
Fig. 6 Variation of the current sensitivity with the applied 

electric field for the fabricated photodiodes. 

Degradation in the bulk may be expected      
at extremely higher values of the applied electric 
field along the geometry of the fabricated   
structure [17]. 

One may consider the values of dark current 
densities are high (up to 5 A/cm2) when compared to 
similar structures fabricated by some other methods 
and techniques [18, 19]. However, these values are 
acceptable to a reasonable degree especially when 

such structures are used in thermal detection 
applications [20–23]. 

 
Fig. 7 Variation of the dark current density with the applied 

electric field for the fabricated photodiodes. 
Most photodiodes have a high photosensitivity 

(1560 A/W) at the wavelength of 3.8 µm near the 
breakdown point, as shown in Fig. 3, corresponding 
to the quantum efficiency of 300 electron/hole. The 
noise in a single band is about 10–11

 A/Hz1/2, and 
hence the threshold sensitivity (Pmin) is about 
5×10–15

 W/Hz1/2. 
Figure 8 shows the variation of the current 

sensitivity with the applied electric field. As shown, 
a fast increase in the current sensitivity was 
observed before applying an electric field of about 
200 V/cm while it became relatively constant during 
the range of 200 V/cm – 600 V/cm and increased 
again with a slow rate beyond 600 V/cm. Below  
200 V/cm, the photodiode may efficiently be used  
in the applications requiring fast-response 
photodetectors. In the second region on the curve, 
the nearly constant sensitivity is not preferred in 
detection applications but required in some uses of 
photodiodes, such as photo-electronic devices 
employed in broadband infrared absorption. 

Similarly, Fig. 9 shows the variation of the dark 
current density with the applied electric field, and 
the same behavior was observed below 200 V/cm. 
Then the dark current density tended to be constant 
within 75 A/cm2 – 90 A/cm2 during the range of  
200 V/cm – 800 V/cm. Such a behavior was 
preferred to recognize the characteristics of the 
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fabricated photodiodes in the same range of the 
applied electric field considered for the optimum   
operation. Similarly, the dark current density began 
to increase beyond the applied electric field of   
103

 V/cm. 

 
Fig. 8 Variation of the current sensitivity with the applied 

electric field for the fabricated photoresistors. 

 
Fig. 9 Variation of the dark current density with the applied 

electric field for the fabricated photoresistors. 
Radiation of the thermal source (T = 500 K) at 

the receiver temperature of 263 K and at the 
field-of-view (FOV) on the background of 60° was 
used to measure the detectivity of the fabricated 
photodiodes. For the applied field of about 10 V/cm, 
the specific detectivity (D*) was about        
8×109

 cm∙Hz1/2/W. Practically, at the electric fields 
of 500 V/cm – 600 V/cm, the specific detectivity was 
not changed, although such a sensitivity increased 
abruptly, but in that case the noise-level increased  
as well. 

An idealized curve of the relative spectral 

sensitivity with a peak wavelength of 3.8 µm was 
used to define the absolute spectral detectivity. 
Further, D*

max/D*
500 was calculated to be 12.5 in this 

case, and D*
max≈1011

 cm∙Hz1/2/W at the FOV of 60°. 
The temperature-dependent behaviors of the 

sensitivity and detectivity were observed within the 
range of 110 K – 150 K, as shown in Figs. 10 and 11. 
It is evident that the optimum operation of 
photodiodes in this region of the electromagnetic 
spectrum (3 µm – 5 µm) could be obtained 
effectively at relatively low temperatures. This 
imposes attempting to reduce temperatures much 
more in order to introduce the characteristics of such 
devices at lower temperatures. 

 
Fig. 10 Variation of the detectivity with the temperature for 

the fabricated Se-doped silicon photodiode. 

 
Fig. 11 Variation of the current sensitivity with the 

temperature for the fabricated Se-doped silicon photodiode. 

Cooling is important when using the fabricated 
structures in infrared detection applications in order 
to obtain the optimum characteristics of detection 
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(sensitivity and detectivity). Accordingly, the higher 
detectivity is expected at lower temperatures of the 
Se-doped silicon photodiodes (below 110 K). 
However, the sensitivity shows the saturation 
(~4000 A/W) at temperatures lower than 110 K. This 
requires a compromise to reach the maximum values 
of both the sensitivity and detectivity. Some 
detection applications require the photodiode to 
work at the highest detectivity as the sensitivity is 
constant enough to respond as the detectivity is 
decreased by an order of magnitude when the 
photodiode temperature is changed by 25 K only 
(125 K – 150 K). So efficient cooling (below   
–125 ℃) is important for the optimum operation of 
such structures in infrared detection applications. 

The magnitudes of the sensitivity and detectivity 
did not depend on the frequency in the range around 
200 kHz. Increasing the detectivity with decreasing 
the field-of-view on a background up to 30° was 
registered to be 2.1×1011

 cm∙Hz1/2/W. 

4. Conclusions 

From the results obtained from this work, it can 
be concluded that most photodiodes had a high 
photosensitivity near the breakdown point. The 
detectivity was increased with a decrease in the 
field-of-view. Selenium-doped silicon diodes could 
successfully be used as radiation photoreceivers in 
the atmospheric window of 3 µm – 5 µm with 
reasonable efficiencies. Dark current densities of 
these devices were high when compared to similar 
structures fabricated by some other methods and 
techniques. 
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