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Abstract The reflectivity of homogeneous binary gold alloys
of formula AuxM1-x, where M is silver, platinum, and palla-
dium, has been modelled using only the available optical
constants of the pure parent metals, gold, silver, platinum,
and palladium. The estimated reflectivity curves are compared
with experimentally determined reflectivity curves for some
of these alloys. It is seen that the great flattening of reflectivity
curve in the visible spectrum is instigated by the addition of
platinum and palladium. These metals have an almost identi-
cal decolorizing effect in gold alloys. The silver addition to
gold is much more benign in this respect. The results were
shown to give reasonable approximations, suggesting that the
method has utility for the estimation of the reflectivity of
alloys when no experimental data are available.
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Introduction

Gold is widely used in applications that require a large degree
of chemical inertness, such as in electronic circuits, coins,
dentistry, and jewelry. The disadvantageous mechanical prop-
erties of gold, especially softness and ductility, have to be
offset, and to this end, the pure gold is alloyed with other

metals. Unfortunately, an accompanying effect of alloying is
to cause the yellow color of gold to be lost, thus “decolorizing”
the gold.

As an example, palladium and platinum are usually added
to dental noble metal alloys for porcelain-fused-to-metal
(PFM) restorations. Among noble metal alloys for porcelain
bonding there are three types of gold-based alloys: Au-Pt-Pd,
Au-Pd-Ag, and Au-Pd alloys [1]. TheAu-Pt-Pd alloys have an
Au content ranging up to 88 mass% with varying amounts of
Pd, Pt, and small amounts of base metals, such as Fe, In, and
Sn, for porcelain bonding [1, 2]. The Au-Pd-Ag alloys contain
between 39 and 77 mass% Au, up to 35 mass% Pd, and Ag
levels as high as 22 mass% [1]. The Au-Pd alloys have an Au
content ranging from 44 to 55 mass% and a Pd level of 35 to
45 mass% [1]. In addition to these traditional Pd-containing
Au-based PFM alloys, Pd-free Au-Pt-based alloys for porce-
lain bonding were developed more than a decade ago and
introduced into the dental alloy market.

The primary purposes of the addition of Pd and/or Pt to Au-
based PFM alloys are to raise melting temperatures, increase
sag resistance at a porcelain firing temperature, and harden the
alloys resulting from solid solution hardening, the formation
of precipitates, or from the pre-precipitation or zone formation
reaction [2–4]. However, it is well known that the addition of
Pd and/or Pt accompanies causes decolorizing of gold and as a
consequence Au-Pd-Ag and Au-Pd alloys containing consid-
erable amounts of Pd are white-colored [3].

The color of gold is due to the steep change in reflectivity
across an absorption edge from low to high that occurs at
between approximately 500–600 nm [5–8]. The decolorizing
effect of the addition of other metals, especially Pd and/or Pt,
is a result of the flattening of spectral reflectance curves over
the visible spectrum, thus decreasing the change in reflectivity
across the visible [9]. This is especially so in the case of the
various white gold alloys [10, 11]. However, the degree of
significance of the decolorizing effect of both elements
(Pd, Pt) has not been numerically compared.
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The primary aim of the present communication attempts to
quantify the decolorizing effect of Pd and Pt when these
elements are added to Au to form binary alloys. At a funda-
mental level, it is possible to use density functional theoretical
approaches to calculate the electronic ground state of the
alloys and then extrapolate these findings to compute the
dielectric and optical properties of the materials [12].
However, in this paper, we show that the decolorizing effect
can be evaluated by estimating the reflectivity of the alloys
using the available optical constants of the parent metals in the
alloy. The system Au-Ag was included for comparison as
experimental data are readily available and so can be used to
assess the reliability of the method. The results of these
estimates, taken together, provide a useful guide to alloy
reflectivity, not only to dental alloy manufacturers but also
to the jewelry and other industries, when measured optical
properties of alloys are not available.

Method

The optical properties of pure metals are determined by the
complex refractive index, N :

N ¼ nþ ik

where n is the refractive index, k the absorption coefficient, i
is the complex operator, (√-1), and n and k are together called
the optical constants of the metal. Both n and k vary with the
wavelength of the incident electromagnetic radiation. The
reflectivity of a pure metal surface depends upon the optical
constants appropriate to the wavelength of light and its polar-
ization. For light falling perpendicularly onto a smooth sur-
face, the polarization can be ignored and the reflectivity is then
given by:

R ¼ n–1ð Þ2 þ k2
h i

= nþ 1ð Þ2 þ k2
h i

The color of an alloy will depend critically upon the mi-
crostructure of the material. An alloy composed of particles of
several phases will possess color properties derived from
those of the individual phases, and the color perceived would
be anticipated to be dependent upon the grain size, orientation,
and relative proportions of the phases present. On the other
hand, a homogeneous material would be expected to show
color properties dependent only upon the relative proportions
of the component atoms present. In this initial study, alloys
AuxM1-x, comprising AuxAg1-x, AuxPt1-x, and AuxPd1-x, have
been selected. This is because the crystal structure of the alloy
(prepared at high temperatures and cooled rapidly) is homo-
geneous and identical to that of both parents, being the A1
(face-centered cubic) type. In all alloys, the parent atoms, Au,

and M are distributed at random over the sites of the face-
centered cubic structure [13, 14].

In order to estimate the reflectivity of these homogeneous
alloys with respect to composition, it has been assumed that
the optical constants of the alloy (and hence the reflectivity)
can be obtained by combining the optical constants of the pure
metals in proportion to the composition of the alloy. The use
of the composition in this way is similar to that used in both
organic and inorganic chemistry for the determination of
refractive indices of mixtures or complex phases. For exam-
ple, the refractive index of mixed organic liquids or inorganic
glassy solids can be estimated by assuming that the refractive
index of the mixture is a linear function of the volume con-
centration of the components [15]. Similarly, the molar refrac-
tivity of an organic molecule can be estimated by the addition
of the atomic refractivity of the constituents of the molecule
[16], and the refractive index of complex inorganic solids can
be estimated by using the Gladstone-Dale equation, which
adds together the “refractive coefficients” of the components
that make up the compound [17].

As a first-order approximation of the reflectivity of a binary
alloy homogeneous solid solution of composition AxB1-x,
over the composition range from pure A (x =1) to pure B
(x =0), it has been assumed that the optical constants of the
parent metals A and B contribute to the optical constants of the
alloy in proportion to the atomic composition, so that:

nalloy ¼ xnA þ 1−xð ÞnB
kalloy ¼ xkA þ 1−xð ÞkB

This linear dependence on the atom fractions can be
thought of as ideal behavior. The ideal reflectivity of the alloy
can then be assessed by using:

Ralloy ¼ xnA þ 1−xð ÞnB−1½ �2 þ xkA þ 1−xð ÞkB½ �2
n o

=

xnA þ 1−xð ÞnB þ 1½ �2 þ xkA þ 1−xð ÞkB½ �2
n o

ð1Þ

In these equations, x can be taken as the atom fraction of
metal A, which is the same as the composition as written
above, and can also be expressed as:

x ¼ atoms of A= atoms of Aþ atoms of Bð Þ

The reflectivity of ternary and quaternary alloys, such as
those used to produce white gold alloys [10, 11], can be
estimated in a similar way. For a ternary system, AxByCz use:

nalloy ¼ xnA þ ynB þ znC
kalloy ¼ xkA þ ykB þ zkC

where the atom fractions are now x , y, and z, and

xþ yþ z ¼ 1

76 Gold Bull (2014) 47:75–82



The real behavior of the alloys, see, i.e., [6, 7, 18], shows
that the reflectivity of a homogeneous alloy can fall outside of
the range given by Eq. 1. Such deviations can be treated in a
second-order approximation by adding a bowing constant to
the equations:

nalloy ¼ xnA þ 1 − xð ÞnB − x 1 − xð Þbn

where bn is the bowing constant appropriate to the refractive
index. Similarly:

kalloy ¼ xkA þ 1 − xð ÞkB − x 1 − xð Þbk

where bk is the bowing constant appropriate to the absorption
coefficient. The reflectivity of the alloy is now given by:

Ralloy ¼ xnA þ 1 − xð ÞnB − x 1−xð Þbn − 1�2þ½xkA þ 1 − xð ÞkB − x 1 − xð Þbk
� �2n o

=

xnA þ 1 − xð ÞnB − x 1 − xð Þbn þ 1�2þ½xkA þ 1 − xð ÞkB − x 1 − xð Þbk
� �2n o

ð2Þ

Because the optical constants of the pure metals are strong-
ly wavelength-dependent, it is likely that any bowing con-
stants will also be wavelength-dependent and may also be
composition-dependent. It is found that positive values of bn

and negative values of bk both bow the ideal curve towards
higher reflectivity, while negative values of bn and positive
values of bk bow it in the opposite direction, towards lower
values of reflectivity (Fig. 1).

For any set of nA, kA, nB, and kB values, appropriate to a
particular wavelength, a range of bn and bk values may give
rise to a single R alloy value for a composition x . It is thus not
possible to derive unique bowing constants as a function of
alloy composition x and wavelength λ from reflectivity data
alone. However, there are a number of ways in which bowing
constants can be empirically assessed when experimental
reflectivity data are available.

The form of Eq. 2 can be plotted (preferably in an interactive
form), and values of bn and bk varied until a fit between the
computed and experimental values of R alloy is achieved.
Alternatively, where the reflectivity of the alloy is equal to the
reflectivity of either of the pure parent metals, an estimate of
empirical bowing constants can bemade by setting the unknown
optical constants of the alloy as equal to the optical constants of

the pure parent phase. For example, if the reflectivity curve for
the alloy crosses that of parent A at a wavelength λ :

nalloy ¼ xnA þ 1− xð ÞnB − x 1− xð Þbn ¼ nA

hence:

nB −nA ¼ xbn ð3aÞ

and similarly for bk:

kB − kA ¼ xbk ð3bÞ

If the reflectivity curve for the alloy crosses that of parent B
at wavelength λ :

nalloy ¼ xnA þ 1− xð ÞnB − x 1− xð Þbn ¼ nB

hence:

nA−nB ¼ 1− xð Þbn ð3a’Þ
and similarly for bk:

kA − kB ¼ 1− xð Þbk ð3b’Þ

Fig. 1 Schematic illustration of
the variation of reflectivity of
homogeneous alloys as a function
of the bowing constants bn and bk
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These empirical bowing constants will, strictly speaking,
be relevant for only the alloy composition and wavelength
used, but they give an indication of the order of magnitude of
these quantities and can be used as a starting point for the
refinement of calculated reflectivity curves via Eq. 2 if that
degree of detail is desirable.

The values of the optical constants used in this study, listed
in Table 1, are those given in references [19, 20], taken to three
decimal places.

Results and discussion

Au-Ag

The reflectivity of homogeneous alloys AuxAg1-x, with x
taking values of 0 to 1 in steps of 0.1, were determined using
Eq. 1 and the optical constants of gold and silver given in
Table 1, between the wavelengths of 350 and 750 nm. The
reflectivity forms a surface over wavelength and composition
(Fig. 2a). It is seen that the steep absorption edge that is the
source of the color of gold is reduced and displaced towards
the short-wavelength region as the amount of silver in the
alloy increases. Qualitatively, it would appear that the color of
gold will be suppressed for silver contents equal to or above
50 at.% Ag.

Sections through this surface parallel to the wavelength
axis, for any fixed composition x , give reflectivity versus
wavelength curves. These are plotted for x =0.3, 0.5, 0.7,
and 0.9 (Fig. 2b). The calculated reflectivity curves for Ag-
Au alloys lie between those of the parent metals and are well
ordered, with a smooth progression from pure gold to pure
silver with no exceptions. The absorption edge moves pro-
gressively away from that of pure gold towards the low
wavelength end of the visible as the amount of silver in the
alloy increases. In addition the change in reflectivity of the
alloy,ΔR , across the absorption edge decreases significantly.

For pure gold, the calculated change in reflectivity is from
0.842 at 550 nm to 0.386 at 450 nm, giving a value forΔR of
0.456, while for Au0.9Ag0.1 ΔR =0.441, for Au0.7Ag0.3
ΔR =0.393, for Au0.5Ag0.5 ΔR =0.319, and for Au0.3Ag0.7
ΔR has fallen to 0.221. This would equate to a significant
whitening of the alloy compared to the color of pure gold, as is
found experimentally.

It would be possible to conclude that even at this level of
approximation the optical constants of the alloy are reasonably
well represented by Eq. 1 over much of the wavelength
interval studied. The calculated curves are in fair agreement
with those reported previously [6, 7, 18], with one proviso,
discussed below.

The exception to this generalization comes at the low and
high wavelength ends of the range. The experimentally deter-
mined reflectivity of the alloys Au0.5Ag0.5, Au0.4Ag0.6,
Au0.3Ag0.7, and Au0.2Ag0.8 falls below that of pure gold in
the wavelength range between 350 and 400 nm. Similarly,
the experimentally determined reflectivity of the alloys
Au0.5Ag0.5 and Au0.4Ag0.6 falls below that of pure gold in the
wavelength range 620–750 nm, (see, i.e., [18], Fig. 10), some-
thing not reproduced in the ideal model.

The use of bowing constants is able to correct this. These
were estimated, in the first instance, from Eq. 3a, b. The
reflectivity of Au0.5Ag0.5 is equal to that of Au at approxi-
mately 616 nm [18, Fig. 10]. At this wavelength, the optical
constants of the parent metals at 616 nm are [19]:

Au : n ¼ 0:224; k ¼ 3:039; Ag; n ¼ 0:130; k ¼ 3:851

Hence:

bn ¼ nAg −nAu
� �

=0:5 ¼ −0:188 at 616 nm
bk ¼ kAg − kAu

� �
=0:5 ¼ 1:624 at 616 nm

The negative coefficient of bn and the positive coefficient
of bk gives rise to a reduction in the reflectivity of the alloy

Table 1 The optical constants of
parent metals [after references
[19] for Au, Ag, Pt and [20]
for pd]

Wavelength/nm Au Ag Pd Pt

n k n k n k n k

350 1.751 1.847 0.221 1.354 1.227 2.621 1.591 2.520

400 1.658 1.956 0.173 1.950 1.305 2.946 1.720 2.841

450 1.502 1.879 0.151 2.470 1.408 3.255 1.848 3.144

500 0.855 1.896 0.130 2.918 1.526 3.562 1.974 3.444

550 0.359 2.691 0.125 3.339 1.641 3.848 2.131 3.715

600 0.249 2.990 0.124 3.732 1.717 4.119 2.253 3.969

650 0.170 3.142 0.139 4.129 1.790 4.373 2.374 4.245

700 0.161 3.952 0.142 4.523 1.854 4.627 2.543 4.485

750 0.169 4.582 0.146 4.899 1.939 4.863 2.689 4.725

78 Gold Bull (2014) 47:75–82



(Fig. 1). Although these values pertain only to the wavelength
616 nm, they have been assumed to be applicable to all
wavelengths in the range 350–750 nm, and because of the
inherent inaccuracies in the determination of the constants,
values of bn=−0.2 and bk=1.6 have been used to calculate the
reflectivity of the alloy Au0.5Ag0.5 (Fig. 2c). The curve is a
reasonable fit to the experimental one, especially close to
350 nm, where the calculated reflectivity is approximately
0.26, close to that determined experimentally, but gives a
reflectivity of 0.96 at 750 nm, which is rather too high.
Adjusting the bowing constants to bn=−1.0 and bk=1.6 causes
the curve to fall slightly so that the reflectivity at 350 nm is
now approximately 0.23, somewhat too low, but at 750 nm is
0.92, in agreement with the experimental curve. Clearly, in
order to fit to curve at both ends, the value of bn

should vary between −0.2 and −1.0 over the wavelength
range 350–750 nm, while bk remains constant at 1.6.

Similarly, the reflectivity of the alloy Au0.3Ag0.7 is equal to
that of gold at approximately 680 nm [18]. Using Eq. 3a, b and
the optical constants appropriate to 680 nm [19]:

Au : n ¼ 0:161; k ¼ 3:642; Ag; n ¼ 0:140; k ¼ 4:370

Hence:

bn ¼ nAg −nAu
� �

=0:3 ¼ −0:070 at 680 nm
bk ¼ kAg − kAu

� �
=0:3 ¼ 2:427 at 680 nm

Approximating these values to bn=−0.1, bk=2.4 and tak-
ing them to be applicable to all wavelengths in the range
350–750 nm allows the reflectivity of the alloy Au0.3Ag0.7 to
be determined (Fig. 2d). The agreement with the exper-
imental data [18] is good, although the calculated reflec-
tivity is slightly higher than that measured. As in the previous
example, this is easily corrected by making small changes to
the bowing constants.

The results for gold–silver alloys indicate that, if experi-
mental information is available that allows the calculation of a
pair of bowing constants, the application of Eq. 2 across the
visible will give good values for the reflectivity of the alloy
over this wavelength range. The bowing constants can also be

Fig. 2 Estimated reflectivity of Au-Ag alloys: a the reflectivity surface;
b sections through (a ) for Au, Au0.9Ag0.1, Au0.7Ag0.3, Au0.5Ag0.5,
Au0.3Ag0.7, and Ag; c modification of the Au0.5Ag0.5 reflectivity curve

using empirical bowing constants; d modification of the Au0.3Ag0.7
reflectivity curve using empirical bowing constants

Gold Bull (2014) 47:75–82 79



used to estimate the optical constants of the alloy across the
composition and wavelength range explored.

Au-Pt

New experimental spectral reflectivity curves for the homo-
geneous alloys Au0.98Pt0.02, Au0.95Pt0.05, and Au0.9Pt0.1 are
presented in Fig. 3. These show that the alloys with the
lowest concentration of platinum follow the curve for
pure gold, but a considerable change occurs when the
platinum concentration reaches 10 at.%, at which point
a much flatter curve is found, indicating that the sharp
absorption edge that gives rise to the color of pure gold
is now almost obliterated.

The ideal reflectivity values calculated for AuxPt1-x with x
taking values of 0 to 1 in steps of 0.1 were determined using
Eq. 1 and the optical constants of gold and platinum given in
Table 1, between the wavelengths of 350 and 750 nm. The
results are plotted as a reflectivity surface (Fig. 4a), and the
reflectivity versus wavelength (sections through this surface)
are shown for x =0.95, 0.9 and 0.5 (Fig. 4b). The curve for
Au0.95Pt0.05 and Au0.98Pt0.02 (the latter is not plotted for clar-
ity, but lies between that of pure gold and the Au0.95Pt0.05
curve shown) are close to that for pure gold.

Fig. 3 Experimentally determined spectral reflectivity curves for the
homogeneous alloys Au0.98Pt0.02, Au0.95Pt0.05, Au0.9Pt0.1, and pure Au
and Pt

Fig. 4 Estimated reflectivity of Au-Pt alloys: a the reflectivity surface; b sections through a for Au, Au0.95Pt0.05, Au0.9Pt0.1, Au0.5Pt0.5, and Pt; c , d
modification of the Au0.9Pt0.1 reflectivity curve using empirical bowing constants
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The change in reflectivity, ΔR , between 450 and 550 nm,
across the gold absorption edge, is approximately 0.456 for
pure gold, while for Au0.95Pt0.05 ΔR =0.415, for Au0.9Pt0.1
ΔR =0.337, and for Au0.5Pt0.5 ΔR has fallen to 0.172. The
experimental values (Fig. 3) are approximately 0.28 for
Au0.95Pt0.05 and 0.16 for Au0.9Pt0.1. These figures indicate
that the alloy has flatter reflectance curves and amuch reduced
absorption edge compared with that predicted by an ideal
mixing. Indeed, experimental reflectivity of Au0.9Pt0.1 falls
below that of pure gold and platinum for wavelengths between
approximately 520 and 650 nm, and theΔR value is similar to
that computed for ideal Au0.5Pt0.5. Thus, although the ideal
reflectivity curves mirror the behavior of the real alloys, the
decolorizing effect of Pt is much greater than the ideal calcu-
lations suggest.

To reproduce this behavior, bowing constants were esti-
mated in the same way as in the case of Au-Ag. Experimental
curves (Fig. 3) show that the reflectivity of Au0.9Pt0.1 is equal
to that of pure Pt at approximately 650 nm. Using Eq. 3a’, b’
and the data for the optical constants of the parent metals at
650 nm (Table 1) leads to:

bn ¼ nAu −nPtð Þ=0:1 ¼ −22:04 at 650 nm
bk ¼ kAu − kPtð Þ=0:1 ¼ −11:03 at 650 nm

The negative coefficient of bn drops the reflectivity con-
siderably, and this is tuned in the opposite direction by the
negative value of bk. Although these values pertain only to the
wavelength 650 nm, they have been approximated to −22.0
and −11.0, assumed to be applicable to all wavelengths in the
range 350–750 nm and used to calculate the reflectivity of the
alloy Au0.9Pt0.1 (Fig. 4c). It is clear that the curve is too flat
compared with the experimental curve. The change in reflec-
tivity, ΔR , across the wavelength range 550–450 nm, is 0.10
compared with the experimental value of approximately 0.16.

To attempt to improve on this result, it is possible to use the
fact that the experimental reflectivity curve for Au0.9Pt0.1
crosses the curve for pure gold at 515 nm. Using Eq. 3a, b
and the optical constants appropriate to 515 nm [19]:

Au : n ¼ 0:632; k ¼ 2:098; Pt; n ¼ 2:025; k ¼ 3:531

Hence:

bn ¼ nPt−nAuð Þ=0:9 ¼ 1:548 at 515 nm
bk ¼ kPt−kAuð Þ=0:9 ¼ 1:592 at 515 nm

Approximating these values to bn=1.55, bk=1.59 and
taking them to be applicable to all wavelengths in the range
350–750 nm allows the reflectivity of the alloy to be calculat-
ed. The values of bn and bk almost cancel each other,
and the curve that results is very close to the ideal curve

with bn=bk=0. The reflectivity change is similar to that for
the ideal curves given above.

In view of these results, approximately average values of
the two sets of bowing constants were used, that is, bn=−10.0
and bk=−5.0. The agreement with the experimental data is
now good, especially close to 750 nm, where the calculated
and experimental reflectivity are both close to 0.82. The
change in reflectivity, ΔR, is now 0.2 compared with 0.16
experimental and the steep absorption edge characteristic of
gold has now been suppressed, in agreement with the ob-
served decolorizing effect of Pt (Fig. 4d).

The fit of the calculated reflectivity near to 350 nm is not as
good as at 750 nm, as the calculated reflectivity is equal to
0.44 while the experimental reflectivity is approximately 0.38.
However, the experimental reflectivity is equal to the calcu-
lated ideal reflectivity, indicating that the calculated reflectiv-
ity would fit the experimental data if bn and bk are set to 0. An
improved correlation between the experimental and calculated
reflectivity values will be obtained if the bowing constants are
assumed to vary systematically across the wavelength range
from bn=bk=0 at 350 nm to bn=−10.0, bk=−5.0 at 750 nm.

Broadly speaking, these results indicate that, if any exper-
imental results allow empirical bowing constants to be esti-
mated, it is possible to reproduce the reflectivity of these
alloys. In addition, the bowing constants allow the optical
constants of the alloy to be estimated.

Fig. 5 Estimated reflectivity of Au-Pd alloys: a the reflectivity surface; b
sections through (a) for Au, Au0.9Pd0.1, Au0.5Pd0.5, Au0.3Pd0.7, and Pd
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Au-Pd

The reflectivity of homogeneous alloys AuxPd1-x, with x
taking values of 0 to 1 in steps of 0.1, were determined using
Eq. 1 and the optical constants of gold and palladium given in
Table 1, between the wavelengths of 350 and 750 nm. The
reflectivity forms a surface over wavelength and composition
(Fig. 5a). It is seen that the steep absorption edge that is the
source of the color of gold is significantly reduced as the
amount of palladium in the alloy increases. Sections through
this surface parallel to the wavelength axis for Au0.9Pd0.1,
Au0.5Pd0.5, and Au0.3Pd0.7 are given in Fig. 5b.

These curves are very similar to those for platinum in that
the absorption edge of the Au component is greatly reduced
compared with that for pure gold. For example, the calculated
change in reflectivity, ΔR , from 550 to 450 nm, is 0.456 for
pure gold, while for Au0.9Pd0.1 ΔR =0.388, Au0.5Pd0.5 ΔR =
0.189, and for Au0.3Pd0.7 ΔR =0.120. This would equate to a
significant whitening of the alloy compared with the color of
pure gold, and as the ideal curves for platinum and palladium
are very similar, it is possible to conclude that these metals
have an almost identical decolorizing effect in alloys.

The only experimental data that have been located for Au-
Pd alloys are given in the reference [6, Fig. 3]. This shows that
the reflectivity curves of the Au-Pd alloys studied and the pure
metals cross at approximately 515 nm (~2.4 eV), in good
agreement with the ideal curves (Fig. 5b). The experimental
curves also fall below the curve for pure gold at wavelengths
close to 350 nm (~3.5 eV), as is the case with Au-Ag alloys.
Once again, this can be modelled by extracting empirical
bowing constants from the experimental results as for Au-Ag
and Au-Pt if required.

Conclusions

Although the ideal results do not exactlymimic the experimental
reflectivity curves where these are available, a comparison be-
tween them (Figs. 2a, b; 4a, b; and 5a, b) gives an internally
consistent overview of relative alloy reflectivity. The addition of
all threemetals (silver, platinum, palladium) to gold significantly
changes reflectivity curves near the gold absorption edge and
indicates that a decolorizing effect occurs. The extent to which
the alloy will (subjectively) appear white to the eye will depend
upon the flatness of the reflectivity curves and the steepness in
the 450–550 nm range. It is seen that the great flattening of
reflectivity curve in the visible spectrum is instigated by the
addition of platinum and palladium. These metals have an
almost identical decolorizing effect in gold alloys. Silver ismuch
more benign in this respect, as can be seen by comparing
especially the Au0.5M0.5 reflectivity curves for the three metals.

These results suggest that it is possible to obtain reasonable
(ideal) estimates for the relative reflectivity of homogeneous

alloys from the readily available optical constants of the parent
metals, even in the absence of any experimental data. As such,
this is useful because the optical constants of many alloys are
unknown.When experimental reflectivity information is avail-
able, it is possible to improve the fit between calculated and
experimental data by the estimation of empirical bowing con-
stants that describe the deviation of the optical constants of the
alloy from the ideal values obtained from the parent metals. In
addition, it is possible to use the results to obtain optical
constants of the alloys in the absence of any measurements.

Open Access This article is distributed under the terms of the Creative
Commons Attribution License which permits any use, distribution, and
reproduction in any medium, provided the original author(s) and the
source are credited.
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