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Abstract The development of analytical platforms incorpo-
rating Au nanoparticles (NPs) for optical biosensing requires
approaches to produce optically responsive and target selec-
tive materials. In the present work, fluorescence emission and
bioselectivity of Au NPs have been combined by a one-step
surface functionalization using fluorescein isothiocyanate
(FITC) and biotin. First, colloidal Au NPs (d=17.7±2.7 nm)
exhibiting an absorption maximum (λmax) at 524.5 nm have
been surface-modified with the polyelectrolytes (PE)
poly(allylamine hydrochloride) (PAH) and poly(sodium sty-
rene sulfonate) (PSS). Two strategies were then assessed for
the functionalization of Au NPs: (i) functionalization of PAH
with biotin and subsequent coating of the NPs and (ii) surface
modification of the NPs with the PE followed by post-
functionalization with biotin. The effect of the surface
functionalization on the colloidal NPs was monitored by
optical absorption and fluorescence emission spectroscopies,
dynamic light scattering (DLS), zeta potential measurements
and transmission electron microscopy (TEM). Finally, the
optical response and specificity of the functionalized NPs
towards avidin was evaluated by optical measurements. The
results have shown that these hybrid nanostructures have
potential to be used in biosensing. In particular, the aggrega-
tion of biotinylated Au assemblies associated with the
biorecognition of avidin could be assessed by fluorescence
emission spectroscopy.
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Introduction

Gold nanoparticles (Au NPs) have been widely studied for
diverse bioapplications namely due to their optical properties
which are dependent on the morphological characteristics and
surrounding medium [1–5]. These properties result from the
fact that colloidal Au NPs show a surface plasmon resonance
(SPR) absorption band in the visible region whose location
and profile depends on particle size and shape, refractive
index of the surrounding medium and interparticle
neighbouring [4]. Yet, the application of Au NPs in biological
systems requires further surface modification to achieve sta-
bility in aqueous medium and the ability to interact with the
surroundings, thus enabling the detection of target
bioanalytes. Indeed, functionalized Au NPs can be used as a
platform for bioanalytes-receptor interactions which can be
detected by optical means as a result of changes of interparti-
cles distance (e.g. aggregation) [6, 7]. Examples of the use of
this property include the recognition of a specific DNA strand
[8, 9] as well as protein-ligand systems such as (strept)avidin-
biotin [10, 11].

There are several methods to synthesize Au NPs which can
result in different sizes and shapes of NPs [6]. A popular
method is the citrate method reported by Turkevich et al.
[12] which yields nanospheres with diameters between
~10 and 50 nm stabilized by citrate anions. These Au NPs
can be further functionalized in order to ensure adequate
stabilization in other media. For instance, Au NPs can be
modified using Lewis bases, thiols [13–15], and DMAP
(4-(dimethylamino)pyridine) which provide an organic coat
at the surface [16]. In fact, the surface chemistry of NPs is an
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area of major interest due to the possibility of controlling the
shell composition, charge, thickness, and the ability for sur-
face functionalization using diverse strategies that include
attachment of antibodies, fluorophores, and polymers. As a
consequence, these functionalized Au NPs have found wide
interest in areas such as pharmaceutics, biomedicine, photon-
ics, and new optical materials [17–22].

Another way to obtain stable colloids is by coating the NPs
via electrostatic assembly of polyelectrolytes following the
layer-by-layer (LbL) deposition method [14, 23–25]. This
type of coating not only stabilizes the nanoparticles, but also
provides a path to modify the surface with molecules of
interest in bioapplications [26–28]. It is a very simple, easy,
and versatile method, however, to yield stable coated nano-
particles an efficient separation of nanoparticles after the
coating must be ensured [17, 24, 27, 29]. This is not straight-
forward especially when multifunctional systems are
involved.

Another effect associated with the use of colloidal Au NPs
that can be exploited in optical biosensing results from the
fluorescence emission quenching of a neighbouring
fluorophore. This effect occurs when the emission spectrum
of a fluorescent species (donor) overlaps the SPR band of Au
NPs (acceptor). In close proximity, the donor molecules trans-
fer energy to the acceptor particle resulting in fluorescence
quenching. This has been described as the result of a combi-
nation of two effects: FRET (fluorescence resonance energy
transfer) and NSET (nanoparticle surface energy transfer), the
latter occurring for distances nearly twice as those observed
for FRET [30–34]. Schneider et al. [35] have shown the
dependence of the distance between Au NPs and two
fluorophores (fluorescein isothiocyanate—FITC and
Lissamine Rhodamine—LISS) on the quenching effect. The
study of this effect allows monitoring the binding and unbind-
ing states of the analyte because they are associated to changes
in fluorescence intensity [36–39]. In turn, Aslan et al. [40, 41]
have investigated the fluorescence quenching effect using
biotinylated Au NPs and anti-biotin labelled with the
fluorophore Alexa™ 488. These authors have observed that
after addition of biotinylated Au NPs to an anti-biotin
solution, there was a strong decrease of the fluorophore
emission intensity, which increased again upon further
addition of free biotin.

The present work focuses on the surface modification and
functionalization of Au NPs using polyelectrolytes and the
electrostatic self-assembly method to confer fluorescence and
biospecificity to the resulting colloids. As such, a variety of
procedures have been investigated that combine the use of an
organic dye (FITC) and a specific bioanalyte (biotin).
The ensuing functionalized Au/PE assemblies were used
in biosensing experiments to explore their optical prop-
erties as quencher when aggregation of Au NPs was
induced.

Materials and methods

Chemicals

Hydrogen tetrachloroaurate (III) trihydrate, 99.9+%
(HAuCl4.3H2O), sodium citrate tribasic dehydrate, ≥ 99 %
(Na3C6H5O7.2H2O), biotin, ≥ 99 %, avidin from egg white≥
98 %, fluorescein isothiocyanate isomer I (FITC), N-(3-
dimethylaminopropyl)-N ′-ethyl-carboiimide (EDC),
poly(allylamine hydrochloride) MW 15,000 (PAH), and
poly(styrenesulfonic acid sodium salt) MW 17,000 (PSS)
were purchased from Sigma-Aldrich. Potassium hydroxide
(pellets) was purchased from LabChem. Dimethyl sulfoxide
(DMSO), >99.7 %, was purchased from SdS Carlo Erba.
Ultrapure water purified using a Station 8000/Station 9000
purification unit was used throughout the work.

Instrumentation

The UV/VIS spectra of the colloids were recorded using
quartz cells and a Jasco V-560 UV/VIS spectrometer, using
water as the reference. The fluorescence spectra of the colloids
were recorded using quartz cells and a FluoroMax-3 Horiba
Jobin Yvon spectrometer. Transmission electron microscopy
(TEM) images were obtained using a Hitachi H-9000 micro-
scope operated at 300 kV. The samples were prepared by
placing a drop of diluted colloidal solutions on a copper grid
coated with an amorphous carbon film and left to evaporate.
The zeta potential and dynamic light scattering (DLS) mea-
surements were carried out using a ZetaSizer Nano ZS Model
Zen 3500 fromMalvern. For DLS measurements, one drop of
the colloidal solution was diluted in circa 1 mL of water. For
the zeta potential measurements, the colloids were analysed as
prepared (the pH of the colloids varied between 5.5 and 6.5,
room temperature). Centrifugation was performed in a Force
1618 Microcentrifuge at room temperature.

Synthesis of Au NPs

Tenmilliliter of sodium citrate solution (38.8 mM)were added
to 100 mL of HAuCl4.3H2O solution (1 mM) previously
brought to 90 °C and under vigorous stirring. After 1 h,
heating was switched off and stirring was kept overnight.
The concentration of the gold nanoparticle stock solution
obtained was estimated according to the method published
by Schneider et al. [35] to be around 12 nmol/L in particles.
This solution was centrifuged in 1.5 mL Eppendorfs for 1.5 h
at 14,000 rpm (15,996 g) before use. The supernatant was
removed from each tube and replaced by ultrapure water using
a volume twice that of the initial.

In order to prepare the poly(allylamine hydrochloride)
polyelectrolyte modified with fluorescein (PAHF), PAH
(208.6 mg) was dissolved in 20 mL of water and aqueous
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KOH solution (3 M) was added dropwise to the stirred solu-
tion until pH 9.4. Next, fluorescein isothiocyanate (8.4 mg)
was added, and the solution was stirred overnight under
exclusion of light. Under the same conditions, the mixture
was dialysed (Spectra/Por® Dialysis Membrane MWCO 6–
8 kDa from SpectrumLabs.com) using DMSO in water (~0.1
%V/V) to remove unreacted fluorophore. During this process,
the dialysate was monitored by optical spectroscopy.

Biotinylated PAH (PAHB) and PAHF (PAHFB) polyelec-
trolytes were prepared by adding 2 mL of biotin solution
(1 mg/mL) and 2 mL of EDC solution (2 mg/mL) to 20 mL
of a PAH solution (5 mg/mL, pH=5.5) or PAHF (~5 mg/mL,
pH=5.5). The solutions were mixed and stirred for 1 h at room
temperature. These solutions were not dialyzed and were used
to modify Au NPs.

Preparation of Au/PE hybrid nanostructures

In this work, Au/PE hybrid nanostructures with a distinct
number of layers (n=0 or 2) have been prepared: Au0PAH
(with a single PE layer) and Au2PAH (with one intermediary
bi-layer of PAH/PSS and a third outermost layer of PE), as
illustrated in Fig. 1.

Typically, 60 mL of the Au NPs colloid was added
dropwise, under vigorous stirring, to 60 mL of a solution of
PAH (5 mg/mL) and stirred for 2 h, at room temperature. The
mixture was centrifuged for 60 min at 14,000 rpm (15,996 g).
The supernatant was removed and the precipitate re-dispersed
in water. This step was repeated once again and the re-
dispersed volume after the second centrifugation was adjusted
in order to obtain a final volume of 60 mL to yield a NPs
colloid designated as Au0PAH. Then, these NPs were added
dropwise, under vigorous stirring, to 60 mL of a solution of
PSS (6.25 mg/mL) and stirred for 2 h at room temperature.
The mixture was centrifuged for 60 min at 14,000 rpm (15,

996 g). The supernatant was removed and the precipitate re-
dispersed in water. This centrifugation process was repeated
and the re-dispersed volume after this second centrifugation
was adjusted in order to obtain a final volume of 60mL. At the
end of this second surface modification, the hybrid nanostruc-
tures Au/PAH/PSS named as Au2 NPs have been obtained
(Fig. 1b). Finally, the outermost layer (Fig. 1c) was deposited
following the same procedure and using two biotinylation
strategies.

Biotinylation—strategy 1

The biotinylation of the surface-modified Au NPs was first
explored following a procedure similar to the preparation of
Au0 and Au2 NPs. The modified polyelectrolytes—PAHF,
PAHB or PAHFB have been used in this strategy using
10 mL of colloid. The scheme illustrating this surface modi-
fication is shown in Fig. 1c.

A posteriori biotinylation—strategy 2

A second strategy for the biotinylation of the Au NPs
was also investigated following the path also illustrated
in Fig. 1c. In this procedure, 1 mL of biotin (1 mg/mL)
and 1 mL of EDC (2 mg/mL) were added to the
colloids AunPAH or AunPAHF (10 mL). The mixtures
were stirred for 1 h and then centrifuged (60 min, 14,
000 rpm–15,996 g) to remove the unreacted biotin. The
supernatant was removed and replaced by water (final
volume=10 mL). The resulting nanostructures were
named AunPAH+B and AunPAHF+B, respectively. The
“+” means that biotinylation was carried out a
posteriori, thus yielding samples distinct from those
obtained in strategy 1.

Fig. 1 Preparation of Au/PE hybrid nanostructures. a Synthesis of Au NPs. b Functionalization of Au/Citrate NPs with poly(allylamine hydrochloride)
(PAH) and poly(styrenesulfonic acid sodium salt) (PSS). c Functionalization of Aun with the outermost layer
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Optical response of Au/PE assemblies to avidin

In order to evaluate the potential use of the biotinylated hybrid
Au/PE nanostructures in optical biosensing, the optical behav-
ior of the respective colloids was studied in the presence of
avidin. In this case, the samples AunPAH and AunPAHF were
used as blanks regarding the response to avidin. One hundred
microliter of an avidin solution (0.4 mg/mL) was added to
1 mL of the colloidal solution diluted twofold. One week later,
optical measurements have also been performed in order to
evaluate the stability of the colloids. Parallel to this, as it was
thought that the amount of avidin added could be too small to
trigger a specific response, the theoretical quantity of avidin to
interact with all the biotin in the system was added to each
colloid. The spectra were recorded immediately upon addition
of the avidin and 2 h later. For adequate evaluation of the
optical response of the colloids in the presence of avidin, data
were compiled as described below.

The original colloidal Au NPs presented a SPR band at
around 525 nm. The intensity of this band decreased, and light
absorption between 600 and 750 nm became noticeable due to
particle aggregation. In a first approximation, by assuming that
these differences in terms of band intensity are mainly due to an
aggregation process and by not taking into account band broad-
ening, we have defined a semi-quantitative parameter indicative
of aggregation extension due to the presence of avidin:

ΔA avidin=colloidð Þ

¼ ASPR colloid þ avidinð Þ−A650 colloidþ avidinð Þ
ASPR colloidð Þ−A650 colloidð Þ ð1Þ

where ASPR (colloid + avidin): absorbance at the SPR
wavelength for a colloid in the presence of avidin, A650

(colloid + avidin): absorbance at 650 nm for a colloid in the
presence of avidin, ASPR (colloid): absorbance at the SPR
wavelength for the initial colloid and A650 (colloid): absor-
bance at 650 nm for the initial colloid.

For the FITC functionalized Au colloids, attempts have
been made to correlate fluorescence measurements with ag-
gregation effects due to the presence of avidin. Hence, the
ratio between the fluorescence intensity (at 517 nm) of the Au
colloid in the presence of avidin and that of the initial Au
colloid, I517(avidin)/I517(colloid), was calculated for the ex-
perimental conditions indicated in the respective graphs.

Results and discussion

The preparation of stable Au hydrosols that allows their
efficient separation and manipulation without compromising

their optical properties is not an easy task. This is particularly
more complex for systems envisaging multifunctionality that
associate other properties to the plasmonic behaviour of Au
colloids, as recently reviewed [27]. As such, a systematic
strategy was followed in the present work in order to investi-
gate the following aspects: (i) number of polyelectrolyte (PE)
layers; (ii) strategy to functionalize the outermost layer of the
Au NPs; (iii) adequate optical technique to monitor the bio-
sensing ability of the ensuing functionalized nanostructures.
Figure 1 shows the strategy followed in this work towards the
biotinylation of Au/PE assemblies.

The colloidal stability of the functionalized Au nanostruc-
tures was monitored by UV/VIS spectroscopy (Fig. 2a), and
the spectra collected for all the samples have shown the typical
SPR band of colloidal Au, peaked at about 525 nm. The small
shift of the SPR maximum from 524.5 to 526.5 nm after PE
treatment of the Au NPs is attributed to slight changes of the
dielectric constant of the particles surrounding medium [29].
Also noticeable is the fact that the Au/PE nanostructures
containing PSS exhibit a strong optical absorption in the UV
region (peaked at 225 nm) which is due to π-π* electronic

Fig. 2 a UV/VIS spectra of Au0PAH and Au2PAH nanostructures and b
zeta potential of Au/Citrate colloids and after their treatment with PAH
and PSS (straight lines are to guide the eye)
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transitions of the benzene ring in the polyelectrolyte [29]. The
zeta potential measurements (Fig. 2b) performed on colloidal
Au treated with oppositely charged polyelectrolytes agree
with the results obtained by UV/VIS spectroscopy. Whilst,
the starting AuNPs show a negative ζ potential ( −55mV) due
to the citrate anions adsorbed at their surfaces, upon surface
modification with the cationic polyelectrolyte PAH it changes
to +62 mV, at the same pH value. Conversely, the treatment of
the resulting colloids with the anionic polyelectrolyte PSS led
to a negative value of zeta potential ( −84mV), and finally, the
deposition of the third layer of PAH confers the colloidal
particles a highly positive surface charge (+73 mV), that
renders colloidal stability to the Au/PE dispersed in water.

The morphologies of the Au/PE particles during the
functionalization process were probed by TEM, and a system-
atic analysis of a number of TEM images has shown Au/PE
core/shell structures whose cores have an average diameter of
17.7±2.7 nm that did not change significantly after PE treat-
ment. On the other hand, as illustrated in Fig. 3, the TEM
images suggest an increase of the shell thickness from
Au0PAH to Au2PAH in line with the increase in the number
of PE layers deposited onto the Au cores. From these results,
the PE shell thickness was estimated to be about 2–4 nm,
which is close to the value reported previously of 1.5 nm
thickness for PAH/PSS bi-layers coating colloidal Au NPs
[35]. Figure 3 also shows a set of three Au NPs wrapped by
PAH layers, but it must be emphasised that this type of
clustered structures was not predominant in the several sam-
ples analysed. Instead, the surface-modified Au samples ap-
peared mainly as discrete particles coated with PE.

The biotinylation of the Au/PE nanostructures was moni-
tored by optical absorption and fluorescence emission mea-
surements for the diverse strategies employed. In general, the
visible spectra have shown that biotinylation did not lead to
significant changes of the SPR band for the surface-modified
samples, namely by comparison with the starting colloid
shown in Fig. 2a. However, an exception was observed for
the Au0PAH+B sample, in which the biotinylation of Au0PAH
resulted in a colloid whose visible spectrum also shows an
absorption band peaked at 650 nm (Fig. 4a). Even though this
effect is slightly detected for sample Au0PAHB, it is hardly
significant. This new band is probably associated with inter-
particle plasmon coupling resulting from the loss of colloidal
stability during the biotinylation of Au0PAH colloids. Inter-
estingly, the nanostructures having an extra PE bilayer
(Au2PAH+B) did not show such optical behaviour upon a
similar biotinylation treatment, as illustrated in Fig. 4b. Al-
though there is a slight red shift of the SPR band (Δλ=2.5 nm)
observed in the spectra of the Au2PAH colloid and of the
corresponding biotinylated sample (Au2PAH+B), both visible
spectra are similar. These results indicate that the intermediate
PAH/PSS coating confers more robustness towards a
posteriori treatment with biotin (or post-biotinylation), as

opposed to what was observed for the biotinylation of the
Au0PAH sample, in which the PE monolayer was not capable
of preventing the formation of aggregates.

Fluorescent Au/PE assemblies were prepared by labelling
the outermost PE layers with a fluorescent organic dye. For
that purpose, the PAH chains were first functionalized with
FITC to afford PAHF which was then used in the coating of
the Au NPs yielding FITC labelled Au0PAHF and Au2PAHF
assemblies. Similarly to the FITC non-labelled systems de-
scribed above, these fluorescent nanostructures were used as
starting colloids in biotinylation procedures. As expected, the
FITC labelled Au/PE nanostructures showed a broader

Fig. 3 TEM images of a Au0PAH nanostructures and b Au2PAH
nanostructures
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absorption band that takes into account the contribution of
both the SPR band (λmax=526.5 nm) of the Au NPs and the
absorption due to FITC molecules (λmax=497 nm). The visi-
ble spectra of biotinylated FITC labelled assemblies were
similar regardless of the biotinylation procedure used
(Fig. 5). However, as previously observed for the FITC
unlabelled analogues, post-biotinylation of the Au0PAHF
nanostructures caused significant changes on the respective
visible spectrum, which is ascribed to the loss of colloidal
stability during the biotinylation step. However, this was not
observed for the Au2PAHF+B assemblies. These results con-
firm that the presence of an extra PE bilayer leads to more
robust colloids, thereby providing enhanced colloidal stability
during post-biotinylation (Fig. 5a, c).

The fluorescence emissionmeasurements (Fig. 5b, d) are in
agreement with the results discussed above regarding the
stability of each colloidal system. The fluorescence emission

intensity depends on the biotinylation path followed and on
the presence of the extra PE bilayer. Regarding the Au nano-
structures with the extra PE bilayer, the presence of biotin has
an incremental effect on the fluorescence emission intensity.
For Au2PAHFB, the increase of the fluorescence intensity is
more pronounced when compared to the sample obtained via
post-biotinylation (sample Au2PAHF+B). This is attributed to
the fact that in sample Au2PAHFB, the biotinylated polyelec-
trolyte may adopt a conformation around the Au NP that
provides a longer distance between the fluorophore molecules
and the metal surface, when compared to the non-biotinylated
sample. In this situation, the fluorophore molecules being
further away from the Au surfaces limit the FITC fluorescence
quenching as a result of the fact that the process of energy
transfer from FTIC (the donor) to Au (the acceptor) is depen-
dent on the distance between them [35]. This explanation is in
line with the observation that the Au2PAHFB assemblies are

Fig. 4 Visible spectra of
Au0PAH (a) and Au2PAH (b)
nanostructures (the spectra were
normalized at 450 nm)

Fig. 5 a and cVisible spectra and
b and d Fluorescence spectra
(λexc=494 nm) of Au0PAHF and
Au2PAHF nanostructures. The
visible spectra were normalized at
450 nm
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more stable with subsequent increase of the FITC fluores-
cence emission (Fig. 5d). As regards the sample Au2PAHF+
B, the increment on the fluorescence intensity was not so
pronounced after biotinylation. This may be associated with
the reduction of the number of protonated aminic groups
available for colloidal electrostatic stabilization. As a result,
the colloidal stability of the nanostructures is compromised
causing a detrimental effect on the FITC fluorescence emis-
sion due to the reduced distance between the fluorophore and
the Au surfaces. Note that this explanation is consistent with
the visible spectrum of Au NPs modified with a single PE
layer shown in Fig. 5a for the same sample. Indeed, the

fluorescent intensity for the Au0PAHF+B sample is even
smaller than that recorded for the sample without biotin
(Au0PAHF) as shown in Fig. 5b. However, when an extra
PE bilayer was used, the detrimental effect of the post-
biotinylation process was less pronounced.

In order to assess the optical response of the biotinylated
Au/PE nanostructures for biosensing, avidin was added to all
of the nanostructures prepared including the Au nanostruc-
tures without the extra PE bilayer. The nanostructures without
biotin were used as blanks regarding the response to avidin
under the same experimental conditions. Then the effect of
time and analyte concentration was assessed by exposing the

Fig. 6 ΔA(avidin/colloid) of a
Au0PAH and b Au2PAH
nanostructures in the presence of
avidin

Fig. 7 a and c ΔA(avidin/
colloid) and b and d I517(avidin)/
I517(colloid) of Au0PAH and
Au2PAHF nanostructures in the
presence of avidin, respectively
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samples to solutions of avidin of two distinct concentrations
and for different periods of time. All the results have been
compiled and plotted in Figs. 6 and 7 as described in the
“Materials and methods” section.

As regards the optical response of these assemblies to-
wards the presence of avidin in terms of the absorbance of
the SPR band, a general trend towards its reduction is
observed as illustrated in Figs. 6 and 7a, c, which suggests
that all the nanostructures respond to the presence of avidin,
including those without biotin. This is an indication that
both specific and non-specific interactions between avidin
and the functionalized Au/PE assemblies took place. The
reason for non-specific interactions seems to be associated
with changes of the surrounding medium that affects colloi-
dal stability which is particularly evident for the non-labelled
assemblies submitted to the post-biotinylation method
(namely those prepared with only one layer of PAH—see
Fig. 6a). Indeed, Qian et al. have reported that non-specific
interactions of streptavidin with uncoated Au NPs occurred
via uncertain group binding [42]. Therefore, these non-
specific interactions may result from deficient surface pro-
tection associated with changes of composition of the sur-
rounding medium. In view of the susceptibility of the Au
assemblies prepared with only one PE layer (Au0NPs), it is
difficult to ascertain the formation of any specific interac-
tions; thus, focus was given to the more robust assemblies
prepared using the extra PE bilayer (Au2NPs). As regards
the biotinylated Au nanostructures, only the Au2PAH+B
seem to show a distinct response towards the presence of
avidin (Fig. 6b), whilst the samples labelled with FITC, i.e.,
Au2PAHFB and Au2PAHF+B, have both shown specific
response when compared to the control sample Au2PAHF
(Fig. 7c). In fact, when 100 μL of avidin were used, the
reduction of ΔA(avidin/colloid) was only noticeable upon
1 week. Yet, when 200 μL of avidin were used, that reduc-
tion was almost immediate.

Whilst the optical spectra provide some information
regarding the behavior of this type of Au assemblies to-
wards the presence of avidin, more expressive results were
obtained when fluorescence spectroscopy was used
(Fig. 7d), which may indicate specific interaction between
the biotin and the avidin. Although the observed decrease
in the I517(avidin)/I517(colloid) might be caused by particle
aggregation following the addition of avidin, the optical
response for the biotinylated samples was more pronounced
which might be associated with their specific molecular
recognition for avidin and associated quenching effects.
Moreover, comparison with the results shown in Fig. 7b
for the FITC labelled samples prepared with one single
layer, it is clear that the effect of non-specific interactions
leads to a distinct response associated with their poor
colloidal stability but that cannot be discerned by optical
spectroscopy.

Conclusions

Surface functionalization of gold nanoparticles was accom-
plished using functionalized polyelectrolytes and the electro-
static self-assembly method. The use of an extra PE bilayer
between the Au core and the outermost functional layer
proved to be crucial to provide robustness and stability to
the ensuing nanostructures. Strategies to functionalize PAH
led to the preparation of multifunctional Au nanostructures
with fluorescence and biorecognition properties, which com-
bine an organic fluorophore (FITC) and a biolinker (biotin).
The functionalized Au nanostructures have shown potential
for biosensing applications due to their optical response in
forming biotin-avidin conjugates. Worth noting is the fact that
in these tests, the analyte was not labelled with a fluorophore,
as reported by others [41]. Moreover, whilst small changes
due to particle aggregation during the bioassays caused a
small reduction ofΔA(avidin/colloid), similar changes caused
a pronounced decrease of the FITC emission band in the
fluorescence emission spectra (I517(avidin)/I517(colloid)).
Thus, fluorescence emission spectroscopy emerged here as
an interesting tool to assess the ability of biotinylated Au
assemblies to recognize avidin.
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