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loss (higher dissipation of energy) during the mechanical 
work of material and higher cross-link density of the pre-
pared materials.
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Introduction

Natural or synthetic rubber-based composites with inor-
ganic fillers possess increasing importance from the tech-
nological point of view [1, 2]. The practical applications 
are determined by achievement of desirable mechanical 
and dynamic properties of rubber-based materials, which is 
connected with the optimal degree of cross-linking in the 
rubber vulcanizates. The cross-link density should be high 
enough to prevent viscous flow, but low to avoid brittle fail-
ure of the vulcanizates materials [3]. Rubber materials are 
commonly used for the production of o-rings, seals, tires or 
conveyor belts [4].

There are many kinds of rubbers, such as butadiene rubber 
(BR), ethylene-propylene-diene monomer rubber (EPDM), 
nitrile-butadiene rubber (NBR) [5], styrene-butadiene rubber 
(SBR), and natural rubber (NR) [5–8]. Natural rubber shows 
sufficient tensile strength; tear strength and abrasion resist-
ance for many applications [4, 8]. On the other hand, NR is an 
unsaturated polymer, sensitive to oxidation initiated by heat, 
ultraviolet or gamma radiation [8]. The properties of NR and 
its products can be enhanced by the addition of different types 
of antioxidants, such as benzophenone, benzotriazole, and 
amines [8, 9]. The organic antioxidants are unstable and toxic 
while inorganic ones are generally nontoxic and chemically 
stable under high temperature and UV irradiation [8, 10].

Abstract The aim of this work was to prepare and char-
acterize the natural rubber vulcanizates containing differ-
ent amounts of titanium dioxide particles. At first, a rubber 
mixture was prepared using a laboratory two-roll mill and 
then samples were vulcanized by a hydraulic press. The 
formulation of the rubber mixture and rubber-processing 
technique were based on our earlier investigations. Sam-
ples were obtained with different titanium dioxide loadings 
of 15, 25, 45, and 85 parts by weight per hundred parts of 
natural rubber. This research is focused on the determina-
tion of the influence of different loadings of titanium oxide 
particles on the chemical structure, morphology, mechani-
cal and thermo-mechanical properties of the natural rubber-
based composites. It was found that vulcanizates with dif-
ferent amounts of TiO2 particles possess good characteristic 
in terms of all measured properties. The results of Fourier 
transform infrared spectroscopy analysis showed that the 
chemical structure of the obtained natural-based compos-
ites was not influenced by titanium dioxide particles. The 
SEM micrographs showed the uniform dispersion of TiO2 
particles in the natural rubber matrix. The agglomeration of 
filler was seen at the higher contents of TiO2 in the matrix. 
The thermogravimetric analysis showed slightly different 
thermal stability for the obtained natural rubber compos-
ites. The dynamic mechanical thermal analysis showed that 
the prepared materials have similar glass transition temper-
atures. However, increase in the content of titanium dioxide 
in the obtained materials is connected with higher energy 
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Fillers are incorporated into rubber compounds to 
improve processability, cost reduction, and physical prop-
erties modifying the composites [11, 12]. One of the most 
important reasons for filler addition is related to make the 
production of the final product more economical [11].

In recent years, several inorganic and organic fillers 
were proposed, i.e., silanes [7, 13], unmodified and modi-
fied silica [14, 15], carbon nanotubes [2], carbon black [3, 
13], starch, cellulose [16], titanium dioxide, zinc oxide [17, 
18], magnesium hydroxide [19], silver nanoparticles [20], 
wood flour and other lignocellulosic fibers [21].

It is well known that the filler dispersion and filler–rub-
ber interaction are two critical factors, which determine the 
performance of the composites [1, 22]. Other factors are 
structure, size, shape, surface area and surface reactivity of 
the filler particles [22–24].

Titanium dioxide is widely used as filler in polymer 
matrix composites. It is resulted from its useful properties, 
e.g., low-cost and high-effective pigment, high surface area 
per particle size connected with good effectiveness in UV 
protection [8, 25]. Titanium dioxide is also a safe material 
for human and animals and possesses photocatalytic and 
bactericidal effects [25, 26]. Moreover, it was found that 
TiO2 particles can improve physical and mechanical prop-
erties of the polymeric materials [11]. Literature review is 
also shown that TiO2 particles have free surface hydroxyl 
groups, and this fact caused a small tendency for aggrega-
tion but good dispersion of the TiO2 in the polymer com-
posites [11, 27]. Hayeemasae et al. [11] reported that the 
tensile strength of nano-sized TiO2 filled natural rubber-
based composites is higher than that of the micro-sized 
TiO2 filled NR composites. The highest tensile strength 
was found at 6 phr of nano and micro-sized TiO2 particles. 
Furthermore, the authors have found that the tensile modu-
lus of the nano-sized TiO2 filled NR composite is slightly 
higher than that of the micro-sized one. This effect is prob-
ably caused by the smaller size of the nano-sized TiO2 par-
ticles resulted in their higher contact surface area. From 
others works it is known that the modulus is also related to 
the hardness of the filler [28].

Seentrakoon et al. [8] described natural rubber com-
posites modified by rutile-TiO2 nanoparticle [abbreviated 
as n-TiO2 (R)] and micro particles. The authors showed 
that addition of 5 phr n-TiO2(R) caused improvement 
in mechanical properties. Higher addition of mentioned 
n-TiO2(R) particles resulted in decreasing of the proper-
ties. It was also presented that mechanical properties of the 
composites with 5 phr of micro-TiO2(R) were lower than 
that of the composites with nano-TiO2(R). It was also found 
that addition of n-TiO2 improved the mechanical properties 
of the NR composites after UV irradiation. Seentrakoon 

et al. [8, 25] concluded that it is resulted from interfacial 
interaction between applied fillers and rubber matrix. The 
same facts about TiO2 effectiveness in protecting UV was 
showed by other authors. A lot of investigations confirm 
that TiO2 particles can be used as the anti-aging agent for 
synthetic and NR-bases materials [18, 25].

Another filler that is frequently used is silica, an excel-
lent nonblack reinforcing filler [13]. But unfortunately it 
has lower compatibility with non-polar natural rubber due 
to its polar surface resulted from the presence of silanol 
groups. Some of the silica surface modification methods 
for improving the dispersion of silica in the rubber matrix 
are described in the literature [1, 13]. One of method was 
proposed by Zhong et al. [1] which explored the effect 
of silane modified silica (m-silica) on the performance 
of SBR-based composites. In the first step, they obtained 
ethylene thiourea-modified silica (silisa-s-ETU) by the 
surface modification of silica using vulcanization accel-
erator, i.e., ethylene thiourea. The results showed that 
silica-s-ETU/SBR composites are characterized by filler 
dispersion and higher mechanical properties than m-sil-
ica/SBR composites. Ahmed et al. [22] investigated the 
natural rubber composites filled with marble sludge (MS) 
and silica and reported that the addition of silica has more 
positive effect on the mechanical properties (e.g., tensile 
strength, modulus, tear strength and hardness) than mar-
ble sludge.

In the most cases, the fillers are used to reinforce rubber 
materials. However, rubber usually works in the dynamic 
conditions, but the rubber products possess a low-thermal 
conductivity which causes local generation and accumula-
tion of heat. This problem can be also solved by adding fill-
ers, such as stainless steel fiber, nano-zinc oxide [29], and 
carbon nanotubes [30] that enhance the thermal conductiv-
ity of the final materials.

In the presented work, natural rubber composites were 
prepared using titanium dioxide as filler. The main pur-
pose of this work was to determine the effect of high filler 
content on the morphology and selected properties of the 
obtained natural rubber composites. Additionally, we have 
examined the effect of vulcanization time (10–25 min) on 
the properties of the obtained natural rubber-based com-
posites. It is well known that titanium dioxide is cheap 
inorganic filler which can be applied as a reinforcing agent 
and cost-reductive additive. The mechanical properties 
were analyzed in the context of tensile properties, hard-
ness, abrasion resistance, tear strength, cyclic compression 
behavior and rebound resilience. The dynamic mechanical 
properties (i.e., storage and loss modulus and damping fac-
tor vs. temperature) and thermal stability were also deter-
mined and analyzed.
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Experimental

Materials

The natural rubber used for preparing composites was sup-
plied by TORIMEX (Poland). Stearic acid, sulfur powder 
and zinc oxide (POCh AVANTOR, Poland), stabilizer AR 
(CHMES, Poland), accelerator T (STANDARD, Poland), 
and oil machine (Nytex 810, Nynas, Poland) were other 
ingredients used during preparation of the rubber mixture. 
Titanium dioxide particles (Easy Chem, Poland) was used 
at the loading of 15, 25, 45, 85 parts by weight per hundred 
parts of natural rubber. The rubber mixture formulations are 
shown in Table 1. Titanium dioxide particles have approxi-
mate length of 5.86 ± 1.25 μm and width 0.98 ± 0.21 μm.

Preparation of rubber composites

The mixtures of natural rubber, ingredients, and titanium 
dioxide particles were prepared on the laboratory two-
roll mill during 15 min. The ingredients were added in 
sequence presented in Table 1. The addition of each sub-
sequent component follows good distribution of the ear-
lier component. The rubber compounds were vulcanized 
by compression molding using a hydraulic press at 145 °C 
with a pressure of 4–4.5 MPa at four various times of 10, 
15, 20 and 25 min.

Testing methods

FTIR

The chemical structures of the obtained natural rubber 
composites with titanium dioxide and natural rubber with-
out TiO2 (reference sample) were investigated by means 
of Fourier transform infrared spectroscopy (FTIR) using a 

Nicolet FTIR 8700 spectrophotometer (Thermo Electron 
Co., USA). The spectra were registered at room tempera-
ture for wavenumbers between 500 and 4500 cm−1 at nom-
inal resolution 4 cm−1. Each spectrum was acquired with 
64 scans.

SEM

The morphology of the cross-sections of prepared materi-
als was determined using a Phenom G2 PRO scanning elec-
tron microscope (SEM, Phenom World, The Netherlands). 
The micrographs were prepared using desktop scanning 
electron microscope with accelerating voltage of 5 kV. 
Morphologies were obtained with several magnifications 
to observe dispersion of filler and its interaction with the 
natural rubber matrix.

Swelling parameters

The determination of all presented swelling parameters is 
described in the literature in the case of natural rubber com-
posites filled with particulate and fibrous fillers [31–33]. 
The samples for test were cut from the compression molded 
sheets (obtained during the vulcanization process of the pre-
pared natural rubber mixtures) and three samples (with the 
average mass equal ca. 1 g) from each composite type were 
tested. The prepared composites samples were immersed 
in toluene at room temperature for 120 h to reach diffusion 
equilibrium (to obtain constant mass of immersed samples). 
Then samples were taken out from the solvent and adhered 
solvent was carefully removed using blotting paper, and 
mass of each sample was measured. After that the samples 
were dried in air for six days and in a laboratory oven at 
80 °C to the moment when the constant weight was obtained. 
This procedure was the same as the one we used in the case 
of natural rubber composites filled with short jute fibers [32].

Table 1  Formulations data of 
the prepared composites

a N-phenyl-β-naphthylamine
b Tetramethylthiuramdisulphide (TMTD)
c Percentage weight content of titanium dioxide particles in the prepared composites

Ingredients Quantities (parts per hundred parts of natural rubber)

VNR VNR15 VNR25 VNR45 VNR85

Natural rubber 100 100 100 100 100

Stearic acid 3 3 3 3 3

Zinc oxide 5 5 5 5 5

Stabilizer ARa 1,5 1,5 1,5 1,5 1,5

Accelerator Tb 0,5 0,5 0,5 0,5 0,5

Machine oil 2,5 2,5 2,5 2,5 2,5

TiO2 – 15 (11.5 wt%)c 25 (17.8 wt%)c 45 (28.0 wt%)c 85 (42.4 wt%)c

Sulfur 3 3 3 3 3
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The swelling ratio (SR) is a mass of a solvent (mas), i.e., 
toluene which was absorbed by the sample divided by the 
initial mass of the sample (mis). The mass of absorbed tolu-
ene was determined as difference between the mass of sam-
ple after (mss) and before swelling test (mis). The swelling 
ratio was determined using Eq. (1) as follows:

The equilibrium swelling method (using the Flory–Reh-
ner relationship, Eq. (2)) was used to determine the cross-
link densities (ν) of the prepared natural rubber composites. 
Other swelling parameters, i.e., volume fraction of the rub-
ber network in the swollen phase (Vr) and average molecu-
lar weight of the polymer between cross-links (Mc) were 
also determined as follows.

where, Vs is the molar volume of toluene (Vs = 106.52 cm3/
mol), χ is the Flory–Huggins natural rubber–toluene inter-
action constant (χ = 0.38).

Static tensile test

Tensile properties, including tensile strength, elongation-
at-break, and modulus at 100% and 300% elongation 
were measured using a universal testing machine Zwick/
Roell Z020 (Zwick, Germany) with cross-head speed 
200 mm min−1, at the temperature 21 °C according to ISO 
37. The test samples were prepared in a standard dumbbell 
shape. The recorded results are averages of five independ-
ent measurements.

Tear strength

Tear strength was investigated with using a universal test-
ing machine Zwick/Roell Z020 (Zwick, Germany), with 
cross-head speed 100 mm min−1 according to ISO 34-1. 
The test samples were prepared in a crescent shape with 
nick depth of 1 mm, and all measurements were repeated 
five times.

Cyclic compression and hysteresis

The cyclic compression tests were carried out using a uni-
versal testing machine Zwick/Roell Z020 (Zwick, Ger-
many). The cylindrical specimens (diameter = 7 mm and 

(1)SR =
mss − mis

mis

=
mas

mis

(2)
ν =

− ln (1− Vr)− Vr − χ · V2
r

Vs ·

(

V
1

3
r −

1

2
· Vr

) =
1

MC

length = 24 mm) were submitted to five compression-
decompression cycles at 50% of their original height and 
velocity of 0.7 mm min−1.

Abrasion resistance

The abrasion resistance of the obtained natural rubber com-
posites was determined using a Schopper–Schlobach appa-
ratus (Germany).The recorded results are presented as vol-
ume loss of the sample, in accordance with ISO 4649. For 
each prepared materials three independent tests were taken.

Density

Density was measured using an analytical balance RAD-
WAG (Poland) by hydrostatic method with using methanol 
as an immersion medium, in accordance with ISO 2781, 
at room temperature and measurement was repeated five 
times for each prepared material.

Hardness

Hardness was determined according to ISO 868 standard using 
an electronic Shore type A (Zwick, Germany) and presented 
results are average from random ten points in one specimen.

Rebound resilience

Rebound resilience (elasticity) was investigated according 
to ISO 4662 standard. The measurements were carried out 
using a Schob type rebound tester, and the results are aver-
ages of ten independent tests.

Dynamic mechanical thermal analysis

Dynamic mechanical analysis (DMA) was carried out 
using a DMA Q800 analyzer (TA Instruments, USA) 
according to ASTM D6045, in a temperature range from 
−100 to +150 °C at an operating frequency of 1 Hz and 
heating rate of 4 °C min−1 under air atmosphere. The sam-
ples dimensions were 2 mm thick, 10 mm wide and 40 mm 
long. The variation of storage modulus, loss modulus and 
tangent delta vs. temperature was determined.

TGA

Thermogravimetric analysis (TGA) was carried using 
a NETZSCH analyzer (TG 209F3, Netzsch, Germany). 
The samples were heated from 25 to 600 °C at a rate of 
20 °C min−1 under nitrogen atmosphere.
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Results and discussion

FTIR analysis

Chemical structure of the prepared natural rubber com-
posites were confirmed by FTIR method and shown in 
Fig. 1. The analysis was performed for all materials. In all 
types of composites, samples with quite similar spectra 
were recorded which contain the bands assigned to CH2 
symmetric and asymmetric stretching vibrations (2849–
2916 cm−1) which were presented as a double peak, also 
is visible peak connected with CH3 asymmetric stretching 
vibration (2958 cm−1). The similar results were presented 
by Seentrakoon et al. [8].

The band at around 1660 cm−1 indicate the vibration 
of a hydrogen-bonded C=O group, which is seen only for 
the filled rubber composites. Probably, the peak is related 
to the oxidation phenomena that occurred in the rub-
ber matrix after the addition of TiO2, which is known as 
an oxidative agent [8, 34]. It was observed the additional 
peak at 3370 cm−1 with increasing of TiO2 in the compos-
ite, which is assigned to the hydroxyl groups on the TiO2 
particles surface. This peak can be observed for VNR45 
and VNR85, but in the case of lower loadings of TiO2, it 
is not significant and for natural rubber vulcanizates, it is 
completely invisible. According to the literature, the peak 
of the hydroxyl groups on the TiO2 particles is emerged in 
the range of 3200–3600 cm−1 [35].

The unfilled composites exhibit the band at 970 cm−1, 
assigned to C=CH deformation vibration [8] which disap-
peared after TiO2 addition into the rubber matrix. Also, this 
peak was appeared at the same time when the new band 
appeared at around 1400 cm−1 which is associated with 
the bending vibration of CH group. Additionally, we can 
see the broad and strong peak at approximately 600 cm−1, 
ascribed the absorption band of Ti–O and O–Ti–O flexural 
vibrations [35, 36]. The VNR sample also exhibited the 

band at 970 cm−1, assigned to C=CH deformation vibra-
tion [8].

Moreover, with increase in TiO2 loading in the pre-
pared composites the mentioned peaks became wider 
and stronger as can be seen for VNR15–VNR85 samples. 
The results of FTIR analysis confirmed the presence of 
hydroxyl groups on the surface of the composites materi-
als, therefore in accordance with the current state of knowl-
edge, higher amount of hydroxyl groups on the surface 

Fig. 1  FTIR spectra of the obtained natural rubber-based composites

Fig. 2  SEM micrographs of VNR15
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may result in the improvement of hydrophilic nature of the 
composites surface [35].

Morphology study

The obtained SEM micrographs are shown in Figs. 2, 3, 
4, 5. Generally, uniform dispersion of TiO2 in the natural 
rubber matrix is observed. However, the fillers tend to form 
agglomerates at higher loading. It is well known that good 
dispersion of the filler in the matrix is considered as a main 
factor to achieve good mechanical properties. The use of 
higher magnification allows observing the single TiO2 par-
ticle characterized by the longitudinal shapes. In Figs. 4 
and 5, TiO2 particles agglomeration can be seen, which 
the largest ones were observed for the VNR85 sample. It is 
known that the ability to agglomerate is heightening with 
increasing the loading of fillers.

Swelling parameters study

Swelling ratio (SR) decreasing with increasing content of 
titanium dioxide particles (as seen in Table 2), and this is 
resulted from the restricted possibility of toluene penetra-
tion in natural rubber composites. The restriction of swell-
ing is connected with the presence of particulate filler (tita-
nium dioxide absorb a much less amount of toluene than 
cross-linked natural rubber) and its interaction with natural 
rubber. Similar trend was observed by Ahmed et al. [31] in 
the marble sludge/natural rubber composites. Also, in the 
case of bio-based fibers similar behavior was observed, for 
example, in the natural rubber composites filled with short 
jute [32] and hemp [33] fibers.

The equilibrium swelling measurements permit to deter-
mine the cross-link densities of the prepared composites. 
The cross-link densities of the samples were determined 
using the Flory–Rehner relationship (measurements were 
performed in toluene) and this parameter is inversely pro-
portional to the average molecular weight between the 
cross-links in the composite materials. Results from equi-
librium swelling measurements are presented in Table 2. 
The increase in the amount of TiO2 particles in the NR 
matrix results in the increasing of the cross-link density and 
decreasing of the average molecular weight between cross-
links. This behavior is straightly related to the good interac-
tion between surface of applied particulate filler and natural 
rubber matrix. The interaction between TiO2 particles and 
polymer chains causes restriction of natural rubber chains 
mobility, and the penetration of toluene through the NR 
matrix is hindered.

The increasing of cross-link density influences on the 
mechanical and thermal properties of the prepared mate-
rials, and it will be discussed in detail in the further parts 
of this work. The increasing of cross-link density with 

increasing content of the particulate or fibrous filler was 
observed by other authors, with marble sludge [31], short 
jute fibers [32] and hemp fibers [33] in the natural rubber 
composites.

Static tensile test

The results from static tensile test are shown in Table 3. 
The natural rubber vulcanizates possess the highest 

Fig. 3  SEM micrographs of VNR25
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elongation-at-break (984%) than natural rubber composites 
and the smallest tensile strength (in the case of compounds 
vulcanized in 10 min) in comparison with the prepared 
composites. The highest tensile strength value (21.2 MPa) 
was observed for the sample prepared using 15 parts of tita-
nium dioxide per hundred parts of the natural rubber for the 
vulcanization time 10 min. The use of higher amounts of 
filler resulted in lowering of the tensile strength from 21.2 
to 19.8 MPa for the vulcanization time of 10 min.Fig. 4  SEM micrographs of VNR45

Fig. 5  SEM micrographs of VNR85
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It was also found that optimal vulcanization time is 
equal 10 min, because higher vulcanization time resulted 
in decreasing of the tensile properties, e.g., in the case 
of VNR15 sample the tensile strength decreased from 
21.2 MPa for 10 min to 14.1 MPa for 25 min vulcanization 
time. By use of 85 parts TiO2, tensile strength decreased 
to 10.3 MPa for samples vulcanized at 25 min. The simi-
lar trend was observed for elongation-at-break values. The 
reduction of mechanical properties when the vulcanization 
time was beyond 10 min, was connected with the reversion 
of the vulcanization process.

Similar results were obtained by Hayeemasae et al. [11] 
which prepared natural rubber composites at the loading of 
0, 2, 4, 6, and 8 parts of TiO2 particles per hundred parts 
of NR. Tensile strength and elongation-at-break decreased 
when the TiO2 content was above six parts by weight per 
hundred parts of the rubber. They reported that using of 
nano-sized TiO2 as filler for natural rubber composites 
resulted in better properties, as tensile modulus and tensile 
strength were more than those in the case of micro-sized 
TiO2-filled natural rubber composites [11].

This is resulted from better interaction between the NR 
matrix and the filler due to higher contact surface area 
between inorganic filler and polymer matrix, when nano-
sized TiO2 is used. The contact area between the filler and 
polymer matrix is one the important factor related to the 
obtain materials with improved properties. Addition of 
higher amounts of TiO2 particles can causes agglomera-
tion of filler due to filler–filler interactions. Furthermore, 

the changes of tensile strength and elongation-at-break are 
sprightly connected with the dilution effect, and this is con-
firmed by other research works [11, 37].

The moduli at 100 and 300% elongation of the obtained 
composites are presented in Table 4. By increasing in the 
loading of TiO2 in the obtained composites the moduli 
was increased. The natural rubber vulcanizates possess the 
smallest mentioned earlier moduli. The addition of TiO2 
caused reduction of elasticity, due to high hardness of intro-
duced filler which resulted in more difficult deformation of 
material. Hayeemasae et al. [11] obtained similar results.

It is also known that moduli at 100 and 300% elongation 
are affected by the hardness of the fillers [28]. Moreover, 
with the increasing of vulcanization time the values of the 
mentioned moduli decreased. This is connected with the 
reversion of the vulcanization process, which is followed 
by increasing of the vulcanizates elasticity, and this fact is 
confirmed by the results of hardness and rebound resilience 
testing.

Many mechanisms of TiO2 interactions in the natural 
rubber composites were described in detail by Hayeemasae 
et al. [11]. One of the main important factors is the pos-
sibility of aggregate formation. At the low content of TiO2, 
the good dispersion and lower amount of aggregates were 
achieved. The stress transfer rate is almost comparable 
with that in the case of unfilled rubber materials. A large 
amount of fillers caused the opposite behavior, and the 
stress transfer became ineffective due to the breakdown of 
the aggregates and the energy was absorbed by the rubber 

Table 2  Effect of TiO2 particles on swelling properties of the prepared composites

Sample  
code

Swelling  
ratio (SR) (%)

Volume fraction of a rubber  
network in the swollen phase (Vr)

Cross-link density (ν)  
10−4(mol/cm3)

Molecular weight of the polymer  
between cross-links (Mc) (g/mol)

VNR 319.1 ± 1.7 0.2026 ± 0.0006 1.5847 ± 0.0114 6310 ± 45

VNR15 265.1 ± 5.5 0.2106 ± 0.0009 1.7312 ± 0.0170 5777 ± 56

VNR25 251.1 ± 0.7 0.2126 ± 0.0011 1.7481 ± 0.0217 5652 ± 69

VNR45 214.2 ± 0.5 0.2140 ± 0.0003 1.7967 ± 0.0066 5566 ± 20

VNR85 160.5 ± 1.1 0.2247 ± 0.0013 2.0114 ± 0.0270 4972 ± 66

Table 3  Tensile strength and elongation-at-break of different composites samples vulcanized at 10 min

Time 10 (min) 15 (min) 20 (min) 25 (min)

Sample code
(–)

Tensile 
strength 
(MPa)

Elongation-at-
break (%)

Tensile 
strength 
(MPa)

Elongation-at-
break (%)

Tensile 
strength 
(MPa)

Elongation-at-
break (%)

Tensile 
strength 
(MPa)

Elongation-at-
break (%)

VNR 18.3 ± 0.5 984 ± 3 13.9 ± 0.2 932 ± 9 14.6 ± 1.0 973 ± 10 14.4 ± 0.6 981 ± 12

VNR15 21.2 ± 0.5 703 ± 15 18.5 ± 1.8 670 ± 7 16.8 ± 0.6 692 ± 12 14.1 ± 4.3 674 ± 24

VNR25 20.2 ± 0.2 691 ± 1 15.6 ± 0.2 676 ± 2 18.7 ± 0.1 734 ± 14 15.6 ± 0.8 778 ± 23

VNR45 20.1 ± 0.2 698 ± 2 17.1 ± 0.5 679 ± 6 12.2 ± 1.7 695 ± 26 14.4 ± 1.6 744 ± 11

VNR85 19.8 ± 1.2 681 ± 10 16.6 ± 3.7 652 ± 35 13.4 ± 0.1 663 ± 23 10.3 ± 2.3 634 ± 32



1029Iran Polym J (2016) 25:1021–1035 

1 3

chains on the filler surface [11]. All mentioned phenomena 
affect the mechanical properties of the prepared NR-based 
composites.

Improvement of polymer matrix composite properties 
depends on several factors, such as local polymer–filler inter-
actions, filler–filler interactions and the geometry, size, disper-
sion and concentration of filler [25] According to the litera-
ture, TiO2 particles have large surface and improve interfacial 
interactions between fillers and NR matrix. It makes TiO2 as 
reinforcing filler in the natural rubber composites [8, 11].

The mechanical properties of composites increase with 
the better dispersion of filler in the NR matrix. It should 
be pointed that by increase in the filler amount, the interac-
tions between filler particles can be formed in addition to 
filler-polymer interactions. The titanium dioxide particles 
due to the presence of hydroxyl groups on their surfaces 
are hydrophilic. The presence of hydroxyl groups allow to 
form the hydrogen bonding between filler and NR which 
result in the formation of stronger interface. It contributes 
to an effective stress transfer and improving of the mechan-
ical properties of TiO2/NR. The stronger bonding improves 
the wetting and adhesion of the polymer to the filler, due 
to the large surface area of filler. Furthermore, the smaller 
particle size of the filler is connected with the formation of 
better interfacial interactions between the inorganic filler 
and the polymer matrix [8, 25].

The improvement of the mechanical properties in the 
case of the composites filled with titanium dioxide was 
observed by several research groups. Esthappan et al. [38] 
found that in the case of polypropylene-based composites 
enhancement of the tensile strength and tensile modulus 
can be resulted from the interface formation between filler 
and polymer matrix, which can effectively transfer stress. 
The special interest is connected with TiO2 nanoparticles 
which can improve the tensile and flexural properties, frac-
ture toughness and impact energy, but the improvement of 
these properties depends strongly on the filler content in the 
composite [39].

Unfortunately, nanoparticles can form aggregates due 
to high interactions between particles (electrostatic Van 
der Waals forces) at high content of filler. Aggregates are 

defects in the structure of composite, which are respon-
sible for decreasing of the mechanical properties due to 
decreasing of contact area between the nanoparticles and 
polymer matrix [39, 40]. It is very important to obtain good 
dispersion of titanium dioxide particles in polymer matrix, 
because it results in a more uniform stress distribution in 
material and minimizes stress-concentration (like in the 
case of aggregates). Generally, the well dispersed filler 
results in the improvement of mechanical properties [39].

As was mentioned earlier the effectiveness of stress 
transfer between the natural rubber matrix and titanium 
dioxide particles is enhanced by the interaction of filler 
with polymer matrix. The relationship between the tensile 
strength of polymer composites and interfacial interactions 
was described by Pukanszky [41] and can be calculated 
using Eq. (3) as follows:

where, σc is the tensile strength of the prepared composites 
(i.e., VNR15, VNR25, VNR45 or VNR85), σm is the tensile 
strength of the polymer matrix (i.e., natural rubber vulcani-
zate without filler coded as VNR), Vp is the filler volume 
fraction (determined using the method presented by Leong 
et al. [42]), and B is the parameter related to the matrix–
filler interactions.

The filler volume fractions and matrix–filler interaction 
parameters (calculated from Pukanszky relationship) for 
the prepared natural rubber composites filled with TiO2 par-
ticles are presented in Table 5. The calculations were per-
formed only for composites obtained at optimal vulcaniza-
tion time, i.e., 10 min. The increase in the amount of TiO2 
particles (increase in filler volume fraction) in the prepared 
composites result in decreasing of matrix-filler interaction 
parameter resulted from the more filler–filler interactions 
which occurs due to the presence of hydroxyl groups on the 
surface of TiO2 particles and formation of filler aggregates 
due to high interactions between the particles (as a result 
of electrostatic Van der Waals forces) at a high content of 
filler. Similar behavior was observed by Nath et al. [43] in 
the case of fly ash–isotactic polypropylene composites.

(3)σc = σm ·

(

1− Vp

1+ 2.5 · Vp

)

· eB·Vp

Table 4  Moduli at 100% and 300% of composites vulcanized at four different times

Vulcanized time (min) 10 15 20 25

Sample code M100 (MPa) M300 (MPa) M100 (MPa) M300 (MPa) M100 (MPa) M300 (MPa) M100 (MPa) M300 (MPa)

VNR 0.88 ± 0.01 2.12 ± 0.02 0.75 ± 0.01 1.83 ± 0.02 0.72 ± 0.03 1.73 ± 0.03 0.71 ± 0.04 1.68 ± 0.02

VNR15 0.97 ± 0.01 2.39 ± 0.02 1.05 ± 0.04 2.69 ± 0.03 0.90 ± 0.01 2.17 ± 0.04 0.85 ± 0.01 2.04 ± 0.03

VNR25 1.07 ± 0.02 2.78 ± 0.01 0.99 ± 0.02 2.50 ± 0.04 0.98 ± 0.03 2.33 ± 0.02 0.78 ± 0.02 1.79 ± 0.01

VNR45 1.17 ± 0.03 3.16 ± 0.03 1.12 ± 0.04 2.97 ± 0.01 0.83 ± 0.01 2.11 ± 0.03 0.89 ± 0.02 2.21 ± 0.04

VNR85 1.49 ± 0.04 4.18 ± 0.04 1.49 ± 0.06 3.98 ± 0.05 1.17 ± 0.05 3.02 ± 0.04 1.05 ± 0.03 2.72 ± 0.07
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Tear strength

Tear strength of the obtained rubber composites are pre-
sented in Table 6. The highest tear strength values were 
observed for the samples vulcanized at 10 min, and this 
also suggest that it is proper vulcanization time. Tear 
strength of all samples was increased with increase in TiO2 
loading up to 25 phr. The samples without filler exhibit the 
lowest tear strength values. This trend indicated a good 
interaction between filler surface with NR matrix, which 
resulted in cracks growth inhibition in the obtained rubber 
composites.

Cyclic compression

The cyclic compression stress–strain curves for all pre-
pared composites are shown in Fig. 6. The loading, unload-
ing, dissipated energy values in each cycle and the differ-
ence between energy dissipated in the first and fifth cycle 
are presented in Table 7. The compression cycles were 
obtained until 50% compression. During compression–
decompression (removing of loads) cycle, a certain amount 
of energy can be absorbed-released by the material. The 
use of higher amounts of filler caused increasing of energy 
dissipated from 0.075 to 0.181 J for the vulcanization time 
equal to 10 min. The lowest value of loading and unloading 
energy was observed for neat natural rubber vulcanizates. 
The loss of energy during each cycle is connected with the 

deformation of the rubber matrix. It could be attributed to 
the interfacial interactions between TiO2 and NR chains. 
The occurring interactions between polymer matrix and 
filler increased the work required for the deformation of 
the composites, because the energy is dissipated on the tita-
nium dioxide particles. The addition of TiO2 into soft matrix 
decreased the effectiveness of the stress transfer into rub-
ber matrix and increased the work required to deform the 
composite. In all samples, permanent deformation at the end 
of their first cycle was observed, which indicated a change 
in the microstructure of the samples as a result of loading 
cycles and it mainly depended on the maximum strain level. 
This observation is also known from the literature [44].

Abrasion resistance and density

The abrasion resistance and density of TiO2/NR vulcani-
zates are shown in Tables 8 and 9. The addition of TiO2 to 
the rubber materials significantly improved the abrasion 
resistance. The lowest abrasion resistance was appeared in 
the natural rubber vulcanizates sample without TiO2. The 
values of the mentioned properties are strongly depend-
ent on the amount of the used filler. The highest abrasion 
resistance for filled composites (0.024 cm3) was observed 
for sample VNR15 (vulcanization time of 10 min). The 
increase in loading of filler in the final material resulted in 
the lowering of abrasion resistance, but even in the TiO2 
content of 85 phr, the abrasion resistance was higher than 
that of the unfilled material. The increasing of the vul-
canization time also resulted in decreasing of the abrasion 
resistance. The exceeding of the optimum vulcanization 
time is followed by regression of vulcanization process and 
thermal degradation of the obtained material, and conse-
quently decreasing of the abrasion resistance.

Table 5  TiO2 content effect in matrix–filler interaction parameter 
calculated from Pukanszky relationship

Sample code Volume fraction of  
filler, Vp

Polymer matrix–filler 
interaction parameter, B

VNR15 0.028 8.53

VNR25 0.047 5.48

VNR45 0.082 4.46

VNR85 0.144 3.76

Table 6  Tear strength values of composites vulcanized at different 
times

Vulcanized time 
(min)

10 15 20 25

Sample code Tear Strength (N/mm)

VNR 28.4 ± 0.8 20.7 ± 5.2 22.8 ± 3.0 23.6 ± 4.8

VNR15 33.6 ± 5.6 12.4 ± 3.7 10.6 ± 3.2 10.7 ± 3.5

VNR25 35.0 ± 5.6 8.4 ± 0.2 9.5 ± 1.1 11.6 ± 3.0

VNR45 30.9 ± 5.9 21.2 ± 6.7 7.7 ± 0.5 8.1 ± 0.6

VNR85 32.1 ± 3.5 25.5 ± 3.5 22.1 ± 2.5 21.4 ± 3.6

Fig. 6  First and fifth cycle compression stress–strain curves for 
VNR, VNR15, VNR85 at 10 min vulcanized time
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Density of the produced composites is in the range 
1.0678–1.416 g cm−3 and density of the unfilled natu-
ral rubber vulcanizates is 0.9679 g cm−3. As is shown in 
Table 9, density values of the obtained composites were 
increased with the increase in the loading titanium diox-
ide resulted from higher density of TiO2 particles in com-
parison with the vulcanized natural rubber. The smallest 
density was observed for natural rubber with 15 parts per 
titanium dioxide per hundred parts of natural rubber. Gen-
erally, it was observed that the densities of materials are 
very similar and independent of the vulcanization time.

Hardness and rebound resilience

The hardness and rebound resilience of the obtained mate-
rials are presented in Table 10. The results were depended 
on the content of titanium dioxide and vulcanization 
time. Hardness of the samples was in the range of 46.4–
54.3°ShA for 10 min vulcanization time. It was also found 
that optimal vulcanization time was 10 min, because higher 
vulcanization time resulted in decreasing of the hardness 
and rebound resilience. The natural rubber vulcanizates 
without filler possessed the smallest hardness and with 

Table 7  Hysteresis characteristic of samples vulcanized for 10 min

Sample code Cycle number Loading energy Wc (J) Unloading energy WRC (J) Dissipated energy ΔH (J) ΔH1–5 (J)

VNR 1 2.225 2.093 0.132 0.075

2 2.151 2.079 0.072

3 2.136 2.072 0.064

4 2.129 2.067 0.061

5 2.122 2.065 0.057

VNR15 1 3.488 3.191 0.297 0.151

2 3.324 3.150 0.174

3 3.284 3.125 0.158

4 3.259 3.108 0.151

5 3.238 3.093 0.146

VNR85 1 4.218 3.886 0.333 0.181

2 4.053 3.865 0.188

3 4.004 3.838 0.167

4 3.972 3.815 0.157

5 3.948 3.796 0.152

Table 8  Abrasion resistance 
of composites vulcanized at 
different times

Vulcanized time (min) 10 15 20 25

Sample code Abrasion resistance (cm3)

VNR 0.063 ± 0.022 0.125 ± 0.043 0.140 ± 0.055 0.186 ± 0.035

VNR15 0.024 ± 0.004 0.035 ± 0.011 0.037 ± 0.003 0.051 ± 0.010

VNR25 0.035 ± 0.003 0.035 ± 0.001 0.054 ± 0.007 0.054 ± 0.005

VNR45 0.037 ± 0.002 0.041 ± 0.003 0.059 ± 0.003 0.071 ± 0.010

VNR85 0.033 ± 0.023 0.053 ± 0.001 0.055 ± 0.005 0.071 ± 0.004

Table 9  Density of composites 
vulcanized at different times

Vulcanized time (min) 10 15 20 25

Sample code Density (g cm−3)

VNR 0.9679 ± 0.0001 0.9677 ± 0.0034 0.9641 ± 0.0035 0.9665 ± 0.007

VNR15 1.0678 ± 0.0022 1.0644 ± 0.0006 1.0654 ± 0.0004 1.0645 ± 0.0004

VNR25 1.1182 ± 0.0003 1.1184 ± 0.0003 1.1184 ± 0.008 1.1177 ± 0.0003

VNR45 1.2264 ± 0.0003 1.2276 ± 0.0005 1.2255 ± 0.0001 1.4163 ± 0.0005

VNR85 1.4163 ± 0.0005 1.4161 ± 0.0006 1.4167 ± 0.0004 1.4168 ± 0.0007
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increase in the loading of the filler, hardness was enhanced. 
Therefore, the highest hardness (54.3°ShA) was observed 
for the sample with 85 parts per titanium dioxide hundred 
parts of natural rubber.

When the vulcanization time increased the cure time, 
hardness of the prepared rubber vulcanizates decreased. 
As stated above, the increasing of the vulcanization time 
resulted in thermal degradation of the composites and 
decreasing their hardness. The rebound resilience was in 
the range 43.5–52.9% and vulcanization time-independ-
ent. It can be concluded that the rebound resilience was 
depended strongly on the filler distribution in the elasto-
meric matrix. It can be concluded that results were depend-
ent on the places, where the pendulum fall on the sample. 
When the pendulum hit on the surface where the large 
agglomerates were present, filler received energy of impact 
and this resulted in the lower rebound resilience than when 
the pendulum hit on the elastomeric surface.

Dynamic mechanical thermal analysis

Results from dynamic mechanical thermal analysis (DMTA) 
of the prepared composites are shown in Figs. 7, 8, 9. In 
the temperature range from −100 to 0 °C, the natural rub-
ber composites have generally higher storage modulus (E’) 
in comparison with the neat natural rubber vulcanizates. 
As can be seen in Fig. 7 use of 85 parts TiO2 per hundred 
parts of natural rubber significantly increased the storage 
modulus in the glassy region, which is connected with the 
enhancement of composite stiffness due to the presence of 
the inorganic filler characterized by high hardness.

In the Fig. 8, loss modulus (E″) dependence on tempera-
ture for all prepared materials is presented. Loss modulus 
of composites is in the range of 846–1200 MPa. Generally, 
the maximum value of the loss modulus increased with 
increase in the amount of filler content, which is connected 
with higher loss energy. The glass transition tempera-
ture is determined as a temperature at which tanδ reaches 
its maximum value. The tangent delta dependence on the 

temperature (Fig. 10; Table 11) for natural rubber compos-
ites showed that the height of tanδ peak is affected by the 
amount of filler.

Table 10  Hardness and rebound resilience of composites vulcanized at four different times

Vulcanized 
time (min)

10 15 20 25

Sample  
code (–)

Hardness  
(°Sh A)

Rebound 
resilience (%)

Hardness  
(°Sh A)

Rebound 
resilience (%)

Hardness  
(°Sh A)

Rebound 
resilience (%)

Hardness  
(°Sh A)

Rebound 
resilience (%)

VNR 39.7 ± 0.9 43.8 ± 2.1 37.5 ± 0.2 41.2 ± 1.6 36.8 ± 0.4 40.2 ± 1.9 36.0 ± 0.4 39.4 ± 2.0

VNR15 46.4 ± 0.6 50.3 ± 3.1 45.6 ± 0.3 49.0 ± 2.6 44.9 ± 0.8 51.1 ± 4.3 43.1 ± 0.8 51.2 ± 2.3

VNR25 46.5 ± 1.8 52.1 ± 2.4 46.2 ± 0.3 52.0 ± 2.7 44.6 ± 0.3 48.0 ± 2.8 43.6 ± 0.5 47.8 ± 2.7

VNR45 50.2 ± 0.3 49.9 ± 2.7 46.8 ± 1.0 49.9 ± 2.5 44.9 ± 1.0 46.6 ± 2.9 44.4 ± 0.6 45.7 ± 2.1

VNR85 54.3 ± 0.5 50.5 ± 2.0 52.9 ± 0.7 47.4 ± 2.1 51.2 ± 0.3 45.7 ± 2.5 49.5 ± 0.3 43.5 ± 2.1

Fig. 7  Storage modulus changes vs. temperature of different com-
posites samples vulcanized at 10 min

Fig. 8  Loss modulus changes vs. temperature of different composites 
samples vulcanized at 10 min
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Thermogravimetric analysis

Thermal stability of the prepared natural rubber compos-
ites are shown in Figs. 10 and 11 (TGA and DTG curves). 
The characteristic temperatures of thermal decomposition 
are presented in Table 12. As can be seen thermal degrada-
tion of VNR begins at 200 °C. All natural rubber compos-
ites showed a one stage thermal degradation. It is evident 
that the highest thermal stability is exhibited by VNR85. 
In Fig. 11, it is also discernible the existence of one stage 
thermal decomposition for all materials. The highest rate 
of thermal decomposition was observed at ca. 390 °C for 
all prepared materials. Addition of TiO2 particles to NR 
resulted in the increase of thermal stability, which was 
due to the high thermal stability of the applied inorganic 

filler. The incorporation of titanium dioxide can improve 
the mechanical properties and thermal stability of the pre-
pared composites. It is also observable that the maximum 
degradation temperature for the composites filled with 85 
parts TiO2 by weight per hundred parts of rubber is slightly 
higher than the other samples. Natural rubber composites 
showed higher thermal stability than the neat natural rub-
ber vulcanizates. The char yield at 600 °C is in the good 
correlation with the percentage weight content of titanium 
dioxide in the prepared composites (Tables 1, 11).

The improvement of the thermal stability of the polymer 
matrix composites can be obtained by the presence of fill-
ers (e.g., TiO2 particles) which can interact with the poly-
mer matrix. The relatively strong interactions between the 
filler surfaces and polymer chains resulted in restriction 
of thermal movements (mobility) of polymer chains [38]. 
Esthappan et al. [45] suggested that in the case of poly-
propylene composites filled with TiO2 particles, the good 
interfacial interactions restricted the mobility of the poly-
mer chains and made the scission of polymer harder, and 
due to this reasons the degradation temperature is shifted to 
the higher temperatures.

Fig. 9  Temperature dependence of tanδ of different composites sam-
ples vulcanized at 10 min

Fig. 10  TGA curves of different composite samples and reference 
sample

Table 11  Glass transition temperature of the obtained composites 
determined by DMA method

Sample code Tg (°C) tanδ

VNR −44.5 1.21

VNR15 −40.0 1.87

VNR25 −43.0 1.81

VNR45 −43.6 1.84

VNR85 −42.0 1.77

Fig. 11  DTG curves of different composite samples and reference 
sample
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Conclusion

The results showed that using titanium dioxide as filler 
allows obtaining materials with improved mechanical 
properties and thermal stability in comparison with the 
neat natural rubber vulcanizates. Prepared natural rubber 
composites exhibited higher tensile strength, hardness, 
moduli at 100 and 300% elongation, and abrasion resist-
ance than the unfilled natural rubber vulcanizates. SEM 
analysis showed generally good dispersion of the filler in 
the elastomeric matrix. However, inorganic filler at higher 
loadings showed ability to form agglomerates, which are 
responsible for decrease of mechanical properties. It was 
generally observed that even with decline in mechanical 
properties by increase in TiO2 contents, the obtained values 
from mechanical tests were higher than those in the case 
of the unfilled natural rubber. Moreover, composites with 
85 phr of titanium dioxide have surprisingly good mechani-
cal properties and thermal stability. Titanium dioxide as a 
filler has a very good potential for production new materi-
als with better mechanical properties and thermal stability 
in comparison with the neat natural rubber vulcanizates. 
This kind of material is a good candidate for specific appli-
cations, e.g., rubber outsoles for footwear, due to some 
suitable properties, including good abrasion resistance 
and flexibility, white color, antimicrobial properties and 
attenuation of ultraviolet light (UV protection) connected 
with the presence of titanium dioxide particles. The further 
investigations (in the terms of specific industrial standards) 
should be performed before the application of this kind of 
materials.
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