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                    Summary
Tetrahedrites with the composition between Cu12Sb4S13 and Cu10Fe2Sb4S13 were synthesized at 457 °C and 500 °C from the elements and carefully studied by Mössbauer spectroscopy of57Fe. Between Cu12Sb4S13 and Cu11Fe1Sb4S13 iron is predominantly ferric. Between Cu11Fe1Sb4S13 and Cu10Fe2Sb4S13 iron is predominantly ferrous and occupies the tetrahedral M1-sites.


Zusammenfassung
Die Rolle von Fe2+ und Fe3+ in synthetischen Tetraedriten mit Fe-Substitution Tetraedrite mit einer Zusammensetzung zwischen Cu12Sb4S13 and Cu10Fe2Sb4S13 wurden bei 457 °C und 500 °C aus den Elementen synthetisiert und sorgfdltig mit Mössbauer-Spektroskopie von57Fe untersucht. Zwischen Cu12Sb4S13 and Cu11Fe1Sb4S13 ist Eisen überwiegend dreiwertig. Zwischen Cu11Fe1Sb4S13 and Cu11Fe2Sb4S13 ist Eisen überwiegend zweiwertig und besetzt die tetraedrisch koordinierten M1-Plätze.
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