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The decomposition heats (AH) for complexes of the type Ni(NCS)~L2 were studied 
by means of a differential scanning calorimeter. From the decreasing values of AH the 
following order has been established: a) for pseudooctahedral complexes: py > fl-pic > 
> Q; and b) for square-planar complexes: 2,6-1ut > Q > ce-pic. The results obtained 
are compared with the data from the TG, DTG, and DTA curves. 

The thermochemical properties of coordination compounds are investigated 
not only in solution, but also in the solid state, and the results found for both 
states are correlated. 

In studying this relationship for complexes of the type MX2py2[X = CI, Br, 
NCS, and M = Mn(II), Co(II), Ni(II)], Bowman and Rogers [1 ] have found that 
on heating the release of the two pyridine ligands depends on the increasing 
stability of the complexes (at increasing temperature) in accordance with the 
stability order given by Irving and Williams [2 ]. Analogous results have been found 
by Liptay and co-workers [3 ] for the complexes M(NCS)2py ~. They have come to 
these conclusions by comparing the temperatures corresponding to the minima 
on the DTA curves [1] and to the maximum decomposition rates (on the D T G  
curves), respectively [3]. F16ra [4] studied the heat effects on the decomposition 
of the complexes [Ni(NH3)6]X 2 (X = C1, Br, or I) by evaluation of the areas on 
the DTA curves obtained by the Derivatograph. 

Conventional thermal analysis, where sample and inert reference are heated 
at a constant rate, may only provide qualitative thermochemical information [5]. 
From this point of view it appears more useful, especially for multistep processes, 
to apply data of decomposition heats, obtained by means of a differential calorim- 
eter [5 - 10]. We too, proceeded in this way in studying the thermochemical prop- 
erties of the isomers of Ni(NCS)2Q2 (Q = quinoline). In order to come to some 
partial conclusions for complexes of the same type and structure an analogous 
study was also carried out on other complexes of the type Ni(NCS)2L2, as in our 
earlier work [11 ]. 
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Experimental 

Chemicals, analytical methods, preparation, and analytical results for the 
complexes under investigation are given in [11, 12]. The grain size for all the 
complexes was smaller than 0.060 ram. 

The Perkin-Elmer Differential Scanning Calorimeter DSC-1B was used to 
measure the heats of thermal decomposition, automatically recording the rate 
of liberation and absorption, respectively, of the heat ( d A H  " dt -1) as a function 
of time and temperature. Aluminium sample pans were used, with pressed-on lids 
having a hole of 1 m m  diameter. The weight of the samples was 5_+0.02 rag. The 
heating rate was 8~ the sensitivity 4 mcal/s. For the used recorder chart speed 

Table 1 

The thermodynamic data of the reactions: Ni(NCS)2L2r Ni(NCS),z(s)+ 2L(e: 

A-r/d) 
C o m p o u n d  T~, ~  T~0, ~  Ts'  ~  k c a l .  m o l e -  x 

Ni(NCS)2pY.~ 
Ni(NCS)2(~-pic)2 
Ni(NCS)2(fl-pic).~ 
Ni(NCS)2(2,6-1ut)2 
Ni(NCS)2Q2 (I) 
Ni(NCS)2Q 2 (II) 

475 
392 
458 
428 
437 
413 

557 
453 

515,554 
494 

475,510 
471 

568 
468 
566 
507 
520 
499 

31.60 
24.40 
29.30 
30.15 
28.50 
27.80 

d-- 

z 

1 

470 490 510 530 550 570 
Temperotur e, ~ 

Fig. 1. Dependences of the rate of heat absorption on temperature. A: INi(NCS)2py~, 
B: Ni(NCS)z(fl-pic)2, C: Ni(NCS)2Q2 (II). D: Ni(NeS)z(~-pic)2. E: Ni(NCS)~(2,6-1ut)~, 

F: Ni(NCS)2Q2 (I) 
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of 75 cm/hour, the value of 48 mcal was equivalent to an area of 6.5 cm 2 (only for 
Ni(NCS)2py 2 did an area of 6.5 cm 2 correspond to 96 mcal). Dry nitrogen flowed 
through the system during the measurements at a rate of 20 ml/min. Calibration 
of the temperature axis was made by means of pure indium with its melting point 
of  157 ~ . The decomposition heats were determined by cutting out and measuring 
the respective areas. The results obtained are to be seen in Fig. 1 (A, B, C, D, E, 
F), and in Table 1, where T i is the temperature at the first deflection of the curve 
f rom the base line, Tp shows the maximum change of the enthalpy, and at Tf the 
curve has returned to the base line. 
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Discussion 

Recently published analogous works [5-10] provided the basis for the evalua- 
tion of the decomposition heats. Beech and co-workers measured the decompo- 
sition heats AH(1) of the reactions 

MX2L2(~) ~ MX2(~)+ 2L(g) (1) 

though for investigating the bond strength it would be more correct to consider 
the dissociation heats in the gaseous state 

MXzLz(g ) ~ MX2(g)+ 2L(g) (2) 

The relation between the reaction heats in the gaseous state AH(2 ) and AH(1) is [5]: 

AH(2 ) = AH(x) - AH~ubl. {MX2L2} + AH~ub,. {MX2} (3) 

As these sublimation heats are not known, Beech and co-workers suppose for 
simplification that the differences between the sublimation heats of MX 2 and 
MX2L ~, respectively, are approximately constant. Should this assumption prove 
correct, then the differences between the measured decomposition heats of solid 
complexes would be similar to those of gaseous complexes and one might then 
use the value of AH(1) as a criterion for the M - L  bond strength [9]. Variations 
in the values of AH(1) with different L and X may be attributed [5] to changes in 
"I. AHsuu. MX2L2 values, 2. AH~ubt MX2 values, 3. the strength of the M - L  o-- 
bonds, 4. the strength of the M - X  o--bonds, 5. the magnitude of the M - L  
re-bonding, and 6. the perturbing effect a". Steric factors too have to be considered, 
then the polarisation effects, and especially also the crystal lattice energy, which 
may markedly vary even for the same complex type. This may account for the 
fact that the data of the IR spectra (~M-L) [20, 21] do not always correlate with 
the values of AHo) [5]. 

The bond strength between the same central atom and the volatile ligand in 
different types of coordination polyhedra (octahedral, square-planar, tetrahedral) 
must be different, as the bonding possibilities of the central atom for different 
coordination polyhedra vary. Therefore, only complexes of the same stoichio- 
metric type and of identical geometrical configuration may be compared with 
each other. The decomposition heats arranged on this basis together with the 
data of the TG, DTG, and DTA curves [11 ] are listed in Table 2. 

Ti is the temperature at which the loss of weight of the sample begins (read 
off on the TO curve), Tp is the temperature of the peaks on the DTG and 
DTA curves, respectively. 

The results following from Table 2 are: 
a) Of the pair of isomers of Ni(NCS)202 in the solid state, the square-planar 

isomer (I) is thermodynamically more stable; this result is in accordance with the 
thermochemical results obtained in solution [13]. 
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Table 2 

Thermochemical data of the thermal decomposition of complexes of the type Ni(NCS)2L 2 

Ni(NCS)~L2 Geometrical TG DTG DTA AHq) 
configuration T,, ~ Tv, ~ T~, ~ kcal. mole- 1 

Ni(NCS)zpyz 
Ni(NfS)2(fi-pic)2 
Ni(NCS)2Q2 (II) 

Ni(NCS)z(e-pic)2 
Ni(NCS)~Q2 (I) 
Ni(NCS)2(2,6-1ut) z 

Pseudo- 
octahedral 

Square- 
planar 

450 
412 
390 

360 
405 
412 

532 
478,515 

460 

438 
462,497 

472 

534 
480,518 

462 

438 
458,496 

473 

31.60' 
29.30 
27.80 

24.40 
28.50 
30.15 

* Kauffman and Beech [10] have found a higher value of AH(1) for Ni(NCS)2py2. 

b) On the basis of the obtained values the following order of stability may be 
established : 

i) for pseudooctahedral complexes: 
Ni(NCS)2py9 " > Ni(NCS)2(fl-pic)2 > Ni(NCS)2Q2 (II), and 

ii) for square-planar complexes: 
Ni(NCS)2(c~-pic)2 < Ni(NCS)zQ2 (I) < Ni(NCS)z(2,6-1ut)2. 

Several authors have studied the thermal stabilities of nickel(Ii) complexes 
by means of the decomposition temperatures, i.e. the temperatures at the begin- 
ninglof loss of weight of the sample [14], though it is known that the decomposition 
temperatures do not  represent established physical parameters for a given com- 
pound [15]. Others apply the temperatures of the maximum deviations on the 
D T G  [3] or D T A  [1] curves. Another difficulty arises, however, in that the pro- 
cesses to be compared may be of one-step or multi-step character. For example 
Ni(NCS)~L 2 (where L = fi-pic or Q) (isomer I) decomposes in two steps, and it 
is not clear which temperature should be taken into consideration: that  of the 
liberation of the first or that of the second molecule of L. The most correct tem- 
perature appears to be that corresponding to the release of  one half of the first 
molecule. These problems are eliminated if the values of AH(~) used cover the 
release of  2L, irrespective of the number of steps in the process. 

The comparison of the values of AH(1) with those of Ti (from the TG curve) for 
pseudooctahedral complexes shows that with decreasing value of AHtl ) the de- 
composition temperature also decreases. Equally for square-planar complex 
some mutual correlation of these values may be observed. The value of Tp from 
the D T G  and D T A  curves cannot be correlated with those of AH(~) just because 
of  the multi-step character of the process. 

The temperature changes of AH(~; on the release of 2L from complexes of the 
type Ni(NCS)~L 2 are - except for L = c~-picoline - apparently constant in the 
range 28 - 32 kcal �9 mole - 1 (Table 2), in spite of different structure changes. This 
is in agreement with the respective complexes of NiC12L2 [7], but in contrast 
with the chloride complexes of cobalt(II) with the same volatile ligands [5]. 
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The low value of AH(1 ) for L = e-picoline compared with the other ligands is 
probably due to the steric influence of the methyl group in e-picoline. Very low 
values of decomposition heats have also been found for the complexes M(II)C12 " 

�9 (~-pic)2, with M = Co or Ni, and were interpreted in the same way [5, 71. 
The strengths of the M -  L a-bonds influencing the values of AH(1) are related 

to the values ofpKa in the nitrogen bases: pyridine 5.22; fl-picoline 5.63; quino- 
line 4.85 [5, 16]. These values appear to indicate that/?-picoline forms a stronger 
bond and quinoline a weaker one than pyridine. The decomposition heat found 
for Ni(NCS)2(fl-pic).~, however, shows the contrary to be true. This is explained 
[17-  19, 22] by the different charge density and charge distribution in the pyridine 
ring. For these ligands the dative re-bond Ni ~ L  was also taken into account, 
mainly for the 2, 4, and 6 positions. These are the positions of excess charge in 
fi-picoline (due to the directing influence of the methyl group). The dative 7c-bond 
will be impeded in complexes with this ligand compared with pyridine, i.e. the 
overlapping of the d~ -p~ orbitals will be lower and the decrease of AH(a) probably 
follows from this. This explanation, however, cannot be taken as definite, since 
AH(2> in the gaseous state is not an unambiguous criterion of the M - L  bond 
strength, as in the course of the decomposition of the complex reorganization of 
its configuration also takes place. Thus AH(2 ) is the total reaction heat of both the 
simultaneous partial reactions. AH(I) is therefore only a rough approximation 
characterizing the bond strength, but provides valuable information on the con- 
trolling process and the step-wise nature of the processes, together with the values 
of the activation energies. Study of the kinetics of thermal decomposition of 
complexes of the type Ni(NCS)2L 2 will be the subject of further investigation. 
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RgSUM~ -- Dgterminat ion par  analyse enthalpique diff6rentielle des chaleurs de d6compo- 
sition (AH) des complexes de formule ggn6rale Ni(SCN)2Lz. Le classement des valeurs de A H  
par  ordre dgcroissant montre  que pour  les complexes pseudo-octa6driques py > fl-pic > Q 
et que pour les complexes plans carrgs lut-2,6 > Q > ~-pic. Comparaison de ces r6sultats 
avec les donn6es des courbes TG, T G D  et ATD. 

ZUSAMMENFASSUNG - -  Es erfolgte die Best immung der Zersetzungsw~rmen (AH) der Komplexe 
vom Typ Ni(NCS)2L2 durch die Differential Scanning Calorimetrie. Mit  abnehmenden A I I  
Werten ergab sich die Reihenfolge: a) Pseudooktaedrische Komplexe:  Py > fl-Pic > Q;  
b) Quadratische Komplexe:  2,6-Lut. > Q > a-Pic. Ergebnisse mit aus den DTA, T G  und 
DTG-Kurven  gewonnenen Resultaten wurden verglichen. 

Pe3roMe. - -  C HOMOILlblO cKaHnrlpyroRtero KaJIoprlMeTpa n3y'leHa TeltnoTa pacna~a (AH) a~a 
KOMnJIeI~COB Trma Ni(NCS)zLz. B p~t~Iy yMermmaJomnx Be~lnmirI A H  H a ~ e n  cne~yloma~ nop~- 
~oK: a ) ~ z a  nceB~ooKTaa~prI~aecKnx I~OMI~eKeo~ py > /3-pic > Q; 1,1 6) Jlas nJIai~apm, i x  
KOMIIneKCOB 2,6 lut > Q > ~-pic. Ylony~IenH~,ie pe3yJIbTaTbI cpaBHen~i c aanm,~MU, nos~y- 
qettrlblMti I, ICXO.Rfl 1,13 KpHBBIX TF, ) ITF rI ~TA.  
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