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Abstract

In this paper, a generalized workflow is outlined for the necessary integration of
multimodal measurements and multiphysics models at multiple hierarchical length
scales demanded by an Integrated Computational Materials Engineering (ICME)
approach to accelerated materials development. Recognizing that multiple choices
or techniques are typically available in each of the main steps, several exemplary
analyses are detailed utilizing mainly the alpha/beta titanium alloys as an illustrative
case. It is anticipated that the use and further refinement of these workflows will
promote transparency and engender intimate collaborations between materials
experts and manufacturing/design specialists by providing an understanding of the
various mesoscale heterogeneities that develop naturally in the workpiece as a direct
consequence of the inherent heterogeneity imposed by the manufacturing history
(i.e., different thermomechanical histories at different locations in the sample). More
specifically, this article focuses on three main areas: (i) data science protocols for
efficient analysis of large microstructure datasets (e.g., cluster analysis), (ii) protocols
for extracting reduced descriptions of salient microstructure features for insertion
into simulations (e.g., regions of homogeneity), and (iii) protocols for direct and
efficient linking of materials models/databases into process/performance simulation
codes (e.g., crystal plasticity finite element method).

Keywords: ICME; Microstructure informatics; Higher-order statistics; Materials big
data; Macrozones; Region of homogeneity; Representative orientation distribution;
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Review
Introduction

Predicting mechanical response and texture evolution during thermomechanical pro-

cessing (TMP) of alpha/beta titanium alloys is challenging due to the complexity of the

underlying microstructure in the alloys and the highly anisotropic response exhibited

by the microscale constituents. Not only do these materials exhibit two phases with

drastically different deformation mechanisms, but also the morphology, crystallog-

raphy, and relative ratio of the phases changes with temperature and deformation path.

Consequently, there have been many research efforts focusing on various sources of

anisotropy in these materials [1,2]. With the recent push of the Materials Genome

Initiative (MGI) and Integrated Computational Materials Engineering (ICME) towards
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a coherent integration between various stages and scales of modeling the materials

behavior and the corresponding measurements, new workflows (i.e., protocols) are

critically needed. In this article, an example workflow is presented that integrates

materials characterization (both microstructure and mechanical response) with suitable

multiscale simulations of processing conditions (Figure 1). This workflow comprises the

following general operations: (i) assembly of information gathered about the local state of

the materials from experimental or modeling data into a feature vector; (ii) application

of data analytics techniques to identify particular features of interest; (iii) creation of

representative descriptors of microstructure features that provide an optimized reduced

description; and (iv) insertion of the representative descriptors into materials models that

evolve the microstructure and properties during TMP, making use of a particular solver

architecture (e.g., finite element method (FEM)) with various degrees of feedback. The

path of the workflow can also be closed through post-processing operations whereby

the results of materials models are used to update the local state information, enriching

the information contained in the feature vector.

In order to provide for a greater understanding of the various operations and the flow

of information throughout the workflow, detailed descriptions of exemplary illustrations are

provided in the subsequent sections. In particular, discussion is focused on examples

illustrating how a series of choices can be made to advance the incorporation of titanium

microstructures into numerical simulations of a part production. The workflow and selected

techniques are directed towards the emerging ‘Big-Data’materials innovation ecosystem that

utilizes modern data science techniques such as machine learning and computer vision

[3,4]. While the Ti-6Al-4V microstructure data presented here were generated with standard
Figure 1 A Big-Data based ICME workflow. A generic workflow is given for integrating mesoscale
heterogeneities in material structure with process simulation of titanium alloys.



Salem et al. Integrating Materials and Manufacturing Innovation 2014, 3:24 Page 3 of 22
http://www.immijournal.com/content/3/1/24
methods (e.g., electron backscatter diffraction (EBSD) and backscattered electron (BSE)

imaging), they were recorded from large scan areas resulting in 100,000,000s of EBSD data

points and 10,000s of high-resolution BSE images. Consequently, new tools have had to be

developed for texture analysis, image segmentation, and quantification of microstructure

metrics. In addition, salient microstructure descriptors (e.g., regions of homogeneity (ROH),

representative orientation distributions (ROD), and microtextured regions or macrozones

(MTR)) have been generated using a new generation of data analytics techniques.
Microstructure of α-β titanium alloys

Due to the strong effect of microstructure on the mechanical behavior of materials, it is

important to have a clear understanding of the various constituents of the microstructure and

their influence on the mechanical behavior and texture evolution under a broad range of

loading conditions. Ti-6Al-4V was selected as the primary model material in the following

sections to describe our workflow. This alloy exhibits a dual-phase microstructure with a

hexagonal close-packed (HCP) alpha phase and a body-centered cubic (BCC) beta phase that

coexist in various volume fractions based on the temperature history of the sample or compo-

nent. Thermomechanical processing of this alloy produces a range of microstructures that

can be categorized into three major types: fully lamellar, fully equiaxed, and bimodal (Figure 2).

For the same chemistry, the volume fractions, morphology, and texture of the constituents

are known to have a major effect on the mechanical behavior of the alloy [5].

Lamellar and equiaxed microstructures have constituents with distinct morphologies

that can be extracted using standard image segmentation techniques applied on BSE or

optical images. Consequently, extracting alpha laths in the lamellar microstructure or

alpha particles (not grains) in the equiaxed microstructure (Figure 2a,b) can be done using

contrast thresholding in a commercial software package (e.g., ImageJ and Photoshop) due

to the image contrast resulting from etching (optical) or atomic number difference (BSE)

of the two phases. However, the bimodal microstructure is a challenge because the alpha

phase has two morphological constituents, namely, primary alpha particles and secondary

alpha colonies with alternating alpha laths and beta layers (Figure 2c). Because both

constituents have the same HCP crystal structure, regular EBSD maps cannot automatic-

ally distinguish between them (Figure 3a). The same challenge lies while using the BSE

images (Figure 2c) alone. On smaller areas, the use of multimodal signals and traditional

thresholding techniques has succeeded to segment (αp) particles and (αs) colonies based
Figure 2 Common microstructures in α-β titanium alloys. Backscatter electron (BSE) images of (a) fully
lamellar microstructure, (b) fully equiaxed microstructure, and (c) bi-modal microstructure.



Figure 3 Segmenting HCP constituents (αp and αs) in Ti-6Al-4V. (a) Secondary electron image of a
bimodal Ti-6Al-4V alloy with primary particles (αp) and secondary alpha colonies (αs) and ND-IPF map of
Ti-6Al-4V with indistinguishable HCP constituents (αp grains and αs colonies). (b) Using a map of vanadium
concentration generated by EDS showing higher concentration in secondary alpha (αs) colonies to segment
the αp particles. (c) Alpha-phase inverse pole figure map and resultant EBSD pattern quality map of
auto-segmented αp grains using TiSeg™.
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on vanadium partitioning (Figure 3b) [6]. However, applying these methods to large

areas for practical applications is expensive and time-consuming. The use of data

science approaches (as described in detail in subsequent sections) has enabled

automated segmentation of 10,000s of EBSD and BSE datasets (Figure 3c).
Data analytics for large microstructure datasets

The bimodal microstructure contains many microstructure features (αp particles, αp grains,

αs colonies, αs laths, layers of alpha on beta grain boundaries, prior β grains, microtextured
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regions, etc.) that can affect the response of the material under loading. However, the

data captured by typical characterization techniques (EBSD, BSE, spectroscopy, etc.)

do not directly identify these microstructure features automatically. Rather, at each

probed location, the data include signals from the materials that reflect the internal

local state of the materials. These internal variables change with time under externally

applied variables (e.g., temperature, cooling rate, strain). As such, one can assign the

local state at each voxel location in the studied area using a list of internal variables

that are related to the crystal structure and alloying elements of the underlying materials.

The microstructure features mentioned earlier are then defined by certain morphological

characteristics displayed by the local states. Consequently, it should be possible to use

various cluster analysis techniques [7] to identify the features of interest (FoI) from large

datasets (e.g., EBSD scan of 10 × 10 mm at 1 μm step size giving 108 measurements of the

local state). An example is the familiar spatial clustering of measurement points sharing a

common orientation that is understood as a ‘grain’. Similarly, the spatial clustering of a

group of grains indicates a microtextured region (macrozone), while the spatial clustering

of similar chemical elements is indicative of micro/macrosegregation or precipitates. As

such, taking advantage of recent advances [8] in data science has enabled the development

of multiple algorithms and tools for quantifying the microstructural features of interest in

computationally efficient ways [9]. In the next few sections, the main terminologies and

methodologies used in these workflows are introduced.
Feature vector

Each voxel in a materials dataset is assigned an n-dimensional feature vector [10] of

variables needed to obtain a concise mathematical representation of all the distinct local

states in the dataset. Such representation facilitates image processing, statistical analysis,

and utilization of numerous algorithms from the pattern recognition and machine learn-

ing communities [11] to extract salient information about the material. The list of

variables used in the feature vectors can range from scalar variables (e.g., chemical

composition) to tensorial variables (e.g., crystal lattice orientation). These feature vectors

play an important role in identifying proper materials models for process simulations

(e.g., thermomechanical processing of Ti alloys).

While the main goal of materials Big-Data efforts is to improve the accuracy of pre-

dictive modeling, the implementation of such efforts is often faced with the doubt that

‘bigger is not always better’ [12]. This unfortunate stigma has surfaced in fields other

than materials science where low signal-to-noise ratio is the norm [13] and the main

question often is exactly what data needs to be collected. Furthermore, the high cost of

collecting materials data often results in the production of very sparse datasets relative

to the high degree of heterogeneity possible in large manufactured structures. Similar

challenges have faced predictive modeling of human behavior, though the large eco-

nomic gains that have been realized from the success of these models have in turn

helped to improve the popularity and the accuracy of such efforts [12,13]. Recently,

Fortuny et al. [12] provided empirical support that predictive performance from sparse

fine-grained (behavior) data was increased by using Big-Data. For example, using KDD

Cup 2010 student evaluation data, Fortuny et al. [12] showed that the predictive power

(area under receiver operating characteristic, ROC) for the multinomial Naïve Bayes
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variants increased with the addition of more data (Figure 4). Such correlation is likely

also applicable to predictive modeling with materials Big-Data with an expected

improvement in accuracy of predictions due to the absence of noise inherent in the

often emotion-driven behavior of human populations.
Identification of features of interest

As noted earlier, the local states do not necessarily identify the microstructure features of

interest directly, necessitating additional analysis. As such, prior knowledge in the field

will help identify the specific microstructural FoI (presumably these features control the

performance characteristics of the final finished product) that need to be tracked in the

process simulations. Automated protocols for the extraction of selected features of inter-

est are needed to obtain consistency and reproducibility independent of operator bias and

with minimum computational cost. Due to the importance of the FoI as the main building

block for further analysis and modeling efforts, computer vision algorithms built on

supervised and unsupervised machine learning techniques [11] should be employed for

automated feature identification and extraction.

To extract specific FoI, some or all components of a feature vector can be used in the

cluster analysis [7]. For example, for identifying only the beta phase, a single variable in

the feature vector (e.g., BCC phase in EBSD dataset) is adequate. However, segmenting

primary alpha grains in bimodal microstructures requires clustering data regarding orien-

tation, chemistry, and/or imaging contrast at each voxel in the microstructure dataset.

Distinguishing between primary alpha grains and primary alpha particles is important for

accurate predictions of materials responses that depend on the slip distance (e.g., crystal

plasticity). An αp particle (Figure 5a) may engulf multiple αp grains (Figure 5b), though in

the case of a microstructure that has been fully spherodized during the ingot breakdown

process, a particle may include only one grain. As such, while identification of particles

can be accomplished directly from BSE images (Figure 2c) by finding the remnant beta
Figure 4 Learning curves with increasing numbers of features. Adding more data (x-axis) leads to
continued improvement of the predictive power (area under ROC). Dataset from KDD Cup 2010: student
performance evaluation [12].



Figure 5 Distinguishing between particles and grains in Ti-6Al-4V. (a) Secondary electron image with
primary alpha particles shown as continuous islands in a sea of secondary alpha laths and (b) EBSD data of
the same location with individual primary alpha grains colored differently. Almost all primary alpha particles
in (a) contain multiple primary alpha grains as shown in (b) with an example highlighted in the circle.
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layer separating particles, further differentiation of αp grains within a particle requires

orientation information in addition to BSE information (Figure 3c, Figure 5b).

Independent of the length scale, a feature of interest may be defined as a region in

physical space (3D) that depicts similar characteristic feature vectors as some other

regions in the microstructure. This definition enables setting up automated extraction

tools that are mainly dependent on the components of the feature vector. In the case

mentioned above, the feature vector for alpha ‘particle’ identification needs only one

element (BSE gray level), while a larger feature vector is necessary to define primary

alpha ‘grains’ (BSE gray level + orientation). To achieve automation and to increase

the speed of extraction, the identification is conducted in a two-step process in two

separate domains. The first step is conducted in the feature vector domain (i.e.,

feature space) in which volumes with similar feature vectors are classified using

cluster analysis [7]. The second step is conducted in physical space by mapping the

classified clusters from the first step to corresponding spatial locations in real space.

To demonstrate the FoI concept practically on Ti-6Al-4V, EBSD, and BSE data

within a feature vector are used to extract information about MTRs which can be

defined as 3D regions in physical space that contain similarly oriented primary alpha

grains [14].

Prior attempts to identify MTRs were based on traditional EBSD data analysis

methods available in commercial EBSD data analysis tools [15]. However, these

methods do not scale well for large datasets (>107 EBSD data points covering hundreds

of square millimeters and >105 BSE images). However, the two-step process [14]

described above has enabled the rapid identification of MTR clusters, each distributed

about a common texture component with a defined misorientation range (<10° in this

case) within each cluster. The cluster analysis was conducted with a feature vector of

551 dimensions in domain of the generalized spherical harmonics (GSH), a mathematical

construct commonly used to analytically describe the distribution of crystallographic ori-

entations [16-21]. The normal direction (ND) inverse pole figure (IPF) maps in Figure 6a,

b show the variability of the length scale from primary alpha grains in (b) to MTRs in (a).

One of the identified MTR cluster families is shown in real space in Figure 6c, along with

the corresponding GSH-space projection (Figure 6d), demonstrating the orientation

clustering of various MTR families.



Figure 6 Identifying features of interest at multiple length scales. (a) ND-IPF from EBSD scan of 8.8 ×
8.8 mm Ti-6Al-4V plate at 2.5 μm step size. (b) Enlargement of the central region of the scan showing details
of individual primary alpha grains. (c) Real-space mapping of the MTR blue family with the color reflecting the
misorientation between a pixel and the MTR centroid orientation. (d) Visualization of GSH space with the blue
MTR cluster as recognized by unsupervised machine learning. Note that the mean class variance was less than 8°.
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Representative descriptions of microstructure

Regions of homogeneity

Identifying specific subsets that represent the whole material has been the target of

many research efforts including finding a representative volume element (RVE) [22,23]

and/or the statistical volume element (SVE) [24]. One of the defining features of an

RVE or SVE description is the linking of materials properties of the ensemble to the

properties of the defined RVE or SVE. For example, Drugan and Willis [23] defined an

RVE as ‘a smallest material volume element of the composite for which the usual

spatially constant “overall modulus” macroscopic constitutive representation is a suffi-

ciently accurate model to represent mean constitutive response’. However, estimating

the materials response depends on the defined RVE/SVE, so defining the RVE or SVE

that is based on the response of the material to use it in models that predict the

response of the material becomes a challenging task. Furthermore, many of the traditional

methods used to define RVEs/SVEs are based on highly simplified metrics (e.g., average

grain size and its distribution) and ignore the spatial correlations of individual FoI (e.g.,

complex morphologies that may not fit a standard geometrical shape such as an ellipse).

While the traditional methods may work for materials with homogeneous spatial distribu-

tions of the FoI, it may not be efficient for heterogeneous spatial distributions of FoI such

as MTRs (Figure 6c) or gradient microstructures. In both cases, there is a need for
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microstructure representation that captures the essence of spatial and morphological het-

erogeneities. Presented below is a new microstructure descriptor (regions of homogeneity)

that has been developed based on the spatial homogeneity of the two-point statistics that

were calculated for sampled microstructure regions.

The hierarchical materials systems described here exhibit salient features at different

length scales. For example, in the Ti alloys described here, one scale of heterogeneity

occurs at the length scale of individual αp grains (on the order of 10 to 30 μm) and

another scale of heterogeneity occurs at the scale of each MTR (up to several mm in

length). In multiscale modeling, one typically identifies different length scales where

one might be able to homogenize the materials response by aggregating in some way

all of the inherent heterogeneity below that length scale. In materials with complex

structures, one has to identify suitable hierarchical length scales for homogenization,

which are called regions of homogeneity. ROH can be established objectively at differ-

ent hierarchical length scales by carefully quantifying spatial correlations (e.g., using

two-point spatial correlations [17,25-30]) and finding suitable window sizes in the

microstructure that capture the inherent heterogeneity (FoI and their spatial distributions)

to a desired accuracy. It is also desired to keep these ROH small enough to enable cost-

effective modeling (the computational cost rises steeply with increases in the number of

voxels needed to capture the ROH).

For example, the dataset in Figure 6 was iteratively divided into 12 subsets with 12

different window sizes. Each subset consisted of multiple fixed size windows resulting

in a total of 2,912 windows. For each subset, the two-point correlations were calculated

for the microstructure inside each window. Then, the difference between the median

of the two-point correlations of each subset and the whole dataset was measured via

a Euclidean distance (D) and plotted in Figure 7 as a function of window size within

each subset. The two-point correlation of the median for subset with window size of

2.2 × 2.2 mm was the closest to the two-point statistics of the original larger dataset

(smallest distance D in Figure 7). Consequently, the median of windows with size of

2.2 × 2.2 mm can represent the microstructure details regarding the features of interest (i.e.,

MTRs) including size, morphology, and spatial distributions for dataset in Figure 6.

It is worth noting that in the above example, the FoI (specifically MTRs) were large

relative to the scanned area. As such, a window size smaller than 2.2 × 2.2 mm did not
Figure 7 Comparison of two-point statistics of windows and ensemble to determine ROH size. The
distance between the median of the two-point statistics of ensemble of windows and the whole dataset. The
horizontal axis is the size of windows in each ensemble, giving a 2.2 × 2.2 mm ROH of the two-point statistics.
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provide an adequate representation of the microstructure in the original scanned area.

However, the same technique to find ROH can be applied to FoI with a size much

smaller than the scanned area. For example, individual primary alpha particles in a

Ti-6Al-4V plate hot rolled at 955°C [31] have a typical size of about 12 μm, covering

an area of <0.05% relative to total area of the captured image (490 × 745 μm, Figure 8a).

Following the method developed by Niezgoda et al. [28], the selection of ROH is demon-

strated using weighted two-point statistics of subsets of the microstructure. Niezgoda

et al. [28] showed that an RVE generated with this method can result in minimum

deviation in the effective modulus compared to the original microstructure modulus.

Similar results have also been presented by Qidwai et al. [32] and Wargo et al. [33] in very

different application domains. Here, the same technique is applied without a reference to

the material properties, and to distinguish between both approaches, the ROH approach

is used to reflect the weighted representative microstructure without calculating any
Figure 8 Variation of two-point statistics with respect to window size. (a) Segmented BSE image
showing primary alpha particles in Ti-6Al-4V after hot rolling at 955°C and (b) Euclidean measure (D) of the
distance between two-point statistics of microstructures as a function of window sizes. Each box gives an
average distance and the distribution of the distances between microstructures in the given ensemble.
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associated properties. For the microstructure in Figure 8a, 100 windows were sampled

from the image and the median and variance within each sample were quantitatively

measured in the two-point statistics domain in which the differences can be measured

via a Euclidean distance (D) in Figure 8b.

A window size of 247 × 163 μm was observed to show saturation in the mean separation

(D) of the two-point statistics within an ensemble. A comparison of the two-point statis-

tics of one of these selected windows and the statistics of the full window (Figure 9a,b)

shows a close similarity in the short-range order, with only minor differences at longer

range. The example window and its position relative to the total image are shown in

Figure 9c,d, respectively. The inclusion of additional weighted windows results in a

smaller error between the ensemble statistics and the ROH from the weighted windows

providing a trade-off between increased accuracy of the ROH description and computa-

tional cost. Window selection is accomplished by nonnegative least squares regression

after decomposition of the two-point statistics via principal component analysis (PCA;

Figure 10a) [8]. The weighted combination of the three windows given in Figure 10b gives

the ROH with the smallest error in PCA space (Figure 11a) compared to the total image

(Figure 11b, also shown in red in Figure 10a).

The next step after generating the two-point correlations of the ROH is to generate the

microstructure in the ROH to be used in materials models. This inverse reconstruction

process is meant to create statistically similar microstructures that account for morpho-

logical and spatial heterogeneities that were captured within the ROH [30,34,35]. The

process of reconstruction from the two-point correlation has been proven accurate for
Figure 9 Comparison of a representative window with the ensemble average. The two-point statistics
of (a) a 163 × 247 μm window and (b) the entire dataset. The segmented microstructure (c) corresponding
to the window in (a) and (d) its location within the whole microstructure.



Figure 10 Selection of three weighted windows to achieve minimum deviation of the ROH from
ensemble average. (a) Visualization of the first three principal components for the two-point statistics of
163 × 247 μm windows, with each point representing a window. The location of the ensemble is given in
red. The weighted sum of the three windows highlighted in green achieves the minimum deviation from
the ensemble. (b) Microstructures and associated two-point statistics for three weighted windows.

Figure 11 Using a weighted average from several windows to improve ROH accuracy. (a) Two-point
statistics of the entire dataset (Figure 8a) and (b) ROH from weighted two-point statistics of three windows
in Figure 9.
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images with two phases within an inversion and translation of the original image, while

prescribing periodic boundary conditions (Figure 12) [30].
Representative orientation distribution

The exceedingly large number of crystallographic orientations recorded during data

collection for MTR identification represents a challenge for predicting texture evolution

using any crystal plasticity model. Consequently, it is crucial to develop a procedure that

finds a representative orientation distribution consisting of a reduced number of orienta-

tions giving the same texture as the measured large dataset. Recently, in an example case

study, it has been demonstrated that a set of weighted 551 orientations is able to reproduce

exactly (with an error of 10−17 in the orientation distribution function (ODF)) the same

texture as the 12,467,961 (Figure 13) orientations measured in the Ti-6Al-4V sample given

in Figure 6. To give an estimate of the time savings, a Taylor-type crystal plasticity modeling

of simple compression to strain of −1.0 was executed in 1.6 mins on a standard desktop

computer (quad-core 3.0 GHz) using the ROD. Under an approximation of linear time

complexity with the number of orientations evolved, the identical simulation is estimated to

take more than 25 days to run with the original dataset on the same computer.
Materials models: crystal plasticity

Titanium exhibits highly anisotropic properties at the single-crystal level, which can be

attributed to the operation of different deformation mechanisms under different external

stimuli (temperature, strain rate, etc.). In addition to the numerous competing deform-

ation mechanisms [36], there also exist additional challenges due to the fact that an

allotropic transformation occurs from alpha-HCP to beta-BCC at high temperatures

(beta transus is dependent on alloying elements). The addition of alloying elements causes

the alpha and beta phases to coexist with varying ratios and morphologies based on the

temperature and the amount of alpha or beta stabilizers. This consequently alters the

activity of various deformation mechanisms depending on the resultant microstructure.

For example, the Ti-6Al-4V with bimodal microstructure shown previously (Figure 2)

accommodates plastic deformation through slip in both alpha and beta phases, with the

latter contribution increasing as the deformation temperature increases. As such, accurate
Figure 12 Reconstruction of an example two-phase two-dimensional microstructure. (a) The original
microstructure and (b) the reconstructed microstructure which matches the original within an inversion as
indicated by the arrow.



Figure 13 Using ROD as a compact representation of large orientation datasets. (a) Pole figure
calculated from the EBSD dataset of sample in Figure 6 with approximately 12.5 million orientations and
(b) the texture calculated from ROD with only 551.
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modeling of the mechanical behavior and texture evolution of this material requires an

understanding on the crystal level of the various deformation mechanisms of each phase,

the interaction between both phases, and their evolution as a function of temperature.
Single-crystal deformation behavior

Deformation mechanisms in the alpha phase (HCP) of unalloyed titanium and the

two-phase materials are limited to a finite number of slip systems and/or deformation

twinning which results in pronounced anisotropic behavior and strong deformation texture

[36]. In particular, deformation can be accommodated by prism < a > and basal < a > slip

which result in only four independent slip systems [36]. Hence, extension or contraction of

the HCP c-axis requires activation of pyramidal < c + a > slip and/or deformation twinning,

both of which exhibit high resistance to activation. The activity of any slip or twin system

occurs once the resolved shear stress exceeds the critical resolved shear stress (CRSS) on

that system. The values of the CRSS can be calibrated using experimental stress-strain data

[37,38]. Once these values are estimated for the materials under a selected deformation

path, the validated values can be subsequently used to predict the mechanical behavior and

texture evolution under any applied deformation using crystal plasticity modeling [39].

On the other hand, the beta phase (BCC) is known to accommodate plastic deformation

exclusively by slip on various reported slip systems. Some simulations have used pencil

glide on any slip plane containing <111 > slip systems [40,41]. Others have assumed slip

on {110}, {112}, and {123} planes [42,43]. The abovementioned options should be available

in any practical crystal plasticity model.

In two-phase Ti-6Al-4V with a colony microstructure, the alpha and beta phases are

known to maintain a Burgers orientation relationship [44], creating an easy pathway for

dislocation transmission across the interface for aligned slip systems, with resistance

increasing with increased misalignment [45]. Consequently, the presence of such interfaces



Salem et al. Integrating Materials and Manufacturing Innovation 2014, 3:24 Page 15 of 22
http://www.immijournal.com/content/3/1/24
and limitations imposed by slip transmission across the interface results in anisotropy

within individual slip systems. For example, compression experiments conducted on large

single-colony samples demonstrated a significant difference between yield and hardening on

the prism < a1 > and prism < a3 > slip systems (Figure 14) [45].

A single crystal under external applied strain deforms from a reference configuration to

a deformed configuration, with this change being described by a deformation gradient

tensor, F. To separate elastic and plastic deformations, Kröner [46] suggested the multi-

plicative decomposition of the deformation gradient into elastic (F*) and plastic (Fp)

components (Figure 15). The plastic component Fp causes the permanent deformation of

the materials, and it is applied in an intermediate configuration which maintains a perfect

lattice. As such, estimating how a single crystal accommodates plastic deformation by

crystallographic slip or twinning (pseudo slip [47]) can be conducted in the intermediate

configuration using the starting orientation of the single crystal [37]. Further details of the

crystal plasticity theory are presented in Figure 15 and have been explained elsewhere [39].
Polycrystalline deformation behavior

Most metallic parts are made of polycrystalline and/or multiphase alloys which require

homogenization methods to predict their response starting with the single-crystal con-

stitutive equations. Furthermore, calibrating single-crystal CRSSs and its evolutions (strain

hardening) require comparisons with experimental measurements which are mostly

conducted on polycrystalline materials.

In addition to homogenization methods, strain partitioning between coexisting phases

is also used to capture the overall mechanical response and texture evolution of two phase

materials (e.g., Ti-6Al-4V) [48].
Homogenization method: Taylor approach

To relate the deformation of an aggregate to the deformation of a single crystal,

homogenization (i.e., mean field) methods have been used based on iso-strain, iso-
Figure 14 Single colony Ti-6Al-4V stress-strain data. Samples were sectioned from large single colonies
to facilitate the activity of a single slip system under simple compression testing at 815°C.



Figure 15 Calculating the slip system resolved shear stress. The plastic deformation gradient is used in
the intermediate configuration after the multiplicative decomposition to calculate the resolved shear stress
τα on the slip system α.
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stress, or viscoplastic self-consistent assumptions [49]. The simplest approach is the

iso-strain approach based on Taylor's model [50], which assumes that the deformation

gradient experienced by individual crystallites is equal to the applied deformation gradient

for the aggregate. While the method violates stress compatibility, it has been popularly

applied as an upper-bound technique and has been used in simulating texture evolution

of the beta phase during hot working breakdown operations above the beta transus

temperature for production-scale ingots of Ti-6Al-4V [42] and during hot rolling in the

beta field [51], with deformation accommodated by slip. At room temperatures, the alpha

phase deforms by a combination of slip and twinning which was successfully simulated

(Figure 16) using the Taylor assumption in both high purity Ti [37] and commercial purity

Ti [52]. Due to the wide use of the Taylor approach, attention is focused in subsequent
Figure 16 Crystal plasticity modeling of titanium involving combined slip and twinning. Taylor-type
crystal plasticity model predictions of room temperature simple compression in pure Ti showing stress-strain
curves and 0001 pole figures after true strain of −0.56.
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sections on this method and to examining various methods to increase the speed of

integration into FEM codes.
Spectral crystal plasticity

The use of Taylor-type models requires repeating the single-crystal calculations for each

orientation within the input texture. However, when simulating real parts with varying

textures at different locations in the part (as identified by the ROH), traditional Taylor

calculations take a very long time to execute, and full-field simulations, such as crystal

plasticity finite element method (CPFEM) (described in more detail below), can require

several orders of magnitude more computational time. However, the use of spectral

crystal plasticity based on fast Fourier transforms (FFTs) [53,54] has resulted in major

time savings (Figure 17). The use of discrete Fourier transform (DFT) databases enables

efficient calculations using spectral crystal plasticity [55]. In particular, this database is

constructed for all possible orientations under all possible deformation gradients. The

building of such a database constitutes a onetime effort investment. Consequently, sub-

sequent computations of crystal plasticity are carried out by using the database.

Figure 17 shows about 45× increase in the speed of calculations for interstitial-free (IF)

steel (BCC) [56]. Similar databases for HCP are under development.
Full-field crystal plasticity finite element simulations

In the previously discussed Taylor-type approach, the local deformation gradient is

assumed to be the same as the global deformation gradient an assumption that needs to

be relaxed for most commercially used alloys with complex dual-phase microstructures.

Finite element methods offer a practical solution to calculating the grain-scale hetero-

geneity present in the deformation field. Consequently, crystal plasticity models have

been coupled with commercial finite element codes to explore highly sophisticated

homogenization schemes. Some commercial FEM codes enable the implementation

of crystal plasticity materials constitutive behavior as a user-subroutine (e.g., UMAT/
Figure 17 Increasing the speed of crystal plasticity modeling using DFT. Compared to classical
methods (a), the spectral crystal plasticity method (b) showed a drastic decrease in computational time
for prediction of texture in polycrystalline IF steel (BCC) under simple shear (ɣ = 0.6). All calculations were
conducted on a Pentium 4 desktop PC [56].
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VUMAT in ABAQUS [57] and Hypela2 in Marc [58] and Simufact [59]. For implicit

codes, the crystal plasticity user-subroutine is expected to (1) calculate the stress

based on the imposed local deformation history and (2) calculate the local Jacobian

matrix (defined as dΔσ/dΔε). As such, once the appropriate user subroutine is verified

to work for a crystal structure, further validation and calibration can be done by users

for various materials within the same crystal structure. Adopting this method results

in full-field simulations, also known as CPFEM simulations. While they provide

higher accuracy in predicting the materials behavior, they are known to be slow for

large simulations. The use of spectral crystal plasticity [60] has demonstrated an

improvement of the calculation speed more than 30× compared to the conventional

approaches (Figure 18). Further increase in the speed of calculation can be achieved

by using the ROH and the ROD concepts described above.

In certain situations, it becomes necessary to simulate multiscale coupled phenomena

at two well-separated length scales. As an example, consider the simulation of a complex

processing operation where different macroscale spatial locations in the workpiece experi-

ence different thermomechanical histories (often an unavoidable consequence of the

boundary conditions imposed at the macroscale). Consequently, strong variations in

the microstructure should be expected at different locations in the workpiece. In other

words, it is not enough to track the evolution of a single representative microstructure for

the entire workpiece. The development of such microstructure heterogeneities can be

expected to influence the macroscale simulation by altering the local effective properties

at different locations in the workpiece. In such a situation, it is necessary to track inde-

pendently microstructures at multiple macroscale locations in the workpiece and pass

high value information in both directions (between the microscale and the macroscale).

This is extremely difficult, if not impossible, using any of the currently employed compu-

tational strategies.

The challenge described above can be addressed with modest computational resources

using a data science approach called materials knowledge systems (MKS) [61-66]. In the

MKS framework, the focus is on localization (i.e., opposite of homogenization) relation-

ships that capture the spatial distribution of the response field of interest (e.g., stress or
Figure 18 Application of spectral methods to coupled CPFEM. An increase in calculation speed of
almost two orders of magnitude is verified by incorporating spectral crystal plasticity as a user subroutine
with FEM code ABAQUS vs. a comparable integrated classical user subroutine for copper. (a) Classical UMAT
and (b) spectral UMAT [60].
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strain rate fields) at the microscale (on an RVE) for an imposed loading condition at the

macroscale. In this approach, the localization relationships are expressed as calibrated

metamodels that take the form of a simple algebraic series whose terms capture the

individual contributions from a hierarchy of local microstructure descriptors. Each

term in this series expansion is expressed as a convolution of the appropriate local

microstructure descriptor and its corresponding influence at the microscale. The

series expansion in the MKS framework is in complete accord with the series expan-

sion obtained in the physics-based statistical continuum theories [30,67-70]. The

MKS approach dramatically improves the accuracy of these expressions by calibrating

the convolution kernels using results from previously validated physics-based models.

The most impressive benefit of the MKS approach lies in the dramatic reduction of

the computational cost, often by several orders of magnitude compared to numerical

approaches typically employed in microstructure design problems. In various preliminary

demonstrations, the MKS methodology has been successfully applied to capturing ther-

moelastic stress (or strain) distributions in composite RVEs [64,65,71] and multiscale

structures[61], rigid-viscoplastic deformation fields in composite RVEs [72], and the

evolution of the composition fields in spinodal decomposition of binary alloys [62].

Efforts are currently underway to extend the MKS to address multiscale plastic deform-

ation of complex alloys such as Ti alloys.

On the other hand, the use of uncoupled CPFEM simulations may also result in some

computational cost savings by eliminating the feedback loop between the crystal plasticity

calculations and the FEM and using only the crystal plasticity after the FEM simulation is

finished [73]. In this approach, the FEM exports post-simulation strain tensor and rigid-

body rotations at each integration point which is then input to the crystal plasticity code

to estimate texture evolution. The main drawback of this method is the lack of coupling.

In the cases where commercial FEM codes use only empirical constitutive laws (e.g.,

Hill yield surface), a virtual testing laboratory method [74] using a RVE approach can

be used to overcome some limitations of empirical laws by fitting the yield surface to

series of simulated tests. Such a numerical test protocol predicts the shape of a yield

locus and then uses it to calibrate empirical constitutive models. The accuracy of this

method is dependent on the ability to find best fit for the limited number of preset

yield surface variables. In addition, a new yield locus needs to be generated for each

new texture (starting or evolving).
Conclusions
A workflow to incorporate microstructure morphology and crystallography into modeling

of TMP of titanium alloys has been summarized based on the application of data analytics

for generating representative descriptors of large microstructure datasets coupled with

novel techniques that may increase throughput of multiscale materials models. Represent-

ing texture using weighted orientations (based on GSH representations of ODF) enables

fast data mining of orientation information and feature of interest extraction. Using

the concept of a region of homogeneity defined based on the spatial distribution of

the two-point correlations enables efficient insertion of a detailed quantitative micro-

structure description into materials models without the need to know a priori the

properties of the ROH. Reducing the size of crystallographic orientation datasets
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using the representative orientation distribution allows for significant increases in the

speed of crystal plasticity calculations while maintaining the accuracy of predictions.

A number of options exist for solution of the crystal plasticity constitutive equations

during deformation of a sample volume. Uncoupled Taylor-type simulations provide a

simple methodology for estimation of final texture. For fully coupled integration of crystal

plasticity into FEM simulations, the FE codes need to allow user developed subroutines

that allow specification of a broad range of materials constitutive descriptions. Once again,

smartly constructed databases might prove to be very practical in integrating these sophis-

ticated materials descriptions with typically used process simulation codes.
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