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Abstract. 3D representations were made of a small Egyptian scarab with a gold 
band by a number of methods, based on photogrammetry and photometric ste-
reo. They were evaluated for colour fidelity and spatial detail, in the context of 
a study of toolmarks and manufacturing techniques of jewellery in ancient 
Egypt. It was found that although a 3D laser scanner gave the best geometric 
accuracy, the camera-based methods of photogrammetry and photometric stereo 
gave better representation of fine detail and colour on the object surface.  
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1 Introduction and Research Scope 

Little is known about Egyptian jewellery dated to the Bronze Age and the practices of 
the goldsmith. With the exception of studies by Schorsch [1] and Lucas [2], the main 
analytical researches carried out until recently concerned the collections of the Metro-
politan Museum of New York: jewellery from the burial of Wah [3], jewellery from 
the burial of the foreign wives of Thutmose III [4], and a large set of aurian silver 
objects from the Ashmolean Museum of Oxford [5]. As a result, neither the gold-
smithing practices in Ancient Egypt – alloys and manufacturing technologies – nor 
the origin of the gold was understood. In 2009 however, two multi-disciplinary stud-
ies of the Ancient Egypt collections of the National Museums Scotland [6,7] shed 
more light on this jewellery and raised new questions on a very particular period of 
Egyptian history, the 2nd Intermediate Period (1650-1550 BC). This led to multi-
disciplinary studies of other collections, including the British Museum [8], which 
applied elemental analysis to determine the composition of alloys, the origin of the 
gold and the evolution of practices for joining and decorating the objects. 

The CNRS PICS project 5995 entitled Study of Bronze Age Egyptian Gold Jewel-
lery has involved exchanges between several French and UK institutions. The focus is 
on the origin of gold and composition of the alloys used for forming, soldering, and 
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The aim of this study was to investigate the capabilities of different methods of 3D 
imaging to represent the original colours and surface details for visual inspection of 
toolmarks and other material properties. The scarab poses particular challenges for 
imaging due to its characteristics: a small object, with finely engraved inscription, the 
back is curved and polished to a semi-gloss finish, and the encircling chased gold 
band has a high specularity. Specific objectives were: 

• To produce a 3D representation with a resolution high enough to visual-
ize tool marks, typically about 100 microns in dimension; 

• To display detailed surface geometry and correct colour; 
• To evaluate whether transport of imaging equipment to museums abroad 

is feasible, and repeatable enough to produce successful imaging results; 
• To compare imaging outcomes with established but costly and time-

intensive analytic methodologies in dedicated laboratories. 

The scarab’s inscribed gold band was analysed by handheld XRF together with 
three gold alloy standards, whose expected and measured contents are presented in 
Table 1. Their good agreement is clear. Analysis of four different regions on the 
scarab showed that on average the alloy is composed of 0.3 % Cu, 5.7 % Ag and 94.3 
% Au, which is consistent with expectations for the period of attribution. 

Table 1. Compositional data obtained by handheld XRF for inscribed gold band on scarab 

Cu wt% Ag wt% Au wt% 
Standard 1 reference 1.1 6.4 92.5 

measured 1.1 6.3 92.6 

Standard 2 reference 4.1 4.6 91.3 

measured 4.4 4.3 91.2 

Standard 3 reference 4.0 4.0 92.0 

measured 4.2 4.2 91.6 

Scarab UC11365 average 0.3 5.7 94.3 

σ 0.1 0.02 0.1 

3 3D Acquisition Methods Used for the Scarab 

3.1 Photogrammetry #1: C2RMF Software Method 

Photographic images were acquired by placing the scarab on a rigid black tray, which 
incorporated a number of retro-reflective targets for geometric calibration. Around 80 
images were taken using a Nikon D3200 camera with a Nikkor 105mm macro lens, 
from various angles by rotating the tray, and by turning the scarab onto its side. Flash 
lighting was diffused by soft boxes and reflectors pointed towards the ceiling. A stan-
dard photogrammetry pipeline was employed, consisting of an initial calibration of 
the images for both photometric and geometric distortion. Photometric/colorimetric 
calibration was performed through the use of a standard colour chart and correcting 
for noise, linearity and colour response. Images were undistorted by estimating  
parameters from the camera’s chip size and focal length. 
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3.4 Reflectance Transform Imaging 

Six sets of 64 images were taken in the UCL dome imaging system, with the scarab in 
six different orientations (Fig. 1), using a Nikon D200 camera with Nikkor 200mm 
macro lens. All images in each set were taken from the fixed camera viewpoint, i.e. 
vertically from above, so all were in pixel register, but each was illuminated from a 
different direction over the hemisphere. Each image set was used to construct a repre-
sentation of the scarab by variants of the polynomial texture map (PTM) technique 
[16], fitting a biquadratic function (6 coefficients) and hemispherical harmonics (16 
coefficients) to the intensity distribution at each point. In addition a new model was 
developed, fitting a Lorentzian function to the specular component (Fig. 3). 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 
 

Fig. 3. Screenshots from the custom software viewer showing specularity of gold in four repre-
sentations of the left side of the scarab: (top left) original image; (bottom left) PTM model; 
(bottom right) hemispherical harmonics (HSH) model; (top right) Lorentzian specular model 

3.5 Photometric Stereo 

The same six sets of images from the UCL dome were used to reconstruct the 3D 
surface by photometric stereo [17], by determining the surface normal at each pixel 
and then integrating them into a consistent surface. A new adaptive method was em-
ployed developed to find an optimal subset of intensities from all 64 candidates at 
each pixel, by sorting them into order and selecting a range between the shadow and 
specular regions, followed by regression over this subset for an accurate estimate of 
the normal. The height field was reconstructed as a digital terrain map by projecting 
the surface gradients onto Fourier basis functions to ensure integrability [18], then 
exported as a point cloud for 3D visualisation. 
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4 Evaluation of Imaging Methods 

The various visual representations were evaluated at UCL by the domain expert 
(MFG), who was interested in the visibility of toolmarks and other material treat-
ments. The models produced by the three RTI representations were displayed in a 
custom software viewer, and point clouds generated by the other four methods in the 
Pointstream viewer. The visual inspection was directly related to analytical proce-
dures in the CNRS lab, such as stereomicroscopic images at 30–50X magnification or 
with a Scanning Electron Micro scope (SEM). The advantages of the stereomicro-
scope would be images with colour rendition, but restricted to only one viewpoint. 
The advantage of the SEM would be a very detailed rendering of the surface with 
toolmarks, but without colour. 

 
 
 
 
 
 
 

Fig. 4. (left) Photogrammetry #2 with and without colour. While the colour is close to original 
object due to colour control, the method produced a significant quantity of holes and surface 
noise; (right) Detail of scarab top, showing erroneous cut by craftsman. 

Both photogrammetric methods showed realistic colour and significant detail | 
(Fig. 4), with a resolution of approximately 20 pixels/mm (50 micron sampling). The 
geometry was overall accurate but was compromised by holes from missing data due 
to specular reflection from the gold during the acquisition process. There was also a 
noticeable level of surface noise in the reconstruction. 

 
 
 
 
 
 
 
 

Fig. 5. (left) 3D reconstruction from the point cloud generated by the Arius laser scanner, 
showing the redness caused by the non-optimal laser wavelengths; (right) Detail of back 

The researcher showed interest in the geometric accuracy of the 3D colour laser scan, 
but was not impressed by the rendition of surface detail (Fig. 5). Even though the scan-
ner was expected to show sufficient details with a sampling pitch of 100 microns (10 
points/mm), it did not meet the expectation, and revealed less detail than shown by 
magnification with a hand lens. The finest surface feature that can be wrought on an 
artefact by a craftsman is approximately 50 micron, to capture which the scanner should 
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