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Abstract Equisetaceae has been of research interest for
decades, as it is one of the oldest living plant families, and
also due to its high accumulation of silica up to 25% dry wt.
Aspects of silica deposition, its association with other bio-
molecules, as well as the chemical composition of the outer
strengthening tissue still remain unclear. These questions
were addressed by using high resolution (<1 �m) Confocal
Raman microscopy. Two-dimensional spectral maps were
acquired on cross sections of Equisetum hyemale and
Raman images calculated by integrating over the intensity
of characteristic spectral regions. This enabled direct visu-
alization of diVerences in chemical composition and extrac-
tion of average spectra from deWned regions for detailed
analyses, including principal component analysis (PCA)
and basis analysis (partial least square Wt based on model
spectra). Accumulation of silica was imaged in the knobs
and in a thin layer below the cuticula. In the spectrum
extracted from the knob region as main contributions, a
broad band below 500 cm¡1 attributed to amorphous silica,
and a band at 976 cm¡1 assigned to silanol groups, were
found. From this, we concluded that these protrusions were
almost pure amorphous, hydrated silica. No silanol group
vibration was detected in the siliciWed epidermal layer
below and association with pectin and hemicelluloses indi-
cated. Pectin and hemicelluloses (glucomannan) were
found in high levels in the epidermal layer and in a clearly
distinguished outer part of the hypodermal sterome Wbers.
The inner part of the two-layered cells revealed as almost
pure cellulose, oriented parallel along the Wber.

Keywords Cellulose · Cell wall · Confocal Raman 
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Abbreviations
CC Cell corner
EPI Epidermal layer
FIB Fiber
PCA Principal component analysis
PC Principal component

Introduction

Equisetum hyemale is a hollow stemmed circumpolar dis-
tributed sphenopsid with highly reduced leaves. The pro-
nounced jointed experience is characteristic for the
Sphenopsida, in which Equisetum is the only surviving
genus and thus of phylogenetic signiWcance. Equisetum has a
history stretching back to the Cretaceous and possibly as far
back as the Triassic and may perhaps be the oldest living
genus of vascular plants (Hauke 1978). The very specialized
genus has been of research interest for decades (e.g. Tschudy
1939; Bierhorst 1958; Niklas 1989, 1997; Spatz et al. 1998),
the “scouring rushes” (Equisetaceae) also because of their
abnormal high accumulation of silica of up to 25% of dry
weight (Timell 1964). In spite of the prominence of silicon
as a mineral constituent of all terrestrial plants from 1% to
several percent of the dry fraction, it is not counted among
the elements deWned as “essential”, except for members of
the Equisetaceae (Epstein 1994). It was already shown in the
seventies that in Equisetum, silica plays a role in the negative
geotropic response (Srinivasan et al. 1979), and is essential
for the growth (Chen and Lewin 1969) and completion of the
life cycle (HoVman and Hillson 1979). But although not
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essential for other monocots and dicots, beneWcial eVects
like increased pest and pathogen resistance, drought and
heavy metal tolerance and the quality and yield of agricul-
tural crops have been recognized and thus the still unclear
pathways and molecular mechanisms of silicon uptake and
deposition have become of research interest (Adatia and
Besford 1986; Raven 2003; Richmond and Sussman 2003;
Ma 2004; Romero-Aranda et al. 2006). Silica is transported
as monosilicic acid from the roots to the terminal regions via
the transpiration stream and deposited as amorphous silica
gel (SiO2·nH2O) in cell lumens, cell walls, and intercellular
spaces or external layers (Hartley and Jones 1972; Raven
1983; Epstein 1994). The surface micromorphology and
ultrastructural motifs of silica are observed to be complex
(Perry and Fraser 1991) and new attempts to gain insights
into the ultrastructure of the biogenic silica and to understand
the function and process of biosiliWcation have been under-
taken, also in order to learn for the generation of new materi-
als (Perry and Fraser 1991; Harrison 1996; Perry and
Keeling-Tucker 2000; Dietrich et al. 2002; Holzhüter et al.
2003; Perry and Keeling-Tucker 2003; Valtchev et al. 2003).
Besides the beneWcial eVects of silica on growth and against
abiotic and biotic stresses, the idea of mechanical strengthen-
ing is also reported (Lewin and Reimann 1969; Kaufman
et al. 1971, 1973; Raven 1983; Epstein 1999). For E. hye-
male, minor importance of silica for the mechanical stability
of the internodes was proposed and stiVness and strength
was found to rely mainly on an outer ring of the strengthen-
ing tissue (Speck et al. 1998). The cells of the strengthening
tissue in the outer cortex (hypodermal sterome) are uni-
formly thick-walled, vital and nonligniWed and provide stiV-
ness and strength in the longitudinal direction (Speck 1998).
A knowledge gap exists on the molecular composition and
structure of the mechanically important hypodermal sterome
as well as on the silica deposition in context with other mole-
cules in the diVerent anatomical regions. These questions
will be addressed in this paper using confocal Raman
microscopy.

The combination of Raman and infrared spectroscopy
with microscopy has evolved an important set of tools for
plant research as information concerning the molecular
structure and composition of plant tissue can be investi-
gated in a close to native state and in context with structure
(e.g. McCann et al. 1992, 2001; Séné et al. 1994; Morris
et al. 2003; Gierlinger and Schwanninger 2007; Schulz and
Baranska 2007). Both the methods are based on discrete
vibrational transitions that take place in the ground elec-
tronic state of molecules. While Raman scattering involves
excitation of a molecule by inelastic scattering with a pho-
ton (from a laser light source), infrared absorption spectros-
copy typically involves photon absorption, with the
molecule excited to a higher vibrational energy level
(Schrader 1995). Raman scattering depends on changes in

the polarizability of functional groups due to molecular
vibration, while infrared absorption depends on changes in
the intrinsic dipole moments induced by molecular vibra-
tions. Therefore, Raman and infrared spectroscopy can pro-
vide “complementary” information about the molecular
vibrations. Technical advances in laser and camera tech-
nique have put forward the chemical imaging and chemical
mapping techniques in both the areas (Salzer et al. 2000;
Chenery and Bowring 2003). Raman microspectroscopy
has the advantage that spectra can be acquired on aqueous,
thicker not opaque samples with a higher spatial resolution,
but sample Xuorescence may limit the quality of the spec-
tra. The introduction of the NIR-FT-Raman technique led
to many applications on green plant material by eliminating
the problem of sample Xuorescence. For mapping and
imaging of whole plant organs (seeds, fruits, leaves) the lat-
eral resolution (»10 �m) of the NIR-FT technique is ade-
quate and was already applied successfully on plant tissues
e.g. (Himmelsbach et al. 1999; Baranska et al. 2004, 2006;
Baranska and Schulz 2005). For investigations on the lower
hierarchical level of cells and cell walls, the high resolution
(<1 �m) gained with a visible laser based system is needed
(Agarwal 2006; Gierlinger and Schwanninger 2006).

In this paper we demonstrate high resolution Raman
imaging on a cross-section of E. hyemale with the aim to
get new insights into silica deposition and association with
other biopolymers as well as the composition and structure
of the mechanically strengthening tissue.

Materials and methods

Shoots of scouring rush (E. hyemale) were derived from
the Botanical Garden Drachenberg at the University of
Potsdam, Germany. Stalks were harvested after 3 months of
budding period. About 1 cm long samples from the second
internode of the stalk were watered and embedded in
polyethylenglycol (PEG1500). From the embedded blocks,
15-�m-thick cross sections were cut using a rotary micro-
tome (Leica RM2255, Wetzlar, Germany), immediately
placed on a glass slide and the water-soluble PEG removed
by repeated washing. To avoid evaporation of water during
the measurement, the sample was sealed after adding a drop
of fresh water below a coverslip using nail polish.

Spectra were acquired with a confocal Raman micro-
scope (CRM200, Witec, Ulm, Germany) equipped with a
piezo-scanner (P-500, Physik Instrumente, Karlsruhe, Ger-
many) and an objective from Nikon (60 NA = 0.8). A lin-
ear-polarized laser (diode pumped green laser, � = 532 nm,
CrystaLaser, Reno, NV, USA) was focused with a diVrac-
tion limited spot size (0.61�/NA) and the Raman light was
detected by an air-cooled, back illuminated spectroscopic
CCD (Andor, Belfast, North Ireland) behind a grating
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Planta (2008) 227:969–980 971
(600 g mm¡1) spectrograph (Acton, Princeton Instruments
Inc., Trenton, NJ, USA) with a resolution of 6 cm¡1. The
laser power on the sample was approximately 5 mW. For
the mapping, an integration time of 2 s and 0.66 �m steps
were chosen and every pixel corresponds to one scan.

The ScanCtrlSpectroscopyPlus software (Witec) was
used for measurement setup and image processing. Chemi-
cal images were achieved using a sum Wlter, integrating over
deWned wavenumber regions in the spectrum. The Wlter cal-
culates the intensities within the chosen borders and the
background is subtracted by taking the baseline from the
Wrst to the second border. The overview chemical images
enabled us to separate regions diVering in chemical compo-
sition and to mark by hand deWned areas in order to calculate
average spectra from these regions of interest for a detailed
analysis. Spectra were extracted separately from the epider-
mal layer, from the cell corner and from the inner and outer
part of the Wber. This was done on every image by marking
four diVerent cell corners (CC), the cell wall or separated
cell wall layers of four single cells to get four representative
average spectra per region and image. To exclude diVer-
ences in intensity due to changed focus and sample height
between the diVerent separate scannings, the 36 spectra were
normalized within the carbohydrate region (min/max from
1,197 to 1,023 cm¡1) before being subjected to a principal
component analysis (PCA) using the Unscrambler software
package (version 9.1). The PCA (data mean centered, full
cross validation) resolves sets of data into orthogonal com-
ponents whose linear combinations approximate the original
data to any desired degree of accuracy. So called principal
components (PCs) are computed iteratively, in a way that
the Wrst PC carries the most explained variance and the sec-
ond holds the maximum share of the residual information,
and so on. Main results of PCA are variances (how much
error is taken into account by the successive PCs), compo-
nent loadings (how much a variable contributes to a PC) and
scores (the sample location along a PC axis).

As plant cell walls consist of N diVerent compounds,
every acquired Raman spectrum is a linear superposition

(S) of the spectra of the single compounds. If spectra of the
speciWc compounds (basis spectra, Bk) are known it is pos-
sible to estimate the weighting factor ak by the least squares
Wt (S = �akBk). The weighting factor (ak) is proportional to
the quantity of the component k in the material. The analy-
sis was done using a “silica-spectrum” derived from the
knob region, a “pectin spectrum” from the cell corner and a
“cellulose/hemicellulose” spectrum from the Wber in the
inner tissue part as basis spectra and thus model com-
pounds. Each spectrum of the two-dimensional graph data
object is Wtted by a linear combination of the basis spectra
using the least-squares method. The weighting factors are
stored in an image and diVerent coloring and combination
of the images visualize the distribution of the diVerent
model compounds within one image.

To verify band assignment and our conclusions on the
chemistry of E. hyemale, additional spectra were acquired
from several model substances. The spectra and band
assignment of model substances used for the data interpre-
tation were (1) silica gel to verify the amorphous nature of
silica, (2) a Ramie Wber of almost pure cellulose and micro-
Wbrils aligned parallel along the Wber (Edwards et al. 1997)
measured perpendicular to the laser polarization to be com-
pared with parallel alignment in cross sections, (3) konjac
glucomannan (Megazyme) composed of D-glucose and D-
mannose in the ratio of 2:3 and a relatively low degree of
branching (Kato et al. 1973), and (4) the esteriWed pectin
from citrus fruit (Sigma, P-9311) with the greatest similar-
ity to the pectin bands found in horsetail tissue.

Results

Figure 1 shows a picture of a 3-month-old stem of E. hye-
male (a) and a light microscope overview of a cross section
(b) with a zoom into the outer investigated part (c). The
areas chosen for Raman scanning are marked by squares
and include an epidermal region with a knob, the adjacent
tissue in the hypodermal sterome as well as a map further

Fig. 1 Three-month-old stem of 
Equisetum hyemale (a) with 
black line indicating the second 
internode above ground. b Cross 
sections of this internode used 
for analyses. c The outer tissue 
area (boxed in b) was selected 
for Raman mappings of Figs. 3, 
4, 5 and 6 
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inward towards the vascular bundle and an additional area
beside the knob. After mapping the described areas, an
average spectrum of the mapped region was calculated
(Fig. 2a) and by integrating over the most intense Raman
bands, Wrst chemical images were calculated (Fig. 3a–c).
The most prominent bands are found in the region between
2,796 and 3,068 cm¡1, assigned to C–CH3, O–CH3 and
CH2 stretching modes (Parry and Smithson 1957), between
1,002 and 1,199 cm¡1, corresponding mainly to C–C ring
breathing and C–O–C stretching vibrations of carbohy-
drates (Edwards et al. 1997; Kacuráková et al. 1999)
(Table 1) and between 225 and 580 cm¡1, known for con-
tributions of amorphous silica (González et al. 2003). Inte-
grating over these regions, gives three diVerent chemical
images (Fig. 3a–c). As CH-groups are present in various
biomolecules, in the Wrst image almost all structures are
highlighted, but the knob less (Fig. 3a). Intensity increases
from the knob border inwards and on the outer surface
beside the knob, a cuticular wax layer can be distinguished.
The C–O and C–O–C stretching regions (Fig. 3b) represent
mainly cellulose and other carbohydrates. As the intensity
vanishes completely in the knob region, we conclude that
no carbohydrates or very small amounts are present in these
appendences. The integration over the amorphous silica
gives a contrary picture: high intensity and thus high silica
content is observed in the knob and the concentration is
diminishing inwards. For a detailed analysis, average spec-
tra are derived from the regions marked in Fig. 3c along the
detected silica gradient. The spectrum from the knob
(Fig. 2b, spectrum 1) shows a remarkable broad band fea-
ture in the low wavenumber region, typical for amorphous
silica (Dietrich et al. 2002). Besides a rather strong band is
found at 973 cm¡1, which is assigned to surface and inter-
nal silanol stretching, and a broader one at 802 cm¡1 [Si–
O–Si, Si–C stretching, (Gailliez-Degremont et al. 1997;
Table 1)]. The similarity of the knob spectra with the below
plotted silica gel spectrum is obvious and mainly diVers in
the additional organic contributions at 2,939 cm¡1 and
1,460 cm¡1. These two bands give hint to CH-groups,
while the broad band at 1,658 cm¡1 might indicate proteins
(Séné et al. 1994). No cellulose and hemicelluloses are sup-
posed to be associated with the silica as contributions in the
C–O and CC region are weak and contributed by Si–O
stretching, but a weak band at 858 cm¡1 might indicate a
very small amount of pectin. So the chemistry of the outer
knob region can be described as almost pure amorphous sil-
ica gel probably associated with methoxy groups and small
amounts of protein and pectin. A weak band at 1,297 cm¡1

may also point to this association, as assigned to symmetric
deformation of Si(CH3) (Gailliez-Degremont et al. 1997).
Integrating over the silanol band at 976 cm¡1 results in high
intensity in the outer knob region with a border to the inner

Fig. 2 Overall average spectrum of the mapped knob region (a) and
average spectra extracted from deWned, selected regions: the knob area
(1), below (2) and further inwards (3) (regions marked in the Raman
image Fig. 3c) together with a spectrum acquired from silica gel (b).
For comparison and veriWcation of band positions, additionally the Wn-
gerprint region of three selected carbohydrate model spectra [Ramie
Wber (cellulose), konjac glucomannan and esteriWed pectin from citrus
fruit] are plotted (c)
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part (Fig. 3d), suggesting that the silica in the knob region
is diVerent from the silica in the adjacent epidermal layer.
The average spectra from the inner parts (2,3) conWrm the
absence of the silanol groups at 976 cm¡1, but show a weak
band at 956 cm¡1. The broad band below 500 cm¡1 is
decreasing and shows some bands e.g. at 440 and
349 cm¡1, probably from carbohydrates. Although the car-
bohydrates contribute in this lower wavenumber region, the
observed overall intensity is remarkable high and we sup-
pose that silica is still present in these regions, but in much
lower amount and in another form than in the knobs. Char-
acteristic carbohydrate bands assigned to CH- stretching
(around 2,900 cm¡1) and bending (1,380, 1,324 cm¡1) and
C–O–C stretching (1,117, 1,090 cm¡1) are observed (Wiley
and Atalla 1987; Edwards et al. 1997). The bands between
860 and 520 cm¡1 show a contribution of carbohydrates
other than cellulose. The characteristic sharp band at
856 cm¡1 can be seen as a marker band for �-glycosidic
bonds in pectin (Synytsya et al. 2003; Fig. 2c) and is more
pronounced in the inner part, together with another pectin
deriving band at 685 cm¡1. Integrating over the 859 cm¡1

band conWrms higher concentration of pectin inwards and a
round cell wall structure comes out for the Wrst time by this

integration (Fig. 3e). Notable is also that the only cell visu-
alized in the other images (Fig. 3a, marked with*) is now
surrounded by a pectin-rich layer. On contrary, integrating
over the closely neighbored bands at 892, 902 and
918 cm¡1 (Fig. 3f), results in a similar picture like integra-
tion over the C–O and C–C region (Fig. 3b). The 902 cm¡1

band can be attributed to cellulose (Wiley and Atalla 1987;
Fig. 2c) or also to xylan-type polysaccharides (Kacuráková
et al. 1999), whereas the 892 and the 918 cm¡1 bands are
not reported for cellulose, xylan-type hemicelluloses and
glucomannan of wood (Agarwal and Ralph 1997). Measur-
ing glucomannan from konjac (D-glucose and D-mannose in
the ratio of 2:3) revealed a relatively strong contribution at
897 cm¡1 with shoulders on both the sides (Fig. 2c). There-
fore we suggest that this band feature derived from a galac-
toglucomannan (with a sugar ratio of 1:1:23 and thus
almost a true mannan), which is reported to be found in
high amounts (15%) in Equisetum (Timell 1964).

Two additional spectral mappings were done, moving
further inwards into the hypodermal sterome and towards
the vascular bundles (marked in Fig. 1 as Figs. 4 and 5).
Silica mapping is not shown, since no signiWcant contribu-
tions appeared in the silanol and below the 500 cm¡1

region. In the Wrst image (Fig. 4a, 1,002 cm¡1 to 1,199 cm¡1,
carbohydrates), cell corners and middle lamella are not
distinguished, but the circular Wbers with channels of lower
intensity between them become visible. If the integration is
restricted to a small area, comprising the orientation sensi-
tive CH2 stretching of cellulose at 2,902 cm¡1 (Gierlinger
and Schwanninger 2006), a two-layered structure of the
hypodermal sterome cells comes out. By this integration, an
inner layer with high intensity is separated from an outer
layer; the cell corner (CC) and middle lamella are visual-
ized by low intensity (Fig. 4b). Integration over the charac-
teristic pectin band at 859 cm¡1 shows the inverse picture:
high intensity in the cell corners and diminishing from the
outer part of the cell wall to almost not found in the inner
part (Fig. 4c). Integration over the neighboring bands from
874 to 934 cm¡1 shows similar high intensity in the cell
corners and the outer part of the cell wall, but low intensity
in a kind of connecting channels and the inner part of the
hypodermal sterome cells (Fig. 4d). In the mapping, further
inwards, intensity of all bands is diminished (Fig. 5a, b, d),
except for the pectin band at the cell corner position
(Fig. 5c). The two-layered structure is not found anymore:
cellulose seems to be oriented parallel in respect to the Wber
orientation (high intensity in Fig. 5b) and connected by a
pectin-rich middle lamella and cell corners (Fig. 5c). The
intensity of the hemicelluloses is very low in middle
lamella as well as in the Wbers (Fig. 5d).

Finally mapping was done for the epidermal layer and
the hypodermal sterome in an outer region, where no knob
is present, and there is no connection towards the vascular

Fig. 3 Raman images (100 £ 100 �m) of the knob region calculated
by integrating from 2,796 to 3,068 cm¡1 (a, all organics), 1,002–
1,199 cm¡1 (b, carbohydrates), 2,25–5,80 cm¡1 (c, amorphous silica),
931–1,013 cm¡1 (d, silanol groups of silica), 844–875 cm¡1 (e, pectin)
and 874–934 cm¡1 (f, mainly hemicelluloses)
123
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bundle (Fig. 6a–d). The Si-signal is rather weak compared
to the knob region, but an increase in intensity is found in
an outer layer below the cuticula (Fig. 6a). Restricting the
cellulose wavenumber areas to the band at 2,902 cm¡1

enhances again an inner layer, which becomes gradually
thicker towards the inner part of the hypodermal sterome
(Fig. 6b). Integration over the pectin band at 859 cm¡1

shows high intensity in the epidermal layer and in the cell
corners of the hypodermal sterome (Fig. 6c). Integration
over the neighbored bands from 874 to 934 cm¡1 shows
again enhancement of the epidermal layer, but also the
outer part of the cell walls in contrary to the inner cell wall
(Fig. 6d).

Spectra for a detailed analysis, including principal com-
ponent analysis (PCA), were extracted separately from the
epidermal layer (Fig. 6c), from the cell corners (CC,
Figs. 4c, 5c, 6c), the imaged inner and outer part of the
round hypodermal sterome cells (Figs. 4b, 6b) and from the
uniform Wbers in the inner tissue part (Fig. 5b). The scores
plot (Fig. 7a) of the PCA shows that the Wrst two principal
components (PC1, PC2), which explain 86 and 11% of the

variance, separate into three groups (Fig. 7a). Within the
groups, the four spectra derived per variant from single
cells and cell corners fall close together, pointing to low
variability from cell to cell and uniformity within the
regions deWned by the chemical imaging technique. The
cell corner (CC) spectra of the inner tissue part (Fig. 5) are
separated on the positive side from all others. This indicates
a diVerent chemical composition of the CC in the outer
hypodermal sterome compared to the tissue towards the
vascular bundle. The CC spectra of the outer hypodermal
sterome (Figs. 4, 6) are chemically more similar to the epi-
dermal layer as well as to the outer part of the Wbers, and
group along the PC1 axes in the middle (Fig. 7a, group 2).
Spectra of the outer Wber parts of the two diVerent map-
pings (Figs. 4, 6) fall close together (group 2) as well as the
ones derived from the inner part (group 3), conWrming
again diVerences in chemistry and structure within the lay-
ered hypodermal sterome Wbers. The spectra of the inner
Wber part of the two diVerent mappings are grouped
together with the spectra of the uniform Wbers of the inner
tissue part on the negative side of PC1 (Fig. 7a, group 3).

Table 1 Summary of the 
Raman wavenumbers (in cm¡1) 
used for the analysis, veriWed on 
spectra of model substances (sil-
icagel, Ramie Wber for cellulose, 
konjac glucomannan and esteri-
Wed pectin from citrus fruit) 
shown in Fig. 2c and their 
assignment according to 
literature (Edwards et al. 1997; 
Dietrich et al. 2002; Gailliez-
Degremont et al. 1997; Schulz 
and Baranska 2007; Synytsya 
et al. 2003; Wiley and Atalla 
1987)

Silicagel Ramie 
(cellulose)

Gluco-mannan Pectin Assignment

2,930 2,952 � (CH)

2,897 2,906 � (CH)

2,896 � (CH)

1,460 1,461 � (CH2); � (COH) 

1,408 �(COO¡)

1,380 1,374 � (CH2)

1,322 � (CH)

1,256 1,246 � (CH); � (COH)

1,151 � (CC) ring breathing, asymmetric

1,142 � (CC)(CO)

1,121 1,120 � (COC) glycosidic, symmetric

1,098 1,086 1,076 � (COC) glycosidic, asymmetric

970 � (CH2)

974 � (SiOH), surface and internal

902 897 � (COC) in plane, symmetric

855 (COC) skeletal mode of �-anomers

832 � (COH)ring

817 � (COH)ring

802 � (SiOSi) symmetric

687 Low frequency vibration 
of pyranoid ring

497 477 478 � (COC) glycosidic

436 434 442 � (COC) def.

380 � (CCC) ring

340 � (COC) def.;

350 �(SiOSi), amorphous silica
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The corresponding loading of PC1 (Fig. 7b, black line)
shows that the main explained variance arises from diVer-
ences in pectin assigned bands at 856, 685, 448, 1,078,
1,413 and 1,323 cm¡1 (Table 1, Fig. 2c). This means that
the CCs derived from Fig. 5 are richer in pectin than all
other variants. Within group 2, the pectin content decreases

from the CC of the outer tissue parts to the epidermal layer
to the outer parts of the Wbers and is diminished in group 3,
which is separated on the negative side (Fig. 7a) The sec-
ond principal component (PC2) separates the group in the
middle (2) from the other two groups (Fig. 7a). The loading
of PC2 (Fig. 7b, grey line) shows that this variance arises
from negative bands at 1,082, 918, 888, 1,256 cm¡1and on
the positive side at 497 and 379 cm¡1. A comparison with
the model spectra (Fig. 2c) supports the idea that these neg-
ative bands reXect mainly a change in hemicellulose (glu-
comannan) content, whereas the two positive ones at 497
and 379 cm¡1 correspond to cellulose (Fig. 2c). A grouping
of the spectra according to the results of the PCA gives a
detailed view on the chemical diVerences along the tissues
and cell wall layers (Fig. 7c). The bands at 916, 890 and
1,257 cm¡1 are typically found within the second group
(Fig. 7c, spectra 2) and conWrm the results of the second
loading and conclusion on similar high hemicellulose con-
tent within this group. In contrast, pectin bands (e.g. 856,
1,325 and 1,413 cm¡1 marked with arrows) show small
changes of the pectin content within this group (more in the
CC than in the outer Wber parts). The band intensities and
positions of the CC spectrum of the inner part (1) Wt well
with that ones found for esteriWed pectin of citrus fruit
(Fig. 2c) and we propose that this spectrum represents
almost pure pectin. The band position of the 856 cm¡1 band
is sensitive to modiWcation of the C-6 carboxyl (Synytsya
et al. 2003), but is not changed signiWcantly between the

Fig. 4 Raman images (60 £ 60 �m) of the hypodermal sterome
region calculated by integrating from 1,002 to 1,199 cm¡1 (a, carbohy-
drates), very restricted wavenumber ranges from 2,931 to 2,819 cm¡1

(b, accentuating cellulose oriented in Wber directon), 844–875 cm¡1

(c, pectin) and 874–934 cm¡1 (d, mainly hemicelluloses). Spectra
were extracted from the cell corners (CC) the inner part of the hypo-
dermal sterome Wbers (FIB IN) and the outer part (FIB OUT)

Fig. 5 Raman images (60 £ 60 �m) of the inner tissue region con-
necting towards the vascular bundles calculated by integrating from
1,002 to 1,199 cm¡1 (a, carbohydrates), very restricted wavenumber
ranges from 2,931 to 2,819 cm¡1 (b, accentuating cellulose oriented in
Wber directon), 844–875 cm¡1 (c, pectin) and 874–934 cm¡1 (d, main-
ly hemicelluloses). Spectra were extracted from the cell corners (CC)
and the Wbers (FIB)

Fig. 6 Raman images (100 £ 100 �m) of the epidermis and hypoder-
mal sterome at the groove region calculated by integrating from 225 to
580 cm¡1 (a, amorphous silica), very restricted wavenumber range
from 2,931 to 2,819 cm¡1 (b, accentuation of cellulose oriented paral-
lel to the Wber and cuticula), from 844 to 875 cm¡1 (c, pectin) and from
874 to 934 cm¡1 (d, mainly hemicelluloses). Spectra were extracted
from the epidermal layer (EPI), the cell corners (CC) and the inner
(FIB IN) and outer part (FIB OUT) part of the hypodermal sterome
Wbers
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diVerent spectra (group 2 and 1). In the normalized carbo-
hydrate region, the band shape and positions change
between the three groups from a broad more typical pectin
band with maxima at 1,103 and 1,081 cm¡1 (1) to a more
sharp band feature with typical maxima of cellulose at
1,120 and 1,096 cm¡1 in the Wber spectra (3). In the group 3
spectra, mainly cellulose bands are assigned and the simi-
larity to the perpendicular oriented ramie Wber spectrum
(Fig. 2c) suggests that the cellulose is oriented parallel
along the Wber with a very low microWbril angle. The gluco-
mannan bands are very low and and the pectin bands not
found (Fig. 7c). Although carboxyl and acetyl groups give a
weak Raman signal, a small, broad band is found around
1,732 cm¡1 in all spectra, pointing to minor amounts of
hemicelluloses with ester groups at all positions. In the
spectrum with high pectin content (1) the band is shifted to
1,742 cm¡1 by acetyl contributions from pectin.

Since comparison with the model spectra (Fig. 2c) con-
Wrms that spectrum 1 and 3 (Fig. 7c) represent almost pure
cellulose and pectin, respectively, these two were used
together with the silica spectrum of the knob (Fig. 2b, spec-
trum 1) to Wt the spectra of all mappings. By this, the distri-
bution of cellulose, pectin and silica, respectively, are
imaged and combined into one picture to summarize the
results (8a-d). Silica accumulation is colored blue and con-
Wrmed in the knob region (Fig. 8a) as well as in a small
layer below the cuticula in the region beside the knob
(Fig. 8d). It becomes evident that silica is still present in the
epidermal layer below the knob, in combination with cellu-
lose/hemicellulose, whereas the pectin amount seems to be
minor (Fig. 8a, pink color). Contrary, in the epidermal layer
beside the knob, pectin content is high (Fig. 8d, green).
While in the epidermis only a small cellulose/hemicellu-
lose-rich inner ring (red) is found, it becomes continuously
thicker inwards and the pectin becomes more and more
restricted to the cell corners (Fig. 8d). Within the hypoder-
mal sterome, the two-layered structure, with a pectinized
outer ring and an inner ring with highly oriented cellulose is
visualized once again (Fig. 8b). Further inwards, uniform
pure cellulose/hemicellulose Wbers are found and the pectin
is restricted as usual to the CC and middle lamella (Fig. 8c).

Discussion

Raman imaging and single spectra

The absence of lignin in the outer tissue parts of E. hyemale
enabled to acquire Raman spectra at 532 nm excitation
without Xuorescence and consequently very good signal-to-
noise ratio. The approach of Raman mapping and chemical
imaging by integrating over the selected wavenumber

Fig. 7 Score plot (a) and loadings (b) of the principal component
analysis (PCA) of spectra extracted from the cell corners (CC; Figs. 4c,
5c, 6c), epidermis (epi; Fig. 6c), the inner and outer Wber part (Wb in,
Wb out; Figs. 4b, 6b) and the uniform Wber (Fig. 5b). Spectra were de-
rived always from four individual cell corners and cells per image. The
Wrst principal component (PC1) explains 86% of the variance and cor-
responds according the loading (b, black line) mainly to pectin, where-
as PC2 explains another 11% and reXects changes in hemicellulose
composition and content (b, grey line). For details the Wngerprint re-
gion of the normalised average spectra is shown (c), grouped (1–3)
according the results in the score plot (a)
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region showed the potential of detecting diVerences in
chemical composition in context with structure and with
high spatial resolution. Without mapping it would be diY-
cult or even impossible to localize the laser spot exactly on
positions of interest, which are often not even visible from
the light microscopic image or are not recognized as impor-
tant before. Due to the sharp band at 858 cm¡1, change in
pectin content was successfully imaged, whereas cellulose
and hemicelluloses were diYcult to be separated due to
strongly overlapping bands. Nevertheless, the integration
from 874 to 934 cm¡1 is supposed to represent the distribu-
tion of a special mannan, because a model spectrum of kon-
jac glucomannan showed increased contribution within this
region (Fig. 2c). The ester band (1,736 cm¡1) allows in
principle separating xyloglucan from cellulose, however for
reliable imaging the band is too weak and contributions
from pectin can interfere. The silica mapping revealed suc-
cessfully the large diVerence between the knob and the
regions below. However, low silica concentrations cannot
easily be seen with the imaging technique as the main band
of amorphous silica below 500 cm¡1 is very broad and
overlaps with several carbohydrate bands. The imaging
technique is already a powerful tool as a Wrst step in the
analysis, but careful examination of the spectra and the
extraction of average spectra from deWned regions enhance
the power of this technique. The Wnal detailed overall anal-
ysis of the spectra gave additional insights into silica chem-
istry and deposition as well as the composition of the
hypodermal sterome.

Silica distribution and chemistry

Chemical analysis revealed that silica is accumulated in
horsetail in amounts of up to 25% (Timell 1964; Lewin and
Reimann 1969). Studies using electron microprobe and
transmission and scanning electron microscopy gave infor-
mation on the distribution of silica in individual cells of the
epidermis (Kaufman et al. 1971, 1973; Page 1972). Con-
trary to many other plants, silica in E. hyemale is mainly
deposited in the outer epidermal cell walls, primarily in dis-
crete knobs and rosettes and sometimes in a uniform pattern
on and in the outer epidermal cell walls (Kaufman et al.
1971; Holzhüter et al. 2003). Our Raman studies conWrm a
small more siliciWed layer (<5 �m) below a cuticular wax
layer (Figs. 6a, 8d). Nevertheless the highest silica accumu-
lation was found at the ridges (Figs. 3b, 8a) in two iso-
forms: (1) in the knobs as almost pure amorphous, hydrated
silica associated with methoxyl groups and small contribu-
tions of protein and pectin (Fig. 2b, spectrum 1) and (2) in
the underlying radially enlarged epidermal cells accompa-
nied by cellulose and hemicellulose and minor pectin
(Fig. 2b, spectrum 2). On contrary, in the epidermal cells
beside the knobs, very high pectin content is found
(Fig. 6c). The low pectin and high silica content in the epi-
dermal cells below the knob and their radial enlargement
towards the knob suggest a kind of “dilution” of the pectin
by the silica deposition. The occurrence of methoxy groups
and spurious pectin within the highly siliciWed knobs also
support the idea of a role of pectin in silica transport and/or

Fig. 8 Combined colour images 
(a–d) of all mapped regions 
(overview in Fig. 1, Raman im-
ages Figs. 3, 4, 5, 6) derived 
from a basis analysis (partial 
least square Wt) with extracted, 
baseline corrected average spec-
tra (e) representing mainly 
amorphous silica (extracted 
from Fig. 3c, area 1), pectin 
(Fig. 5c, cell corner) and cellu-
lose (Fig. 5c, Wber). Blue repre-
sents high weighting factor and 
consequently content for silica, 
green for pectin and red for cel-
lulose. The white color shows 
the cuticular layer and deposits 
within some lumens of the cells 
not further investigated
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deposition. Silicon is uptaken as silicic acid from the soil
and transported in the transpiration stream via the water
conducting xylem (Epstein 1994). However, the xylem
pathway is not connected directly to the places of deposi-
tion and thus the further liquid-phase pathway has to be
apoplastic. It is likely that the silicic acid can move to the
Wnal destinations easier in and with pectic acid or pectin
rather than in cellulose–hemicellulose network. A bound
form of silica to pectin was reported (Schwarz 1973),
although not in Equisetum. Perry and Fraser (1991) found
no silica in the middle lamella and thus concluded that
silica in the cell walls of Euisetum arvense is not com-
plexed or associated with the pectic cell wall polysaccha-
rides that are prominent in the middle lamella. Nevertheless
in E. hyemale the Raman study shows that pectin is not
restricted to the middle lamella and quite high in the epider-
mal layer as well as the outer layer of the hypodermal
Wbers. Model silica precipitation studies using low and high
molecular weight polymers of glucose and hemicellulosic
extracts have shown that they have no discernible eVect on
the initial stages of silicic acid polycondensation, but they
do inXuence particle growth and aggregations. It was sug-
gested that carbohydrates might act in conjunction with
other chemical species, such as intra-silica proteinaceous
material, to control biosiliWcation in higher plants. (Perry
and Yun 1992; Harrison 1996; Perry and Keeling-Tucker
2000, 2003).

The spectral proof of bonding between silica and carbo-
hydrates is diYcult to Wnd as organosilicon compounds
give similar bands to those of the corresponding organic
compounds (Sokrates 2001), which arise from the carbohy-
drates and may overlay the signals. Nevertheless, the fact
that almost no silanol vibration is observed within the cell
wall regions and a band arises nearby at 956 cm¡1 (also
seen as a shoulder in the knob spectrum) indicates a cova-
lent bonding to carbohydrates (SiOC). But due to the uncer-
tainty of the chemistry and spectra of the pectic and
hemicelluloses in this plant their spectral contribution can-
not yet be completely excluded. The increasing amounts of
pectin and hemicelluloses in the outer parts, suggest more
probably a close association of silica to pectin and hemicel-
luloses than to cellulose, which was found to be more
restricted to the inner Wber parts. Investigations at diVerent
developmental stages might give further insights into the
silica deposition.

Structure and chemistry of the hypodermal sterome

In Equisetum diVerentiation of the tissues proceeds in
each articulation from above to downwards (Browne
1939). Therefore the cells just below the nodes used for
this investigation are in a more mature condition. At this
level, the tip of the projecting tooth of Wbers under a rib

can be connected with the bundle on the same radius by a
single chainlike row of somewhat radially elongated cells
with slightly thickened walls (Browne 1939), which were
also investigated (Fig. 5a–d). These Wbers showed uni-
form cell wall composition of highly oriented cellulose
connected by pectin, which was found almost in pure
form in the cell corners and middle lamella (Figs. 8d, 7c).
Moving towards the hypodermal sterome, a similar com-
position and structure were only observed for the inner
part of the Wbers and a separate layer rich in pectin and
hemicellulose was found to encompass the Wber, which
continuously increased towards the epidermis (Fig. 8b, d).
In an early chemical study on the whole tissue, large
amounts of pectin were reported in Equisetum besides
high amounts of a special galactoglucomannan (1:1:23),
so far not found in the vascular tissue of any other plant
(Timell 1964). From the Raman study, we conclude that
this hemicellulose is restricted mainly to the outer part of
the tissue and builds up together with pectin, a special
layer around an inner cellulose/xyloglucan part. The cell
wall structure of the inner Wber part (highly oriented cellu-
lose associated with xyloglucan and almost no pectin)
seems to reXect more secondary cell wall character and
can provide the tensile stiVness in the longitudinal direc-
tion. E. hyemale shows a pronounced biphasic stress–
strain relation in tension and viscoelasticity, particularly
for large strains (Speck et al. 1998). This behavior could
not be interpreted on the ultrastructural or molecular level
(Speck et al. 1998), but might now be explained by contri-
bution of the outer hemicelluloses–pectin-rich layer.
Besides the high pectin/hemicelluloses content in the
outer layer and epidermis might have essential function in
the water relation and as discussed above in context with
silica distribution and deposition.

Conclusion

Within the hypodermal sterome of E. hyemale, a two lay-
ered structure was visualized: higher amount of pectin and
hemicelluloses (galactoglucomannan) were found in an
outer ring conWning an almost pure cellulose part with the
cellulose microWbrils aligned parallel along the Wber. The
outer layer gradually decreases towards the inner tissue part
and the remarkable higher amount of pectin and hemicellu-
loses in the outer parts is proposed to play a role in silica
deposition. Besides, in the epidermal layer and hypodermal
sterome no silanol groups were detected, pointing to other
bondings with pectin and hemicelluloses. In the knob
region, spectra revealed almost pure, hydrated amorphous
silica. Future studies in context with growth and develop-
ment will give further insights into silicon biochemistry in
plants.
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Our results show the potential of scanning Raman
microscopy for non-destructive in situ investigation of
plant cell walls. The high spatial resolution allows detec-
tion of changes in the chemical composition of the cell and
cell wall. Conclusions about all components can be derived
at once and in context with structure. This major advantage
and potential also comprises a drawback as highly overlap-
ping bands are sometimes diYcult to interpret and conclu-
sions on components with minor amount may be
ambiguous. Nevertheless, experiments on other cell wall
variants and selective chemical treatment will improve our
understanding of the spectra as well as the combination
with other methods (e.g. antibody probes).

Acknowledgments We thank R. Nöske (Potsdam University,
Department of Chemistry) for providing the horsetail sample and
I. Burgert and P. Fratzl (Max Planck Institute of Colloids and Inter-
faces, Department Biomaterials, Potsdam) for enabling the work and
fruitful discussion. We acknowledge Wnancial support from the Max
Planck Society and the Wrst author (N.G.) acknowledges the APART
programme of the Austrian Academy of Sciences for Wnancial support.
We thank M. Schwanninger (BOKU, Vienna) for enabling the analysis
with “The UNSCRAMBLER” software.

References

Adatia MH, Besford RT (1986) The eVects of silicon on cucumber plants
grown in recirculating nutrient solution. Ann Bot 58:343–351

Agarwal UP (2006) Raman imaging to investigate ultrastructure and
composition of plant cell walls: distribution of lignin and cellulose
in black spruce wood (Picea mariana). Planta 224:1141–1153

Agarwal UP, Ralph SA (1997) FT-Raman spectroscopy of wood: Iden-
tifying contributions of lignin and carbohydrate polymers in the
spectrum of black spruce (Picea mariana). Appl Spectrosc
51:1648–1655

Baranska M, Schulz H (2005) Spatial tissue distribution of polyacetyl-
enes in carrot root. Analyst 130:855–859

Baranska M, Schulz H, Rosch P, Strehle MA, Popp J (2004) IdentiWca-
tion of secondary metabolites in medicinal and spice plants by NIR-
FT-Raman microspectroscopic mapping. Analyst 129:926–930

Baranska M, Baranski R, Schulz H, Nothnagel T (2006) Tissue-spe-
ciWc accumulation of carotenoids in carrot roots. Planta
224:1028–1037

Bierhorst DW (1958) Vessels in Equisetum. Am J Bot 45:534–537
Browne IMP (1939) Anatomy of the aerial axes of Equisetum kansa-

num. Bot Gaz 101:35–50
Chen CH, Lewin J (1969) Silicon as a nutrient element for Equisetum

arvense. Can J Bot 47:125–131
Chenery D, Bowring H (2003) Infrared and Raman spectroscopic

imaging in bioscience. Spectrosc Eur 15:8–14
Dietrich D, Hemeltjen S, Meyer N, Baucker E, Ruhle G, Wienhaus O,

Marx G (2002) A new attempt to study biomineralised silica bod-
ies in Dactylis glomerata L. Anal Bioanal Chem 374:749–752

Edwards HGM, Farwell DW, Webster D (1997) FT Raman micros-
copy of untreated natural plant Wbres. Spectrochim Acta A
53:2383–2392

Epstein E (1994) The anomaly of silicon in plant biology. Proc Nat
Acad Sci USA 91:11–17

Epstein E (1999) Silicon. Annu Rev Plant Physiol Plant Mol Biol
50:641–664

Gailliez-Degremont E, Bacquet M, Laureyns J, Morcellet M (1997)
Polyamines adsorbed onto silica gel: a Raman microprobe analy-
sis. J Appl Polym Sci 65:871–882

Gierlinger N, Schwanninger M (2006) Chemical imaging of poplar
wood cell walls by confocal Raman microscopy. Plant Physiol
140:1246–1254

Gierlinger N, Schwanninger M (2007) The potential of Raman micros-
copy and Raman imaging in plant research—review. Spectros-
copy 21:69–89

González P, Serra J, Liste S, Chiussi S, León B, Pérez-Amor M (2003)
Raman spectroscopic study of bioactive silica based glasses.
J Non-Cryst Solids 320:92–99

Harrison CC (1996) Evidence for intramineral macromolecules con-
taining protein from plant silicas. Phytochemistry 41:37–42

Hartley RD, Jones LHP (1972) Silicon compounds in xylem exudates
of plants. J Exp Bot 23:637–640

Hauke RL (1978) Taxonomic monograph of Equisetum subgenus
Equisetum. Nova Hedwigia 30:385–455

Himmelsbach DS, Khahili S, Akin DE (1999) Near-infrared–Fourier-
transform–Raman microspectroscopic imaging of Xax stems. Vib
Spectrosc 19:361–367

HoVman FM, Hillson CJ (1979) EVects of silicon on the life-cycle of
Equisetum hyemale L. Bot Gaz 140:127–132

Holzhüter G, Narayanan K, Gerber T (2003) Structure of silica in Equi-
setum arvense. Anal Bioanal Chem 376:512–517

Kacuráková M, Wellner N, Ebringerova A, Hromádková Z, Wilson
RH, Belton PS (1999) Characterisation of xylan-type polysaccha-
rides and associated cell wall components by FT-IR and FT-Ra-
man spectroscopies. Food Hydrocolloid 13:35–41

Kato K, Kawaguchi Y, Mizuno T (1973) Structural analysis of suisen
glucomannan. Carbohydr Res 29:469–476

Kaufman PB, Bigelow WC, Schmid R, Ghosheh NS (1971) Electron
microprobe analysis of silica in epidermal cells of Equisetum. Am
J Bot 58:309–316

Kaufman PB, Lacroix JD, Dayanand.P, Allard LF, Rosen JJ,
Bigelow WC (1973) SiliciWcation of developing internodes in
perennial scouring rush (Equisetum hyemale Var AYne). Dev
Biol 31:124–135

Lewin J, Reimann BEF (1969) Silicon and plant growth. Annu Rev
Plant Physiol 20:289–304

Ma JF (2004) Role of silicon in enhancing the resistance of plants to
biotic and abiotic stresses. Soil Sci Plant Nutr 50:11–18

McCann MC, Hammouri M, Wilson RH, Belton P, Roberts K (1992)
Fourier transform infrared microspectroscopy is a new way to
look at plant cell walls. Plant Physiol 100:1940–1947

McCann MC, Bush M, Milionia D, Sadoa P, Stacey NJ, Catchpole G,
Defernez M, Carpita NC, Hoft H, Ulvskov P, Wilson RH, Roberts
K (2001) Approaches to understanding the functional architecture
of the plant cell wall. Phytochemistry 57:811–821

Morris VJ, Ring SG, MacDougall AJ, Wilson RH (2003) Biophys-
ical characterisation of plant cell walls. In: Rose J (ed) The
plant cell wall—Annual plant reviews. Blackwell, Oxford, pp
55–91

Niklas KJ (1989) Safety factors in vertical stems—evidence from
Equisetum hyemale. Evolution 43:1625–1636

Niklas KJ (1997) Relative resistance of hollow, septate internodes to
twisting and bending. Ann Bot 80:275–287

Page CN (1972) Assessment of interspeciWc relationships in Equise-
tum Subgenus Equisetum. New Phytol 71:355–369

Parry DW, Smithson F (1957) Detection of opaline silica in grass
leaves. Nature 179:975–976

Perry CC, Fraser MA (1991) Silica deposition and ultrastructure in the
cell wall of Equisetum arvense—the importance of cell wall
structures and Xow control in biosiliciWcation? PhilTrans R Soc
Lond B Biol Sci 334:149–157
123



980 Planta (2008) 227:969–980
Perry CC, Keeling-Tucker T (2000) BiosiliciWcation: the role of the or-
ganic matrix in structure control. J Biol Inorg Chem 5:537–550

Perry CC, Keeling-Tucker T (2003) Model studies of colloidal silica
precipitation using biosilica extracts from Equisetum telmateia.
Colloid Polym Sci 281:652–664

Perry CC, Yun L (1992) Preparation of silicas from silicon complexes–
role of cellulose in polymerization and aggregation control. J
Chem Soc Faraday Trans 88:2915–2921

Raven JA (1983) The transport and function of silicon in plants. Biol
Rev 58:179–207

Raven JA (2003) Cycling silicon—the role of accumulation in
plants— Commentary. New Phytol 158:419–421

Richmond KE, Sussman M (2003) Got silicon? The non-essential ben-
eWcial plant nutrient. Curr Opin Plant Biol 6:268–272

Romero-Aranda MR, Jurado O, Cuartero J (2006) Silicon alleviates
the deleterious salt eVect on tomato plant growth by improving
plant water status. J Plant Physiol 163:847–855

Salzer R, Steiner G, Mantsch HH, MansWeld J, Lewis EN (2000) Infra-
red and Raman imaging of biological and biomimetic samples.
Fresenius J Anal Chem 366:712–726

Schrader B (1995) Infrared and Raman spectroscopy. VCH, Wein-
heim, 786 pp

Schulz H, Baranska M (2007) IdentiWcation and quantiWcation of valu-
able plant substances by IR and Raman spectroscopy. Vib Spec-
trosc 43:13–25

Schwarz K (1973) Bound form of silicon in glycosaminoglycans and
polyuronides - (polysaccharide matrix connective tissue). Proc
Nat Acad Sci USA 70:1608–1612

Séné CFB, McCann MC, Wilson RH, Crinter R (1994) Fourier-trans-
form raman and fourier-transform infrared spectroscopy. An
investigation of Wve higher plant cell walls and their components.
Plant Physiol 106:1623–1631

Sokrates G (2001) Infrared and Raman characteristic group frequen-
cies. Wiley, Chichester

Spatz H-C, Köhler L, Speck T (1998) Biomechanics and functional
anatomy of hollow-stemmd sphenopsids. I. Equisetum giganteum
(Equisetaceae). Am J Bot 85:305–314

Speck T, Speck O, Emanns A, Spatz HC (1998) Biomechanics and
functional anatomy of hollow stemmed sphenopsids: III. Equise-
tum hyemale. Bot Acta 111:366–376

Srinivasan J, Dayanandan P, Kaufman PB (1979) Silica distribution in
Equisetum hyemale var aYne L (Engelm) in relation to the nega-
tive geotropic response. New Phytol 83:623–626

Synytsya A, Copikova J, Matejka P, Machovic V (2003) Fourier trans-
form Raman and infrared spectroscopy of pectins. Carbohydr
Polym 54:97–106

Timell TE (1964) Studies on some ancient plants. Sven Papperstidn
67:356–363

Tschudy RH (1939) The signiWcance of certain abnormalities in Equi-
setum. Am J Bot 26:744–749

Valtchev V, Smaihi M, Faust AC, Vidal L (2003) Biomineral-silica-in-
duced zeolitization of Equisetum arvense. Angew Chem Int Ed
Engl 42:2782–2785

Wiley JH, Atalla RH (1987) Band assignment in the Raman spectra of
celluloses. Carbohydr Res 160:113–129
123


	Insights into the chemical composition of Equisetum hyemale by high resolution Raman imaging
	Abstract
	Introduction
	Materials and methods
	Results
	Discussion
	Raman imaging and single spectra
	Silica distribution and chemistry
	Structure and chemistry of the hypodermal sterome

	Conclusion
	References




<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /None
  /Binding /Left
  /CalGrayProfile (None)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (ISO Coated)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Error
  /CompatibilityLevel 1.3
  /CompressObjects /Off
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJDFFile false
  /CreateJobTicket false
  /DefaultRenderingIntent /Perceptual
  /DetectBlends true
  /ColorConversionStrategy /sRGB
  /DoThumbnails true
  /EmbedAllFonts true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /SyntheticBoldness 1.00
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 524288
  /LockDistillerParams true
  /MaxSubsetPct 100
  /Optimize true
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveEPSInfo true
  /PreserveHalftoneInfo false
  /PreserveOPIComments false
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts false
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 150
  /ColorImageDepth -1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages false
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /ColorImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasGrayImages false
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 150
  /GrayImageDepth -1
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /GrayImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasMonoImages false
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 600
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile (None)
  /PDFXOutputCondition ()
  /PDFXRegistryName (http://www.color.org?)
  /PDFXTrapped /False

  /Description <<
    /ENU <>
    /DEU <>
  >>
>> setdistillerparams
<<
  /HWResolution [2400 2400]
  /PageSize [2834.646 2834.646]
>> setpagedevice


