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Abstract Physicochemical properties of bovine plasma fib-
rinogen (Fb) in electrolyte solutions were characterized.
These comprised the diffusion coefficient (hydrodynamic
radius), determined by the DLS method, electrophoretic mo-
bility and the isoelectric point. The hydrodynamic radius
of Fb was 12 nm for pH < 5. The number of uncompen-
sated (electrokinetic) charges on the protein Nc was calcu-
lated from the electrophoretic mobility data. It was found
that for pH < 5.8 the electrokinetic charge was positive, in-
dependently of the ionic strength and negative for pH > 5.8.
For pH = 3.5 the value of Nc, was 26 for 10−3 M. Similar
electrokinetic measurements were performed for the mica
substrate using the streaming potential cell. It was shown
that for pH = 3.5 and 10−3 M, the zeta potential of mica re-
mained negative (−50 mV). This promoted an irreversible,
electrostatically driven adsorption of Fb, which was con-
firmed in experiments carried out under diffusion-controlled
transport. The surface concentration of Fb on mica was de-
termined directly by AFM counting. By adjusting the time
of adsorption, Fb monolayers of desired coverage were pro-
duced. Independently, the presence of Fb on mica was deter-
mined quantitatively by the colloid enhancement method, in
which negatively charged latex particles were used, having
the diameter of 800 nm. It was found that for Fb coverage
below 0.05 the method was more sensitive than other indi-
rect methods. The experimental data obtained in latex depo-
sition experiments were adequately interpreted in terms of
the random site model used previously for polyelectrolytes.
It was shown that adsorption sites consisted of a cluster of
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two Fb molecules. It was concluded that the colloid en-
hancement method can be successfully used for detecting
the presence of proteins at solid substrates and to determine
the uniformity of monolayers in the nanoscale.
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1 Introduction

Protein adsorption exerts negative effects in processes of ar-
tificial organ failure, plaque formation, fouling of contact
lenses and heat exchangers, ultrafiltration and membrane fil-
tration units. On the other hand, a controlled protein deposi-
tion (irreversible adsorption) on various surfaces is a prereq-
uisite of their efficient separation and purification by chro-
matography, filtration, for biosensing, bioreactors, immuno-
logical assays, etc.

Fibrinogen (Fb) is one of the essential protein playing a
key role in the regulation of thrombosis, heamostasis and
blood clotting. It is the third most prevalent protein in blood
plasma with the concentration 2.6–3 mg/mL (Agnihotri and
Siedlecki 2004) being the most relevant protein that is ad-
sorbed on biomaterial surfaces.

Because of its major significance, numerous experimen-
tal works have been devoted to quantify protein, in particular
Fb adsorption on various substrates using the solution deple-
tion methods (Ramsden 1993), the gravimetric methods, es-
pecially the quartz microbalance (QCM) (Reisch et al. 2009;
Choi et al. 2002), optical methods such as ellipsometry and
reflectometry (Melmsten 1994; Buijs et al. 1996, 1997), flu-
orescence methods such as the total internal fluorescence
(TIRF) (Yoon et al. 1996; Wertz and Santore 2001) and iso-
tope labeling (Zembala and Dejardin 1994; Zembala et al.
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1998). For the low coverage range the electron microscopy
and the AFM methods can be quite efficient in a direct
determination of protein coverage (Hall and Slayter 1959;
Veklich et al. 1993; Ortega-Vinuesa et al. 1998; Sit 1999;
Marchin and Berrie 2003; Toscano and Santore 2006).

However, despite a significant progress in the field of pro-
tein adsorption, there are still discrepancies, even conflict-
ing reports in the literature, concerning the kinetics of this
process, maximum coverage, and reversibility aspects. This
is mainly caused by a limited availability of direct experi-
mental techniques working under dynamic conditions.

One of few such in situ methods for determining pro-
tein adsorption kinetics and properties of their monolay-
ers is based on the streaming potential measurements. Such
electrokinetic experiments have been carried out using par-
allel plate channel cells devised originally by van Wage-
nen and Andrade (1980) and then used to widely to deter-
mine electrokinetic characteristics of bare surfaces (mica,
silica slides) (Scales et al. 1990, 1992), colloid particles
(Adamczyk et al. 1999; Zembala and Adamczyk 2000;
Hayes et al. 1999; Zembala et al. 2003) or protein covered
surfaces (Norde and Rouwendal 1990; Elgersma et al. 1992;
Vasina and Dejardin 2004; Etheve and Dejardin 2002).
However, a disadvantage of the streaming potential mea-
surements is a tedious assembling prior to experiment, seal-
ing problems and the necessity of determining the correction
due to surface conductance of the cell.

In this work, we propose another method of detecting
protein layers on solid substrates under the wet, in situ con-
ditions. The technique, refereed to as the colloid enhance-
ment (CE), consist in unspecific deposition of larger col-
loid particles onto protein monolayers under well-controlled
transport conditions.

The main goal of our studies is to determine a unique
relationship between the amount of adsorbed protein (invis-
ible agent) and the amount of adsorbed colloid, which can be
assessed quantitatively via microscope counting. Addition-
ally, important clues on the structure of the protein mono-
layer, especially density distribution can be gained in a sim-
ple way. By inverting this functional dependence, represent-
ing a calibration curve, one can determine in a precise way,
the unknown amount of adsorbed protein, which can be used
to determine their bulk concentration of proteins.

2 Experimental

2.1 Materials

Fb from bovine plasma, fraction I, type IV (65% protein,
containing approximately 20% sodium chloride and 15%
sodium citrate) was purchased from Sigma (F4753) and used
without further purification. Protein was in 93% clottable.
The purity of the Fg solution was checked by the dynamic

surface tension measurements carried out using the pendant
drop shape method. There was practically no change in the
surface tension of the 10 ppm solution of Fg within the time
of two hours, which is much larger than the typical time of
DLS and deposition measurements, lasting 15–30 minutes.

Ruby muscovite mica obtained from Continental Trade
was used as substrate, and was freshly cleaved immediately
prior to use without any pretreatment.

Water was purified using a Millipore Elix 5 apparatus.
Chemicals reagents (buffers, electrolytes) were of analytical
grade, and used without further purification. Protein solu-
tions of Fb concentration in the range of 0.5–50 ppm were
prepared as follows: the protein powder was dissolved in
NaCl aqueous solution having the ionic strength of 1×10−3

or 1 × 10−2 M. The pH of these Fb solutions was regulated
by addition of HCl or NaOH. Then, the suspension was gen-
tly mixed using a magnetic stirrer, and filtered through the
Millex®-GS 0.45 µm filter to eliminate aggregates and im-
purities. The temperature of experiments was kept constant
at 293 ± 0.1 K.

Positively charged amidine polystyrene latex particles
(Invitrogen) having the nominal size of 800 nm were used
as the reference colloid suspension.

On the other hand, deposition studies on Fb mono-
layers were performed using negatively charged sulfonate
polystyrene latex particles (synthesized in our laboratory)
having the same nominal size of 800 nm.

2.2 The experimental methods

The diffusion coefficient of Fb under various conditions was
determined by dynamic light scattering (DLS), using the Ze-
tasizer Nano ZS Malvern instrument (measurement range of
0.6 nm to 6 µm). The Nano ZS instrument incorporates non-
invasive backscatter (NIBS™) optics. This technique mea-
sures the time-dependent fluctuations in the intensity of scat-
tered light which occur because particles undergo Brownian
motion. Analysis of these intensity fluctuations enables the
determination of the diffusion coefficients of particles which
are converted into a size distribution.

The microelectrophoretic mobility of Fb was measured
using the same Zetasizer Nano ZS Malvern instrument using
the Laser Doppler Velocimetry (LDV) technique (measure-
ment range of 3 nm to 10 µm). In this technique, a voltage
was applied across a pair electrode placed at both ends of a
cell containing the particle dispersion. Charged particles are
attracted to the oppositely charged electrode and their ve-
locity was measured and expressed per unit field strength as
the electrophoretic mobility μe. Then, the zeta potential was
calculated using Henry’s equation

ζ = 3η

2εF (κa)
μe (1)
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where ζ is the zeta potential of proteins, μe is the elec-
trophoretic mobility, ε is the dielectric constant of water,
F(κa) is the function of the dimensionless parameter κa =
a/Le, Le = (εkT /2e2I )1/2 is the double-layer thickness, e

is the elementary charge, k the Boltzman constant, T the ab-
solute temperature, I = 1

2 (
∑

i ciz
2
i ) is the ionic strength, ci

is the ion concentrations, zi is the ion valency and a is the
characteristic dimension of a particle or a protein (e.g. its
hydrodynamic radius).

AFM measurements of Fb layers were carried out us-
ing the NT-MDT Solver PRO device with scanning head
SMENA SFC050L. The measurements were performed in
semicontact mode using silicon probe (polysilicon can-
tilevers with resonance frequencies 240 kHz ± 10% or
140 kHz ±10%, typical curvature radius of tip was 10 nm,
cone angle was less then 20◦). The protein solution with Fb
concentration of 0.35 ppm was allowed to adsorb on sur-
face for 5–120 min and then substrate was removed, rinsed
for 30 seconds using double distilled water and dried under
gentle nitrogen stream.

The real latex particle size as a function of ionic strength
and pH was determined by laser diffractometer (Particle
Size Analyzer LS 13 320 Beckman Coulter) with an accu-
racy of few percent and independently by the DLS method
using the same Malvern Zetasizer Nano.

Additionally, the size of deposited latex particles was de-
termined by the above AFM device.

The zeta potential of the latex was determined as a
function of the ionic strength and pH using the ZetaPals
Brookhaven and the Zetasizer Nano ZS of Malvern.

Streaming potential measurements were carried out us-
ing a home-made apparatus described in details previously
(Adamczyk et al. 1999, 2006, 2007; Zembala and Adam-
czyk 2000). The main part of the cell was the parallel plate
channel of dimensions 2bc × 2cc × L equal to 0.027 ×
0.29×6.2 cm formed by mica sheets separated by a perfluo-
roethylene spacer. The electrolyte flow through the channel
was forced by a hydrostatic pressure difference �P exerted
between in- and outlet compartments. Streaming potential
was measured using a pair of (Ag/AgCl) electrodes con-
nected with an electrometer of high resistance. The other
electrode pair (platinium) was used for measuring the elec-
tric conductance of the cell. In this way the cell electric re-
sistance Rc was determined to incorporate the surface con-
ductivity effect affecting streaming potential in solutions of
lower ionic strength. Correction for surface conductivity was
introduced according to the procedure described elsewhere
(Adamczyk et al. 1999; Zembala and Adamczyk 2000). It is
worthwhile mentioning, that this correction was negligible
for the ionic strength of the electrolyte above 10−3 M.

Particle deposition experiments were performed in the
diffusion cell of the dimensions 2 × 2 × 5 cm, filled up with
the latex suspension, having typically the number concentra-
tion of 1–2 × 1010 cm−3 and appropriate ionic strength and

pH value. Wet mica sheets, pre-covered by Fb monolayers
of desired density, were then immersed into the latex sus-
pension. Latex article deposition proceeded over a desired
time (typically 24 hours). The true coverage of particles was
determined by a direct optical microscope counting under
wet conditions, as described in our previous works (Adam-
czyk et al. 1999, 2006, 2007; Zembala and Adamczyk 2000;
Zembala et al. 2003). Particles were counted over 10–20
equal sized areas chosen randomly over the mica sheet. The
net number of deposited particles considered was ca. 1500–
3000, which ensures a relative precision of these measure-
ments below 2%, as determined by a variance analysis. It is
worthwhile mentioning that the coverage was determined in
absolute terms, i.e., θ = Sg〈N〉, where 〈N〉 is the average
surface concentration of particles (number of particles per
unit area) and Sg = πa2 is the cross-section of the particle
(a is the particle radius). As a consequence, the coverage
represents the fraction of the entire surface area occupied by
the particles.

However, because of multiple scattering, the optical mi-
croscope method, became less accurate for coverage exceed-
ing 0.3. In this case the AFM method (NT MDT Integra sys-
tem) working in the semi contact mode was used under dry
conditions to determine the surface concentration of parti-
cles and the coverage.

3 Results and discussion

In the first stage of our work, physicochemical characteris-
tics of Fb, latex particles and the mica substrate have been
determined, comprising measurements of the diffusion coef-
ficient, microelectrophoretic mobility and the electrokinetic
(zeta) potential.

Diffusion coefficient is one of the most important para-
meters characterizing the dynamics of the protein molecules
in solution and their adsorption kinetics on solid substrates.
It has been determined directly, as mentioned above, by the
DLS method.

It was found that the diffusion coefficient of Fg was prac-
tically independent of its bulk concentration, varied within
the range 100 to 1000 ppm and assumed an average value of
2.1 × 10−7 cm2 s−1 for ionic strength range 10−2–0.15 M
(pH = 3.5–5). This suggests that for this pH and ionic
strength range, there were no specific effects stemming from
protein aggregation and interactions in the bulk.

From the diffusion coefficient measurements one can de-
termine the Stokes hydrodynamic radius of the protein using
the known dependence (Adamczyk et al. 2010)

RH = kT

6πηD
(2)

where: RH is the hydrodynamic radius, D—the diffusion
coefficient and η—the dynamic viscosity of the solution.



262 Adsorption (2010) 16: 259–269

The advantage of using RH is that it is independent of the
temperature and viscosity of the suspending medium. This
parameter can also be used for a quantitative assessment of
protein aggregation phenomena, which induce an increase
in RH .

It was calculated from (2), using the above Fb diffu-
sion coefficient value, that measured experimentally, that
RH = 12 nm (at the temperature of 293 K). It is interest-
ing to observe that this is much higher than the radius of the
equivalent sphere (having the same volume as the hydrated
Fb molecule equal to 440 nm3, see Table 1) which reflects
the very elongated shape of Fb determined from crystallo-
graphic data (see Table 1).

In further analysis we approximate the complex shape of
Fb by the bead model, used previously to determine its ad-
sorption kinetics on solid substrates (Adamczyk et al. 2010).
According to this model the molecule is replaced by a string
of 23 co-linear touching spheres of various diameters (see
Table 1). The two external spheres have the diameter of
6.7 nm and the central sphere has the diameter of 5.3 nm.
All remaining 20 spheres have the diameter of 1.5 nm. The
overall length of the molecule is 48.7 nm, its cross-section
area Sg (in the plane parallel to the symmetry axis of the Fb
molecule) equals 128 nm2 and its volume is 440 nm3.

Another parameter determined in order to characterize Fb
dynamics was the electrophoretic mobility μe. It is defined
as the average translation velocity of the protein V under a
given electric field E. This quantity is measured directly by
microelectrophoresis, as described above.

Knowing the electrophoretic mobility of a particle, one
can calculate the averaged number of uncompensated (free)
charges per molecule Nc from the Lorenz-Stokes relation-
ship (Wasilewska et al. 2009):

Nc = 6πη · 108

1.602
RH μe (3)

where Nc is expressed in elementary charges e = 1.602 ×
10−19 [C], μe is expressed in [µm cm s−1 V−1], and V is
the volt unit.

It is interesting to observe that (3) is valid for arbitrary
shape of particles.

The dependence of Nc on pH for Fb is plotted in Fig. 1.
As can be seen, for pH > 5.8, Nc attained negative val-
ues decreasing monotonically with pH. Thus Nc = −29 for
pH = 9.

On the other hand, for pH < 5.8, Nc became positive,
attaining for 3 < pH < 4 and I = 10−3–10−2 M, values
between 32 and 23 (the electrophoretic mobility varied be-
tween 2.2 and 1.5 µm cm s−1 V−1, respectively). As can be
seen, the number of positive charges per one Fg molecule is
significant for this pH and ionic strength range. This indi-
cates unequivocally that for pH < 5.8 Fb is likely to adsorb
on negatively charged surfaces, e.g., mica, according to the
side-on mechanism.

Fig. 1 The dependence of the number of uncompensated charges per
one Fb molecule Nc (expressed in elementary charges e) on pH deter-
mined from microelectrophoretic measurements. 1. I = 1 × 10−3 M
NaCl (circles—!). 2. I = 1 × 10−2 M NaCl (full circles—")

In an analogous way the hydrodynamic radius and micro-
electrophoretic mobility of latexes used in our studies have
been characterized. The average hydrodynamic radius of the
A800 latex for the pH range 3–6 was 400 nm (ionic strength
10−3 M) and for the L800 latex 405 nm, for the same range
of pH and ionic strength. Because latex particles were spher-
ical in shape (see Fig. 2, where the AFM micrograph of la-
tex particles on mica is shown), the latex particle diame-
ter equals 2RH = 800 nm for the A800 and 810 nm for the
L800 sample.

The electrophoretic mobility of latex was determined
analogously as for Fb. For sake of convenience it was con-
verted to the zeta potential ζp data, which are commonly
used to characterize colloid suspensions. The results show-
ing the dependence of both latexes zeta potential ζp on pH
at fixed ionic strength of I = 10−3 M, NaCl are plotted in
Fig. 3. As can be noticed, the A800 (positive latex) parti-
cles zeta potential was independent of pH (changed within
the range 3–9) assuming an average value of 75 mV (for
I = 10−3 M) and 95 mV for I = 10−2 M.

The zeta potential of the L800 latex was also fairly inde-
pendent of pH (changed within the range 3–9) assuming an
average value of −80 mV (for I = 10−3 M) and −105 mV
for I = 10−2 M.

The zeta potential of the mica substrate was determined
via the streaming potential measurements according to the
procedure described above. The results obtained in the case
of NaCl electrolyte are shown in Fig. 4. As can be seen, at a
constant ionic strength of 10−3 M the zeta potential of mica
decreased systematically with the increase in pH, varying
between −50 mV for pH = 3.5, −85 mV at pH = 5.5 and
−118 mV for pH 10. As can be seen this behavior can be
reasonably well reflected by the theoretical model (depicted
by the solid line in Fig. 4), formulated by assuming a com-
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Table 1 Physicochemical
properties of fibrinogen

Property

Protein Fb (bovine plasma)

Molecular weight [Da] 340 000

Specific density [g cm−3] 1.38

Specific volume [nm3],
372crystalline state

Hydrated volume [nm3] 440

Equivalent sphere radius [nm] 4.5

Diffusion coefficient cm2 s−1 2.1 × 10−7 (measured for pH = 3.5, I = 10−2 M)

Hydrodynamic radius [nm] 12

Molecular shape
(crystalline state)11

Approximated shape
in the bead model

Fig. 2 The topology of the
A800 and L800 latex samples
on mica and mica modified by
Fb determined by AFM

petitive adsorption of the H+ and Na+ cations on the surface
binding sites at mica (Adamczyk et al. 2010).

These physicochemical measurements suggest that Fb is
expected to adsorb strongly on mica for the pH < 5.8, due
to attractive electrostatic interactions. This can lead to for-
mation of Fb monolayers, whose density (coverage) can
be well controlled by the adsorption time. In order to ver-
ify this hypothesis, systematic Fb adsorption experiments
have been conducted, under the diffusion-controlled trans-
port conditions. The dependence of the surface concentra-
tion of Fb N (expressed on µm−2) on the adsorption time
t was determined in these experiments. Results of these
measurements performed for Fb concentration of 0.35 ppm,
pH = 3.5, I = 10−3 M and T = 293 K are shown Fig. 5.
The surface concentration of Fb was determined by di-
rect counting of the number of molecules per unit area of
AFM images, typically having the size of 2 × 2 µm. Be-

cause of the AFM resolution limitations, the highest N

value accessible in these experiments was 300 µm−2. It is
to mention that results shown in Fig. 5 represent, accord-
ing to our knowledge, first quantitative data reported in
the literature on Fb side-on adsorption under diffusion con-
trolled transport conditions, derived using a direct observa-
tion method.

As can be seen, the experimental data are well reflected
by theoretical results, described by the following depen-
dence (Adamczyk et al. 2010; Adamczyk 2006)

N = 2

(
Dt

π

)1/2

nb (4)

where nb = cppmAv×10−6/Mw is the number concentration
of Fb molecules in the bulk (cppm is the Fb concentration in
ppm, Av is the Avogadro constant).
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Fig. 3 The dependence of the
zeta potential of polystyrene
latex particles ζp on pH,
T = 293 K. The points denote
experimental values determined
for 1. (") I = 10−2 M, NaCl
(positive latex A800), 2. (!)
I = 10−3 M, NaCl (positive
latex A800), 3. (Q) I = 10−3 M,
NaCl (negative latex L800),
4. (P) I = 10−2 M, NaCl
(negative latex L800)

Fig. 4 The dependence of the zeta potential of mica ζ [mV] on pH de-
termined by the streaming potential measurements in the parallel-plate
cell. The points denote the experimental results obtained for I = 1 mM
and the solid line shows the theoretical results derived from the site
binding model

It was demonstrated in Adamczyk et al. (2010) that
the linear dependence described by (4) remains valid for
N reaching the jamming limit, which was determined to
be 2.26 × 103 µm−2. It is interesting to observe that the
maximum coverage, which corresponds to this N value is
Θ = NSg = 0.29.

Therefore, one can extrapolate the kinetic dependence
shown in Fig. 5 to longer times, obtaining the coverage of

Fb, which can be used for interpretation of latex particle de-
position.

In the first stage of these latex deposition studies, the ref-
erence data for bare homogenous surfaces were obtained.
The goal of these measurements was to determine the full
kinetic curve of latex on bare mica (uncovered by Fb), in
particular the maximum coverage, used later on as the ref-
erence variable for scaling the curves obtained for Fb lay-
ers. The kinetic curve obtained for the A800 latex under
diffusion-controlled transport for pH = 3.5, I = 10−3 M,
nb = 1.77 × 1010 is shown in Fig. 6 as the dependence
of the latex coverage ΘL on the square of the deposition

time t
1
2 . As can be seen, this dependence remains linear for

ΘL < 0.3, which is in accordance with (4), where the la-
tex coverage was calculated as ΘL = πa2NL (where NL is
the latex surface concentration). However, for higher latex
coverage, significant deviations from linearity occurred, and
the kinetic curve approached gradually the limiting value
Θmx = 0.46. These deviations from linearity are caused by
the surface blocking effects, which were analyzed in detail
in Adamczyk et al. (1999, 2010), Adamczyk (2006), Schaaf
and Talbot (1989). It was shown that the blocking function
B(Θ) in the case of spherical particles has the form

B(Θ) =
[

1 + 0.812
Θ

Θmx

+ 0.4258

(
Θ

Θmx

)2

+ 0.0716

(
Θ

Θmx

)3](

1 − Θ

Θmx

)3

(5)
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(a)

b

Fig. 5 (a) The topology of the Fb monolayer on mica surface de-
termined by AFM semi-contact mode, for pH = 3.5, T = 293 K,
I = 10−3 M and the surface concentration of Fb N [µm−2] equal to 47.
(b) The dependence of the surface concentration of Fb N [µm−2] on
the square root of the adsorption time t1/2 min½]. The points denote the
experimental results obtained for pH = 3.5, T = 293 K, I = 10−3 M
using the AFM topological measurements and the solid line shows
the theoretical results calculated from the generalized diffusion model
(Adamczyk 2000)

where the maximum coverage Θmx for hard (non-interact-
ing) particles, which is referred to as the jamming coverage
equals 0.547 (Hinrichsen et al. 1986).

However, as can be seen in Fig. 6, the maximum coverage
was smaller because of the appearance of lateral electrostatic
repulsion between adsorbing latex particles. Using the effec-
tive interaction range concept, it was shown (Adamczyk et

Fig. 6 Deposition kinetics of positively charged polystyrene latex par-
ticles (averaged diameter of 800 nm) on mica, determined by optical
microscopy (circles—"), for the ionic strength 10−3 M, pH = 3.5,
T = 298 K, nb = 1.77 × 1010 cm−3. The solid line denotes exact the-
oretical results calculated by solving the governing diffusion equation
with the blocking effect given by the RSA model, and the dashed line
represents the theoretical results calculated using the Langmuir model

al. 2010; Adamczyk 2006) that the maximum coverage can
be calculated in this case from the dependence

Θmx = Θ∞
1

(1 + h∗/a)2
(6)

where h∗ is the effective interaction range, which can be
approximated by the analytical dependence (Adamczyk et
al. 2010)

h∗/a = 1

2( a
Le

)

{

ln

(
φ0

2φch

)

− ln

[

1 + 1

2( a
Le

)
ln

(
φ0

2φch

)]}

(7)

where φ0 is the repulsive interaction energy between particle
pair at close separations (height of the energy barrier), and
φch is the characteristic energy close to 1 kT (Adamczyk
2006).

By knowing the blocking function and the maximum
coverage one can calculate theoretically particle adsorption
kinetics by numerical integration of the governing diffusion
equations with the boundary condition at the interface hav-
ing the form (Adamczyk 2000, 2006)

j (Θ, t) = kan(δa)B(Θ) (8)

where j (Θ, t) is particle flux at the interface, n(δa) is the lo-
cal particle concentration at the edge of the adsorption layer
of the thickness δa (which can be identified with the particle
diameter 2a).

As can be seen in Fig. 6, the theoretical results obtained
by solving the bulk transport equation using the implicit,
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finite-difference method of Crank-Nicholson (solid line), are
in a good agreement with experimental data for the entire
range of adsorption time reaching 30 hours. On the other
hand, the results obtained by using the Langmuir blocking
function in the form B(Θ) = 1−Θ/Θmx proved inadequate
(see the dashed line in Fig. 6).

It is interesting to observe, that due to symmetry of the
electrostatic interaction equation, the same results are ob-
tained in the case where the latex particles bear a nega-
tive zeta potential and the interface a positive zeta poten-
tial, provided that the size of latex particles remains the
same. Therefore, the results shown in Fig. 6, obtained for
homogeneous surfaces, can be used as convenient reference
system for analyzing deposition of negative latex particles
of the same size on heterogeneous surfaces produced by
a controlled Fb adsorption. In the first stage of these ex-
periments, a Fb monolayer on mica of a desired coverage
(determined by direct AFM measurements) was produced.
Then, the wet mica sheets were placed in the diffusion cell
and latex deposition was carried out for 24 hours. After
rinsing in flow conditions (30 seconds in double distilled
water) the latex coverage was determined without drying
mica sheet by optical microscopy. This procedure allowed
one to avoid distortions of the Fb and latex monolayers,
which is often the case when drying procedure is applied
prior to microscope observations. In this way, we can de-
termine in a reproducible way not only the latex coverage
but the homogeneity of particle distributions over the mica
substrate, analyzed in terms of the pair correlation func-
tion.

The results of the latex deposition experiments (L800
sample) on Fb covered mica are shown in Fig.7 in the form
of the dependence of ΘL on the Fb coverage Θf . The con-
ditions of these experiments were the same as for the cal-
ibration experiments involving the A800 latex sample, i.e.,
pH = 3.5, I = 10−3 M, nb = 1.77 × 1010. As can be seen,
the latex coverage increased abruptly with Θf , attaining
0.8Θmx for Θf as low as 0.05 (5%). Thus, the initial slope
of the ΘL vs. Θf dependence exceeded 20, which indicated
that the sensitivity of detecting Fb layers by latex deposition
was rather high.

However, as can be seen in Fig. 7, for Θf = 0.05, the
increase in the latex coverage with the Fb coverage was less
steep, which prohibits an exact evaluation of Fb coverage
using latex deposition data.

It is interesting to interpret the experimental data shown
in Fig. 7 theoretically since such colloid enhancement ex-
periments have not been done before in the literature. We
applied the random site method, used previously to interpret
particle deposition on surfaces covered by polyelectrolyte
molecules (Adamczyk et al. 2006, 2007). The basic parame-

Fig. 7 The dependence of the maximum coverage of negative latex
particles ΘL on the coverage of Fb, Θf . The points denote the ex-
perimental results obtained by optical microscopy (circles—") and
AFM (triangles—Q), for ionic strength 10−3 M, pH = 3.5, T = 298 K,
nb = 1.77 × 1010 cm−3 deposition time 20 hours. The solid lines 1–3
denote theoretical prediction derived from (10), (14) for the adsorption
site composed of one two and three Fb molecules, respectively

ter of this approach, characterizing the density of adsorption
sites, is defined as

α = π a2Ns = πa2

Sgs

Θs = λ2Θs (9)

where Ns is the surface concentration of adsorption sites,
Sgs is the characteristic cross-section area of one site and

λ = (πa2

Sgs
)1/2.

Assuming that in our case the sites are formed by sin-
gle Fb molecules having the cross-section area of 1.28 ×
10−12 cm2 (see Table 1) and πa2 = 5.03 × 10−9 cm2 one
obtains λ2 = 3.93 × 103. Moreover, in our case Θs = Θf .

Knowing the α parameter one can calculate the maxi-
mum coverage of particles on a heterogeneous surface cov-
ered by sites from the analytical dependence (Adamczyk
2006; Jin et al. 1993)

ΘL = Θmx

(

1 − 1 + 0.314α2 + 0.45α3

1 + 1.83α + 0.66α3 + α7/2

)

(10)

In the limit of low coverage of sites, where α � 1, (10)
simplifies to

ΘL = λ2Θs (11)

As can be seen, it is predicted in this case that the latex
coverage increases linearly with the site coverage.

On the other hand, for larger site coverage range, where
α � 1, (10) reduces to the limiting form

ΘL = Θmx

(

1 − 0.45

α1/2

)

= Θmx

(

1 − 0.45

λΘ
1/2
s

)

(12)
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Thus, for large site coverage, the maximum latex cover-
age is approached proportionally to Θ

1/2
s .

As can be seen in Fig. 7, the theoretical results derived
from (10) (curve 1) do not reflect properly the experimen-
tal data, since they predict a much steeper increase of ΘL

with the Fb coverage (the slop should be λ2 = 3.93 × 103

as estimated above) than experimentally observed. This in-
dicates that adsorption sites consisting of one Fb mole-
cule were not effective to immobilize the latex particle of
much larger dimensions. Analogous phenomenon was ob-
served previously in the case poly(allylamine) hydrochlo-
ride and poly(ethylene imine) polyelectrolytes (Adamczyk
et al. 2006, 2007), where latex particle deposition occurred
at adsorption centers composed of two or more closely
spaced polyelectrolyte chains. It was shown, assuming the
Poisson statistics that the coverage of adsorption sites com-
posed of ns or more particles is given by the expres-
sion (Adamczyk et al. 2006, 2007)

Θs(ns) = e−SΘf

∞∑

n=ns

(SΘf )n

n
∼= (SΘf )ns

ns ! (13)

where S = S∗/Sg and S∗ is the effective interaction area,
whose size is comparable with the cross-section area of the
site, thus S∗ ≈ 1.

As can be noticed, the coverage of sites composed of two
Fb molecules is proportional to Θ2

f , three molecules Θ3
f ,

etc. This means that the number of such sites is very low for
Fb coverage not exceeding 0.1. Therefore, using (13) and
(11) one can predict that the latex coverage increases ini-
tially according to the relationship

ΘL = λ2
Θ

ns

f

ns ! (14)

Thus, in the case of ns = 2, a parabolic dependence of
ΘL on the Fb coverage is predicted initially.

For arbitrary range of Fb coverage, (10) can be used. As
can be seen in Fig. 8, the experimental data are well reflected
by theoretical predictions derived from this equation, for the
entire range of Fb coverage. In particular, the parabolic de-
pendence for low Θf coverage was confirmed. Also the ap-
proach to the maximum coverage can be seen, proportional
to λ2Θ

−1/2
s

∼= λ2Θ−1
f was confirmed.

On the other hand, the theoretical results calculated by
assuming that the adsorption site was composed of three Fb
molecules (curve 3 in Fig. 7) proved inadequate, since they
underestimated significantly the experimental data.

Additional information on the uniformity and Fb mono-
layers can be derived analyzing statistically the distribution
of deposited latex particles using the micrographs obtained
by optical microscopy. An example of such a micrograph
of latex monolayer taken for I = 1 × 10−3 M, Θf = 0.12,

(a)

(b)

Fig. 8 (a) Micrographs showing positively charged latex particles
(averaged diameter 800 nm) deposited on the Fb layer on mica,
Θf = 0.12, ΘL = 0.44. (b) The pair correlation function g(r) for
the latex particles. The points denote experimental results derived
from optical microscopy for: " latex particles adsorbing on bare mica
ΘL = 0.44, ! latex particles adsorbing on a Fb layer bare mica
Θf = 0.12, ΘL = 0.44. The solid line denotes the theoretical results
derived from the Monte-Carlo RSA simulations

ΘL = 0.44 is shown in Fig. 8a. A short-range, liquid-like
ordering of particles can be clearly observed in this picture.
It is also interesting to mention that the latex monolayer
was statistically uniform, which was confirmed by a vari-
ance analysis carried out for various areas (of the same size)
chosen randomly over the monolayer.

Quantitatively, the structure of particle monolayers can
be characterized in terms of the pair correlation function
g(r/a) (often referred to as the radial distribution func-
tion) (Adamczyk et al. 1990, 2010; Adamczyk 2006; Schaaf
and Talbot 1989; Hinrichsen et al. 1986). This function ex-
presses the ensemble averaged probability of finding a parti-
cle pair at the center to center distance r (normalized usually
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to particle radius a). Such pair correlation function was de-
termined by analyzing positions of ca 2000 latex particles
within the monolayer shown in Fig. 8a. The pair correlation
function determined in this way is shown in Fig. 8, part “b”.
As can be seen, a characteristic feature of the g(r/a) func-
tion shown that it is exhibited a well pronounced maximum
at the distance r/a close to 2.1a. The position of the peak
is a direct indication of the range of the lateral interaction
range 2h∗ among adsorbed and adsorbing particles. Indeed,
using (7) one can predict that 2h∗ = 0.12, which agrees well
with the peak position.

It is also interesting to observe that the pair correlation
function obtained for latex particles on the heterogeneous
mica substrate was identical, within the experimental er-
ror, with the function determined for homogeneous surfaces
(full points in Fig. 8b). Additionally, these experimental data
were adequately interpreted in terms of theoretical results
derived from Monte-Carlo type simulation (Adamczyk et
al. 2010; Adamczyk 2006), depicted by the solid line in
Fig. 8b. These simulation were performed using the random
sequential adsorption model for continuous surfaces. There-
fore, this agreement between experimental data obtained for
homogeneous and heterogeneous surfaces, and with theo-
retical results suggests unequivocally that Fb monolayers on
mica were statistically uniform in the microscale.

4 Concluding remarks

Fb was adsorbing irreversibly on mica substrate for pH =
3.5 and the ionic strength of 10−3 M due to electrostatic
attraction, which was confirmed by direct AFM measure-
ments. This process was controlled by the diffusion of Fb
molecules from the bulk rather than by surface activation
barriers.

The presence of Fb was quantitatively determined by the
colloid enhancement method, in which negatively charged
latex particles were used. The precision of these measure-
ments was especially high for the low Fb coverage, Θf <

0.05.
The dependence of the latex coverage on the density of

the Fb monolayer was quantitatively interpreted in terms of
the random site model, by assuming that the site consisted
of the cluster of two Fb molecules.

The experiments performed in this work showed that the
colloid enhancement method can be effectively used for de-
tecting the presence of proteins at solid substrates and to
determine the uniformity of their monolayers in the mi-
croscale.

Acknowledgements This work was supported by the COST Action
D43 Special Grant.

Open Access This article is distributed under the terms of the Cre-
ative Commons Attribution Noncommercial License which permits
any noncommercial use, distribution, and reproduction in any medium,
provided the original author(s) and source are credited.

References

Adamczyk, Z.: J. Colloid Interface Sci. 220, 477 (2000)
Adamczyk, Z.: Particles at Interfaces: Interactions, Deposition, Struc-

ture. Academic Press/Elsevier, New York (2006)
Adamczyk, Z., Zembala, M., Siwek, B., Warszyński, P.: J. Colloid In-
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