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Abstract Zinc oxide nanoparticles were prepared and

subsequently deposited onto the surface of the cotton fiber

by ultrasonic irradiation. The optical, structure and mor-

phology of the coated and un-coated cotton were examined

by UV, fourier transform infrared spectroscopy, X-ray

diffraction analysis (XRD) and scanning electron micro-

scope (SEM)/Energy Dispersive X-ray analysis. XRD

analysis revealed the presence of the crystalline metal

oxide of hexagonal phase with an average crystallite size of

12 nm. These nanoparticles are probably physically

adsorbed onto the cotton fiber surface. SEM analysis

showed a distribution of ZnO nanorod assemblies of vari-

ous diameters and lengths physically adsorbed onto the

cotton fiber surface may take place. The ZnO-cotton fiber

nano-composite were tested against Escherichia coli (gram

negative) and Staphylococcus aureus (gram positive) cul-

tures, and showed a significant antimicrobial activity.

1 Introduction

Zinc oxide (ZnO), with a wide band gap of 3.4 eV and a large

exciton binding energy of 60 meV, has attracted consider-

able attentions and is recognized as one of the most prom-

ising semiconductor materials in electronic and photonic

applications [1]. Preparation and applications of nano metal

oxide coatings onto cotton and glass substrates have received

much attention in recent years due to its promising applica-

tions [2–9]. There is a growing awareness of the use of

antibacterial fabrics in the form of medical clothes, protec-

tive garments, and bed spreads to minimize the chance of the

nosocomial infections [10]. Nanoparticles are much more

active than larger one because of their higher surface area

and they display unique physical and chemical properties

[11]. Textiles coated with silver nanoparticles have become

quite common [12]. ZnO nanoparticles is very efficient in

impart of antibacterial effect to fabric [13, 14], they are

currently being tested as antibacterial agent against Esche-

richia coli (gram negative) and Staphylococcus aureus

(gram positive) cultures. An important aspect of the use of

ZnO as antibacterial agent is the requirement that the parti-

cles are not toxic to human cell [15, 16]. Although the exact

mechanism has not yet been clearly elucidated, the suggested

mechanisms include: the role of reactive oxygen species

(ROS) generated on the surface of the particles [15] zinc ion

release [16] and formation of H2O2 [17] remain possibilities.

There were two general routes to impregnated ZnO nano

particles onto the cotton fiber, the first route in which the

prepared ZnO nano crystals, were coated onto cotton fibers

simply by cure process [6]. The second route was to use the

ultrasonic irradiation as an effective method for the depo-

sition of nano materials onto the surface of cotton fibers

and other substrates [5, 18–24]. Perelshtein and others have

previously used the second route to impregnated some
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metal oxides ricated nanoparticles onto fabricated cotton

materials [5]. In this research the ZnO nanoparticles were

impregnated and deposited on/into the natural cotton fibers

by irradiation of ultrasound vibrations, so many multi–

applications could be addressed. In our previous article we

reported the preparation of nanopartiles CuO-coated cotton

composite and its application [24]. The aim of the present

research was to produce ZnO nanoparticles coated onto

nature cotton fibers and to estimate its antibacterial prop-

erties against E. coli and S. aureus. ZnO nanoparticles act

as antibacterial agent, while cotton act as a substrate which

can be used to fabricat medical clothes. Scanning electron

microscope (SEM) and X-ray diffraction analysis (XRD)

were used to reveal information about the sample, includ-

ing external morphology, chemical composition, and

crystalline structure and orientation of materials making up

the sample. Energy dispersive X-ray (EDX) was applied to

identify the atomic percentage contents of the main for-

mulation’s elements, that has been applied in coating using

EDX unit connected to the SEM microscope. Fourier

transform infrared spectroscopy (FTIR) and UV–Visible

spectra were used to confirm the formation of ZnO nano-

particles onto the cotton fibers.

2 Experimental

2.1 Materials and instrumentals

Zinc sulfate, sodium hydroxide and ethanol were purchased

from MERCK and used without further purification. Cotton

was purchased from local market as an Egyptian cotton

product. The UV spectra of ZnO were recorded on a

SHIMADZU-1601 UV–VIS spectrophotometer in the range

200–800 nm. The infrared spectra for the ZnO coated mate-

rials were recorded on a SHIMADZU-1802 FTIR spectro-

photometer, using KBr disk in the range 4,000–400 cm-1.

Chemical analysis of the ZnO-coated cotton fibers was

obtained by Energy Dispersive X-ray spectroscopy (EDX)

using an Oxford on X-Max (area:20 mm2) detector installed

on a Hitachi S3400N Scanning Electron Microscope (SEM).

Calibration of the instrument was performed on Ti Ka at

4.509 keV. Powder X-ray diffraction (XRD) study was per-

formed on a Bruker D8 Advance Diffractometer using Cu-Ka
radiation (k = 0.15418 nm at 45 kV and 40 mA, 0.05 step

size and 60 s step time over arrange of 0� to 80�.

2.2 Coating procedure

Cotton fibers were first washed in a water bath containing

5 % of sodium dodecyl sulfate (SDS) at 40 �C for an hour.

After rinsing with distilled water, the fibers were dried in

vacuum at 60 �C for 24 h. The ZnO-coated cotton material

were prepared as follows: 0.05 g dry cotton was first

soaked into 10 ml of distilled water containing 0.12 g of

ZnSO4�5H2O solution in a sonicated flask and irradiated for

10 min with Ultrasonic Senerator Model US-150 Ti-horn

(20 kHz, output 10 Turning 7). 0.06 g of NaOH was added

to the mixture under stirring. The mixture was then reso-

nicated at 35–40 �C for one hour. The bath temperature

was kept at a constant temperature around 40 �C. The

product was then washed thoroughly several times with

distilled water to remove any excess of hydroxide and

dried in vacuum at 60 �C overnight. The Zinc concen-

tration in the fiber was determined by titration method

(3–4 wt%).

2.3 Antibacterial activity screening

The antimicrobial activity of cotton coated with ZnO

nanoparticles was tested against gram negative and gram

positive bacteria. A small piece of cotton coated with ZnO

nanoparticles was added to a tube containing 5 ml of

freshly prepared brain heart infusion broth BHIB, (HiMedia,

India) that is inoculated with E. coli and S. aureus (these are

clinical isolates were kindly provided by the Microbiology

laboratory of Al-Shifa hospital). The tubes were incubated at

37 �C for 24 h. The turbidity of the test tubes was compared

visually to an uninoculated (control) BHIB tube. 100 ll of

each tube was diluted and fractions were plated on Nutrient

Agar plates and incubated at 37 �C for 24 h. Colony form-

ing units/ml was calculated by multiplying the number of

colonies by the dilution factor.

3 Results and discussion

3.1 Synthesis

The ZnO-coated fibers were obtained by deposition of ZnO

nanoparticles onto the cotton fibers via the ultrasound

irradiation of metal hydroxide according to the reaction:

Zn2þ þ 4OH� ! Zn OHð Þ2�4
Zn OHð Þ2�4 ! ZnOþ H2Oþ 2OH�:

During the formation process, the fresh product Zn(OH)2

is dissolved immediately with superfluous OH- and

Zn(OH)4
2- is formed. According to the phase stability

diagram of ZnO [22, 23], the formed Zn(OH)4
2- would

change to ZnO nanoparticles at certain pH value (between

8.5 and 12.5) of the reaction solution. The ZnO nanopar-

ticles produced by the reaction were probably physically

adsorbed onto the surface of the cotton fibers by the sono-

chemical microjets resulting from the collapse of sono-

chemical bubles [5]. These nanoparticles are strongly
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physically adsorbed onto the cotton substrate, since these

particles are not removed by several washings. But it is

found that some ZnO nanoparticles which weakly adsorbed

onto the cotton fibers are leached out during the first five

washings, therefore it is suggested that the coated cotton

composite should be washed before drying. They are also

very stable at pH 3–6, but they are less stable at pH \3,

where most ZnO particles are reacted with the acidic

solution.

3.2 XRD results

X-ray diffraction analysis revealed the presence of the

crystalline metal oxide on the cotton fibers (Fig. 1). The

pattern corresponds to the hexagonal phase of ZnO [25],

however they are rather broad because of the nanosized

crystallites. The pattern can be indexed for diffractions

from the (10 0), (0 0 2), (1 0 1), (1 0 2), (1 1 0), (1 0 3) and

(112) planes of wurtzite crystals. The lattice parameters a

and c of the samples are calculated using the formula:

sin2 h ¼ k2

4

4

3

h2 þ hk þ k2

a2

� �
þ l2

c2

� �
ð1Þ

h is the diffraction angle, k is incident wavelength

(k = 0.15406 nm) and h, k and l are all Miller indices. The

calculation of the lattice parameters is based on whole-

spectra fitting method for all peaks by using software. The

lattice parameters of coated ZnO nanoparticles are a = b =

0.3249 nm and c = 0.52008 nm. Scherer’s equation was

used to estimate mean crystallite size.

P ¼ 0:9k
b cos h

;

where P is the mean diameter of nanoparticles, k is the

wavelength of X-ray radiation source, and b is the cor-

rected angular full width at half maximum of the X-ray

diffraction peak at the diffraction angle. The average

crystallite size of zinic oxide nanoparticles estimated by

XRD data was around 12 nm which is very close to the

reported values of similar ZnO coated cotton materials [4,

26]. The almost very similar calculated crystallite sizes for

the five main peaks(Table 1) may provide evidence that a

sphere crystallite shape of ZnO are more probable.

3.3 SEM and EDX results

The morphology of the fiber surface before and after

deposition of ZnO nanoparticles was studied by SEM and

is presented in Fig. 2. On the SEM image of the original

cotton fiber (Fig. 2a), grooves and fibrils could be easily

observed on the surface of the fiber. Fig. 2b presents the

SEM photographs of ZnO nanoparticles coated onto cotton

fibers after sonication. It is likely to say that, cotton fibers

were covered with ZnO nanoparticles. The SEM analysis

revealed that the size of ZnO nanoparticles coated onto

cotton fibers was in the nanoscale range. From Fig. 2a, it is

clear that the size of the cotton fibers is in the range of

200 lm, but the size of the ZnO nanoparticles coated on

the fibers is much smaller of a nanoscale level about 20 nm

as calculated from the ultraviolet spectra. In certain con-

ditions where probably, a slow growth of ZnO nanoparti-

cles, it is found that nanorod crystals of various sizes as

well as assemblies of well defined flower of nanorods of

various diameters ranging from 100 to 500 nm and various

length from 500 nm to few micrometers is clearly showed

in SEM image Fig. 2c. That is in agreement with previ-

ously reported results [27]. Figure 3 shows the EDX

spectra of the ZnO coated cotton samples. The chemical

composition of the ZnO-coated cotton samples are pre-

sented in Fig. 3. EDX spectrum of the ZnO coated cotton

composite showed both Zn and O components. The pres-

ence of Zn atoms in the coated cotton fibers indicates that

ZnO is deposited onto it.

3.4 UV–VIS and FTIR spectra

The structure of the nanoparticles was further examined

UV–VIS and FTIR spectroscopy. The UV visible spectrum

of the ethanolic solution of ZnO nanoparticles shows an
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Fig. 1 XRD patterns of ZnO coated cotton fibers

Table 1 Crystallite sizes

calculated from the peaks
Peaks/2h P/nm

31.748 (100) 11.4

34.388 (002) 12.3

36.259 (101) 12.7

56.634 (110) 11.5

62.901 (103) 11.7
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absorption band at 359 nm (Fig. 4). The energy calculated

according to the Planck’s constant is 3 9 4 eV. The FTIR

spectrum of the immobilized ZnO nanoparticles coated

onto cotton shows an absorption band at 465 cm-1 is

typically due to the lattice vibrations of Zn–O bond, The

strong band at 1,090 cm-1 can be assigned to asymmetric

stretching vibration of Zn–O–Zn bridging. The broad band at

3,435 cm-1 is due the O–H stretching and the absorption

band at 1,550 cm-1 bending of the hydroxyl groups of some

Zn(OH)2 and/or physically adsorbed water molecules [28].

3.5 Antibacterial activity

The antibacterial activity of ZnO nanoparticles coated onto

cotton against E. coli microorganisms are shown in Fig. 5.

The coated cotton sample displays high activity with a

Fig. 2 a SEM image of blank cotton, b image of nanoparticles of ZnO-coated cotton and c high magnified image of ZnO nanorods onto cotton

fiber
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great reduction of bacteria (Fig. 5). No growth was

observed in the tube containing the ZnO coated cotton as

evident by the clear appearance of the tube and the absence

of growth from the subcultured samples. Similar results

were observed against S. aureus (Table 2).

4 Conclusion

ZnO nanoparticles were deposited onto cotton fibers by

ultrasonic irradiation. The morphology and structure of the

ZnO coated cotton fibers were examined by XRD, SEM/

EDX, FTIR and UV visible spectra. XRD analysis revealed

the presence of the crystalline metal oxide of hexagonal

phase on the cotton fibers. SEM analysis showed that dif-

ferent forms of ZnO nanoparticles were developed which

may be dependent on the chemical conditions; and physical

environment during the growing. These materials can be

used as antibacterial fabrics in the form of medical cloths,

protective garments and bed spreads and other many pur-

poses to minimize the chance of nosocomial infections.

Since ZnO is used in the form of nanoparticle, it will have a

very good absorption, penetration and availability. It

showed a great reduction in the bacteria activity.
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