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Abstract Adverse genetic correlations between growth traits
and solid-wood, as well as fiber traits are a concern in conifer
breeding programs. To evaluate the impact of selection for
growth and solid-wood properties on fiber dimensions, we
investigated the inheritance and efficiency of early selection
for different wood-fiber traits and their correlations with stem
diameter, wood density, modulus of elasticity (MOE), and
microfibril angle (MFA) in Norway spruce (Picea abies L).
The study was based on two large open-pollinated progeny
trials established in southern Sweden in 1990 with material
from 524 families comprising 5618 trees. Two increment
cores were sampled from each tree. Radial variations from
pith to bark were determined for rings 3–15 with SilviScan
for fiber widths in the radial (RFW) and tangential (TFW)
direction, fiber wall thickness (FWT), and fiber coarseness
(FC). Fiber length (FL) was determined for rings 8–11.
Heritabilities based on rings 8–11 using joint-site data were
moderate to high (0.24–0.51) for all fiber-dimension traits.
Heritabilities based on stem cross-sectional averages varied

from 0.34 to 0.48 and reached a plateau at rings 6–9. The
Bage-age^ genetic correlations for RFW, TFW, FWT, and
FC cross-sectional averages at a particular age with cross-
sectional averages at ring 15 reached 0.9 at rings 4–7. Our
results indicated a moderate to high positive genetic correla-
tion for density and MOE with FC and FWT, moderate and
negative with RFW, and low with TFW and FL. Comparison
of several selection scenarios indicated that the highest prof-
itability is reached when diameter and MOE are considered
jointly, in which case, the effect on any fiber dimension is
negligible. Early selection was highly efficient from ring 5
for RFW and from rings 8–10 for TFW, FWT, and FC.
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Introduction

In Norway spruce (Picea abies (L.) H. Karst.), stem growth,
straightness, and branch angle are commonly assessed as
breeding targets based on their economic value (Rosvall
et al. 2011). Breeding for growth is a concern, as it could result
in adverse effects on solid-wood and fiber dimensions
(Rozenberg and Cahalan 1997). For example, negative genet-
ic correlations are commonly observed between annual ring
width (as a measure of stem diameter growth) and wood den-
sity or modulus of elasticity (MOE) in Norway spruce (Chen
et al. 2014; Hannrup et al. 2004; Gräns et al. 2009; Rozenberg
and Cahalan 1997) and other conifers (Baltunis et al. 2007;
Hong et al. 2014; McLean et al. 2016; Wu et al. 2008).

Genetic correlations of growth and solid-wood traits
with fiber dimensions have received less attention, be-
cause the determination of fiber dimensions is time-
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consuming and expensive. However, adverse genetic cor-
relations between tree-growth and fiber-dimension traits
have been described in various conifer species (Hong
et al. 2014; Lenz et al. 2010; Zobel and Jett 1995).
Fast-growing trees usually have large radial fiber width
(RFW) and tangential fiber width (TFW), as well as low
fiber wall thickness (FWT), which are manifested in low
wood density (Scallan and Green 1974). For example,
Hong et al. (2014) reported a high genetic correlation
(0.77) between wood density and FWT and lower (0.12
and −0.18) for correlations with RFW and TFW, respec-
tively, in a 40-year-old Scots pine (Pinus sylvestris L.)
trees. In white spruce (Picea glauca (Moench) Voss),
earlywood density was mainly determined by FWT,
whereas latewood density was mainly determined by
RFW (Lenz et al. 2010).

In Norway spruce, the genetic correlations between
growth or solid-wood properties and fiber dimensions
have been evaluated using two 19-year-old clonal trials
and a 40-year-old full-sib progeny trial (Hannrup et al.
2004). They found that density has generally a signifi-
cant positive genetic correlation with latewood FWT and
a non-significant genetic correlation with earlywood
FWT. However, the large variation across trials for
wood-quality traits could be attributed to the typical
samping error associated with small population size (ca.
200 individuals). Thus, more thorough analyses using
more solid-wood and fiber properties are needed using
larger datasets involving the processing and product
properties of pulp and paper, considering that individual
fiber dimensions can have large effects on different prop-
erties of pulp and paper (Kibblewhite 1999; Riddell et al.
2005). An example is the relation between fiber width
and wall thickness, which refers to how easily they col-
lapse into flat bands that conform to each other and bond
to form the paper sheet, influencing many properties,
such as sheet density, strength, and surface smoothness
(Wimmer et al. 2002).

Another important aspect in conifer breeding is the reduc-
tion of the breeding cycle as a means of accelerating the pro-
cess of tree breeding. To date, most of the studies have focused
on early selection for growth and solid-wood quality traits,
rather than on fiber properties (Chen et al. 2014; Hong et al.
2015; Kumar and Lee 2002; Li andWu 2005;Wu et al. 2007).
Moreover, research on age-age correlations and early selection
efficiency for fiber dimensions has been less extensive, de-
spite the fact that it could provide essential information for
designing efficient tree breeding programs for pulp and paper.
Existing studies in Norway spruce have reported phenotypic
variation for fiber length (FL), RFW, TFW, and FWT from
pith to bark (Lundgren 2004; Lundqvist et al. 2002; Lundqvist
et al. 2005; Molteberg and Høibø 2007), while age-age corre-
lation and early selection efficiency for fiber dimensions have

been estimated only in white spruce (Lenz et al. 2011) and for
solid-wood and fiber properties in radiata pine (Pinus radiata
D. Don) (Nyakuengama et al. 1997) and Scots pine (Hannrup
and Ekberg 1998).

The overall objective of the present study was therefore to
explore the effects of selection based on stem diameter and a
solid-wood property, MOE, on fiber dimensions in Norway
spruce and to investigate the potential for early selection based
on RFW, TFW, FWT, fiber coarseness (FC), and FL. Detailed
aims of the present study were (1) to quantify inheritance of
fiber-dimension traits across annual rings, (2) to explore the
genotype-by-environment interactions for fiber-dimension
traits, (3) to estimate the genetic correlations of fiber-
dimension traits, stem diameter, MOE, and microfibril angle
(MFA) across annual rings, (4) to estimate age-age correlation
and early selection efficiency for fiber-dimension traits, and
(5) to evaluate the potential impact of selection based on stem
diameter and MOE on fiber dimensions. Our study represents
the most extensive genetic study in Norway spruce for fiber
dimensions across annual rings.

Materials and methods

Trial design and measurement

Two large progeny trials, F1146 (trial 1) and F114 (trial 2)
(Chen et al. 2014), were established in 1990, in southern
Sweden, with 1373 and 1375 open-pollinated families, re-
spectively. A randomized incomplete block design with
single-tree plot was used for both trials. Six healthy trees were
sampled for each of 524 families representing 112 prove-
nances. Two cores per tree were sampled at breast height from
a total of 5618 trees (2973 and 2645 from trial 1 and trial 2,
respectively). Details on characteristics of plant materials, soil
type, climate, field design, and sampling method have been
reported elsewhere (Chen et al. 2014).

One increment core from each tree was previously used
for the determinations and analysis of growth and solid-
wood traits from pith to bark with the SilviScan instrument
at Innventia, Stockholm, Sweden (Chen et al. 2014). The
first core was also used for determination of fiber-
dimension traits.The second core was used for our FL deter-
minations and data analysis, as follows. The SilviScan mea-
surements provided data on variations from pith to bark in
wood density, and RFW, TFW, FWT, and FC measured as
averages for consecutive 25 μm radial intervals, as well as in
MFA and MOE for 5 mm intervals (Evans 1994, 2006;
Evans et al. 1995). All rings were identified and their prop-
erty averages were calculated. Also, property averages for
stem cross sections at the ends of each growth season were
calculated, through weighting each ring value with the cross-
sectional area of the ring and assuming that the ring is
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circular around the pith. The data for all samples have been
checked for weather-induced false rings to ensure that all
rings correspond to one full growth season, so that the ring
number equals the cambial age.

In the investigations of age trends and Bage-age^ cor-
relations (between different ring numbers from the pith),
the investigated span was restricted to 3–15 years, even
though ca. 30 % had more rings. These cores originate
from fast-grown trees, which reached breast height at a
lower age than the rest. Thus, data for ring numbers
(Bcambial ages^) >15 available only for the fastest-
growing trees were excluded. Further, close to the pith,
the rings are too curved for accurate measurement based
on X-ray transmission and diffraction, and the data qual-
ity is not as good as further from the pith. Therefore,
also data from rings 1–2 were excluded in the age-age
correlation analysis. However, data from all the rings
were used when heritabilities, genetic correlations, and
genetic gains were estimated for the tree as a unit.

FL was determined from the second core for each of three
randomly selected trees per family per site, 3217 trees in total.
The wood of the rings 8 to 11 from pith was cut out, macer-
ated, and analyzed with the Kajaani Fiber Lab 3.5 at theWood
Fiber Lab at SLU, Umeå, Sweden, as described elsewhere
(Chen et al. 2016). In order to correct for the fiber-cutting
unavoidable when sampling by wood increment cores and
for sampling error (Bergqvist et al. 1997; Mörling et al.
2003), the measured FL distribution data, including large
numbers of cut fibers, was mathematically converted into an
estimate of the FL at the wood sampling area within the tree
by applying the expectation-maximization algorithm (Chen
et al. 2016; Svensson and Sjöstedt-de Luna 2010; Svensson
et al. 2006). The approach was recently shown to give more
accurate FL estimates than length-weighing or length2-
weighing algrithms implemented in the Kajaani Fiber Lab
3.5 (Chen et al. 2016).

Statistical analysis

Variance and covariance components for genetic analyses
were estimated using ASReml 3.0 (Gilmour et al. 2009) based
on the following linear mixed model for joint-site analysis:

yijklm ¼ μþ Si þ Bj ið Þ þ Pk þ Fl kð Þ þ SFil kð Þ þ eijklm ð1Þ

where yijklm is the observation on the mth tree from the lth
family within the kth provenance in the jth block within the
ith site. μ is the general mean; Si is the fixed effect of the ith
site; Bj(i) the fixed effect of the jth block within the ith site; Pk
is the fixed effect of the kth provenance; Fl(k) is the random
effect of the lth family within the kth provenance; SFil(k) is the
random interaction effect of the ith site and the lth family

within the kth provenance; and eijklm is the random residual
effect. Based on mixed-model assumptions, the random
family-within-provenance effects are ~NID(0, σ2

f pð Þ ), the ran-
dom site-by-family within provenance effects are ~NID(0,
σ2
sf pð Þ ), while the random residual effects are ~NID(0, σ2

eÞ:
Preliminary analyses indicated that there was no significant
effect for the provenance-by-site interaction for any trait, and
consequently, this effect was removed in the final model. The
analogous model is applied also for individual rings.
Significance of the fixed effects was tested by Wald F test.

Expanding Eq. 1, a bivariate model was constructed to
estimate age-age genetic correlations and type-B (between-
sites) genetic correlations, and multivariate analysis was used
to estimate genetic parameters for different selection
scenarios.

Estimates of heritability were obtained for each trait using
variance components from the univariate joint-site analysis.
Approximate standard errors were calculated using the
Taylor series expansion method (Gilmour et al. 2009).

The individual-tree narrow-sense heritability for each trait
was estimated by

ĥ
2

i ≈
4σ̂2

f pð Þ

σ̂2
f pð Þ þ σ̂

2

sf pð Þ þ σ̂
2

e

ð2Þ

where h2i is the narrow-sense heritability; σ
2
f pð Þ is the family-

within-provenance variance; σ2
sf pð Þ is the site-by-family-

within-provenance variance; and σ2
e is the residual variance.

Genotype-by-environment interaction

To evaluate the extent of gentotype-by-environment interac-
tion (G × E) for each trait, between-site type-B genetic corre-
lations were used (Burdon 1977), and their approximate stan-
dard errors were estimated using the Taylor series expansion
method in ASReml (Gilmour et al. 2009). The type-B genetic
correlation of additive effects across sites is calculated as

rB¼
Cov ̂ a1; a2ð Þffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
σ̂
2

a1
� σ̂

2

a2

r ð3Þ

where Cov a1;a2ð Þ is the covariance between additive effects of

the same traits in different sites and σ2
a1
and σ2

a2
are estimated

additive variances for the same traits in trial 1 and trial 2,
respectively (cf Falconer and Mackay 1996). A one-tailed
likelihood ratio test (LRT) against the null hypothesis of ge-
netic correlations of +1 was used to check the significant of G
× E interaction (Gilmour et al. 2009).
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Phenotypic and genetic correlations

Phenotypic and genetic correlations (type-A) between traits
and age-age genetic correlations for individual traits were es-
timated as

r x;yð Þ ¼
Cov ̂ x;yð Þffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
σ̂
2

xð Þ � σ̂
2

yð Þ

r ð4Þ

where σ2
xð Þ and σ2

yð Þ are the estimated phenotypic or genetic

variances for traits x and y or the same trait variances at two
different ages, respectively, and Cov(x, y) is the estimated phe-
notypic or genetic covariance between traits x and y or be-
tween early age and reference age. For the sake of comparison,
genetic correlations between traits were estimated for the
mean values across rings 8–11. Correlations were also
recalculated among all traits (except FL) based on cross-
sectionally-weighted average values from pith to bark.

The efficiency (E) of early selection relative to reference
age was calculated as

E ̂
gen ¼ rA � iE � h ̂E

iR � h ̂R

ð5Þ

where rA is the additive genetic correlation between early and
reference ages; iE and iR are the selection intensities at the
early age and reference age, respectively; and hE and hR are
the square roots of individual-tree narrow-sense heritability
estimates at early and reference ages (White et al. 2007).
Selection intensities at early age (iE) and the reference age
(iR) were assumed to be equal.

The correlated response to early selection was calculated as

CR̂
y ¼ ih ̂xh ̂yrAσ ̂

Py ð6Þ

where i is the selection intensity (standardized selection dif-
ferential); hx and hy are the square roots of individual-tree
narrow-sense heritabilities for direct-selection x trait and cor-
related y trait; rA is the estimated additive genetic correlation
between traits x and y; and σPy is the phenotypic standard
deviation for trait y (Falconer and Mackay 1996).

To study whether there were negative effects on fiber traits
when selection was based on diameter or MOE separately or
based on selection indices combining growth and stiffness, we
constructed selection indices based on single or multiple traits
and with or without restriction on fiber traits. A total of six
different selection scenarios were considered: (A) Selection
based on diameter alone; (B) selection based on MOE alone;
(C) selection based on diameter and MOE using an economic
weight (increasing 1 GPa in MOE is 10 times as profitable as

an increase of 1 mm in diameter, when average tree height is
assumed to be 10 m and average diameter at breast height is
110 mm at 21 years of age; Chen et al. 2014). Economic
weights for Norway spruce have not been estimated using
production-system parameter estimates. Therefore, this index
is mainly based on published genetic-parameter estimates for
radiata pine (Ivković et al. 2006); (D) selection based on di-
ameter, but with the restriction of no change to FL; (E) selec-
tion based on MOE, but with the restriction of no change to
FL; and (F) selection based on diameter and MOE using an
economic weight, but with the restriction of no change to FL
(Mrode and Thompson 2005).

The index coefficients were obtained from

b ¼ P−1Ga ð7Þ

where P is the phenotypic variance-covariance matrix for se-
lection traits, G is the additive genetic variance-covariance
matrix between selection traits and objective traits, and a is
the vector of economic weights for each of objective traits
(Mrode and Thompson 2005).

For a restricted selection index, Eq. 7 could be modified as

b* ¼ P* G*

G*0 0

� �−1
Gx

0

� �
v½ � ð8Þ

where P* is the phenotypic variance-covariance matrix for
selection traits, excluding the restricted trait;G* is the additive
genetic variance-covariance matrix between selection traits
and traits excluding restricted traits;GX is the additive genetic
variance-covariance matrix for selection traits excluding re-
stricted traits; v is the vector of economic weights of all traits;
0 is the zero vector (Cunningham et al. 1970). Genetic gain
was calculated using mass selection for a single trait.
Profitability was calculated using diameter and MOE as

Pr ¼ 1Gd þ 10 GM :

where Pr is the profitability;Gd is the genetic gain of diameter
(mm); andGM is the genetic gain of MOE. The coefficients of
1 and 10 for Gd and GM are the economic weights.

Results

Mean values, coefficients of variation, and heritabilities
of fiber dimentions

All the variables calculated using cross-sectionally weighted
averages for rings from pith to bark were larger than those
calculated using arithmetic averages from rings 8–11, except
for the coefficient of phenotypic variation (CVp) for TFWand
heritability for RFW (Table 1). The estimated heritabilities for
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RFW, TFW, FWT, and FC ranged from 0.34 to 0.48 for cross-
sectional averages and from 0.24 to 0.51 for arithmetic aver-
ages. In both cases, RFW showed the highest heritiability. The
estimated heritability for FL was 0.41. Estimated coeficients
of additive genetic variation (CVa) and CVp for all the traits
were all less than 6 and 9 %, respectively.

Phenotypic trends among annual rings

Average of RFW initially increased quickly from ring 3 (ca.
25 μm) to stabilize by ring 10 (ca. 29 μm) (Fig. 1). TFW in-
creased from approximately 25 μm in ring 3 to about 27 μm in
ring 15 and did not stabilize. FWTand FCwere all not stabilized

Table 1 Mean values and estimated coefficients of additive (CVa) and phenotypic (CVp) variation and narrow-sense heritabilities (h2i ) for fiber-
dimension traits using joint-sites data for Norway spruce, based on arithmetic averages for rings 8–11 and cross-sectionally weighted averages for rings
from pith to bark

Arithmetic averages for rings 8–11 Cross-sectional averages for rings from pith to bark

Variables Mean
CVa (%) CVp (%) h2i

Mean
CVa (%) CVp (%) h2i

RFW (μm) 28.91 4.01 5.61 0.51 (0.06) 29.43 4.07 5.90 0.48 (0.06)

TFW (μm) 26.40 2.57 5.20 0.24 (0.05) 27.45 2.87 4.95 0.34 (0.05)

FWT (μm) 2.14 4.82 7.62 0.40 (0.06) 2.15 5.54 8.29 0.45 (0.06)

FC (μg/m) 297.5 4.64 8.56 0.29 (0.05) 330.60 5.15 8.88 0.34 (0.05)

FL (mm) 2.45 5.32 8.31 0.41 (0.08) NA NA NA NA

Standard errors of heritability estimates are shown in parentheses

RFW radial fiber width, TFW tangential fiber width, FWT fiber wall thickness, FC fiber coarseness, FL mean fiber length, NA not applicable

Fig. 1 Pith-to-bark variation in a radial fiber width, b tangential fiber width, c fiber wall thickness, and d fiber coarseness for rings 3 to 15 at breast height
for the two trials
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at ring 15. FWT increased from about 1.9 μm in ring 3 to about
2.1 μm for ring 15. FC showed a similar trend as FWT.

Heritability analysis by ring across sites

Heritabilities calculated from cross-sectional averages using
joint-site data were moderate to high (~0.3–0.5) for all fiber-
dimension traits for cross-sections from ring 8 outward
(Fig. 2). Estimated heritabilities of RFW and FWT increased
quickly towards the bark from 0.25 and 0.18, respectively, at
ring 3, and stabilized from ring 6 at ca. 0.50 and 0.40, respec-
tively. In contrast, for FC, the heritability increased more grad-
ually and stabilized at about 0.37 from ring 8. For TFW, the
heritability increased gradually from below 0.1 in ring 3 to
0.40 at ring 12.

Correlations among diameter, solid-wood,
and fiber-dimension traits

Phenotypic and estimated genetic correlations between
stem diameter (reflected in ring widths), wood density,
MFA, and MOE were previously reported for 5618 trees
(Chen et al. 2014). To compare these traits with FL,
phenotypic and estimated genetic correlations among
fiber-dimension traits based on rings 8–11 for 3217 trees
were abstracted and are presented in Table 2a, based on
averages for rings 8–11 only, and in Table 2b for cross-

sectionally-weighted averages up to ring 15. Overall, the
correlation estimates obtained were quite consistent
across both datasets, except for MFA where the genetic
correlations were substantially lower when all rings were
considered in the analysis. Due to the large dataset in the
study, all the estimated standard errors are low, except
the correlations between FL and other wood-quality
traits.

Type-B genetic correlations between sites for fiber-
dimension traits were all high (>0.7), indicating low G ×
E interaction in the sampled sites (Table 2). Overall, the
genetic correlations were higher than the phenotypic corre-
lations, although in general, both correlations were similar
regarding both the relative level and the sign of the corre-
lation. Based on rings 8–11, one exception was the genetic
correlation between MFA and RFW that was positive and
moderate (0.59), while its equivalent phenotypic correlation
was close to zero. Wood density showed moderate and
negative genetic correlations with RFW (−0.51) and TFW
(−0.48), whereas its correlations were high and positive
with FWT (0.93) and FC (0.58). Stem diameter showed a
moderate and positive genetic correlation with RFW (0.49)
and negative correlation with FWT (−0.51), while the rest
of the correlations with the fiber traits were low. High and
positive genetic correlations were observed between FWT
and FC (0.84) and between FWT and MOE (0.88), while
moderate and positive between MFA and RFW (0.59).

Fig. 2 Estimated heritabilities of cross-sectionally weighted averages for a radial fiber width, b tangential fiber width, c fiber wall thickness, and d fiber
coarseness calculated from rings 1 to 15 (pith to bark) at breast height
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RFW and TFW showed low to absent correlations with FL,
0.15 and 0.23, respectively. Genetic correlation of FL with
MOE was low (0.21).

Observed genetic correlations were consistent across indi-
vidual annual rings (Table 3) (only those correlations of inter-
est are showed). For example, correlations between density
and FC varied from 0.47 to 0.70; correlations between FWT
and FC varied from 0.81 to 0.91; and correlations between
RFW and TFW varied from 0.11 to 0.32.

It is important to realize that there are strict relationships
between some of the traits investigated, due to their nature
and to the way they have been characterized. The local
wood density may be calculated as the local FC (fiber
mass/length unit) times the number of fibers per area unit,
which in turn is mathematically related to RFW and TFW.
And as the relative variations in the ring averages of RFW
and TFW are limited, those of density and FC will show
very strong correlation. Further, local FWT may be calculat-
ed from the local density, RFW, and TFW, as well as the
density of the fiber wall. And as the variation in this latter
density is so small, it is postulated as constant and the equa-
tion is used in the measurements to calculate the FWT.

Further, MOE has a strong positive correlation with wood
density, which is exploited by using density in the estimation
of MOE. So, high phenotypic correlations among these pa-
rameters should be expected, as they largely reflect physical
relationships.

Age-age correlation and early expected selection efficiency

Based on the reference ring 15, the age-age genetic correla-
tions reached 0.9 at rings 4, 6, 6, and 7 for RFW, TFW, FWT,
and FC, respectively (Fig. 3). Early selection efficiency for
RFW increased quickly from about 0.6 at ring 3, stabilizing
at ca. 1 after ring 6. For FC, selection efficiency increased
more progressively and stabilized at ca. 1 after ring 8. For
TFW and FWT, selection efficiency also increased more pro-
gressively, reaching values of 0.9 at rings 10 and 8, respec-
tively, and continued to increase toward the reference ring 15.

Response for different selection scenarios

The results of six selection scenarios are shown in Table 4
with the same selection intensity (i) of 2.67 (i.e., 1 %).

Table 2 Estimates of genetic (above the diagonal) and phenotypic correlations (below the diagonal) between Norway spruce wood properties and
type-B genetic correlations for different traits between two sites (on the diagonals, in boldface) from the whole increment core measurements in joint-
sites analysis of trial 1 (F1146) and trial 2 (F1147)

a. Based on arithmetic averages for rings 8–11

Diameter Density RFW TFW FWT FC FL MFA MOE

Diameter 0.69 (0.11) −0.61 (0.08) 0.49 (0.09) 0.21 (0.13) −0.51 (0.10) −0.24 (0.13) −0.11 (0.14) 0.81 (0.15) −0.73 (0.07)
Density −0.56 (0.01) 0.75 (0.10) −0.51 (0.08) −0.48 (0.11) 0.93 (0.02) 0.58 (0.08) 0.20 (0.13) −0.73 (0.15) 0.95 (0.04)

RFW 0.60 (0.01) −0.57 (0.01) 0.73 (0.09) 0.24 (0.11) −0.20 (0.11) 0.28 (0.11) 0.15 (0.13) 0.59 (0.16) −0.59 (0.08)
TFW 0.24 (0.01) −0.25 (0.01) 0.34 (0.01) 0.73 (0.12) −0.25 (0.13) 0.15 (0.13) 0.23 (0.15) 0.06 (0.17) −0.25 (0.12)
FWT −0.39 (0.01) 0.90 (0.00) −0.25 (0.01) 0.09 (0.01) 0.87 (0.13) 0.84 (0.04) 0.34 (0.13) −0.66 (0.15) 0.88 (0.05)

FC −0.05 (0.01) 0.52 (0.01) 0.25 (0.01) 0.50 (0.01) 0.83 (0.00) 0.90 (0.15) 0.48 (0.12) −0.36 (0.16) 0.54 (0.10)

FL −0.23 (0.02) 0.14 (0.02) 0.08 (0.02) 0.20 (0.02) 0.25 (0.02) 0.30 (0.02) 0.84 (0.21) −0.19 (0.17) 0.21 (0.12)

MFA 0.32 (0.01) −0.19 (0.01) 0.08 (0.01) 0.06 (0.01) −0.18 (0.01) −0.10 (0.01) −0.39 (0.02) 0.76 (0.23) −0.90 (0.05)
MOE −0.55 (0.01) 0.63 (0.01) −0.35 (0.01) −0.22 (0.01) 0.56 (0.01) 0.29 (0.01) 0.37 (0.02) −0.84 (0.00) 0.92 (0.12)

b. Based on cross-sectional averages for rings from pith to bark, except FL

Diameter Density RFW TFW FWT FC FL MFA MOE

Diameter 0.45a (0.12) −0.61a (0.09) 0.51 (0.10) 0.31 (0.14) −0.48 (0.11) −0.19 (0.15) −0.15 (0.15) 0.54a (0.17) −0.75a (0.09)
Density −0.58a (0.01) 0.74a (0.08) −0.51 (0.07) −0.39 (0.10) 0.93 (0.02) 0.61 (0.07) 0.12 (0.12) −0.38a (0.12) 0.87a (0.04)

RFW 0.64 (0.01) −0.57 (0.01) 0.74 (0.07) 0.19 (0.10) −0.22 (0.09) 0.26 (0.10) 0.10 (0.12) 0.40 (0.13) −0.58 (0.08)
TFW 0.31 (0.01) −0.28 (0.01) 0.38 (0.01) 0.88 (0.13) −0.18 (0.11) 0.17 (0.11) 0.11 (0.13) −0.01 (0.15) −0.27 (0.11)
FWT −0.38 (0.01) 0.90 (0.00) −0.22 (0.01) 0.08 (0.01) 0.84 (0.09) 0.85 (0.03) 0.22 (0.12) −0.32 (0.12) 0.79 (0.05)

FC 0.00 (0.01) 0.49 (0.01) 0.29 (0.01) 0.51 (0.01) 0.83 (0.00) 0.96 (0.13) 0.29 (0.12) −0.15 (0.13) 0.48 (0.10)

FL −0.20 (0.02) 0.09 (0.02) 0.04 (0.02) 0.16 (0.02) 0.18 (0.02) 0.22 (0.02) 0.84 (0.21) −0.27 (0.17) 0.21 (0.12)

MFA 0.23a (0.01) −0.15a (0.01) 0.05 (0.01) −0.01 (0.01) −0.16 (0.01) −0.11 (0.01) −0.37 (0.02) 0.85a (0.20) −0.76a (0.05)
MOE −0.51a (0.01) 0.62a (0.01) −0.35 (0.01) −0.18 (0.01) 0.55 (0.01) 0.29 (0.01) 0.36 (0.02) −0.83a (0.00) 0.93a (0.12)

Upper part (a) is based on arithmetic averages for rings 8–11; lower part (b) is based on cross-sectional averages for rings from pith to bark. Approximate
standard errors are shown in parentheses. The significant G × E interactions in type-B genetic correlations were marked by bold fonts and italics

RFW radial fiber width, TFW tangential fiber width, FWT fiber wall thickness, FC fiber coarseness, FL fiber length
a The results were reported in the paper (Chen et al. 2014)
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Selection for increase in diameter alone (scenario A) has a
large decrease of MOE (9.59 %) and incurs a slight decrease
of FWT (−2.93 %) and a slight increase in RFW (3.25 %),

while the effect on the rest of the fiber traits is negligible.
Similarly, selection for increase of MOE alone (scenario B)
affected FWT (6.56 %) and RFW (−3.64 %). FC also

Fig. 3 Estimated age-age genetic correlations (blue) between earlier
rings and ring 15 based on the cross-sectional averages for a radial
fiber width, b tangential fiber width, c fiber wall thickness, and d

fiber coarseness, as well as early selection efficiency (red) according
to ring number

Table 3 Estimated genetic
correlations among diameter,
density, RFW, TFW, FWT, and
FC for each ring number (from 3
to 15) in Norway spruce from
combined analyses of the two
trials

Ring
cambial age

Diameter and
RFW

Density and
RFW

Density and
FWT

Density
and FC

FWT and
FC

RFW and
TFW

3 0.19 (0.27) −0.39 (0.15) 0.93 (0.03) 0.57 (0.15) 0.84 (0.07) 0.22 (0.23)

4 0.45 (0.12) −0.60 (0.08) 0.95 (0.02) 0.59 (0.12) 0.82 (0.06) 0.16 (0.17)

5 0.55 (0.12) −0.56 (0.08) 0.94 (0.02) 0.55 (0.10) 0.81 (0.05) 0.29 (0.12)

6 0.70 (0.13) −0.62 (0.07) 0.95 (0.02) 0.59 (0.09) 0.81 (0.05) 0.28 (0.12)

7 0.51 (0.12) −0.51 (0.08) 0.92 (0.02) 0.53 (0.10) 0.81 (0.05) 0.24 (0.13)

8 0.36 (0.13) −0.43 (0.10) 0.91 (0.02) 0.52 (0.10) 0.82 (0.04) 0.32 (0.11)

9 0.48 (0.10) −0.51 (0.08) 0.94 (0.02) 0.61 (0.09) 0.84 (0.04) 0.21 (0.12)

10 0.60 (0.08) −0.58 (0.07) 0.94 (0.02) 0.56 (0.09) 0.83 (0.04) 0.22 (0.12)

11 0.55 (0.10) −0.48 (0.10) 0.92 (0.03) 0.47 (0.12) 0.81 (0.05) 0.19 (0.13)

12 0.50 (0.12) −0.54 (0.10) 0.95 (0.02) 0.58 (0.09) 0.82 (0.04) 0.22 (0.13)

13 0.55 (0.12) −0.56 (0.10) 0.92 (0.03) 0.63 (0.09) 0.86 (0.05) 0.13 (0.14)

14 0.61 (0.11) −0.58 (0.11) 0.96 (0.02) 0.65 (0.10) 0.87 (0.05) 0.11 (0.19)

15 0.20 (0.26) −0.61 (0.11) 0.96 (0.03) 0.70 (0.15) 0.88 (0.07) 0.15 (0.19)

Approximate standard errors are shown in parentheses
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increased slightly under scenario B (3.29 %), while diameter
was substantially decreased (13.81 %). A selection index for
diameter and MOE simultaneously (scenario C) resulted in a
lesser increase in diameter (10.53 %) compared with scenario
A, but the negative impact on MOE is averted (0.16 %).
Scenario C affected only FC (3.08 %). Selection for diameter
with restriction of no change to FL (scenario D) and for MOE
with restriction of no change to FL (scenario E) had a similar
outcome as scenarios A and B, respectively. Selection based
on joint diameter and MOE traits with restriction of no change
to FL (scenario F) had a similar increase in diameter and
decrease in MOE as scenario C, but a lower effect on FC.
Profitability is higher for a scenario where both diameter and
MOE are considered jointly, while adding FL to the equation
has no significant effect.

Discussion

Trait phenotypic variation and heritability
for fiber-dimension traits across rings

In this study, TFW, FWT, and FC increase gradually from pith
to bark. These results are also in agreement with the results
reported by Lenz et al. (2010) for white spruce and by
Mitchell and Denne (1997) for Sitka spruce (Picea sitchensis
(Bong.) Carrière). Lundgren (2004) found that TFW, FWT,
and FC have low and stable values for the first few rings close
the pith and a gradual increase toward the bark. In our study,
the FL was about 2.4 mm at rings 8–11, which is somewhat
higher than previously reported by Lundqvist et al. (2002):
1 mm close to pith, 1.8–2.2 at ring 10, 2–2.5 at ring 15, and
2.5–3.5 at rings above 25.

Generally, fiber-dimension traits show relatively higher her-
itabilities than those for growth traits in conifer species (Fries
2012; Hannrup et al. 2004; Hong et al. 2014; Nyakuengama
et al. 1997). For example, in Scots pine, Hong et al. (2014)
reported that the heritabilities of fiber-dimension traits estimat-
ed for one sigle site at tree age 40 were 0.26–0.52, while the
heritabilities of growth traits were 0.24–0.27. In many other
conifers, fiber-dimension traits are also reported to be strongly
heritable (Ivkovich et al. 2002; Kibblewhite 1999; Riddell et al.
2005; Zobel and Jett 1995). Our results also showed relatively
higher heritabilities for fiber-dimension traits (0.34–0.48) than
those reported for growth traits (~0.2) at tree age 21 in Norway
spruce (Chen et al. 2014). In radiata pine, the broad-sense her-
itability estimates for RFW, TFW, FWT, and FC were all more
than 0.88 in clonal trials (Riddell et al. 2005), yet narrow-sense
estimates varied from 0.1 to 0.97 (Riddell et al. 2005; Zobel
and Jett 1995).

Across annual rings, heritability of RFW stabilized from
ring 6, which was consistent with a previous report in white
spruce (Lenz et al. 2011). However, Lenz et al. (2011)T
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reported a heritability estimate of ca. 0.7 for RFW, higher than
our estimate in Norway spruce (ca. 0.5). Heritability of TFW
was lower than that of RFWand stabilized later than the rest of
the fiber-dimension traits. Similarly, in white spruce, Lenz
et al. (2010) reported that the heritability of TFW was much
lower than that of RFW and still did not stabilize before ring
16. For FWT, Lenz et al. (2011) reported that heritability in-
creased gradually from pith to bark across the first 16 rings.
However, in our study, FWT increased initially and stabilized
by ring 6, indicating that early selection may be more feasible
in Norway spruce if age-age genetic correlations remain high
for the outerwood. Heritability for FC increased slowly from a
low value close to the pith to moderate close to the bark, as
reported in white spruce (Lenz et al. 2010).

In conifers, heritability of FL typically varies from moder-
ate to high (Rozenberg and Cahalan 1997; Zobel and Jett
1995). In our study, estimated heritability of FL (0.41) using
joint-site analysis is moderate, which is higher than the 0.29
reported in a southern Swedish trial (Hannrup et al. 2004). In
white spruce, Ivkovich et al. (2002) also supported moderate
to high heritability for FL at several sites.

Genotype-by-environment interactions
for fiber-dimension traits

We observed relatively high levels of type-B correlations for all
fiber-dimension traits (>0.7) indicating that there is very little G ×
E interaction between the two sites, which suggests that G × E
interaction may be negligible for Norway spruce in southern
Sweden for fiber-dimension traits. Hannrup et al. (2004) reported
lower type-B correlations for FL, FWT, and MFA using fewer
than 200 trees and only two rings (ring 5 and ring 15/23).

Impact of selection for diameter and solid-wood properties
on fiber dimensions

In our study, estimated genetic correlations between diameter
and fiber-dimension traits are low to moderate, with the stron-
gest correlations appearing with FWT (−0.51) and RFW
(0.49). The fibers of trees selected for higher growth will thus
tend to have larger diameters with thinner walls and thus lower
wood density (−0.61). Also, FC tends to decrease (−0.24) as
stem diameter increases. All these correlations were stable
across rings (Table 3). Adverse genetic correlations between
stem diameter and fiber-dimension traits have been reported
for other conifer species, and the degree of phenotypic and
genetic correlation among these traits estimated for the whole
increment cores and across annual rings is variable among
species (Lenz et al. 2010; Lenz et al. 2011; Zobel and Jett
1995). Adverse genetic correlations observed in this study
for Norway spruce accord with those reported for Scots pine
(Fries 2012; Hong et al. 2014) and radiata pine (Wu et al.
2008), as well as white spruce (Ivkovich et al. 2002; Park

et al. 2012). Especially, high positive correlations were ob-
served between wood density or MOE and FWT, while
moderate positive correlations were observed with FC and
modera te and nega t ive cor re la t ions wi th RFW.
Nyakuengama et al. (1997) reported that FWT is the main
determinant controlling wood density also in radiata pine,
which is in line with results found in our study. Similar results
have been found in Scots pine (Hong et al. 2014) and white
spruce (Lenz et al. 2010). The moderate negative correlation
between TFW and density observed in our study also is in
agreement with a previous study in Norway spruce
(Hannrup et al. 2004). However, Hong et al. (2014) reported
a negligible positive genetic correlation between wood density
and TFW in Scots pine. Also, Lenz et al. (2010) showed mod-
erate negative and positive genetic correlations between den-
sity and RFW and TFW, respectively. The correlations of FL
with wood density, MOE, and MFAwere low; consequently,
selection for diameter or solid-wood properties will have a
low impact on the length of the fibers.

Selection indices indicated that simultaneous selection
of diameter and MOE had the highest profitability, inde-
pendently of adding restriction on FL into the model. As
expected from the observed genetic correlations, selec-
tion based on diameter or MOE affects mainly RFW,
FWT, and FC, although those effects are low and range
between −0.04 and 7.13 %, while for TFW and FL, the
changes are negligible. Moreover, when diameter and
MOE were considered jointly, the effect on RFW, FWT,
and FC decreased substantially, with the only exception
being FC under scenario C. The effect on TFW and FL
was negligible under all three scenarios. In this respect
and considering the typically higher added value of sawn
products, the biggest challenge in breeding of Norway
spruce is to balance growth and MOE due to the esti-
mated high adverse genetic correlation between these
traits observed in the species. In our study, we consid-
ered a single scenario for the simultaneous selection of
diameter and MOE (10 times weight for MOE); there-
fore, it is important to highlight that results cannot be
extrapolated to all potential scenarios. Instead, a more
profitable selection index could be achieved by applying
more accurate economic weights based on the current
Norway spruce integrated production system for both
sawn timber and pulp and paper products.

Potential for early selection

Age-age correlation from early rings to the reference ring 15
was very high in this study, supporting the idea that early
selection for fiber-dimension traits would be highly efficient.
Early selection efficiency of RFW stabilized around 1 from
ring 6, which is earlier than reported by Lenz et al. (2011) in
white spruce. Similarly, our study indicates that FWT
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stabilizes at ring 10, again earlier than reported in white spruce
where no stabilization of the trait was observed before refer-
ence ring 16 (Lenz et al. 2011).

Conclusions

1. Heritabilities were moderate to high for all fiber-
dimension traits.

2. High type-B genetic correlations between sites were
found for fiber-dimension traits, indicating that G × E
interactions of these traits are unimportant for Norway
spruce breeding in southern Sweden.

3. Genetic correlations observed between stem diameter or
solid-wood properties and RFW, FWT, or FC were mod-
erate to high, and the correlations between these traits and
the rest of the fiber dimensions were low. A minimum of
90 % of selection efficiency will be achieved by early
selection at rings 5, 10, 8, and 8 for RFW, TFW, FWT,
and FC, respectively.

4. Selection based on stem diameter and MOE (alone or
combined) will have moderate or no effects on RFW,
FWT, and FC and negligible effects on the rest of the fiber
dimensions.

5. Restricting FL change as an addition to the stem diameter
and MOE selection index should not materially improve
profitability.

6. Early selection is highly effective for Norway spruce from
ring 5 for RFW and from rings 8–10 for TFW, FWT, and
FC.
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