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The cementite spheroidization process is investigated in hypereutectoid steels with different
chromium (Cr) contents. A spheroidized structure in high-carbon steel is usually obtained by a
divorced eutectoid transformation (DET) reaction, which occurs during slow cooling of aus-
tenite with fine cementite particles. A bimodal distribution of spheroidized cementite particles
is experimentally observed. It is shown that Cr addition allows one to obtain the spheroidized
structure after austenitization at a higher temperature and a longer annealing time as compared
with low-Cr steel. It is found that the DET reaction takes place at low undercoolings compared
with the pearlitic reaction. The occurrence of the DET reaction also depends strongly on the
spacing between cementite particles during the austenitization process, i.e., on austenitization
temperature and time.
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I. INTRODUCTION

THE spheroidization annealing, which results in a
microstructure of fine spherical cementite particles in a
soft ferritic matrix,[1] is of significant interest for
industrial applications. The main purpose of this process
is to reduce the hardness of the material and thus
provide a good machinability prior to further process-
ing.[2] Two types of spheroidization annealing are
often used. (1) Subcritical spheroidization below the
A1 temperature, which is mainly applied for hypoeutec-
toid steels. During subcritical annealing of steels with
an initial pearlite structure, the cementite lamellae
break up into spheroids driven by the reduction in sur-
face energy.[3,4] (2) Intercritical spheroidization above
the A1 temperature, which is mainly applied for hyper-
eutectoid steels in order to spheroidize and partially
dissolve the grain boundary cementite. Therefore, the
final microstructure of spheroidized hypereutectoid
steels usually contains a bimodal distribution of cement-
ite particles,[5,6] where large particles are located mainly
on austenite grain boundaries. Numerical simulations of
the intercritical spheroidization process in a high-carbon
steel have shown that the rate of dissolution of the
cementite lamellae also depends on the surrounding
conditions.[7] This research will focus on the intercriti-
cal spheroidization annealing.

The spheroidization process of hypereutectoid steels,
for instance SAE 52100 bearing steel with 1 wt pct C,[5–9]

typically consists of the following three steps: (1)

austenitization in the intercritical region at 1070 to
1100 K for at least 1 hour; (2) cooling from the inter-
critical temperature with a rate of 15 to 25 K/h to
1020 K, and further slow cooling through the A1

temperature to 950 K at cooling rates not faster than 5
to 10 K/h; and (3) air cooling from 1020 K to room
temperature. Annealing above the A1 temperature but
below the Acm temperature accomplishes an incomplete
dissolution of cementite, then austenite with fine cement-
ite particles normally transforms into a mixture of ferrite
and cementite by either the pearlitic reaction[10] or by
the divorced eutectoid transformation reaction
(DET)[5,8,9,11] upon slow cooling. The latter leads to a
soft microstructure of spherical cementite particles in a
ferritic matrix. The main difference between these two
reactions is that during the pearlitic reaction the product
structure (pearlite) grows as a coupled pair of ferrite and
cementite phases, whereas the DET is not a coupled
reaction and requires the presence of fine but densely
distributed cementite particles in the austenite. These
particles grow when the austenite to ferrite transforma-
tion front passes, without nucleation of new cementite
particles. In general, more carbon diffusion is required
for the DET reaction. These two reactions compete
during cooling from the austenitization temperature. The
occurrence of either the pearlitic or the DET reaction will
therefore depend strongly on the spacing between
cementite particles, i.e., on the austenitization tempera-
ture and time, and on the cooling rate where slower
cooling rates are favorable for the DET reaction.
Chromium (Cr) additions have a significant influence

on the spheroidization of cementite. Oyama[11] has
shown that a DET-promoted spheroidized structure
can be easily obtained in an ultra-high carbon steel with
1.5 wt pct Cr, but not in the equivalent Cr-free steel. In
Cr-free steel pearlite formation has been observed
even after low-temperature intercritical austenitization.
Beswick[12] has studied the effect of Cr in bearing steels
by lowering its content from 1.42 wt pct (SAE 52100
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steel) to 0.03 wt pct and demonstrated that a decrease in
Cr content in hypereutectoid steels influences the car-
bide particle size. The experiment to obtain a similar
spheroidized structure with different Cr contents was
not fully successful, and the finer microstructure in steels
with higher Cr content was explained from the finer
initial pearlite lamellae spacing. Verhoeven[5] has given
an alternative explanation for the finer cementite size in
high-Cr steels. The cementite particle size is controlled
by the spheroidization/dissolution rate at the austeniti-
zation temperature and this rate is reduced by the
addition of carbide-forming elements such as Cr and
Mn. However, Mn is found to promote pearlite forma-
tion during the spheroidization process.[5] Consequently,
the effect of Cr, particularly at lower Cr contents, and
other alloying elements on the DET reaction is not well
understood yet.

In this research, spheroidization processes are de-
signed on the basis of thermodynamic and kinetic
calculations for hypereutectoid steels with different Cr
contents varying from 0.5 to 3.4 wt pct. The micro-
structural evolution is observed and quantified using
optical microscopy. The mechanism of the DET reac-
tion in hypereutectoid steels is discussed and the effect of
Cr additions on the DET reaction is explained.

II. EXPERIMENTAL PROCEDURE

The steel compositions studied are listed in Table I.
The Cr content is varied between 0.5 and 3.4 wt pct,
while the concentrations of the remaining alloying
elements (C, Si, and Mn) are almost the same as in
SAE 52100 steel. It should be noted that the 1.5Cr steel
is equivalent to the commercial SAE 52100 bearing steel.
All alloys were manufactured by chill casting under inert
conditions using high-purity alloying metals, resulting in
ingot dimensions of 40 · 40 · 160 mm3. After casting, a
chemical analysis of each ingot was made and hot
isostatic pressing (HIP) was performed at a temperature
of 1420 K under a pressure of 100 MPa for 4 hours,
followed by furnace cooling to 1070 K at an average
rate of 12 K/min and cooling to room temperature at an
average rate of 35 K/min, in order to obtain a pore-free
and homogenized structure.

Thermodynamic calculations were performed using
the ThermoCalc software* (TCCR version, TCFE2

database) to develop an appropriate spheroidization
process. In order to obtain the time dependence of the
cementite fraction aswell as the cementite particle spacing
at the different austenitization temperatures, the dissolu-
tion of cementite was simulated with DICTRA**[13]

(version 22, TCFE2 database for thermodynamic data
and MOB2 database for mobility data).
The designed heat treatments were carried out in

a Bähr 805 dilatometer (Bähr-Thermoanalyse GmbH,
D-32609 Hüllhorst, Germany) using cylindrical speci-
mens with a diameter of 5 mm and a length of 10 mm.
The microstructures were quantitatively analyzed using
AnalySIS image processing software (Olympus Soft
Imaging SolutionsGmbH,D-48149Münster, Germany).
To obtain a good contrast for the optical analysis all
specimens were pre-etched in 5 pct Nital followed by
Klemm�s tint etching (50 mL of saturated aqueous
sodium thiosulfate solution and 1 g of sodium disulfide);
after etching cementite appears in white and ferrite in
black, which enables a reliable setting for the threshold
value for further quantitative analysis of size and volume
fraction of cementite. The Vickers hardness of all
specimens was measured using the Buehler automatic
microhardness testing system OmniMentMHT 7.0 rev. 1
(Buehler GmbH, D-40599 Düsseldorf, Germany) with a
load of 1 kg. The hardness presented is the average of at
least five values.

III. RESULTS

A. Design of the Spheroidization Heat Treatment

In order to establish an appropriate spheroidization
heat treatment and to take the effect of Cr into account,
the phase diagrams were calculated using ThermoCalc
software. Figure 1(a) presents the quasi-binary Fe-C
phase diagrams, and Figure 1(b) shows the temperature
dependence of the cementite fraction for the investigated
steels (Table I). Three-phase regions (ferrite, austenite,
and cementite), which split A1 into two lines, are
observed in the phase diagrams for all steels. Lower
and upper A1 temperatures are presented as A1 and A¢1,
respectively, in Figure 1. Characteristic temperatures
from the phase diagram are listed in Table II, and it can
be seen that the addition of alloying elements changes
the phase equilibria for these steels. The increase in Cr
content, for instance, raises the A1 and A¢1 temperatures,
slightly widens the three-phase region, and shifts the
eutectoid composition to lower carbon concentration
(Figure 1, Table II).
As suggested in Reference 5, the DET reaction usually

occurs at slow cooling and after austenitization at lower
temperatures compared with the pearlitic reaction. This
research focuses on the influence of the austenitization
temperature and time on the spheroidization process,
therefore the cooling rate has been kept constant. The
entire proposed spheroidization heat treatment is shown

Table I. Steel Compositions in Weight Percent

Steel C Si Mn Cr

0.5Cr 1.04 0.25 0.30 0.53
1.5Cr 1.05 0.25 0.34 1.44
2.5Cr 1.04 0.27 0.31 2.39
3.5Cr 1.02 0.27 0.30 3.38

*ThermoCalc is a trademark of ThermoCalc Software Inc., SE-113
47 Stockholm, Sweden.

**DICTRA is a trademark of ThermoCalc Software Inc., SE-113 47
Stockholm, Sweden.
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in Figure 2. At first, the heat treatment proposed for
commercial SAE 52100 steel[1,5] has been used, i.e., the
austenitization time t1 is taken to be 3 hours and the
austenitization temperature T1 = A¢1 + 75 K, with a
cooling rate of 15 K/h from the austenitization temper-
ature to 10 K above A¢1, followed by cooling at 5 K/h to
955 K. As shown later, different T1 and t1 are used to
promote the DET reaction and to improve the sphero-
idization heat treatment for the 0.5Cr steel.

B. Microstructural Observations and Hardness
Measurement

The initial microstructures of hypereutectoid Cr-con-
taining steels after casting and HIP consist of pearlite
and proeutectoid cementite at the prior austenite grain
boundaries (Figures 3(a), (c), (e), and (g)). The hardness
of these microstructures is in the range of 280 to
370 HV, as shown in Figure 4. The hardness increases

with increasing Cr content as a result of the smaller
grain size (Figure 3). The volume fraction of proeutec-
toid cementite according to the phase diagram changes
from 0.06 in 0.5Cr steel to 0.10 in 3.5Cr steel, whereas
the total equilibrium volume fraction of cementite at
room temperature in all steels is around 0.15 (Figure 1).
Such a pearlitic microstructure has a poor machinabil-
ity, which is considered to be a disadvantage for
industrial applications. In order to overcome these
problems, the spheroidization annealing as described
in the previous section is performed. The austenitization
temperatures are 1085, 1095, 1100, and 1110 K for the
0.5Cr, 1.5Cr, 2.5Cr, and 3.5Cr steels, respectively, i.e.,
T1 = A¢1 + 75 K. During the spheroidization anneal-
ing the dilatation signal has been recorded, and during
cooling the austenite-ferrite transformation starting
temperatures Tstart are determined from the dilatometry
experiments. The undercoolings DT ¼ A

0

1 � Tstart are
found to be different for different heat treatments and
Cr contents, and will be discussed subsequently.
The microstructure after the spheroidization heat

treatment is presented in Figures 3(b), (d), (f), and (h).
The 1.5Cr, 2.5Cr, and 3.5Cr steels (Figures 3(d), (f), and
(h)) demonstrate a well-spheroidized structure, while the
0.5Cr steel does not show a complete spheroidization of
cementite (Figure 3(b)), and the aspect ratio of the
cementite particles varies from 1.2 to 10. The micro-
structure of this steel consists of islands of newly formed
pearlite and large spherical cementite particles. To
improve the spheroidization, the heat treatment is
redesigned based on the idea that the austenite at the
T1 temperature should contain a sufficiently high density
of undissolved cementite particles. In the case of the
0.5Cr steel, the reason for the formation of pearlite
instead of a spheroidized structure is either a too high
austenitization temperature (1085 K) or an excessively
long austenitization time (3 hours). This results in a
greatly pronounced dissolution of cementite. At high
austenitization temperature cementite can also start to
coarsen by Ostwald ripening.[14] The large spacing
between cementite particles subsequently promotes the
formation of new colonies of pearlite during cooling.
To verify this idea, three more experiments were

performed. The austenitization time was reduced from
3 hours to 10 min at 1085 K, which did not produce any

Table II. Characteristic Temperatures and Eutectoid

Compositions

Steel A1 (K) A¢1 (K) Ceut (Wt Pct)

0.5Cr 1003 1008 0.67
1.5Cr 1008 1015 0.56
2.5Cr 1015 1023 0.45
3.5Cr 1021 1030 0.37

Fig. 2—Spheroidization heat treatment for investigated steels.

Fig. 1—(a) Quasi-binary Fe-C phase diagrams. (b) Cementite frac-
tion vs temperature for steels with four different Cr contents. Solid
circles represent austenitization temperatures A¢1 + 75 K. Solid tri-
angle shows improved austenitization temperature for 0.5Cr steel.
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significant change in the final microstructure of the
0.5Cr steel. Then the temperature dependence of the
cementite fraction was considered (Figure 1(b)) in order
to choose a lower temperature for austenitization of the
0.5Cr steel. For successfully spheroidized alloys (1.5Cr,
2.5Cr, and 3.5Cr) the volume fraction of cementite
has been found to be between 0.04 and 0.06 at the

austenitization temperature, whereas in the 0.5Cr steel it
is only 0.025 at 1085 K. In the 0.5Cr steel a cementite
volume fraction of 0.04 is expected after austenitization
at 1045 K (Figure 1(b), triangle).
The obtained microstructure shows a completely

spheroidizedmicrostructure (Figure 5(a)) with a network
of grain boundary cementite (Figure 5(b)). However, the

Fig. 3—Microstructure of (a), (c), (e), and (g) as-cast and HIP material and (b), (d), (f), and (h) spheroidized structure obtained according to
heat treatment of Fig. 2 for (a) and (b) 0.5Cr, (c) and (d) 1.5Cr, (e) and (f) 2.5Cr, and (g) and (h) 3.5Cr steels. White arrows indicate the pres-
ence of grain boundary cementite. (i) Gray-value distribution of microphotograph of a spheroidized microstructure after Klemm�s etching.
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cementite network is not continuous and particles are
isolated from each other. It should be noted that the
austenitization at 1045 K is performed for 2 hours, and
this time is apparently not long enough to sufficiently
reduce the cementite network. Austenitization at 1045 K
is then prolonged to 5.5 hours which, according to the
calculated diffusional distances, should be long enough to
completely break up the grain-boundary cementite net-
work. However, during cooling after austenitization at
1045 K for 5.5 hours the formation of lamellar cementite
is observed (Figure 5(c)), which was likely due to particle
coarsening during austenitization. The spheroidized
microstructure obtained after austenitization at 1045 K
for 2 hours (Figures 5(a) and (b)) is considered to be
optimal for 0.5Cr steel.
The measured hardness for all steels is presented in

Figure 4. It should be noted that after spheroidization

Fig. 3—continued.

Fig. 4—Hardness of as-cast/HIP and spheroidized steels with differ-
ent Cr content. Data for 0.5Cr steel after improved spheroidization
heat treatment.

METALLURGICAL AND MATERIALS TRANSACTIONS A VOLUME 39A, MARCH 2008—517



the hardness is found to be around 190 HV for all steels,
independent of Cr content. The variation in the different
measurements (the error bars) appears to be very small
compared with that for pearlitic microstructures
(Figure 4), which is an indication of a uniform sphero-
idized microstructure with the same particle size distri-
bution. It is known[1,9] that the hardness of the material is
directly related to the degree of spheroidization, size, and
spatial distribution of spheroidized particles. It seems

that the particle size and the size distribution play a
dominant role in hardness rather than the composition.

C. Quantitative Analysis of Spheroidized
Microstructures

All spheroidized microstructures are quantitatively
analyzed using image analysis software. To set a reliable
threshold value (Figure 3(i)) for analysis, a tint-etching
technique has been used, which makes cementite appear
in white and ferrite in black/brown. Typically more than
15,000 particles per alloy were analyzed, giving a
sufficient statistical sampling area. The size distributions
of cementite particles for the 0.5Cr, 1.5Cr, 2.5Cr, and
3.5Cr steels are shown in Figure 6. A bimodal distribu-
tion of particles is observed. The particle size distribu-
tion is normally described using a lognormal
distribution function.[15] Due to the presence of two
clear peaks in the probability function distribution P(d),
the size distribution of the cementite particles is fitted
using the summation of two lognormal distribution
functions:

P dð Þ ¼ P dð ÞS þ P dð ÞL

¼ fS

SSd
ffiffiffiffiffiffi

2p
p exp

� ln dð Þ �MSð Þ2

2S2
S

 !

þ fL

SLd
ffiffiffiffiffiffi

2p
p exp

� ln dð Þ �MLð Þ2

2S2
L

 !

½1�

where fi is the volume fraction of cementite particles,
subscript i relates to the small or large particles, and
fS + fL = 1, d is the particle diameter, the mean di and
the standard deviation ri of the distributions are given

through Mi and Si, as di ¼ exp Mi þ 1=2S
2
i

� �

and

ri ¼
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi

exp 2Mi þ 2S2
ið Þ � exp 2Mi þ S2

ið Þ
p

. From fitting
of the experimental results with Eq. [1], where Mi, Si,
and fi are fitting parameters, the volume fractions, mean
particle sizes, and standard deviations of the small and
large particles are obtained.
A summary of the results for the spheroidization heat

treatment is presented in Table III. The degree of

Fig. 5—Microstructure of 0.5Cr steel after different spheroidization
heat treatments. (a) and (b) 1045 K for 2 h followed by slow cooling
through the A¢1 temperature (different magnifications). (c) 1045 K
for 5.5 h followed by slow cooling through the A¢1 temperature.

Fig. 6—Cementite particle size distribution. Symbols are the experi-
mental results, lines represent the fitting of the experimental results
using Eq. [1].
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spheroidization, expressed as the average aspect ratio,
shows that the cementite in all steels is sufficiently
spheroidized. The spheroidization of high-carbon steels
with different Cr contents results in a bimodal distribu-
tion of cementite particles, where almost 30 vol pct of
the particles have a mean size of 0.13 lm and the rest
have a mean size of 0.41 to 0.47 lm. It should be noted
that the bimodal distribution arises from the particles
formed at the austenite grain boundary and the particles
formed within austenite grains. Verhoeven[5] made a
similar observation of bimodality in the particle size
distribution in hypereutectoid steels. In this research,
almost the same size and size distributions of cementite
particles are observed after spheroidization of steels with
different Cr contents, and the hardness for all steels is
approaching the optimal value for good machinability.
This illustrates that by proper control of the heat
treatment parameters, similar microstructures can be
obtained independent of the Cr content (with an
exception for the 0.5Cr steel, where the boundary
cementite is spheroidized but not completely elimi-
nated).

IV. DISCUSSION

In hypereutectoid steels, the decomposition of aus-
tenite containing cementite particles can occur either by
the pearlitic reaction or by the DET reaction, depending
on the austenitization process and cooling rates.
Although the existence of the DET reaction has been
known for years, only a limited number of studies of the
mechanism and especially of the effect of alloying
elements on the DET reaction are available. The work
has mainly been performed on SAE 52100 bearing
steel,[3–12] for which the achievement of a well-sphero-
idized structure is necessary before the subsequent
machining and further bainitic or martensitic heat
treatment.[15,16]

This work has shown that a change in Cr content in
hypereutectoid steels has a significant influence on the
cementite spheroidization process. The austenitization
of high-Cr steels can be performed at higher tempera-
tures without the promotion of the pearlitic reaction,
which is opposite to the effect of Mn experimentally
found by Verhoeven[5] and Beswick.[12] It is possibly not
only due to an increase of the A¢1 temperature with Cr
content, but also because Cr is a very strong carbide
former leading to a sufficient amount of cementite even
at austenitization temperatures as high as A¢1 + 75 K,

and coarsening/dissolution of cementite is slower due to
Cr additions. The advantage of using such high austen-
itization temperatures is the increased possibility to
dissolve the grain-boundary cementite network present
in the initial pearlitic microstructure. In low-Cr steel it is
necessary to decrease the austenitization temperature to
A¢1 + 40 K in order to promote the DET reaction, i.e.,
to reduce the particle spacing after the austenitization
treatment.
A kinetic model for the DET reaction has recently

been proposed by Verhoeven.[17] This model assumes
that during austenite to ferrite transformation carbon
diffuses away from the moving interface, both into
austenite and ferrite toward the pre-existing cementite
particles. The carbon diffusion fluxes make the cement-
ite particles grow without nucleation of new cementite
particles. Verhoeven[17] has analyzed the carbon flux
balance at the austenite-ferrite interface located between
two cementite particles and has shown that the rate of
the DET reaction can be expressed as a function of the
cementite particle spacing at the austenitization temper-
ature and the degree of undercooling at which the ferrite
formation starts. It is clear that large undercoolings lead
to high interface velocities and large particle spacings
necessitate considerable carbon diffusion for the DET
reaction, so that both (large undercoolings and large
particle spacings) favor the pearlitic reaction. Verho-
even[17] has also compared the DET growth velocities
for an Fe-C alloy with that of pearlite growth, and
found a transition line for undercoolings and particle
spacings below which the DET reaction is completed
before pearlite has had time to nucleate.
In this research, the undercoolings are found from the

dilatometry experiments as DT ¼ A
0
1 � Tstart, where Tstart

is the austenite-ferrite transformation starting tempera-
ture. The particle spacings at the austenitization temper-
atures are calculated with DICTRA software, assuming
that the initial particle size is about 0.4 lm. The fact that
the intercritical spheroidization process was studied
allows us to assume that pearlite lamellae have already
been broken during heating and the dissolution of
cementite particles occurs during the isothermal holding
at austenitization temperatures. This assumption is
supported by metallurgical observations on the samples
quenched immediately after reaching the austenization
temperature. For the well-spheroidized microstructures,
the particle spacing at austenitization temperatures can
also be estimated using results of the optical microscopy.
The number of particles per unit area is the same at room
and austenitization temperatures, since there is no

Table III. Cementite Particle Size, Volume Fractions of Cementite Particles, and Aspect Ratio

Steel dL, lm rL, lm fL dS, lm rS, lm fS Total Cementite Fraction
Aspect
Ratio

0.5Cr * 0.42 0.17 0.74 0.13 0.02 0.26 0.13 1.4
1.5Cr 0.41 0.17 0.70 0.13 0.02 0.30 0.13 1.5
2.5Cr 0.44 0.18 0.70 0.13 0.02 0.30 0.13 1.4
3.5Cr 0.47 0.20 0.70 0.14 0.02 0.30 0.14 1.4

* Data after improved spheroidization heat treatment.

METALLURGICAL AND MATERIALS TRANSACTIONS A VOLUME 39A, MARCH 2008—519



nucleation of new particles during the DET reaction. The
distances between particles at austenitization tempera-
ture are found to be close to that calculated with
DICTRA, which shows that the assumption for the
initial particle size is reasonably accurate.

Since the addition of alloying elements changes the
phase diagram, the carbon concentrations at the inter-
face, the rate of particle dissolution at austenitization
treatment, etc., the transition line can be significantly
different for different alloys. The transition line in the
graph of cementite particle spacing vs undercooling is
calculated using Verhoeven�s approach[17] considering
the influence of Cr on the phase diagram (Figure 7(a)).
Note that each line represents the transition between the
pearlitic and the DET reaction for a particular alloy.
The predicted transition line shifts upward with increas-
ing Cr content (Figure 7(a)). It is shown that the
austenitization temperature/time region leading to par-
ticle spacings for which the DET reaction will occur
upon cooling becomes larger with an increasing amount
of Cr (Figure 7(a)). Thus the difficulties in spheroidiza-
tion of the low-Cr steels can now be explained. For a
successful spheroidization of low-Cr steel, the austeni-
tization time and temperature must be chosen such that
the particle spacing before the cooling process is not
more than 0.8 to 0.9 lm (Figure 7(a)). If particle

spacing is larger than 0.8 to 0.9 lm, slower cooling
rates than used in the present work must be considered
(5 K/h). The transition lines are in agreement with the
experimental results (Figure 7(a), symbols). The sym-
bols below the transition line show the experimentally
observed spheroidized structures, and symbols above
the transition line demonstrate the fully pearlitic struc-
tures. Triangles (0.5Cr steel) in the vicinity of the
transition line refer to microstructures that have not
been completely spheroidized (Figure 3(b)) and exhib-
ited both pearlitic and spheroidized cementite.
Using this approach, the design of the spheroidization

process becomes significantly easier. By analyzing the
transition lines for the different alloys, the right cement-
ite particle spacing (the combination of the austenitiza-
tion temperature and time) and the cooling rate can be
chosen without performing a range of long experiments
in order to successfully obtain spheroidized structures.
For instance, the pearlite-promoting effect of Mn exper-
imentally observed in the literature[5,12] can now also be
predicted using the described approach (Figure 7(b)).

V. CONCLUSIONS

The effect of Cr on the spheroidization process has
been studied, and the following can be concluded.

1. Spheroidized microstructures in hypereutectoid steels
with different Cr contents are obtained after intercrit-
ical spheroidization heat treatment, i.e., by the pro-
motion of the DET reaction. A bimodal distribution
of spheroidized cementite particles is observed.

2. The DET reaction occurs at lower undercoolings
compared with the pearlitic reaction, and the pro-
motion of the DET reaction depends strongly on
the carbide particle spacing at the austenitization
treatment.

3. Chromium has a significant effect on the spheroidi-
zation process. Chromium addition increases the
austenitization temperature/time region for which
the DET reaction will occur upon cooling. In
low-Cr or Cr-free steels the promotion of the DET
reaction becomes difficult. A proper control of the
cementite particle spacing at the austenitization
treatment and the cooling rate helps to overcome
this problem and to obtain sufficiently spheroidized
structure in low-Cr steels as well.
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between the pearlitic and DET reaction.
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