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Doxorubicin nanobubble for combining ultrasonography
and targeted chemotherapy of rabbit with VX2 liver tumor
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Abstract A new class of multifunctional nanobubble using
poly(lactic-co-glycolic acid) (PLGA) has been developed as
ultrasound imaging contrast agents, doxorubicin carriers, and
enhancers of ultrasound-mediated drug delivery. The doxoru-
bicin nanobubble (DOX-NB) wrapping carbon tetrafluoride
gas was prepared with double emulsionmethod.We evaluated
the enhanced ultrasonic function of the DOX-NB in vivo; its
antitumor function was confirmed. The diameter of the pre-
pared bubble was 500 nm, and the potential was −23 mV. The
drug loading and encapsulation efficiency of the bubble were
78.6 and 7.4 %, respectively. Therefore, the DOX-NB greatly
enhanced ultrasound imaging in vivo. Ultrasound combined

with DOX-NB had significant antitumor effect. Compared
with other groups, the tumor growth rate and the proliferation
index were the lowest while the survival rate and apoptosis
index were the highest.

Keywords Ultrasound . Doxorubicin nanobubble
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Introduction

The organ toxicity of conventional chemotherapeutic agents
usually leads to relatively low level of drug concentration on
target area of the body, thus limits the clinical use of chemo-
therapeutic drugs. In the past decade, several nanocarriers
have been developed, such as liposomes, which can wrap
the chemotherapeutic agents and reduce the side effects sig-
nificantly. Previous studies showed that the nanodrug carriers
could escape identification by reticuloendothelial system after
surface modification and can keep away from the nontargeted
area. Therefore, the use of nanodrug carrier cycle period has
been extended [1]. Nanodrugs can pass through the endothe-
lial gap of tumor and accumulate in tumor target area passive-
ly. Research has shown that the interval between vascular
endothelial gap in a variety of tumors is between 380 and
780 nm [2, 3], and nanodrug carriers will not accumulate in
normal tissue since normal tissue vascular connects more
tightly with each other. In addition to higher vascular perme-
ability, the lymphatic clearance ability of the tumor tissue is
very poor, which ensures the retention of the nanoparticles in
tumor tissue for a long time.

Ultrasoundmicrobubble contrast agent is composed of gas-
eous core wrapping gas shell such as lipids, surfactants, and
high molecular polymer. Because of the acoustic scattering
properties and incidence ultrasound nonlinear function of
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ultrasound microbubble contrast agent, it is used to enhance
ultrasound imaging [4]. Over these years, ultrasound imaging
agents, such as ultrasound microbubble, has been widely used
in clinical application [5–7]. In the last decade, more and more
researchers demonstrated that the microbubble was used as
drug carrier enhanced the delivery of drug and gene extensive-
ly [8–10]. Ultrasound microbubble contrast agent particle size
must be less than 8 μm to get through the pulmonary capil-
laries. Ultrasound microbubble contrast agent can burst to
deliver drug under certain energy ultrasound to realize the
therapeutic effect. Since ultrasound microbubble contrast
agent has low cost and dual role of ultrasound imaging and
ultrasound-mediated therapy [11], it has become a new type of
carrier in the detection and therapy of tumor. Many research
teams are working on the research of ultrasound microbubble
contrast agent imaging and therapeutic capabilities. However,
it also has limitations, such as the cycle period of which is
reduced significantly due to the dispersion of interior gas and
the clearance function of body [12, 13]. In addition, the size of
the microbubble is usually more than 1 μm, which limits its
stay within the vascular system. As a result, it cannot reach the
tumor tissue area to truly achieve tumor imaging and therapy,
thus restricting its tumor target imaging and therapy applica-
tion [14].

In this study, we intended to introduce a new type of
nanobubbles based on poly(lactic-co-glycolic acid) (PLGA)
polymer wrapping doxorubicin and carbon tetrafluoride gas
that could enhance ultrasound imaging of tumor and improve
ultrasound-mediated therapeutic effect. Its important feature
was to integrate tumor ultrasound imaging, drug delivery,
and tumor targeting. PLGA’s high stability, biodegradability,
and biocompatibility in vivo enabled it a preferable choice for
pharmaceutical carrier material [15–17]. Studies have con-
firmed that the micelles loaded with doxorubicin can be suc-
cessfully released in vitro under vibration effects of certain
energy ultrasound [18]. In this study, we observed the tumor
ultrasound imaging effects and therapeutic properties of load-
ing DOX-NB applied in rabbit VX2 tumor.

Materials and methods

Double emulsion method and vacuum freeze-drying technol-
ogy were used to prepare nanodoxorubicin microbubble con-
trast agent. One hundred milligrams of PLGA was added to
2 ml dichloromethane and stirred until completely dissolved.
Then, 200 μl doxorubicin solution was added and concussion
30 s with sound and vibration analyzer until the solution be-
came white emulsion (W/O microspheres). Of PVA solution
(10 ml), 4 % was poured into the emulsion and dispersed for
5 min with the high-speed omogenizer, and then, 20 ml 2 %
isopropyl alcohol solution was added to evaporate methylene
chloride sufficiently. It was then washed with double-distilled

water and centrifuged (5000 rpm) to collect the microspheres
to obtain nanoparticles loaded with doxorubicin. Place it in a
freeze drier for 48 h, and then, fill it with perfluoropropane gas
to load doxorubicin nanomicrobubble contrast agent. Keep it
in refrigerator under 4 °C.

General feature detection of loaded DOX-NB

Observe morphology of nanoparticle with ordinary optical
microscope and scanning electron microscope. Detect the par-
ticle size and its distribution using Malvern laser particle size
analyzer. Detect Zeta potential using the surface potential
cytometry.

Detection of encapsulation efficiency and drug capacity
of loaded DOX-NB

Five milligrams of loaded doxorubicin nanobubble contrast
agent was dissolved into 2 ml DMSO, making nanobubble
PLGA shell fully dissolved. Then, add PBS, shock 10 min, stop
shaking after seeing water and oil layering. Extract the water
layer, measure its absorbance value, and calculate the encapsula-
tion efficiency and drug loading using the following formulation:

Encapsulation efficiency %ð Þ ¼ WN=WD

� 100%; drug loading %ð Þ
¼ WN=WP � 100%

WN is the doxorubicin content contained into the
nanobubble, WD stands for the invested amount of doxorubicin,
and WP is the weight of nanobubble loaded with doxorubicin.

Assessment drug release in vitro of load DOX-NB

In order to assess the in vitro release characteristics of the load-
ed DOX-NB in the ultrasound field, we conducted in vitro drug
release experiments using two groups, i.e., loaded DOX-NB
group and ultrasonic irradiation-loaded DOX-NB group. The
ultrasonic group was irradiated with ultrasonic gene transfect
instrument. The parameters were set as follows: frequency
1 MHz, sound intensity 2 W/cm2, trigger 1 s, interval 1 s, total
2 min. Dissolve 10 mg doxorubicin nanobubble carrier powder
into 5 ml of physiological saline, then put the solution into the
dialysis bag with two ends closed. And then, put the dialysis
bag into stoppered container filled with 100ml of physiological
saline. After ultrasonic irradiation, the container was placed in a
constant temperature shaker at an oscillation speed of 100 rpm.
Control group followed the same steps with the ultrasound
group while free from ultrasound irradiation. Take 1 ml sample
at 2, 4, 8, 12, 24, 36, 48, 60, and 72 h, respectively, and save
these samples in refrigerator under 4 °C. Add 1 ml saline after
taking sample every time. Then, test the doxorubicin
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concentration in samples at different time points by high-
performance liquid chromatography, calculate the cumulative
release percentage of the loaded doxorubicin nanobubble, and
plot the time-concentration curve.

Preparation of rabbit VX2 xenograft model

Take off tumor-bearing rabbits’ abdominal hairs with 3 %
sodium sulfide and make the rabbit anesthesia with 2 % pen-
tobarbital sodium. Surgical dissect VX2 rabbit liver tumor
mass under sterile conditions. After rinsing several times with
saline, take fresh fish-like organization and cut the tumor into
1-mm3 tumor mass sinking into saline solution. Open abdom-
inal cavity of the anesthesia and abdominal hair removal rab-
bit in a sterile condition, expose the liver, and put the prepared
tumor mass into the left lobe of the liver with ophthalmic
tweezers. Stop bleeding, suture the abdominal skin layer by
layer, and then intramuscular injects of 800,000 IU per animal
penicillin to prevent infection for three consecutive days.

In vivo imaging experiments of doxorubicin-contained
nanobubbles

Take eight tumor-bearing rabbits and divide them into two
groups randomly. The experimental group was treated with

doxorubicin-contained nanobubbles, and the control group
was treated with normal saline and detected by a Philips
iU22 ultrasound diagnostic apparatus, the probe frequency
of which was 7–10 MHz and the mechanical index was 0.1.
Before ultrasound imaging, strip rabbit abdominal hair with
3 % sodium sulfide and then anesthetize the animals through
intramuscular injection of 2 % sodium pentobarbital. Dissolve
100 mg of the contained DOX-NB in 1 ml saline and then
inject it into rabbit by ear vein injection. At the same time,
image the tumor.

In vivo antitumor effect of doxorubicin-contained
nanobubbles

In order to assess the antitumor effect of the ultrasound com-
bined with contained doxorubicin nanobubble in vivo, we
measured the tumor size of 50 tumor-bearing rabbits by two-
dimensional ultrasonography scanning 15 days after VX2 car-
cinoma modeling. Divide the animals into five groups ran-
domly, i.e., control group, doxorubicin group, ultrasound
group, doxorubicin-loaded nanobubble group, and ultrasound
combined with doxorubicin-loaded nanobubble group.
Provide different treatments to groups for the first 16, 18,
and 20 days, respectively. The treatment schedule was as fol-
lows: inject 2 ml of saline by ear vein to the control group,

Fig. 1 a Light microscopy
images of DOX-NB, b scanning
electron microscopy (SEM) im-
ages of DOX-NB, c size distribu-
tion of DOX-NB by dynamic
light scattering (DLS) measure-
ment, and d potential distribution
of DOX-NB by DLS
measurement
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inject 2 ml of doxorubicin solution to doxorubicin group, in-
ject 2 ml DOX-NBs to doxorubicin-loaded nanobubble group.
Ultrasound combined with doxorubicin-loaded nanobubble
was not only injected with 2 ml DOX-NBs but was also sur-
face orientation irradiated VX2 tumors under two-
dimensional ultrasound monitoring using ultrasound gene
transfection instrument. Parameters were set as follows: fre-
quency 1 MHz, sound intensity 2 W/cm2, trigger 1 s, interval
1 s, total 2 min.

Therapeutic method of ultrasound group was the same as
the ultrasound combined with doxorubicin group and without
injection of DOX-NB. Tumor volume (V) was calculated ac-
cording to the following equation: V= (L×S2) / 2. L and S
stood for the maximum and minimum diameter of the tumor,
respectively. Tumor growth curve was plotted based on the
change of the tumor volume. After the observation, four rab-
bits in each group were sacrificed and tumor mass was
stripped. The tumor mass was sliced and fixed with 4 % of
paraformaldehyde. After embedded with paraffin, the expres-
sion of apoptosis and proliferation of cells in tumor tissue was
detected by immunohistochemical assay and the expression of
apoptosis cell was detected by terminal deoxynucleotidyl
transferase dUTP nick end labeling (TUNEL) assay, and the
death index and proliferation index were calculated according
to the following formula. The remained rabbits continued to
be observed to death. Record the survival time of each group
to draw KM survival curves, thus comparing the survival ratio
in each group. The study was approved by the Ethics
Committee of Beijing Shijitan Hospital.

Results and discussion

In this study, we observed that the PLGA DOX-NB could
enhance the imaging of tumors under ultrasound and work
as a drug carrier in ultrasound-mediated treatment. The doxo-
rubicin was prepared with double emulsion method.
Doxorubicin was introduced to the reaction medium prior to
PVA. The introduced carbon tetrafluoride gas equipped the
bubble with the characteristics of ultrasound imaging. After

intravenous injection of DOX-NB to tumor-bearing VX2 rab-
bit, ultrasound gene transfect device could emit certain energy
ultrasonic wave to burst the nanobubbles or accelerate drug
release of the nanobubbles, thus enhancing the concentration
of doxorubicin in tumors to achieve the antitumor effect. The
existence of carbon tetrafluoride gas could enhance the preci-
sion of ultrasound imaging and drug release under the two-
dimensional ultrasound monitoring.

We evaluated the size, potential, and surface characteristics
of DOX-NB (Fig. 1). Under scanning electron microscopy,
the highly dispersed nanobubbles were observed to turn into
spherical bubbles. As shown in Fig. 1, the average size of
nanoparticle was 500 nm detected by dynamic scattering as-
say. The size of the nanoparticle was the key factor of whether
it could pass through the endothelial gap in liver. The size of
our nanoparticle was between 380 and 780 nm, ensuring that
the DOX-NB can achieve the tumor tissue for imaging and
treatment through the EPR effect [19–23]. The potential de-
termined the stability of DOX-NB. In this study, the potential
of nanobubbles was −23 mV, which was detected by laser
surface potential, so the nanoparticle was difficult to gather
and had better stability. According to the determination by
high-performance liquid chromatography, the encapsulation
efficiency of the DOX-NB was 78.6 % while the efficiency
of drug loading was 7.4%. Figure 2 compared the drug release
characteristic of DOX-NB with or without ultrasonic influ-
ence in order to confirm that ultrasound is helpful for the drug
release. The drug release curve showed that the cumulative
drug release rate of doxorubicin under ultrasonic vibration
was faster than DOX-NB alone. About 80 % of doxorubicin

Fig. 3 The time intensity curve of DOX-NB in the VX2 liver tumor

Fig. 4 Tumor growth curve of liver tumor
Fig. 2 The release curve of DOX-NB between ultrasound and no ultra-
sound in vitro
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was released in 24 h after ultrasound, while only 60 % of
doxorubicin was released in DOX-NB group. Meanwhile,
we calculated the time for 50 % of doxorubicin to release.
Under the ultrasound, it took 8 h for 50 % doxorubicin to
release while it needed 12 h without ultrasound. Within the
first 12 h, we found that the burst release happened in both
ultrasonic group and control group. The drug release rate of
the two groups was 70 and 50 %, respectively. From 12 to
72 h, the drug release rate was stable. At 72 h, the drug release
rate of ultrasound rate reached 90 % while the control group
was only 70 %. The results confirmed that ultrasound had
controlled release effect for DOX-NB, and doxorubicin nano-
particle could deliver drug targeting at tumor under the mon-
itoring of ultrasound. Some studies also confirmed that the
underlying mechanism of ultrasound triggering release of
drug from doxorubicin nanoparticle was that ultrasound could
accelerate the degradation of PLGA [24].

In the in vivo VX2 liver cancer imaging process, compared
with saline, DOX-NB could enhance the ultrasonic imaging
significantly in tumor area. After the ear vein injection of
DOX-NB, the nanobubbles could quickly attain the tumor
area and reach the peak after 17 s (Fig. 3). This result con-
firmed that DOX-NB could be used to enhance ultrasound

imaging in clinic and release drug to the targeted tissue under
the two-dimensional ultrasound monitoring.

Fifteen days after planting VX2 tumor cells into rabbits,
tumor was successfully inoculated in the left lobe of the liver
and the diameters of all tumors were more than 10 mm.
According to the tumor growth curve (Fig. 4), the tumor
growth rate was the fastest in control group and the ultrasound
group while the rate was the slowest in the ultrasound com-
bined with DOX-NB group. Compared with the control
group, the inhibitory rate of ultrasound combined with
DOX-NB group is 76.7 %, doxorubicin-loaded nanobubble

Fig. 5 The different expression
of PCNA in each group using
immunohistochemical staining. a
Control group, b US group, c
DOX group, d DOX-NB, and e
DOX-NB + US group

Fig. 6 The proliferation index of each group VX2 liver tumor cell
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group is 57.4 %, doxorubicin group is 45.3 %, and ultrasound
group is 15 %. After anticancer treatment, tumor volume in
ultrasound combined with DOX-NB group was significantly
smaller than the other groups, while the tumor volume inhibi-
tion rate was the highest among three groups. The tumor
growth in both doxorubicin group and ultrasound combined
with DOX-NB group was suppressed. However, the inhibito-
ry rate in ultrasound combined with DOX-NB group was
higher than the nanobubble group. These findings confirmed
that the tumor therapeutic effect of doxorubicin nanobubble
was poor without the effect of ultrasound. The possible reason

may be the low drug release rate in tumor area, thus leading to
low level of doxorubicin concentration in tumor area. Both
doxorubicin group and doxorubicin nanobubble group had

Fig. 7 Cell apoptosis in each
group VX2 liver tumor by
TUNEL. a Control group, b US
group, c DOX group, d DOX-
NB, and e DOX-NB + US group

Fig. 8 Apoptotic index of VX2 liver tumor cells in each group Fig. 9 KM survival curves of VX2 liver tumor cells in each group
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suppressive effect to tumor, but the inhibitory effect of doxo-
rubicin nanobubble group was better than doxorubicin group.
Based on this result, we could infer that doxorubicin had in-
tensive toxic side effects to the body after intravenous injec-
tion, which results in poor therapeutic effect. However, load-
ing the doxorubicin into PLGA could reduce its toxicity to the
body significantly, thus improving the tumor therapeutic ef-
fect to a certain extent. Immunohistochemistry results showed
that proliferation cells were observed in all groups and apo-
ptosis and proliferation index in ultrasound combined with
DOX-NB group were lower than other groups (Fig. 5). The
proliferation index was significantly different between each
group (Fig. 6). TUNEL showed that there were apoptosis cells
in tumor area in all groups and the apoptosis index in ultra-
sound combined nanobubble group was the highest (Fig. 7).
The apoptotic index was significantly different as well
(Fig. 8). The survival curves of each group showed that the
survival rate in ultrasound combined nanobubble group was
obviously higher than other groups (Fig. 9). Since the apopto-
sis index negatively correlated to the degree of tumor growth
and the proliferation index positively correlated to the degree
of tumor growth, the above results confirmed that the ultra-
sound combined with DOX-NB could significantly improve
the anticancer therapeutic effect.

In summary, we fabricated DOX-NB based on PLGA com-
posites successfully. Doxorubicin nanobubble can be used as
ultrasound contrast agent to enhance tissue imaging.
Meanwhile, its application can suppress VX2 tumor growth
significantly in vivo. Therefore, DOX-NB has great potential
in tumor therapymediated by two-dimensional ultrasound and
provides a new insight for tumor imaging and therapy.
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