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Abstract A stable colloidal solution of gold nanoparticles
(AuNPs) has been prepared in tetrahydrofuran by gas
reduction of AuCl(tetrahydrothiophene) and alkylamines (1-
octylamine,1-dodecylamine, and 1-hexadecylamine) as
stabilizing agents. Carbonmonoxide is a better reducing agent
than hydrogen. The important parameters for control of the
synthesis of AuNPs are the temperature, the molar ratio of
ligand/metal, and the structure of the stabilizing agent. A high
concentration of long alkyl chains (10 eq.) favours the control
of the growth of AuNPs of defined size and shape with a
diameter of 4.7 nm and a narrow size distribution. For the first
time, liquid-state combined with solid-state NMR

spectroscopies were used in order to determine the role of
the long chain alkylamines in the synthesis of AuNPs in CO
atmosphere. This combination enables the understanding of
the complex chemistry of the surface of AuNPs involved in
the stabilization of the AuNPs. Indeed, carbamide species
were formed during the synthesis. They were strongly
coordinated to the surface of AuNPs and exchange
phenomena of the alkylamines present in solution occurred,
too.

Keywords Au(I) precursor . Organometallic synthesis . Gold
nanoparticles . NMR spectroscopy

Introduction

Since the 1990s, the formation of self-assembled
nanostructures and the deposition of metallic nanoparticles
(MNPs) have been the subject of growing interest. MNPs
are now commonly used in many applications such as
electronics [1, 2], catalysis [3], environmental sciences [4,
5], medicine [6, 7], and sensors [8–10]. Indeed, highly
sensitive miniature sensors require advanced technology
coupled with fundamental knowledge of biology, material
sciences, and chemistry. Among the MNPs, gold
nanoparticles (AuNPs) have been extensively studied for their
optical properties [11] their absence of toxicity [12] their
catalytic properties [13, 14] and their high conductivity
[15–17] that make them excellent nanomaterials for various
sensors such as electrochemical sensors [18, 19]. The
development of simple methods to obtain AuNPs which are
able to form thin films on substrates is therefore of great
interest. Recently, different electrochemical methods were
investigated for the deposition of AuNPs on glassy carbon
electrodes for Hg(II) trace detection in water [20, 21]. Despite
good performance with a detection limit of 0.40 nmol of
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Hg.L−1, no control of shape and dispersisty of AuNPs smaller
than 15 nm were obtained by electrodeposition of HAuCl4 in
sodium nitrate electrolyte. As the catalysis and electrocatalysis
performance depend strongly on the AuNP shape and size, it
is of primary importance to control both of these parameters.

Several methods can be used to obtain well-defined
AuNPs, in particular chemical reduction of molecular or ionic
gold precursors. Au(III) and Au(I) are the common oxidation
states of gold. Au(I), as an intermediate oxidation state, is well
known to play an important role in controlling the
morphology of metallic gold nanostructures synthesized from
Au(III) ions [22] but only a few Au(I) precursors have been
used to generate AuNPs. A recent review reports numerous
advantages starting with an Au(I) precursor: (i) energy saving,
(ii) easier reduction, (iii) better control of morphology, and (iv)
in situ capping of nanostructures [23]. In this context, some
examples of organometall ic Au(I) complexes of
alkylphosphines [24, 25] or (alkyl)amines [26, 27] have been
reported to be efficient precursors for synthesizing gold Au55
clusters or AuNPs with different shapes such as nanospheres,
nanorods, nanorice [28], and nanowires [29].

In our group, we have developed a methodology for the
synthesis of MNPs from organometallic precursors in organic
solvents and their efficient stabilization by various ligands which
allows us to getMNPswith tuneable surface properties [30]. The
mild temperature and gas pressure applied for the precursor
decomposition permit the synthesis of stable MNPs with a great
versatility in particle size and shape. The reasons for this interest
were (i) the possibility to control the kinetics of the
decomposition of the precursor and therefore the size of the
particles, (ii) the possibility to prepare novel structures through
themild conditions involved, and (iii) the control of surface state.

AuNPs synthesis by the decomposition of AuCl
(tetrahydrothiophene) (AuCl(THT)) in an organic solvent
under H2 or CO in the presence of alkylamine of different
alkyl chain length has led to well-defined NPs that can be self-
assembled on a TEM grid [26]. However, good control of the
size and stability of the particles could not be obtained through
the mild decomposition of the AuCl-(alkylamine) complexes.
In order to avoid the preparation and purification of
AuCl-(alkylamine) complex, a one-pot synthesis in
tetrahydrofuran (THF) using AuCl(THT) and alkylamines as
stabilizing agent (1-octylamine(OA), 1-dodecylamine (DDA),
and 1-hexadecylamine (HDA)) has been developed to control
the growth of the AuNPs. In this work, we report the formation
of a stable colloidal solution of AuNPs. To the best of our
knowledge, this is the first time that the liquid-state NMR
combined with the solid-state NMR has been used to
determine the exact role of the alkylamine ligands in the
synthesis of AuNPs based on the decomposition of
AuCl-(alkylamine) complex under CO or H2. This original
approach is very useful in the characterization of the species
coordinated at the surface and also provides the formation and

the stabilization of well-controlled AuNPs <15 nm with a
narrow size distribution.

Experimental section

Reagents and general procedures

All operations concerning nanoparticle synthesis were carried
out in Schlenck tubes or Fischer–Porter glassware or in a
glove box in an argon atmosphere.

OA, DDA, and HDAwere purchased from Acros Organics
or Sigma-Aldrich-Fluka and used without further purification.

Solvents were dried and distilled before use: THF over
sodium benzophenone. All reagents and solvents were degassed
before use by means of three freeze–pump–thaw cycles.

Samples for TEM analyses were prepared in the glove box
by slow evaporation of a drop of crude colloidal solution
deposited onto porous carbon-covered copper grids under
argon. The TEM analyses were performed at the “Service
Commun de Microscopie Electronique de l’Université
Toulouse-III Paul Sabatier” (UPS-TEMSCAN). TEM images
were obtained using a JEOL 1011 electron microscope
operating at 100 kV with a resolution point of 4.5 Å. The size
distributions were determined through amanual analysis of 200
NPs of enlarged micrographs with the ImageTool software to
obtain a statistical size distribution and a mean diameter.

All chemical shifts for 1H and 13C are relative to Me4Si
(TMS). 1D and 2D 1H-1H correlated spectroscopy (COSY),
1H-13C heteronuclear single quantum coherence (HSQC), and
heteronuclear multiple bond correlation (HMBC). NMR
experiments in the liquid statewere recorded on aBrukerAvance
500 spectrometer equipped with a 5-mm triple resonance inverse
Z-gradient probe (TBI 1H, 31P, BB). 2D nuclear overhauser
effect spectroscopy (NOESY) measurements were done with a
mixing time of 100 ms. Diffusion measurements were made
using the stimulated echo pulse sequence. The recycle delay
was adjusted to 3 s.

Solid-state NMR experiments were recorded on a Bruker
Avance 400 spectrometer equipped with a 4-mm probe. For
13C direct polarization (DPMAS) small flip angle (~30°) was
used with a recycle delay of 10 s. 13C cross polarization
(CPMAS) spectra were recorded with a recycle delay of 5 s
and contact time of 2 ms.

Synthesis of gold nanoparticles (AuNPs)

The Au(I) precursor, AuCl(THT), was synthesized according
to the procedure reported by Laguna et al., [31]. This solid is
stored at −22 °C and protected from UV light in a glove box
and was stable for months.

For a typical synthesis, 20mg of AuCl(THT) (0.062mmol)
stored in a glove box was introduced into a Fisher–Porter
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reactor, protected from UV light by aluminum foil and left in
vacuum for 30 min. Solid amines were chosen as ligands (L:
HDA or DDAwith a molar ratio [L]/[Au]=2 corresponding to
30 and 23 mg, respectively) and were introduced into a
Schlenck tube and then left in a vacuum for 30 min. 40 mL
of THF, previously degassed by three freeze–pump cycles
were then added onto the amines. For octylamine (liquid at
room temperature), OA was introduced onto the THF with a
micropipette (20 μL for 2 eq.).

The THF solution containing the alkylamine was transferred
by a Teflon cannula into the reactor. The Fisher–Porter reactor
was heated to 70 °C and then pressurized with 3 bars of H2 or
1 bar of CO. The CO evacuation is done by 3 cycles of vacuum/
argon. After 18 h, a homogeneous red colloidal solution was
obtained and this will be referred to as “well-controlled
synthesis”. This ruby-red solution was evaporated in vacuum
before the addition of a solution of deoxygenated pentane
(2mL). A red/violet solutionwas then obtained and precipitated
by the addition of 50 mL of acetone. The supernatant was
eliminated by filtration. The precipitate was washed a second
time with 50 mL of acetone, filtered and dried under vacuum,
giving rise to the AuNPs as a dark-violet powder. TEM grids
are prepared from the crude colloidal solution.

The AuNPs synthesized by the typical procedure will be
denoted Au@Li for AuNPs obtained with i equivalent of the
L ligand. i refers to the molar L /Au ratio (L or RNH2/ OA
(C8H17NH2), DDA (C12H25NH2), HDA(C16H33NH2)).

Results and discussion

Synthesis of gold nanoparticles from the decomposition
of AuCl(THT) precursor

Scheme 1 represents the one-pot synthesis of AuNPs in organic
solvent with alkylamines (RNH2) as stabilizing agents using H2

or CO as the reducing agent. OA, DDA, and HDA are known
to be effective compounds for the stabilization of metallic
nanoparticles in organic solvents [32]. In this work, neither
separation nor purification of the intermediate Au(I)Cl-amine
complex is needed to synthesize AuNPs in contrast with
previous reports of our group [26]. Protection from the UV
light was necessary as Au(I)Cl(THT) is light sensitive.

Influence of the reducing gas in the presence of octylamine

OAwas considered first because of its relatively low boiling
point (ca 175 °C) compared to amines with longer alkyl chain.
Thus, a homogeneous deposit on the electrode could be

expected as it would be easier to remove the excess of this
ligand. The first series of experiments was performed in the
presence of a small excess of OA (2, 5, 10 eq./Au). The excess
of OA was not higher than 10 eq. to limit the AuNP
purification step. The reduction of Au(I) precursor was first
studied using H2 (3 bars) either at room temperature (r.t.) or
70 °C for 18 h (overnight). In the case of 10 eq. OA, an
incomplete decomposition of the Au(I) precursor was
observed. Indeed, the colour of the solution was light pink/
violet regardless of the reaction temperature. TEM images
only show polydisperse and polymorphous AuNPs (ESM
S1). This result clearly indicates that H2 is not a suitable
reducing agent to control the shape and the size of AuNPs in
the presence of an excess of OA.

In a second set of experiments, H2 was replaced by CO.
After 18 h, the solution is colourless and a black precipitate is
formed whatever the temperature. This indicates that CO is an
effective reducing agent for the decomposition of Au(I)
precursor in the presence of OA. However, OA does not seem
to be able to stabilize AuNPs under these conditions as the
alkyl chain is not long enough. To minimize the formation of
this black precipitate, a decrease of the reaction time appears
to be an alternative. A third set of experiments were carried
out under the same conditions as in the second one, but with
the time of exposure to CO shortened to 20 min. After 20 min
under CO at r.t., the colour of the solution is ruby red. TEM
images reveal polydisperse AuNPs, i.e., small (ca 2 nm) and a
few tenths of nanometer AuNPs (ESM S2). It is noteworthy
that these AuNPs are stable for weeks in argon but are not
stable more than 2 h in air.

Moreover, it is well known that an increase of the
temperature tends to give more homogenous colloidal
solutions [33]. Thus, the same synthesis (10 eq OA) was run
at 70 °C in CO for 20 min. After the evacuation of CO, the
solution was stirred overnight in argon at 70 °C and the final
solution of AuNPs is ruby red. TEM images show
polydisperse AuNPs but the general overview is better than
that obtained at r.t. Indeed, the majority of the AuNPs are
spherical with an average size of 9 nm whereas some
polymorphous AuNPs of a few tenths of nanometers are also
present (ESM S3). As in the previous case, these AuNPs are
stable for months both in argon and air. From these results, CO
clearly appears to be the best reducing agent and will be used
for the following experiments.

Influence of the stabilizing agent

To avoid the formation of gold aggregates, primary amines with
a longer alkyl chains such as DDA (C12) and HDA (C16) were

AuCl(THT) + RNH2 AuCl-(NH2R) + THT
Gas reduction

Au@NH2R
THF

Scheme 1 Synthesis of AuNPs by gas reduction of AuCl(THT) in the presence of alkylamine
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used as ligands. The first series of experiments were performed
at r.t. for 18 h (overnight) with HDA as the stabilizing agent as it
has a longer alkyl chain. For a molar ratio [HDA]/[Au] of 2 or
10 eq., an intense dark-blue solution was obtained after 18 h
due to the presence of polymorphous AuNPs (ESM S4). These
AuNPs are stable for weeks both in argon and air.

At 70 °C, the solubility of HDA in THF is enhanced, leading
to a ruby-red solution after 18 h in CO. TEM analyses (Fig. 1)
of this homogeneous solution show the presence of spherical
AuNPs of 7.2±0.9 nmwhen using 2 eq. of HDA. This colloidal
solution is stable for months both in argon and air.

The increase of the molar ratio [Ligand]/[Metal] is expected
to favour the smaller size: the same experiment was performed
with a molar ratio [HDA]/[Au] of 10. A similar ruby-red
solution was obtained but containing AuNPs of 4.7±0.9 nm
(ESM S5). This experiment is a strong evidence for the role of
the increase in the stabilizing agent concentration (HDA)
favouring the decrease in the size of spherical AuNPs to 4.7±
0.9 nm but has no morphological change. In order to compare
the influence of the length of the amine alkyl chain, another set
of experiments was performed with DDA under the same
conditions with a molar ratio [DDA]/[Au]=2:1 or 10:1.

The colour of the solution is again ruby red for 2 or 10 eq.
of DDA. These AuNPs are stable for months under argon or
air. Figure 2 shows TEM images of AuNPs obtained with
2 eq. of DDA (molar ratio of [DDA]/[Au]=2:1).

The size of AuNPs is 7.4±1.0 nm and 6.1±0.7 nm for 2
and 10 eq.(ESM S6), respectively. The size of AuNPs is
similar with 2 eq. DDA and HDA but is smaller with a molar
ratio of 10 for HDA (4.7 nm vs 6.1 nm). This result indicates
that a higher concentration of long alkyl chains favours the
control of the growth of well-shaped and sized AuNPs.

It is noteworthy that similar AuNPs were obtained at 60 °C
by Xia et al. [27] using Au(I)Cl as a precursor and oleylamine
(OLA, C18) or octadecylamine (ODA, C18H37NH2) as
stabilizer without any additional reducing agent. These amines
have a higher steric hindrance than DDA and HDA. The

comparison between CO-assisted decomposition (our work)
and thermodecomposition (Xia's work) of Au(I)precursor in
the presence of amines reveals that only 2 eq. of alkylamines
(DDA or HDA) are necessary to obtain AuNPs of 7.0 nmwith
a narrow size distribution (Figs. 1 and 2) whereas 20 eq. of
OLA are needed for the synthesis of AuNPs of ca. 10 nm. In
addition, the AuNPs formed in the presence of ODA showed
an average size of ca. 100 nm, eight times larger than that of
the AuNPs synthesized with OLA. This difference was
attributed to a stronger coordination of OLA due to the
presence of the olefinic C=C bond which may also coordinate
to Au. In our case, the higher the concentration of HDA (or
DDA), the smaller the particle size is. The AuNPs formed
from the decomposition of AuCl-(NH2R) complex in CO
(1 bar) at 70 °C follow a seeding growth approach. The
HDA probably plays two roles, as weak reducing agent and
stabilizing agent. HDA should favour the nucleation of Au(0)
atoms and control the growth of the AuNPs involving the
complexation in the form of Aun(0)[AuCl-HDA].

The data of the different syntheses of AuNPs obtained by
the decomposition of AuCl(THT) in the THF under gas
reduction in the presence of alkylamine ligands are
summarized in Table S1 (ESM Table S1).

In summary, it is clearly seen that the use of DDA or HDA
as stabilizing agent in THF at 70 °C in CO (1 bar) overnight
leads to stable and well defined AuNPs with a narrow size
distribution (<1.0 nm). NMR characterization was performed
to understand the stabilization of the AuNPs.

NMR characterization of the formation of AuCl(amine)
complex

The first step of the reaction between 2 eq. of amine (DDA or
HDA) and the Au(I) precursor AuCl(THT) in THF at 25 °C
was characterized by liquid-state NMR (ESM S7). This
spectrum shows a strong evidence of the formation of
AuCl-(HDA) complex (labelled # on ESM S7). Moreover,

Fig. 1 Au@HDA2 obtained from the decomposition of AuCl(THT) with HDA in THF in CO overnight at 70 °C (see Table S1)
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the presence of 2.63 and 1.93 ppm signals confirm the
formation of AuCl-(HDA) complex as they correspond to free
THT also present in the solution.

NMR characterization for the understanding
of the stabilization of AuNPs

As the synthesis and behaviour of AuNPs appear to be very
similar in the presence of DDA or HDA, NMR characterizations
were done randomly on Au@HDA or Au@DDA.

Study of the ligand stabilization of AuNPs after the
decomposition of the AuCl(HDA) complex in CO was
performed by liquid-state and solid-state NMR experiments.
Solid-state NMR allows the characterization of all the ligands
involved in the NP stabilization, especially the ones that are
poorly mobile close to the NP surface. In liquid-state NMR,
only species with enough mobility can be observed. Indeed,
relaxation processes strongly broaden the NMR signals of
rigid molecules in liquid-state NMR making them difficult
or even impossible to detect. However, liquid-state NMR can
give important information on the dynamics of the ligands in
the NP colloidal solution. Figure 3 shows the solid-state 13C
MAS NMR spectra with direct polarization (DP) or cross
polarization (CP) of purified Au@HDA2 powder with a molar
HDA/Au ratio=2. These experiments showed the presence of
two species at the surface of the AuNPs. The major compound
showed characteristic 13C NMR signals at 159.9 ppm
(carbonyl) and 39.5 ppm (CH2 bonded to nitrogen) and the
signals for the alkyl chain between 15 and 34 ppm. These 13C
chemical shifts are in good agreement with the presence of a
carbamide species RNHCONHR resulting from a
carbonylation of the HDA. The formation of a carbamido
intermediate has already been reported for Pt NPs obtained
by the decomposition of Pt(CH3)2(COD) in CO in the
presence of oleic acid and HDA [34]. In the 13C CPMAS
spectrum (Fig. 3b), a second set of signals corresponding to a
minor species was observed with notably a signal at 43.6 ppm.
This signal at 43.6 ppm is in agreement with a CH2 group

bonded to a NH2 function and we assume that it comes from
an amine ligand coordinated on the NP surface. The stronger
amplification of the 43.6 ppm signal in the CPMAS
experiment compared to the DPMAS, indicates that the amine
alkyl chain has a more rigid structure than the carbamine alkyl
chains, probably having fewer degrees of freedom. Indeed,
local mobility reduced the dipolar coupling strength between
protons and carbons and therefore the polarization transfer in
the CPMAS experiment. From the 13C DPMAS spectrum, we
can deduce that the proportion of unreacted amine is lower
than 5 % (the signal at 43.6 ppm was not detected).
Furthermore, several signals showed complex line shapes (as
one of the terminal methyl and carbonyl groups, ESM S8).
This result could indicate the presence of heterogeneous
environments for the carbamide which can result from
different binding sites at the NP (such as faces, edges or
apexes) or different organizations of the ligand. It is also
possible that intermediate carbamido complex or urea is
present at the AuNP surfaces.

Liquid-state NMR experiments were also performed on
purified Au@HDA2 powder (see “Experimental section”) to
monitor the ligand dynamics in the NP colloidal solution. This
solution was characterized by 1H NMR and did not reveal any
trace of free HDA, undecomposed AuCl(HDA) complex or
THT (Fig. 4a). Signals detected at 1.32 and 0.92 ppm
correspond to the methylene or methyl alkyl chain signals of
the carbamide and/or of the amine ligands.

Weak additional 1H resonances at 5.03 and 3.09 ppm were
also observed. From 2D 1H-1H COSY and 1H-13C HMBC
NMR experiments, these signals were attributed to the NH
group (5.03 ppm) and to the methylene signal connected to the
nitrogen (δ 1H 3.09 ppm; δ 13C 39.8 ppm) of the carbamide
species (δ 13C of carbonyl at 157.2 ppm). They were also
connected to the alkyl chain signals at 1.3 and 0.9 ppm by
1H-1H COSYand 1H-13C HMBC experiments. These signals
also showed a smaller diffusion coefficient at 0.8×10−9 m2·s−1

than free HDA (1.1×10−9 m2·s−1) due to a slower diffusion
associated with the larger size of the carbamide species.

Fig. 2 Au@DDA2 obtained from the decomposition of AuCl(THT) with DDA in THF in CO overnight at 70 °C (see Table S1)
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However, this diffusion coefficient is much higher than the
one expected for a ligand strongly bound to NP of 7-nm
diameter which should be one order of magnitude lower (less
than 1×10−10 m2·s−1) [35]. These results indicated the
presence of a few carbamide species in solution resulting
probably from the decoordination from the NP surfaces. The
amount of decoordinated carbamide seems however very
small. No exchange phenomena between the NP surface and

the solution could be detected for the decoordinated
carbamide indicating an irreversible or slow decoordination
process compared to the NMR timescales. Furthermore,
integration of the methylene (1.32 ppm) and methyl alkyl
chain signals (0.91 ppm) compared to that of the NH
(5.03 ppm) and α-CH2 signals (3.09 ppm) of the carbamide
showed an excess of alkyl chain signals (for example the ratio
between the α-CH2 and the methyl signal is equal to 2/8

Fig. 3 13C DPMAS (a) and
CPMAS (b) NMR of Au@HDA2

powder

Fig. 4 1H NMR spectra at 25 °C
of Au@HDA2 in THF-d8 (a) and
after addition of two
supplementary equivalents of
HDA (b) . (o : HDA; + :
carbamide; x : labile protons
(NH2, H2O,..))
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instead of the 2/3 expected for the carbamide). This showed
the presence of alkyl chain signals of amine ligands
superimposed with one of the free carbamide signals.
However, no NMR resonance for the amine extremity, notably
theα-CH2 at 2.93 ppm ofHDA, was observed. Disappearance
of NMR signals, related to fast relaxation processes, for nuclei
close to the binding site of NPs is a common observation for
ligands involved in “intermediate” or slow exchange between
the NP surface and the solution [36].

To study the presence of an exchange phenomenon
between the NP surface and the solution for HDA, two
additional equivalents of HDA were added to the solution of
redispersed AuNPs@HDA2 (Fig. 4b). Sharp signals of HDA
were observed after this addition. The diffusion coefficient of
HDA in this sample was the same as for free HDA, i.e. 1.1×
10−9 m2·s−1. As the diffusion coefficient and the signal shape
of HDA in excess looked very similar to one of the free HDA,
a transfer NOE experiment was conducted. This experiment
has been reported as a powerful technique for characterizing
grafted ligands at the NP surface in rapid exchange with free
ligands in the solution even when the amount of the grafted
ligand is small compared to the free one [37].

Transferred NOEs were observed for the methylene signal
in α-position of the amine group at 2.63 ppm (ESM S9) but
not for the terminal methyl group of HDA at 0.93 ppm which
instead showed zero-quantum artifact usually observed for
fast tumbling molecules in NOESY experiments with short
mixing times [37]. These results indicate that when an excess
of HDA is present, the HDA interacts with the AuNPs and is
rapidly exchanged between the NP surface and the solution at
the NMR timescales. The increase of the exchange rate when
the ratio of ligand/NPs increases has already been described
and is related to the higher concentration of free ligands [35].
As the transferred NOE was observed on the amine extremity

and not on the methyl extremity, this also confirms that HDA
interactswithAuNPs through its amine group side (Scheme 2).
The fast exchange between the NP surface and the solution
observed for the amine indicates the presence of weak binding
modes for this ligand.

Conclusion

In this study, well-controlled syntheses of monodisperse
AuNPs of small diameter have been described by the
decomposition of AuCl(THT) in a CO atmosphere in the
presence of alkylamine (DDA or HDA) only. Purified AuNPs
are redispersible and stable in organic solvents for months.
NMR characterization has evidenced the formation of a
carbamide species resulting from the AuCl(amine)
decomposition in CO. Moreover, the solid-state 13C NMR
on purified AuNPs has shown the stabilization of AuNPs by
two types of ligands: a majority of carbamide-like species and
a few percent of “coordinated” amine. The stabilizing
carbamide ligands around the AuNPs are strongly bound to
the surface of the AuNPs and do not exchange with free
species in solution (in the NMR timescales). Some unreacted
amine ligands might still be present and can interact with the
AuNPs. The interaction of amine ligands with AuNPs is
weaker than that of the carbamide as the amine ligands are
able to exchange between the NP surface and the solution.

As a whole, the decomposition of the precursor through
carbonylation results in the formation of a better stabilizing
ligand than the original amine and explains the long-term
stability of the colloidal solutions obtained in this process.
The latter is attractive for the surface nanostructuration for
chemical sensor applications.
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Scheme 2 Weak interaction of
free alkylamine with AuNP
surfaces
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