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Abstract
Nanotechnology mainly involves the fabrication, manipulation, and utilization of materials in nano size (materials having size 
less than a micron to that of individual atoms). However, nanoparticles can be synthesized by several chemical and physical 
approaches; now, it is also possible to integrate the use of biological entities. In recent years, mycogenesis of nanoparticles 
is considered as a prominent way where fungi can be used for the production of nanostructures with desirable shape and size 
intracellularly or extracellularly. Several researchers have reported that NADH-dependent nitrate reductase enzyme plays 
an important role in transformation of metal ions into metal nanoparticles. The size and shape of the nanoparticles depend 
on the microorganism utilized and experimental condition employed during synthesis process. Nanoparticles synthesized 
from microbes are safe, environmental benign and have several applications in agriculture, textile, medicine, drug delivery, 
biochemical sensors and allied areas. Future challenges may include large-scale production, enhancement of stability, reduced 
time to obtain desirable shape and size and their possible applications in several fields. In this review paper, we provide a 
brief overview on the emerging role of fungi in the synthesis of metal nanoparticles, possible mechanisms and their potential 
bio-prospective applications.
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Introduction

During the past few decades, metal nanoparticles have 
attracted considerable attention because they exhibit 
unique physicochemical properties. Due to their unique 
characteristic features and importance of nanoparticles 
in several fields, many scientists, and researchers have 
worked on the synthesis of nanoparticles using various 
physical and chemical methods. However, these meth-
ods have successfully synthesized the nanoparticles with 
desirable shape and size but these processes are quite 
expensive and involve the use of hazardous chemical sub-
stances and perilous chemicals [1]. Presently, chemically 
synthesized silver nanoparticles used for the treatment of 

several diseases may cause toxic effects in human body. 
So, to reduce all these extreme conditions, there is a need 
to develop an environmentally benign approach with low 
toxicity. It was reported that both unicellular and multi-
cellular organisms synthesize inorganic materials either 
intracellularly or extracellularly [2]. Synthesis of nano-
particles by green chemistry approaches using biological 
entities like plants, fungi, bacteria, algae, and actinomy-
cetes provides additional advantages over other meth-
ods, as these methods are simple, cost effective, reliable, 
eco-friendly and can be easily scaled up for large-scale 
production. To obtain this goal, many researchers and 
scientists have already directed their interest to the use 
of biological synthesis approaches [3].

As a consequence, scientists have used biological pro-
cesses for the nanoparticle synthesis which provides excel-
lent control over particle size via quantum confinement [4], 
resulting in exploration of relatively new and rapidly grow-
ing area of nanotechnology using fungal biomass called 
“myconanotechnology” [5]. It mainly includes the synthesis 
protocols of nanoparticles using fungal biomass and their 
associated metabolites. Fungi contain variety of enzymes 
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and proteins as reducing agents, so they can be invariably 
used for the synthesis of metal nanoparticles. Fungi usually 
grow faster than those of bacteria under the same condi-
tions. Although synthesis of metal nanoparticles by bacteria 
is common, their synthesis by fungi is more advantageous 
because their mycelia offer a large surface area for interac-
tion. Additionally, fungi secrete large amount of enzymes 
as compared to bacteria; thus, the conversion of metal salts 
into metal nanoparticles is very fast. Additionally, the bio-
potential of the fungal cell wall is likely to play an important 
role in the absorption and reduction of metal ions as well 
as the formation of metal nanoparticles. There are several 
reports available on nanoparticle synthesis using fungi such 
as Aspergillus terreus, Aspergillus fumigatus, Aspergillus 
oryzae, Aspergillus niger, Aspergillus flavus, Aspergillus 
clavatus, Aspergillus conicus, Alternaria alternata, Agaricus 
bisporus, Acremonium diospyri, Amylomyces rouxii, Colle-
totrichum sp., Chrysosporium keratinophilum, Coriolus 
versicolor, Cladosporium cladosporioides, Chlamydomu-
cor rouxii, Candida utilis, Cryptococcus humicola, Can-
dida glabrata, Candida albicans, Chrysosporium, Epicoc-
cum nigrum, Fusarium semitectum, Fusarium oxysporum, 
Fusarium solani, Gloeophyllum abietinum, Ganoderma sp., 
Neurospora intermedia, Phomosis sp., Pleurotus, Pleurotus 
florida, Pleurotus sajor-caju, Pleurotus ostreatus, Penicil-
lium janthinellum, Penicillium verrucosum, Penicillium cit-
rinum, Penicillium fellutanum, Penicillium chrysogenum, 
Paecilomyces lilacinus, Phoma glomerata, P. nodositatum, 
Phanerochaete sordid, Phytophthora, Pestalotia sp., Pyc-
noporus sanguineus, Phanerochaete chrysosporium, Schizo-
saccharomyces pombe, Sclerotium rolfsii, Shigella dysente-
riae, Trichothecium, Trichoderma versicolor, Trichoderma 
harzianum, Trichoderma viride, Trichoderma Reesei, Ver-
ticillium sp., etc., [6].

Now the technological advance leads to the new good 
understanding of several physicochemical features, and 
the 1D, 2D and 3D superstructure knowledge has opened 
the door for new trend of research and applications of 
nanoparticles in several fields of science particularly in 
agriculture, medicine, textile, food industry and environ-
ment [7]. Metal nanoparticles exhibit several unique phys-
icochemical properties that are remarkably different from 
their original bulk form which is due to their large frac-
tion of surface atom, energy and spatial confinement. Due 
to these unique characteristic features of nanoparticles, 
they can be used in fields of catalysts, opticals, electron-
ics, environment and biomedical analysis [8]. The pos-
sible mechanism behind the nanoparticle synthesis was 
hypothesized that it may be due to presence of ionic or 
electrostatic interactions between the metal ions and the 
functional groups present on the biological surfaces. How-
ever, the exact mechanism and the biological compounds 
in the synthesis of nanoparticles are not well known yet. 

These require further research in this field. The proper-
ties and the function of nanoparticles greatly depend on 
their size, shape, dispersity, crystallinity and the structure 
[9]. Biosynthesis of nanoparticles also depends on several 
experimental parameters during the synthesis process such 
as temperature, pH, reaction time, concentration of bio-
mass and concentration of metal ions [10, 11]. To obtain 
desirable shape and size of the nanoparticle, it is necessary 
to establish the balance between all these factors. Table 1 
shows an overview of various biological resources used 
for the synthesis of nanoparticles.

Nanoparticles have several applications in different fields 
such as medicine, environment, drug designing, drug deliv-
ery, cosmetics, textiles, food industry, optics and optical 
devices and more to count on. Nanoparticles also exhibit 
significant antimicrobial activity towards a diverse range of 
pathogens, and lead to considerable interest of researchers 
due to increasing resistance of microbes against the available 
antibiotics and development of resistant microbial strains. It 
has been found that nanoparticles-based drugs are easily sus-
pended in liquids and are capable to penetrate into the cell, 
tissues or organs more specifically. Recently, nanoparticles 
are being synthesized with different chemical compositions 
and controlled monodispersity [12]. Nanoparticles have been 
used for the thousands of years for many purposes, e.g., gold 
nanoparticles which were used for the polishing of glasses 
also cured various diseases. Gold nanoparticles have been 
also found to be used for delivery of drugs like paclitaxel, 
methotrexate and doxorubicin to the specific cells or organs 
[13]. Silver nanoparticles have used in sensor technology, 
labelling, wounds healing, sterilising agents and several 
other biomedical applications. Platinum nanoparticles are 
also widely applicable as catalysts for many medical appli-
cations in combination with other nanoparticles as in alloy, 
core shell and bimetallic structures [14]. Nanoparticles syn-
thesis by biological roots has several applications in bio-
logical fields like DNA sequencing and pharmaceuticals, 
biosensors, bimolecular detection and diagnostics, Tissue 
engineering, genetic engineering, photonics, therapeutics 
and catalysis, optics and optoelectronics, etc. Silver nanopar-
ticles have broad range of applications, such as they are used 
in water filtering apparatus, catalysis, optical receptor for 
bio-labeling, antimicrobial activities, anticancer activities, 
antioxidants, anti-dermatophytic, anti-inflammatory, antitu-
mor, hepatoprotective, cytotoxic, and immunomodulatory 
hypotensive activities, anti-HIV (human immunodeficiency 
virus), anti-diabetic, wound dressing, surgical masks, food 
packaging, paints, additives in bone cement, etc., [15].

In this review, we will mainly focus on the synthesis of 
metal nanoparticles using fungi and possible mechanism that 
could be involved in the reduction process as well as in sta-
bilization process of the nanoparticles. Along with this, we 
also discuss about their potential bio-prospective applications.
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Microorganisms used for biosynthesis 
of nanoparticle

Synthesis of nanoparticles using microbes is an alternative 
way that is mainly based on principle of green chemistry. 
Biomolecules like enzymes and proteins secreted by the 
microbial biomass can cat as reducing and capping agents 
during the synthesis process. Hence, these approaches are 
considered as green chemistry because it does not include 
any toxic chemicals [15]. Several microorganisms like bac-
teria, fungi, viruses and algae are well known for their poten-
tial to synthesize metal. Du et al. [16] reported that gold 
nanoparticles were synthesized by E. coli DH5α on the cell 
surface of these bacteria. Similarly, silica nanoparticles were 
synthesized by Fusarium oxysporum. Narayanan and Sak-
thivel [17] reported the synthesis of monodispersed peptide 

bound CdS nanoparticles by Candida glubrata. In 2010, they 
also reported the biosynthesis of iron oxide nanoparticles by 
Tobacco Mosaic Virus (TMV). Despite the numerous advan-
tages of microbes-mediated nanoparticle synthesis, there are 
limitations too. One of the major problems is the difficul-
ties to produce controlled shape, size and monodispersity of 
metal nanoparticles.

Usually, bacteria synthesize inorganic materials either 
extracellularly or intracellularly. In one of the studies, bac-
terial strain (Pseudomonas stutzari AG259) isolated from 
silver mines was reported for the synthesis of silver nano-
particle extracellularly [18]. Similarly, magnetotatic bac-
teria Magnetospirillium magneticum was also reported for 
the synthesis of magnetic nanoparticles [19]. They produce 
two types of nanoparticles, some of them produce magnetic 
nanoparticles  (Fe3O4) in chains and others produce greigite 

Table 1  Nanoparticles 
synthesized using various 
microorganisms

Microorganisms Nanoparticles Mode of synthesis References

Bacteria
 Bacillus amyloliquefaciens CdS Extracellular [130]
 Bacillus licheniformis Ag Extracellular [131]
 Bacillus methylotrophicus Ag Extracellular [132]
 Bacillus persicus Ag Extracellular [131]
 Bacillus pumilus Ag Extracellular [131]
 Bacillus subtilis Ag Extracellular [133]
 Bhargavaea indica Ag and Au Extracellular [134]
 Brevibacterium frigoritolerans Ag Extracellular [135]
 Listeria monocytogenes Ag Extracellular [133]
 Pseudomonas deceptionensis Ag Extracellular [136]
 Streptomyces anulatus Ag Extracellular [133]
 Weissella oryzae Ag Intracellular [137]

Cyanobacteria
 Plectonema boryanum UTEX 485 Au Extracellular [138]
 Plectonema boryanum Pd Intracellular and extracellular [139]

Actinomycetes
 Streptomyces sp. LK3 Ag Extracellular [137]
 Rhodococcus sp. Au Intraceelular [140]
 Streptomyces clavuligerus Au Extracellular [141]
 Streptomyces fulvissimus Au Extracellular [141]
 Thermomonospora sp. Au Extracellular [142]

Algae
 Aphanothece sp. Ag Extracellular [143]
 Oscillatoria sp. Ag Extracellular [143]
 Microcoleus sp. Ag Extracellular [143]
 Aphanocapsa sp. Ag Extracellular [143]
 Phormidium sp. Ag Extracellular [143]
 Lyngbya sp. Ag Extracellular [143]
 Gleocapsa sp. Ag Extracellular [143]
 Synechococcus sp. Ag Extracellular [143]
 Spirulina sp. Ag Extracellular [143]
 Chlorella pyrenoidosa Ag Extracellular [144]
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 (Fe3S4) nanoparticles, while some other produce both types 
of nanoparticles. Desulfovibrio desulfuricans NCIMB 8307 
which is a sulfate-reducing bacteria reported for the synthe-
sis of palladium nanoparticles in the presence of exogenous 
electron donor [20]. Lactobacillus species, commonly found 
in butter milk, was also reported for the synthesis of gold, 
silver and gold–silver alloy nano crystals of well-defined 
morphology. Husseiny et al. [21] reported the synthesis of 
gold nanoparticles using the bacterial cell supernatant of 
Pseudomonas aeruginosa. Cell filtrate of bacteria plays an 
important role in achieving better control over size, shape 
and polydispersity of nanoparticles. Later, it has been found 
that synthesis of nanoparticles using extracellular cell filtrate 
is more beneficial over intracellular metabolites. A filamen-
tous cyanobacteria Plectonema boryanum UTEX485 were 
used for their reduction of gold ions into gold nanoparticles. 
It synthesized the gold nanoparticles with better morpho-
logical control of shape. When P. boryanum was treated with 
aqueous solution of Au(S2O3)2

−3 and  AuCl4
− at 25–100 °C 

for up to 1 month and for 1 day at 200 °C, resulted in the 
synthesis of cubic gold nanoparticles and octahedral gold 
nanoparticles, respectively [22]. Later, they explained the 
mechanism of gold bioaccumulation of cyanobacteria from 
Au(III) chloride solution. They reported that interaction of 
cyanobacteria with gold chloride solution initially promotes 
the synthesis of nanoparticles of amorphous gold (I) sulfide 
at the cell wall and finally gold nanoparticles were triggered 
in the form of octahedral platelet around the cell surface 
in solution. Further study also reveals that sulfate-reducing 
bacteria destabilize the gold (I) thiosulfate complex to metal 
gold and suggested that this could be achieved by three pos-
sible mechanisms involving iron sulfide localized reducing 
conditions and metabolism [22]. Some of the hyperthermo-
philic and mesophilic dissimilatory iron  (Fe3+)-reducing 
bacteria and archaebacteria like Thermotoga maritime, 
Pyrobalaculum islandicum, Pyrococcus furiosus and Geo-
bacter sulfurreducens have the capability to reduce metallic 
gold ions into gold nanoparticles in the presence of hydrogen 
as electron donor. Reduction occurs extracellularly due to 
the presence of Au(III) reductases near the outer cell sur-
faces of  Fe3+ reducers [23].

As we know, algae are aquatic microorganisms and 
recently it has been found that some of them not only accu-
mulate heavy metal ions but also synthesize metal nanopar-
ticles. Chlorella vulgaris, a dried unicellular alga, is reported 
for the reduction of HAucl4

− ions into gold nanoparticles 
bound to the cell surface of the algal body. Accumulated 
gold nanoparticles were tetrahedral, decahedral and icosa-
hedral in shapes [24]. Synthesis of silver nanoparticles using 
the extract of same algal species C. vulgaris at room tem-
perature was reported by Xie et al. [25]. After detailed study, 
they concluded that the proteins present in the extract acted 
as reducing agent, shape controlling agent and stabilizing 

agent during biosynthesis process. Sargassum weightii which 
is a marine alga was also used for the extracellular synthesis 
of Au, Ag and Au/Ag bimetallic nanoparticles by Madhi-
yazhagan et al. [26]. Recently, it has been also reported that 
S. weightii could rapidly synthesize gold nanoparticles. They 
synthesize gold nanoparticles extracellularly and had size 
of range 8–12 nm. Mata et al. [27] reported the synthesis of 
gold nanoparticles using the biomass derived from brown 
alga Fucus vesiculosus. In contrast, Abdel-Raouf et al. [28] 
used the Kappaphycus alvarezii for extracellular synthesis 
of gold nanoparticles. Synthesis of gold and silver nanopar-
ticles was recently reported by red and green alga Chondrus 
crispus and Spirogyra insignis, respectively [29]. Intracellu-
lar synthesis of gold nanoparticles using Tetraselnis Kochin-
ensis was also reported by Iravani et al. [30].

Extremophilic actinomycetes like Thermomonospora 
sp. when treated with gold ions resulted in the production 
of gold metal nanoparticles extracellularly with a much 
improved polydispersity [31]. Ahmad et al. [32] carried out 
a study to elucidate the mechanism or condition which leads 
to the synthesis of metal nanoparticles. They carried out 
a study for the bio-reduction of  AuCl4

− ions by an extre-
mophilic Thermomonospora sp. They found that reduction 
of metal ions and stabilization of the gold nanoparticles 
were described by an enzymatic process. When they com-
pared their earlier reports of synthesis of gold nanoparticles 
using Fusarium oxysporum, they found that monodispersed 
gold nanoparticles were synthesized which might be due 
to extreme physiological conditions such as alkaline and 
slightly elevated temperature conditions. Similarly, an alko-
tolerant Rhodococcus sp. is reported for the synthesis of gold 
nanoparticles. During their study, they found that concentra-
tion of metal ions was higher on the cytoplasmic membrane 
and cell wall as compared to the cytosol, that is might be 
due to the reduction of metal ions by enzymes present on 
the cell wall and cytoplasmic membrane but not in cytosol. 
Apart from this, it has been found that these metal ions were 
not toxic to the synthesizing cells, and they were continued 
to multiply even after the biosynthesis of gold nanoparticles.

Synthesis of nanoparticles using virus is a novel tech-
nique that has been used to deliver the inorganic materi-
als such as silicon dioxide  (SiO2), Zinc sulfide (ZnS), iron 
dioxide  (Fe2O3) and cadmium sulfide (CdS). Viruses have 
attractive features; they have dense surface covering of cap-
sid proteins, which form a highly reactive surface capable 
of interacting with metallic ions [33]. A typical plant virus 
Tobacco mosaic virus (TMV) contains as many as 2130 
capsid protein molecules on their covering surface. These 
arrays of protein molecules can act as attachment points for 
the dispersion of nano-sized materials. They can also be 
used to prepare 3D’ structure and vessels for pharmaceu-
ticals [33]. In a study, when TMVs were added at a very 
low concentration to silver or gold salts before adding plant 
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extracts of Nicotiana benthamiana, they found that the virus 
mediated solution not only decreased the size of the synthe-
sized nanoparticles but also drastically increased the number 
of nanoparticles as compared to control. As a result it was 
concluded that TMV acted as a bio-template that converts 
metallic ions into nanowires. In addition, the potential of 
other viruses as a template for the synthesis of nanowires 
and nanotubes was also studied [34].

Mycogenesis of metal nanoparticles 
and their possible mechanism

Nature provides a good source of microorganisms as a bio-
logical factory to synthesize metal nanoparticles with poten-
tial bio-prospective applications [35]. Recently, the new 
synthetic pathway and applications of nano-biotechnology 
have attracted the peoples to work on this field. Synthesis of 
nanoparticles using microbes have great potential and huge 
benefits to human, because they eliminate the use of toxic 
chemicals and minimize the production cost involved in the 
synthesis. One of the main advantages of biosynthesis of 
metal nanoparticles is their immense role in the protection of 
environment which is also the ultimate target of other green 
technologies [36, 37]. Recently, mycogenesis of nanoparti-
cles has attracted much attention of researchers; however, 
the exact mechanism related to the synthesis has not been 
understood yet. Fungi are a kingdom of usually multicel-
lular eukaryotic organisms that are heterotrophs and have 
important role in nutrient cycling in an ecosystem. Fungi 
reproduce both sexually and asexually, and they also have 
symbiotic associations with plant and bacteria. Group of 
fungi majorly includes moulds, mildews, yeasts, rusts, and 
mushrooms [38]. As compared to bacteria, fungi produce 
large quantity of nanoparticles as they secreted large quan-
tity of enzymes which directly involved in the bioreduction 
and stabilization process of nanoparticles. Enzymes secreted 
by these organisms, especially in case of fungi the reductases 
enzyme, might be involved in the mechanisms of nanopar-
ticle production and stabilization. As the cell surface of the 
fungal biomass contains negative charge and contains sticky 
substances, the metal ions attach on the cell surface due to 
these adhesive substances and the electrostatic interaction. 
As we know, fungi synthesize nanoparticles both extracel-
lularly and intracellularly. Intracellular synthesis method is 
suitable for formation of composite films. However, in extra-
cellular synthesis method, the immobilization of metal ions 
in suitable carrier or support is achieved [39]. The key com-
ponents, metabolites and the enzymes present in the fungi 
have great importance and they are secreted by the fungal 
cells to convert toxic matters into non-toxic matters; these 
substances might be also involved in the synthesis process 
of nanoparticles [40].

Trichoderma reesei is a fungus, which secreted proteins 
and enzymes outside the hyphae and plays a key role for 
synthesis of silver nanoparticles. It has been found that 
nanoparticle synthesized from fungi is mostly monodis-
persed with well-defined size and shape and also have dif-
ferent chemical compositions. As they secreted a number 
of enzymes inside and outside the cells, their handling is 
simple as compared to other microbes [41]. Additionally, the 
mycogenesis of nanoparticle is an emerging and new field 
of nano-biotechnology with significant potential because 
of wide spectrum diversity and availability of fungi [13]. 
As compared to bacteria, fungi have greater tolerance and 
uptake capacity for metals particularly in terms of binding 
capacity of metal salts; hence, fungal biomass is an advan-
tage for large-scale production of nanoparticles. Including 
this, their downstream processing is quite easy so that it is 
easy to cultivate for the efficient low-cost synthesis of metal 
nanoparticles [42]. Various fungi have already known for 
the fabrication of several metal nanoparticles like Au, Ag, 
Pd, Cu, Zn, Ti, Fe and Pt [5]. Fungi show slower kinetics, 
so that they offer better manipulation and control over shape 
and size of nanoparticles along with their long-time stabil-
ity [43]. Table 2 summarizes the different fungi that have 
used to synthesize a variety of nanoparticles including their 
composition, size, shape and applications.

Fungus-mediated synthesis of nanoparticles has been pro-
posed by their possible mechanism, action of nitrate reduc-
tase, electron shuttle quinones or both. It has been reported 
that mainly nitrate reductase and α-NADPH-dependent 
reductases were found to be responsible for nanoparticle 
synthesis in both bacteria and fungi. Alghuthaymi et al. [44] 
found that fungus Verticillium sp. was used for the reduction 
of aqueous  AuCl−4 ions leading to the synthesis of fairly 
well-desirable structure and good monodispersity of gold 
nanoparticles. Further detailed study in this has revealed that 
the metal ions  AuCl−4 were trapped on the surface of fungal 
biomass by electrostatic interaction with their charged amino 
acid residues present in fungal enzymes in the cell wall of 
the fungal mycelia.

Nanoparticles synthesized extracellularly were stabi-
lized by the proteins and enzymes secreted by the fungal 
biomass. In a research, it has been found that minimum four 
proteins which are high molecular weight have been found 
in association with nanoparticles synthesis. One of them 
was NADH-dependent reductase. The fluorescence spectra 
of these enzymes indicate the native form of these proteins 
present in the aqueous extract or solution as well as on the 
surface of nanoparticles in binding condition [45]. Further 
reports revealed that the reduction of metal ions and the 
surface binding molecule to the nanoparticles did not com-
promise the 3D structure of the proteins. For instance, an 
endophytic fungus Colletotrichum sp. isolated from Gera-
nium leaf was used for the synthesis of gold nanoparticles; 
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Table 2  Overview of fungus-mediated metal nanoparticles

Fungi Nanoparticles produced Synthesis location Size (nm) Shape References

Alternaria alternate Au Extracellular 12 ± 5 Spherical, triangular, 
hexagonal

[145]

Amylomyces rouxii Enzyme mediated 5–27 Spherical, rod shaped [92]
Aspergillus clavatus Au Extracellular 24.4 ± 11 Triangular, spherical and 

hexagonal
[146]

Aspergillus flavus Ag, MgO Cell wall 8.92 Spherical [147, 148]
Aspergillus fumigatus ZnO, Ag Extracellular 1.2–6.8 Spherical and hexagonal [149]
Aspergillus niger Au Extracellular 12.8 ± 5.6, 10–20 Spherical, elliptical, poly-

dispersed
[55, 188]

Aspergillus oryzae Au Mycelial surface 10–60 Various shapes (cell-free 
filtrate), mostly spheri-
cal (biomass)

[150]

Aspergillus oryzae TFR9 FeCl3 Extracellular 10–24.6 Spherical [151]
Aspergillus sydowii Au Extracellular 8.7–15.6 Spherical [152]
Aspergillus terreus Ag Extracellular 1–20 Spherical [151]
Aspergillus tubingensis Ca3P2O8 Extracellular 28.2 Spherical [153]
Aureobasidium pullulans Au Extracellular 29 ± 6 Spherical [57]
Bipolaris nodulosa Ag Extracellular 12–15 Spherical [154]
Candida albicans Au Extracellular 5 Monodispersed spherical [154]
Candida glabrata CdS Intracellular 20–40 Hexamer [151]
Cladosporium clad-

osporioides
Ag Cell-free extract 60–80 Spherical [155]

Cochlibolus lunatus Cu, Al Extracellular 12–15 Quasi-spherical [144]
Colletotrichum sp. Au Mycelial surface 8–40 Spherical [52]
Coriolus versicolor Au Extracellular 19.05 Spherical [98]
Cylindrocladium flori-

danum
Au Outer surface of the cell 

wall
5–35 Spherical [11]

Epicoccum nigrum Au Intra- and extracellular 5–50 Spherical [101]
Fusarium oxysporum Pt, Ag, Au, CdS,  TiO2, 

CdSe,  SrCO3,  BaTiO3, 
 ZrO2

Extracellular 70–180, 20–50, 2–50 Rectangular, triangular, 
spherical, needlelike 
and aggregates

[103]

Fusarium semitectum Au Extracellular 10–80 Spherical [156]
Ganoderma neo-japoni-

cum Imazeki
Ag Extracellular 5–8 Spherical [157]

Ganoderma sp. Ag, Au Extracellular 12–22 Monodispersed and 
spherical

[158]

Guingnardia mangiferae Ag Extracellular 32–100 Spherical, trigonal [159]
Hansenula anomala Au Extracellular 14 Spherical [160]
Helminthosporum solani Au Extracellular 2–70 Spherical [161]
Hormoconis resinae Au Extracellular 3–20 Spheres, rods, triangles, 

pentagons, pyramids, 
stars

[162]

Hypocrea lixii Cu Extracellular 24.50 Spherical [163]
Macrophomina phaseo-

lina
Ag Cell-free filtrate 5–40 Spherical [164]

Monascus purpureus Ag Extracellular 20–50 Spherical [165]
Neurospora crassa Au Intracellular 32–100 Spherical [166]
Neurospora oryzae Ag Intra-/extracellular 30–90 Spherical [154]
Pleurotus citrinopileatus Ag Extracellular 3–8 Spherical [167]
Pleurotus djamor Ag Extracellular 11–30 Hexagonal [168]
Penicillium fellutanum Au Extracellular 5–25 Spherical, triangular and 

hexagonal
[96]
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the synthesized nanoparticles was found to be highly stable 
and have different shape and size. The study concluded that 
fungus contains polypeptides and enzymes which might act 
as a reducing agent [46].

Hulkoti et al. [47] reported that protein isolated from 
the fungal biomass can also be successfully used for the 

synthesis of metal nanoparticles by cationic proteins 
nanocrystalline zirconium at room temperature. More stud-
ies on this confirmed that these proteins were similar in 
nature to silicatein, which is secreted by Fusarium oxyspo-
rum and they have the capability of hydrolyzing aqueous 
ZrF6

−2 ions extracellularly. In mycogenesis of nanoparticles, 

Table 2  (continued)

Fungi Nanoparticles produced Synthesis location Size (nm) Shape References

Penicillium nalgiovense 
AJ12

Ag Cell-free filtrate 25 ± 2.8 Spherical [71]

Pleurotus ostreatus CdS Extracellular 4–5 Spherical [169]
Penicillium rugulosum Au Cell-free filtrate 20–80 Spherical [164]
Pediococcus pentosaceus Ag Extracellular 10–40 Spherical [98]
Penicillium brevicom-

pactum
Au Intracellular 10–60 Spherical [170]

Penicillium sp. Au Cell filtrate 30–50 Spherical [171]
Pestalotia sp. Ag Extracellular 20–30 Spherical [172]
Phanerochaete chrys-

osporium
Au Extracellular 10–100 Spherical, triangular and 

hexagonal
[109]

Phoma glomerata Ag Cell-free filtrate 60–80 Spherical [173]
Phoma sorghina Ag Extracellular 1–50 Rod shaped [173]
Phytopthora infestans Ag Extracellular 11–30 Spherical [174]
Pichia jadinii Au Cytoplasm < 100 Spherical [175]
Pichta capsulate Ag Intracellular 20 Triangular [176]
Pleurotus florida Ag Extracellular 20–40 Spherical [177]
Pleurotus sajor caju Ag Extracellular 30.5 Spherical [178]
Pycnoporus sanguineus Au Extracellular 90–370 Spherical [179]
Rhizopus oryzae Au Cell-free filtrate 16–25 Spherical [180]
Rhizopus stolonifer Au Extracellular 1–5 Irregular [181]
Saccharomyces boulardii Ag Extracellular 20–30 Spherical [107]
Saccharomyces cerevi-

siae
Au Cell wall cytoplasm 15–20 Spherical [182]

Schizosaccharomyces 
pombe

CdS Intra- and extracellular 1–1.5 Spherical [182]

Sclerotium rolfsii Au Intracellular 25.2 ± 6.8 Hexagonal [183]
Stereum hirsutum Cu, CuO Extracellular Spherical [153]
Trichoderma crassum Ag Extracellular 5–50 Spherical, hexagonal [93]
Trichoderma harzianum Ag Extracellular 30–50 Spherical [172]
Trichoderma koningii Au Cell-free filtrate 30–40 Small spheres to poly-

gons Spheres
[172]

Trichoderma reesei Ag Extracellular 5–50 Spherical [183]
Trichoderma viride Ag Extracellular 5–40 Spherical [105]
Thraustochytrium sp. Ag, Zn Extracellular 60–80 Hexagonal [59]
Trichoderma asperellum Ag Extracellular 13–18 Nanocrystalline [60]
Verticillium luteoalbum Au Intracellular 12–20 Spherical [61]
Verticillium sp. Au Intracellular, cell wall 

and cytoplasmic mem-
brane

20 ± 8 Spherical [6]

Volvariella volvacea Au–Ag Cell-free filtrate 20–150 Triangular, spherical, 
hexagonal

[184]

Yarrowia lipolytica 
NCIM 3589

Au Associated with cell wall 15–20 Various shape depending 
on  Au3+ concentration

[73]
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growth conditions play an important role during the synthe-
sis of nanoparticles. Trichothecium sp. when incubated with 
gold ions under static conditions resulted in the formation of 
extracellular nanoparticles; while under shaking condition, 
they synthesized intracellular gold nanoparticles. The pos-
sible mechanism for this might be the enzymes and proteins 
that were released by fungal under stationary condition and 
did not secrete under shaking condition [48]. Synthesis of 
magnetic nanoparticles at room temperature was achieved by 
Fusarium oxysporum and Verticillium sp. [49]. The enzyme 
secreted by these fungi was capable of hydrolyzing the metal 
ions precursor  (Fe3+) extracellularly to form metal oxide 
(Iron oxide) in the magnetite phase  (Fe3O4).

Fusarium oxysporum also secreted a nitrate-dependent 
reductase and a shuttle quinone that were capable of syn-
thesizing silver nanoparticles or silver hydrosols extracel-
lularly. In a similar study, it was revealed that it was not true 
for all the species of Fusarium; one example of this is F. 
moniliforme that produces reductase enzyme but it could not 
be able to reduce silver ions into silver nanoparticles [50].

Shahi and Patra [51] reported that the lichenized fungi 
Usnea longissima have ability to synthesize bioactive nano-
particles (usnic acid) in respective medium. On the other 
hand, extracellular synthesis of silver nanoparticles was 
achieved by cell-free extract of Phoma sp. 3.28383 and 
Phoma glomerata. In another approach, synthesis of stable 
nanoparticles of Au–Ag alloys of several compounds has 
been achieved by controlling the amount of cofactor NADH 
[52]. Under in vitro condition, α-NADPH-dependent nitrate 
reductase and phytochelatin isolated from F. oxysporum have 
been applied for silver nanoparticle synthesis [53].

Bharde et al. [54] reported the extracellular synthesis of 
magnetic nanoparticles at room temperature by the cell fil-
trate of Vertillium sp. treated with aqueous solution of ferric 
chloride. Further investigation in this study suggested that 
hydrolysis of the anionic iron complexes occurs by cationic 
protein secreted by the fungi resulting in the formation of 
crystalline magnetic nanoparticles. TEM analysis showed 
a number of cubo-octahedrally shaped iron oxide particle 
ranging in size from 100 to 400 nm.

Mukherjee et al. [55] and Devi and Joshi et al. [56] reported 
the uses of whole fungus systems for the synthesis of gold 
and silver nanoparticles. They worked on Verticillium sp. for 
intracellular synthesis of gold and silver nanoparticles in the 
size between 2 and 20 nm. Synthesis of silver nanoparticles 
and gold crystals was achieved by intra- and extracellular pro-
cesses by fungal system and actinomycetes, respectively. They 
found a number of silver nanoparticles on the surface of the 
mycelial wall of Verticillium sp. Mycelia of an individual Ver-
ticillium cell showed that silver nanoparticles closely bound 
to the surface of the cytoplasmic membrane, which con-
firms the intracellular synthesis of silver nanoparticles. TEM 
analysis revealed that the synthesised silver nanoparticles in 

Verticillium cells were 25 ± 12 nm in diameter. In another 
study, it has been found that when Thermomonospora sp. 
were exposed to aqueous gold solution, reduction takes place 
extracellularly. Synthesised gold nanoparticles have much 
improved shape, polydispersity and size (7–12 nm). Extra-
cellular biosynthesis of nano-particulate magnetite at room 
temperature was achieved after treatment of cell filtrate of 
fungus Verticillium sp. with ferric and ferrous salts. They also 
studied the mechanical aspects. According to them, the cati-
onic proteins and enzymes present on fungal cells hydrolyses 
the anionic iron complexes of the ferric and ferrous salts, and 
leads to the synthesis of crystalline magnetic nanoparticles. 
These magnetic nanoparticles contain the signature of a fer-
romagnetic transition which shows a small amount of sponta-
neous magnetization at low temperature. TEM analysis results 
showed a large number of cubo-octahedral shaped iron oxide 
nanoparticles of 100–400 nm size. Recently Volvariella sp., 
Penicillium sp., and other fungi have been reported for this 
purpose, yet microbial system like Fusarium sp. and Aspergil-
lus sp. were used more prominently.

Aspergillus was most studied genus for the mycosynthe-
sis of nanoparticles. For instance, Aspergillus fumigatus 
reported for the synthesis of silver nanoparticles extracel-
lularly [57]. Gade et al. [58] synthesized silver nanoparti-
cles from A. niger isolated from soil. They also suggested 
the mechanism for the antimicrobial action of silver nano-
particles on E. coli. Vigneshwaran et al. [59] reported the 
production of silver nanoparticles intracellularly by treating 
the aqueous solution of silver ions with the cell-free extract 
of fungi; they found that silver nanoparticles were synthe-
sized in the fungal cell wall. In another study extracellular 
synthesis of silver nanoparticles was reported by using A. 
flavus isolated from soil of Ahar copper mines. Abdel-Hafez 
et al. [60] also reported the extracellular synthesis of silver 
nanoparticles using fungus Cladosporium cladosporioids. 
Results of TEM analysis showed polydispersed, spherical 
particles with the size ranging from 10 to 100 nm. Asper-
gillus fumigatus were found to be excellent source as they 
reduce silver ions into silver nanoparticles within 10 min 
[61]. Synthesized nanoparticles were fairly monodispersed 
and are highly stable. This was the first report of rapid syn-
thesis of nanoparticles using fungi. The synthesis was also 
faster than that of chemical and physical approaches of syn-
thesis. Therefore, the following method could be applicable 
for large scale production of metal nanoparticles. On the 
other hand, Bansal et al. [62] uses F. oxysporum for the pro-
duction of tetragonal barium titanate  (BaTio3) nanoparticles 
of approximately 10 nm dimensions, under ambient condi-
tion. The synthesized nanoparticles also exhibit ferroelectric 
properties that would transform the electronic industries by 
producing ultra-small capacitors and high density non-vol-
atile ferromagnetic memory chips. Kumar et al. [63] also 
reported the synthesis of luminescent CdSe quantam dots 



377Journal of Nanostructure in Chemistry (2018) 8:369–391 

1 3

using fungus F. oxysporum at room temperature with the 
mixture of  CdCl2 and  SeCl4. Figure 1 shows the general pro-
tocol for the mycogenesis of metal nanoparticles and their 
characterization.

Das et al. [64] investigated the synthesis of gold nano-
particles using fungus Rhizopus oryzae. In the study, they 
incubated the R. oryzae mycelia with  HAuCl4 solution 
results in gradual color changes from pale white to purple. 
After 48 h of incubation, synthesized gold nanoparticles 
were characterized by UV–visible spectroscopy, showing a 
peak at 535 nm which confirms the presence of gold nano-
particles. Fungal proteins responsible for gold nanoparti-
cles synthesis were particularly purified by separation of 
the membrane fraction from whole cell-free protein extract 
and then salted out using ammonium sulfate precipitation. 
Further study of this to evaluate that growing mycelia in 
the presence of gold ions shows the metabolism of gold 
ions by R. oryzae. Effects of Au(III) in the metabolism 
of R. oryzae was further studied to describe the bio-min-
eralization mechanism to investigate the role of Au(III) 

induced proteins in Au mineralization by the quantification 
of the total protein concentration in the mycelia. Results 
of this study suggested that R. oryzae anchorage various 
gold detoxification mechanism to reduce gold ions to gold 
nanoparticles. Biotransformation mechanisms of gold ions 
into gold nanoparticles by fungi can be described by the 
two reduction routes: (a) binding of Au(III) on the cell 
wall through electrostatic interaction followed by reduc-
tion to gold nanoparticles and second is (b) transportation 
of Au(III) into the cytoplasm and reduction to form Au 
nanoparticles. Negatively charged gold ions bind to the 
positively charged mycelia of R. oryzae through electro-
static interaction with phosphoproteins and then become 
reduced to Au(I) species as a result of the high redox 
potential of Au(III). 

Chemical reaction mechanism based on the three reduc-
tion steps of gold ions into gold atoms and then precipita-
tion into gold nanoparticles is shown below:

Bansal et al. [65] reported the synthesis of Silica and 
Titania nanoparticles by Fusarium oxysporum from their 
respective salts, i.e.,  K2SiF6 and  K2TiF6. The size of syn-
thesized nanoparticles was ranging from 5 to 15 nm with 
9.8 ± 0.2 nm diameter. Similarly, Duran et al. [50] investi-
gated the synthesis of metal nanoparticles by several spe-
cies of Fusarium. They reported that when aqueous metal 
salt solution of silver ions was mixed with biomass filtrate 
of F. oxysporum, after few hours, reduction of silver ions 
into silver nanoparticles occurred. They also reported that 
biosynthesized nanoparticles were 20–50 nm in size. On 
the basis of their study, they proposed the mechanism that 
the reduction of metal ions occurs by a nitrate-dependent 
reductase enzyme and a shuttle of quinones extracellular 
process. In the year 2006, Riddin et al. [66] also reported 
that F. oxysporum, f. sp. lycopersici causes wilt diseases 
in tomato. They successfully isolated them and used for 
the synthesis of platinum nanoparticles. Another spe-
cies F. ocuminatum isolated from infected ginger plants 
were also successfully used for the biosynthesis of silver 
nanoparticles [67]. They further explained that NADH-
dependent nitrate reductase plays a crucial role in the syn-
thesis of nanoparticles. They reported the formation of 
polydispersed spherical nanoparticles of 4–50 nm size and 
13 nm diameter. Synthesis of magnetite nanoparticles from 
F. oxysporum strain was achieved by Bharde et al. [54]. 
Another species Fusarium, F. solani was isolated from 

AuCl
−
4
+ 3e− = Au (s) + 4Cl

−

HAuCl
−
4

→ H
+ + AuCl

−
4

AuCl
−
4

→ AuCl3 + Cl
−

AuCl3 → Au
3+ + 3Cl

−

Fig. 1  Mycogenesis of metal nanoparticles, characterization, and 
applications
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infected fungi was also reported from synthesis of silver 
nanoparticles [68]. Synthesized silver nanoparticle were 
polydispersed, spherical and within the range of 5–35 nm. 
Figure 2 shows the possible mechanism of nanoparticle 
synthesis using fungi.

Fungi are eukaryotic organisms and due to this they have 
remarkable advantages in terms of metabolic flux and cel-
lular level organizations. Including these fungi like Peni-
cillium and Aspergillus sp. elaborates a large number of 
simple hydroxyl or methoxy derivatives of benzoquinones 
or toluquinones as a response of metallic stress. Jha and 
Prasad [69] found that the presence of these metabolites may 
generate a redox reaction due to tautomerization, leading to 
production of nanomaterials. Cell membrane of fungi con-
tains small molecular mass metabolites like peptides and 
proteins, which play an important role during the detoxifica-
tion process of metal or metal oxide nanoparticles and hence 
the significance of extracellular and cytoplasmic chelation 
reaction can not be underestimated [70, 71]. In this process, 
the membrane bound oxidoreductases and quinones might 
have played a crucial role in the process. Oxidoreductases 
enzymes are sensitive to pH and work in alternative manner. 
At a high pH reductase, they get inactivated while at low pH, 
they get activated [69]. Amino acids and amino-containing 
molecules like proline are frequently synthesized under 
heavy metal stress like Cd, Cu, Ni and Zn. Proline detoxi-
fies the metal ions by following three ways specifically metal 
binding, antioxidant defence and signaling [72].

Yeast is also reported for the synthesis of metal nano-
particles. Yeast itself has been a good source of enzymes, 
proteins and vitamins. They have been also used as regular 
basis of media supplement in various culture protocols. In 
terms of culturing and handling they are nontoxic, handy 
and amenable. Saccharomyces cerevisiae also known as 
baker’s yeast has also been used to study their ability as 
putative candidate fungal genera for the production of metal 
and metal oxide nanoparticles, specifically due to their well-
organized cellular structure and metabolic fluxes. Synthesis 
of nanoparticles using filamentous fungi has some additional 
advantages as compared to other organisms as they are easy 
to handle, have high wall binding affinity and require simple 
raw materials [73, 74]. In yeast under specific condition, glu-
tathione (GSH) secretion is a very important element of the 
GSH homeostasis [75]. It has been found that GSH secretion 
under As (III) exposure initiates intracellular detoxification 
pathway. Clausen and Green [76] found that elaboration of 
inorganic metal chelators is seen among members of fungi 
especially white rot and brown rot fungi and this process 
is stimulated under Cu (III) and Cu (II) stress condition. 
Formation of water-insoluble metal-oxalate crystals is 
undoubtedly an efficient method to circumvent toxic metal 
ions which tend to enter fungal cells. As well as oxalate 
is important to maintain the lignolytic system of white rot 
basidiomycetes fungi [77].

Fungi produces metabolites like citric acid, peroxidases, 
homogenous proteins and heterogeneous proteins which 

Fig. 2  Possible mechanism of 
nanoparticle synthesis using 
fungi
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made them effective source for bioreduction of heavy met-
als from industrial effluents. A large number of fungi have 
been reported for the extracellular secretion of mucilagi-
nous materials (ECMM or emulsifier) which also comprises 
excellent toxic metal binding capabilities. Paraszkiewicz 
et al. [78] found that unlike other metal ions like (Cu II, Pb 
II and Zn II), Ni (II) did not stimulate ECMM production by 
Curvularia lunata. They also found that saturation of cel-
lular fatty acids which is clearly characterized by Ni (II) trig-
gered lipid peroxidation processes. Aureobasidium pullulans 
which produces pullulan was positively affected by Ni (II) 
and Cd (II) exposures and pullulan production increased the 
Cd (II) tolerance of this industrially important fungal species 
[79, 80]. High ratio of ECMM in the biomass of Trametes 
versicolor and Gloeophyllum trabeum was reported when 
biomass of these two was exposed to Cu (II) [81]. Tripathy 
et al. [82] also described that white rot fungus is ubiquitous 
in nature, and enzymes produced by them have ability to 
reduce the toxicity of metals by bio-sorption and decoloriza-
tion, ultimately rendering the effluents eco-friendly.

Other fungi like Fusarium oxysporum, Aspergillus niger, 
A. fumigatus and Penicillum brevicompactum are being 
exhibited well-organized cellular systems as compared to 
bacteria. Jha et al. [83] showed that Fusarium oxysporum 
10T5115 in MGYP media was able to convert silver nitrate 
into silver nanoparticles in the presence of enzyme NADH-
dependent nitrate reductase under shaking condition. Volva-
riella volvacea and Agaricus bisporus (edible mushrooms) 
have also been reported for the synthesis of gold and silver 
nanoparticles which is achieved through various enzymes 
and amino acids [84].

Due to the cellular complexity of the fungi, further more 
research is necessary to explore the synthesis mechanism 
so that a better process can be designed. To obtain defi-
nite shape and size and to increase the rate of synthesis of 
nanoparticles, cellular and bio-chemical mechanism could 
be studied in detail. With the recent progress and the on-
going work efforts in this field, they explored the several 
applications in various fields. However, the knowledge of 
exact mechanism for the synthesis of nanoparticles using 
fungi required more study and experimental trials.

Characterization techniques 
for nanoparticles

Characterization of nanoparticles includes the study of dif-
ferent forms of nanoparticles which comprise shape, size 
and structure, which is necessary for material research in 
general. According to Liu et al. [85] nanomaterials comprise 
unique structure and size which are expected to have various 
biological functions. Novel discovery of materials processes 
and phenomenon at the micro- and nano-scale will provide 

fresh opportunities for production of novel nanosystems and 
nanostructures. Characterization of metal nanoparticles is 
done by molecular techniques such as UV–visible spectros-
copy, X-ray diffraction technique (XRD), Fourier transform 
infrared spectroscopy (FTIR), Atomic force microscopy 
(AFM), Scanning electron microscopy (SEM), Transmis-
sion electron microscopy (TEM), Energy Dispersive X-ray 
Spectroscopy (EDX), etc., (Table 3). Details of these tech-
niques are discussed below:

UV–visible spectroscopy

UV–visible spectroscopy is a very reliable and useful tech-
nique for the primary characterization of synthesized nano-
particles which is also used to monitor the synthesis and 
stability of AgNPs. UV–visible spectroscopy is a useful 
technique to characterize noble metal nanoparticles, as they 
have bright color which is visible by naked eye. These nano-
particles have high extinction coefficient and their surface 
plasmon resonance is size and shape dependent. Hence, the 
qualitative information of the nanoparticles can be achieved 
by this technique. Absorption is mainly measured by Beers 
law. Absorption value (A) mainly depends on nanoparticle 
concentration, path length (l) of measuring cell and extinc-
tion coefficient of nanoparticles (ε):

Position of the absorption band mainly depends on par-
ticle size, shape, morphology, nature of stabilizing agent, 
pH, temperature, adsorbate that are present on the surface 
of nanoparticles and nature of the surrounding medium. 
The absorption band width increases with decreasing size 
of nanoparticle in the intrinsic size region and also increases 
with increase in the extrinsic size region [86, 87]. As the 
particle size increases, the SPR shows a red shift in the 
extrinsic region. With increase in the size, the gold nano-
particles show color change from ruby red to purple and 
finally blue. It was reported that when the space between 
the particles becomes less than their average diameter, the 
particles aggregated; hence, the plasmon resonance of each 
particle couple and their absorbance is red shifted. These 
optical properties of metal nanoparticles can be used for the 
development of sensors. In addition, UV–Vis spectroscopy 
is fast, easy, simple and sensitive for different types of nano-
particles, needs only a very short period for measurement 
and finally a calibration is not required for particle charac-
terization of colloidal suspensions [88].

Fourier transform infrared spectroscopy (FTIR)

Fourier transform infrared spectroscopy is used to iden-
tify specific type of chemical bonds or functional groups 
based on their specific unique absorption signatures by 

A = �cl
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measuring the chemical bond stretching and bending by 
absorption of energy through infrared spectroscopy. This 
energy is in the infra-red (IR) region of electromagnetic 
spectrum [89]. FTIR is an important technique as it gives 
several advantages over conventional IR spectroscopy. 
FTIR gives the information about surface chemistry of 
nanoparticles by identifying the functional groups attached 
to the metal nanoparticles surface as it shows different 
identical absorption pattern than corresponding to those 
of free groups.

X‑ray diffraction technique (XRD)

X-ray diffraction technique is a non-destructive technique 
and used to identify crystalline phase of nanoparticles. Crys-
talline or powdered sample is placed over a sample holder 
and then illustrated with X-rays of a fixed wavelength and 
the intensity of the reflected radiation is recorded using a 
goniometer [87]. Data are then analyzed by Bragg’s equa-
tion, to calculate inter atomic spacing for the reflection 
angle:

Table 3  Overview of characterization methods of nanoparticles and analyzed properties

Characterization techniques Information derived

UV–visible spectrophotometer Optical properties, size, concentration, agglomeration state, hints on nanoparticle shape
DLS Hydrodynamic size, detection of agglomerates
ICP-MS Elemental composition, size, size distribution, nanoparticle concentration
DCS Nanoparticle size and size distribution
NTA Nanoparticle size and size distribution
FTIR Surface composition, ligand binding
TGA Mass and composition of stabilizers
TEM Nanoparticle size, size monodispersity, shape, aggregation state, detect and localize/quantify nanoparticles in 

matrices, study growth kinetics
HRTEM All information by conventional TEM but also on the crystal structure of single particles. Distinguish 

monocrystalline, polycrystalline and amorphous nanoparticles
Liquid TEM Depict nanoparticle growth in real time, study growth mechanism, single particle motion, super lattice forma-

tion
Cryo-TEM Study complex growth mechanisms, aggregation pathways, good for molecular biology and colloid chemistry to 

avoid the presence of artifacts or destroyed samples
SEM-HRSEM, SEM–EDX Morphology, dispersion of nanoparticles in cells and other matrices/supports, precision in lateral dimensions of 

nanoparticles, quick examination–elemental composition
EDS/EDX Chemical characterization, investigation of a sample through interactions between light and matter and analyz-

ing X-rays in its particular case
EELS Loss of energy, change in momentum and ionization potential of an atom
TG–DTA Weight loss and thermal effect during the conversion of precursors to final method oxides in the heat-treatment 

process
BET Accessible surface area
AFM Nanoparticle morphology, dispersion of nanoparticles in cells and other matrices/supports, precision in lateral 

dimensions of nanoparticles, quick examination–elemental composition
MFM Standard AFM imaging together with the information of magnetic moments of single nanoparticles. Study 

magnetic nanoparticles in the interior of cells. Discriminate from nonmagnetic nanoparticles
EBSD Structure, crystal orientation and phase of materials in SEM. Examine microstructures, reveal texture, defects, 

grain morphology, deformation
XRD Crystal structure, composition, crystalline grain size
XAS X-ray absorption coefficient (element-specific)—chemical state of species, interatomic distances, Debye–Waller 

factors, also for non-crystalline nanoparticles
SAXS Particle size, size distribution, growth kinetics
XPS Electronic structure, elemental composition, oxidation states, ligand binding (surface-sensitive)
NMR Ligand density and arrangement, electronic core structure, atomic composition, influence of ligands on nanopar-

ticle shape, nanoparticle size
EELS Type and quantity of atoms present, chemical state of atoms, collective interactions of atoms with neighbours, 

bulk plasmon resonance
Electron tomography Realistic 3D particle visualization, snapshots, video, quantitative information down to the atomic scale
MALDI Surface topography, size of nanoparticle
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where n is an integer, λ is wavelength, d is the distance 
between atomic planes and θ is the angle of incidence of 
the X-ray beam and the atomic planes. Metal nanoparticles 
give broad peaks on XRD. The broadening provides infor-
mation about crystalline nature and size by Debye–Scherrer 
equation:

In this equation, к is the shape factor, λ is X-ray wave-
length, β is the line broadening at half the maximum inten-
sity (FWHM) in radius and θ is the Bragg’s angle.

Atomic force microscopy (AFM)

Atomic force microscopy is a useful analytical tool which 
gives information about the surface morphology and phase 
through production of a 3D map of the sample surface. The 
instrument has vertical resolution of less than 0.1 nm and 
lateral resolution of around 1 nm. A cantilever with a fine 
pointed tip which is mounted perpendicular to the longitu-
dinal direction of the cantilever is placed on the sample. A 
laser beam is reflected from the back of the cantilever into a 
position sensitive to photodiode and records the deflection of 
the cantilever caused by Vander Waal’s force acting between 
the sample and tip. This interaction generates signals. These 
signals are further processed to achieve the topographical 
information of the surface.

Transmission electron microscopy (TEM)

Transmission electron microscopy is used to identify the 
shape, size and dispersity of the metal nanoparticles. Mol-
ecules having size less than 1 µm cannot be observed by 
optical microscopy because of diffraction effects. Informa-
tion about a monograph depends on the applied resolution 
and the resolution mainly depends on the wavelength of the 
radiation beam selected on the imaging. High resolution is 
achieved by a short wavelength beam. TEM is most widely 
used technique to characterize the metal nanoparticles. The 
instrument is like a slide projector except that they shine a 
beam of electrons (around 100–300 kV) and the transmitted 
beam is projected on to a phosphor screen for final image 
formation. It generally provides information about topog-
raphy, monodispersity, composition and the crystallinity of 
the sample.

Scanning electron microscopy (SEM)

Presently, the field of nanoscience and nanotechnology has 
provided very high-resolution microscopy techniques to 
learn and illustrate nanomaterials very deeply by a ray of 

n� = 2d sin �,

d = ��∕� cos �

high-energy electrons to probe. SEM is used to identify mor-
phology and topology of the metal nanoparticles. In SEM, 
the image of surface of specimen is achieved by scanning the 
surface through electron beam of accelerated voltage. Back-
scattered and the secondary electrons are collected by the 
detector and analyzed for obtaining the pictures or image. 
SEM is basically a surface imaging method, fully capable of 
resolving different particle sizes, size distributions, nanoma-
terial shapes and the surface topology of the particles at the 
micro- or nanoscale [89]. The limitation of SEM is that, it 
only provides valuable information regarding the purity and 
the degree of particle aggregation and it is not able to resolve 
the internal structure. The SEM is applicable to identify the 
morphology of nanoparticles below the level of 10 nm.

High‑resolution transmission electron microscopy 
(HRTEM)

High-resolution transmission electron microscopy is an 
imaging mode of the TEM which is used for the imaging of 
the crystallographic structure of a sample at an atomic scale 
[90]. Due to its high resolution, it is an important technique 
to study the properties of a nanocrystalline structure such as 
metals and semiconductors. HRTEM is used to investigate 
the highest resolution at 0.8 Å.

Brunauer–Emmett–Teller (BET)

Surface area of materials has been observed by BET. 
Experimental surface areas are most commonly obtained 
through the analysis of adsorption isotherms of nitrogen 
or some other gas. For this analysis, the BET method is 
used. The technique is mainly based on a well-defined 
adsorption model and it gives a monolayer capacity of 
the materials. This capacity is a well-defined quantity 
and can be used to compare experimental and simulated 
systems. To convert to a surface area, a value for the 
monolayer density is needed, which is obtained experi-
mentally using a reference system of known surface area. 
The requirement of this method is due to the accuracy of 
the monolayer density which is transferable, i.e., it is not 
dependent on the surface curvature or pore structure and 
not strongly dependent on the chemistry of the underly-
ing surface.

Electron energy loss spectroscopy (EELS)

Electron energy loss spectroscopy is useful for analysis of 
the elemental components of materials, in this the energy 
transferred in such an interaction which is directly related 
to the ionization potential of the atom, and therefore, the 
spectrum can be compared to that of known samples or 
standard sample. A material is firstly exposed to a beam 
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of kinetic energies; due to this, some of the electrons lose 
energy by inelastic scattering, which is primarily an interac-
tion of the sample. The inelastic scattering results in both a 
loss of energy and a change in momentum. These interac-
tions may be plasmon excitations or inner shell ionization, 
phonon excitation, and inter- and intra-band transitions. It is 
useful for detecting the elemental components of a material, 
as the energy transferred in such an interaction is related to 
the ionization potential of the atom and thus, the spectrum 
can be compared to that of known samples [89].

Energy dispersive X‑ray spectroscopy (EDS or EDX)

Energy dispersive X-ray spectroscopy (EDS or EDX) is an 
analytical tool that is specifically used for chemical charac-
terizations of the nanoparticles. The technique is based on 
the fundamental properties that each element of the peri-
odic table has a unique electronic structure, and hence has 
a unique response to electromagnetic waves. Its function 
depends on the investigation of a sample through interac-
tion between matter and light, analyzing through X-rays 
penetration.

Thermo‑gravimetric/differential thermal analyzer 
(TG/DTA)

The TG/DTA is an instrument combining TG, which per-
forms a continuous measurement and uses a horizontal dif-
ferential type balance beam, with the highly flexible DTA 
feature. The instrument is mainly used for the measurement 
of reaction velocity and acceleration degradation tests, as 
well as analysis of water contamination, heavy metal detec-
tion and ash content in reaction velocity and acceleration 
decomposition [91]. A horizontal differential type balance 
beam is utilized in this instrument. This light weight struc-
ture of the balance beam provides the stability in regard to 
temperature fluctuations and highly sensitive balance as well 
as stability of the differential balance to deal with distur-
bance such as oscillation. By the cooling unit, the instrument 
is automatically cooled to a set temperature after measure-
ments, which raise the effectiveness of measurements.

Influence of various experimental 
parameters on mycogenic metal 
nanoparticles

Even with several advantages of biosynthesis approaches 
for nanoparticles, polydispersity of nanoparticles is always 
a major problem for researchers. Hence, the nanoparticle 
should be homogenous in size and morphology. Several 
studies have been carried out to obtain and establish a sta-
ble root for production of nanoparticles with definite size, 

shape and dispersity. Shape and size of the nanoparticle 
can be controlled by either constricting their environmental 
growth or calculating the functional molecule. Gurunathan 
et al. [92] reported the biosynthesis of 20 nm gold nanopar-
ticles by Ganoderna sp. by altering the reaction conditions 
including temperature, pH, metal ion concentration, mix-
ing ratio, aeration, incubation period and redox conditions. 
Similar study was carried out by Karbasian et al. [93]; they 
used response surface methodology to explore the effect of 
pH, temperature, incubation period, metal ion concentration, 
agitation rate and amount of enzyme secreted by the fungal 
biomass on the formation of metal nanoparticles. They syn-
thesized spherical-shaped silver nanoparticles by addition 
of Fusarium oxysporum in 3 mM silver nitrate solution at 
pH 6 and incubated with 180 rpm for 96 h. The maximum 
optimal growth temperature for the growing microorgan-
isms is suggested for the synthesis of metal nanoparticles 
because the enzymes and proteins responsible for the syn-
thesis of nanoparticles are highly active at high temperature 
[94]. Dhillon et al. [95] reported that temperature plays an 
important role in controlling the fungal activities and the 
movement of metal ions. So, it is concluded that temperature 
has remarkable effect on the growth of fungus as well as 
metal uptake from the surrounding reaction mixture. Effect 
of metal ion concentration was studied by Kathiresan et al. 
[96]. They synthesized silver nanoparticles with fungus 
Penicillium fellutanum. They found that high concentration 
of metal ion would hamper the synthesis of nanoparticles. 
As the concentration of silver ions increases, particles size 
and the monodispersity of particles vary from desired nano-
size range. When compared to chemical reactions, results 
are similar, the concentration of reactants greatly affects 
the particle size and monodispersity of the nanoparticles. 
Another study was carried out by Gericke and Pinches [97], 
they synthesized gold nanoparticles by Verticillium luteoal-
bum. The study concluded that when the  AuCl4− concentra-
tion was below 500 mg/L, synthesized gold nanoparticles 
was uniform, narrow in the width with 20 nm in size and 
when the concentration increased, the size and shape of the 
nanoparticles increased from 50 to 100 nm. pH is also one 
of the most important factors that influences the important 
role during the biosynthesis of nanoparticles. On the other 
hand, different metal nanoparticles can be synthesized at dif-
ferent pH values. Isaria fumosorosea [98] showed synthesis 
of nanoparticles at alkaline pH while Fusarium acuminatum 
required acidic pH and Penicillium fellitanum required pH 
around 6.0. In case of bacteria usually basic pH is required 
to synthesize silver nanoparticles, E. coli synthesizes sil-
ver nanoparticles at pH 10 [92]. It has been concluded that 
acidic pH nanoparticles gets aggregated during synthesis 
process. The shape and size of nanoparticles can be manipu-
lated by altering the pH of the reaction mixture. pH changes 
the electrical charges of biomolecules which might affect the 
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reducing and stabilizing ability and frequent growth of nano-
particles. This might be also helpful in obtaining desirable 
shape and size of the nanoparticles. Gericke and Pinches 
[97] studied the role of pH in the synthesis of nanoparticles 
and their possible effect on shape along with crystal struc-
ture by varying the pH of the reaction mixture. On the basis 
of their experiment, they concluded that the nanoparticles 
synthesized by Verticillium luteoalbum at pH 3 were spheri-
cal in shape with 10 nm size while they were hexagonal, rod, 
triangle and spherical in shape at pH 5. However, at pH 7 
and 9, the small particles synthesized are mostly spherical 
in shape and bigger particles are irregular and undefined 
shapes. It was also found that the number of particles synthe-
sized was highest at pH 7 and lower at pH 9. Similar report 
was obtained by Sanghi and Verma [98]; they used Coriolus 
versicolor fungus for the synthesis of nanoparticles. In one 
study, Ahmad et al. [99] confirmed that silver nanoparti-
cles were not synthesized in the presence of Fusarium mon-
iliforme, while it was frequently synthesized with another 
strain of Fusarium, i.e., Fusarium oxysporum. Protein assay 
of these two fungi revealed that F. oxysporum contains a 
specific reductase enzyme (NADH-dependent reductase), 
while the other reductase enzymes are similar in both the 
fungal species. So, it was confirmed that NADH-dependent 
reductase is the possible reductase enzyme which plays a 
crucial role in the reduction process of nanoparticles. When 
F. oxysporum was used for the synthesis of titania nanopar-
ticles from aqueous anionic complexes TiF6

−2, extracellular 
protein-mediated hydrolysis of the anionic complexes results 
in the facile room temperature synthesis of crystalline titania 
nanoparticles [54]. Similar study was carried out by Bansal 
et al. [62], they reported that enzymes secreted by F. oxyspo-
rum were used for the synthesis of silica nanoparticles. F. 
oxysporum selectively bioleached the silicates present in the 
zircon sand, into silicic acid and finally to silica nanopar-
ticles. On the basis of previously results of related studies, 
it was confirmed that the several experimental parameters 
like the growth medium, and the synthesis conditions will 
greatly affect the shape, size and dispersity of nanoparticles.

Bio‑prospective applications of mycogenic 
nanoparticles

Nanoparticles due to their unique properties are used in 
daily human life. Nanoparticles have been found to be 
used in optical product formations, disinfectants, fabric 
cleaners, food packaging materials, biosensor and diag-
nostics, biology and medicine, cosmetics, textile, electron-
ics, opticals, composites and energy, agricultural products, 
etc. (Fig. 3) [100]. However, the most applicable field of 
nanoparticles is pharmaceutical and biomedical science 
[31]. Nanoparticles formed by the noble metals like gold, 

silver, palladium and platinum are widely used in products 
of consumers goods such as creams, soaps, toothpastes, 
shampoos and shoes beside their applications in biomedi-
cal products [101]. Silver zeolites can be used in disinfec-
tion, food preservation and decontamination of products. 
Nanoparticles are also used as effective biofertilizers and 
biopesticides to control the plant diseases in crops [102] 
due to their eco-friendliness.  FeO3/Fe3O4 and  CeO2 nano-
particles were synthesized using several plant products and 
effectively used for solar energy applications [103]. These 
studies prove that metal nanoparticles are involved in the 
anti-inflammatory effects; the exact, precise mechanism of 
action remains to be identified. Metal nanoparticles have 
been extensively used for biomedical applications such as 
medicine, disease diagnostic, drug delivery systems, tis-
sue engineering, genetic engineering, etc. Platinum nano-
particles are also majorly used as catalysts and in many 
biomedical applications in combination with other nano-
particles in alloy, core–shell, and bimetallic nanostructure. 
Similarly, palladium nanoparticles have large application 
in sensing, plasmonic wave guiding, catalysis and electro-
catalysis [104]. Thostenson et al. [105] found that when 
nano-compounds are highly applicable for the produc-
tion of food packaging materials, they are highly stable at 
high temperature and are able to tolerate mechanical stress 
during transportation and storage. Nanoparticles are also 
useful in environmental remediation. They are used for 
the treatment of hazardous waste materials by the greener 
approaches. Nanoparticles are widely used for the treat-
ment of water sources and waste water contaminants by 

Fig. 3  Bio-prospective applications of metal nanoparticles
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the metal ions, organic and inorganic solutes and microor-
ganism [106]. This eco-friendly approach eliminates many 
cleaning chemicals used in regular manner. It has been 
found that Fe nanoparticles are considerably used for the 
removal of heavy metals from the soil and it is also used 
as disinfectant of contaminated water [107].

Some of the most recent literatures propose a large num-
ber of potential applications of the fungal-derived nanopar-
ticles. Silver nanoparticles synthesized by fungi are reported 
for exhibiting excellent antimicrobial properties. Successful 
inhibition has been reported against some pathogenic bac-
teria such as Staphylococcus epidermidis, Klebsiella pneu-
moniae, Escherichia coli, Bacillus cereus, Proteus vulgaris, 
Micrococcus luteus, Staphylococcus aureus, Pseudomonas 
aeroginosa, Bacillus subtilis, Salmonella typhae, etc. Fun-
gal-derived nanoparticles also reported to be a good antifun-
gal agent against some pathogenic fungi including Candida 
sp., [108] Mucor sp., [109], Aspergillus sp., Fusarium sp., 
[6] some dermatophytic fungal pathogens Trichophyton sp. 
[110] and the main dandruff causing agent Malassezia furfur 
[111]. Gold nanoparticles synthesized from Trichoderma sp. 
were reported for good antibacterial activity against patho-
genic bacterial strains. Some study also reported that silver 
nanoparticles show good action against some strains which 
were resistant to the common antifungal agent Fluconazole 
[112]. Furthermore, Birla et al. [113] reported that silver 
nanoparticles in combination with commercially available 
antimicrobial drugs shows higher activity as compare to 
drug alone.

Anticancer activity of metal nanoparticles also tested on 
human cell lines on epidermoid larynx carcinoma (HEP-
2). The result showed 27.2 and 64% mortality at concen-
tration of 10 and 100 µg/ml, respectively [114]. Yehia and 
Al-Sheikh [115] tested the anticancer potential of metal 
nanoparticles against MCF-7 (breast cancer) cell lines; they 
found a significant decrease in cell viability. Gold nanopar-
ticles synthesized by Neurospora crassa showed good sur-
face-enhanced Raman scattering (SERS) properties, which 
are useful in developing sensor technology, which is the first 
report of its kind [116].

Nanoparticles synthesized from fungi were also reported 
for their potential applications in mosquito control. Salunkhe 
et al. [117], Banu and Balasubramanian [118] successfully 
tested the silver and gold nanoparticles against dengue vec-
tor, Aedes aegypti and the mosquito vector of malaria Anoph-
eles stephensi [118]. Silver nanoparticles also used in food 
preservation, the particles are incorporated in the sodium 
alginate film and used as fruits and vegetable preservatives 
[119]. All these reports confirm that fungal-derived silver 
nanoparticles could be considered as a potential antimicro-
bial agent and employed for their possible bio-medical appli-
cations. Table 4 shows the several bio-prospective applica-
tions of fungal derived metal nanoparticles. 

One of the most prominent applications of nanoparticles 
in the field of environment is bioremediation and treatment 
of water through different mechanisms mainly by adsorp-
tion of toxic chemicals, heavy metals and other pollutants, 
removal of pathogens and transformation of toxic into non-
toxic or less toxic form [120]. Scientists and researchers are 
succeeding towards making pollution-free environment via 
synthesizing special nanostructures. Using silver nano-cata-
lysts leads to inhibit or decline the by-products generated in 
production of propylene oxide, a common compound used in 
plastics, paints, detergents, brake fluid, etc. It has been found 
that most of the iron and iron-containing nanostructures are 
used as catalyst for the removal of toxicants from organic 
dyes to clean the ground water through photo-degradation 
method. In this process, nanoparticles scatter in overall 
water and degrade the organic dyes. This procedure is cost 
effective for water purification which is then to be pumped 
out of the ground. At ambient temperature, nano-crystals 
can break down the volatile organic compound from air. 
These are mostly composed of manganese oxide doped with 
gold nanoparticles. Silver nanoparticles synthesized from 
Rhizopus oryzae fungal species have been used for waste 
water treatment and adsorption of pesticides [64]. Silver 
nanoparticles synthesized from fungi are also used to treat 
many environmental applications like air disinfection, waste 
water treatment, ground water treatment and surface disin-
fections [121]. In the year 2007, Duran and his co-workers 
[122] found that silver nanoparticles were synthesized by 
Fusarium oxysporum and can be used in textile fabrics to 
minimize the bacterial infection such as Staphylococcus 
aureus [122].

A large number of fungal species are reported as com-
mon plant pathogens and can be controlled by nano-based 
bio-formulations [123]. Antifungal activity of the silver 
nanoparticles on Colletotrichum gloesporioides was evalu-
ated by Aguilar-Mendez et al. [124]. C. gloesporioides is 
a pathogen known to cause anthracnose in a wide range of 
fruits like papaya, mango, apple, etc. They found that in the 
presence of silver nanoparticles, C. gloesporioides showed 
significantly delayed growth. Hence, it could be concluded 
that nano-silver could be used as an alternate of chemical 
fungicide to manage plant diseases. Similarly, Kim et al. 
[125] reported the antifungal potential of double capsulated 
silver nanoparticles (1.5 nm) solution against rose powdery 
mildew. Rose powdery mildew is a common plant disease 
caused by Sphaerotheca pannosa var. rosae. They sprayed 
the nanosilver (1.5 nm) solution, diluted up to 10 ppm, to 
the infected area of the plant. They found that after 2 days of 
spray around 95% of the rose powdery mildew disappeared 
out and did not reoccur for a weak. Nanoparticles synthe-
sized from fungus Aspergillus clavatus exhibited good anti-
bacterial activity against some disease-causing pathogenic 
bacteria viz., E. coli and Pseudomonas flurorescens [126]. 
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In another study Saha et al. [127] synthesizes the anisotropic 
silver nanoparticles by the phytopathogen Bipolaris nodu-
losa. They also reported that synthesized nanoparticles had 
great antimicrobial activities against some pathogenic bacte-
rial and fungal species. Nanoparticles have also applications 
in biosensor development as they have unique optical and 
electronic features. Au–Ag alloy nanoparticles were reported 
for the synthesis of susceptible electrically chemical vanillin 
sensors by yeast cells [127]. Detailed study of this showed 
that they have the ability to increase the electro-chemical 
response of vanillin for at least minimum of five times by the 
vanillin sensor based on Au–Ag alloy nanoparticle-modified 
carbon electrode.

Spasova et al. [128] reported the development of nanofi-
brous mats, when they mix the chitosan and Trichoderma 
viride and kept the mixture at 28 °C; they observed the for-
mation of nanofibrous mats which grows much faster and 
fights for space and nutrients against the fungi Alternaria 
sp. and Fusarium sp. Including this, T. viride also produces 
extracellular hydrolytic enzymes which attack on pathogens 

and destroy their cell walls. Spores incorporated into the 
fibrous mats are viable and the grown fungus T. viride pre-
serves its ability to inhibit the growth of test pathogens. 
Aspergillus and Neurospora species are reported for syn-
thesis of gold microwires [129]. When they exposed these 
fungal species to gold nanoparticles for a week, they were 
surface functionalized with glutamate, aspartate and poly-
ethylene glycol.

Concluding remarks and future challenges

Microbes have an excellent potential for the synthesis of 
metal nanoparticles, with wide range of applications. In 
this concern, mycogenesis of nanoparticles has attracted 
a great interest in recent years. Mycogenesis of nanoparti-
cles are found to be an efficient and suitable approach for 
the synthesis of various types of nanoparticles with huge 
potential and significant applications in several fields like 
agriculture, food, textile, medicine, cosmetics, opticals 

Table 4  Bio-prospective applications of fungal-derived metal nanoparticles

Fungi Synthesized 
nanoparticle

Bio-prospective applications References

Alternaria alternata Ag Enhancement in antifungal activity of fluconazole against Phoma glomerata [145]
Aspergillus clavatus Ag Antibacterial activity [146]
Aspergillus japonicus Ag Catalytic activity [184]
Aspergillus niger Ag Antibacterial activity, wound healing activity [58]
Aspergillus niger Au Toxic to mosquito larvae [185]
Beauveria bassiana Ag Effective against the various larval instars of dengue vector [127]
Bipolaris nodulosa Ag Antifungal activity [104]
Cochlibolus lunatus Ag Larvicidal activity against Aedes aegyoti and Anapheles stephensi [117]
Colletotrichum gloesporioide Ag Antifungal activity [183]
Fusarium acuminatum Ag Antibacterial activity [68]
Fusarium oxysporum Ag Textile fabrics [50]
Fusarium oxysporum CdS Live cell imaging and diagnostics [186]
Fusarium solani Ag Textile fabrics [184]
Ganoderma neo-japonicum Imazeki Ag Anticancer activity [109]
Ganoderma sp. Ag, Au Biocompatibility [156]
Lecanicillium lecanii Ag Textile fabrics [186]
Macrophomina phaseolina Ag Antimicrobial properties against multidrug-resistant bacteria [172]
Metarhizium anisopliae Ag Mosquitocidal activity [189]
Neurospora crassa Au Useful in development of sensor technology [116]
Phytophthora infestans Ag Antibacterial activity [187]
Pleurotus djamor Ag Anticancer [167]
Pleurotus florida Ag Antibacterial [175]
Pycnoporus sanguineus Au Biodegradation [177]
Rhizopus oryzae Au Water hygiene management [74]
Saccharomyces pombe CdS Electric diode [121]
Trichoderma crassum Ag Antimicrobial activity [187]
Trichoderma viride Ag Vegetable and fruit preservation [103]
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and electronics. Use of fungi to develop nanoparticles has 
advantages of easy handling and downstream processing. 
In recent years, nanoparticles of various compositions 
are restricted to metals, some metal sulfide and very less 
oxides only. Therefore, there is a need to develop a pro-
tocol to implement noble synthesis of nano-structures of 
other metal oxides, nitrides, carbides, etc.

Nanoparticle syntheses through biological processes 
are safe and relatively inexpensive process. Nanoparticles 
synthesis through fungi is found to be highly applicable 
for several fields. Developments of smart delivery system 
for the drugs to the specific site will be helpful for the dis-
ease diagnosis. Production of smart biosensor and detec-
tion system will be beneficial to protect agricultural crops 
against insects and pathogens. In brief, myconanotechnol-
ogy is still under progress. The application of nanoparti-
cles will continue to grow but still we need to study their 
toxicity effect and accumulation in the environment and 
their effect on human health and animals. There is also a 
new hope that nanoparticles can be used in treatment of 
various severe diseases and in future open the new avenue 
in the biomedical field. Also, these AgNPs would provide 
a potential solution for the present energy crisis by finding 
their use as energy-driven devices. Available literatures 
also revealed that there is considerable work carried out 
in in vitro applications of nanoparticles but less informa-
tion available on in vivo applications. Further, more study 
is required to describe and elaborate the knowledge and 
functions of nanomaterials to achieve several milestones in 
the field of medicines, agriculture, cosmetics, electronics, 
environment etc. Despite a wide range of benefits of fun-
gal-mediated synthesis of metal nanoparticles, still there 
are a number of limitations and challenges to overcome 
before it can be used practically.

As well more research is needed to optimize the vari-
ous recation conditions to acheive better control over size, 
shape and monodispersity of the nanoparticles. Addition-
ally, stability of nanoparticle is also an important parameter 
to consider. It is important to achieve all these limitations 
by focused research and development of new strategies in 
this field. The exact mechanisms of nanoparticle synthesis 
using fungi have not been clearly and deeply understood 
yet. Hence, more study and experimental trials are needed 
to elaborate the exact mechanism to identify the responsi-
ble biomolecules (enzymes and proteins) involved in reduc-
tion and stabilization of nanoparticles. In this way, formu-
lation of low-cost recovery techniques to make production 
process commercially feasible is also needed.
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