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Highlights

• PSCs (perovskite solar cells) with GO (graphene-oxide)-modified PEDOT:PSS (poly(3,4-ethylenedioxythiophene)-

polystyrenesulfonate) exhibit a higher efficiency and better stability.

• GO-modified PEDOT:PSS surfaces exhibit superior wettability relative to PEDOT:PSS.

• Hole extraction selectivity of GO inhibits carrier recombination of PSCs.
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Abstract As a hole transport layer, PEDOT:PSS usually

limits the stability and efficiency of perovskite solar cells

(PSCs) due to its hygroscopic nature and inability to block

electrons. Here, a graphene-oxide (GO)-modified PED-

OT:PSS hole transport layer was fabricated by spin-coating

a GO solution onto the PEDOT:PSS surface. PSCs fabri-

cated on a GO-modified PEDOT:PSS layer exhibited a

power conversion efficiency (PCE) of 15.34%, which is

higher than 11.90% of PSCs with the PEDOT:PSS layer.

Furthermore, the stability of the PSCs was significantly

improved, with the PCE remaining at 83.5% of the initial

PCE values after aging for 39 days in air. The hygroscopic

PSS material at the PEDOT:PSS surface was partly
removed during spin-coating with the GO solution, which

improves the moisture resistance and decreases the contact

barrier between the hole transport layer and perovskite

layer. The scattered distribution of the GO at the PED-

OT:PSS surface exhibits superior wettability, which helps

to form a high-quality perovskite layer with better crys-

tallinity and fewer pin holes. Furthermore, the hole

extraction selectivity of the GO further inhibits the carrier

recombination at the interface between the perovskite and

PEDOT:PSS layers. Therefore, the cooperative interactions

of these factors greatly improve the light absorption of the

perovskite layer, the carrier transport and collection abili-

ties of the PSCs, and especially the stability of the cells.
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1 Introduction

Perovskite solar cells (PSCs) have attracted considerable

attention because of their low-cost and high-effi-

ciency_ENREF_1. The power conversion efficiency (PCE)

of mesoporous PSCs has already reached more than 22.1%

[1]. Although a low-temperature processing method has

been reported for mesoscopic PSCs using nanoparticles [2],

high-temperature (500 �C) processing is still required to

produce the most efficient mesoscopic PSCs [3, 4]. Rela-

tive to mesoporous PSCs, planar PSCs are expected to

consume less energy and save cost, and promise to be a

more feasible means of fabricating cells on a flexible

plastic substrate, while showing capability of being inte-

grated into tandem solar cells [5–7].

Currently emergent inverted (p-i-n) planar PSCs yield a

20.3% PCE [8], which is almost comparable to that of

mesoporous PSCs. Inverted planar PSCs, which typically

use a MAPbI3-PCBM ([6]-phenyl-C 61-butyric acid

methyl ester) bilayer junction, offer some advantages in

terms of their simple fabrication and lower hysteresis

[9, 10]. Poly(3,4-ethylenedioxythiophene)-polystyrenesul-

fonate (PEDOT:PSS) which offers a high level of con-

ductivity has been widely applied as a hole-selective

material in both polymer solar cells [11–13] and inverted

PSCs [5, 14–16]. However, the use of PEDOT:PSS would

greatly limit the lifetime and performance of cells due to its

hygroscopic nature and inability to block electrons [12].

Therefore, p-type inorganic materials, such as CuSCN [17],

NiO [18], and CuI [19], have been proposed as promising

alternative to PEDOT:PSS to enhance the stability of PSCs.

However, the low conductivity of inorganic materials

limits the performance of PSCs. Recently, heavily p-doped

LiNiMgO was developed as a hole transport layer (HTL)

by Chen et al. [20], allowing PSCs to attain a PCE of

16.2% with an area of 1 cm2. However, high-temperature

processes are usually used to improve the conductivity of

the inorganic hole transport layer, including the LiNiMgO

layer. To develop a better hole transport layer with a low-

temperature solution process, some hole inorganic material

and PEDOT:PSS composites have also been developed to

overcome these shortcomings. GeO2-doped PEDOT:PSS

[21], NiOx-PEDOT:PSS [22], and MoOx-PEDOT:PSS

[23] have been demonstrated to be efficient hole-trans-

porting materials for planar PSCs with efficiencies

exceeding 15% due to the better coverage of the perovskite

films and the hole transport ability.

Graphene oxide (GO) is a graphene sheet functionalized

with oxygen-containing functional groups, in the form of

epoxy and hydroxyl groups on the basal plane and various

other groups, such as carboxyl, carbonyl, phenol, and

quinone, typically at the sheet edges [24, 25]. GO and

reduced graphene oxide (RGO) have been used as the HTL

in PSCs [26] and polymer solar cells [27]. The use of

oxygen-containing functional groups of GO as an amphi-

philic functional layer improves the wettability of the

perovskite precursor solution, which improves the surface

coverage and grain uniformity of the perovskite film.

However, the poor conductivity of GO due to its high

oxygen content makes the performance of cells highly

sensitive to the thickness of the GO film [28]. The GO and

PEDOT:PSS composite compensates for the drawbacks of

single GO and conventional PEDOT:PSS in that it exhibits

a higher PCE of 9.7% and a better stability in air compared

to that of PSCs with a PEDOT:PSS layer [29]. Li et al. [30]

reported on the use of GO as interface modifier, inserted

into the interface between the perovskite and a spiro-

MeOTAD hole transport layer, thus improving the contact

between the perovskite and spiro-MeOTAD layer, by

passivating the surface defects in the perovskite film and

preventing charge recombination.

In this work, a GO solution was spin-coated onto the

PEDOT:PSS surface to form a GO-modified PEDOT:PSS

layer. The performance of PSCs based on both unmodified

and GO-modified PEDOT:PSS was investigated. It was

found that PSCs modified with GO exhibited a higher PCE

and better stability in air. The enhanced performance of the

GO-modified PSCs is attributed to the superior wettability

of the GO-modified PEDOT:PSS surface, retarding carrier

recombination, and partial removal of the PSS material at

the PEDOT:PSS surface.

2 Experimental Section

GO powder was first dispersed in ethanol using a bath

sonicator, at a concentration of 1 mg mL-1, and then

diluted to 30 mg L-1. The GO was synthesized from gra-

phite powder using a modified Hummer method [31]. A

perovskite precursor solution was prepared by dissolving

1-M methyl ammonium iodide (MAI, 1-Material Inc.) and

1-M lead (II) iodide (PbI2, 99.9%, Aladdin Reagents) in a

mixture of dimethyl sulphoxide (DMSO, AR 99% GC,

Aladdin Reagents) and c-butyrolactone (GBL, AR 99%

GC, Aladdin Reagents) (7:3 v/v). Cleaned ITO-coated

glass with a sheet resistance of 10 X/h was treated with

ultraviolet ozone for 20 min. PEDOT:PSS solutions

(CLEVIOS PVP Al 4083, Heraeus) were spin-coated at

4000 rpm for 1 min to form a 20-nm film, followed by

annealing at 140 �C for 20 min. Then, GO was spin-coated

onto the surface of the PEDOT:PSS layer at 4000 rpm for

1 min in the atmosphere. Next, the samples were
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transferred into an argon-filled glove box and retained for

1 h before further spin-coating of the perovskite layer. The

CH3NH3PbI3 film was spin-coated onto PEDOT:PSS or

GO-modified PEDOT:PSS layers by a consecutive two-

step spin-coating process at 2000 and 4000 rpm for 20 and

60 s, respectively. During the second spin-coating step,

toluene drop-casting was employed to replace DMSO

solvent. The samples were dried at 100 �C for 10 min.

After being cooled, a 70-nm PCBM layer was formed on

the CH3NH3PbI3 film by spin-coating a solution of PCBM

in chlorobenzene (10 mg mL-1) at 1200 rpm for 60 s.

Finally, a 100-nm Ag electrode was thermally evaporated

onto the PCBM layer at a base pressure of 5 9 10-4 Pa.

The process for producing PSCs with a GO-modified

PEDOT:PSS layer is shown in Fig. S1.

The surface morphologies of the samples were investi-

gated by field-emission scanning electron microscopy

(SEM, Hitachi S-4800) and atomic force microscopy

(AFM, JPK Instruments, Germany). The contact angles

were measured with an optical contact angle meter

(JC2000D3) at room temperature. X-ray diffraction (XRD)

patterns of the perovskite films were measured with a

PW3040/60 instrument (Holland Panalytical PRO) using a

Cu Ka radiation source (30 kV, 25 mA). X-ray photo-

electron spectroscopy (XPS, ESCALAB 250XI, Thermo

Scientific) was performed using Al-Ka monochromatic

radiation. The photoluminescence (PL) spectra were mea-

sured using a fluorescence spectrophotometer (FluoroMax-

4, HORIBA Jobin–Yvon). The transmission and absorption

spectra of the samples were recorded using a UV–Vis

spectrophotometer (U-3900, Hitachi). The current density–

voltage (J–V) characteristics were measured using a

Keithley model 2440 source meter and a Newport solar

simulator system with AM1.5G and 100-mW cm-2 illu-

mination. The incident photon to current conversion effi-

ciency (IPCE) over a wavelength range of 300–800 nm

was measured using an optical power meter (2936-R,

Newport). EIS measurements were obtained in the dark

using a PGSTAT 302-N electrochemical workstation

(Autolab). Ultraviolet photoelectron spectroscopy (UPS)

spectra were measured with a monochromatic He II light

source (40.8 eV) and an R4000 analyzer (VG Scienta).

3 Results and Discussion

Figure 1a, b shows SEM images of the unmodified and

GO-modified PEDOT:PSS. The observed GO pieces are

scattered over the surface of the PEDOT:PSS layer,

indicating that the GO does not form a continuous film.

The sizes of the GO pieces range from several hundreds of

nanometers to tens of micrometers, as can be seen in the

SEM images. The root mean square (rms) of the GO-

modified PEDOT:PSS is 2.92 nm, which is slightly

rougher than the rms (1.99 nm) of the PEDOT:PSS sur-

face, as shown in Fig. S2. The GO pieces have only a few

layers with a typical thickness of about 1.25 nm, as

determined from the AFM image, while the relative

content of the carbon bound to oxygen (C–O) was found

to be 43.8% by XPS analysis according to a previous

report [32]. The PSS material of the PEDOT:PSS polymer

exhibits hygroscopic properties [33], as borne out by the

chemical structure of the PEDOT:PSS, shown in Fig. S3d.

PEDOT is insoluble in most solvents, but can be dispersed

in water by using PSS as a counterion. The PEDOT phase

is surrounded by a thin PSS-rich surface layer, which

leads to it having a low conductivity [13, 34]. The ethanol

in the GO solution can partly remove the PSS of the

PEDOT:PSS surface while spin-coating the GO onto the

surface of the PEDOT:PSS layer, which is expected to

improve the conductivity of the PEDOT:PSS surface. The

I–V curves of the PEDOT:PSS, PEDOT:PSS treated with

ethanol, and PEDOT:PSS/GO films, are shown in Fig. S4.

The resistivities derived from the I–V curves of PED-

OT:PSS treated with ethanol and modified with GO are

8.13 and 6.61 X m, respectively, which is less than the

12.3 X m of the PEDOT:PSS film. The enhanced con-

ductivity of the GO-modified PEDOT:PSS would help to

reduce the serial resistance of the cells. The contact angles

of the perovskite precursor solution on the PEDOT:PSS

layers, modified under different conditions, are shown in

Fig. S3a–c. Using a perovskite precursor solution

including PbI2, MAI, DMSO, and GBL to measure the

contact angles is helpful for directly evaluating the wet-

tability of films formed using perovskite. The contact

angles of the PEDOT:PSS surfaces with and without

ethanol treatment are 14.0� and 21.6�, respectively, indi-

cating that the partial removal of the PSS material by the

ethanol treatment adversely affects the wettability of the

perovskite precursor. The normalized corresponding high-

resolution XPS spectra S 2p of the unmodified and GO-

modified PEDOT:PSS surfaces are shown in Fig. 1c. The

S 2p peak at a binding energy of 168.4 eV corresponds to

the sulfur signal for PSS, while the peak at 164.1 eV

corresponds to the sulfur signal of PEDOT. The peaks at

164.1 eV shift slightly toward a lower energy level and

slightly increase after the GO solution treatment, indi-

cating that the PSS material of the GO-modified PED-

OT:PSS surface was partially removed during the spin-

coating of the GO solution [13, 35]. However, despite the

partial removal of the PSS material, the contact angle of

the GO-modified PEDOT:PSS is only 2.5�, suggesting

that the scattered GO pieces exhibit superior wettability

with the perovskite precursor solution, which can reduce

the nucleation barrier and help form a high-quality per-

ovskite layer [2].
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SEM images of the perovskite films formed on PED-

OT:PSS, both with and without the GO particles, are shown

in Fig. 2a, b. The surface morphologies of the unmodified

and GO-modified perovskite films cannot be clearly dis-

tinguished. The perovskite grains with the GO modification

seem slightly larger and more uniform in the high-resolu-

tion SEM images. Figure 2c shows the XRD patterns of the

perovskite films. The strong peaks at 14.02�, 28.41�, and

31.85� correspond to the (110), (220), and (310) planes of

the perovskite films. A stronger peak assigned to the (110)

plane of the perovskite indicates that the perovskite film

with the GO modification has a better morphology and

crystallinity, and larger grains, which help to improve the

coverage of the perovskite layer with free pin holes [23].

The clear PbI2 peak for the unmodified perovskite films can

possibly be attributed to the incomplete reaction between

the PbI2 and CH3NH3I. The superior wettability of the GO-

modified PEDOT:PSS can reduce the nucleation barrier

and improve the nucleation density, which may improve

the coverage of the perovskite film and the grain uniformity

[2]. However, the relatively inferior wettability of the

PEDOT:PSS is possibly the reason for the lower-density

nucleation sites, which causes the distribution of the per-

ovskite grains to be more scattered such that some large

PbI2 grains cannot completely react with the CH3NH3I. It

has been widely reported that, in the two-step perovskite

layer, the large PbI2 grains cannot completely react with

the CH3NH3I [2, 36]. For the mixture of PbI2 and CH3-

NH3I, the dynamic process of PbI2 nucleation and reaction

with CH3NH3I cannot be easily observed or controlled

[37]. Given the different intensities of the PbI2 peaks, we

can conjecture that the process of nucleation and crystal-

lization of the perovskite on GO-modified PEDOT:PSS

differs slightly from that on a PEDOT:PSS layer. The

disappearance of the PbI2 peak for the perovskite layer

indicates that the GO-modified PEDOT:PSS surface aids

with the formation of more uniform perovskite grains [2].

However, the appearance of a PbI2 peak for the perovskite

as a result of moisture cannot be excluded because the

samples were always exposed to the atmosphere. The PbI2

peaks of the perovskite film formed both on GO-modified

and on unmodified PEDOT:PSS were significantly

enhanced after the samples were exposed to saturated water

vapor pressure at room temperature for 1.5 h, as shown in

Fig. 2d. However, the intensity ratios between (110) per-

ovskite and PbI2 peaks for both the GO-modified and

unmodified PEDOT:PSS were 3.88 and 2.33, indicating

that the GO-modified perovskite film is more stable,

despite the presence of moisture. The more rapid trans-

formation of the perovskite film formed on a pure PED-

OT:PSS surface, from dark brown to yellow or pale yellow,

can be observed, as shown in Fig. S5, further indicating
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Fig. 1 SEM images of PEDOT:PSS modified without a and with b GO pieces. The inset is the high magnification of GO on ITO surface.

c Normalized XPS spectra S 2p of PEDOT:PSS surface with and without GO modification
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that the unmodified perovskite film easily decomposes into

CH3NH3I and PbI2 [14]. The enhanced stability of per-

ovskite film can be attributed to the better crystallinity and

partial removal of the PSS material, which improves the

moisture resistance of the perovskite film [14].

To first evaluate the effect of the pure GO film and

PEDOT:PSS treated with ethanol on the performance of

PSCs, the J–V curves and parameters of the corresponding

PSCs were obtained, as presented in Fig. S6 and Table S1,

respectively. The poor PCE value (2.5%) of those PSCs

using a pure GO film can possibly be attributed to the

scattered distribution of the GO pieces and the inferior

conductivity of the GO due to the thinner GO sheet and

high C–O content [28]. Those PSCs using the ethanol-

treated PEDOT:PSS produced a relatively low PCE of

9.87%, which can be attributed to the inferior wettability of

the PEDOT:PSS after ethanol treatment. Therefore, the

scattered distribution of the pure GO hole extraction layer

and ethanol-treated PEDOT:PSS is such that an efficient

PSC cannot be attained. Figure 3b shows a cross-sectional

image of PSCs with GO-modified PEDOT:PSS. The

thicknesses of the CH3NH3PbI3 and PCBM layers are

about 140 and 50 nm, respectively. Figure 3c compares the

J–V curves of PSCs with and without GO-modified PED-

OT:PSS, while Fig. 4 shows the averages and standard

deviations for the characteristics of 30 devices. The opti-

mized GO concentration in ethanol for the GO-modified

PEDOT:PSS was 30 mg L-1. The best cells with and

without the GO-modified PEDOT:PSS attained a PCE of

15.34% and 11.90%, respectively. The Jsc, FF, and Voc

values of the PSCs with the GO modification are obviously

higher than those of PSCs with only PEDOT:PSS, indi-

cating that the use of the GO-modified PEDOT:PSS can

significantly improve the performance of a PSC. The PCEs

of cells with PEDOT:PSS modified with GO at a concen-

tration of 10 and 50 mg L-1 are 13.44% and 14.82%,

respectively, as presented in Fig. S7 and Table S2. No

significant hysteresis phenomena were observed for cells

fabricated with PEDOT:PSS, with and without the GO

modification, as shown in Fig. 3c. The lower reverse sat-

uration current and higher rectification ratio of those PSCs

fabricated with the GO-modified PEDOT:PSS relative to

PEDOT:PSS suggest that those PSCs using the GO-modi-

fied PEDOT:PSS can reduce the leakage current, inhibit the

carrier recombination current, and improve the carrier

transport and collection abilities [11, 14]. This can be

partly attributed to the formation of a high-quality per-

ovskite layer with better crystallinity and fewer pin holes

due to the superior wettability of the GO-modified PED-

OT:PSS. The partial removal of the low-conductivity PSS

material at the PEDOT:PSS surface can improve contact

properties between the perovskite and PEDOT:PSS layers,

which helps to enhance the hole-collecting ability [13]. The

hole-selective transport properties of the GO pieces can

also improve the hole extraction and limit the recombina-

tion current from the electrons and holes [27, 30]. The UPS
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Fig. 2 SEM images of perovskite growth on a PEDOT:PSS and b GO-modified PEDOT:PSS layer. XRD patterns of perovskite film growth on
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spectra of the PEDOT:PSS and GO-modified PEDOT:PSS

layers are shown in Fig. 3d. The work function of the GO-

modified PEDOT:PSS is 5.2 eV, which is higher than that

of pristine PEDOT:PSS (4.9 eV). This enhanced work

function improves the energy alignment between the ITO

and the perovskite active layer, which reduces the energy

loss of the hole transfer and increases the open-circuit

voltage of those cells fabricated using the GO-modified

PEDOT:PSS._ENREF_40

The absorption spectra of the perovskite films formed on

GO-modified and unmodified PEDOT:PSS are shown in

Fig. 5a. The absorption spectra of the perovskite films

exhibit an absorption onset at 790 nm and a shoulder band

at 480 nm, which approximate to the results reported by

Lee et al. [29]. The slightly enhanced absorption near the

band gap edge of the perovskite film formed on the GO-

modified PEDOT:PSS surface can usually be attributed to

the superior crystallinity with fewer grain boundaries and

surfaces, thus allowing more uniform crystallization [38].

Figure 5b shows the photoluminescence (PL) of perovskite

films formed on different substrates. The PL intensities of

the perovskite film deposited on PEDOT:PSS and GO-

modified PEDOT:PSS layers are significantly quenched,

indicating that the excitons of the perovskite films are

efficiently separated and transferred into the hole transport

layer. The lower relative PL intensity of the GO-modified

perovskite film suggests that the GO modification can

accelerate hole extraction from the perovskite layer to the

hole transport layer, which supports the enhanced perfor-

mance of those PSCs formed on the GO-modified PED-

OT:PSS [28]. To further explain the mechanism of the

enhanced performance of PSCs with the GO-modified

PEDOT:PSS, the J–V characteristic curves were analyzed.

For planar heterojunction solar cells, the J–V characteristic

is usually expressed as [39–41]:

J ¼ JL � J0 exp
e V þ JRSð Þ

AKBT

� �
� 1

� �
� V þ JRS

Rsh

ð1Þ

where JL is the light-induced constant current density, J is

the current density, V is the DC bias voltage, J0 is the dark

saturated reverse current density of a PN heterojunction, Rs

is the series resistance, KB is the Boltzmann constant, A is

the ideality factor, e is electron charge, T is the absolute

temperature, and Rsh represents the shunt resistance. For a

real device, Eq. 1 can be deduced as:

� dV

dJ
¼ AKBT

e
Jsc � Jð Þ�1 þRs ð2Þ

ln Jsc � Jð Þ ¼ e

AKBT
V þ JRSð Þ þ ln J0 ð3Þ

Figure 6a plots -dV/dJ against (JSC - J)-1 and the linear

fitting curves obtained using Eq. 2. There is a good linear

relationship between -dV/dJ and (JSC - J)-1, indicating

that the fabricated cell is a well-behaved planar hetero-

junction solar cell. The intercepts of the fitting curves for

the cells with and without the GO modification correspond

to 1.08 and 3.37 X cm-2 of Rs, respectively. The relatively

low Rs contributes to the larger FF and Jsc of those cells

with the GO-modified PEDOT:PSS [41]. Using Eq. 3, the

J–V curves were rescaled and fitted, as shown in Fig. 6b.

The value of J0 was determined to be 8.05 9 10-5 and

1.21 9 10-4 mA cm-2 for the devices with and without

the GO modification.

Based on Eq. 1, the VOC is obtained when Rsh is suffi-

ciently large.

Voc ¼
AKBT

e
ln

JL

J0

þ 1

� �
� AKBT

e
ln

Jsc

J0

� �
ð4Þ

Equation 4 indicates that a lower value of J0 corresponds to

a higher value of VOC. Therefore, the cell with the GO
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Fig. 5 a UV–Vis absorption spectra of perovskite films fabricated on PEDOT:PSS layer modified with (dash line) and without (solid line) GO.

b Photoluminescence of perovskite films on glass, GO/glass, PEDOT:PSS and GO-modified PEDOT:PSS (PEDOT/GO) substrates, respectively
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modification exhibits a significantly higher value of VOC.

As is well known, J0 represents the thermal emission rate

of electrons from the valence band to the conduction band

of the light absorber of the solar cells and is directly pro-

portional to the recombination rate. Hence, the improved

VOC of the device with the GO modification can be

attributed to the reduction in the recombination current

from the holes and electrons [40]. The recombination

resistances (Rrec) can be obtained by fitting the Nyquist

plots, which were measured from 1 Hz to 1 MHz at a

forward bias voltage of 0.9 V in the dark with a model

inserted in Fig. 6c. According to the equivalent circuit

model, the series resistance is expressed as RS and the

recombination resistance and chemical capacitance are

related to Rrec and C2, respectively. The R1 and C1 values

are related to the selective contact or interface contact with

the perovskite film layer_ENREF_45 The main low-fre-

quency arc is caused by the recombination resistance of the

interface. A larger arc indicates a larger recombination

resistance and a decrease in the carrier recombination of
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those cells fabricated using the GO-modified PEDOT:PSS

[30, 41, 42].

Figure 7a presents the incident photon to current con-

version efficiency (IPCE) curves of PSCs. The slight

decrease in the wavelength range from 400 to 500 nm can

be attributed to the reduction in the light transmittance of

the hole transport layer due to the existence of the GO. The

clearly enhanced IPCE values in a wavelength range of

500–800 nm are usually attributed to the enhanced

absorption and the stronger carrier transport and extraction

abilities [11]. Figure 7b shows the effect of the GO on the

photocurrent density (Jph) versus the effective voltage

(Veff). Jph is determined as Jph = Jlight – Jdark, where Jlight

and Jdark are the current density under illumination and in

the dark, respectively. Veff is determined as Veff = V0 -

Va, where V0 is the voltage at which Jph = 0 and Va is the

applied bias voltage. Jph increases linearly at a low Veff

range and saturates at a high value of Veff. In general, the

saturated photocurrent (Jsat) is correlated with the maxi-

mum exciton generation rate (Gmax), exciton dissociation

probability, and carrier transporting and collecting proba-

bility when the value of Veff is high [11, 43]. Gmax could be

obtained as Jph = qGmaxL, where q is the electronic charge

and L is the thickness of the perovskite film (140 nm). The

values of Gmax for the devices with and without the GO

modification are 9.58 9 1027 m-3 s-1 (Jsat = 214 A m-2)

and 7.73 9 1027 m-3 s-1 (Jsat = 173 A m-2), respec-

tively. The enhanced value of Gmax reveals that those

devices with the GO modification exhibit increased light

absorption and decreased charge recombination at the grain

boundaries and interface between the perovskite and

PEDOT:PSS layers. The carrier transporting and collecting

probability at any effective voltage can be obtained directly

from the ratio of Jph/Jsat. The carrier transporting and

collecting probability of cells under the Jsc condition

increased from 98.03% in the control device to 99.32% in a

cell with the GO modification, indicating that the GO

modification can improve the hole transportation and col-

lection abilities of the cells.

The high-quality perovskite layer formed due to the

superior wettability of the GO-modified PEDOT:PSS and

the less hydrophilic PSS material at the interface between

the perovskite and PEDOT:PSS both contribute to

improving the moisture resistance of cells [2, 15]. Fig-

ure 8 shows the normalized PCE of the PSCs as a function

of aging. The devices, without encapsulation, were kept in

a drying cabinet with a relative humidity (RH) of 15%

under the ambient atmosphere. The PCEs of PSCs fabri-

cated with the GO-modified and unmodified PEDOT:PSS

remained at 83.5 and 60% of the initial PCE values,

respectively, after aging for 39 days, indicating that the

GO modification improves the performance and stability

of cells.

4 Conclusions

In summary, the PCE of PSCs with the GO modification

can be as high as 15.34%, which is obviously higher than

that (11.90%) of PSCs fabricated with the unmodified

PEDOT:PSS. The PCE of PSCs fabricated with the GO-

modified PEDOT:PSS remains at 83.5% of the initial PCE

value after aging for 39 days, indicating that the use of the

GO-modified PEDOT:PSS instead of the unmodified

PEDOT:PSS as a hole transport layer is a good strategy for

efficiently improving the performance and stability of

PSCs. The ethanol in the GO solution can partially remove

the hydrophilic PSS material at the PEDOT:PSS surface

during the spin-coating of the GO solution, which can

improve the moisture resistance and decrease the contact

barrier at the PEDOT:PSS surface. The scattered distribu-

tion of the GO pieces can further limit the hydrophobicity

of the PEDOT:PSS surface due to the partial isolation of

the GO pieces, which can also improve the moisture

resistance. The superior wettability of the GO-modified

PEDOT:PSS surface helps to form a high-quality per-

ovskite layer with better crystallinity and fewer pin holes.

Furthermore, the GO exhibits selectivity in the hole

extraction, which can inhibit the recombination of holes

and electrons at the interface between the perovskite and

PEDOT:PSS. Therefore, the cooperative interactions of

these factors can greatly improve the absorption of the

perovskite layer, the carrier transport and collection abili-

ties of PSCs, and especially the stability of the cells. Our

results could form a basis for a strategy to overcome the

weakness of PEDOT:PSS as a typical hole transport

material and fully develop its advantages for application to

perovskite solar cells.
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26. A.L. Palma, L. Cinà, S. Pescetelli, A. Agresti, M. Raggio, R.

Paolesse, F. Bonaccorso, A. Di Carlo, Reduced graphene oxide as
efficient and stable hole transporting material in mesoscopic

perovskite solar cells. Nano Energy 22, 349–360 (2016). doi:10.

1016/j.nanoen.2016.02.027

27. S.-S. Li, K.-H. Tu, C.-C. Lin, C.-W. Chen, M. Chhowalla,

Solution-processable graphene oxide as an efficient hole transport

layer in polymer solar cells. ACS Nano 4(6), 3169–3174 (2010).

doi:10.1021/nn100551j

28. Z. Wu, S. Bai, J. Xiang, Z. Yuan, Y. Yang et al., Efficient planar

heterojunction perovskite solar cells employing graphene oxide

as hole conductor. Nanoscale 6(18), 10505–10510 (2014). doi:10.

1039/C4NR03181D

29. D.-Y. Lee, S.-I. Na, S.-S. Kim, Graphene oxide/PEDOT:PSS

composite hole transport layer for efficient and stable planar

heterojunction perovskite solar cells. Nanoscale 8(3), 1513–1522

(2016). doi:10.1039/C5NR05271H

30. W. Li, H. Dong, X. Guo, N. Li, J. Li, G. Niu, L. Wang, Graphene

oxide as dual functional interface modifier for improving

39 Page 10 of 11 Nano-Micro Lett. (2017) 9:39

123

http://creativecommons.org/licenses/by/4.0/
http://creativecommons.org/licenses/by/4.0/
http://www.nrel.gov/pv/assets/images/efficiency_chart.jpg
http://www.nrel.gov/pv/assets/images/efficiency_chart.jpg
http://dx.doi.org/10.1039/C4TA05226A
http://dx.doi.org/10.1007/s40820-016-0094-4
http://dx.doi.org/10.1016/j.solmat.2016.01.021
http://dx.doi.org/10.1021/nn406020d
http://dx.doi.org/10.1021/nn406020d
http://dx.doi.org/10.1002/aenm.201500799
http://dx.doi.org/10.1021/am5077588
http://dx.doi.org/10.1126/science.aaa9272
http://dx.doi.org/10.1016/j.solmat.2016.09.046
http://dx.doi.org/10.1016/j.orgel.2016.10.035
http://dx.doi.org/10.1016/j.orgel.2016.10.035
http://dx.doi.org/10.1021/acsami.5b10240
http://dx.doi.org/10.1021/acsami.5b10240
http://dx.doi.org/10.1016/j.solmat.2008.01.005
http://dx.doi.org/10.1021/am405024d
http://dx.doi.org/10.1016/j.solmat.2015.11.026
http://dx.doi.org/10.1016/j.solmat.2016.05.011
http://dx.doi.org/10.1016/j.solmat.2016.05.011
http://dx.doi.org/10.1016/j.orgel.2016.09.018
http://dx.doi.org/10.1016/j.orgel.2016.09.018
http://dx.doi.org/10.1021/acs.nanolett.5b00116
http://dx.doi.org/10.1038/nnano.2015.230
http://dx.doi.org/10.1038/nnano.2015.230
http://dx.doi.org/10.1021/ja411014k
http://dx.doi.org/10.1126/science.aad1015
http://dx.doi.org/10.1126/science.aad1015
http://dx.doi.org/10.1021/acsami.5b01330
http://dx.doi.org/10.1021/acs.jpcc.5b09322
http://dx.doi.org/10.1039/C6TA03658A
http://dx.doi.org/10.1021/jp060936f
http://dx.doi.org/10.1039/C5TA09911K
http://dx.doi.org/10.1016/j.nanoen.2016.02.027
http://dx.doi.org/10.1016/j.nanoen.2016.02.027
http://dx.doi.org/10.1021/nn100551j
http://dx.doi.org/10.1039/C4NR03181D
http://dx.doi.org/10.1039/C4NR03181D
http://dx.doi.org/10.1039/C5NR05271H


wettability and retarding recombination in hybrid perovskite solar

cells. J. Mater. Chem. A 2(47), 20105–20111 (2014). doi:10.

1039/C4TA05196C

31. L.J. Cote, F. Kim, J. Huang, Langmuir–blodgett assembly of

graphite oxide single layers. J. Am. Chem. Soc. 131(3),

1043–1049 (2009). doi:10.1021/ja806262m

32. K.K. Manga, Y. Zhou, Y. Yan, K.P. Loh, Multilayer hybrid films

consisting of alternating graphene and titania nanosheets with

ultrafast electron transfer and photoconversion properties. Adv.

Funct. Mater. 19(22), 3638–3643 (2009). doi:10.1002/adfm.20

0900891

33. M.P. de Jong, L.J. van Ijzendoorn, M.J.A. de Voigt, Stability of

the interface between indium-tin-oxide and poly(3,4-ethylene-

dioxythiophene)/poly(styrenesulfonate) in polymer light-emitting

diodes. Appl. Phys. Lett. 77(14), 2255 (2000). doi:10.1063/1.

1315344

34. D. Alemu, H.-Y. Wei, K.-C. Ho, C.-W. Chu, Highly conductive

PEDOT:PSS electrode by simple film treatment with methanol

for ITO-free polymer solar cells. Energy Environ. Sci. 5(11),

9662–9671 (2012). doi:10.1039/C2EE22595F

35. S. Zhang, Z. Yu, P. Li, B. Li, F.H. Isikgor et al., Poly(3,4-

ethylenedioxythiophene):polystyrene sulfonate films with low

conductivity and low acidity through a treatment of their solutions

with probe ultrasonication and their application as hole transport

layer in polymer solar cells and perovskite solar cells. Org. Elec-

tron. 32, 149–156 (2016). doi:10.1016/j.orgel.2016.02.024

36. Y. Wu, A. Islam, X. Yang, C. Qin, J. Liu, K. Zhang, W. Peng, L.

Han, Retarding the crystallization of PbI2 for highly reproducible

planar-structured perovskite solar cells via sequential deposition.

Energy Environ. Sci. 7(9), 2934–2938 (2014). doi:10.1039/

C4EE01624F

37. L. Wang, C. McCleese, A. Kovalsky, Y. Zhao, C. Burda, Fem-

tosecond time-resolved transient absorption spectroscopy of

CH3NH3PbI3 perovskite films: evidence for passivation effect of

PbI2. J. Am. Chem. Soc. 136(35), 12205–12208 (2014). doi:10.

1021/ja504632z

38. V. D’Innocenzo, A.R. Srimath Kandada, M. De Bastiani, M.

Gandini, A. Petrozza, Tuning the light emission properties by band

gap engineering in hybrid lead halide perovskite. J. Am. Chem.

Soc. 136(51), 17730–17733 (2014). doi:10.1021/ja511198f

39. J. Shi, J. Dong, S. Lv, Y. Xu, L. Zhu et al., Hole-conductor-free

perovskite organic lead iodide heterojunction thin-film solar

cells: high efficiency and junction property. Appl. Phys. Lett.

104(6), 063901 (2014). doi:10.1063/1.4864638

40. J. You, Y. Yang, Z. Hong, T.-B. Song, L. Meng et al., Moisture

assisted perovskite film growth for high performance solar cells.

Appl. Phys. Lett. 105(18), 183902 (2014). doi:10.1063/1.4901510

41. W. Zhu, C. Bao, Y. Wang, F. Li, X. Zhou et al., Coarsening of

one-step deposited organolead triiodide perovskite films via

Ostwald ripening for high efficiency planar-heterojunction solar

cells. Dalton Trans. 45(18), 7856–7865 (2016). doi:10.1039/

C6DT00900J

42. H. Yu, J. Roh, J. Yun, J. Jang, Synergistic effects of three-di-

mensional orchid-like TiO2 nanowire networks and plasmonic

nanoparticles for highly efficient mesoscopic perovskite solar

cells. J. Mater. Chem. A 4(19), 7322–7329 (2016). doi:10.1039/

C5TA10040B

43. M.-F. Xu, X.-Z. Zhu, X.-B. Shi, J. Liang, Y. Jin, Z.-K. Wang, L.-

S. Liao, Plasmon resonance enhanced optical absorption in

inverted polymer/fullerene solar cells with metal nanoparticle-

doped solution-processable TiO2 layer. ACS Appl. Mater. Inter-

faces 5(8), 2935–2942 (2013). doi:10.1021/am4001979

Nano-Micro Lett. (2017) 9:39 Page 11 of 11 39

123

http://dx.doi.org/10.1039/C4TA05196C
http://dx.doi.org/10.1039/C4TA05196C
http://dx.doi.org/10.1021/ja806262m
http://dx.doi.org/10.1002/adfm.200900891
http://dx.doi.org/10.1002/adfm.200900891
http://dx.doi.org/10.1063/1.1315344
http://dx.doi.org/10.1063/1.1315344
http://dx.doi.org/10.1039/C2EE22595F
http://dx.doi.org/10.1016/j.orgel.2016.02.024
http://dx.doi.org/10.1039/C4EE01624F
http://dx.doi.org/10.1039/C4EE01624F
http://dx.doi.org/10.1021/ja504632z
http://dx.doi.org/10.1021/ja504632z
http://dx.doi.org/10.1021/ja511198f
http://dx.doi.org/10.1063/1.4864638
http://dx.doi.org/10.1063/1.4901510
http://dx.doi.org/10.1039/C6DT00900J
http://dx.doi.org/10.1039/C6DT00900J
http://dx.doi.org/10.1039/C5TA10040B
http://dx.doi.org/10.1039/C5TA10040B
http://dx.doi.org/10.1021/am4001979

	Efficient and Air-Stable Planar Perovskite Solar Cells Formed on Graphene-Oxide-Modified PEDOT:PSS Hole Transport Layer
	Highlights
	Abstract
	Introduction
	Experimental Section
	Results and Discussion
	Conclusions
	Acknowledgements
	References




