
Corrigenda 
F. F. LANGE, B. I. DAVIS and D. R. CLARKE, J. Mater. ScL 15 (1980) 601. 
p. 602, Fig. 1 wrongly identifies the material compositions; the corrected figure appears below. 

Si2N20 

Si3N 4 Mg2SiO 4 

Figure 1 The Si3N4--Mg2SiO~--Si2N20 system illustrating 
compositions of materials used in this study in relation to 
eutectic composition. 

p. 603, Table I wrongly identifies the material compositions; the corrected table is given below. 

T A B  L E I Composition and phase content of creep specimens 

Specimens Composition (Mole Fraction) Phases 
Identified 

Si 3 N4 Si = N 20 Mg 2 SiO4 

Vol. Fraction of 
Glassy Phase 

A 0.55 0.44 0.01 /3-Si 3 N4, Si 2 N 2 O, WC 0.020 
B 0.87 0.03 0.10 /3-Si 3 N4, WC 0.135 
C 0.75 0.24 0.01 /3-Si 3 N4 ,  Si 2 N 2 O, WC 0.017 
D 0.92 0.01 0.06 .G-Si 3 N 4 , WC 0,082 
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