
Biophysical mechanisms of single-cell interactions
with microtopographical cues

Anuj A. Patel & Rahul G. Thakar & Matthew Chown &

Perla Ayala & Tejal A. Desai & Sanjay Kumar

Published online: 22 December 2009
# The Author(s) 2009. This article is published with open access at Springerlink.com

Abstract Biophysical cues encoded in the extracellular
matrix (ECM) are increasingly being explored to control
cell behavior in tissue engineering applications. Recently,
we showed that cell adhesion to microtopographical
structures (“micropegs”) can suppress proliferation in a
manner that may be blunted by inhibiting cellular contrac-
tility, suggesting that this effect is related to altered cell-
scaffold mechanotransduction. We now directly investigate
this possibility at the microscale through a combination of
live-cell imaging, single-cell mechanics methods, and
analysis of gene expression. Using time-lapse imaging, we
show that when cells break adhesive contacts with micro-
pegs, they form F-actin-filled tethers that extend and then

rupture at a maximum, critical length that is greater than
trailing-edge tethers observed on topographically flat sub-
strates. This critical tether length depends on myosin
activation, with inhibition of Rho-associated kinase abol-
ishing topography-dependent differences in tether length.
Using cellular de-adhesion and atomic force microscopy
indentation measurements, we show that the micropegs
enhance cell-scaffold adhesive interactions without chang-
ing whole-cell elasticity. Moreover, micropeg adhesion
increases expression of specific mechanotransductive
genes, including RhoA GTPase and myosin heavy chain
II, and, in myoblasts, the functional marker connexin 43.
Together, our data support a model in which microtopo-
graphical cues alter the local mechanical microenvironment
of cells by modulating adhesion and adhesion-dependent
mechanotransductive signaling.
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1 Introduction

One of the most important emerging themes in the field of
bio-interfacial design is that biophysical signals encoded in
biomaterial scaffolds may be used to control cell behavior
independently of signals in the soluble milieu. For example,
dictation of cell geometry by micropatterning the extracellular
matrix (ECM) has been demonstrated to regulate cell
proliferation and death (Chen et al. 1997; Nelson et al.
2005) and stem cell differentiation (McBeath et al. 2004;
Ruiz and Chen 2008). Similarly, manipulation of ECM
elasticity may be used to control a wide range of cellular
functions, including adhesion and migration (Brown and
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Wong 2004; Peyton and Putnam 2005), lineage commitment
and differentiation (Engler et al. 2006; Saha et al. 2008), and
contractile and beating properties (Engler et al. 2008). Both
shape- and rigidity-encoded cues are believed to be processed
throughmechanotransductive pathways that include activation
and clustering of integrins, assembly and recruitment of focal
adhesion proteins and cytoskeletal networks, and alterations in
cellular mechanics and contractility (Chown and Kumar 2007;
Kumar and Weaver 2009; Lele and Kumar 2007). In this
sense, cells and the ECM participate in a reciprocal
mechanical relationship in which cells adapt their intrinsic
mechanical properties to ECM-encoded biophysical cues, as
evidenced by the observations that changes in ECM stiffness
and geometry can induce dramatic changes in cellular
indentational elasticity (Sen et al. 2009; Solon et al. 2007).

While considerable attention has been paid to the role of
ECM geometry and elasticity, much less is known about the
contributions of scaffold topography. A variety of previous
studies have shown that culturing cells on scaffolds
containing 10–100 µm-sized ridges and grooves promotes
cell elongation and orientation (Clark et al. 1992; Miller et
al. 2001; Recknor et al. 2004; Thakar et al. 2009), and
this topographically-induced alignment has been used in
combination with substrate stretch to promote vascular
differentiation of mesenchymal stem cells (Kurpinski et al.
2006). Even scaffolds patterned with features much smaller
than the size of the cell (100 nm-1 µm) can strongly
influence cell adhesion, assembly, and migration (Karuri et
al. 2008; Liliensiek et al. 2006; Milner and Siedlecki 2007;
Yim et al. 2005). Recent studies with corneal fibroblasts
suggest that this effect may be due to altered nanoscale
clustering of integrins, which in turn leads to altered focal
adhesion assembly and cytoskeletal organization (Karuri et
al. 2008). Similarly, culturing cells on scaffolds containing
arrays of microscale protrusions (micropegs) promotes cell
attachment and has the surprising effect of reducing cell
proliferation (Boateng et al. 2003; Deutsch et al. 2000;
Motlagh et al. 2003a, b). Even when micropegs are freed
from their substrate and embedded in isotropic three-
dimensional gels, the structures serve as contact guidance
cues for cells and support cell adhesion and elongation and
cytoskeletal orientation, while still suppressing cell prolif-
eration (Norman et al. 2008).

Seeking to understand mechanistic connections between
ECM microtopography, cell proliferation, and mechano-
transductive signaling, we recently cultured living fibro-
blasts and myoblasts on microfabricated scaffolds featuring
arrays of micropegs (Thakar et al. 2008). Consistent with
earlier observations, we found that adhesion to a micropeg
substantially reduced the propensity of a cell to proliferate;
this was accompanied by cell and nuclear elongation.
Suspecting that micropeg adhesion might suppress prolif-
eration through a contractility-dependent mechanism, we

repeated these experiments in the setting of pharmacologic
inhibition of Rho-associated kinase (ROCK) and myosin
light-chain kinase (MLCK), indirect inhibitors of myosin,
which strongly reduced the antiproliferative effects of
micropeg adhesion. These results led us to speculate that
micropeg adhesion might alter the mechanobiological
properties of cells, including adhesive and migratory
dynamics, mechanics, and expression of genes associated
with mechanotransductive signaling. However, we did not
directly test any of these hypotheses in our earlier report,
leaving the micro- and nanoscale basis of cell-micropeg
interactions an open question. Exploring these issues would
lend mechanistic insight into the role of micropegs in
controlling cellular assembly and proliferation in our
system and, more generally, into the growing number of
biomaterial and tissue engineering systems that seek to
control cell behavior by encoding micro- and nanoscale
topographical cues in the scaffold.

To address these challenges, we now directly demon-
strate that micropeg adhesion alters the mechanobiological
properties of living cells at the microscale. Through a
combination of time-lapse phase and fluorescence imaging,
cellular de-adhesion and atomic force microscopy (AFM)
indentation measurements, and analysis of mechanotrans-
ductive gene expression, we show that adhesion to micro-
pegs alters the local mechanical microenvironment by
offering enhanced adhesive support to cells, which in turn
enhances cell-scaffold mechanochemical feedback and
amplifies expression of mechanotransductive genes.

2 Materials and methods

2.1 Fabrication of PDMS micropegs

PDMS micropeg arrays were fabricated as previously
described (Thakar et al. 2008). Briefly, SU-8 2010 negative
photoresist (PR) (Microchem, Newton, MA) was spin-
coated onto a single-crystal silicon wafer and baked at 95°C
for 3 min. Microscale holes were introduced by placing a
patterned photomask over the coated wafer and exposing it
to UV light for 25–30 s at an intensity of 5 mW cm−2,
washing in SU-8 developer (Microchem) for 30 s to remove
uncrosslinked PR, then baking at 95°C for 3 min. To create
PDMS micropeg arrays , PDMS and curing agent were
prepared and mixed as directed by the manufacturer
(Sylgard 184, Dow Corning, MI), degassed under vacuum,
and spin-coated onto SU-8 mold. The PDMS was baked for
>2 h at 70°C, then peeled from the SU-8 masters.
Unpatterned PDMS membranes were fabricated in an
identical manner, except for the use of non-PR-coated
silicon wafers as masters. Prior to use in cell culture
experiments, the PDMS was rendered hydrophilic by
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exposure to air or oxygen plasma and then incubated with
mouse laminin (Invitrogen, Carlsbad, CA) at a concentra-
tion of 0.02 mg mL−1 in phosphate-buffered saline (pH 7.4)
for 60 min at 4°C. For all studies, we used rectangular
micropeg arrays featuring micropegs of 15 µm height and
25 µm diameter, and with nearest-neigbor array spacings of
50 µm and 125 µm center to center.

2.2 Cell culture

NIH 3T3 mouse fibroblasts and C2C12 mouse myoblasts
(ATCC, Manassas, VA) were cultured on tissue culture
plastic in complete medium consisting of Dulbecco’s
Modified Eagle’s Medium (DMEM) (Gibco, Carlsbad,
CA) with 10% calf serum (JR Scientific, Woodland, CA)
and 1% penicillin/streptomycin (Gibco) for fibroblasts, and
10% fetal bovine serum (JR Scientific), 1% sodium
pyruvate (Gibco), and 1% penicillin/streptomycin for
myoblasts. Cell cultures were stored in a humidity-
controlled 5% CO2 incubator at 37°C. For experiments,
cells were allowed to grow to confluence, trypsinized,
resuspended in complete medium, and plated on PDMS
surfaces.

2.3 Analysis of tether length

To measure tether lengths, cells were plated on both flat
and patterned PDMS substrates, allowed to spread for
4 h, and then imaged for 20 h. Tethers on each surface
were measured at their maximum length before detach-
ing or breaking. Approximately 50–60 tethers were
measured per condition, and in cases in which a single
cell sequentially formed and broke single tethers with
one or more micropegs during timelapse imaging, each
tether was measured and analyzed as a separate event.
Where indicated, the MLCK inhibitor ML-7 or the
ROCK inhibitor Y-27632 (Calbiochem, San Diego, CA)
were diluted to 25 µM in complete medium prior to
addition to cultures. Cells were plated and allowed to
spread for 4 h before addition of ML-7, then imaged
for 20 h.

2.4 Live-cell fluorescence imaging

Cells were plated on PDMS substrates and grown to 20–
40% confluence in a 35 mm dish before transfection. The
medium was then removed and replaced with 1 mL
serum-free medium containing 10 µg of Lipofectamine
(Invitrogen) and 1.5 µg of GFP-actin plasmid. Cells were
incubated at 37°C for 24 h, after which the medium was
removed and replaced with complete medium. Images
were taken with a Nikon TE2000E2 epifluorescence
microscope.

2.5 De-adhesion assay

Trypsin de-adhesion was performed and analyzed as
previously described (Sen and Kumar 2009). Briefly,
cells plated on scaffolds were allowed to attach and spread
for 24 h. To assess de-adhesion, media was completely
removed and replaced with warm 0.5% trypsin (Gibco).
Images of cells were taken every 5 s until cells were
rounded and no change in area could be observed. To
quantify de-adhesion, cell area was measured by tracing
the outline of the cell at various time points using ImageJ
(NIH). The normalized area change over time was
quantified by dividing the difference between the cell area
at time t and the initial spread area (Ai – A(t)) by the
difference in area between the first and last time points
(Ai – Af).

2.6 Atomic force microscopy (AFM)

Cells were cultured on PDMS as described above.
Substrates were placed on a glass slide and mounted onto
the stage of an Asylum MFP3D AFM (Asylum Research,
CA) coupled to a Nikon TE2000E2 epifluorescence
microscope. Cells were indented using a pyramid-tipped
probe (Veeco Instruments, Santa Barbara, CA). Spring
constants were determined using the thermal calibration
method. Force curves were obtained for 30–35 cells for
each condition. Each profile was fit with a modified
Hertzian model of a cone indenting a semi-infinite elastic
material to extract a set of elastic moduli.

2.7 Western blotting

Cells were allowed to adhere and spread on either flat or
micropeg-patterned PDMS as above, followed by trypsi-
nization and harvest of lysate. Protein levels were
determined by Western blot, with detection by HRP-
conjugated secondary antibodies (Santa Cruz Biotechnology,
Inc.) and development using Novex ECL chemiluminescent
substrate (Invitrogen). ImageJ was used to determine
band intensity levels from the developed blots. All
intensity levels were internally normalized to the loading
control ERK2 prior to calculating ratios of protein levels
on micropeg-textured versus flat scaffolds. Note that
lysate collected from flat scaffolds contains protein
contributions only from cells adhered to a flat substrate,
whereas lysate collected from micropeg-textured scaf-
folds contains the combined protein contributions of cells
adhered to micropegs and cells adhered to the intervening
flat regions. Thus, comparative analysis of lysates
obtained from these two scaffold types yields a conser-
vative underestimate of the effects of the micropegs on
protein expression.
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2.8 Statistics

Results are presented as mean ± standard error of the mean
(SEM). Data are analyzed by Student’s t-test for signifi-
cance, except for Western blot analysis, which utilized a
Log-transformed One-sample t-test due to the use of
normalized values.

3 Results

3.1 Migrating cells form adhesive tethers on flat
and micropeg-textured scaffolds

In our previous study, we cultured 3T3 fibroblasts and
C2C12 myoblasts on micropeg-textured, laminin-
functionalized PDMS scaffolds and showed that adhesion
of either cell type to a micropeg produced a suite of
phenotypic changes that included cell and nuclear elonga-
tion and reduced proliferation rate. These effects could be
partially blocked by inhibiting ROCK or MLCK, which led
us to postulate that the micropegs acted in part by altering
cellular mechanobiological properties (Thakar et al. 2008).
To gain additional insight into adhesive interactions
between an individual cell and a micropeg, we began here
by using phase-contrast imaging to obtain time-lapse
movies of 3T3 fibroblasts randomly migrating on the same
flat and micropeg-textured PDMS scaffolds we had used
previously (Fig. 1; Supplementary Movies 1 2, 3, 4, 5 and
6). Cells migrating on flat substrates developed well-
defined leading and trailing edges, with the trailing edge
forming “tethers” that thinned, extended, and eventually
ruptured as the cell body translocated forward (Fig. 1(A),
Supplementary Movie 1). We continued to observe these
tethers when we pharmacologically inhibited either MLCK
(Fig. 1(B), Supplementary Movie 2) or ROCK (Fig. 1(C),
Supplementary Movie 3) under conditions we had shown
earlier were capable of blocking the effects of micropegs on
proliferation. When we repeated these experiments on
micropeg-textured substrates (Figs. 1(D-F), Supplementary
Movies 4, 5 and 6), we noticed that fibroblasts migrating
away from micropegs formed similar adhesive tethers with
the micropegs as they broke adhesive contact, with the
tethers also persisting in the setting of either MLCK or
ROCK inhibition.

3.2 Tether length is modulated by scaffold microtopography
and cell contractility

Retraction of the trailing edge of cells during migration
reflects a mechanical balance between cell-generated
contractile forces and cell-scaffold adhesive contacts
(Palecek et al. 1998). Thus, we reasoned that the length

at which these tethers rupture (i.e., the maximum tether
length) might reflect the relative strength of cellular
contractility and cell-scaffold adhesion and therefore
change with scaffold microtopography and the activation
of myosin-based contractility. To verify that the tethers
observed in our system contain contractile elements and
are not empty membrane tethers, we transfected fibroblasts
with green fluorescent protein-tagged actin (GFP-actin) and
used time-lapse epifluorescence imaging to image actin
cytoskeletal dynamics during tether retraction (Fig. 2(A),
Supplementary Movie 7). Indeed, we found that the tethers
contained actin-positive bundles that were contiguous with
the cell’s peripheral stress fiber network.

We next performed quantitative morphometric analysis
to extract average maximum tether lengths in for cells
cultured on flat and micropeg-textured scaffolds, and in the
presence and absence of MLCK and ROCK inhibition
(Fig. 2B). We observed that in the absence of inhibitor,
cells cultured on micropeg-textured scaffolds exhibited
greater mean tether lengths than cells cultured on flat
scaffolds, suggesting that the micropegs alter cell-micropeg
adhesive interactions, contractile interactions, or both. This
difference persisted in the setting of MLCK inhibition;
remarkably, the average maximum tether length on
micropeg-textured scaffolds under MLCK inhibition was
comparable to that observed on flat scaffolds without drug,
suggesting that adhesion to a micropeg might rescue the
effects of MLCK inhibition. Interestingly, ROCK inhibition
abolished tether length differences between flat and
micropeg-textured scaffolds and increased tether lengths
overall, consistent with previous studies with other cell
types (Ulrich et al. 2009) and reflecting reduced contractile
forces at the trailing edge.

3.3 Cell de-adhesion is slowed by attachment to a micropeg

To gain additional quantitative insight into how micropeg
engagement might regulate cell-scaffold adhesion and
mechanics, we applied a modified version of a trypsin de-
adhesion assay we recently developed, in which we
enzymatically detach adherent cells and quantify the rate
at which the cells round, expressed as the change in
normalized projected cell area as a function of time (see
Methods) (Sen and Kumar 2009). When we conducted this
assay for cells cultured on flat and micropeg-textured
scaffolds (Fig. 3, Supplemental Movies 8 and 9), we
observed that cells in contact with a micropeg detached
from the surface more slowly than cells on a flat scaffold,
indicating that the micropegs either decrease cell contrac-
tility or increase adhesion strength. The notion that the
micropegs might enhance scaffold adhesion is further
supported by the observation that on micropeg-textured
scaffolds, which contain both micropegs and intervening
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flat regions, cells associated with a micropeg remained
attached to the scaffold much longer than their counterparts
on flat regions of the scaffold during enzymatic digestion
(data not shown).

3.4 Micropeg adhesion does not significantly alter
whole-cell elasticity

Taken together, our tether length analysis and de-adhesion
assays indicate that micropeg attachment alters either
cellular adhesion, contractile mechanics, or both. To
measure contributions of micropeg adhesion to whole-cell
contractile mechanics in a more isolated fashion, we used

AFM indentation to measure the cortical elasticity of cells
on flat and micropeg-textured surfaces (Fig. 4). Cells
cultured on flat and micropeg-textured substrates had mean
elasticities of 3.92 and 3.05 kPa, respectively, a range
consistent with our and others’ previous measurements
across multiple cell types (Sen and Kumar 2009; Solon et
al. 2007). Although cells cultured on flat substrates “trend”
toward higher stiffnesses than those attached to micropegs,
the difference is both statistically insignificant and small
compared to the >5-fold differences in cell stiffnesses
reported to be induced by pharmacologic dissipation of
actomyosin contractility (Rotsch et al. 1997). Thus, micro-
peg adhesion at best minimally alters global cellular

(a)

(b) (c)

(d)

(e)

(f)

20 µm

Fig. 1 Adhesive tether rupture and retraction on flat and micropeg-
textured scaffolds. 3T3 fibroblasts were cultured on flat (A–C) or
micropeg-textured (D–F, note white arrows) laminin-coated PDMS
scaffolds and followed by phase-contrast time-lapse imaging in the

presence of no drug (A, D), ML-7 (B, E), or Y-27632 (C, F). In all
cases, the elapsed time between adjacent frames is 1 min. Scale
bar = 20 µm
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contractile mechanics, which strongly suggests that the
changes in tether and de-adhesion dynamics are primarily
due to changes in cell-scaffold adhesion.

3.5 Micropeg adhesion alters expression of Myosin Heavy
Chain, RhoA GTPase, and Connexin 43

While our AFM measurements failed to demonstrate
significant regulation by micropegs of whole-cell con-
tractile mechanics, it occurred to us that micropeg
adhesion might still alter the expression of genes relevant
to cell-scaffold mechanobiology, including elements of
the myosin contractility pathway. To explore this possi-
bility, we used Western blotting to compare the expres-
sion of selected proteins on flat versus micropeg-textured
scaffolds (Fig. 5). C2C12 cells attached to micropegs
exhibited increased expression of both RhoA GTPase and
myosin heavy chain II (MYH2), which are critical to the
assembly and activity of contractile stress fiber bundles.
Importantly, because protein lysates obtained from
micropeg-textured scaffolds are partially “diluted” by the
contributions of cells adherent to flat regions that lie
between the micropegs, any observed differences in
protein expression between flat and micropeg-textured
scaffolds provide a conservative underestimate of
micropeg-induced effects. Interestingly, myoblasts on

micropeg-textured scaffolds also displayed enhanced
expression of Connexin43 (Cxn43), which plays a critical
role in the fusion and differentiation of individual myoblasts
into multicellular myotubes (Araya et al. 2003; Squecco
et al. 2006), hinting that micropeg adhesion may promote
myoblast maturation.

4 Discussion

In this study, we have used live-cell time-lapse imaging,
AFM, and analysis of protein expression to investigate the
role played by microtopographical cues on the adhesion
and mechanics of single cells. Our data support a model in
which these cues alter the local physical microenvironment
of cultured cells by enhancing adhesive interactions and
expression of proteins that participate in cell-scaffold
mechanochemical feedback. This also builds directly on
our previous study, which showed that adhesion to a
micropeg suppresses proliferation in a manner that can be
blocked by inhibiting the ability of the cell to generate
force against the scaffold, suggesting that the micropegs
control cell behavior in part by altering cell-scaffold
biomechanical feedback. Our current results provide the
first direct evidentiary support for that hypothesis by
directly demonstrating that the micropegs alter these
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Fig. 2 Adhesive tethers contain
F-actin bundles and change with
MLCK and ROCK inhibition.
(A) Time-lapse imaging of
GFP-actin. 3T3 fibroblasts were
transfected with GFP-actin and
imaged for 5 h to capture
adhesive interactions with the
scaffold. 3T3 fibroblast tether
retraction is shown at initial
tether, tether immediately before
rupture, and immediately after
retraction. Cells were transfected
with GFP-actin and imaged for
5 h. Tethers feature prominent
F-actin-based bundles that
appear contiguous with the
cellular stress fiber network and
retract into the cell body over
time. (B) Maximum tether
lengths in the presence and
absence of topographical cues
and the contractility inhibitors
ML-7 and Y-27632 (*p<0.05 by
ANOVA followed by t-test).
Error bars represent standard
errors of the mean
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biophysical interactions; to our knowledge, this is also the
first detailed microscale analysis of mechanical and
adhesive interactions between cells and microtopographical
features.

Our initial hint that engagement of a micropeg might
alter cell-scaffold adhesion came from observations of
tethers formed by the trailing edges of cells as they migrate
away and break adhesive contact from micropegs. Extru-
sion and characterization of membrane tethers has been
used on many previous occasions to quantify local
membrane and cytoskeletal mechanics, typically in the
context of optical or magnetic tweezer studies (Girdhar and
Shao 2007; Tabdanov et al. 2009; Titushkin and Cho 2006,
2007). In these studies, membrane tethers are much smaller
(<1 µm) than those observed here and devoid of cytoskeletal
components. However, even under those circumstances,
critical tether lengths are highly sensitive to both the state
of the cytoskeleton and particle-tether adhesivity. For
example, Titushkin and Cho found 2.5-fold increases in
maximum tether length following cytochalasin-mediated
disruption of the actin cytoskeleton in osteoblasts,
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Fig. 3 Micropegs alter de-adhesive dynamics. (A)–(B) Time-lapse
imaging of trypsin-induced de-adhesion and retraction of C2C12
skeletal myoblasts on (A) flat and (B) micropeg-textured scaffolds.
Cells were plated on each surface, allowed to spread for 24 h, and then
detached with trypsin as previously described [29]. The time elapsed

between each panel is 1 min. (C) Normalized area change vs. time on
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represent standard errors of the mean
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corresponding to a 47% reduction in cortical elasticity by
AFM (Titushkin and Cho 2007).

In migrating cells, retraction of the trailing edge has been
widely described as reflecting a balance between cell-
generated contractile forces and cell-scaffold adhesion, with
enhanced adhesion to the substrate and reduced cytoskeletal
contractility promoting greater tether lengths (Palecek et al.
1998, 1996; Rid et al. 2005; Ulrich et al. 2009). Indeed,
maximum process length has been used previously as a
semi-quantitative metric of this force balance; for example,
Iwanicki and colleagues recently reported that serum-
starved fibroblasts form trailing-edge tethers that are
approximately fourfold longer than those observed in
serum-cultured controls and that this difference can be
eliminated by lysophosphatidic acid-mediated stimulation
of RhoA GTPase, which would be expected to potentiate
contractility. Conversely, Palecek and colleagues observed

that highly adhesive scaffolds slow cell migration by
limiting the rate of trailing-edge detachment, which is in
turn accompanied by production of broad and highly stable
lamellipodia (Palecek et al. 1997). Placing our findings in
the context of this paradigm, we hypothesize that the
micropegs provide an enhanced adhesive environment that
supports greater tether lengths than flat scaffolds; whether
this results from the provision of additional integrin ligation
sites, a locally three-dimensional environment, or some
combination of the two remains unclear.

While we do not find substantial micropeg-induced
changes in cortical mechanics (Fig. 4), we do observe
significant upregulation of expression of several elements
of the myosin contractility pathway, including Rho GTPase
and myosin II heavy chain (Fig. 5). An interesting
explanation for these data is that micropeg adhesion
induces only local changes in cellular mechanobiology,
without altering the mechanics of the entire cell. Under this
scenario, micropeg adhesion might enhance adhesion-
dependent signaling and assembly of contractile structures
only in the immediate vicinity of the micropeg without
altering global cell mechanics. Here, contractility proteins
or their mRNA precursors might be preferentially trafficked
towards these new adhesive/contractile structures, analo-
gous to previous observations of ribosomal recruitment to
newly-formed focal adhesions (Chicurel et al. 1998).

Our study adds new intracellular, microscale insight into
a rich body of evidence that illustrates how powerfully
micro- and nanoscale topographical cues can regulate cell
adhesion and adhesion-dependent signaling in a manner
that is largely independent of soluble biochemical cues
(Kurpinski et al. 2006; Motlagh et al. 2003a; Recknor et al.
2004). Intriguingly, these cues can profoundly influence
cell behavior even when the textured structures are orders
of magnitude smaller than the cells themselves. For
example, culturing smooth muscle cells on substrates
nanopatterned with grooves of only 350 nm in width
causes alignment along the grooves and suppression of cell
proliferation (Yim et al. 2005). Similarly, the proliferation
of corneal fibroblasts can be modulated over a wide range
through incorporation of nanoscale ridges and grooves into
the scaffold, with smaller pitch sizes suppressing prolifer-
ation the most (Liliensiek et al. 2006). Even non-oriented
micro- and nanoscale topographical features can strongly
regulate cell behavior; for example, nonspecific decoration
of planar scaffolds with metal oxide-based nanorods
restricts cell spreading, and deposition of these nanorods
into spatially-defined positions on the scaffold can be used
as the basis of cell patterning (Lee et al. 2009, 2008). In
virtually all of these cases, the nanotextured structures have
been proposed to act by regulating integrin clustering and
focal adhesion at the nanoscale, thereby influencing all
downstream adhesion-dependent signaling. In our case, the
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microtextured structures are on the order of micrometers,
i.e., larger than the features considered in these studies but
on the same size scale as a single focal adhesion. We
speculate that the enhanced adhesion and altered adhesion-
dependent signaling that we observe may be derived from
altered assembly of adhesive structures at the cell-micropeg
interface, and we anticipate that by labeling and imaging
adhesive structures at very high spatial and temporal
resolution, we may be able to explore this possibility in
greater detail.

5 Conclusions

We have explored biophysical interactions between single
cells and microtopographical protrusions (“micropegs”).
Using live-cell phase-contrast and fluorescence imaging,
single-cell de-adhesion measurements, and AFM, we have
shown that micropeg adhesion enhances cell-scaffold
adhesion without altering global cell mechanics. Compar-
ative analysis of gene expression reveals that micropeg
adhesion also amplifies expression of the mechanotrans-
ductive proteins RhoA GTPase and myosin heavy chain II.
We hypothesize that micropeg engagement locally reinforces
cell-scaffold adhesive contacts, which in turn modulates
adhesion-dependent signaling and may account for the ability
of the micropegs to suppress cell proliferation.
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