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CORRECTION

Correction: Development of antimicrobial, UV blocked 
and photocatalytic self‑cleanable cotton fibers decorated 
with silver nanoparticles using silver carbamate and plasma 
activation

Mehrez E. El‑Naggar  · Tawfik A. Khattab · 
Meram S. Abdelrahman · Ali Aldalbahi · 
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Correction to:  Cellulose (2021) 28:1105–1121  
https:// doi. org/ 10. 1007/ s10570‑ 020‑ 03537‑4

In the original publication, Figure  5 was processed 
incorrectly. The correct version of Fig. 5 is provided 
in this correction.

The original article has been corrected.

The original article can be found online at https:// doi. org/ 
10. 1007/ s10570- 020- 03537-4.
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Fig. 5  TEM image of AgNPs extracted from the plasma 
treated cotton fabric (Cot-AgNPs-5)
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