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and high-temperature growth techniques. The wide band-
gap  (Eg = 2.42  eV) window material, CdS was mainly 
grown by chemical bath deposition (CBD) and narrow 
bandgap  (Eg = 1.45 eV) absorber material, CdTe was grown 
by over 14 different methods [1]. High efficiencies were 
achieved by the combination of CdS with CdTe layers 
grown by high temperature growth methods such as closed 
space sublimation (CSS) or close spaced vapour transport 
(CSVT) for a long period. Depending on the growth tech-
nique, material growth mechanisms, micro-structure and 
impurity inclusions are going to vary. Although there are a 
large number of publications reporting material characteri-
sation, deep understanding is required on material issues 
such as defects and doping concentrations.

The next area needing deeper understanding is the post-
growth chemical and heat treatment. The devices fabri-
cated using as-made CdTe materials show poor device per-
formance in the range ~(0–6)% depending on the growth 
technique used. However, from 1976 [2], the researchers 
were aware of the drastic improvement of the device per-
formance after heat treatment around 450 °C in air, in the 
presence of  CdCl2. This was known as “CdCl2 treatment” 
and device efficiencies improved to mid-teens achieving 
good solar cell performance. Although there were tremen-
dous efforts to explore the complexity of changes during 
this treatment, full understanding has not yet been achieved.

The third main area of complexity comes from the 
CdTe/electrical back contact formation. It is essential to 
clean the CdTe surface after  CdCl2 treatment, and research-
ers were using different chemicals to clean the surface 
prior to metallisation. Various electrical contacts have been 
used to complete the devices and varying results have been 
reported in the literature [3]. Initial high efficiency, repro-
ducibility and yield, stability and lifetime are main fea-
tures of fully fabricated devices to establish. Some of these 

Abstract Thin film solar cells based on CdS/CdTe het-
ero-structure has shown a drastic improvement changing 
from 16.5 to 22.1% efficiency during a short period of time 
from ~2013 to ~2016. This has happened in the industrial 
environment and the open research in this field has stag-
nated over a period of two decades prior to ~2013. Most 
of the issues of this hetero-structure were not clear to the 
photovoltaic (PV) community and research efforts should 
be directed to unravel its complex nature. Issues related to 
materials, post-growth treatment, chemical etching prior to 
metallisation and associated device physics are the main 
areas needing deeper understanding in order to further 
develop this device. After a comprehensive research pro-
gramme in both academia and in industry on these mate-
rials, surfaces and interfaces and fully fabricated devices 
over a period of over three decades by the main author, 
the current knowledge as understood today, on all above 
mentioned complex issues are presented in this paper. Full 
understanding of this structure will enable PV developers 
to further improve the conversion efficiency beyond 22.1% 
for CdS/CdTe based solar cells.

1 Introduction

The use of CdS/CdTe hetero-structure as a thin film solar 
cell has attracted intense research from the photovoltaic 
(PV) community over a period of nearly four decades. Both 
materials have been grown using variety of low-temperature 
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complex issues have been researched and reported [4] in 
the past and require full understanding in order to further 
develop the device.

All the three areas as mentioned above can be observed 
by experimentation, but the final stage consists of the most 
important interpretation of experimentally measured device 
results. These need deep consideration of solid state phys-
ics principles. Once the device structure is fabricated, it is a 
matter of routing measurements of devices using fully auto-
mated current–voltage (I–V), capacitance–voltage (C–V) 
and photo-response methods. These measurements allow 
the determination of device parameters including effi-
ciency, but the recognition of the existing device and cur-
rent transport mechanisms can be extremely challenging. 
In the past, CdS/CdTe hetero-structure was assumed as a 
simple p–n junction, and all device results were described 
accepting this device concept. However, since the CdTe 
material can easily exist in both n- and p-type electrical 
conduction, the situation is very complex. If the CdTe layer 
after post-growth treatment remains as a p-layer, then the 
simple p–n junction device is formed. However, when the 
CdTe layer remains n-type after growth and post-growth 
treatment, a very different device is formed. Because of the 
Fermi level (FL) pinning at n-CdTe/metal interface [3, 5] a 
large Schottky barrier (SB) can be formed at this interface. 
As a result, a CdS/CdTe/metal structure forms an n–n + SB 
structure with two PV active junctions. The photo-gener-
ated current components produced by these two rectify-
ing interfaces (n–n and SB) add-up together, and therefore 
these two junctions are connected in parallel. Then, this is 
a tandem solar cell with two rectifying junctions [6, 7] and 
capable of producing improved performance when com-
pared to a simple p–n junction device. This was first pub-
lished in 2002 [7], and it is now becoming clearer from the 
latest research [8]. All the existing and relevant knowledge 
from the literature and new experimental results are com-
bined to present in this paper.

2  Material issues

Thin CdS window layer, usually less than ~100  nm thick 
can be grown by various methods. Chemical bath deposi-
tion [9, 10], spray pyrolysis [11], sputtering [12, 13], close 
spaced sublimation [14] and electrodeposition [15] are 
some of the techniques frequently used in the PV solar cell 
development.

The CdTe absorber layer, is usually ~(1–4) µm thick and 
can be grown by many different techniques as reported in 
the literature [1]. Some of the most popular methods for 
growing CdTe layer are CSS [16], CSVT [17], sputtering 
[18] and electrodeposition [19, 20].

One of the main aims of PV research is to reduce the 
manufacturing cost. In order to achieve this, any research 
programme should be focused on low-cost, scalable and 
manufacturable growth method. During the late 1990s, 
BP Solar successfully demonstrated this by manufactur-
ing nearly 1.0  m2 solar panels with conversion efficien-
cies greater than 10% [21]. Since the electrodeposition of 
semiconductors fulfils all these three criteria, authors’ work 
is mainly based on electroplated semiconductors and the 
work presented in this paper is on electroplated CdS and 
CdTe materials and devices. However, most of the ideas 
discussed in this paper are applicable to these two materi-
als grown by other growth techniques, with some changes 
expected due to different growth conditions.

2.1  Growth of CdS by electrodeposition

Growth of CdS by electrodeposition has been carried out 
in the past and published widely in the literature [15, 22, 
23]. This is usually carried out in an aqueous electrolyte 
containing cadmium source and sulphur source. Cadmium 
source is usually an aqueous solution of  CdCl2, and the 
sulphur source can be  Na2S2O3 [23, 24],  NH4S2O3 [25] or 
 NH2CSNH2 [26, 27]. Both 3-electrode and 2-electrode sys-
tems have been used to deposit CdS layers on glass/con-
ducting glass (CG) substrates which is the starting base 
for development of the CdS/CdTe solar cell. Both indium 
tin oxide (ITO) and flouring doped tin oxide (FTO) have 
been used as the conducting glass, but most of the work is 
focused on less expensive and more stable glass/FTO sur-
faces. Electrodeposition provides a convenient and con-
tinuous process in a production line to produce CdS layers 
with any desired thickness. In electrodeposition, material 
use is highly efficient and the Cd-containing waste solution 
production is minimal as compared to other methods like 
chemical bath deposition.

The CdS layers electroplated on glass/FTO surfaces 
show uniform cover and well adhesive properties. Since 
the material is usually grown at temperatures below 
85  °C, these layers need to undergo heat treatment in air 
at ~400 °C for ~20 min, before using in device fabrication. 
As-deposited layers have a mixture of both cubic and hex-
agonal CdS phases, but after heat treatment, materials show 
only the hexagonal structure [28]. Typical examples of 
XRD patterns, optical absorption curves and SEM images 
of electrodeposited CdS thin films are shown in Fig.  1. 
Heat treated CdS layers with the thicknesses of ~100  nm 
consist of ~(20–40) nm crystallites covering FTO surface. 
These crystallites cluster together to form large agglomera-
tions in these layers. The bandgap of the electroplated CdS 
layer is 2.42 eV, and SEM shows grains of ~(50–70) nm. 
In fact, because of the high electric fields present at FTO 
spikes during electroplating, the nucleation take place at 
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these peak points first and grow as columns. The low tem-
perature growth below ~85 °C also enhances the columnar 
growth due to lack of ionic motion in the lateral directions. 
Columnar growth formation has many advantages but it 
also create a disadvantage such as possible formation of 
pinholes at the grain boundaries. Photo-electro-chemical 
(PEC) cell measurements show [23, 25, 27] n-type electri-
cal conductivity for all electroplated CdS layers.

2.2  Growth of CdTe by electrodeposition

The CdTe absorber layer has been electrodeposited widely 
in the past [19–21, 29, 30] from aqueous solutions of 
 CdSO4 as the Cd source and  TeO2 as the Te source. More 
recently, Cd(NO3)2 [31] and  CdCl2 [32] has also been used 
as the Cd source for electroplating CdTe. Both 3-electrode 
and 2-electrode systems have been used to deposit CdTe 
and it has been proven that CdTe layers grown from 2-elec-
trode systems produce better devices [33]. The main rea-
son to remove the reference electrode from the 3-electrode 
system is to avoid contamination of detrimental group-I 
impurities such as K and Ag. Commercial reference elec-
trodes have an outer jacket of saturated KCl solution, and 
leakage of any K ions into the electrolyte in ppb and ppm 
levels drastically reduces the efficiency of the CdS/CdTe 
solar cell, very similar to the effect of Na, Cu and Ag [34].

Electroplated CdTe at ~85  °C and pH ~2.00, on glass/
FTO/CdS surfaces show columnar growth of material. 
As-deposited CdTe consists of crystallites varying in size 
in the range (20–65) nm. These smaller crystallites gather 
together to form larger grains. As-deposited CdTe lay-
ers are cubic and show (111) preferential orientation. In 
order to use these layers in PV active devices, post growth 
heat treatment at 400–450 °C for 20–10 min in air, in the 
presence of  CdCl2 is essential. This process, the  CdCl2 

treatment, converts CdTe material into large columnar 
shaped crystals with few microns ~(1.0–4.0) in size. Dur-
ing heat treatment, a drastic structural change occurs at 
385 ± 5 °C, due to sudden melting of grain boundaries [35].

At this point the (111) peak collapse and other CdTe 
peaks appear showing random nature of CdTe crystals. 
Electroplated CdTe material show bandgap values varying 
in the range ~(1.40–1.50) eV. The exact  Eg value depends 
on the growth conditions, and the electrical conductivity 
can be easily changed to p-type or n-type by varying the 
growth conditions. Figure  2 shows typical XRD patterns, 
optical absorption curves and SEM images for as deposited 
and  CdCl2 treated CdTe layers grown by electroplating. 
Figure 3 summarises the results of a comprehensive work 
carried out on electroplated CdTe, and these features are 
described in the following sections.

2.2.1  Stoichiometry of CdTe

Electroplating of CdTe layers are usually carried out with 
high concentration of Cd ions (~0.5–2.0 M) and very low 
concentrations of Te (~1.0–5.0 mM) in aqueous solutions. 
Typical temperature and pH values are ~85  °C and 2.00, 
and the solution is stirred with a moderate rate. With these 
conditions, stoichiometry of the CdTe layer can be changed 
drastically by varying the growth voltage  (Vg) applied to 
the cathode (glass/FTO/CdS) with respect to a graphite 
anode. The standard reduction potential  (Eo) values of Te 
and Cd are +0.551 and −0.434 V versus NHE respectively. 
This means that Te is easily discharged and deposited on 
the cathode than Cd. This is the main reason to maintain a 
very low concentration of Te with high concentration of Cd 
in the electrolyte.

As a result of the above property, Te or Te-rich CdTe 
layers are deposited at low cathodic voltages  (Vg). As the 

0

200

400

600

800

20 30 40 50 60 70

X
R

D
 in

te
ns

ity
 (a

rb
. u

ni
t)

2θ (°)

C
dS

 (0
02

)  
+ 

FT
O

C
dS

 (1
01

)

C
dS

 (1
00

)

FTO

CdSC
dS

 (1
03

)

(a) 

0

0.5

2.2 2.4 2.6

A
2

(a
rb

. u
ni

t)
hv (eV)

(b) (c) 

Fig. 1  Typical a XRD spectrum, b optical absorption curve and c SEM micrograph of heat treated CdS layers grown by electroplating
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 Vg is gradually increased, more Cd is attracted to the cath-
ode and CdTe is formed. Therefore, when  Vg is increased 
from low values to high values, Te or Te-rich CdTe layers 
are deposited first. At a particular cathodic voltage  (Vi), 
the layer will pass through a 50:50 (Cd:Te) stoichiometric 
condition and move into the Cd-rich CdTe region. This has 
been experimentally observed using the highest intense 
(111) peak in XRD spectra. The curve A in Fig. 3 shows 
the intensity variation of CdTe (111) peak and the inten-
sity is highest at the stoichiometric point  (Vi). As the  Vg is 
moved away from i-point, the material becomes either Te-
rich or Cd-rich. In both cases, CdTe crystallinity drastically 
reduces due to competing effects of crystallisation of two 

phases in the layer. The position of the transition point  (Vi) 
is sensitive to the rate of Te ions addition to the electrolyte 
when other conditions are kept constant. As the Te addition 
rate is reduced, the i-point moves towards smaller  Vg val-
ues. Under the experimental conditions used in this series 
of experiments,  Vi value remained at 1.576 V with respect 
to the graphite anode.

The highest crystalline and stoichiometric CdTe layers 
are therefore obtained at  Vi = 1.576  V from this particu-
lar electrolytic bath. Therefore, the native defects present 
in these layers highly depend on the growth voltage. The 
materials grown at voltages below  Vi are Te-rich and hence 
possible defects are cadmium vacancies  (VCd), tellurium 

Fig. 2  Typical XRD patterns, 
optical absorption curves and 
SEM images for as-deposited 
and CdCl2 treated CdTe layers 
produced by electroplating

(f)  CCT (e)   AD 

0

100

200

300

400

500

600

700

20 30 40 50 60 70

X
R

D
 in

te
ns

ity
 (a

rb
. u

ni
t) 

 (°) 
(1

11
) 

(a)  As-Deposited (AD)

FT
O

 FT
O

 

FT
O

 

FT
O

 

0

100

200

300

400

500

20 30 40 50 60 70

X
R

D
 in

te
ns

ity
 (a

rb
. u

ni
t) 

2  (°) 

(b)  CdCl2 treated (CCT) 

(1
11

) 

 (3
11

)  (2
20

) FT
O

 

FT
O

 

FT
O

 

0

0.5

1

1.2 1.4 1.6 1.8

A2
 (a

rb
. u

ni
t) 

hv (eV) 

(c)   AD 

0

0.5

1

1.2 1.4 1.6 1.8

A2
 (a

rb
. u

ni
t) 

hv (eV) 

(d)   CCT 



16602 J Mater Sci: Mater Electron (2017) 28:16598–16617

1 3

in cadmium sites  (TeCd) and tellurium interstitials  (Tei). 
The layers grown at voltages above  Vi, are Cd-rich and 
the expected defects are tellurium vacancies  (VTe), cad-
mium in tellurium sites  (CdTe) and cadmium interstitials 
 (Cdi). All electroplated materials are polycrystalline, and 
hence grain boundaries are common for all layers. Since 
the material discharge and deposition depends on the  Vg 
value, the impurity profiles in deposited layers will be dif-
ferent. Therefore, optical and electrical properties can be 
very different in these Te-rich, stoichiometric and Cd-rich 
CdTe layers. For obvious reasons, the material should be 
highly crystalline and more suitable for fabricating better 
solar cells, when CdTe layers are grown in the vicinity of 
 Vi, within the shaded region in Fig. 3. However, it should 
also be noted that the electrical conductivity is low for un-
doped CdTe grown close to  Vi.

2.2.2  Electrical conductivity type of CdTe

Electrical conductivity type changes have been carefully 
explored and the natural trend has been established for 
un-doped CdTe layers. Conventional Hall Effect experi-
ments cannot be performed on thin films grown on con-
ducting glasses due to electric current passing through 
the lowest resistive path, the conducting glass. Therefore, 
the only alternative to determine electrical conductivity 
type is using photoelectrochemical (PEC) cell measure-
ments. In this method, the required layer is immersed in a 
suitable electrolyte to form a solid/liquid junction. These 
junctions are equivalent to weak Schottky diodes and the 
open circuit voltage (OCV) of the junction can be meas-
ured observing the potential of the junction under dark 
and illuminated conditions. These voltages with respect 

to a second electrode (graphite rod) immersed in the same 
electrolyte can be measured using a digital voltmeter. The 
difference between these two voltages provides the OCV 
of the solid/liquid junction or the PEC signal. The sign of 
the PEC signal measured depends on the direction of band 
bending at solid/liquid interface and provides information 
on the electrical conductivity type of the solid material. 
This system can be easily calibrated using known materials 
such as n-CdS and n-type or p-type Si wafer. The knowl-
edge of electrical conductivity type is essential in designing 
and fabricating PV solar cells and especially in interpreting 
experimentally observed device characteristics.

The graph BiB’ in Fig.  3 shows the conductivity type 
variation of un-doped CdTe layers grown by electroplating 
as determined by PEC measurements. This conductivity 
type variation is mainly due to composition changes within 
the layer. At lower  Vg values, Te-rich CdTe is deposited 
and show p-type electrical conduction. As the  Vg value 
increases, more Cd is deposited and the Cd-rich CdTe layer 
becomes n-type in electrical conduction. At the transition 
voltage  (Vi), intrinsic CdTe layers are produced and this  Vi 
is sensitive to the Te concentration in the solution. For low 
concentration of Te, (i) point moves to the low  Vg values, 
but for a particular method of Te addition,  Vi remains con-
stant. CdTe layers grown in two regions should have very 
different defect distributions as described above and indi-
cated in Fig. 3. Therefore, their optical and electrical prop-
erties are different and behave differently after heat treat-
ment in the presence of  CdCl2.

Addition of external n-type dopants such as halogens 
(Cl, F, I) and group-III elements (Ga, In), and p-type 
dopants such as group-I and group-V elements [36], into 
the electrolyte can make the situation more complex. The 

Fig. 3  Graphical presenta-
tion of the summary of results 
obtained for electrodeposited 
CdTe layers. The inversion 
point, i at Vg = 1.576 V pro-
duces stoichiometric and highly 
crystalline CdTe. The variation 
of electrical conduction type 
and doping concentration are 
shown by the curves BiB’ and 
CiC’ respectively. Electronic 
device quality materials can 
be grown in the shaded region 
and possible native defects in 
both p- and n-CdTe layers are 
also indicated on the two main 
regions
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n-type or p-type external doping combined with intrinsic 
composition dependent doping could produce un-predicta-
ble final doping profile depending on dopants’ relative con-
centrations and heat treatment conditions used. Self-com-
pensation can play a dominant role in CdTe [36].

2.2.3  Doping variation in CdTe

The electrical conductivity type changes as described 
above, using composition variation in un-doped CdTe is 
an excellent in-built method for variation of the doping 
concentration. Possible trend in doping concentrations are 
given by the curve CiC’ in Fig. 3. At the i-point, the mate-
rial is stoichiometric and insulating since the PEC signal 
becomes zero. This material can be considered as an intrin-
sic CdTe, but material is not 100% pure CdTe according 
to the definition of intrinsic semiconductors. At this point, 
available number of acceptors and donors are equal in num-
ber and therefore material shows insulating properties due 
to compensation. As the material changes, its composition 
towards Te-rich or Cd-rich conditions, the p-type or n-type 
doping is increased. The numerical figures shown on the 
curve CiC’ are some possible examples and  1013–1015 cm−3 
doping range could arise within the shaded region. All high 
efficiency CdTe solar cells have experimentally measured 
doping concentrations in this range [8, 37, 38]. Therefore 
electroplating provides a good method of controlling dop-
ing concentrations in CdTe without adding any external 
dopant to the material.

2.2.4  Fine tuning of CdTe growth conditions

It is now highly relevant to explore the preparation of CdTe 
layers grown very close to the  Vi. The appearance of CdTe 
layers grown at  (Vi − ∆V),  Vi and  (Vi + ∆V) are presented 
in Fig. 4. These results are produced from a different elec-
trolytic bath with less Te concentration and therefore, as 
mentioned earlier  Vi has reduced to 1.368 V. The colour of 
the layers changes from dark to light–dark and honey-col-
our and transparent. As described later in Sect. 5 these lay-
ers produce varying solar cell efficiencies. The best devices 
come from Cd-rich, honey-colour and transparent layers. 
Accurate bandgap measurements also show that the  Eg 
values vary in the range ~1.42 to ~1.48 eV in this narrow 
region. These bandgap values are also indicated in Fig. 4, 
with their physical appearance. The darker colour comes 
from Te-richness when grown at  (Vi − ∆V) cathodic volt-
ages. Since the Te has the ease of deposition during electro-
plating, elemental Te precipitation at nm scale takes place 
creating the darker colour to thin film CdTe. Te precipita-
tion has been observed and reported by many researchers 
from X-ray and ɣ-ray detector community [39–41] for melt-
grown CdTe bulk material. Therefore, this must be a unique 
property of CdTe, and Te precipitation should be common 
during any growth method. The level of precipitation may 
vary according to growth conditions used and may not be 
possible to detect this nm scale precipitations using com-
monly used analytical techniques. As described later, this 
Te precipitation during CdTe growth should be avoided to 
produce high efficiency solar cells.

Fig. 4  The physical appearance 
of CdTe layers grown at the 
vicinity of the transition voltage 
 (Vi = 1.368 V). Colour of the 
CdTe layer varies from dark, 
light–dark to honey-colour and 
transparent when moved from 
Te-richness to Cd-richness. 
Average bandgap values of five 
measurements are also indicated 
for layers grown in this region
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3  Post‑growth heat treatment

According to the theoretical calculations carried out by 
Schockley and Queisser [42] in the early 1960s, based on 
one bandgap p–n junctions, materials with bandgaps close 
to 1.45 eV have the potential of achieving highest efficien-
cies ~30%. CdTe is one of the materials with this capability 
and hence worldwide research was focused on this material. 
Research work was mainly directed towards hetero-junc-
tions based on CdS window material and CdTe absorber 
material. CdS material is always n-type in electrical con-
duction, but CdTe can be easily grown with either p-type 
or n-type electrical conduction. The research focus was to 
develop n-CdS/p-CdTe hetero-junctions and the observa-
tion of high efficiencies after post-growth heat treatment 
at ~450  °C in air, in the presence of  CdCl2 in 1976 [2] 
attracted renewed interest of the wider PV community. This 
treatment was known as “CdCl2 treatment” and continu-
ously used in different forms to develop CdS/CdTe solar 
cells. Research was also aimed at understanding what really 
happens to the material during this treatment.

CdCl2 addition to the thin films of CdTe was carried out 
in many different ways. One method was to add  CdCl2 into 
the  CdSO4 electrolyte in the case of electroplating [21]. 
For many other growth methods, CdTe thin films were 
immersed in a  CdCl2 solution and allowed to dry before 
heat treatment. The  CdCl2 solution was prepared with vary-
ing concentrations and with methanol or water [4] as the 
solvent. Some researchers deposited solid  CdCl2 layers on 
top of CdTe surfaces using many different techniques such 
as vacuum evaporation [43], and in some cases  CdCl2 layer 
thickness was comparable to that of CdTe layer [44]. Lit-
erature also shows the use of Freon gas  (CHF2Cl) to intro-
duce Cl and F during post growth heat treatment of CdTe 
layer [45]. Other methods such as the use of HCl vapour to 
introduce Cl [46] during growth have also been reported.

3.1  Summary of reported results on  CdCl2 treatment

Although the method of addition of  CdCl2 was very dif-
ferent, the improvement of the conversion efficiencies was 
always observed. Researchers have heat treated these layers 
in ambient like vacuum, air atmosphere, controlled oxygen 
atmosphere and in inert Ar, N or He atmospheres. It was 
found that the presence of  O2 is helpful in achieving high 
efficiencies after this heat treatment [47]. Research commu-
nity has tried many other chlorides to replace  CdCl2 but the 
closest result was found only with  MgCl2 [48]. Researchers 
have also spent lot of time in optimising both the heat treat-
ment temperature and treatment duration. This temperature 
varies in the range of ~400–450  °C with the duration of 
heating between ~20 and10 min respectively [4].

There are numerous studies on the  CdCl2 treatment of 
CdTe layers and both material changes and device improve-
ments have been reported [35, 49–51]. Depending on the 
studies carried out, various changes such as (a) re-crys-
tallisation and grain growth, (b) interactions at CdS/CdTe 
interface, (c) enhancement of lifetime of charge carriers, 
(d) passivation of grain boundaries and (e) enhancement of 
device efficiencies are reported in the literature [4, 52].

Although there are some attempts to study the changes 
of electrical conductivity, doping concentrations and 
defects in CdTe layers, full understanding is still lacking. 
Consistent results on electrical conductivity and doping 
concentrations cannot be obtained for CdTe due to reasons 
discussed in Sect. 2.2.2 and 2.2.3. These are most impor-
tant in critically analysing device characteristics, but the 
complications arise due to different material growth tech-
niques. There are some recent efforts to understand  CdCl2 
treatment, and these results are discussed in Sect. 3.2 to 3.4.

3.2  Improvement of composition of CdTe layers

As described in Sect.  2.2.1, stoichiometry of CdTe mate-
rial suffers from unique Te-precipitation taking place at nm 
scale. The level of precipitation will depend on the growth 
conditions used, and these excess Te is detrimental to 
device performance. Therefore, a recent project was carried 
out to study the variation of composition of CdTe during 
 CdCl2 treatment [53]. Both XRD and Raman studies have 
been used for this work and details are published in a recent 
paper [54]. Summary of these results are shown in Fig. 5.

For this work Te-rich CdTe layers were electroplated 
below the transition point  (Vi) and XRD and Raman studies 
were carried out to characterise the material. For as-depos-
ited layers both XRD and Raman show presence of elemen-
tal Te in the layers. Heat treatment in air without  CdCl2 
enhances the crystallisation of precipitated Te indicated by 
increasing elemental Te related XRD and Raman peaks as 
shown in Fig. 5. However, when the layers are heat treated 
in the presence of  CdCl2, elemental Te is completely 
removed as detected by both XRD and Raman studies. In 
this case elemental Te, reacts with Cd from  CdCl2 to form 
CdTe, improving the stoichiometry of the CdTe layer. Fur-
thermore, the presence of  CdCl2 during heat treatment, the 
CdTe layer converts from Te-richness towards Cd-richness, 
in order to produce high efficiency devices.

3.3  Removal of defects from the material

A comprehensive photoluminescence (PL) study was also 
carried out in order to observe removal of defects dur-
ing  CdCl2 treatment. The detailed results of this study 
are reported in a recent publication [55]. One example is 



16605J Mater Sci: Mater Electron (2017) 28:16598–16617 

1 3

shown in Fig. 6, to highlight these effects for electroplated 
CdTe layers.

This work examined the defects distribution in the CdTe 
bandgap over the range of 0.55—Ev (eV) below the con-
duction band minimum. The CdTe material was grown 
using a  CdCl2 aqueous solution and by electroplating. 
The first curve in Fig. 6a provides the defects structure for 
as-grown material with four main defects T1, T2, T3 and 
T4, and  Eg related peak. Material was  CdCl2 treated twice 
to observe the trends of removal of defects. First  CdCl2 
treatment (treating the sample in 1%  CdCl2 aqueous solu-
tion, dry and heat treat at 440  °C for 8 min) followed by 
a second  CdCl2 treatment (treating the same sample in 1% 
 CdCl2 aqueous solution, dry and heat treat at 440  °C for 
16  min) removes T1 and T3 completely and drastically 
reduce the distribution of T2 to a comparatively narrow 
PL peak. Similarly,  CdCl2 treatment produces a sharper  Eg 
peak ~1.51 eV, and reduces the defect concentration at T4 
(1.39 eV). Figure 6b compares the final PL spectra for elec-
troplated CdTe thin films to that of a commercially availa-
ble CdTe wafer. This shows the capability of electroplating 

to produce high quality CdTe thin films comparable to 
commercially available bulk CdTe wafers. Figure 6c shows 
the defects distribution in the bandgap of as-deposited and 
 CdCl2 treated CdTe layers. Annealing out of defects is clear 
from these spectra during  CdCl2 treatment.

This shows the high quality of CdTe layers obtained 
from electroplating to fabricate thin film solar cells. One 
clear comment to make is the presence of defect level at 
0.74 ± 0.02  eV (T2), exactly at the mid-gap of CdTe. For 
PV applications, this is a detrimental defect in recombi-
nation and generation process, acting as a stepping stone. 
This should be completely removed in order to produce 
high performance devices. These defects are also related 
to the Te-richness [55, 56], and therefore to reduce these 
defects, material should be grown with Cd-richness, with-
out Te-precipitation.

3.4  Enhancement of columnar nature of grains

Combining the knowledge available in the literature and 
the results observed within this comprehensive research 
programme, the latest understanding of the CdTe mate-
rial is summarised in Fig.  3 [35]. CdTe thin films grown 
on glass/FTO/CdS surfaces, by low-temperature techniques 
such as electroplating and sputtering produce small crystal-
lites in the range ~(20–65) nm. These values are estimated 
using XRD results and Scherrer equation. The crystallites 
show preferential orientation along (111) and aggregate 
to form larger grains. These grains are usually arranged as 
columns, and grow normal to the glass/FTO/CdS surface. 
This growth temperature region has labelled as “Region-1” 
in Fig. 7 [35], and these materials can produce conversion 
efficiencies up to ~10% [57].

During the heat treatment in the presence of  CdCl2, 
crystallinity of CdTe gradually increases in “Region-1” due 
to coalescing of crystalline nano-particles due to their large 
surface to volume ratio. Then, as the temperature gradu-
ally increase, a sudden structural change has been identi-
fied ~385 °C due to melting of grain boundaries of crystal-
line grains [35]. This happens due to presence of impurities 
such as excess Cd, Cl and O along grain boundaries and 
CdTe crystals remain as solids due to their high melting 
point of ~1093  °C. Melted grain boundaries allow CdTe 
crystals to change their orientations suddenly at ~385 °C, 
showing random orientations. The material solidified 
after this temperature shows a collapse of (111) peak and 
enhancement of other CdTe related peaks (220), (311) 
and (400). Relative intensities vary from sample to sample 
depending on the heat treatment conditions used. During 
heating, grains grow mainly upwards due to Oswald ripen-
ing, and pinholes can form due to formation of large grains. 
Therefore in “Region-2”, device efficiencies reduce due to 
short circuiting of devices through pinholes.
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Fig. 5  XRD and Raman spectra recorded for as-deposited, heat 
treated in air and CdCl2 treated CdTe layers to demonstrate removal 
of excess Te during CdCl2 treatment [54]
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If the heat treatment continues, large crystalline grains 
grow continuously and gradually show again the (111) 
naturally preferred orientation. This does not show a sharp 
transition, but slowly change, increasing the crystal size 
and reducing pinholes at grain boundaries. A typical XRD 
spectrum will show, (111) preferred orientation returning 
back. These are the kind of layers produced by high tem-
perature growth techniques such as CSS and CSVT. Dur-
ing  CdCl2 treatment, many changes occurs as described in 
Sect. 3.1, and the material at grain boundaries solidify with 
a different electronic quality from the CdTe material exist 
within crystalline grains. These CdTe layers are labelled as 
“Region-3” and capable of producing highest efficient solar 
cells.

4  Chemical etching prior to metallisation

The next step of the processing of devices is the cleaning 
of glass/FTO/CdS/CdTe surface after post-growth  CdCl2 
treatment.  CdCl2 residues and native oxides of CdTe can 
be present after this heat treatment, and usually cleaned by 
washing with de-ionized water and chemical etching, prior 
to deposition of the back electrical contacts.

Detailed studies on chemical etching have been car-
ried out using CdTe wafers [3, 56, 58, 59]. Review articles 
show that acidic etchants preferentially removes metallic 
element, Cd and leave Te-rich CdTe surface. Bromine-
methanol, nitric acid and phosphoric acid containing solu-
tions (NP etch) are good examples for this type of etchants. 

Fig. 6  a PL spectra of as-deposited CdTe layers, grown from  CdCl2 
precursor and the effects of subsequent  CdCl2 treatment in two steps 
[55]. b PL spectra of bulk CdTe wafers and electroplated CdTe after 

 CdCl2 treatment and c the representation of defects distribution in as-
made and  CdCl2 treated CdTe thin films. Note the drastic removal of 
defects from the bandgap of CdTe [55]



16607J Mater Sci: Mater Electron (2017) 28:16598–16617 

1 3

On the other hand alkaline solutions preferably removes 
non-metallic element, Te and leave Cd-rich CdTe surface. 
NaOH, KOH, hydrazene hydrate etc are good examples of 
these etchants. A few seconds etch in oxidizing etch (dilute 
 K2Cr2O7 in  H2SO4) followed by ~2 min treatment in reduc-
ing etch (aqueous solution of NaOH + Na2S2O3) proved to 
produce Cd-rich surfaces, leading to high Schottky barrier 
formation at n-CdTe/metal interfaces [3, 58–61].

Bulk CdTe wafers and thin films should have very simi-
lar chemical reactions, except minor differences introduced 
by grain boundaries and less material etc. in the case of thin 
films. The literature is rich with etching of CdTe surfaces, 
and Br-methanol and NP etches are used to produce Te-
rich surfaces [56, 62]. In order to produce Cd-rich surfaces, 
oxidised etch followed by reducing etch is used. Although 
hydrazene hydrate is effective in producing Cd-rich CdTe 
surfaces, it’s use is normally avoided due to its toxic nature. 
Surface science work has clearly shown these surface mod-
ifications and these results can be found in the literature 
[56]. It should be noted that only surface sensitive tech-
niques such as Auger electron spectroscopy (AES), X-ray 
photoelectron spectroscopy (XPS) and soft X-ray photo-
electron spectroscopy (SXPS) should be used to exam-
ine the changes in chemically etched surfaces of CdTe. 
The thickness of these etched surfaces are in the order of 
~100  nm [3] or less and therefore less surface sensitive 

techniques like EDX could produce inaccurate results and 
confusing conclusions on surface layers. This has been one 
of the reasons for misunderstanding of etched CdTe layers 
in the past. Due to these reasons, there was a controversy 
in this surface science area for a long time. Some groups 
reported that Te-rich surfaces produce high efficiencies, 
while others reported Cd-rich CdTe surfaces are needed to 
produce highest efficiencies. This has been re-visited and a 
recent publication [63, 64] has confirmed the requirement 
of Cd-rich surfaces to produce high efficiencies from CdS/
CdTe system.

5  CdS/CdTe device Issues

Since the CdS window layer is always n-type and CdTe 
absorber layer can be either p-type or n-type in electrical 
conduction, it is highly relevant to discuss the complica-
tions could arise in this device structure. At the early stage 
of CdS/CdTe solar cell development, it is reasonable to 
assume this device as a simple n–p type rectifying hetero-
junction. Therefore, most of the published papers analysed 
and described the device characteristics based on an n–p 
junction as shown in Fig. 8a.

In parallel to the CdS/CdTe solar cell work, electrical 
contacts to n-type CdTe bulk materials were carried out 

Fig. 7  Schematic diagrams 
summarising CdTe grain growth 
patterns, corresponding XRD 
spectra and approximate solar 
cell efficiencies against growth 
or heat treatment temperature. 
Note the three regions identified 
with a sudden phase transition 
at ST1 = 385 °C, and a slow 
phase transition taking place 
after ST2 >430 °C [35]
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in a comprehensive research programme [3, 56, 58, 59] 
and a peculiar effect based on fermi level (FL) pinning at 
n-CdTe/metal interfaces was observed. This work con-
firmed Schottky barrier formation at the above interface 
is heavily dependent on Fermi level pinning at one of the 
five experimentally observed defect levels E1, E2,… E5 
(see Fig.  8b). Furthermore, it was found that E1, E2 and 
E3 dominate when the CdTe surface is rich in Te, and E4 
and E5 dominate when the CdTe surface is rich in Cd [56, 
58]. Therefore, in order to form large Schottky barriers, 
Fermi level should be pinned at E5, closer to the valence 
band maximum. Combining these results and the exist-
ence of CdTe as n-type material after  CdCl2 treatment led 
to the formation of a new model for CdS/CdTe solar cell 
structure. This was first published in 2002, and the relevant 
energy band diagram is shown in Fig.  8b [7]. Clearly the 
two device concepts produced another controversy in the 
solid state physics area of this device. Many experimental 
results could be explained by both device structures, but 
the second device model satisfactorily explains almost all 
device characteristics [7]. This situation had created con-
fusion in understanding and describing properties of CdS/
CdTe based PV device characteristics for a long period of 
time over three decades.

As described in numerous publications afterwards [8, 
60, 61] and summarised in this review, CdTe can be pre-
pared to form both p-type (when Te rich) and n-type (when 
Cd rich) material after  CdCl2 treatment. Therefore, the 
CdS/CdTe device structures were fabricated and studied 
in this research programme, in the vicinity of  Vi produc-
ing both p-CdTe and n-CdTe for fabrication of devices. The 
summary of these results are shown in Fig.  9. The verti-
cal dashed line shows the transition growth voltage,  Vi at 
1368 mV for this electrolyte. Materials grown at voltages 

below  Vi are Te-rich and p-type in electrical conduction, 
while the layers grown at voltages above  Vi are Cd-rich 
and n-type in electrical conduction. Therefore, the forma-
tion of both n–p type devices when  Vg < Vi (as shown in 
Fig. 8a) and n–n + SB type devices when  Vg > Vi (as shown 
in Fig. 8b) are possible under different growth conditions of 
CdTe thin films.

The XRD intensity variation of (111) peak and the PEC 
results shown in frame 1 of Fig. 9 shows the highest crys-
tallinity at ~Vi and the formation of both p- and n-type 
CdTe layers for  CdCl2 treated CdTe. Rest of the frames 
show the variation of experimentally observed  Voc,  Jsc, FF 
and efficiency of solar cells as a function of growth volt-
age of CdTe layers. PEC results are shown in every frame 
to indicate both p- and n-type CdTe thin films. It is clear 
that high performance is achieved when CdTe is Cd-rich 
and n-type in electrical conduction. It should be noted 
that these Te and Cd richnesses take place in doping lev-
els (ppb and ppm levels) and not possible to detect from 
many available analytical techniques. Since the n–n + SB 
is a tandem solar cell comprising two junctions connected 
in parallel (see Fig. 8b), it must produce superior devices. 
Both rectifying junctions embedded in this structure (n–n 
and SB) create photo-generated currents and these currents 
are added in the external circuit. According to the sim-
ple definition of “addition of electric currents is provided 
in parallel connections”, these two junctions are naturally 
connected in parallel.

Furthermore, when the FL pinning takes place at E5 
~1.20 eV [7, 59], the potential barrier height created in the 
device is comparable with that of n–p type devices. There-
fore both devices are capable of producing similar  Voc val-
ues, since  Voc is a function of potential barrier height. Since 
the two junctions are connected in parallel, the currents add 

Fig. 8  Energy band diagrams of two possible device configurations arising from glass/FTO/CdS/CdTe/metal system due to existence of CdTe in 
p-type and n-type conduction forms [7, 35, 63]
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up producing devices with very high currents when condi-
tions are optimum. In a situation without full understanding 
of the device physics, and during an experimentally opti-
mising the device efficiency in a trial and error method, it is 
possible to form n–n + SB configuration. But explaining the 
device characteristics using the simple n–p junction created 
a serious confusion over the past few decades hindering the 
continuous progress of this solar cell.

6  Grain boundary enhanced PV effect

The first semiconducting layer of CdS is essential to pro-
vide the n-type window material in this device structure. 

Most researchers use CBD–CdS, and the grain size varies 
in the range ~5.0–35 nm. This material smoothens out the 
spiky FTO surface to a certain extent and provides a suit-
able substrate for growth of high quality CdTe. Although 
CBD growth method seems to be a low-cost technique, this 
batch process produces large volumes of Cd-containing 
toxic waste solutions each time, adding high cost of manu-
facturing in a production line. Because of this reason, this 
research programme is focussing on electroplated CdS lay-
ers [23, 25–27]. All electro-deposited layers from a con-
tinuous process is more attractive in commercial produc-
tion lines. ED also provides an excellent technique for fine 
controlling of the CdS layer thickness. High efficiency solar 
cells are produced with ~50–100 nm thick CdS layers [65]. 
This layer undergoes a heat treatment in air at ~400 °C for 
20 min before depositing CdTe layers.

CdTe absorber layer is next deposited on clean CdS sur-
face. ED–CdTe layer thickness is ~1.50–2.00 µm, but dif-
ferent growth techniques deposit varying thicknesses of 
up to ~4.00–6.00 µm. These layers consist of small “crys-
tallites” or nano-particles of ~20–65  nm, as estimated by 
Scherrer equation using XRD patterns. SEM and AFM 
show that large “clusters” or “grains” formed by agglom-
erations of these crystallites. This is clearly shown by the 
SEM picture given in Fig. 10a. Most of these agglomera-
tions show columnar growth due to low growth temperature 
and the influence of electric field present during the growth 
of material using electroplating. XRD measurements show 
that (111) preferred orientation for CdTe grown by low 
temperature techniques like ED and sputtering. Literature 
also reports columnar growth of CdTe when other growth 
techniques are used [49, 66]. This must be due to the natu-
ral preference of the FTO/CdTe or FTO/CdS/CdTe inter-
faces, or the preferred CdTe growth direction.

As described in Sect.  3.4, heat treatment in air with 
 CdCl2 on the surface makes CdTe undergo some amazing 
changes. When the heat treatment temperature gradually 
increases, the (111) peak intensity increases gradually until 
385 ± 5 °C (ST1) due to coalescence of nano-materials due 
to their large surface to volume ratio. At ~385 °C, there is 
a sudden collapse of the (111) peak and other CdTe related 
XRD peaks; (220) and (311) increase. This shows the loss 
of preferred orientation along (111) and randomisation of 
the crystallytes. This can be explained as the melting of 
material boundaries due to presence of impurities (Cl, O 
and excess Cd and Te) and free movement of crystallytes 
showing random orientations. When the material is kept at 
a temperature greater than ST1 (~385 °C), coalescence of 
crystalline grains takes place to form grains.

The nature of CdTe is to form columnar type large 
grains and at ~450 °C, these grains can take the size of sev-
eral µm (see Fig. 10b). At these higher temperatures, CdTe 
crystals gradually returns back to its naturally preferred 
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Fig. 9  Typical variation of the PEC signal for CdCl2 treated CdTe 
is shown in each frame to separate the p-type and n-type regions. 
The intensity of (111) XRD peak is shown in the first frame indi-
cating best crystallinity around Vi. The device parameters for glass/
FTO/CdS/CdTe/Au solar cells fabricated with CdTe layers grown in 
the vicinity of the transition voltage, Vi = 1368 mV are shown in the 
other four frames. Note that all device parameters are higher when the 
CdTe layers are rich in Cd and n-type in electrical conduction
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(111) orientation due to increased mobility of atoms/ions. 
Therefore depending on the heat treatment temperature 
and duration, XRD peaks can show varying intensities as 
shown in Fig. 7 [35]. Heating at temperatures ~450 °C and 
beyond leads to evaporation of excess elements present 
(elemental Cd or Te) and sublimation of CdTe. This also 
leads to increase the size of columnar type grains, and pro-
duce pinholes between grains due to upward growth rather 
than sideways growth. These films are not suitable for fab-
rication of devices due to short circuiting through these 
pinholes.

During heat treatment, grain boundary areas are liquids 
and CdTe grains are solids. All impurities like Cl and O 
could freely move through convection currents around and 
flow down to the CdS layer. At these high temperatures, 
impurities like Cl will diffuse into solid CdTe grains form-
ing a thin skin, changing the doping concentration of that 
skin. When heating is terminated, grain boundaries freeze 
and form a solid with different electronic property to the 
CdTe in the large crystalline grains. This situation is shown 
in Fig. 10d and the enlarged version in Fig. 11. These dif-
ferent electronic properties between the two materials lead 
to show grain boundary enhanced PV effect.

Figure  11 shows the band bending at grain boundaries 
for two possible cases. Therefore, the photo-generated 
electrons flow towards grain boundaries in the case of 
p–n junction solar cell. In the case of n–n + SB solar cells, 
photo-generated electrons flow towards the middle of CdTe 
grains. In both cases, the main electric field  (EL) is towards 
the back electrical contact (Au). The transverse electric 
field  (Et) created at grain boundaries separate photo-gen-
erated e–h pairs to move in separate paths, minimising 
recombination process.

The number of photo-generated electrons and holes are 
equal but the cross-sectional areas for flow of two types of 
charge carriers are very different. Therefore, this minimise 
the recombination mechanism in these devices and the den-
sity of photo-generated currents are high in grain bounda-
ries. This has been clearly demonstrated by recent EBIC 
results of the cross-sections of CdS/CdTe solar cells [67, 
68]. In this type of grain boundary enhanced PV actions, 
only one type of charge carriers flow along the grain 
boundaries and any defects present will be saturated instan-
taneously upon illumination and then show high quality 
electrical conduction. This is also true for charge carriers 
flowing through crystalline CdTe grains.

Fig. 10  SEM top views of 
as-deposited CdTe (a), and 
CdCl2 treated CdTe layers (b). 
Note the presence of small 
crystallytes ~20–65 nm in large 
clusters or agglomerations. c 
and d illustrate the visualisation 
of cross-sections based on SEM 
and TEM observations [35]
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In this type of charge carrier motions normal to the FTO 
substrate, mobility of charge carriers (𝜇⊥) can be extremely 
high. For example, electrons or holes flowing along the 
crystalline grain, has minimum scattering from grain 
boundaries. In the conventional Hall Effect measurements, 
the electric current flow is parallel to the FTO surface and 
undergoes millions of scattering at grain boundaries. These 
measurements estimate the mobility parallel to the FTO 
surface (�

II
) and can be several orders of magnitude low. 

Therefore, the theoretical modelling carried out in the past 
with mobility values obtained from Hall Effect measure-
ments need re-visiting those calculations. In the CdS/CdTe 
solar cell, the actual charge carrier mobilities (𝜇⊥) can take 
extremely high values. With grain boundary enhanced PV 
effect present, the recombination of photo-generated charge 
carriers will also be at minimum level.

There are also other implications on the analysis of 
depth profiling results of  CdCl2 treated poly-crystalline 
CdTe layers [69]. As described above, the impurities like 
Cl and O can freely flow along the melted grain bounda-
ries down to the CdS layer. Also, Cl could diffuse into a 
thin skin around large CdTe grains. In this situation, depth 
profiling experiments could produce Cl and O signals from 
grain boundaries, but the information may lead to draw 
incorrect conclusions about the impurity distribution in 
poly-crystalline CdTe layers.

For comparison, a CdS/CdTe solar cell made out of epi-
taxial materials is shown in Fig.  12. Epitaxial materials 

are layer-by-layer grown fully crystalline materials. In this 
case, only the main electric field is present normal to the 
FTO surface and the transverse electric fields are not pre-
sent to provide different paths for photo-generated charge 
carriers. Therefore, e–h recombination can take place and 
the resultant current will be comparatively low. Due to 
these reasons, the poly-crystalline layers when produced 
with optimum conditions could show superior PV proper-
ties than those fabricated using epitaxial materials. These 
effects can be equally applicable to CIGS, Kesterite and 
Perovskite based thin film poly-crystalline solar cells also, 

Fig. 11  Expanded schematic diagrams to show grains and grain 
boundaries of two possible CdS/CdTe solar cells; a for n-CdS/p-CdTe 
devices and b for n-CdS/n-CdTe devices. Note the directions of main 

internal electric field (EL), transverse electric fields (Et) and direc-
tions of motion of photo-generated charge carriers

Fig. 12  Schematic diagram showing the motion of photo-generated 
charge carriers in a device fabricated with epitaxial layers. The e–h 
recombination is high in these devices due to lack of separate paths 
for two different charge carriers
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since the literature shows their columnar growth patterns 
[70–72]. This effect could also take place in poly-crystal-
line silicon solar cells when rod-type crystals are formed 
normal to the wafer surface.

Following above discussions, poly-crystalline materi-
als with grain boundary enhanced PV effect could perform 
with higher efficiencies than amorphous and epitaxial lay-
ers. Hence an optimum grain size exists for superior perfor-
mance. This depends on the charge carrier separation capa-
bilities within a grain and therefore the optimum diameter 
of a cylindrical grain should be ~2L, where L represents 
the electron diffusion length in that particular material. 
Therefore, the optimum value of the grain size depends on 
the electronic material quality. For example, if the electron 
diffusion length in a particular semiconductor is 1 µm, then 
the optimum diameter of the grain should be ~2 µm.

This understanding also enables us to describe the dif-
ference between the addition of Cl during growth of the 
material and the post-growth  CdCl2 treatment. The addi-
tion of Cl during growth changes the electrical conduc-
tivity of large grains, while  CdCl2 treatment changes the 
doping concentration of the skin around the large grain 
and the properties of the materials in the grain boundary. 
Therefore,  CdCl2 treatment is essential to create the most 
necessary transverse electric field  Et at grain boundaries. 
This has been clearly shown by growing CdTe using  CdCl2 
precursor [32] in which  CdCl2 post-deposition treatment 
was still necessary to increase the efficiency of the devices 
fabricated.

7  Progress to date on graded bandgap devices

As the new direction of this research programme, it is 
appropriate to discuss the progress of next generation solar 
cells based on graded bandgap devices. The main author of 
this article designed and published a paper on fully graded 
bandgap solar cell device in 2005 [6] in order to harvest all 
photons from UV, Visible and Infra-Red (IR) regions. This 
device structure also included the impurity PV effect and 
impact ionisation in order to create and enhance the num-
ber of charge carriers within the same device. This idea was 
experimentally tested during the same year [73] using well-
established metal organic vapour phase epitaxy (MOVPE) 
grown semiconductor system, GaAs/AlGaAs. Using only 
two growth runs, the experimental results demonstrated 
high device parameters such as  Voc = 1175  mV, FF = 0.85 
[73] and experimental evidence for impurity PV effect [74] 
and impact ionisation [75]. These devices were capable 
of producing  Voc values in excess of 750 mV in complete 
darkness [74], demonstrating the harvesting of IR radiation 
from the surroundings. Since the design idea was experi-
mentally proven, the authors’ present focus is to fabricate 
these types of novel devices using low-cost, scalable and 
manufacturable electroplated semiconducting materials.

Solar energy group at Sheffield Hallam University 
(SHU) has been exploring electroplating of semiconductors 
over the past two decades, and examined a large number of 
semiconductors as summarised in Table 1. It is becoming 
clear that the electroplating is a low-cost but very powerful 

Table 1  Summary of explored electronic materials to date at author’s research group using electroplating from aqueous solutions

Material electroplated Eg (eV) Precursors used for electroplating Comments References

CuInSe2 ~1.00 CuSO4 for Cu ions,  In2(SO4)3 for In ions and 
 H2SeO3 for Se ions

Ability to grow both p- and n-type material [76]

CdTe 1.45 CdSO4 or Cd(NO3)2 or  CdCl2 for Cd ions and 
 TeO2 for Te ions

Ability to grow both p- and n-type CdTe 
using Cd-Sulphate, Nitrate and Chloride 
precursors

[31, 32]

CuInGaSe2 1.00–1.70 CuSO4 for Cu ions,  In2(SO4)3 for In ions, 
 Ga2(SO4)3 for Ga ions and  H2SeO3 for Se 
ions

Ability to grow both p- and n-type material [77]

CdSe 1.90 CdCl2 for Cd ions and  SeO2 for Se ions Work is in progress [78]
InSe 1.90 InCl3 for In ions and  SeO2 for Se ions Work is in progress [79]
GaSe 2.00 Ga2(SO4)2 for Ga ions and  SeO2 for Se ions Work is in progress
ZnTe 1.90–2.60 ZnSO4 for Zn ions and  TeO2 for Te ions Ability to grow both p- and n-type material [80]
CdS 2.42 CdCl2 for Cd ions and  Na2S2O3,  NH4S2O3 or 

 NH2CSNH2

Conductivity type is always n-type [23, 25, 27]

CdMnTe 1.57–2.50 CdSO4 for Cd ions,  MnSO4 for Mn ions and 
 TeO2 for Te ions

Work is in progress

ZnSe 2.70 ZnSO4 for Zn ions and  SeO2 for Se ions Ability to grow both p- and n-type material [81]
ZnO 3.30 Zn(NO3)2 for Zn ions [82]
ZnS 3.75 ZnSO4 for Zn and  (NH4)2S2O3 for S ions Ability to grow both p- and n-type material [83]
Poly aniline (PAni) – C6H5NH2 and  H2SO4 To use as a pinhole plugging layer [84]



16613J Mater Sci: Mater Electron (2017) 28:16598–16617 

1 3

technique for growing semiconductors and nano-materials 
suitable for both micro- and macro-scale electronic devices. 
This method is particularly suitable for manufacturing large 
area electronic devices such as PV solar panels and display 
devices. The CdS/CdTe project completed by BP Solar suc-
cessfully proved the manufacturability of large solar panels 
in the 1980s and 1990s by producing ~1.0 m2 solar panels 
with efficiencies over 10% using electroplated CdTe [21]. 
The current aim of the research at SHU solar energy group 
is to develop next generation solar cells based on graded 
bandgap device structures utilising electroplated materials. 
The efforts are also directed to gain optimum benefits from 
grain boundary enhanced PV effects, as described above.

One device structure tested using already established 
materials, glass/FTO/n-ZnS/n-CdS/n-CdTe/Au has 
shown 10.4% efficiency [60], exhibiting extremely high 
 Jsc values as expected. Its energy band diagram is shown 
in Fig.  13 and consists of three rectifying junctions 

connected in parallel. Therefore, the electric currents 
produced in all three junctions add up to yield large short 
circuit current density. These devices are capable of har-
vesting IR radiation from the solar spectrum and from the 
surroundings, and enhances the number of charge carriers 
using impurity PV effect and impact ionisation [59, 75].

This initial work shows the high potential of develop-
ing graded bandgap devices using electroplated mate-
rials. In order to produce high efficiency devices, the 
Fermi level should be pinned at E5 defect level. How-
ever, the presence of other pinning positions (E4, …, 
E1) could create a serious reproducibility issues [7]. The 
subsequent work and the best devices produced to date 
are summarised in Table  2. The most noteworthy is the 
15.3% graded bandgap device produced by glass/FTO/n-
CdS/n-CdTe/p-CdTe/Au structures. Graded bandgap 
device nature of this structure is shown in Fig. 14 [8] and 
there is a huge potential to develop this device to achieve 

Fig. 13  Energy band diagram 
of a 3-layer graded bandgap 
device containing n-ZnS, n-CdS 
and n-CdTe showing 10.4% 
efficient solar cells [59, 61]. 
Note the Fermi level pinning 
requirement at E5 defect level 
for achieving high efficiency 
devices

Table 2  Graded bandgap device parameters reported under both AM1.5 illuminated condition and dark condition for lab-scale 2 mm diameter 
devices

Device Configuration Parameters under AM1.5 illuminated condition Parameters under dark condition Ref.

η (%) Jsc (mA cm−2) Voc (mV) FF Rs (Ω) Rsh (Ω) ND  (cm−3)

Glass/FTO/n-ZnS/n-CdS/n-CdTe/Au 10.4 40.8 640 0.40 175 4.6 × 103 8.1 × 1014 [85]
Glass/FTO/n-ZnS/ZnCdSxTe1−x/n-CdTe/Au 12.0 47.8 646 0.39 – – – [60]
Glass/FTO/n-ZnS/n-CdS/n-CdTe/Au 12.8 41.5 670 0.46 1351 8.1 × 106 5.2 × 1015 [86]
Glass/FTO/n-InxSey/n-CdS/n-CdTe/Au 10.0 38.1 640 0.41 309 4.5 × 103 2.0 × 1014 [87]
n-CdS/n-CdTe/p-CdTe/Au 15.3 33.8 730 0.62 500 7.2 × 106 6.6 × 1014 [8]
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highest possible efficiencies. Work is continuing in this 
direction.

8  Conclusions

To understand and unravel many issues on CdS/CdTe solar 
cell, electrodeposition has been used as the growth tech-
nique for both materials.

About 50–100  nm thick CdS layer consists of nano-
materials, cover FTO layer providing a better substrate for 
CdTe growth and always show n-type electrical conduc-
tion. Its bandgap after heat treatment at ~400 °C for 20 min 
in air is 2.42  eV, and close to that of bulk CdS material. 
Electroplating of CdTe layer at ~85 °C forms a nano-mate-
rial layer consisting of ~20–65  nm crystallytes grouped 
together to form large grains. Material can be easily grown 
as p-type when Te-rich, and n-type when Cd-rich, by vary-
ing its composition. Growth is highly preferential along 
(111) and the usual layer thickness is ~1.50–2.00 µm.

Post growth heat treatment at ~430  °C for ~10  min in 
the presence of  CdCl2 is essential for improving the struc-
tural, morphological, electrical and optical properties of 
CdTe layer. As temperature increases small crystallytes 
(nano-materials) first coalesce into large crystals showing 
a sharp structural change at 385 ± 5 °C, due to their large 
surface to volume ratio. At 385  °C, the grain boundaries 
melt due to the lowering of melting point due to impuri-
ties and CdTe crystals remain as solids. At this tempera-
ture, (111) preferred orientation change into random nature, 
but further heat treatment slowly brings back the naturally 
preferred (111) orientation. In this process, few microns 
diameter columnar type grains are formed with materials 

frozen in grain boundaries having different electronic prop-
erties. This provides band bending at grain boundaries and 
the transverse internal electric fields in addition to the main 
electric field normal to FTO surface. This is the key activa-
tion process providing grain boundary enhanced PV effect, 
and the optimum diameter of crystalline grains is ~2L, 
where L is the diffusion length of electrons in CdTe mate-
rial. This effect seems to be valid for thin film solar cells 
fabricated with columnar grown materials of CdTe, CIGS, 
poly-Si and Perovskytes.

Experimental results show that the best performing 
devices arise when the material is Cd-rich and n-type in 
electrical conduction. The same is true when the CdTe 
surface is chemically etched to produce Cd-richness prior 
to metallisation. Acidic etchants produce Te-rich surfaces 
and alkaline etchants produce Cd-rich surfaces. The trend 
observed is that the Cd-rich surfaces produce high perform-
ing devices.

The CdTe exists as both p-type and n-type materials 
and the conductivity change could happen easily depend-
ing on its composition. Therefore, two types of electronic 
devices are possible from CdS/CdTe structure. One is the 
simple n–p junction when CdTe is p-type and the back 
electrical contact should form a low-resistance ohmic con-
tact. The second is more complex to identify and involve an 
n–n junction combined with a large SB at the back metal 
contact, when the  CdCl2 treated CdTe remains n-type. The 
SB formation is also has a complex situation, depending on 
five possible pinning positions identified. This causes the 
reproducibility problems, and for best devices the Fermi 
level should be pinned close to the VB edge. In this case 
the device is a tandem cell comprising n–n junction and 
n-CdTe/metal SB at the back contact, connected in parallel. 

Fig. 14  Energy band diagram 
of the glass/FTO/n-CdS/n-
CdTe/p-CdTe/Au structure 
showing its graded bandgap 
nature, enhancing charge carrier 
creation, separation and col-
lection. Measured conversion 
efficiency is 15.3% [8]
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Since the largest SB achievable is ~1.20  eV (when the 
Fermi level is pinned at E5), and comparable to the poten-
tial barrier of the p–n junction, this device perform bet-
ter than the simple n–p device. Because of this complex-
ity, the solar cell development based on CdS/CdTe should 
take extreme care knowing the electrical conductivity type 
of CdTe used in the device, especially before interpreting 
device characteristics.

Next generation solar cells based on graded bandgap 
structures have very high potential in achieving bet-
ter conversion efficiencies. This work demonstrated the 
achievement of 15.3% for initial three-layer graded band-
gap solar cells based on electroplated materials, and the 
research along this line has a great future.
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