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CORRECTION

Correction to: Photocatalytic hydrogen production 
on chemically etched strontium titanate surfaces
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Correction to: �Reaction Kinetics, Mechanisms and Catalysis 
(2020) 131:953–963  
https://​doi.​org/​10.​1007/​s11144-​020-​01872-y

In the original publication of the article a systematic error was noticed in Gas Chro-
matograpy calibration for H2. Hydrogen production rates in Figs.  4–6 and related 
discussions should be divided by 100 for the true values.
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