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Abstract
We investigate the underlying tribological mechanisms and running-in process of a semi-crystalline polymer using molecular-
dynamics simulations. We subject a slab of simulated polyvinyl alcohol to a sliding contact asperity resembling a friction 
force microscope tip. We study the viscoelastic response of the polymer to the sliding and show both plastic and elastic 
contributions to the deformation, with their relative strength dependent on the temperature. As expected, the elastic defor-
mation penetrates deeper into the surface than the plastic deformation. Directly under the tip, the polymer has a tendency 
to co-axially align and form a layered structure. Over time, the plastic deformation on and near the surface builds up, the 
friction decreases, and the polymers in the top layer align with each other in the sliding direction (conditioning).

Keywords Tribology · Molecular dynamic · Polymers

1 Introduction

Many of the objects surrounding us are made of polymers. 
The friction that we experience while walking on our shoes 
with rubber soles or the wear of the soles are macroscopic 
properties. This scale has been studied widely for obvious 
practical reasons and there are many non-trivial effects in 
friction and wear specific to polymers, such as non-lineari-
ties and non-trivial temperature dependence. The origin of 
many of those macroscopic effects can be found at smaller 
scale, especially the molecular scale. Studying the contact at 
this nanoscale can thus provide better understanding of the 
underlying tribological mechanisms leading to friction and 
wear on the macro-scale.

The past few decades have seen rapid nanoscale devel-
opments of experimental techniques such as friction force 
microscopy (FFM). This technique gives accurate measure-
ment of surface properties and frictional behavior of a single 
asperity, and enables to some extent speculation about what 

is happening below the contact, see [1]. FFM experiments 
on polymers have already shown that molecular chain reori-
entation, due to displacement or rotation of a chain segment 
or a side group (relaxation), occurs during sliding [8, 10, 
17]. This restructuring has an influence on the friction. Not 
surprisingly, in polymers the biggest changes in tribologi-
cal properties in experiments occur at the same temperature 
where the polymer’s bulk mechanical properties also change 
drastically, the glass transition temperature Tg.

Currently, theoretical understanding of the frictional 
behavior of polymers is still lacking. As a result, the develop-
ment of novel low friction solid polymer materials can only 
be achieved through expensive testing. Nevertheless, tools 
for theoretically investigating this problem at the nanoscale 
exist: molecular-dynamics (MD) simulations. Massive MD 
simulations of this problem are however extremely challeng-
ing, due to the high level of complexity of both the material 
and friction phenomena. There is a large elastic response, 
but also plastic deformation and permanent damage. Poly-
mers form semi-crystalline structures, with both crystalline 
and amorphous domains that may change during sliding. 
The simplest limit of this semi-crystalline structuring is 
the ideal, but unrealistic, single crystal, and this has been 
investigated numerically by Heo et al. [7]. It has also been 
shown that the structure of the polymers changes near the 
tip as a result of the high stresses during indentation and 
sliding [16].
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The aim of the present study is to improve our under-
standing of polymer friction and wear, especially in relation 
to the structure in semi-crystalline polymers. We perform 
MD simulations that are designed to model an FFM experi-
ment on polyvinyl alcohol (PVA), a commonly used proto-
type polymeric material. This approach allows us to inves-
tigate in detail what happens to the individual chains and 
monomers, something that is not possible in heavily coarse-
grained finite element simulations or real experiments.

2  Simulation Setup

We simulate an FFM experiment by rubbing a model atomic 
force microscope (AFM) tip against a polymer surface. The 
molecular-dynamics software LAMMPS [14] is used to cal-
culate particle motions via a coarse-grained model, see [11, 
18]. In this study, we used the coarse-grained model for PVA 
(CG-PVA) developed by Meyer and Muller-Plathe [12].

Each simulation contains 200,000 coarse-grained mono-
mers for the substrate and around 25,000 particles for the 
tip. The radius of the tip is 4.68 nm . The atoms of the tip 
are arranged in a fcc configuration with a lattice spacing of 
2.08 nm . They are kept that way during the entire simula-
tions. The tip is a rigid body. The lowest atoms (last row) are 
removed in order to create a flat contact surface. The melt 
relaxation, cooling, indentation and sliding take roughly 
15000 CPU-hours for a simulation of 8 ns with a time-step 
of 8 × 10−16 s.

2.1  Coarse‑Grained Model

The coarse-grained model replaces a group of atoms by 
one coarse-grained particle while assuring that the overall 
structural characteristic of the polymer is preserved. In the 
coarse-grained model we use, this is done by assigning suit-
able bond, pair and angular potentials, Fig. 1.

The interactions between monomers consist of bonded 
and non-bonded contributions. Below, we express 
all quantities in terms of Lennard–Jones units, with 
�0 = 7.6 × 10−21 J, �0 = 1.6 × 10−12 s, �0 = 0.52 nm.

Our simulation box is 42 nm in the sliding direction. Dur-
ing our simulation, the tip passes over the same point around 
5–10 times (Fig. 2). 

The bonded interactions are between monomers in a 
chain, and the potential energy is a sum of stretching and 
bending contributions. The stretching of a bond is described 
by a harmonic potential Vbond = K(r − r0)

2 where K char-
acterizes the stiffness of a spring ( K = 1352�0∕�0 ), and 
r0 = 0.5�0 is the equilibrium bond length. To account 
for possible bond-breaking, this interaction is replaced 
by a Morse potential during the sliding simulations, 
Vbond = D[1 − e

−�(r−r0)]2 , where D = 95�0 determines the 
depth of the potential well (the bond energy), � = 3.77∕�0 is 
a stiffness parameter and r0 = 0.5�0 is the equilibrium bond 
distance. These values were chosen to preserve the equi-
librium bond length and the second derivative in the mini-
mum. The bending potential is approximated by an angular 
potential which is provided in table format. Because each 
monomer contains several carbon atoms, it accounts also 
for the torsion stiffness.

The non-bonded interaction is given by a Lennard–Jones 
9–6 potential Vpair(r) = 4�[(

�

r
)9 − (

�

r
)6)] , where � = 0.38�0 

is the depth potential, � = 0.89�0 is the distance at which 
the potential vanishes, and r is the distance between the 
monomers.

2.2  Melt Relaxation and Cooling

In order to obtain a realistic surface for our simulations, we 
start from a polymer melt and cool it down. Our simulation 
box is periodic in x and y, but confined by impenetrable hard 
walls in the z direction.

We generate physical initial conditions for the melt using 
the DPD-push-off method [15] which is designed to effi-
ciently obtain equilibrated polymer melts. In this approach, 
we start from non-physical random overlapping initial con-
ditions and a non-physical soft hybrid interaction potential. 
This potential consists of a 12–6 Lennard–Jones potential 
for the non-bonded interactions and a spring potential for 
the bonded interactions. After this system is equilibrated for 

Fig. 1  Coarse-grained model for PVA (C
2
H

4
O)

x
 . Red atoms are oxy-

gen, dark gray are carbon, and clear gray are hydrogen. One green 
circle represents one coarse-grained particle which replaces the group 
of atoms C

2
H

4
O Fig. 2  FFM tip in 2d and 3d view
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0.25 ns using the DPD-push-off protocol, the non-physical 
soft hybrid potential is replaced by the realistic coarse-
grained PVA potential described above. The system is no 
longer in equilibrium for the PVA potential, so it is equili-
brated again for another 0.25 ns. At this point, the melt is 
still unphysically hot, around 5000 K. The melt is coupled 
to a Nosé–Hoover thermostat at 520 K, slightly above the 
glass transition temperature, and time scale of 1 in LJ units. 
The system is then equilibrated for 4 ns at which point we 
have a physical and properly equilibrated melt at 520 K. We 
confirm this by checking that the radius of gyration is stable.

Next, the temperature is gradually decreased to 220 K 
with a cooling rate of 75 K/ns. We vary the cooling rate to 
obtain different structural properties.

2.3  Crystallinity

The crystallinity level is calculated at various stages during 
the simulation.  The method to calculate the crystallinity is 
called Individual Chain Crystallinity, see [19]. We define 
this quantity as the ratio between the number of aligned 
bonds and the total number of bonds in our coarse-grained 
force field. For every bond we calculate the bond vector 
�
i
 and a directional vector made of the average of the ten 

neighboring bonds, �
i
 . If the normalized scalar product of 

those two quantities is higher than 0.95 (18.2°), the bond is 
considered as aligned, i.e., a bond is deemed straight if

2.4  Sliding

Once we have obtained a simulation of a physical polymer 
surface, we perform indentation and sliding simulations 
using a simulated AFM tip. The tip is represented by a 
hemispherical rigid body consisting of a rigid fcc arrange-
ment of the same PVA monomers, see Fig. 3. The interaction 
between tip particles and the monomers is given by the same 
non-bonded pair potential as the monomer–monomer inter-
action. A constant load is applied to the tip in the z direction. 
The center of mass of the tip is tethered to a support using 
a harmonic springs in the x and y directions with spring 
constant 17.8 �0∕�2

0
 . During sliding, the support moves at 

a constant velocity in the x direction of 15 m/s. The force 
Flat(t) needed to keep the support moving at constant veloc-
ity corresponds to the lateral force in an FFM experiment, 
and its average gives the friction.

To prevent the substrate from moving with the tip, the 
centers of mass of the chains in the lower quarter of the 
substrate are tethered to their original positions using springs 
with spring constant �0∕�2

0
 . A Langevin thermostat with 

(1)cos(𝜃) =
�
i
⋅ �

i

‖�
i
‖ ‖�

i
‖
> 0.95 .

decay time 1000 �0 is also applied to these chains and set to 
the appropriate temperature for each simulation.

2.5  Collecting Statistics

In order to collect enough statistics to understand what is 
happening around the tip during sliding, we investigate aver-
aged quantities in a frame that move with the tip so that the 
tip is always at the origin. The simulation box is divided 
into a grid that moves with the tip. For any given time and 
for each individual bin, the properties of the atoms present 
within the bin are recorded and averaged. We note that as the 
tip moves, the atoms enter and leave the co-moving bins. In 
the cases where we investigate the displacement over finite 
times, we assign the entire displacement to the atom’s initial 
bin.

The density is calculated by counting the average number 
of particles in the bin. To obtain a mapping of the orienta-
tion of the chain in the sliding direction, we compute the dot 
product between the bond vectors, �

i
 , and the unit vector �̂�.

3  Results and Discussion

We first discuss the equilibrium substrate. Examples of 
the substrates we obtain using the method described above 
are shown in Fig. 4, where one can see different structures 
depending on the chain length. The surface breaks the sym-
metry, and therefore the surface structure is not necessarily 
the same as the bulk. The shortest chains ( m = 10 ) form a 
layer of polymers perpendicular to the surface. For longer 
chains the substrate becomes more homogeneous with an 
increase of the amount of folded segments and entanglement 
of the chains.

Fig. 3  A snapshot of the simulation bow before the sliding process. 
The tip is the semi-sphere red body, the particles being in the same 
chain are of the same color. The xyz dimensions of the substrate are 
42, 29 and 11 nm
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Because of limitations in computation time, we restrict 
the study of the sliding to one chain length, m = 50 . This 
chain length produces a surface that is representative of 
surfaces consisting of longer chains. The amount of end 
monomers at the surface is low, and the chains are long 
enough to fold back on themselves. We show the crystal-
linity as a function of the system temperature for a con-
stant cooling rate of 75 K/ns in Fig. 5. In general, the 
glass transition temperature and melting temperature of a 
sample of this size are subject to finite-size effects. Never-
theless, we have estimated the glass transition temperature 
for our system from the temperature with maximum rate 
of change of the crystallinity and found it to be approxi-
mately 350.4 K, as can be seen from Fig. 5. We have esti-
mated the melting temperature by melting a crystalline 
sample, and found it to be around 407 K.

3.1  Indentation

Still at 220 K, we place the tip over the slab of polymer 
and apply a specific load force to it. The tip is then pushed 
into the surface with some violence, and we wait for it to 
come to full rest, which takes 0.4 ns. After this, we switch 
the thermostat to the target temperature and equilibrate 
the system for 1.6 ns. We do not observe any significant 
further creep during this equilibration period that could be 
relevant for our sliding simulations.

Fig. 4  Substrate built with different chain lengths, m, which represents the 
number of coarse-grained particles per chain. The particles belonging to the 
same chain are of the same color

Fig. 5  The crystallinity level as a function of temperature during a 
cooling simulation with cooling rate of 75 K/ns. The glass transition 
temperature is estimated from the point of maximum slope, i.e., when 
the rate of change of the crystallinity is the highest. The final crys-
tallinity level of the substrate was around 0.4. It represents the mass 
fraction of crystalline phase
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3.2  Frictional Forces

We show the lateral force as a function of time in Fig. 6a for 
different loads at T = 220 K. The frictional force decreases 
with time during the running-in period. The force fluctuates 
and has a repeating pattern due to repetitive crossing of the 
simulation cell. It takes around 2.1 ns to cross this cell. The 
system has not fully reached the steady state as the friction 
is still going down slowly.

The average frictional force is calculated over the entire 
time interval and the results are shown in Fig. 6b. The fric-
tion shows a nearly linear dependence on the load. If we 
extrapolate the data to zero load, the frictional force will be 
around 0.53 nN , which is due to adhesion.

In order to understand the effect of the viscoelastic-
ity of the polymer, we investigate the dependence of the 
friction on temperature. We show the lateral force as a 
function of time in Fig. 7a for different temperatures at 
the same load of 0.38 nN . The lateral forces are initially 
very similar for the different temperatures. This is due 
to the fact that we have used very well controlled and 
similar initial states. Such initial similarities would not be 

Fig. 6  a Lateral force as a function of time. b Friction as a function of 
the load. The noise in the lateral force was smoothed by using a mov-
ing average with small interval of 1.6 ps. At this velocity (15 m/s), 
the simulation box is completely traversed in approximately 2.8  ns. 
The vertical lines represent the time when the virtual atom which is 
attached to the spring goes back to his initial position. The friction is 
calculated from the lateral force by averaging over the last two passes 
of the simulation. Extrapolation to zero shows a non-zero friction at 
vanishing load, which indicates that there is a substantial contribution 
from adhesion

Fig. 7  a Moving average of the frictional force vs time for different 
temperatures. At regular intervals, the total lateral forces between the 
tip and the substrate are measured. The data were then smoothed by 
a moving average with small interval of 1.6 ps in order to reduce the 
noise. b Average frictional force over the last two passes vs. tempera-
ture
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achievable in experiments. As soon as the sliding begins, 
the systems at different temperatures start to diverge due 
to different mechanical properties of the polymer as well 
as thermal activation. The lateral force decreases with 
time for most temperatures, but increases slightly with 
time at the highest temperatures. This increase is related 
to more and more molecules adhering to the tip and thus 
needing to be dragged over the surface. Since this is 
occurs above the glass transition temperature, it is part 
of a purely viscous response. The mechanism by which 
the friction decreases with time below the glass transition 
temperature is more interesting and complicated, and we 
will discuss and investigate it in more detail below.

The average frictional force as a function of temperature 
is shown in Fig. 7b. The friction shows a non-linear depend-
ence on the temperature with a minimum around 200 K. This 
is known to be the result of a competition between the local 
shear stress which decreases with the temperature and the 
contact area which increases with temperature [4].

3.3  Structure

Figure 8 shows a snapshot of the substrate after multiple 
passes at temperature 220 K. From this figure, we see that 
there are significant changes in the structure on the surface. 
In order to understand what is happening during the running-
in period, we investigate the structure in more detail.

Figure 9 shows the average density in cross sections of 
the surface directly under the middle of the tip for three dif-
ferent temperatures. We note that the gentle density gradient 
in the first few nanometers of the surfaces is due to the fact 
that the surface is not atomically flat, but has some nm-scale 
roughness. There are a small number of alternating high- and 
low-density lines around the tip, as can be seen from the 

Fig. 8  A snapshot of the simulation cell after 15 passes of the tip 
at T = 220K , seen from above. The tip is the round red body and 
it is moving to the right. The particles being in the same chain are 
the same color. The polymer chains in the wear track have become 
aligned with the sliding direction

Fig. 9  The density in the yz plane directly under the tip at dif-
ferent temperatures. The dashed line indicates the tip surface. 
�
0
= 22monomers/nm

3 is the bulk density (the sliding is in the x 
direction)
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horizontal red lines in the figure. In Fig. 10, we quantify this 
further and show the density in the region under the flat part 
of the tip as a function of the depth under the tip. There is a 
fast decay in the fluctuation with respect to the height. The 
first maximum is around 3 times the bulk density and the 
first minimum is half of the bulk density. Temperature some-
what reduces the effect, as is to be expected, but is still quite 
pronounces, even above the glass transition. This formation 
of a layered structure is not unexpected; it is commonly 
found in strongly confined materials under high pressure.

Finally, the snapshot in Fig. 8 shows specifically that the 
chains in the center are aligned in the sliding direction in the 
wear track. Most of the adjacent chains to this wear track 
show partial alignment with respect to the sliding direction. 
The chains further away from the wear track show little to 
no sign of this. Such behavior has been observed experimen-
tally for rubbers [3, 6, 13].

We investigate this more systematically by considering 
the orientation of the bonds in the chains. Figure 11 shows 
the average component of the bond in the sliding direction 
for different temperatures. In the first few nanometers from 
the surface, there is a strong preferential orientation of the 
chains in the sliding direction (combing effect). The thick-
ness of this reorientation layer increases with the tempera-
ture (Fig. 12).

3.4  Dynamic

The viscoelastic flow of the material surrounding the tip 
is an important characteristic of the contact [9]. We there-
fore investigate the average displacement around the tip, 

including the elastic restoration and permanent plastic 
deformation; the former is removed from the system by the 
thermostat.

Fig. 10  The average density under the flat region of the tip as a func-
tion of the depth directly under the tip, normalized by the bulk den-
sity. The vertical line represents the lowest surface of the tip. It is the 
sum of the height of the tip lowest atom plus the value r

0
 of the Len-

nard–Jones potential

Fig. 11  Average of the normalized scalar product between the bonds 
vector and the x direction at different temperatures. The circular dot-
ted line indicates the surface of the tip
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Figures 13a, c, e and 14a, c, e show the vector displace-
ments calculated after a time interval �t of 0.08 ns and 0.4 
ns, respectively. We first consider the temperatures below 
the glass transition, 50 K and 220 K. In front of the tip, 
the material near the surface moves downward and in the 
direction of the sliding. Directly below the tip, it moves 
upward and slightly in the direction opposite to the sliding. 

The atoms near the surface at the rear of the tip move 
slightly downwards and also in the direction opposite to 
the sliding. This change of direction before and after the 
tip indicates that elastic energy is stored in the deformation 
and returned. In addition, some energy is dissipated as heat 
and in plastic deformation. The latter can be seen from 
the displacements after the longer time interval in Fig. 14. 
At temperature 385 K, above the glass transition, there is 
predominantly a viscous response, and no elastic restora-
tion. In this case, the substrate mainly moves towards the 
sliding direction.

Figures 13b, d, f and 14b, d, f show cross sections in the 
yz plane of the vector displacements calculated after time 
intervals �t of 0.08 ns and 0.4 ns. There are symmetrical dis-
placements in the y and z directions. We also note that there 
are quite large fluctuations visible in Fig. 14. It is neverthe-
less possible to discern significant displacement near the tip.

Figure 15 shows the displacement in the x direction 
(sliding direction). There is a small zone surrounding the 
tip where the displacements are large, at least an order of 
magnitude higher, in the first few nanometers than in the 
bulk material. They also do not recover, indicating that this 
is plastic deformation, as can been seen from the top view 
displacement map after one pass of the tip, see Fig. 12. The 
thickness of the layer with plastic deformation increases 
with the temperature. This observation is in agreement with 
Briscoe hypothesis [5] of a thin top layer of polymer being 
submitted to higher shear stresses close to the surface. It is 
also consistent with alignment of the polymers on the sur-
face in the sliding direction. The right side of the dashed line 
represents the front of the tip. As can be seen from Fig. 15, 
there are atoms counted at positions overlapping with the 
final position of the tip. This is due to the fact that we are 
investigating finite time intervals and we assign the entire 
displacement to the atoms initial bins.

In the displacements, we see no indication that the lay-
ers visible in Fig. 10 under the tip shear significantly with 
respect to one another. There is likely due to the fact that 
there are covalent bonds between the high-density planes 
where the polymer chains fold around from one to the next. 
The layer with high plastic displacement is roughly the same 
thickness as the area with more structure under the tip. Even 
though the precise rearrangements are different, this similar-
ity in size is to be expected, because the monomers in this 
region are subjected to forces that are strong enough to cause 
significant structural rearrangements.

At T = 55 K and 220 K, the chains have a strong cohesion 
and are strongly attached to the substrate. Only the very sur-
face of the substrate sees high deformation. At the rear of the 
tip, the substrate detaches from the tip. Part of the energy is 
restored where the substrate is moving backwards. One can 
notice the presence of transition zones going from negative 
to positive displacement. We suppose that this effect can be 

Fig. 12  Top views (z cross sections) displaying average displacement 
in the x direction (sliding direction) right below the tip. The average 
displacements are calculated after a time interval �t of 2.8 ns corre-
sponding to one pass of the tip. The plastic deformation can be iden-
tified from the fact that it is still present after a full pass of the tip 
through the simulation cell, returning to its original position
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Fig. 13  x and y cross sections displaying average displacement vector 
fields. The AFM tip move towards the x positive direction. The aver-
age displacements are calculated after a time interval �t of 0.08 ns . 

The dashed line and the green line represent, respectively, the initial 
and final position of the FFM tip
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Fig. 14  X and Y cross sections displaying the average displacement vector field. The average displacements are calculated after a time interval �t 
of 0.4 ns . The dashed line and the green line represent, respectively, the initial and final position of the FFM tip
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explained by the production of fast propagation of Schal-
lamach waves during sliding, see [2].

At T = 385 K, the chains are not sufficiently attached to 
the substrate and are free to move with the tip. This free 
movement implies a reduction of the shear stress and an 
increase of the surface area (higher penetration).

4  Conclusion

We have performed molecular-dynamics simulations of an 
AFM tip sliding on a polymer substrate of PVA chains. We 
have investigated structural changes occurring in the surface 
on the atomic scale, as well as the viscoelastic response. We 
have investigated the system at several temperatures below 
and around the glass transition and relate the response to the 
proximity of the glass transition.

We compute the friction as well as a number of structural 
and dynamic properties. For low temperatures, the friction 

decreases with temperature, as the shear strength decreases. 
For higher temperatures, but still below the glass transition, 
the friction increases again as the contact area increases 
due to larger plastic deformation. At low temperatures, we 
see that the polymer is mostly elastic, and we see this in a 
large recovery and backwards motion of the material in the 
substrate behind the tip. At higher temperatures, close the 
glass transition, there is a much larger viscous component. 
In all cases, the polymers near the surface reorient and align 
permanently with the sliding direction. While our simula-
tions are for a specific polymer, the qualitative behavior is 
likely to be general and present in other polymers. Using 
MD simulations has allowed us to provide a detailed picture 
of the molecular behavior of sliding polymers. Neverthe-
less, much remains to be investigated, as there are many 
additional complications in many realistic polymers that 
can affect the structure and friction, such as stronger inter-
chain interactions, cross-linking, or the presence of water 
and other contaminants.

Fig. 15  y cross section of the average displacement in the x direction 
(sliding direction) shown for three different temperatures and two dif-
ferent time intervals �t . The dashed line and the green line represent, 

respectively, the initial and final position of the FFM tip. We assign 
the entire displacement to the initial bin of the atom
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