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The fragmentation properties of singly and doubly lithiated polytetrahydrofuran (PTHF) were
studied using energy-dependent collision-induced dissociation. The product ion spectrum of
[PTHF � Li]� showed the formation of three different series corresponding to product ions
with hydroxyl, aldehyde and vinyl end-groups. Interestingly, besides these series, two
additional, non-lithiated product ions C4H9O� and C4H7

� were identified in the MS/MS
spectra. The MS/MS of the doubly lithiated PTHF ([PTHF � 2Li]2�) with a number of repeat
units ranging from 8 to 27 showed the formation of product ions similar to those of the singly
lithiated series, however, doubly lithiated product ions and product ions formed by the loss of
one Li�-ion from the precursor ion also appeared with significant abundances. Analysis of the
breakdown curves for the singly and doubly charged PTHF indicated that the series A ions are
formed most probably together with the series B ions, while members of the series C ions
appeared at significantly higher collision energies. The fragmentation properties of [PTHF �
Li]� and [PTHF � 2Li]2� were also interpreted using the survival yield method. It was found
that the collision energy/voltage necessary to obtain 50% fragmentation (CV50) was dependent
linearly on the number of the repeat units, i.e., on the size, or the number of degrees of freedom
(DOF). (J Am Soc Mass Spectrom 2010, 21, 1753–1761) © 2010 American Society for Mass
Spectrometry

Polytetrahydrofuran (PTHF), also named poly(tetra-
methylene oxides) (PTMO) or poly(tetramethylene
glycols) (PTMG), are widely used as the soft segments

in many polyester- (e.g., Hytrel), polyurethane- (e.g., Lycra),
and polyamide- (e.g., Vestamid) based thermoplastic
elastomers [1]. PTHFs are also important constituents of
many bioresistant and biocompatible thermoplastic
polyurethane elastomers targeted at various biomedical
applications [2–5]. As the application of PTHFs is ex-
pected to increase further in the future, it is important to
have an analytical method suitable for the unambigu-
ous determination of the structure and the molecular
weight of PTHFs even in complex mixtures. Mass
spectrometry combined with soft ionization methods,
such as matrix-assisted laser desorption/ionization
(MALDI) [6, 7] or electrospray ionization (ESI) [8], can
satisfy these requirements. MALDI-MS and ESI-MS
allow the determination of the mass of the repeat unit
and the end-groups of polymers. Furthermore, if tan-
dem MS (MS/MS) is applied, structural information on

polymers can also be obtained. The typical molecular
weights of PTHFs used for making thermoplastic elas-
tomeric materials for different applications fall into the
range of 600–2000 g/mol [1]. Therefore, theoretically,
PTHFs with molecular weight of practical interest are
amenable to tandem mass spectrometry combined with
soft ionization methods. The MS/MS behaviors of poly-
ethers such as polyethylene glycol (PEG) and polypro-
pylene glycol (PPG) have been extensively studied
[9–15], but only few papers on the MS/MS of PTHFs
have been published [14–16].

In the MS/MS of PEG and PPG, four different
product ion series have been identified: product ion
series with hydroxyl (series A), vinyl (series B), and
formyl end-groups (series C), as well as a distonic
radical cation series formed by homolytic cleavage of
the C–C and C–O bonds (series D) [9–15]. Very recently,
a new series formed by elimination of a C2H5O2 unit
from the doubly lithiated PEG was also observed [13].
In contrast, MS/MS of singly lithiated PTHF showed
the presence of series A and B with relatively high
abundance, but series C ions appeared with a low
abundance [14, 15]. However, no formation of other
series has been observed in the case of lithiated PTHF.
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To our best knowledge, no detailed report on the
fragmentation properties of PTHF as a function of the
size, collision energy, and charge state has been issued.

The objective of this work was to study the fragmen-
tation behavior of singly and doubly lithiated PTHF
generated by ESI under energy-dependent collision-
induced dissociation (CID). Another goal was to inves-
tigate the effect of the collision energy on the resulting
MS/MS spectra of the singly and doubly lithiated
PTHF, and to establish relationships between the colli-
sion energy and the relative intensities of some product
and precursor ions.

Experimental

Chemicals

All chemicals used were received from Aldrich (Steinheim,
Germany). PTHF [HO(CH2CH2CH2CH2O)nH] with a num-
ber-average molecular weight of 650 g/mol was dis-
solved in methanol at a concentration of 2 mM. To
obtain lithiated adducts of PTHF in ESI, a solution of
LiCl in methanol was added to the PTHF solutions to
obtain concentration of 1 mM for PTHF and LiCl.
Deuterated PTHF sample was obtained by dissolving
LiCl and PTHF in CH3OD from Isotech Inc. (Miamis-
burg, OH, USA) in the same way as described above.

Electrospray Quadrupole Time-of-Flight MS/MS
(ESI-Q-TOF)

MS/MS measurements were performed with a MicroTOF-Q
type Qq-TOF MS instrument equipped with an ESI
source from Bruker (Bruker Daltoniks, Bremen, Ger-
many). The sample solutions were introduced directly
into the ESI source with a syringe pump (Cole-Parmer
Ins. Co., Vernon Hills, IL, USA) at a flow rate of 3
�L/min. The temperature of the drying gas (N2) was
kept at 160 C. The needle voltage was 4 kV. For MS/MS
experiments, nitrogen gas was used as the collision gas
and the collision energies were varied in the range of
10–200 eV (in the laboratory frame). The pressure in the
collision cell was determined to be 8 � 10�3 mbar. The
precursor ions for MS/MS were selected with an isola-
tion width of m/z 5. The MS/MS spectra were accumu-
lated and recorded by a digitizer at a sampling rate of 2
GHz. The mass spectra were calibrated externally using
the exact masses of clusters [(NaTFA)n � Na]� gener-
ated from the electrosprayed solution of sodium triflu-
oroacetate (NaTFA). The mass spectra recorded were
evaluated with the DataAnalysis 3.4 software from
Bruker.

Evaluation of the Survival Yield Curves

The survival yield (SY) [17–19] is defined by eq 1.

SY �
Ip

Ip � � Fi

where Ip is the intensity of the precursor ion, and �Fi is
the sum of all fragment ion intensities.

The shape of the SY versus collision energy (eV) or
collision voltage (V) curves is a sigmoid type and can be
described by e.g., a two-parameter sigmoid function
according to eq 2

SY �
1

1 � aebCV

where a and b are constants and CV is the collision
voltage.

It has been shown that a characteristic collision
energy or collision voltage can be obtained at a voltage
when the intensity of the precursor ion is equal to that
of all fragment ions, i.e., at 50% fragmentation (SY �
0.5) [20, 21]. The value of the collision voltage at SY �
0.5 (CV50) can be expressed by eq 3 using the parame-
ters of eq 2.

CV50 �
ln(1 ⁄ a)

b

For fitting the parameters of the two-parameter sigmoid
function (eq 2) to the experimental data, a home-made
software utilizing the Gauss-Newton-Marquard proce-
dure was applied.

Results and Discussion

MS/MS of the Singly Lithiated
Polytetrahydrofuran ([PTHF � Li]�)

As the sodiated and potassiated polyethers have been
reported to exhibit no or very weak product ion signals
[9–14], we focused our MS/MS studies on the lithiated
PTHF.

The ESI-MS spectrum of the solution of PTHF
[HO(CH2CH2CH2CH2O)nH] in the presence of added
LiCl salts leads to the formation of singly, doubly, and
triply lithiated adduct ions (shown in the Supplemental
Information, which can be found in the electronic
version of this article). The latter could only be observed
in low intensity. Interestingly, the series of doubly and
triply lithiated PTHF adducts occurred approximately
in the same m/z range as the singly charged one, most
probably due to the relatively large polydispersity of
the PTHF sample. Hence, the fraction of the PTHF
sample with higher molecular weight was dominantly
multiple-charged whose m/z values thus fall into the
m/z range of the singly charged one, causing a virtual
overlapping of different charged states. However, this
kind of charge state distribution did not prevent the
selection of the desired adduct ion for MS/MS since
each peak in the m/z range of interest was well resolved
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and spaced enough making the identification and selec-
tion of the precursor ion accurate (the mass of the
end-group and the repeat unit are 18 and 72 Da,
respectively). In this series of experiments, singly lithi-
ated adducts of PTHF ([PTHF � Li]�) were subjected to
collision-induced dissociation (CID) to obtain structural
information and to gain insight into the fragmentation
properties. Figure 1 shows the product ion spectrum of
([PTHF � Li]� with a number of repeat units 10, and
Scheme 1 summarizes the different series appeared in
the product ion spectrum.

As seen in Figure 1 and Scheme 1, three different
series A, B, and C occurred in the MS/MS spectrum.
The A, B, and C series are similar to those observed in
the MS/MS spectra of the analogous polyethylene
glycol (PEG) and polypropylene glycol (PPG), thus
these series were named accordingly [9–15]. The forma-
tions of series A, B, and C are also in line with those
reported for PTHF using a MALDI quadrupole ion trap
(QIT)-time-of-flight (TOF) [14] and a MALDI hybrid
sector oa-TOF instrumentation [15]. In the MS/MS
spectra of the lithiated PTHF, series A corresponds to
the product ions formed by fragmentation along the
whole polyether backbone to yield a series of fragment
ions with the same end-groups carried by the precursor,
i.e., H and OH groups. Series B and C are product ion
series with vinyl and formyl chain-ends, respectively, as
depicted in Scheme 1. Lithiated PEGs and PPGs exhibit
two additional series with respect to PTHF: one distonic
radical cation series denoted as series D, which is
formed by homolytic cleavage of the C–C and C–O

bonds, and the other recently recognized series is pro-
duced by elimination of C2H5O2 units [13]. According
to our MS/MS investigations, lithiated PTHF revealed
also the formation of a very low intensity product ion
series corresponding to the composition of [Li �
HO(CH2CH2CH2CH2O)nCH(CH2)m]� (m � 0, 1, and 2).
These latter PTHF product ion series are rather similar
to the series D ions of PEG and PPG in a manner that
they were formed by the cleavage of C–C bonds.
However, the low intensity PTHF product ion series are
of even electron-numbered (EE�) unlike the series D
ions of PEG and PPG, which are radical ones (odd-
electron numbered, OE�·). Another dissimilarity be-
tween the fragmentation pattern of lithiated PTHF and
its PEG and PPG analogs is that the lithiated PTHF
yields more abundant product ions formed by the loss
of an H2O molecule from the precursors. Furthermore,
we also observed the formation of nonlithiated product
ions at m/z 73 (denoted as ion G) and 55 (named as ion
F) in the case of lithiated PTHF (as depicted in Scheme
1) which, to the best of our knowledge, have not been
reported yet. No higher homologues of ions G and F
were found. The formation of ion G is most likely
accompanied by the generation of a neutral Li-salt. The
compositions of these two ions were supported by
means of accurate mass measurements and by using
PTHF dissolved in deuterated methanol. On the other
hand, in the MS/MS of the doubly deuterated PTHF the
m/z of ion G shifted from 73 to 74, whereas that of ion F
did not change, in good agreement with the species
proposed in Scheme 1. It should be emphasized, however,
that the structures for the G- and F-ion presented in
Scheme 1 are only tentative but their compositions and the
number of the changeable protons are unambiguous.

It can also be concluded from this observation that
ion G originated from charge retention on the dissoci-
ating polyether chain-end and not from an internal
cleavage of the polyether backbone. The doubly deuter-
ated PTHF with six repeat units (PTHF6) was also
subjected to MS/MS to gain deeper insight into the
PTHF fragmentation mechanism. The intensity ratio of
the singly and doubly deuterated product ions was re-
corded as a function of the collision energy. The fraction of
the singly deuterated product ion with a number of repeat
units x with respect to that of the doubly deuterated
species (�x) can be expressed by eq 4.

�X �
IAx,d

IAX,d
� IAx,dd

where IAx,d
and IAx,dd

are the intensities of the singly and
doubly deuterated product ions with a number of repeat
units x.

Figure 2 shows the dependence of �x on the collision
energy for the product ions A5

�, A4
�, and A3

�.
As can be seen in Figure 2, the A5

� fragment ion is
formed predominantly by elimination of a C4H8O unit
from the precursor. At low collision energy (40 eV) only
ca. 8% of A5

� was formed by elimination of a C4H7DO

Figure 1. ESI-MS/MS of singly lithiated polytetrahydrofuran
([PTHF10 � Li]�) (with a number of repeat unit of n � 10)
recorded at 95 eV laboratory frame collision energy. The num-
bers in the subscript stand for the number of repeat units as
indicated in Scheme 1. The regions denoted by asterisk are due
to the presence of low intensity product ion series of [Li �
HO(CH2CH2CH2CH2O)nCH(CH2)m]� (m � 0, 1, and 2). The inset
shows the partial ESI-MS/MS spectrum for product ions C1 and
A2. The labeled m/z values are: series A � 25 � 72x, series B �
79 � 72x, series C � 95 � 72x (x � number of repeat units) and 55,
73, 745, and 727 for the F, G, [M � Li]� and [M � Li-H2O]� ions,
respectively.
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unit. However, the fraction of the A5
� fragment ion due

to the elimination of a C4H7DO unit increases with the
collision energy. The eliminated C4H8O and C4H7DO
units were found in the MS/MS spectra in the form of
[Li � C4H8O]� and [Li � C4H7DO]� ions, i.e., Bo

�

products ions. Consistent with the finding for the A5
�

ion, it was observed that at low collision energies,
overwhelmingly [Li � C4H8O]� was formed, however,
at higher collision energies the [Li � C4H7DO]� ion also
appeared. This suggests that the A and B fragment ions
are formed simultaneously, and the chain-end plays a
significant role in the formation of the A5

� ion. It is also
evident from Figure 2 that A4

� and A3
� are observed as

partly dideuterated ions with a decreasing fraction A4
� �

A3
�. From the results presented in Figure 2, it can be

concluded that the transfer of a hydrogen from an
internal tetramethylene oxide unit becomes more pro-
nounced with the increasing collision energy and the

distance between the hydroxyl hydrogen (end-group
OH) and the dissociating ether bonds.

To evaluate the relative contribution of the different
fragmentation pathways leading to the formation of the
product ion series A, B and C, as well as product ion G
as a function of the collision energy, breakdown dia-
grams and modified breakdown diagrams [22] were
constructed (Figure 3). The relative intensity of ion F
compared with that of the other product ions was very
small, therefore, it was not included in the breakdown
diagrams.

As seen in Figure 3a and b, the series A ions are
dominant over all of the other series throughout the
collision energy range of 25–60 eV. However, at higher
collision energy, the dominance of series A tends to
decrease and above ca. 60 eV the series C ions became
more pronounced. The fraction of G ion increases with
the collision energy. The relative intensity of series C
increases more steeply than that of series B, and at
higher collision energies the abundance of series C
clearly exceeds that of series B. As seen in Figure 3a, the
abundance of series C and series B are significantly
different at all collision energies except at ca. 52 eV,
where the two curves intercept each other. The break-
down diagram for PTHF8 shown in Figure 3c and d are
rather similar to that presented for PTHF4. The most
significant differences in the breakdown diagrams
shown in Figure 3a and c is the shift to higher collision
energy with the increasing mass (size) of the precursor
ion and that the breakdown curve for G-ion gets closer
to those of series A and B. Furthermore, as judged from
the breakdown diagrams in Figure 3, series A and B
change closely together, suggesting that the series A
ions are formed along with the series B ions but with
different relative intensity, whereas the series C ions are
most likely originated from another parallel process
having higher activation energy. In the MS/MS spectra
of PEG and PPG, the intensity of series B and series C
were found to be almost identical, revealing a charge
remote fragmentation pathway for the formation of the
product ions with vinyl (series B) and formyl (series C)
termini [9]. However, as evidenced from Figure 3, this is
not the case for lithiated PTHF. According to the

Scheme 1. The proposed structures of the product ions formed from the singly lithiated
polytetrahydrofuran.

Figure 2. The intensity ratio (�x) of the singly and doubly
deuterated product ions calculated by eq 4 for product ions A5, A4,
and A3 formed from dideuterated [PTHF6 � Li]� precursor ion
(n � 6) as a function of collision energy.
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experimental results, series A and series B are likely
formed together by charge-induced fragmentation (charge
facilitates the fragmentation). Depending on the posi-
tion of the Li�-ion at the time of fragmentation, either
series A or series B will be observed. The lower inten-
sities of the B series compared with the A series in the
MS/MS spectra are most probably due to the lower
affinity of the vinyl-terminated fragment to the cation
than to the alcoholic end-group of series A. Series C
seems to be formed via a different charge-induced
fragmentation channel. The potential lack of charge-
remote fragmentation for the formation of series B and
C in the case of lithiated PTHF is most probably because
an eight-member intermediate should be formed for
charge-remote fragmentation to occur, which is less
stable than a six-member intermediate formed from
PEG and PPG as it was also concluded from a MALDI-
quadrupole ion trap-time-of-flight study with lithiated
PTHF [14]. (Note that PTHF carries four backbone
carbon atoms/repeat units, whereas PEG or PPG has
two backbone carbons atoms/repeat units.)

MS/MS of the Doubly Lithiated
Polytetrahydrofuran ([PTHF � 2Li]2�)

The singly lithiated PTHF could be fragmented up to
oligomers containing 15 repeat units. For higher oli-
gomers MS/MS failed due to the complete loss of ion
signal under our instrumental conditions. Therefore,
the fragmentation studies were extended to the doubly
lithiated PTHF, expecting that higher oligomers would
be amenable to MS/MS investigation and, hence, for
structural elucidation. Indeed, these experiments showed
that the doubly lithiated PTHF oligomers with a number
of repeat units ranging from 8 to 27 (corresponding to a
mass range of 600–2000 Da) can be readily fragmented.
Figure 4 shows the MS/MS spectrum of ([PTHF � 2Li]2�

with a number of repeat units n � 10.
As seen in Figure 4, singly and doubly lithiated

product ions were formed from the doubly charged
precursor ion. The singly charged series A, B, and C, as
well as the G and F ions are identical to those observed
in the MS/MS of the singly lithiated PTHF. On the other

Figure 3. Breakdown diagram (a) and modified breakdown curves (b) for the product ions formed
from the [PTHF4 � Li]� (n � 4) precursor ion. Breakdown diagram (c) and modified breakdown
curves (d) for the product ions formed from the [PTHF8 � Li]� (n � 8) precursor ion. The intensity
for a given series was obtained by summing intensities of all-fragment ions belonging to that series.
The relative intensity was calculated as the ratio of the intensity of a given product ion to that of all
product ion intensities plus precursor ion intensity. The modified breakdown curves were constructed
by normalization of relative intensity of each product ion series to 1.
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hand, the doubly lithiated series of fragment ions such
as Ax

2�, Bx
2�, and Cx

2� are also occurred. The end-groups
of the doubly charged product ion series, i.e., those
bearing two Li�-ion on their chains are identical with
that of the corresponding singly charged ones, so it was
labeled accordingly. It was observed in the MS/MS of
the doubly lithiated PTHF that among the doubly
lithiated product ions series Ax

2� and Bx
2� were present

with the highest intensity. Ax
2� and Bx

2� showed monot-
onously increasing intensity with the number of repeat
units x, while the members of series Cx

2� were assigned
with relatively low intensities. For example, in the
MS/MS spectrum of [PTHF23 � 2Li]2� (shown in the
Supplemental Information) the intensities of the prod-
uct ions Ax

2� decreased monotonously in the order of
A22

2�, A21
2�, A20

2�, and so on, up to A10
2� with the abundance

ratio of ca. 60/1 (A22
2� to A10

2�, at 80 V collision voltage).
On the other hand, in the MS/MS of [PTHF10 � 2Li]2�

presented in Figure 4, A7
2� appears only with a very low

intensity. Furthermore, MS/MS of [PTHF8 � 2Li]2� also
revealed that the A7

2� ion was formed only with ex-
tremely low abundance. Therefore, it is reasonable to
conclude that the fragmented chains must contain at
least eight repeat units to carry two Li�-ions.

The [PTHF � Li]� ion can also be detected due to the
loss of one Li�-ion from the precursor ion. The presence
of the singly charged product ion series in the lower
and higher mass region of the MS/MS spectrum indi-
cates that fragmentation of the doubly lithiated precur-
sor ion into two singly charged lithiated product ion
series takes place by chain-cleavage. This is supported
partly by the fact that at low collision energies besides
A16

1�, A15
1�, A14

1�, the product ions A3
1� and A2

1� can also
be detected with low intensity in the MS/MS spectrum

of [PTHF17 � Li]2�. Hence, A3
� and A2

� can not originate
from a multiple dissociation; they result most likely
from simple cleavages of the precursor polymer chain.
In addition, another fragmentation channel leading to
the formation of a singly charged one is also possible:
by consecutive dissociation of the doubly lithiated
fragment ions into the corresponding singly charged
one upon elimination of one Li�-ion.

To get deeper insight into the evolution of the different
product ion series formed from the doubly lithiated PTHF
as a function of collision voltage/energy, breakdown
curves were derived. The breakdown curves and the
modified breakdown diagrams for [PTHF10 � 2Li]2� and
[PTHF15 � 2Li]2� are depicted in Figure 5.

As seen in Figure 5b and d, the normalized break-
down curves for [PTHF10 � 2Li]2� and [PTHF15 �
2Li]2� are very similar, but those for the latter are
shifted to higher collision energy. Again, it can be
concluded from these modified breakdown diagrams
that Ax

1� and Bx
1� are likely formed together, while the

Cx
1� ion are produced in a process having higher

activation energy. Similar conclusions can be drawn for
the product ion series Ax

2�, Bx
2�, and Cx

2� but they
appear at lower collision energy than the corresponding
singly charged homologues and disappear at higher
collision energies. The fact that the relative intensities of
Ax

2�, Bx
2�, and Cx

2� decrease at higher collision energy
may be due to the dissociation of doubly charged
fragment ions by chain-cleavage into the corresponding
singly charged product ions, and/or due to the loss of
one Li� ion from the doubly lithiated fragment ion.
Interestingly, the breakdown curve for the G-ion runs
very close to those for the Ax

1� and Bx
1� series, suggest-

ing approximately the same activation energies for the
processes generating the Ax

1�, Bx
1�, and G ions. It is also

seen in Figure 5a and c that the relative intensities
change with the mass of the precursor. One of the most
notable differences is that the abundances of the prod-
uct ion formed by loss of one Li� ion from the precursor
decrease with the increasing precursor ion mass.

Effect of the Size on the Survival Yield of the
Singly and Doubly Lithiated PTHF

In our further work, the dependences of the survival
yield (SY) [17–19] on the collision energy/voltage were
studied. The values of CV50, i.e., the collision voltage/
energy necessary to achieve 50% fragmentation (SY �
0.5) [20, 21] were obtained as detailed in the Experimen-
tal section. In addition, the values of CV50 were also
determined by a linear two-point interpolation. Inter-
estingly, the two methods gave practically the same
CV50 values within 0.3 V. The CV50 values plotted as a
function of m/z for the singly and doubly lithiated PTHF
are shown in Figure 6.

As seen in Figure 6, linear correlations between the
CV50 and m/z values were found for both the singly and
the doubly lithiated PTHF, i.e., CV50 increases linearly

Figure 4. ESI-MS/MS of doubly lithiated polytetrahydrofuran
([PTHF10 � 2Li]2�) (with a number of repeat unit of n � 10)
recorded at 42 V collision voltage. The numbers in the subscript
stand for the number of repeat units. The labeled m/z values are:
series A1� � 25 � 72x, series B1� � 79 � 72x, series C1� � 95 �
72x, series A2� � 16 � 36x, series B2� � 43 � 36x, series C2� �
51 � 36x (x � number of repeat units), and 55, 73, 745, 727, 376, 367
for the F, G, [M � Li]�, [M � Li-H2O]�, [M � 2Li]2�, and [M �
2Li-H2O]2� ions, respectively.
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with the m/z. Although a small intercept can be found
on the CV50 versus m/z plot, the practical interest and
utilization of such a relationship is evident: it allows an
easy adjustment of the collision voltage, and hence the
collision energy to obtain reasonable fragmentation
necessary for structural identification. Similarly, linear
correlation between the CV50 and the molecular weight
was also found for lithiated PEG independently of the
MS instrumentation (triple quadrupole, ion-trap, quad-
rupole time-of-flight) and of the charge state (data up to
triply charged were reported) [21]. Therefore, it is
promising that such kind of correlation seems to be
general for polymers, at least for polyethers. However,
an exact theoretical explanation for this particular cor-
relation is still lacking. A tentative explanation for the
linearity of CV50 versus size or degrees of freedom
(DOF) observed also in our PEG studies can be found in
ref 20 (DOF is closely related to the molecular weight).
The same explanation holds for CV50-m/z linearity of
PTHF.

It can also be observed in Figure 6 that the CV50

values of the singly lithiated PTHF are a little bit above
those of the doubly lithiated ones, indicating that the
doubly charged PTHF requires lower collision voltage
to obtain SY � 0.5 than the singly charged species with

the same m/z. Exactly the same behavior was experi-
enced during our PEG studies [21] and our current
investigations on PPG. The possible reasons for this
particular property are also compiled in reference [21],
therefore, they are not discussed here.

Another possibility to study the energetics of frag-
mentation could be the construction of a center-of-mass
energy at 50% fragmentation versus m/z (or DOF) as
suggested by one of our reviewers. However, such kind
of a plot would be very helpful only in the case of a
single collision. Moreover, under our instrumental con-
ditions multiple collisions occur, and this kind of plot
does not account for the increase in the number of
collisions, as the mass increases due to the increase in the
collision cross-section, neither the conformation effect nor
the energy-transfer efficiency that may change also with
the collision energy. Therefore, from both theoretical and
practical points of view, we believe that in the case of
multiple collisions, the use of the laboratory frame energy
(at 50% fragmentation) is more appropriate for presenting
the energetics of mass-dependent fragmentations. For the
sake of comparison, the center-of-mass energy at 50%
fragmentation (Ecom50) versus m/z plot for PTHF is shown
in the Supplemental Information.

Figure 5. Breakdown diagram (a) and modified breakdown curves (b) for the product ions formed
from the [PTHF10 � 2Li]2� (n � 10) precursor ion. Breakdown diagram (c) and modified breakdown
curves (d) for the product ions formed from the [PTHF15 � 2Li]2� (n � 15) precursor ion. The
breakdown and the modified breakdown curves were obtained as outlined in Figure 3 caption.
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Conclusions

The collision-induced dissociation of the singly and
doubly lithiated PTHF showed the formation of frag-
ment ions similar to those formed from its analogs such
as polyethylene glycol (PEG) and polypropylene glycol
(PPG) but some significant dissimilarities have been
observed. (1) No formation of distonic series was ob-
served in the case of lithiated PTHF. (2) Lithiated PTHF
yields more abundant product ions that are formed by
the loss of an H2O molecule from the precursors than its
PEG and PPG analogs. (3) The formation of non-
lithiated product ions (G- and F-ions) were observed in
the MS/MS spectra of PTHF. Similar cations were
absent in the MS/MS spectra of the analogous poly-
ethers. Evaluation of the breakdown curves for lithiated
PTHF revealed that the series A and B ions are formed
most likely together, whereas the series C ions are
produced in a process with higher activation energy.
Furthermore, our survival yield analysis showed that
the size m/z, hence the DOF, has a primary role in the
determination of the SY values. Undoubtedly, one of
the most practical interests is because SY (at 0.5) linearly
correlates with the collision energy/voltage. Therefore,
such kind of simple relationship between the size of the
structurally similar polymers and the instrumental pa-
rameters allows the easy selection of the appropriate
collision energy/voltage to obtain a fragmentation ex-
tent necessary for structural evaluation. The linear
correlation between the size and the CV50 observed for

PEG [22] and also for PTHF (present study) and PPG
(preliminary results) shows that the DOF effects are
general for polymers, especially for polyethers. If such a
linear correlation is valid for other types of polymers,
e.g., polyesters or polyamides, independently of the MS
instrumentation, it may greatly reduce the MS/MS
analysis time of structurally similar polymers. This is
particularly important in MS analysis combined with a
separation technique such as high-performance liquid
chromatography (HPLC) or size-exclusion chromatog-
raphy (SEC). In this case, the appropriate collision
energy/voltage to obtain reasonable fragmentation for
the structurally similar polymers can easily be adjusted
depending on the eluting mass.
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