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Abstract 

In this study, three-layered Cross-Laminated Timber (CLT) manufactured from Acacia mangium wood panels were 
developed by using two different types of adhesives, namely, phenol resorcinol formaldehyde (PRF) and one-compo-
nent polyurethane (PUR). The aim of this work is to investigate and compare the physical and mechanical properties 
of CLT manufactured using PRF and PUR adhesives. Water absorption (WA), thickness swelling (TS), and delamination 
of both types of samples were investigated as their physical properties. PRF-bonded CLT showed better physical prop-
erties than PUR-bonded CLT. In terms of mechanical properties, bending test, shear modulus, and compression paral-
lel to grain were studied. The results revealed that global modulus of elasticity (Em,g) and modulus of rupture (MOR) of 
panels bonded with PRF adhesive were higher than three-layered panels made from PUR adhesive. Meanwhile, shear 
modulus (G) of PRF-bonded CLT was 116.50 N/mm2, 20% higher than that of the PUR-bonded CLT which recorded a 
shear modulus value of 92.48 N/mm2. As for compressive properties, the MOE in compression (Ec,0) and compression 
strength (fc,0) of the PRF-bonded CLT (5304 N/mm2 and 28.99 N/mm2, respectively) was slightly higher compared to 
that of the PUR-bonded (4787 N/mm2 and 28.14 N/mm2, respectively). Three main types of bending failure modes 
were observed in the CLT samples, namely, rolling shear, glue-line failure, and tension. The failure modes of shear were 
observed by two ways, which is delamination and rolling shear. Lastly, shearing, splitting, and crushing were recorded 
in compression failure modes.

Keywords: Acacia mangium, Cross-Laminated Timber, Delamination, Bending, Compression

© The Author(s) 2019. This article is distributed under the terms of the Creative Commons Attribution 4.0 International License 
(http://creat iveco mmons .org/licen ses/by/4.0/), which permits unrestricted use, distribution, and reproduction in any medium, 
provided you give appropriate credit to the original author(s) and the source, provide a link to the Creative Commons license, 
and indicate if changes were made.

Introduction
Cross-Laminated Timber (CLT) is an engineered wood 
that was developed in Austria in the 1970s and 1980s [1]. 
After 30  years of intensive research and development, 
CLT are gaining popularity as construction materials 
in residential and non-residential applications particu-
larly in Europe. Recently, CLT has become a product of 
interest that is being used in international production 
outside of Europe [2]. A typical CLT is a rectangular-
shaped product made from at least three orthogonally 
bonded lamellae of lumbers which are bonded on top 

of one another in perpendicular direction using a struc-
tural adhesive [3]. The resulting alternating grain (par-
allel and perpendicular to each other) directions give 
CLT strength and stiffness in two directions, making it 
suitable for primary structural material in multi-storey 
construction such as two-way spanning slabs, walls, and 
diaphragm [4]. Usually, CLT panels are produced with 
3, 5, 7, or more layers with a maximum thickness of 
approximately 500 mm, length of ≥ 16–20 m, and width 
of ≥ 3 m.

In Asian countries, except Japan and China, develop-
ment of CLT is just getting started. In Malaysia, CLT is 
still in its beginning phase, therefore, a lot of develop-
ment works is needed to facilitate CLT production using 
domestic wood. Extensive research and works compris-
ing raw materials screening, manufacturing process, 
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testing, manual development, standard, and certification 
as well as design and prototyping are necessary. Selection 
of suitable raw material, which is the prerequisite and 
foundation for quality CLT production, is therefore of 
utmost importance. When fabricating CLT from domes-
tic wood species, it is necessary to take into account 
more than just the availability of the species. It is also 
important to consider the strength properties, anatomi-
cal structure, bonding properties, and durability of that 
particular species. Typically, temperate softwood lumber 
is used to manufacture CLT, with an exception of a study 
by Hamdan et  al. [5] who used Sesenduk (Endosper-
mum spp.) in CLT. Very scarce or little information can 
be found for CLT made from other tropical hardwoods. 
Hardwood normally have strength comparable or greater 
than that of softwood of the same density thus can be 
good raw material for CLT production.

Based on the density and mechanical properties of 
Acacia mangium wood, it appears that this species would 
be suitable for manufacture of engineered structural tim-
ber. It is considered as one of the major wood species in 
the Malaysia forest plantation, A. mangium offers great 
potential as raw material for CLT manufacture. Based on 
raw material results of bonding properties in the previous 
study, it is anticipated that CLT from A. mangium would 
give superior strength values. The aim of this paper is to 
evaluate the performance of CLT made from A. man-
gium wood bonded with two types of adhesives, namely, 
phenol resorcinol formaldehyde (PRF) and polyurethane 
(PUR).

Materials and methods
Preparation of materials
Acacia mangium lumber
Twenty-year-old A. mangium wood with density of 
673 kg/m3 and moisture content of 12 ± 3% was obtained 
from a local processing mill located at Bukit Rambai, 
Melaka, Malaysia. The wood was sawn, trimmed, and 
planed into 1000  mm long by 70  mm wide and 18.2–
mm-thick lumber. All lumbers were S4S (sanding four 
surfaces) planning to get smooth surface, reduce oxida-
tion to improve the gluing effectiveness, and ensure the 
dimensional uniformity. Selection of lumber is based 
on some criteria shown in Table  1. Lumbers free from 

defects and good appearance were classified as group A. 
On the other hand, group B and group C are the lum-
bers that contain, respectively, small and large number 
of defects such as knots, ripple marks, fuzzy grain. Two 
types of adhesives were used in this study, i.e., phenol 
resorcinol formaldehyde (PRF 1734, AkzoNobel) and 
one-component polyurethane (PUR, Jowapur 687.22). 
Hardener 2734 (commercial code) was also used in the 
preparation of PRF at a ratio of 100 to 25 parts by weight 
of PRF to hardener.

CLT fabrication
In this study, 20 three-layered CLT of 
1000 mm × 280 mm × 54.5 mm in size was produced by 
gluing three pieces of lumbers parallel and perpendicu-
lar to each other with edge bonding with 90° alternat-
ing transverse CLT layers. Prior to lamination, the A. 
mangium lumbers were segregated into two groups, A 
and B, based on the quality of lumber. The criteria for 
the grouping are shown in Table  1. The A-group lum-
ber was used for face and back layer, while group B for 
core. Boards were glued using two types of adhesive PRF 
and one-component PUR. The adhesive spread rate was 
set at 250  g/m2 for both adhesives. Using a compres-
sive machine, the assemblies were subjected to pressing 
the boards into panels with pressures of 1.5 N/mm2, and 
retained under pressure at 30 °C for 1 h and 30 min. Ten 
PRF-bonded CLT samples and ten PUR-bonded CLT 
samples were produced. Then the laminated panels were 
conditioned at 65 ± 5% RH and 20 ± 2  °C for 2  weeks 
prior to cutting into specimens for mechanical and physi-
cal testing.

Characterization of CLT
Delamination test of three‑layered CLT
The three-layered Acacia CLT with dimension 
of 90 mm × 90 mm × 54.5 mm were subjected to delami-
nation test according to BS EN 391:2002 for Glued Lami-
nated Timber (delamination test of glue lines) method ‘B’ 
[6]. Three specimens were tested for each adhesive type 
with a total of 24 specimens. The specimens were placed 
in a pressure vessel and submerged in water at ambient 
temperature. Then a vacuum of 60  kPa was drawn and 
held for 30 min. Subsequently, the vacuum was released 
and pressure of 550  kPa was applied and retained for 
2 h. Once the vacuuming has completed, the test pieces 
were dried for a period of approximately 24 h in a circu-
lating oven at 70 ± 5 °C. Delamination was observed and 
recorded when the mass of the test pieces has returned 
to be within 100% to 110% of the original mass. After 
removal from the oven, the specimens were examined 
for the occurrence of delamination or open glue lines. 
The length of the open glue lines was determined by first 

Table 1 Criteria used for lumber selection

The selection criteria are modified from Karacabeyli and Douglas [4]

Group Criteria

A Free from defects and good appearance

B Contain small number of defects such as knots, ripple marks, 
fuzzy grain

C Contain large number of defects such as knots, ripple marks, 
fuzzy grain, near to the bark
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inserting a thin metal probe between the two delami-
nated surfaces. Measurements were only counted if the 
depth of the delamination is less than 2.5 mm and more 
than 5  mm. Two attributes were determined: (i) Total 
delamination  (Delamtot) and (ii) maximum delamination 
 (Delammax) of a test pieces were recorded. The percent 
delamination was calculated using Eqs. 1 and 2.

where ltot,delam is the total delamination length, in mm; 
ltot,glueline is the sum of the perimeter of all glue lines in a 
delamination specimen, in mm; lmax,delam is the maximum 
delamination length, in mm; lglueline is the perimeter of 
one glue line in a delamination specimen, in mm.

Water absorption and thickness swelling of the samples 
for three‑layered CLT
Water absorption (WA) and thickness swelling (TS) for 
A. mangium CLT tests were carried out according to 
prEN 16351 [7] using the same sample. Twelve samples 
were used for each adhesive type. The moisture con-
tent of samples at the oven-dry condition was approxi-
mately 12% before it is immersed in distilled water at 
room temperature. The dimensions of the samples were 
70 mm × 70 mm × 54.5 mm. The samples were weighed 
and measured before being immersed in distilled water 
for 24 h at room temperature. After the certain periods 
of time, the samples were taken out and wiped repeatedly 
using dry cloth. The final weight and dimensions were 

(1)Delamtot (%) =

ltot,delam

ltot,glueline
× 100,

(2)Delammax (%) =

lmax,delam

lglueline
× 100,

measured, and the percentages of water absorption and 
thickness swelling were calculated. According to the fol-
lowing expression:

where W1 = the mass (in g) of test sample before immer-
sion (the original dry weight); W2 = the mass (in g) of test 
sample after immersion; Tf = the thickness, in mm, of test 
sample after immersion; Ti = the thickness, in mm, of test 
sample before immersion (the original dry weight).

Four‑point bending test of the three‑layered CLT samples
The bending test was conducted according to the 
European standard BS EN 408:2010 [8] which is cer-
tified for determining the stiffness and strength prop-
erties of CLT based on the prEN16351 standard [7] 
and Fig.  1 shows a specification of the test apparatus 
of the bending test. The load was applied at a constant 
rate and the rate of movement of the loading head was 
not greater than 0.003  h  mm/s. Flexural test meas-
ures the force that is required to bending a beam under 
4-point loading conditions. The test pieces shall be sym-
metrically loaded, bending at two points over a span 
of 18 times the depth. The size of 4-point bending was 
1000  mm × 70.5  mm × 54.5  mm in length, width, and 
thickness. The bending strength (or MOR) and also stiff-
ness (or MOE) of the individual test piece were calculated 
using the following formula:

(3)WA (%) =

W2 −W1

W1
× 100,

(4)TS (%) =

Tf − Ti

Ti
× 100,

Fig. 1 Four-point bending test arrangement. l = bending span, h = depth of cross section, l1 = gage length for the determination of MOE
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where F = load at a given point on the load deflection 
curve, in N; L = support span, in mm; b = width of test 
specimens, in mm; d = depth of test specimens, in mm.

where F2 − F1 = is an increment of loads on the straight-
line portion of the load deformation curve, in N; 
W2 − W1 = is the increment of deformation correspond-
ing to F2 − F1, in mm; a = distance between the loading 
position and the nearest support in a bending test, in 
mm; G = is the shear modulus and the shear modulus G 
shall be taken as infinite; l = span in bending, or length 
of test piece between the testing machine grips; b = width 
of test specimens, in mm; h = depth of test specimens, in 
mm.

Shear modulus—single span method
Bending tests were conducted according to the European 
standard BS EN 408 [8] which is certified for determining 
the stiffness and strength properties of CLT based on the 
prEN 16351 standard [7]. The load was applied at a con-
stant rate and the rate of movement of the loading head 
is not greater than 0.0002  h  mm/s. Flexural test meas-
ures the force that is required to bending a beam under 
3-point loading conditions. The test pieces were sym-
metrically loaded bending at center points over a span 
of 5 times the depth (Fig. 2). The size of 3-point bending 
was 470 mm × 70.5 mm × 54.5 mm in length, width, and 
thickness. The apparent modulus elasticity (Em,app) was 
calculated based on Eq. 7.

where F2 − F1 = is an increment of loads on the straight-
line portion of the load deformation curve, in N; 
W2 − W1 = is the increment of deformation correspond-
ing to F2 − F1, in mm; l1 = gage length for the determina-
tion of modulus of elasticity, in mm; I = second moment 
of area, in mm.

The shear modulus (G) was then calculated from Eq. 8.

where kG = 1.2 for rectangular or square cross sections; 
l = gage length for the determination of modulus of 

(5)MOR
(

N/mm2
)

=

FL

bd2
,

(6)

Global MOE (N/mm2) =
3al2 − 4a3

2bh3
[

2 (F2−F1)
(W2−W1)

−
6a

5Gbh

] ,

(7)Em,app

(

N/mm2
)

=

l
3
1(F2 − F1)

48I(W2 −W1)
,

(8)G

(

N/mm2
)

=

kG · h2

l2
(

1
Em,app

−
1
Em

) ,

elasticity, in mm; Em,app = apparent modulus of elasticity; 
Em = local modulus of elasticity

Compression parallel to the grain
The test pieces have a full cross section and length of six 
times (6 × h) the smaller cross-sectional dimension. The 
size of specimens for compression parallel to the grain 
was 327  mm × 70  mm × 54.5  mm in length, width, and 
thickness respectively (Fig.  3). The end-grain surfaces 
were accurately prepared to ensure that they are plane 
and parallel to one another and perpendicular to the axis 
of the piece. MOE and MOR calculations were based on 
the determined measurement values from the gross cross 
section of tested samples according to BS EN 408 [8]. The 
test pieces were loaded concentrically using spherically 
seated loading heads or other devices, with the applica-
tion of a compressive load without inducing bending. 
The load was applied at a constant rate and the rate of 
movement of the loading head shall be not greater than 
0.00005 l mm/s. Load was applied at a constant loading-
head movement and the maximum load is reached within 
300 ± 120  s. The time to failure of each test piece shall 
be recorded and its average reported. Any single piece 
diverging more than 120  s from the target of 300  s was 
reported. The MOR and MOE for compression were cal-
culated using the following formula:

where Fmax = maximum load, in N; A = cross-sectional 
area, in  mm2.

(9)Compression strength
(

N/mm2
)

=

Fmax

A
,

(10)Ec,0

(

N/mm2
)

=

l1(F2 − F1)

A(W2 −W1)
,

Fig. 2 Single span method test arrangement for shear modulus. 
Bending span (l1) = 5 h, h = 54.5 mm
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where F2 − F1 = is an increment of loads on the straight-
line portion of the load deformation curve, in N; 
W2 − W1 = is the increment of deformation correspond-
ing to F2 − F1, in mm; l1= gage length for the determina-
tion of modulus of elasticity, in mm; A = cross-sectional 
area, in  mm2.

Results and discussion
Table 2 displays the effects of different types of adhesives 
used on both the physical and mechanical properties of 
the CLT panels. All the examined properties were found 
to be significantly (p ≤ 0.01) affected by the different 
types of adhesives used, with exception for modulus of 
rupture (MOR) and compression strength (fc,0). These 
effects were further analyzed by the least significant 
difference (LSD) method and the results are given in 
Tables 3 and 4.

The physical properties of CLT samples from Acacia 
mangium wood
The TS, WA, and delamination properties of both PRF- 
and PUR-bonded A. mangium CLT samples are shown 
in Table 3. From the table, it can be seen a similar trend 
was observed for both TS and WA in CLT made from 
PRF and PUR adhesives. On the other hand, CLT made 
from PUR is less resistant to water as indicated by its 
higher WA and TS compared to CLT made from PRF. 
The percentage of delamination also showed the same 
trend as TS and WA where PRF showed the lowest 
percentage of delamination compared with PUR adhe-
sive. The panels made from PUR adhesive swelled 1.1% 
and absorbed 7.8% water after 24 h of soaking in cold 
water. Meanwhile, panels bonded with PRF adhesive 
are much more stable with TS of < 0.7% and WA of 
about 7%. Clearly, PRF is much more resistant in water 
than PUR. Konnerth et  al. [9] pointed out that, dis-
similar to PUR, PRF is able to penetrate into wood cell 
wall and therefore ensures higher and stronger cova-
lent bond between wood substance and polymer. As a 
result, higher extent of resistance against water infiltra-
tion could be attained by limiting the access of water to 
the bonding sites. Therefore, lesser stress was imposed 
to the bond when it was exposed to water-induced 

Fig. 3 Compression parallel to the grain test arrangement. Length 
of the full cross section (327 mm) is 6 times of the small cross section 
(54.5 mm)

Table 2 The analysis of  variance (ANOVA) for  the  effects of  adhesive types for  the  physical and  mechanical properties 
of Cross-Laminated Timber (CLT) from Acacia mangium wood

ns: Not significant at p > 0.1

**Significantly different at p ≤ 0.05

***Significantly different at p ≤ 0.01

Source Degree 
of freedom

TS WA Delamination Em,g MOR Em,app G Ec,0 fc,0

Adhesive type 1 0.0192 0.0318 0.0441 0.0006 0.1697 0.0048 0.0094 0.0288 0.2515

Significance level ** ** ** *** ns *** ** ** ns

Table 3 The physical properties of  different types 
of adhesives

Means followed by the same letters (A, B) in the same column are not 
significantly different at p ≤ 0.05 according to LSD

Types of panel TS (%) WA (%) Delamination (%)

PRF

 Max 1.29 8.4 41.5

 Min 0.26 6.1 6.5

 Mean 0.696B 7.028B 24.208B

PUR

 Max 1.83 9.7 57

 Min 0.71 6.5 10

 Mean 1.053A 7.808A 36.292A
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shrinking and swelling, resulting in lesser adhesion dis-
placement [10].

Moreover, between the physical properties of PRF 
and PUR panels, the former performed significantly 
superior, which can also be attributed to the better gap-
filling properties of PRF. This was proven by the lower 
delamination of PRF-bonded panel (Fig. 4) as compared 
with PUR-bonded panel even after being subjected to 
vacuum pressure. Similar result was reported by Cas-
tro and Paganini [11] where PRF-bonded poplar- and 
Eucalyptus grandis-laminated boards had the lowest 
percentage of delamination as compared to other adhe-
sives used in their study. In this study, the extent of 
delamination of A. mangium CLT met the first require-
ment (no. (i)) of prEN16351 that specifies  Delamtot≤ 10% 
and  Delammax≤ 40% for both adhesives PRF and PUR- 
bonded panels. However, PRF provided better water 
resistance compared to PUR. The curing or hardening of 
PUR commences when the isocyanate groups react with 
the water in the air or in the wood. As a result, carbon 
dioxide was released [12]. Slight foaming of PUR during 
hardening due to the release of the carbon dioxide could 

led to the formation of voids or air pockets in the glue 
line, creating some weak points along the joint. There-
fore, delamination in PUR-bonded CLT is pronged to 
occur when it is being exposed to hot and wet conditions. 
Furthermore, A. mangium is a relatively hard wood with 
an average density of 675 kg/m3 and tangential and aver-
age radial shrinkages of 6.4% and 2.7%, respectively [13]. 
Hence, delamination is much easier to occur in particu-
lar on the tangential side. The fact that A. mangium ful-
filled the no. (i) requirement indicates that good bonding 
has been achieved using both PRF and PUR adhesives. 
This result also confirmed that the pressure and adhe-
sive spread rate used in fabricating A. mangium CLT are 
sufficient.

The mechanical properties of CLT from Acacia mangium 
wood
Table  4 summarizes the mechanical properties of A. 
mangium CLT. From the results, it can be observed 
that PRF appears to be a much superior adhesive than 
PUR. According to Toong et al. [14], factor that influ-
ences the wood quality in CLT is density because it 
correlates with both the mechanical strength and 
shrinkage properties of timber. However, PRF-bonded 
CLT has higher mechanical strength than the PUR-
bonded CLT, even though the density of both CLT 
panels was similar.

Global MOE and MOR in CLT samples made from Acacia 
mangium
Table  4 summarizes the mechanical properties of the 
tested CLT specimens bonded with both PRF and 
PUR adhesives. As demonstrated in Table  4, the aver-
age global MOE (Em,g) of the PRF-bonded CLT was 
12,639 N/mm2 which is 8% higher than the PUR-bonded 
CLT (10,740  N/mm2). Meanwhile, the average MOR 
values for PRF- and PUR-bonded CLT were 36.55  N/
mm2 and 27.78 N/mm2, respectively. The MOR of PRF-
bonded CLT was 14% higher than PUR. The MOE and 
MOR of the single lamellae of A. mangium in this study 

Table 4 Mechanical properties result from CLT made from Acacia mangium wood

Means followed by the same letters (A, B) in the same column for each property are not significantly different at p ≤ 0.05 according to LSD

*Values in parenthesis are standard deviations

Adhesive Bending Shear Compression

Em,g MOR Em,app G Ec,0 fc,0

PRF 12,639.4A

(925.59)*
36.55A

(13.96)
2023.42A

(382.46)
116.50A

(24.38)
5304.16A

(565.84)
28.99A

(1.39)

PUR 10,740.2B

(1112.69)
27.78A

(13.46)
1629.37B

(206.5)
92.48B

(13.18)
4787.47B

(515.12)
28.14A

(2.08)

Failure mode Rolling shear, glue line failure, tension Shear and delamination Shearing, splitting and crushing
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Fig. 4 Percent delamination values of CLT panels manufactured from 
Acacia mangium wood
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was around 8000  N/mm2 and 25  N/mm2, respectively. 
Therefore, the validity of the CLT produced in this study 
was proved.

Beech CLT made by Franke [15] reported a relatively 
close value of global MOE and bending strength com-
pared to the A. mangium CLT fabricated in this study. 
The global MOE of the beech CLT was 12,306  N/mm2 
while the bending strength was 43.8 N/mm2. Buck et al. 
[16] produced MUF-bonded European Norway Spruce 
(Picea abies) CLT panels consisting of alternating 90° 
transverse layers and revealed that the global MOE and 
MOR of the CLT panels ranged from 7601 to 8971  N/
mm2 and 29.1 to 38.4 N/mm2, respectively. Similar results 
were also obtained for other studies using different types 
of wood (Endospermum malaccense, P. abies, Populus 
tremuloides, and other softwoods), adhesive, thickness, 
and density [13, 17]. Based on literature results, the A. 
mangium CLT in this study exhibited higher global MOE 
but lower bending strength.

Shear modulus of CLT made from Acacia mangium
As demonstrated in Table 4, the average apparent MOE 
(Em,app) value of PRF-bonded CLT was 2023  N/mm2 
compared to 1629  N/mm2 for PUR-bonded CLT. The 
latter gives lower values by 11%. The obtained apparent 
MOE was very similar to the values reported by Musta-
min and Suryoatmono [18] who fabricated three-layered 
CLT using Kapur (Dryobalanops aromatica). Meanwhile, 
shear modulus (G) of PRF-bonded CLT was 116.50  N/
mm2, 20% higher than of the PUR-bonded CLT which 
recorded a shear modulus value of 92.48 N/mm2.

Compression of CLT made from Acacia mangium
Table  4 summarizes the compression properties of the 
PRF- and PUR-bonded CLT samples. The average values 
for MOE in compression (Ec,0) of the PRF-bonded CLT 
was 5304 N/mm2 which is 5% higher than the PUR-bonded 
CLT which recorded a value of 4787 N/mm2. Meanwhile, 
the average compression strength (fc,0) for PRF-bonded 
CLT was 28.99 N/mm2 which is slightly higher (1.5%) than 
those of PUR-bonded CLT with 28.14 N/mm2. The average 
MOE in compression values and the compression strength 
displays that the strength and stiffness of PRF-bonded CLT 
were slightly higher than PUR-bonded CLT. Compara-
ble results were reported by He et al. [19] who fabricated 
PUR-bonded CLT with Canadian hemlock and recorded 
the compressive strength and MOE in compression values 
of 18.3 N/mm2 and 6851.4 N/mm2, respectively. In com-
parison to CLT fabricated with Canadian hemlock, CLT 
fabricated using A. mangium in this study has higher com-
pressive strength but lower MOE in compression.

Generally, it can be observed that the mechanical 
properties were more superior in PRF-bonded CLT 

compared to that of the PUR-bonded CLT. Different 
performance levels displayed by these two adhesives are 
mainly because they are from different adhesive groups, 
where PRF is in situ polymerized adhesive, PUR is pre-
polymerised adhesive [20]. PRF, as one of the members 
from in situ polymerized adhesive, possesses higher and 
more rigid crosslinked polymers. Meanwhile, PUR is a 
type of flexible polymers. Therefore, these two types of 
adhesives have very different ability to distribute mois-
ture-induced stress in an adhesive bond and therefore 
also have dissimilar mode of failure [21]. Another prob-
able reason for such phenomenon is PRF adhesive were 
found to be able to penetrate into the wood call well 
while PUR resin did not, as investigated by Konnerth 
et  al. [9] using scanning thermal microscopy (SThM). 
Degree of penetration is one of the major factors that 
affect the adhesive bond performance. Higher pen-
etration enhances the covalent bonding by increasing 
the surface contact between adhesive and wood sub-
stance. In addition, greater distribution of stress could 
be attained when placed under load and subsequently 
leading to better mechanical properties [10].

Failure modes
Failure modes for four‑point bending test of CLT
Failure types are different among the CLT samples in 
the four-point bending tests. In 20 tested samples for 
both types of adhesive-bonded panels, three types of 
failure modes were observed. The most prominent fail-
ures can be categorized into the following three modes. 
Firstly, failure due to rolling shear, which occurred 
when there was shear stress transverse to the grain 
and this type of failure appeared more in PRF-bonded 
CLT as shown in Fig.  5a. Secondly, glue line failure 
occurred when there was failure in the bonding, as 
shown in Fig. 5b, with both types of CLT being affected 
especially those of PUR-bonded CLT. Thirdly, bending 
failure was due to the tension of the lowest outer layer, 
as shown in Fig. 5c, with only PRF-bonded CLT being 
affected. The failure split and fractured the adjacent 
glue line. These findings are in agreement with Sousa 
et  al. [22], where the samples have common failure in 
the lower fibers tension and delamination problems 
in the contact surface between lamellae. It is also sup-
ported by Mohamad et  al. [23] who reported that the 
failure started in timber and tension zone, the cracks 
proceeded to the weaker zone and showed the fail-
ure of wood rather than glue line. The failed surfaces 
were seen to have occurred more in the glue line than 
in woods, suggesting that the manufacturing process 
adopted in this study is acceptable.
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Failure modes for shear of CLT
Failure modes for shear were not much different among 
the two types of CLT produced. In shear, the most 
prominent failures can be categorized in the following 
two modes. Firstly, failure due to rolling shear and ten-
sion, which occurred when there was shear stress trans-
verse to the grain and appeared in both types of CLT, 
and simple tension at the bottom layer of lumber due 
to defect (around knot), as shown in Fig.  6a, with both 
types of CLT being affected. Besides, brittle or brash ten-
sion in the middle layer where a clean break occurred 
and extended entirely through it. Second failure mode is 
glue line failure, which occurred when there is failure in 
the bonding, as shown in Fig. 6b, with both types of CLT 
being affected, especially PUR-bonded CLT. Normally, 
the rolling shear occurred due to the wood anatomical 
features such as in the radial tangential plane in wood in 

comparison to the longitudinal radial or longitudinal tan-
gential and simple tension also occurred due to the pres-
ence of knot [24].

Failure modes for compression parallel to the grain of CLT
Failure modes were consistent for both types of CLT. 
The three most common failure modes are shown in 
Fig.  7. The failure caused by shearing is presented in 
Fig.  7a which is maximum shear plane along 45°. Split-
ting failure is depicted in Fig. 7b due to the low bonding 
integrity between wood and adhesive. Crushing failure is 
illustrated in Fig. 7c due to the weakness in compression 
and failure along maximum compression line. Similar 
results were reported by Buck et al. [16] for CLT panels 
made from P. abies. According to Puaad and Ahmad [25], 
crushing, shearing, and wedge-splitting failure are caused 
by the internal defect. They also noted that failures in 

Fig. 5 Failure modes for four-point bending test of CLT. a Failure caused by initial rolling shear near to bond line appeared as shear stress transverse 
to the grain; b failure caused by the glue line between wood and adhesive near to bond line; c failure due to a combination of longitudinal shear 
and initial rolling shear near to the bond lines
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the form of splitting, crushing, splitting, and brooming 
indicate that the timber possesses internal defect. Both 
crushing and shearing failure may be influenced by the 

internal defects which may have naturally existed in the 
specimen prior to testing.

Fig. 6 Failure modes for shear of CLT. a Failure due to the rolling shear in CLT; b glue line failure in CLT due to the weak bonding properties 
between wood and adhesive

Fig. 7 Failure modes for compression parallel to the grain of CLT. a Shearing failure in CLT; b splitting failure in CLT; c failure due to crushing in CLT
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Conclusions
In this study, some mechanical and physical properties of 
the three-layered CLT manufactured from A. mangium 
wood panels bonded with PRF and PUR were evaluated. 
The following conclusion can be drawn:

1. Three-layered PRF- and PUR-bonded A. mangium 
CLT has been successfully manufactured in this 
study and the results revealed that the mechanical 
properties of the CLT panels were more or less the 
same with literature studies.

2. CLT panels bonded with PUR adhesive swelled and 
absorbed more water after being soaked in cold water 
compared to the panels bonded with PRF adhesive. 
The same observation goes for delamination test.

3. The mechanical properties of PRF-bonded CLT 
is more superior than the PUR-bonded CLT with 
higher values in four-point bending, shear modulus, 
and compression parallel to the grain, respectively.

4. Three main types of bending failure modes could be 
observed in A. mangium CLT, namely, rolling shear, 
glue line failure, and tension. For shear failure, there 
were two main types of failure modes observed, namely, 
delamination and rolling shear. Lastly, three main types 
of failure mode were observed in compression failure 
modes, which are shearing, splitting, and crushing.

Based on these findings, it is therefore concluded that 
the three-layered CLT manufactured from A. mangium 
wood, comprising the ratio of 100:20 PRF adhesive and 
hardener, 250  g/m2 spread rate, and 1.5  N/mm2 press-
ing pressure are capable to manufacture CLT panels with 
good mechanical, physical, and thermal properties. CLT 
(PRF) will extend the area of opportunity for industries to 
replace wood and fabricate different products due to the 
significant performance which can be attributed to better 
gap-filling properties of PRF. Even though PUR-bonded 
CLT exhibited inferior properties, it still can be used for 
lesser strength applications where the transparent color 
of the glue lines is needed. Although the results showed a 
satisfactory result, some development works and further 
research are still needed. It is anticipated that through 
extensive researches and promotions, CLT is able to 
serve as a supplement to the wood-based industries so 
the locally underutilized species can be utilized sustain-
ably to improve wood utilization efficiency that will ben-
efitting natural forest conservation.

Abbreviations
CLT: Cross-Laminated Timber; Delamtot: total delamination; Delammax: 
maximum delamination; Em,g: global MOE; MOR: modulus of rupture; MOE: 
modulus of elasticity; Em,app: apparent MOE; Ec,0: MOE in compression; fc,0: com-
pression strength; PRF: phenol resorcinol formaldehyde; PUR: polyurethane; TS: 
thickness swelling; WA: water absorption.

Authors’ contributions
NMY and RMSJ conducted the experiment of the study and were responsible 
for data collection and analysis. PMT was the supervisor in monitoring the 
study. SHL and MAK were the main contributors in writing the manuscript. All 
authors read and approved the final manuscript.

Author details
1 Institute of Tropical Forestry and Forest Products, Universiti Putra Malaysia, 
UPM, 43400 Serdang, Selangor, Malaysia. 2 Faculty of Forestry, Universiti Putra 
Malaysia, UPM, 43400 Serdang, Selangor, Malaysia. 

Acknowledgements
The authors wish to thank the HLM wood product for the assistance provided 
in the fabrication of CLT samples. The authors also wish to express gratitude to 
Universiti Sains Malaysia and Faculty of Engineering, Universiti Putra Malaysia 
for providing the mechanical testing facilities.

Competing interests
The authors declare that they have no competing interests.

Availability of data and materials
The datasets used and/or analyzed during the current study are available from 
the corresponding author on reasonable request.

Funding
This study was financially supported by the Higher Institution Centre of Excel-
lence (HiCoE), Project No. 6369109.

Publisher’s Note
Springer Nature remains neutral with regard to jurisdictional claims in pub-
lished maps and institutional affiliations.

Received: 11 October 2018   Accepted: 30 March 2019

References
 1. Schickhofer G, Guggenberger W (1994) Elastic analysis of flexibly jointed 

laminated timber plates. In: 1st congress of Croatian society of mechan-
ics, 14–17 September, Pula, Croatia

 2. Brandner R, Flatscher G, Ringhofer A, Schickhofer G, Thiel A (2016) Cross 
laminated timber (CLT): overview and development. Eur J Wood Wood 
Prod 74:331–351

 3. Karacabeyli E, Douglas B (2013) CLT: handbook cross-laminated timber. 
FPInnovations and Binational Softwood Lumber Council, Surrey

 4. Lineham SA, Thomson D, Bartlett AI, Bisby LA, Hadden RM (2016) 
Structural response of fire-exposed cross-laminated timber beams under 
sustained loads. Fire Saf J 85:23–34

 5. Hamdan H, Iskandar M, Anwar U (2016) Cross laminated timber: produc-
tion of panel using Sesenduk timber species. Timber Technol Bull 59:1–6

 6. BS EN 391 (2002) Delamination test of glue lines. European Committee 
for Standardization, Brussels

 7. prEN16351 (2011) Timber structures—cross laminated timber—require-
ments. European Committee for Standardization, Brussels

 8. BS EN 408 (2010) Timber structures—structural timber and glued 
laminated timber—determination of some physical and mechanical 
properties. European Committee for Standardization, Brussels

 9. Konnerth J, Harper D, Lee S, Rials TG, Gindl W (2008) Adhesive penetra-
tion of wood cell walls investigated by scanning thermal microscopy. 
Holzforschung 62:91–98

 10. Kamke FA, Lee JN (2007) Adhesive penetration in wood—a review. Wood 
Fiber Sci 39(2):205–220

 11. Castro G, Paganini F (2003) Mixed glued laminated timber of poplar and 
Eucalyptus grandis clones. Holz als Roh-und Werkstoff 61(4):291–298

 12. Na B, Pizzi A, Delmotte L, Lu X (2005) One-component polyurethane 
adhesives for green wood gluing: structure and temperature-dependent 
creep. J Appl Polym Sci 96(4):1231–1243



Page 11 of 11Mohd Yusof et al. J Wood Sci           (2019) 65:20 

 13. Lim S, Ten Choo K, Gan K (2003) The characteristics, properties and uses 
of plantation timbers-rubberwood and Acacia mangium. Timber Technol 
Bull 26:1–11

 14. Toong W, Ratnasingam J, Roslan MKM, Halis R (2014) The prediction of 
wood properties from anatomical characteristics: the case of common 
commercial Malaysian timbers. BioResources 9(3):5184–5197

 15. Franke S (2016) Mechanical properties of beech CLT. In: Proceedings of 
world conference on timber engineering 2016, 22–25 August, Vienna, 
Austria

 16. Buck D, Wang XA, Hagman O, Gustafsson A (2016) Bending properties of 
cross laminated timber (CLT) with a 45° alternating layer configuration. 
BioResources 11(2):4633–4644

 17. Sikora KS, McPolin DO, Harte AM (2016) Effects of the thickness of cross-
laminated timber (CLT) panels made from Irish Sitka spruce on mechani-
cal performance in bending and shear. Constr Build Mater 116:141–150

 18. Mustamin JB, Suryoatmono B (2017) Shear modulus evaluation of three-
ply cross-laminated kapur wood beams from shear moduli of individual 
laminae. Procedia Eng 171:1353–1361

 19. He M, Sun X, Li Z (2018) Bending and compressive properties of cross-
laminated timber (CLT) panels made from Canadian hemlock. Constr 
Build Mater 185:175–183

 20. Frihart CR (2009) Adhesive groups and how they relate to the durability 
of bonded wood. J Adhes Sci Technol 23:601–617

 21. Sikora KS, McPolin DO, Harte AM (2016) Shear strength and durability 
testing of adhesive bonds in cross-laminated timber. J Adhes 92:758–777

 22. Sousa HS, Branco JM, Lourenço PB (2013) Glulam mechanical characteri-
zation. Mater Sci Forum 730–732:994–999

 23. Mohamad WW, Razlan MA, Ahmad Z (2011) Bending strength properties 
of glued laminated timber from selected Malaysian hardwood timber. Int 
J Civil Environ Eng 11(4):7–12

 24. Wang Z, Gong M, Chui YH (2015) Mechanical properties of laminated 
strand lumber and hybrid cross-laminated timber. Constr Build Mater 
101:622–627

 25. Puaad MBFM, Ahmad Z (2017) Comparing the compressive strength 
properties of structural size and small clear specimens for Malaysian 
tropical timber. Sci Int 29(1):25–29


	Mechanical and physical properties of Cross-Laminated Timber made from Acacia mangium wood as function of adhesive types
	Abstract 
	Introduction
	Materials and methods
	Preparation of materials
	Acacia mangium lumber

	CLT fabrication
	Characterization of CLT
	Delamination test of three-layered CLT
	Water absorption and thickness swelling of the samples for three-layered CLT
	Four-point bending test of the three-layered CLT samples
	Shear modulus—single span method
	Compression parallel to the grain


	Results and discussion
	The physical properties of CLT samples from Acacia mangium wood
	The mechanical properties of CLT from Acacia mangium wood
	Global MOE and MOR in CLT samples made from Acacia mangium
	Shear modulus of CLT made from Acacia mangium
	Compression of CLT made from Acacia mangium
	Failure modes
	Failure modes for four-point bending test of CLT
	Failure modes for shear of CLT
	Failure modes for compression parallel to the grain of CLT


	Conclusions
	Authors’ contributions
	References




