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REVIEW

Bio-mimicking nano 
and micro-structured surface fabrication 
for antibacterial properties in medical implants
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Abstract 

Orthopaedic and dental implants have become a staple of the medical industry and with an ageing population and 
growing culture for active lifestyles, this trend is forecast to continue. In accordance with the increased demand for 
implants, failure rates, particularly those caused by bacterial infection, need to be reduced. The past two decades have 
led to developments in antibiotics and antibacterial coatings to reduce revision surgery and death rates caused by 
infection. The limited effectiveness of these approaches has spurred research into nano-textured surfaces, designed 
to mimic the bactericidal properties of some animal, plant and insect species, and their topographical features. This 
review discusses the surface structures of cicada, dragonfly and butterfly wings, shark skin, gecko feet, taro and lotus 
leaves, emphasising the relationship between nano-structures and high surface contact angles on self-cleaning and 
bactericidal properties. Comparison of these surfaces shows large variations in structure dimension and configura-
tion, indicating that there is no one particular surface structure that exhibits bactericidal behaviour against all types of 
microorganisms. Recent bio-mimicking fabrication methods are explored, finding hydrothermal synthesis to be the 
most commonly used technique, due to its environmentally friendly nature and relative simplicity compared to other 
methods. In addition, current proposed bactericidal mechanisms between bacteria cells and nano-textured surfaces 
are presented and discussed. These models could be improved by including additional parameters such as biological 
cell membrane properties, adhesion forces, bacteria dynamics and nano-structure mechanical properties. This paper 
lastly reviews the mechanical stability and cytotoxicity of micro and nano-structures and materials. While the future 
of nano-biomaterials is promising, long-term effects of micro and nano-structures in the body must be established 
before nano-textures can be used on orthopaedic implant surfaces as way of inhibiting bacterial adhesion.

Keywords: Nanofabrication, Bio-mimicking, Medical implants, Bactericidal mechanisms, Superhydrophobicity, 
Antibacterial behaviour
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Background
Orthopaedic implants carry out joint or bone function 
within the human body, include hip and knee replace-
ments, plates, pins, rods and screws [1], and have an 
associated risk of bacterial infection post-surgery. 
Sources such as the implant itself, surgical tools, surgi-
cal theatre and contaminated disinfectants are potential 
bacteria carriers [2]. Implant materials are preferential 

sites for bacterial adhesion, compromising patient immu-
nity and increasing risk of bacterial infection, leading to 
prolonged hospitalisation, long-term antibiotic therapy, 
bacterial resistance and the development of superbugs, 
revision surgery or death [3–5]. The number of revision 
and primary hip replacement surgeries grew by 50% in 
USA between 1993 and 2004, with an average cost of 
$31,000 per patient [6]. Similarly, the Australian Ortho-
paedic Association reported a steady increase of hip, 
knee and shoulder procedures from 1999 to 2016, with 
23% of first revision surgeries required due to failure by 
bacterial infection [7].
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Bacterial infection occurs through the formation of a 
self-produced polysaccharide matrix, known as the bio-
film, which attaches to the surface of the implant and 
protects bacteria from pharmacological therapies [4]. 
Surface topography and roughness have great influence 
on the attachment of bacteria to a material surface and 
therefore, on biofilm formation. Factors dictating this 
attachment include hydrophobicity, electrostatic interac-
tions, van der Waals forces, and steric hindrance [8].

Several studies have attempted to mimic the nano-
texture of naturally occurring surfaces such as cicada 
and dragonfly wings, lotus leaves and shark skin [8–16]. 
The surfaces of cicada and dragonfly wings exhibit bac-
tericidal properties towards some bacteria strains due to 
its nano-scale pillar structure [11, 17, 18]. The nano and 
micro-scale hierarchical structure on lotus leaves are 
responsible for its unique superhydrophobic and self-
cleaning properties [19–22]. The large number of nano-
scale spatula found on gecko feet allow it to support 
many times its body weight and adhere to various sur-
faces. The discovery of these structures and their various 
resulting properties has led to a large research focus in 
mimicking the surface structure of these naturally occur-
ring surfaces to reproduce their behaviours.

Since 2006, researchers have focussed on the elimina-
tion of bacteria by the physical topography of material 
surfaces, rather than chemical mechanisms. Studies pos-
tulate that bacteria cell walls stretch and disfigure when 
they interact with textured surfaces. Stretching occurs in 
the regions between structures and if sufficient, cell rup-
ture and death occur [11, 17]. Nano and micro-structures 
drastically increase contact adhesion area, creating more 
effective bactericidal properties than flat surfaces. Bacte-
ricidal efficiency of the surface is impacted by structure 
height, radius and spacing [23]. Surfaces that prevent 
bacterial adhesion are classified as either bactericidal or 
anti-biofouling surfaces. Anti-biofouling surfaces repel 
and prevent cell attachment due to surface chemistry or 
unfavourable surface topography, whereas bactericidal 
surfaces disrupt the cell, causing death [10]. This review 
article will explore various natural and fabricated nano-
textured surfaces and their underlying physical prop-
erties aiding them to inhibit bacterial contamination. 
Bactericidal mechanisms and the mechanical stability of 
nano-structures are also discussed.

The prevalent use of orthopaedic implants has encour-
aged the development of biomaterials. However, there 
are inherent difficulties in replicating the behaviour of 
organic material such as bone, onto ‘non-living’ materi-
als. Biomaterials must successfully function within the 
human system despite being a foreign material, must be 
biologically compatible and have appropriate mechani-
cal, wear and corrosion properties [1]. Achieving the 

optimal combination of properties is often a trade-off. 
For example, whilst titanium has an elastic modulus simi-
lar to bone resulting in excellent osseointegration, its low 
static and fatigue strengths restrict its use in contacting 
joint surfaces which experience relative motion and high 
load bearing. Hence, the Ti-6Al-4V alloy is preferred to 
pure titanium in orthopaedic implants, as well as for its 
improved passivity and corrosion resistance [24, 25]. 
Stainless steel is also used in medical applications for 
its mechanical properties, corrosion resistance, ease of 
manufacturing and cost effectiveness. However, low bio-
compatibility and high elasticity modulus limit its use in 
implants. Although titanium alloys are less cost effective 
than stainless steel, its lightweight and biocompatibility 
properties make it favourable for implant applications [5, 
26, 27]. Various coating methods, surface modification 
and implanting ions such as silver, calcium phosphate 
and hydroxyapatite improve bone regeneration, tissue 
response and antibacterial properties of the implant sur-
face [25, 28]. These coatings however, tend to lose their 
effectiveness over time and may cause toxicity effects in 
the body [26, 29].

Like any foreign material, the introduction of implants 
into the body carries the inherent risk of bacterial infec-
tion [30]. Sources of infection can be present externally 
and/or internally, arising from the operating environ-
ment, surgical equipment and attire, patients’ skin, and 
pre-existing bacteria in the patient’s body. These bacte-
ria [primarily Pseudomonas aeruginosa (P. aeruginosa), 
Staphylococcus aureus  (S. aureus) and Staphylococ-
cus epidermidis (S. epidermidis)] adhere to the implant 
surface and form a periprosthetic biofilm layer, highly 
immune to antibacterial treatment. This infection may 
cause localised inflammation or may expand further 
into the body, inducing chronic infection. In either case, 
early implant replacement can prevent the possibility of 
amputation or death [30]. To reduce the need for revision 
surgery, researchers have put a large focus on develop-
ing materials with nano-structured surfaces to inhibit the 
growth of bacteria, biofilm formation and ultimately bac-
terial infection, without side effects.

Nano‑structures and natural surfaces
Natural surfaces provide ongoing and ever-increasing 
sources of inspiration and motivation for researchers to 
mimic their antibacterial behaviour [12]. Some natural 
surfaces decrease adherence and proliferation rates of 
algal spores, particles and bacteria, and are categorised 
as either anti-biofouling or bactericidal. Anti-biofouling 
surfaces (e.g. lotus leaves, taro leaves and shark skin) 
repel bacterial adhesion and cell attachment due to the 
presence of micro and nano superhydrophobic struc-
tures and surface patterns. Bactericidal surfaces, such as 
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dragonfly and cicada wings and gecko skin, disturb and 
kill bacteria, with some surfaces exhibiting both anti-
biofouling and bactericidal behaviour [11]. This sec-
tion discusses various naturally occurring antibacterial 
surfaces and their nano-structures. Table  1 lists surface 
topographies of natural surfaces exhibiting antibacterial 
properties.

Plant leaves
Taro leaves
Taro leaves (Colocasia esculenta) have anti-biofouling, 
hydrophobic and self-cleaning characteristics due to their 
well-ordered micro and nano-patterned surface [31]. The 
basic surface structure of taro leaves consists of micro-
scale elliptical bumps (10–30 µm in diameter), which are 
covered by hierarchal, waxy nano-scale epicuticular crys-
tals [21, 31]. The presence of these bumps increases the 
contact angle (90°–150°) of the surface, making it super-
hydrophobic in nature [31, 32]. As a result, dirt particles 
and bacteria preferentially attach to water droplets on 
the surface, instead of the surface itself. Dirt and con-
taminants then roll off the leaf with the water droplet, 
simultaneously cleaning the leaf [20, 31]. For this pro-
cess to work, air must always be entrapped among the 
nano-structures, even under varying water conditions. 
This property is influenced by wettability and surface 
roughness. Nano-structures with highly dense patterns 
improve the reduction rate of bacteria and particle 
attachment under water, compared to low density pat-
terns [31, 33].

Lotus leaves
Like taro leaves, the anti-biofouling and self-cleaning 
characteristics of lotus leaves (Nelumbo nucifera) has 
been the subject of intense research. The surface struc-
ture is similar to that of taro leaves, exhibiting a pattern 
of micro-scale elliptical bumps, covered by nano-scale 
crystals. This results in high contact angles, giving the 
surface its superhydrophobic nature. This in turn causes 
water droplets to roll off the surface of the leaf, gathering 
dirt particles and contamination [20].

Cheng et  al. [34] demonstrated the self-cleaning 
effect of these micro and nano-structures, by compar-
ing untreated lotus leaves with annealed lotus leaves. 
Annealing (150  °C for 1  h) eliminated all nano-crystals 
on the surface, while micro-structures (5–10 µm height) 
remained. The untreated lotus leaf had a higher con-
tact angle (142.4° ± 8.6°) compared to the annealed leaf 
(126.3°), and the smooth wax surface had a contact angle 
of 74°. This shows that the presence of nano-structures 
does indeed increase the contact angle of the surface.

This study also suggests that the micro-scale bump pat-
tern has a significant influence on hydrophobicity, as its 

presence increased the contact angle by 70%. The nano-
crystals had less of an impact, increasing the hydropho-
bicity of the surface by 13% [34]. The resistance of taro 
and lotus leaves towards biological and non-biologi-
cal particles is due to the physiochemical interaction 
between the cell and the surface roughness of the leaf. 
This behaviour has increased research interest in applica-
tions such as self-cleaning paint, clothes, windows, bio-
repellent coatings and low friction surfaces [31].

Animal skin
Shark skin The surface of shark skin has self-cleaning, 
anti-biofouling, hydrophobic, drag reducing and aero-
dynamic characteristics. The anti-biofouling and self-
cleaning properties of shark skin is attributed to micro-
structured riblets found on its dermal denticles. The size 
and shape of these denticles vary between shark species, 
as well as inhabited locations [35]. The micro-structure 
of the skin also facilitates high speed swimming (up to 
90  km/h), allowing sharks to hunt their prey [36]. The 
presence of these micro-structures distinguish sharks 
from other aquatic species, such as whales, which are cov-
ered by barnacles [35].

Spiny Dogfish (mud) sharks have a skin surface com-
prising of triangular riblets, which have a width of 100–
300  µm, peak radius of 15  µm, height of 200–500  nm 
and a 100–300  µm centre to centre spacing [37]. Cop-
per shark (Carcharhinus brachyurous) skin is composed 
of placoid scales, with small grooves in the direction 
of water flow. Every scale on the Copper shark has five 
riblets 200–300  µm in length, 20–30  µm in height and 
50–80  µm in width [38]. Although the ridges have 
smooth surfaces, nano-patterned projections are evident 
on the grooves [36].

Studies have shown that the presence of micro-riblets 
reduces friction caused by turbulent water flow by lower-
ing drag and encouraging anisotropic flow, helping sharks 
to conserve energy and reach high swimming speeds 
[39]. Silicone patterned surfaces designed to mimic the 
micro-structure of shark skin has reduced drag resistance 
to submarines and ships by 15% and algae cell attachment 
by 67% [40].

Gecko skin Gecko feet have strong adhesion properties 
and can selectively adhere to a variety of surfaces. This 
behaviour is due to the periodic array of hierarchal micro-
scale keratinous hairs, known as setae. These hairs are 
approximately 30–130 µm in length, 5 µm in diameter and 
split into hundreds of nano-scale spatula, 200–500  nm 
in diameter [22]. Each spatula produces a small van der 
Waals force, which collectively creates large adhesion and 
anti-wetting properties [41, 42]. The hair like structures 
create a contact angle of 150° and produce bactericidal 
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Table 1 Surface topography of natural surfaces exhibiting antibacterial properties

Natural surface Surface Species Nano-texture Geometry Contact angle (°) References

Plant Taro leaf C. esculenta Polygon shape Bulge: 15–30 μm diameter, 
Papilla: 10–15 μm diameter

159 ± 2 [31, 56]

Lotus leaf N. nucifera Micro-size bulge shape Bulge: 1–5 μm height 142 ± 8.6 [34, 57]

Animal Gecko skin L. steindachneri Hair like nano-structure 4 µm length, top radius of 
10–20 nm and submicron 
spacing

150 [42, 43]

Shark skin Spiny Dogfish 3D riblet micro-structure Triangular riblets, 100–300 µm 
width, 15 µm peak radius, 
200–500 nm height and 
100–300 µm spacing

– [37]

C. brachyurous 3D riblet micro-structure 5 riblets 200–300 µm in height, 
20–30 µm diameter and 
50–80 µm riblet spacing

– [38]

Insect Cicada wing M. intermedia Nano-pillar (conical shape) Height: 241 nm, diameter: 
156 nm, spacing: 165 nm

135.5 [46]

A. spectabile Nano-pillar (conical shape) Height: 182 nm, diameter: 
207 nm, spacing: 251 nm

113.2 [46]

C. aguila Nano-pillar (conical shape) Height: 182 nm, diameter: 
159 nm, spacing: 187 nm

95.7 [46]

C. maculata Nano-pillar (conical shape) Height: 309 nm, diameter: 
97 nm, spacing: 92 nm

76.8 ± 13.9 [45]

P. scitula Nano-pillar (conical shape) Height: 282 nm, diameter: 
84 nm, spacing 84 nm

91.9 ± 5.9 [45]

M. hebes Nano-pillar (conical shape) Height: 164 nm, diameter: 
85 nm, spacing: 95 nm

78.4 ± 5 [45]

L. bifuscata Nano-pillar (conical shape) Height: 200 nm, diameter: 
90 nm, spacing: 117 nm

81.3 ± 8.3 [45, 58]

M. conica Nano-pillar (conical shape) Height: 159 nm, diameter: 
95 nm, spacing: 115 nm

93.9 ± 8.3 [45]

M. durga Nano-pillar (conical shape) Height: 257 nm, diameter: 
89 nm, spacing: 89 nm

134.8 ± 5.7 [45]

A. bindusara Nano-pillar (conical shape) Height: 234 nm, diameter: 
84 nm, spacing: 91 nm

135.5 ± 5.2 [45, 58]

M. mongolica Nano-pillar (conical shape) Height: 417 nm, Diameter: 
128 nm, Spacing: 47 nm

123.3 ± 12.7 [45]

P. radha Nano-pillar (conical shape) Height: 288 nm, diameter: 
137 nm, spacing: 44 nm

136.5 ± 5.2 [45]

D. vaginata Nano-pillar (conical shape) Height: 363 nm, diameter: 
132 nm, spacing: 56 nm

141.3 ± 3.3 [45]

D. rasingna Nano-pillar (conical shape) Height: 316 nm, diameter: 
128 nm, spacing: 47 nm

141.6 ± 4.5 [45]

M. opalifer Nano-pillar (conical shape) Height: 418 nm, diameter: 
148 nm, spacing: 48 nm

143.8 ± 6 [45, 58]

T. vacua Nano-pillar (conical shape) Height: 446 nm, diameter: 
141 nm, spacing: 44 nm

144.2 ± 6.8 [45]

T. jinpingensis Nano-pillar (conical shape) Height: 391 nm, diameter: 
141 nm, spacing: 46 nm

146 ± 2.6 [45]

C. atrata Nano-pillar (conical shape) Height: 462 nm, diameter: 
85 nm, spacing: 90 nm

137.9 [58]

P. claripennis Nano-pillar (conical shape) Height: 200 nm, base diam-
eter: 100 nm, cap diameter: 
60 nm, spacing: 170 nm

147 ± 47 [11, 12]

Dragonfly wing S. vulgatum Nano-pillar Height: 80–90 nm, diameter: 
150–20 nm

– [49]

Butterfly wing Blue M. didius Scales with aligned micro-
grooves

Diameter: 1–2 µm, spacing: 
1–2 µm

160 [59]
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effects against certain gram-negative and gram-positive 
bacteria [42, 43]. Efforts have been made to replicate 
these nano-hairs using acrylic, which produced a surface 
that killed bacteria after 1 week of incubation. Artificially 
produced structures were less efficient at killing gram-
positive S. mutans cells. This study found that gecko skin 
had an 88% success rate at killing gram-negative bacte-
ria, compared to a 66% rate against gram-positive bacte-
ria [43]. The resistance of gram-positive bacteria is most 
likely due to the higher stiffness and thickness of the cell 
wall and larger cell diameter.

Insect wings
Cicada wing
The cicada species has recently attracted research-
ers’ attention because of their unique bactericidal wing 
properties. Cicadas live in a variety of environments: 
from underground to tall trees, high temperatures and 
humidity. Their wings allow them to adapt to different 
environments and consist mainly of chitin, protein and 
wax, covered with nano structures. Sun et  al., charac-
terized various nano-pillar geometries among 15 cicada 
species and found that nano-pillar diameter ranged from 
82–148 nm, 44–177 nm pillar spacing and 159–146 nm 
in height [12, 44]. Nano-structure dimensions and the 
composition of the wax layer influence the hydrophobic-
ity of the wing surface. Closely packed, highly ordered, 
tall nano-pillars show increased hydrophobic character-
istics compared to disordered nano-pillar arrays [45]. The 
presence of the wax layer increases the contact angle of 
the nano-structures from a hydrophobic 76.8° to a super-
hydrophobic 146° contact angle [45, 46].

Ivanova et  al. found that cicada wing surfaces kill P. 
aeruginosa cells within 3  min of contact [12]. This sig-
nificant bactericidal ability motivates researches to focus 
on reproducing this structure on various substrates. 
Pogodin et  al. presented a biophysical model of cicada 
nano-pillared surface interaction with bacterial cells. The 
model shows mechanical characteristics, particularly cell 
rigidity as important parameters in identifying bacterial 
resistance. Studies have shown that cicada wing surfaces 
have less of a bactericidal effect on gram-positive bac-
teria, due to their increased cell rigidity, compared to 
gram-negative cells [17].

Dragonfly wing
Dragonfly wings exhibit self-cleaning and bactericidal 
effects due to their superhydrophobic surface (153° 
contact angle) and distinct surface architecture [47]. 
The nano-structures found on the surface of dragon-
fly wings are primarily composed of aliphatic hydro-
carbons, with fatty acids covering the outer most layer 
[48]. Rajendran et  al. examined the wing membrane of 

dragonfly (Sympetrum vulgatum) wings using atomic 
force microscopy (AFM), identifying four main sections 
of nano-structures on the wing. These irregular shaped 
nano-structures were found to have dimensions varying 
between 83.3 and 195  nm [49]. A recent study demon-
strated that the bactericidal efficacy of dragonfly wings 
were dependant on the nano-topology of protrusions 
on their wings [50]. Hence, different dragonfly species 
exhibit different degrees of bactericidal efficacy. While 
cicada wings are only efficient at killing gram-negative 
bacteria, dragonfly wings are capable of killing both 
gram-negative and gram-positive cells. At the current 
stage of research, it is unclear why this occurs [51], how-
ever a possible explanation is that the sharpness of the 
cicada wing nano-pillars are only able to pierce the thin 
gram-negative cell walls, but are insufficient for piercing 
thicker gram-positive cell walls [52].

Butterfly wing
Butterfly wings combine the anisotropic flow effects 
found on shark skin and the superhydrophobic proper-
ties of lotus and taro leaves to produce an effective anti-
biofouling surface. Similar to lotus leaves, the surface 
of butterfly wings comprise of an array of aligned scales 
covered by hierarchal micro-grooves, approximately 
1–2  µm in diameter [53, 54]. This structure produces a 
high contact angle (148°), allowing water droplets to roll 
off the surface of the wing in an axial manner, inducing 
self-cleaning. Aligned shingle-like scales on the wing, 
30–50 µm in width and 58–146 µm in length cause this 
anisotropic behaviour. Anisotropic flow promotes low 
drag and water repellence, and this combined with supe-
rhydrophobic properties, results in a surface that has low 
drag, anti-biofouling and low bacterial adhesion proper-
ties [54, 55].

Summary of natural surfaces
Table 1 summarises the information given in this section, 
presenting various natural surfaces, their individual sur-
face textures and structure dimensions. It is important to 
note that these surfaces produce different behaviours. For 
example, the surfaces of plant leaves show anti-biofouling 
behaviour, which repel bacteria and impurities based on 
high contact angles (142°–159°). Surfaces such as cicada 
wings show bactericidal capabilities, with lower contact 
angles (76°–147°) than plant leaves. The large variation 
in structure dimensions and contact angles between the 
different species indicate that there is no one particular 
surface pattern that has universal antibacterial effects 
against all types of microorganisms.

Figure  1 shows scanning electron microscopy (SEM) 
images of the micro and nano-structures of various natu-
rally occurring surfaces and their comparative contact 
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angles. Figure  2 compares bacteria interacting with a 
flat titanium surface, cicada wing, dragonfly wing and 
gecko skin, showing the difference in antibacterial effects 
among the varying topographical structures. Figure  2a 
shows the bacteria cells undisturbed, with cell walls 
unchanged and adhering to the flat titanium surface, 
whereas disfiguration and piercing of the bacteria cells 
are observed in Fig. 2b–d.

Artificial surface fabrication
The research focus on replicating naturally occurring 
surfaces has been a significant addition to the bioengi-
neering field. A large number of studies have aimed to 
reproduce the antibacterial behaviour of certain naturally 

occurring surfaces, using a variety of chemical and 
mechanical methods. This section explores various meth-
ods of micro and nano-fabrication used to replicate this 
behaviour. Table  2 summarises the information in this 
section, explaining methods and techniques used, struc-
tures formed, and advantages and disadvantages of each 
method. Table 3 shows a summary of various fabricated 
surfaces, material of choice, bacteria strains tested and 
results obtained.

Various types of lithography, such as deep ultravio-
let (UV) lithography, electron beam lithography, X-ray 
lithography, colloidal lithography and nano-imprint 
lithography (NIL), are used to  fabricate nano-struc-
tured surfaces [21, 60]. Lithography involves copying 

Fig. 1 SEM images of nano-structured surfaces of: a lotus leaf [20, 146], b taro leaf [56], c gecko skin [147], d shark skin [148], e cicada wing [149], f 
butterfly wing [150] and g dragonfly wing [18]; h contact angles of naturally occurring bactericidal surfaces. Figures reproduced with permission
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information or surface patterns from a master and trans-
ferring it to another surface. Some forms of lithography 
such as electron beam lithography (EBL) and scanning 
probe microscopy lithography, are time-consuming and 
costly for large-scale nano-structure fabrication [61]. 
Currently, colloidal and NIL are the most commonly 
used lithography methods for nanoparticle fabrication.

Soft lithography
Soft lithography is an advanced polymer replication 
method, generally used for transferring micro and 
nano-structures onto polymer substrates. This tech-
nique involves a combination of printing, moulding 
and embossing with stamps [62]. Soft lithography is 
less expensive than other forms of lithography, as the 
fabricated mould can be re-used and does not require 
expensive processing [63]. It is an effective method 
for nanofabrication and when combined with etching, 
nano-structures can be transferred to metals for biosens-
ing applications [62]. Soft lithography has been used by 
Wang et  al. to fabricate bio-inspired pollen-like hierar-
chical surface structures. This surface is able to capture 
target cancer cells with high efficiency (72 ±  1.5%) and 
specificity. In this study, a negative replication of the 
pollen layer was formed using polydimethylsiloxane 
(PDMS). The viscous PDMS was poured onto the pol-
len layer and heated to cross-link and solidify the poly-
mer [64]. While this method is effective, its use is limited 
to “soft matter”, such as organic and polymeric materials 
[62] and may therefore be inapplicable for fabricating 

large-scale nano-textured surface patterns on orthopae-
dic implants. While patterns can be transferred onto 
metal substrates, additional process are needed to do so.

Nano-imprint lithography (NIL)
NIL, also known as hot embossing, is a contact form 
of lithography, which uses a mould to duplicate speci-
fied nano-structures onto a substrate surface. A layer 
of liquid polymer known as a “resist”, is placed onto the 
substrate surface and mechanically pressed with a fabri-
cated stamp, leaving an imprint of the mould pattern in 
the substrate. The stamp is usually prepared using inor-
ganic substrates, such as silicon [65]. Once the mould is 
removed the substrate may undergo reactive ion etching 
(RIE) to remove any residual resist and expose the sub-
strate [66]. Dickson et al. reproduced the nano-structure 
pattern of cicada wings on a thin layer of poly methyl 
methacrylate (PMMA) using NIL. In this particular 
study, cicada wings were used as stamps to imprint their 
pattern onto the PMMA substrate. The study found that 
there was reduced adhesion of E. coli cells to the pillared 
surface compared to a flat surface [15]. NIL has also been 
used to produce nano-structures on indium phosphate, 
gallium phosphate and silicon substrates [13, 67], and 
to prepare micro-pillar patterned surfaces, inspired by 
gecko setae [68].

Compared to other methods of lithography, NIL has a 
high throughput rate, high resolution, rapid fabrication 
times and low cost. It combines multiple lithography and 
etching steps into one direct imprinting step, thereby 
reducing equipment and fabrication costs [65]. In addi-
tion, moulds can be re-used, further reducing the over-
all cost of the process. The biggest advantage of NIL over 
other forms of lithography, is that sub 2  nm patterning 
is achievable. Drawbacks of NIL include the limited pat-
tern size, cost of mould fabrication, possible mould dam-
age and the relative newness of the process, meaning that 
is not widely used [13, 66]. In addition, the removal of 
the mould from the target material causes damage to the 
structures [65]. Some researchers have used a UV-NIL 
process, in which UV radiation is used to cross-link poly-
meric nano-structures without structural deformation 
[69]. Cho et  al. reproduced the nano-structure of drag-
onfly (P. flavescens) wings on glass, silicone, polyethylene 
terephthalate (PET) film, and curved acrylic polymers 
using UV-NIL [70].

Colloidal lithography
Colloidal lithography uses colloidal crystals as a mask 
on the surface of a substrate. Several methods are used 
to form these crystals including vertical deposition, dip-
coating, spin-coating and nano-robotic manipulation 
[71]. The crystals are arranged as a monolayer on the 

Fig. 2 SEM images showing morphology of: a S. aureus on flat 
titanium [151], b E. coli on dragonfly wing [18], c P. gingivalis on gecko 
skin [43] and d S. aureus on cicada wing [149]. Figures reproduced 
with permission
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surface of the substrate and vapour deposition of the tar-
get material is initiated. Vapour reaches the substrate in 
the regions between crystals, leaving a pyramidal struc-
ture on the substrate. Upon vapour condensation, initial 
RIE processes remove the colloidal mask and further 
RIE processing increases nano-structure sharpness and 
refinement. This process may also involve additional 
steps, such as nano-lithography [21]. This technique has 
fabricated PET nanocone arrays to mimic bioinspired 
surfaces, and is used to form nano-patterned templates 
for biotechnological and biomedical applications [61, 72].

Colloidal lithography involves low consumption and 
high throughput, making it suitable for large-scale pro-
duction. Colloidal crystals are generally easy to obtain 
and nano-structure dimensions are controlled through 
modulating the morphology of the colloidal mask and 
etching parameters, with longer etching times produc-
ing sharper nano-structures [61, 65]. This method is not 
without its drawbacks, however. The major issues facing 
colloidal lithography as a method of bio-mimicking are 
that the colloidal spheres limit pattern symmetry and 
the assembling process causes unavoidable defects [65]. 
While colloidal lithography has emerged as a new way of 

Table 2 Summary of nano and micro fabrication methods

Fabrication method Structure dimensions Advantages Disadvantage References

NIL 210 nm height nano-pillar High throughput
Low cost

Only applicable to polymers [13, 15, 66]

UV-NIL 100 nm diameter nano-pillar Lower deformation compared 
to NIL

Only applicable to cross-linka-
ble polymers

[70]

Colloidal lithography 20 nm height pillars Low consumption
High throughput
Easy to obtain colloidal crystals

Low resolution, often a sec-
ondary process is required to 
refine structures

[61]

Micro moulding 3D riblet of shark skin Good resolution and high 
throughput at micro-scale

Not suitable for nano-scale 
structure

Limited to polymers

[38, 43]

Vacuum casting 3D riblet of shark skin Good resolution and high 
throughput at micro-scale

Better resolution compared to 
micro moulding

Not suitable for nano-scale 
structure

Limited to polymers

[39]

Femtosecond laser 20 µm elliptical structures with 
200 nm nano-structures

Metal and non-metallic fabrica-
tion ability

Good resolution and high 
throughput at micro-scale

Not suitable for nano-scale 
structure especially under 
the 200 nm

[75]

RIE Pillar height 1.6 µm, with 
350–750 nm diameter

Pillar height 4 µm, 220 nm 
diameter

Good resolution
Metal and non-metallic fabrica-

tion ability

High mask production costs [81]

FIB milling

Ga+-FIB 95 nm diameter pillars, length 
of 150–160 nm

Nano holes 80–490 nm in 
diameter

High resolution
Maskless
Higher throughput compared 

to He+
Metal and non-metallic fabrica-

tion ability

Low throughput [84, 102, 103]

He+-FIB Sub 10 nm High resolution
Maskless
Metal and non-metallic fabrica-

tion ability

Low throughput [96, 104]

Hydrothermal synthesis 3 µm height pillars Reliable
Efficient
Environmentally friendly
Ability to control temperature 

and pressure

Reaction takes place in a 
sealed vessel, reducing 
throughput

[9, 14, 90]

Photolithography Micro structure 1.5–20 µm High throughput Limited to photo sensitive 
material

Low resolution

[63, 65, 95]

EBL 5–10 nm High resolution
High throughput

Only applicable to E-beam 
sensitive resists

[63, 96, 97, 100]
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nano-fabrication for biomaterial applications, the process 
still needs to be optimised to reduce defects.

Micro moulding
Micro moulding is a fast fabrication method for transfer-
ring nano-structures on to polymer substrates. In this 
process, the nano-pattern is filled with PDMS and the 
mould is replicated using epoxy resin. The original pat-
tern is then removed, leaving a potential biomimetic sur-
face replica [38]. This process is often used to reproduce 
the micro-structure of shark skin on epoxy resin. In a com-
parative study between micro moulding and NIL methods, 
the dimensional accuracy and degree of reproducibility of 
micro moulding was found to be higher than NIL. How-
ever, NIL provided higher fabrication accuracy on the 
outer edges of the substrate and on fine structures [38].

Hybrid methods of micro moulding combined with 
flame treatment has reproduced lotus leaf and shark wing 
patterns. In this case, the shark skin surface is first repli-
cated via micro moulding, followed by a flame treatment 
to generate nano and micro-patterns which mimic lotus 
leaf structures. Nano and micro-structures formed by 
this method is highly dependent on the duration of flame 
treatment [73].

Li et  al. replicated gecko skin structures using micro 
moulding, in which poly-vinyl siloxane (PVS) was used as 
the negative mould and epoxy resin for filling [43]. The 
majority of dimensions of the fabricated structures were 
close to that of natural gecko skin in terms of structure 
density, thickness and spacing. However, hair length and 
cap thickness were found to be largely different to natu-
ral structures [43]. Similarly, Zhang et al. found that there 
was significant replication error when reproducing the 
surface pattern of shark skin riblets using this method. 
This could be due to high pressures used during the pro-
cess, causing bending and shrinkage of the natural sur-
face, preventing high resolution replication [74].

Vacuum casting
Vacuum casting is a common method used for replicat-
ing natural surfaces onto polymer and silicon substrates. 
In this process, a mould is put onto a PDMS substrate 
and is completely covered in unsaturated polyester resin 
containing glass fibres (used to eliminate cracking in the 
mould), under vacuum conditions. The mould is then 
removed from the resin and silicon is used to fill the 
space of the original mould under vacuum. The silicon is 
removed and the replication is left [39]. This method is 
commonly used to reproduce the pattern of shark skin. 
Similar to micro moulding, errors in replicating structure 
dimensions are attributed to the shrinkage of the mould 
during the process [39].

Femtosecond laser
Femtosecond lasers fabricate superhydrophobic struc-
tures on various steels such as stainless steel, high speed 
steel and mould steel. This method mimicked the micro 
and nano-structured surface pattern of lotus leaves on 
titanium substrates, achieving specified dimensions. Fab-
ricated structures were elliptical in shape, 10–20  µm in 
height, covered in 200 nm nanostructures, with a result-
ing in a contact angle of 144°. Colonisation of S. aureus 
was evident on this fabricated surface, while P. aeruginosa 
did not adhere to the surface [75]. A later study showed 
S. aureus cells adhered mainly in the crevices between 
micro-structures, which provided the cells better protec-
tion and less contact with the lotus-like titanium struc-
tures [76, 77]. Similarly, Epperlein et al. produced 700 nm 
homogeneous structures on corrosive and non-corrosive 
steel using Femtosecond laser production. Bacteria test-
ing on these nano-structures showed clear antibacterial 
effects of the non-corrosive steel against E. coli. However, 
S. aureus cells were able to colonize on the same surface 
[78]. In comparison with this study, S. aureus adhesion 
was reduced when tested on a titanium nano-structured 
surface fabricated via Femtosecond laser processing. 
Structures were 750 ± 130 nm in diameter, 175 ± 40 nm 
in height and had a significant impact against biofilm 
formation [79]. Comparing these studies it is clear that 
nano-structure dimensions play a role in the antibacterial 
efficiency of the surface and that the Femtosecond laser 
process is a promising method for imparting antibacterial 
properties onto orthopaedic implants.

Reactive ion etching (RIE)
RIE is a micro and nano-etching method using plasma 
to create nano-structures. High energy ions, generated 
by plasma under vacuum conditions, are bombarded 
onto the material surface causing localised material 
removal, forming nano-structure patterns [80]. RIE cou-
pled with microwave plasma chemical vapour deposi-
tion (MPCVD) has replicated the nano-pattern of cicada 
wings on a diamond surfaces. Average structure heights 
were recorded to be 1.6  µm, with 350–750  nm widths 
[81]. Some studies have also used RIE to mimic the struc-
tured surface of dragonfly wings onto black silica or sili-
con wafers [51, 52].

Focused ion beam (FIB) milling
FIB processing is similar to that of SEM processes, except 
that FIB deploys a beam of ions rather than electrons. 
FIB is effective in precisely milling nano-scale patterns, 
by selecting appropriate amounts of energy and intensity 
of the ion beam. A highly focused beam of  Ga+ ions is 
applied at high beam currents, initiating the milling pro-
cess. Gallium is currently the most commonly used ion 
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source for FIB instruments for a several reasons includ-
ing low vapour pressure, unique mechanical, electrical 
and vacuum features [82].

Nowadays, the FIB process is used in biomedical appli-
cations to image and analyse cells, and mill biomaterials 
[83]. FIB milling is an appropriate method for fabricating 
nano-structures (e.g. nanotubes) and nano-patterns for a 
variety of applications such as solar cells and fabricating 
nano-pillared semiconductor materials (95 nm diameter, 
150–160 nm length) [84, 85].

Hydrothermal synthesis
The term ‘hydrothermal’ refers to a heterogeneous reac-
tion, in the presence of aqueous solvents under high 
temperature and pressure, which dissolves and recrys-
tallises materials [86]. The process takes place in an 
autoclave vessel, where temperatures and/or pressures 
are controlled [87]. The hydrothermal process has pro-
duced a number of nano-structures, such as nanopar-
ticles, nanorods, nanowires and nanotubes. Adjusting 
precursor concentrations, solvent composition, solvent 
pH, operation temperature and reaction duration, alters 
nanoparticle shape, size and surface roughness [87–89]. 
Researchers have employed this method to fabricate 
homogeneous spike-like structures on titanium to create 
micro-patterned arrays, inspired by the surface pattern of 
dragonfly wings [9, 14], as well as to test the influence of 
surface modification on bacterial adhesion in titanium-
based materials [88].

Conventional hydrothermal processing produces 
micro-scale structures of spike height around 3  µm. 
Secondary processes, such as etching, has refined struc-
tures to a nano-meter scale [14]. Zhu et  al. utilised 
supercritical hydrothermal conditions (400 °C) to fabri-
cate  TiO2 nanotubes with controlled morphology [90]. 
Reports on biological effects of nano-textured surfaces 
fabricated via this method have indicated a 50 and 25% 
inhibition of P. aeruginosa and S. aureus respectively, 
along with improved osseointegration, cell adherence 
and proliferation of fibroblast cells [14]. Tsimbouri 
et al. has used hydrothermal synthesis to fabricate tita-
nia nanowires, producing a surface that is bactericidal 
towards P. aeruginosa cells, while simultaneously pro-
moting osteoblast and osteoclast growth [91]. This 
process is widely used for nanofabrication due to its 
reliability, efficiency, environmentally friendly nature 
and ability to control temperature and pressure during 
the process [14, 90].

Sol–gel
The sol–gel method imparts favourable properties such 
as superhydrophobicity, onto metallic surfaces [4, 21]. 
In this process, hydrolysis and polymerisation reactions 

of precursors, such as inorganic metal salts or metal 
organic compounds, form a colloidal suspension called a 
sol. The gel forms as the sol is cast into a mould. The gel 
dries and goes through further heat treatment, convert-
ing it into ceramic material [87]. Heat treatments then 
improve the desired mechanical properties of the mate-
rial. Nano-structure features are altered by parameters 
such as pH, amines, calcination temperature, and anodic 
membranes. For example, operating at a pH above 11 
changes the structure shape from cuboidal to ellipsoidal. 
Desired nanoparticle size, crystal phase, and shapes, can 
be achieved through the sol–gel method [87].

The sol–gel method produces  TiO2, by hydrolysis of 
alkoxide precursors and subsequent condensation of 
hydrolysed particles, forming a gel. The sol is prepared 
using titanium isopropoxide, and tetra-n-butyl-ortho-
titanate [5]. The sol–gel method is generally used as a 
part of a larger nano-fabrication process. For example, 
the sol–gel method is used to prepare seed layers for the 
controlled growth of nanoparticles during hydrothermal 
synthesis [92].

Chemical and vapour deposition
Chemical vapour deposition (CVD) and physical vapour 
deposition (PVD) are not used as stand-alone nano-fab-
rication processes, but are widely used in coating and 
material property improvement. Both processes involve 
the deposition and condensation of evaporated target 
material on the surface of a substrate. CVD involves a 
chemical reaction in the vacuum chamber, where PVD 
does not [87].

Sputtering (e.g. magnetron sputtering and FIB sputter-
ing) is a commonly used application of PVD. In the sput-
tering process, ions bombard a material surface causing 
local removal of substrate material ions from the surface. 
Magnetron sputtering is a well established, fluid-free 
process mainly used to deposit photocatalytic materials 
[93]. Nano-structures have been coated using magnetron 
sputtering in a study conducted by Huang et  al. where 
twin gun reactive magnetron sputtering coated  ZrO2, and 
 ZrO2 doped with silver on titanium substrates [4, 94], as 
well as to coat  TiO2 nano-dots with noble metals [93].

Photolithography
Photolithography is one of the most popular methods of 
nano-scale fabrication [65]. The photolithography pro-
cess begins with surface cleaning followed by coating a 
photoresist layer on the substrate, via spin coating. Posi-
tive and negative photoresists are used. Positive photore-
sists change chemical structure and become soluble when 
exposed to light, whereas exposure to light of a negative 
photoresist results in insolubility through polymerisa-
tion. A baking process strengthens the resist, enhancing 
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adhesion of the resist to the substrate [63]. Patterns are 
transferred from the photolithography mask to the pho-
toresist via UV light [65].

The mask is usually composed of a thin layer of chro-
mium coated on a quartz or glass plates, is set on the 
photoresist layer and exposed to light. Soluble sections 
of the photoresist are removed using a developer solu-
tion, followed by etching, which affects areas not covered 
by the photoresist [63]. Although photomasks are easily 
available, there are significant costs and time involved in 
mask fabrication. In addition, surface chemistry is very 
difficult to control, and this method cannot be applied to 
curved surfaces [62]. While photolithography is widely 
used in the semiconductor industry, its viability is lim-
ited in biological applications. Negative photolithography 
needs a photo-cross-linkable polymer, however biocom-
patible polymers with photo-cross-linking ability are 
uncommon [95].

Electron beam lithography (EBL)
EBL is the dominant method for producing nano-sized 
structures due to its lower proximity effect, high resolu-
tion and rapid throughput [96]. In the EBL process, the 
electron beam either images a surface or fabricates a 
resist previously deposited on a substrate. Due to the low 
energy of electrons, polymers such as PMMA, polyeth-
ylene glycol (PEG) and polyacrylic acid (PAA) are used 
as resist layers. Electrons produce negative lithography 
by cross-linking and positive lithography by degradation, 
depending on the type of mask. EBL can fabricate various 
feature dimensions (5–10 nm) [63, 96, 97], with the reso-
lution of the structures depending on the molecule size 
of the resist, scattering range and backscattered second-
ary electrons [63]. EBL is able to fabricate much smaller 
structures than other methods of fabrication, such as 
photolithography [62]. Most biological applications of 
EBL have turned to biomolecule patterning to improve 
the functionality of polymers, with a large research focus 
on improving the absorption performances of biomol-
ecules and self-assembling patterned protein monolayers 
[97–101]. While EBL is highly effective at producing high 
resolution and ordered patterns, the process involves the 
use of complex equipment, can only cover a small sample 
area and can be highly time consuming [65].

Summary of artificial surface fabrication
Table 2 shows various methods of micro and nano-fabri-
cation and compares their advantages and disadvantages. 
Replication methods such as NIL, micro moulding and 
vacuum casting have higher throughput, but are limited 
to soft materials such as polymers. RIE is an efficient 
method of fabricating nano-structures, but in order to 
fabricate precise structures mask preparation is needed, 

increasing costs. FIB milling is effective for high-resolu-
tion nano-fabrication in a micro-scale area. Hydrother-
mal synthesis is also effective and has been used in many 
studies involving bio-mimicking natural surface struc-
tures, due to its reliable and efficient nature.

Figure 3 shows SEM images of micro and nano-struc-
tures fabricated through four methods mentioned in this 
section. The images show that certain methods, such as 
FIB milling, allow for control over morphology, structure 
size and consistency, whereas hydrothermal synthesis 
produces randomly orientated and sized structures.

As illustrated in Table 3, according to recent studies 
bio-mimicked nano-structures of dragonfly using RIE 
and hydrothermal synthesis produce more effective 
bactericidal surfaces than other methods. The majority 
of studies found success in killing gram-negative bacte-
ria cells, but not gram-positive bacteria. This is attrib-
uted to the thick, multilayered peptidoglycan structure 
that forms the cell wall of gram-positive bacteria. In 
addition, gram-positive bacteria generally shows a 
higher resistance to physical disruption than gram-neg-
ative bacteria, which explains the variation in results 
observed when both bacteria types are exposed to tex-
tured surfaces. The studies and methods mentioned 
in Table  3 have all had reasonable success in produc-
ing bactericidal, anti-biofouling or superhydrophobic 
surfaces.

Bactericidal mechanism of nano‑textured surfaces
Antibacterial surfaces often inhibit or lessen the growth 
of microorganisms either by their surface topogra-
phy or by chemical modifications. Interestingly, the 

Fig. 3 SEM images of structures fabricated via: a NIL [13], b RIE [81], c 
FIB milling [84] and d hydrothermal synthesis [9]. Figures reproduced 
with permission
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factors affecting bactericidal efficiency for different bac-
teria strains are different. Forces including van der Waals, 
Brownian motion, and electrostatic and hydrophobic 
interactions dictate reversible adhesion. Irreversible 
adhesion is more complex and involves cell characteris-
tics and surface structure considerations [107]. Several 
innovative approaches have been employed to under-
stand the mechanism involving bacterial death, with 
early models for bacterial adhesion proposed as early as 
1971 [108]. These models however, tend to poorly cor-
relate to experimental results due to the exclusion of 
factors such as hydrophobicity [107]. Surface wettabil-
ity measurements is a key parameter used to assess the 
potential antibacterial behaviour of a surface. Materials 
with superhydrophobic surfaces (contact angle  >  150°) 
have been found to prevent or reduce adhesion of bone 
marrow derived cells [109] and bacterial strains such as 
S. aureus and P. aeruginosa [110]. Many research groups 
have designed antimicrobial surfaces based on this cellu-
lar repulsion phenomenon, exhibited by natural surfaces 
such as taro and lotus leaves [56, 61, 111, 112]. However, 
the mechanism of microbial repulsion on superhydro-
phobic surfaces is complex and sparingly understood at 
this stage, as most gram-negative microbes have shown 
super repulsive nature, while gram-positive microbes 
tend to adhere onto these surfaces. More recent studies 
have shown a paradigm shift towards nano-textured sur-
faces where cell death is primarily caused by microbial 
membrane rupture via cellular adhesion.

To date, researchers have developed two models that 
explain the mechanism of prokaryotic microbial death on 
nano-patterned surfaces: (1) a biophysical model and (2) 
analytical thermodynamic model. The biophysical model 
demonstrates the interaction of prokaryotic microbes 
with superhydrophobic nano-pillar structures [17]. In 
this model, the bacterial cell membrane is considered as 
a thin elastic layer (neglecting details relating to struc-
ture and composition), due to the higher magnitude of 
thickness of the cicada wing nano-structure, compared 
to the bacterial membrane [17]. The main drawbacks of 
the two proposed mechanisms are that biological fac-
tors (e.g. bacteria composition, shape and structure) and 
mechanical properties of the nano-structures have been 
neglected. When bacterial strains such as P. aeruginosa or 
P. claripennis, adhere to the nano-pillars of cicada wings, 
the adsorbed layer is separated into two regions: a region 
where it is in direct contact with the pillar, and where it 
is suspended between pillars. This occurs because most 
bacterial cells are in the micro-meter range, while the 
textured surfaces are in the nano-meter range. The sur-
face area of the region of direct pillar contact increases, 
stretching the cell membrane in the regions suspended 
between the pillars, leading to membrane rupture. 

Hence, according to this model, cell death is very much 
dependant on the rigidity of the bacterial cell membranes 
[17]. This may be the reason why rigid gram-positive bac-
teria strains are resistant to nano-patterned surfaces of 
cicada wings, when compared to less rigid gram-negative 
bacteria strains [11, 51]. Similar observations were also 
seen on fabricated nano-structures that resemble cicada 
wings [11].

Figure  4 demonstrates a schematic of the interaction 
of different nano-structure geometries with gram-neg-
ative and gram-positive bacteria. The mechanism of cell 
death of gram-negative bacteria by the cicada wing nano-
structure is based on cell rupture, and normally occurs 
between the regions of space between nano-pillars 
(Fig.  4a, b) [12], while gram-positive bacteria resist this 
effect and live (Fig. 4c, d) [11]. When gram-negative bac-
teria, such as E. coli, is exposed to the nano-structure of 
dragonfly wings (pillar height 189–113 nm, and diameter 
37–57 nm), taller nano-structures start to bend. Bacteria 
cells then strongly attach to nano-structures, due to the 
secretion of an extracellular polymeric substance (EPS) 
layer. When the adhesion force is strong enough, the bac-
teria membrane separates, due to the effort generated by 
the cell to move away from the nano-structure (Fig. 4e–g) 
[18]. The nano-structure of dragonfly wings also has bac-
tericidal effects against gram-positive bacteria, such as 
S. aureus. Gram-negative bacteria, such as P. gingivalis, 
with diameter more than 500  nm, is penetrated by the 
nano-structure of gecko skin (Fig. 4j, k), while gram-pos-
itive bacteria, such as S. mutans, with a smaller diameter 
(< 300 to 400 nm) remain undamaged on top of the nano-
structure [43].

A few years after this biophysical model was proposed, 
Li developed an analytic thermodynamic model, where 
the bactericidal mechanism of nano-patterned sur-
faces were interpreted via analysing the total free energy 
change of bacterial cells adhering to the patterned surface 
[23]. In this model, the stretching degree of the bacterial 
membrane is obtained from calculating the free energy 
change, when it is exposed to both flat and nano-pat-
terned surfaces. The presence of nano-pillars increases 
the contact adhesion area, which increases the stretching 
degree of the membrane, leading to membrane rupture 
and death. A mathematical model developed to explain 
the mechanism of the bactericidal properties of cicada 
wings also utilises this “stretching” theory [113]. Accord-
ing to this model, maximum stretching of the bacterial 
layer is at the top of the nano-pillar ridges. Since gram-
negative bacteria walls have fewer layers of peptidogly-
cans (1–3 layers) compared to gram-positive cells (10–50 
layers), the maximum membrane stretching capacity of 
gram-negative bacterium is higher, leading to enhanced 
cell death. Cell-substrate adhesion strength has also been 
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taken into account in determining the antimicrobial effi-
ciency of nano-textured surfaces. A recent study revealed 
that nano-textured surfaces with high height to width 
aspect ratio displayed increased eukaryotic cell affin-
ity than surfaces with lower aspect ratio. The surfaces 
which exhibited increased adhesion strength resulted in 
increased cell death [114]. Interestingly, dragonfly wings 
displayed a higher height to width aspect ratio than 
cicada wings, which may be the reason why dragonfly 
wings, and fabricated nano-textures resembling drag-
onfly wings, exhibit an increased antibacterial efficiency 
compared to cicada wings, and fabricated nano-textures 
resembling cicada wings [14, 50, 51, 105]. With recent 
developments in characterisation techniques, such as FIB 
milling, SEM and AFM, researchers have developed new 
insights into nano-textures and their properties, which 
have aided them in enhancing the bactericidal efficiency 
of these structures, by simply increasing the surface 
roughness, surface distribution density, radius, or height 
of nano-pillars. The use of software such as  Autodesk® 
 Maya® has enabled researchers to study the bacterial cell-
surface interactions with the aid of three-dimensional 
(3D) visualisations and computer-generated animations 
[115].

Similar to nano-textured surfaces, chemically modi-
fied surfaces also kill microorganisms through direct 
contact and is generally achieved either by functionalis-
ing the surface with antibacterial functional groups like 
N,N- dimethyldodecylammonium bromide, quinoline or 

ammonium groups, or by coating the surface with anti-
bacterial agents such as ammonium salts, silver nano-
particles,  TiO2 nanoparticles, alkylated or halogenated 
polymers [116–131]. However, the application of chemi-
cally modified surfaces is limited due to its toxic effects 
on human cells, tissues or organs [132, 133].

Stability and toxicity of micro and nanomaterials
The use of nano-patterned biomaterial implants in the 
body comes with concerns over the mechanical stabil-
ity of the structures and unintentional health impacts of 
metal oxides, leading to long term toxicity concerns and 
potential cellular damage [134–136]. If the mechanical 
stability of nano-structures and dissemination of bio-
coatings cannot withstand the biological environment 
of the body, exposure to metal oxides may cause inter-
ference to cells and organ function. Hence, establishing 
stability and cytotoxicity behaviour of such materials/
implants are of vital importance. While the use of nano-
particle coatings are prevalent, dissolution of coating ions 
into the biological environment and loss of functionality 
over time is possible [137–140], which has large reper-
cussions involving toxicity to the human body.

Sodium nitrate  (Na2Ti3O7) nanowires fabricated by 
hydrothermal synthesis, exhibit brittle fracture behav-
iour upon bending, with non-linear elastic deformation 
observed. A single nanowire has an average Young’s mod-
ulus of 33 ± 7 GPa, with a yield strength of 2.7 ± 0.7 GPa 
[141]. At the current state of research in this field, 

Fig. 4 Schematic showing bacteria-nano-structured surface interaction of: a, b cicada wing and gram-negative bacteria, c, d cicada wing and 
gram-positive bacteria, e–g dragonfly wing and gram-negative bacteria, h, i dragonfly wing and gram-positive bacteria, j, k gecko skin and gram-
negative bacteria and i gecko skin and gram-positive bacteria. Nano-structure dimensions are indicated next to each species, dimensions not to 
scale
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the exact mechanical environment of the implant site 
is unspecified and hence, it is unknown whether the 
mechanical stability of the nanowires found is adequate 
to withstand the environment of the body. If individual 
nano-structures fracture in vivo, there may be associated 
toxicity effects. Since the toxicity of nano-structures is 
an unexplored research area, the toxicity of metal oxide 
nanoparticles can be considered as an initial judgement 
of toxicity.

“Needle-like”  TiO2,  Fe3O4,  Al2O3,  MoO3 and  CrO3 nan-
oparticles have shown no effect on cellular shrinkage, and 
liver cells (in vitro) at low concentrations (10–50 µg/mL), 
however there is a significant effect at concentrations 
above 100  µg/mL [136, 142]. ZnO nanoparticles have 
caused cellular shrinkage and significantly decreased 
mitochondrial functionality at doses between 50 and 
100 µg/mL, in a concentration, size and time dependent 
manner [136, 143]. CuO and  Al2O3 nanoparticle expo-
sure has been found to cause oxidative stress, with  TiO2 
nanoparticles causing liver damage in rats [144].

Silver (Ag) nanoparticles have been found to be toxic 
to mammalian cells derived from the skin, liver, lunch, 
brain, vascular system and reproductive organs, despite 
their excellent antimicrobial properties against E. coli, 
S. aureus and Enterococcus faecalis [123, 125, 132, 142, 
145]. Similarly,  Fe3O4 nanoparticle toxicity can cause 
inflammation and altered mitochondrial function, how-
ever their toxicity has so far shown no effect on liver cells 
in  vitro, at low concentrations (100–200  µg/mL) [135, 
136]. Factors such as environmental pH, nanoparticle 
aggregation, and average particle size, influence the deg-
radation process of  Fe3O4 in simulated body fluids. The 
stability of these particles also depended on the coating 
method, with coated particles showing slower degrada-
tion than uncoated particles [135].

The toxic nature of some of these metal oxides has 
shown their limited potential use in the human body. 
Micro and nano-structure fracture behaviour and mech-
anisms needs to be investigated to establish whether its 
presence will pose a risk to the body. If nano-structures 
were to fracture in  vivo, short and long-term effects of 
the material fragments must be known. Hence, it is criti-
cal to determine the long-term mechanical stability and 
toxicity effects of nano-patterned surfaces and micro 
and nano-structures before they are deemed suitable for 
medical applications.

Conclusion and future perspectives
The insertion of medical implants into the body comes 
with an associated risk of bacterial infection. This can 
often lead to long hospital stays, high health care costs, 
revision surgery or even death. Patients are commonly 
required to take long-term antibiotics to reduce the need 

for these treatments; however, the increasing resistance 
of bacteria strains to antibiotics has caused concern. 
Researchers are now aiming to find ways of preventing 
bacterial infection without the use of antibiotics. Cur-
rently, several methods of coating and ion-implantation 
of nano-particles improve antibacterial properties, osse-
ointegration and bone regrowth on medical implants; 
however, their long-term use is limited. This has lead 
researchers to study the micro and nano-textured surface 
structures of naturally occurring bactericidal and anti-
fouling surfaces, in the hope of reproducing this behav-
iour on to orthopaedic implant surfaces. The success of 
this replication may provide an alternative method of 
bacterial infection control after implant surgery, without 
the use of long-term antibiotics.

This review has summarised various natural surface 
structures, and recent advances in fabrication methods 
that replicate such nano and/or micro-patterns. Cer-
tain insect wings, plant leaves and animal skin prevent 
bacterial adhesion, and in some cases kill bacteria upon 
contact. This review found that dimensions, shape and 
configuration of these structures vary widely between 
species. This, coupled with the numerous fabrication 
methods and substrates materials used to replicate this 
behaviour, and with their varying bactericidal efficien-
cies, indicate that there is no one particular micro or 
nano-pattern which prevents or kills all types of microor-
ganisms. Clearly, size, width, spacing, tip sharpness and 
height to width ratio have a major role in determining 
the bactericidal efficiency of the surface. Hence, a major 
challenge is to engineer a universal surface pattern that 
incorporates the best features of various naturally occur-
ring nano and micro-surfaces. Research and experimen-
tation in this area should also be expanded to include a 
wider range of pathogens, bacteria strains, surface struc-
ture dimensions, osteoblast assays and simulated body 
fluids.

Integration of current knowledge and new technolo-
gies is a key factor in developing smart antibacterial sur-
faces for medical implants. Methods that are particularly 
effective in mimicking this behaviour are FIB milling and 
hydrothermal synthesis, which is currently used to find 
the optimal surface for bactericidal behaviour by varying 
hydrothermal process parameters. Hydrothermal synthe-
sis is currently the most commonly used method to fabri-
cate nano-textured surfaces for antibacterial applications, 
due to its inexpensive nature and relative simplicity com-
pared to other methods of fabrication.

Current research in bactericidal mechanisms and mod-
els provide an excellent starting point in understanding 
the mechanisms and behaviour that drive the bacteri-
cidal effects of textured surfaces. However, these models 
do not consider specific mechanical and biological cell 
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membrane properties. Additional biological parameters 
such as bacteria structure, type (gram-positive or gram-
negative), adhesion force, bacteria dynamics and nano-
structure mechanical properties, need to be explored 
further and taken into account.

Furthermore, there is a lack of understanding of the 
mechanical stability and fracture mechanisms of micro 
and nano-structures. While toxicity effects of certain ions 
(such as silver) in the body are well established, micro and 
nano-structures present a new area of research in terms 
of the mechanical behaviour of individual nano-struc-
tures structures and the overall mechanical strength of 
the textured material. If the mechanical strength of indi-
vidual structures is inadequate, structure fracture may 
occur, causing fragments to break away from the surface. 
The potential short and long-term effects of these frac-
tured particles in the body must be established, as well 
as any changes to bactericidal behaviour if the structures 
were to be removed from the surface.

While the future of micro and nano-biomaterials 
is exciting and promising, researchers have only just 
begun to scratch the surface of this field. While we cur-
rently have an excellent starting point, there is still a fair 
amount of research to be completed before the successful 
implementation of nano-textured orthopaedic implants. 
Large-scale, rapid production methods of uniform nano-
structures remains difficult. In addition, researchers need 
to optimise the textured surface to inhibit bacteria adhe-
sion and growth against both gram-negative and gram-
positive bacteria strains, while simultaneously promoting 
osteoblast metabolic activity and bone regrowth. Ideally, 
the production and insertion of textured bactericidal 
orthopaedic implants will lower the rate of implant fail-
ure due to bacterial infection. This potentially reduces 
post-surgery recovery and hospitalisation times, health-
care costs, revision surgery and death rates, and the need 
for long-term antibiotics.

Abbreviations
P. aeruginosa: Pseudomonas aeruginosa; S. aureus: Staphylococcus aureus; S. 
epidermidis: Staphylococcus epidermidis; S. mutans: Streptococcus mutans; AFM: 
atomic force microscopy; UV: ultraviolet; NIL: nanoimprint lithography; RIE: 
reactive ion etching; PDMS: polydimethylsiloxane; PMMA: poly methyl meth-
acrylates; PET: polyethylene terephthalate; PVS: poly-vinyl siloxane; MPCVD: 
microwave plasma chemical vapour deposition; FIB: focused ion beam; SEM: 
scanning electron microscopy; TEM: transmission electron microscopy; CVD: 
chemical vapour deposition; PVD: physical vapour deposition; EBL: electron 
beam lithography; PEG: polyethylene glycol; PAA: polyacrylic acid.

Authors’ contributions
AJ, HS and AM collected and/or analysed the research works, designed, and 
wrote the manuscript. PY has supervised and overseen the whole work. All 
authors read and approved the final manuscript.

Author details
1 Science and Engineering Faculty, Queensland University of Technology, Bris-
bane, Australia. 2 Institute of Health and Biomedical Innovation, Queensland 
University of Technology, Brisbane, Australia. 

Acknowledgements
The authors would also like to acknowledge Amar Velic, Ph.D. candidate at the 
Queensland University of Technology (QUT), as well as the Central Analytical 
Research Facility and the Institute for Future Environments (QUT).

Competing interests
The authors declare that they have no competing interests.

Availability of data and materials
Data sharing is not applicable to this article as no datasets were generated or 
analysed during the study.

Consent for publication
The authors hereby consent to publication of the work in the Journal of 
Nanobiotechnology. The authors warrant that the work has not be published 
before in any form, that the work is not being concurrently submitted to and 
is not under consideration by another publisher. The authors also warrant that 
the work does not violate anyone’s statutory or comment law rights. Permis-
sions for the use of all figures have been sort from relevant corresponding 
authors.

Ethics approval
Not applicable.

Funding
This research is partially funded by the Research Training Program Stipend 
from Queensland University of Technology.

Publisher’s Note
Springer Nature remains neutral with regard to jurisdictional claims in pub-
lished maps and institutional affiliations.

Received: 18 April 2017   Accepted: 23 September 2017

References
 1. Wang W, Ouyang Y, Poh CK. Orthopaedic implant technology: biomate-

rials from past to future. Ann Acad Med Singap. 2011;40:237.
 2. Veerachamy S, Yarlagadda T, Manivasagam G, Yarlagadda PKDV. Bacte-

rial adherence and biofilm formation on medical implants: a review. 
Proc Inst Mech Eng Pt H J Eng Med. 2014;228:1083–99.

 3. Aboelzahab A, Azad A-M, Dolan S, Goel V. Mitigation of Staphylococcus 
aureus-mediated surgical site infections with IR photoactivated  TiO2 
coatings on Ti implants. Adv Healthc Mater. 2012;1:285–91.

 4. Ferraris S, Spriano S. Antibacterial titanium surfaces for medical 
implants. Mater Sci Eng C Mater Biol Appl. 2016;61:965–78.

 5. Ahmed MH, Byrne JA, Keyes TE, Ahmed W, Elhissi A, Jackson MJ, Ahmed 
E. Characteristics and applications of titanium oxide as a biomaterial for 
medical implants. In: Davim J, editor. The design and manufacture of 
medical devices. Philadelphia: Woodhead Publishing Ltd; 2012. p. 1–57.

 6. Katz JN, Wright J, Wright EA, Losina E. Failures of total hip replacement: 
a population-based perspective. Orthop J Harv Med Sch. 2007;9:101–6.

 7. Hip, knee & shoulder arthroplasty: annnual report. In: Australian 
orthopaedic association national joint replacement registry. Australian 
Orthopaedic Association. 2016. https://aoanjrr.sahmri.com/docu-
ments/10180/275066/Hip%2C%20Knee%20%26%20Shoulder%20
Arthroplasty. Accessed 3 Mar 2017.

 8. Hasan J, Chatterjee K. Recent advances in engineering topography 
mediated antibacterial surfaces. Nanoscale. 2015;7:15568–75.

 9. Diu T, Faruqui N, Sjostrom T, Lamarre B, Jenkinson HF, Su B, Ryadnov 
MG. Cicada-inspired cell-instructive nanopatterned arrays. Sci Rep. 
2014;4:7122.

https://aoanjrr.sahmri.com/documents/10180/275066/Hip%252C%20Knee%20%2526%20Shoulder%20Arthroplasty
https://aoanjrr.sahmri.com/documents/10180/275066/Hip%252C%20Knee%20%2526%20Shoulder%20Arthroplasty
https://aoanjrr.sahmri.com/documents/10180/275066/Hip%252C%20Knee%20%2526%20Shoulder%20Arthroplasty


Page 17 of 20Jaggessar et al. J Nanobiotechnol  (2017) 15:64 

 10. Hasan J, Crawford RJ, Ivanova EP. Antibacterial surfaces: the quest for a 
new generation of biomaterials. Trends Biotechnol. 2013;31:295–304.

 11. Hasan J, Webb HK, Truong VK, Pogodin S, Baulin VA, Watson GS, Watson 
JA, Crawford RJ, Ivanova EP. Selective bactericidal activity of nanopat-
terned superhydrophobic cicada Psaltoda claripennis wing surfaces. 
Appl Microbiol Biotechnol. 2013;97:9257–62.

 12. Ivanova EP, Hasan J, Webb HK, Truong VK, Watson GS, Watson JA, Baulin 
VA, Pogodin S, Wang JY, Tobin MJ, Löbbe C, Crawford RJ. Natural bacte-
ricidal surfaces: mechanical rupture of Pseudomonas aeruginosa cells by 
cicada wings. Small. 2012;8:2489–94.

 13. Zhang G, Zhang J, Xie G, Liu Z, Shao H. Cicada wings: a stamp from 
nature for nanoimprint lithography. Small. 2006;2:1440–3.

 14. Bhadra CM, Truong VK, Pham VTH, Al Kobaisi M, Seniutinas G, Wang 
JY, Juodkazis S, Crawford RJ, Ivanova EP. Antibacterial titanium nano-
patterned arrays inspired by dragonfly wings. Sci Rep. 2015;5:16817.

 15. Dickson MN, Liang EI, Rodriguez LA, Vollereaux N, Yee AF. Nanopat-
terned polymer surfaces with bactericidal properties. Biointerphases. 
2015;10:021010.

 16. Linklater DP, Nguyen HKD, Bhadra CM, Juodkazis S, Ivanova EP. Influ-
ence of nanoscale topology on bactericidal efficiency of black silicon 
surfaces. Nanotechnology. 2017;28:9.

 17. Pogodin S, Hasan J, Baulin VA, Webb HK, Truong VK, Phong Nguyen TH, 
Boshkovikj V, Fluke CJ, Watson GS, Watson JA, Crawford RJ, Ivanova EP. 
Biophysical model of bacterial cell interactions with nanopatterned 
cicada wing surfaces. Biophys J. 2013;104:835–40.

 18. Bandara CD, Singh S, Afara IO, Wolff A, Tesfamichael T, Ostrikov K, 
Oloyede A. Bactericidal effects of natural nanotopography of dragonfly 
wing on Escherichia coli. ACS Appl Mater Interfaces. 2017;9:6746–60.

 19. Balčytis A, Seniutinas G, Lapierre F, Juodkazis S. Artificial antibacterial 
surfaces that are simple to fabricate. In: Ivanova EP, Crawford RJ, editors. 
antibacterial surfaces. Cham: Springer International Publishing; 2015. p. 
27–40.

 20. Ensikat HJ, Ditsche-Kuru P, Neinhuis C, Barthlott W. Superhydrophobic-
ity in perfection: the outstanding properties of the lotus leaf. Beilstein J 
Nanotechnol. 2011;2:152–61.

 21. Yan YY, Gao N, Barthlott W. Mimicking natural superhydrophobic 
surfaces and grasping the wetting process: a review on recent progress 
in preparing superhydrophobic surfaces. Adv Colloid Interface Sci. 
2011;169:80–105.

 22. Zhang C, McAdams DA, Grunlan JC. Nano/micro-manufacturing of 
bioinspired materials: a review of methods to mimic natural structures. 
Adv Mater. 2016;28:6292–321.

 23. Li XL. Bactericidal mechanism of nanopatterned surfaces. Phys Chem 
Chem Phys. 2016;18:1311–6.

 24. Mishnaevsky L, Levashov E, Valiev RZ, Segurado J, Sabirov I, Enikeev N, 
Prokoshkin S, Solov’yov AV, Korotitskiy A, Gutmanas E, Gotman I. Nano-
structured titanium-based materials for medical implants: modeling 
and development. Mater Sci Eng R. 2014;31(81):1–9.

 25. Shahali H, Jaggessar A, Yarlagadda PKDV. Recent advances in manufac-
turing and surface modification of Titanium orthopaedic applications. 
Procedia Eng. 2017;174:1067–76.

 26. Leeuwenburgh SCG, Wolke JGC, Jansen JA, de Jonge LT. Organic-inor-
ganic surface modifications for titanium implant surfaces. Pharm Res. 
2008;25:2357–69.

 27. Lim YW, Kwon SY, Sun DH, Kim YS. The Otto Aufranc Award: enhanced 
biocompatibility of stainless steel implants by Titanium coating and 
microarc oxidation. Clin Orthop Relat Res. 2011;469:330–8.

 28. Rautray TR, Narayanan R, Kwon TY, Kim KH. Surface modification of 
titanium and titanium alloys by ion implantation. J Biomed Mater Res B 
Appl Biomater. 2010;93B:581–91.

 29. Jemat A, Ghazali MJ, Razali M, Otsuka Y. Surface modifications and their 
effects on Titanium dental implants. Biomed Res Int. 2015;2015:791725.

 30. Ribeiro M, Monteiro FJ, Ferraz MP. Infection of orthopedic implants with 
emphasis on bacterial adhesion process and techniques used in study-
ing bacterial–material interactions. Biomatter. 2012;2:176–94.

 31. Ma J, Sun Y, Gleichauf K, Lou J, Li Q. Nanostructure on taro leaves resists 
fouling by colloids and bacteria under submerged conditions. Lang-
muir. 2011;27:10035–40.

 32. Damodaran VB, Murthy NS. Bio-inspired strategies for designing anti-
fouling biomaterials. Biomat Res. 2016;20:18.

 33. Tian P, Guo Z. Bioinspired silica-based superhydrophobic materials. Appl 
Surf Sci. 2017;426:1–18.

 34. Cheng YT, Rodak DE, Wong CA, Hayden CA. Effects of micro- and nano-
structures on the self-cleaning behaviour of lotus leaves. Nanotechnol-
ogy. 2006;17:1359–62.

 35. Bixler GD, Bhushan B. Fluid drag reduction with shark-skin riblet 
inspired microstructured surfaces. Adv Funct Mater. 2013;23:4507–28.

 36. Pu X, Li G, Liu Y. Progress and perspective of studies on biomimetic 
shark skin drag reduction. ChemBioEng Rev. 2016;3:26–40.

 37. Jung YC, Bhushan B. Biomimetic structures for fluid drag reduction in 
laminar and turbulent flows. J Phys Condens Matter. 2010;22:035104.

 38. Kim TW. Assessment of hydro/oleophobicity for shark skin replica with 
riblets. J Nanosci Nanotechnol. 2014;14:7562–8.

 39. Zhao D-Y, Huang Z-P, Wang M-J, Wang T, Jin Y. Vacuum casting replica-
tion of micro-riblets on shark skin for drag-reducing applications. J 
Mater Process Technol. 2012;212:198–202.

 40. Kesel A, Liedert R. Learning from nature: non-toxic biofouling control 
by shark skin effect. Comp Biochem Physiol A Mol Integr Physiol. 
2007;146:S130.

 41. Cho WK, Choi IS. Fabrication of hairy polymeric films inspired by 
Geckos: wetting and high adhesion properties. Adv Funct Mater. 
2008;18:1089–96.

 42. Watson GS, Green DW, Schwarzkopf L, Li X, Cribb BW, Myhra S, Watson 
JA. A gecko skin micro/nano structure—a low adhesion, superhydro-
phobic, anti-wetting, self-cleaning, biocompatible, antibacterial surface. 
Acta Biomater. 2015;21:109–22.

 43. Li X, Cheung GS, Watson GS, Watson JA, Lin S, Schwarzkopf L, Green 
DW. The nanotipped hairs of gecko skin and biotemplated replicas 
impair and/or kill pathogenic bacteria with high efficiency. Nanoscale. 
2016;8:18860–9.

 44. Tobin MJ, Puskar L, Hasan J, Webb HK, Hirschmugl CJ, Nasse MJ, 
Gervinskas G, Juodkazis S, Watson GS, Watson JA, Crawford RJ, Ivanova 
EP. High-spatial-resolution mapping of superhydrophobic cicada wing 
surface chemistry using infrared microspectroscopy and infrared imag-
ing at two synchrotron beamlines. J Synchrotron Radiat. 2013;20:482–9.

 45. Sun M, Watson GS, Zheng Y, Watson JA, Liang A. Wetting properties on 
nanostructured surfaces of cicada wings. J Exp Biol. 2009;212:3148–55.

 46. Kelleher SM, Habimana O, Lawler J, O’Rilly B, Daniels S, Casey E, Cowley 
A. Cicada wing surface topography: an investigation into the bacteri-
cidal properties of nanostructural features. ACS Appl Mater Interfaces. 
2016;8:14966–74.

 47. Nguyen SHT, Webb HK, Hasan J, Tobin MJ, Crawford RJ, Ivanova EP. 
Dual role of outer epicuticular lipids in determining the wettability of 
dragonfly wings. Colloid Surf B Biointerfaces. 2013;106:126–34.

 48. Ivanova EP, Nguyen SH, Webb HK, Hasan J, Truong VK, Lamb RN, Duan 
X, Tobin MJ, Mahon PJ, Crawford RJ. Molecular organization of the 
nanoscale surface structures of the Dragonfly Hemianax papuensis wing 
epicuticle. PLoS ONE. 2013;8:e67893.

 49. Selvakumar R, Karuppanan KK, Pezhinkattil R. Analysis on surface nano-
structures present in hindwing of dragon fly (Sympetrum vulgatum) 
using atomic force microscopy. Micron. 2012;43:1299–303.

 50. Mainwaring DE, Nguyen SH, Webb H, Jakubov T, Tobin M, Lamb RN, 
Wu AHF, Marchant R, Crawford RJ, Ivanova EP. The nature of inherent 
bactericidal activity: insights from the nanotopology of three species of 
dragonfly. Nanoscale. 2016;8:6527–34.

 51. Ivanova EP, Hasan J, Webb HK, Gervinskas G, Juodkazis S, Truong VK, Wu 
AHF, Lamb RN, Baulin VA, Watson GS, Watson JA, Mainwaring DE, Craw-
ford RJ. Bactericidal activity of black silicon. Nat Commun. 2013;4:2838.

 52. Hasan J, Raj S, Yadav L, Chatterjee K. Engineering a nanostructured 
“super surface” with superhydrophobic and superkilling properties. RSC 
Adv. 2015;5:44953–9.

 53. Bixler GD, Theiss A, Bhushan B, Lee SC. Anti-fouling properties of micro-
structured surfaces bio-inspired by rice leaves and butterfly wings. J 
Colloid Interface Sci. 2014;419:114–33.

 54. Bixler GD, Bhushan B. Rice- and butterfly-wing effect inspired self-
cleaning and low drag micro/nanopatterned surfaces in water, oil, and 
air flow. Nanoscale. 2013;6:76–96.

 55. Fang Y, Sun G. Complex wettability and self-cleaning performance of 
butterfly wing surface. Appl Mech Mater. 2015;723:943.



Page 18 of 20Jaggessar et al. J Nanobiotechnol  (2017) 15:64 

 56. Guo Z, Liu W. Biomimic from the superhydrophobic plant leaves 
in nature: binary structure and unitary structure. Plant Sci. 
2007;172:1103–12.

 57. Latthe SS, Terashima C, Nakata K, Fujishima A. Superhydrophobic 
surfaces developed by mimicking hierarchical surface morphology of 
lotus leaf. Molecules. 2014;19:4256–83.

 58. Sun M, Liang A, Watson GS, Watson JA, Zheng Y, Ju J, Jiang L. Influence 
of cuticle nanostructuring on the wetting behaviour/states on cicada 
wings. PLoS ONE. 2012;7:e35056.

 59. Bixler GD, Bhushan B. Bioinspired rice leaf and butterfly wing surface 
structures combining shark skin and lotus effects. Soft Matter. 
2012;8:11271–84.

 60. Hsu LC, Fang J, Borca-Tasciuc DA, Worobo RW, Moraru CI. Effect of 
micro- and nanoscale topography on the adhesion of bacterial cells to 
solid surfaces. Appl Environ Microbiol. 2013;79:2703–12.

 61. Liu W, Liu X, Fangteng J, Wang S, Fang L, Shen H, Xiang S, Sun H, Yang 
B. Bioinspired polyethylene terephthalate nanocone arrays with under-
water superoleophobicity and anti-bioadhesion properties. Nanoscale. 
2014;6:13845–53.

 62. Xia Y, Whitesides GM, Qin D. Soft lithography for micro- and nanoscale 
patterning. Nat Protoc. 2010;5:491–502.

 63. Rodríguez-Hernández J, Cortajarena AL. Design of polymeric platforms 
for selective biorecognition. 1st ed. Cham: Springer International Pub-
lishing; 2015.

 64. Wang W, Yang G, Cui H, Meng J, Wang S, Jiang L. Bioinspired pollen-like 
hierarchical surface for efficient recognition of target cancer cells. Adv 
Healthc Mater. 2017;6:1700003.

 65. Liu W-D, Yang B. Patterned surfaces for biological applications: a new 
platform using two dimensional structures as biomaterials. Chin Chem 
Lett. 2017;28:675–90.

 66. Chou SY. Nanoimprint lithography. In: Cabrini S, Kawata S, editors. 
Nanofabrication handbook. Boca Raton: CRC Press; 2012. p. 187–206.

 67. Pierret A, Hocevar M, Diedenhofen SL, Algra RE, Vlieg E, Timmering EC, 
Verschuuren MA, Immink GWG, Verheijen MA, Bakkers EPAM. Generic 
nano-imprint process for fabrication of nanowire arrays. Nanotechnol-
ogy. 2010;21:065305.

 68. Seo S, Lee J, Kim KS, Ko KH, Lee JH. Anisotropic adhesion of micropillars 
with spatula pads. ACS Appl Mater Interfaces. 2014;6:1345–50.

 69. Glinsner T, Kreindl G, Kast M. Nanoimprint lithography. Optik Photonik. 
2010;5:42–5.

 70. Cho J-Y, Kim G, Kim S, Lee H. Replication of surface nano-structure of 
the wing of dragonfly (Pantala Flavescens) using nano-molding and UV 
nanoimprint lithography. Electron Mater Lett. 2013;9:523–6.

 71. Zhang G, Wang D. Colloidal lithography—the art of nanochemical pat-
terning. Chem Asian J. 2009;4:236–45.

 72. Sayin M, Dahint R. Formation of charge-nanopatterned templates 
with flexible geometry via layer by layer deposition of polyelectrolytes 
for directed self-assembly of gold nanoparticles. Nanotechnology. 
2017;28:135303.

 73. Liu Y, Li G. A new method for producing “Lotus Effect” on a biomimetic 
shark skin. J Colloid Interface Sci. 2012;388:235–42.

 74. Zhang D, Li Y, Han X, Li X, Chen H. High-precision bio-replication of 
synthetic drag reduction shark skin. Chin Sci Bull. 2011;56:938–44.

 75. Fadeeva E, Truong VK, Stiesch M, Chichkov BN, Crawford RJ, Wang J, 
Ivanova EP. Bacterial retention on superhydrophobic titanium surfaces 
fabricated by femtosecond laser ablation. Langmuir. 2011;27:3012–9.

 76. Francolini I, Vuotto C, Piozzi A, Donelli G. Antifouling and antimicrobial 
biomaterials: an overview. APMIS. 2017;125:392–417.

 77. Truong VK, Webb HK, Fadeeva E, Chichkov BN, Wu AHF, Lamb R, Wang 
JY, Crawford RJ, Ivanova EP. Air-directed attachment of coccoid bacteria 
to the surface of superhydrophobic lotus-like titanium. Biofouling. 
2012;28:539–50.

 78. Epperlein N, Menzel F, Schwibbert K, Koter R, Bonse J, Sameith J, Kruger 
J, Toepel J. Influence of femtosecond laser produced nanostructures on 
biofilm growth on steel. Appl Surf Sci. 2017;418:420–4.

 79. Cunha A, Elie A-M, Plawinski L, Serro AP, Botelho Do Rego AM, Almeida 
A, Urdaci MC, Durrieu M-C, Vilar R. Femtosecond laser surface texturing 
of titanium as a method to reduce the adhesion of Staphylococcus 
aureus and biofilm formation. Appl Surf Sci. 2016;360:485–93.

 80. Franssila S. Deep reactive ion etching. In: Franssila S, editor. Introduction 
to microfabrication. 2nd ed. Chichester: Wiley; 2010. p. 255–70.

 81. Fisher LE, Yang Y, Yuen M-F, Zhang W, Nobbs AH, Su B. Bactericidal 
activity of biomimetic diamond nanocone surfaces. Biointerphases. 
2016;11:011014.

 82. Volkert CA, Minor AM. Focused ion beam microscopy and microma-
chining. MRS Bull. 2007;32:389–99.

 83. Grandfield K, Engqvist H. Focused ion beam in the study of biomaterials 
and biological matter. Adv Mater Sci Eng. 2012;2012:1–6.

 84. Wu S-E, Huang Y-W, Hsueh T-H, Liu C-P. Fabrication of nanopillars 
comprised of InGaN/GaN multiple quantum wells by focused ion beam 
milling. Jpn J Appl Phys. 2008;47:4906–8.

 85. Yadav PK, Lemoine P, Dale G, Hamilton JWJ, Dunlop PSM, Byrne JA, Mail-
ley P, Boxall C. Hierarchical titania nanostructures prepared with focused 
ion beam-assisted anodisation of titanium in an aqueous electrolyte. 
Appl Phys A Mater Sci Process. 2015;119:107–13.

 86. Ozel F, Kockar H, Karaagac O. Growth of iron oxide nanoparticles by 
hydrothermal process: effect of reaction parameters on the nanoparti-
cle size. J Supercond Nov Magn. 2015;28:823–9.

 87. Chen X, Mao SS. Titanium dioxide nanomaterials: synthesis, properties, 
modifications and applications. Chem Rev. 2007;107:2891–959.

 88. Lorenzetti M, Dogsa I, Stosicki T, Stopar D, Kalin M, Kobe S, Novak S. The 
influence of surface modification on bacterial adhesion to Titanium-
based substrates. ACS Appl Mater Interfaces. 2015;7:1644–51.

 89. Oh J-K, Lee J-K, Kim SJ, Park K-W. Synthesis of phase- and shape-con-
trolled  TiO2 nanoparticles via hydrothermal process. J Ind Eng Chem. 
2009;15:270–4.

 90. Zhu KX, Hu GX. Supercritical hydrothermal synthesis of titanium dioxide 
nanostructures with controlled phase and morphology. J Supercrit 
Fluids. 2014;94:165–73.

 91. Tsimbouri PM, Fisher L, Holloway N, Sjostrom T, Nobbs AH, Meek RMD, 
Su B, Dalby MJ. Osteogenic and bactericidal surfaces from hydrother-
mal titania nanowires on titanium substrates. Sci Rep. 2016;6:36857.

 92. Wang MD, Xing CC, Cao K, Meng L, Liu JB. Alignment-controlled 
hydrothermal growth of well-aligned ZnO nanorod arrays. J Phys Chem 
Solids. 2014;75:808–17.

 93. Zhang Y, Ma H, Yi M, Shen Z, Yu X, Zhang X. Magnetron-sputtering 
fabrication of noble metal nanodots coated TiO2 nanoparticles with 
enhanced photocatalytic performance. Mater Des. 2017;125:94–9.

 94. Huang H-L, Chang Y-Y, Weng J-C, Chen Y-C, Lai C-H, Shieh T-M. Anti-
bacterial performance of Zirconia coatings on Titanium implants. Thin 
Solid Films. 2013;528:151–6.

 95. Bae H, Chu H, Edalat F, Cha JM, Sant S, Kashyap A, Ahari AF, Kwon CH, 
Nichol JW, Manoucheri S, Zamanian B, Wang Y, Khademhosseini A. 
Development of functional biomaterials with micro- and nanoscale 
technologies for tissue engineering and drug delivery applications. J 
Tissue Eng Regen M. 2014;8:1–14.

 96. Maas D, Van Veldhoven E, Chen P, Sidorkin V, Salemink H, Van der Drift E, 
Alkemade P. Nanofabrication with a helium ion microscope. Proc SPIE. 
2010;7638:763814.

 97. Wang Y, Firlar E, Dai X, Libera M. Poly(ethylene glycol) as a biointeractive 
electron-beam resist. J Polym Sci B Polym Phys. 2013;51:1543–54.

 98. Bat E, Lee J, Lau UY, Maynard HD. Trehalose glycopolymer resists allow 
direct writing of protein patterns by electron-beam lithography. Nat 
Commun. 2015;6:6654.

 99. Christman KL, Schopf E, Broyer RM, Li RC, Chen Y, Maynard HD. Position-
ing multiple proteins at the nanoscale with electron beam cross-linked 
functional polymers. J Am Chem Soc. 2009;131:521–7.

 100. Kolodziej CM, Maynard HD. Electron-beam lithography for pattern-
ing biomolecules at the micron and nanometer scale. Chem Mater. 
2012;24:774–80.

 101. Schlapak R, Danzberger J, Haselgrübler T, Hinterdorfer P, Schäffler F, 
Howorka S. Painting with biomolecules at the nanoscale: biofunction-
alization with tunable surface densities. Nano Lett. 2012;12:1983–9.

 102. Jarmar T, Palmquist A, Brånemark R, Hermansson L, Engqvist H, Thom-
sen P. Technique for preparation and characterization in cross-section of 
oral titanium implant surfaces using focused ion beam and transmis-
sion electron microscopy. J Biomed Mater Res A. 2008;87A:1003–9.

 103. Oyama TG, Hinata T, Nagasawa N, Oshima A, Washio M, Tagawa S, 
Taguchi M. Micro/nanofabrication of poly((l)-lactic acid) using focused 
ion beam direct etching. Appl Phys Lett. 2013;103:163105.

 104. Singh B. Sub-10 nm nanofabrication with the helium and neon ions in 
ORION NanoFab. AIP Conf Proc. 2013;1525:392–9.



Page 19 of 20Jaggessar et al. J Nanobiotechnol  (2017) 15:64 

 105. Sengstock C, Lopian M, Motemani Y, Borgmann A, Khare C, Buen-
consejo PJS, Schildhauer TA, Ludwig A, Koller M. Structure-related 
antibacterial activity of a titanium nanostructured surface fabricated by 
glancing angle sputter deposition. Nanotechnology. 2014;25:195101.

 106. Wu SM, Zuber F, Brugger J, Maniura-Weber K, Ren Q. Antibacterial Au 
nanostructured surfaces. Nanoscale. 2016;8:2620–5.

 107. James SA, Hilal N, Wright CJ. Atomic force microscopy studies of bio-
process engineering surfaces—imaging, interactions and mechanical 
properties mediating bacterial adhesion. Biotechnol J. 2017;12:1600698.

 108. Marshall KC, Stout R, Mitchell R. Mechanism of the initial events in the 
sorption of marine bacteria to surfaces. J Gen Microbiol. 1971;68:337.

 109. Alves NM, Shi J, Oramas E, Santos JL, Tomás H, Mano JF. Bioinspired 
superhydrophobic poly(l-lactic acid) surfaces control bone mar-
row derived cells adhesion and proliferation. J Biomed Mater Res A. 
2009;91:480–8.

 110. Privett BJ, Youn J, Hong SA, Lee J, Han J, Shin JH, Schoenfisch MH. Anti-
bacterial fluorinated silica colloid superhydrophobic surfaces. Langmuir. 
2011;27:9597–601.

 111. Cochis A, Fracchia L, Martinotti MG, Rimondini L. Biosurfactants prevent 
in vitro Candida albicans biofilm formation on resins and silicon materi-
als for prosthetic devices. Oral Surg Oral Med Oral Pathol Oral Radiol. 
2012;113:755–61.

 112. Rendueles O, Travier L, Latour-Lambert P, Fontaine T, Magnus J, Dena-
mur E, Ghigo J-M. Screening of escherichia coli species biodiversity 
reveals new biofilm-associated antiadhesion polysaccharides. MBio. 
2011;2:e00043.

 113. Xue FD, Liu JJ, Guo LF, Zhang LR, Li QZ. Theoretical study on the bacteri-
cidal nature of nanopatterned surfaces. J Theor Biol. 2015;385:1–7.

 114. Nowlin K, Boseman A, Covell A, LaJeunesse D. Adhesion-dependent 
rupturing of Saccharomyces cerevisiae on biological antimicrobial 
nanostructured surfaces. J R Soc Interface. 2015;12:20140999.

 115. Boshkovikj V, Fluke CJ, Crawford RJ, Ivanova EP. Three-dimensional 
visualization of nanostructured surfaces and bacterial attachment using 
Autodesk (R) Maya (R). Sci Rep. 2014;4:4228.

 116. Basak A, Abouelhassan Y, Norwood VM, Bai F, Nguyen MT, Jin S, Huigens 
RW. Synthetically tuning the 2-position of halogenated quinolines: 
optimizing antibacterial and biofilm eradication activities via alkylation 
and reductive amination pathways. Chem Eur J. 2016;22:9181–9.

 117. Chen Y, Yu PW, Feng CY, Wang YY, Han QX, Zhang Q. Synthesis of polysi-
loxane with quaternized N-halamine moieties for antibacterial coating 
of polypropylene via supercritical impregnation technique. Appl Surf 
Sci. 2017;419:683–91.

 118. Chen Y, Zhang Q, Han Q, Mi Y, Sun S, Feng C, Xiao H, Yu P, Yang C. Syn-
thesis of polysiloxane with 5,5-dimethylhydantoin-based N-halamine 
pendants for biocidal functionalization of polyethylene by supercritical 
impregnation. J Appl Polym Sci. 2017;134:44721.

 119. Dong A, Wang YJ, Gao YY, Gao TY, Gao G. Chemical insights into anti-
bacterial N-halamines. Chem Rev. 2017;117:4806–62.

 120. Elshaarawy RFM, Eldeen IM, Hassan EM. Efficient synthesis and evalua-
tion of bis-pyridinium/bis-quinolinium metallosalophens as antibiotic 
and antitumor candidates. J Mol Struct. 2017;1128:162–73.

 121. Fik CP, Krumm C, Muennig C, Baur TI, Salz U, Bock T, Tiller JC. Impact of 
functional satellite groups on the antimicrobial activity and hemo-
compatibility of telechelic poly(2-methyloxazoline)s. Biomacromol. 
2012;13:165–72.

 122. Guin D, Manorama SV, Latha JNL, Singh S. Photoreduction of silver on 
bare and colloidal TiO2 nanoparticles/nanotubes: synthesis, char-
acterization, and tested for antibacterial outcome. J Phys Chem C. 
2007;111:13393–7.

 123. Hajipour MJ, Fromm KM, Ashkarran AA, de Aberasturi DJ, de Larramendi 
IR, Rojo T, Serpooshan V, Parak WJ, Mahmoudi M. Antibacterial proper-
ties of nanoparticles. Trends Biotechnol. 2012;30:499–511.

 124. Kim SH, Kim Y-K, Kim J-H, Kim JS, Kuk E, Yu KN, Park YK, Park SJ, Park YH, 
Lee HJ, Lee Y-S, Hwang C-Y, Jeong DH, Cho M-H. Antimicrobial effects of 
silver nanoparticles. Nanomed Nanotechnol Biol Med. 2007;3:95–101.

 125. Méndez-Albores A, González-Arellano SG, Reyes-Vidal Y, Torres J, Ţălu 
Ş, Cercado B, Trejo G. Electrodeposited chrome/silver nanoparticle (Cr/
AgNPs) composite coatings: characterization and antibacterial activity. J 
Alloys Compd. 2017;710:302–11.

 126. Natan M, Gutman O, Lavi R, Margel S, Banin E. Killing mechanism of 
stable N-halamine cross-linked polymethacrylamide nanoparticles that 
selectively target bacteria. ACS Nano. 2015;9:1175–88.

 127. Nuzhdina AV, Morozov AS, Kopitsyna MN, Strukova EN, Shlykova DS, 
Sessonov IV, Lobakova ES. Simple and versatile method for creation of 
non-leaching antimicrobial surfaces based on cross-linked alkylated 
polyethyleneimine derivatives. Mater Sci Eng C Mater Biol Appl. 
2017;70:788–95.

 128. Rai M, Yadav A, Gade A. Silver nanoparticles as a new generation of anti-
microbials. Biotechnol Adv. 2009;27:76–83.

 129. Shalev T, Gopin A, Bauer M, Stark RW, Rahimipour S. Non-leaching 
antimicrobial surfaces through polydopamine bio-inspired coating of 
quaternary ammonium salts or an ultrashort antimicrobial lipopeptide. 
J Mater Chem. 2012;22:2026–32.

 130. Timofeeva L, Kleshcheva N. Antimicrobial polymers: mechanism of 
action, factors of activity, and applications. Appl Microbiol Biotechnol. 
2011;89:475–92.

 131. De Falco G, Porta A, Petrone AM, Del Gaudio P, El Hassanin A, Commodo 
M, Minutolo P, Squillace A, D’Anna A. Antimicrobial activity of flame-
synthesized nano-TiO2 coatings. Environ Sci Nano. 2017;4:1095–107.

 132. Ahamed M, AlSalhi MS, Siddiqui MKJ. Silver nanoparticle applications 
and human health. Clin Chim Acta. 2010;411:1841–8.

 133. Kumarasamy KK. Emergence of a new antibiotic resistance mechanism 
in India, Pakistan, and the UK: a molecular, biological, and epidemio-
logical study. Lancet Infect Dis. 2010;10:597–602.

 134. Croissant JG, Fatieiev Y, Khashab NM. Degradability and clearance of 
silicon, organosilica, silsesquioxane, silica mixed oxide, and mesoporous 
silica nanoparticles. Adv Mater. 2017;29:1604634.

 135. Briceno S, Hernandez AC, Sojo J, Lascano L, Gonzalez G. Degradation 
of magnetite nanoparticles in biomimetic media. J Nanopart Res. 
2017;19:1.

 136. Jeng HA, Swanson J. Toxicity of metal oxide nanoparticles in mamma-
lian cells. J Environ Sci Health A. 2006;41:2699–711.

 137. Heni W, Vonna L, Haidara H. Experimental characterization of the nano-
particle size effect on the mechanical stability of nanoparticle-based 
coatings. Nano Lett. 2015;15:442–9.

 138. Li K, Yu J, Xie Y, Huang L, Ye X, Zheng X. Chemical stability and antimi-
crobial activity of plasma sprayed bioactive  Ca2ZnSi2O7 coating. J Mater 
Sci Mater Med. 2011;22:2781–9.

 139. Liang Y, Xie Y, Ji H, Huang L, Zheng X. Excellent stability of plasma-
sprayed bioactive  Ca3ZrSi2O9 ceramic coating on Ti-6Al-4V. Appl Surf 
Sci. 2010;256:4677–81.

 140. Lu X, Li K, Xie Y, Huang L, Zheng X. Chemical stability and osteogenic 
activity of plasma-sprayed boron-modified calcium silicate-based coat-
ings. J Mater Sci Mater Med. 2016;27:1–12.

 141. Bo A, Zhan HF, Bell J, Zhu HY, Gu YT. Mechanical bending properties of 
sodium titanate  (Na2Ti3O7) nanowires. RSC Adv. 2014;4:56970–6.

 142. Hussain SM, Hess KL, Gearhart JM, Geiss KT, Schlager JJ. In vitro toxicity 
of nanoparticles in BRL 3A rat liver cells. Toxicol In Vitro. 2005;19:975–83.

 143. Han L, Zhai Y, Liu Y, Hao L, Guo H. Comparison of the in vitro and 
in vivo toxic effects of three sizes of zinc oxide (ZnO) particles using 
Flounder gill (FG) cells and Zebrafish embryosc. J Ocean Univ China. 
2017;16:93–106.

 144. Canli EG, Canli M. Effects of aluminum, copper, and titanium 
nanoparticles on some blood parameters in Wistar rats. Turk J Zool. 
2017;41:259–66.

 145. Nagendrababu V, Meiyazhagan G, Beaula WS, Kalaiselvam R, Subrama-
nian B, Chandrasekar A, Lakshmikanthanbharathi L, Deivanayagam K, 
Venkatraman G. Comparison of the antibacterial efficacy of silver nano-
particles with chlorhexidine against enterococcus faelcalis boifilm—an 
in vitro study. J Nanosci Nanotechnol. 2017;17:4613–7.

 146. Bhushan B, Jung YC, Koch K. Micro-, nano- and hierarchical structures 
for superhydrophobicity, self-cleaning and low adhesion. Phil Trans R 
Soc A Math Phys Eng Sci. 2009;367:1631–72.

 147. Watson GS, Cribb BW, Schwarzkopf L, Watson JA. Contaminant adhe-
sion (aerial/ground biofouling) on the skin of a gecko. J R Soc Interface. 
2015;12:20150318.

 148. Dean B, Bhushan B. Shark-skin surfaces for fluid-drag reduction in 
turbulent flow: a review. Phil Trans R Soc A. 2010;368:4775–806.



Page 20 of 20Jaggessar et al. J Nanobiotechnol  (2017) 15:64 

•  We accept pre-submission inquiries 

•  Our selector tool helps you to find the most relevant journal

•  We provide round the clock customer support 

•  Convenient online submission

•  Thorough peer review

•  Inclusion in PubMed and all major indexing services 

•  Maximum visibility for your research

Submit your manuscript at
www.biomedcentral.com/submit

Submit your next manuscript to BioMed Central 
and we will help you at every step:

 149. Shahali H. Assessment of bactericidal effect of biomimicked nano-
structure cicada wing on titanium implants, Queensland University of 
Technology, 2017.

 150. Huang J, Wang X, Wang ZL. Controlled replication of butterfly wings for 
achieving tunable photonic properties. Nano Lett. 2006;6:2325–31.

 151. Jaggessar A. A study of nano-textured surface production using the 
hydrothermal method. Queensland: Queensland University of Technol-
ogy; 2016.


	Bio-mimicking nano and micro-structured surface fabrication for antibacterial properties in medical implants
	Abstract 
	Background
	Nano-structures and natural surfaces
	Plant leaves
	Taro leaves
	Lotus leaves
	Animal skin
	Shark skin 
	Gecko skin 


	Insect wings
	Cicada wing
	Dragonfly wing
	Butterfly wing

	Summary of natural surfaces

	Artificial surface fabrication
	Soft lithography
	Nano-imprint lithography (NIL)
	Colloidal lithography
	Micro moulding
	Vacuum casting
	Femtosecond laser
	Reactive ion etching (RIE)
	Focused ion beam (FIB) milling
	Hydrothermal synthesis
	Sol–gel
	Chemical and vapour deposition
	Photolithography
	Electron beam lithography (EBL)
	Summary of artificial surface fabrication

	Bactericidal mechanism of nano-textured surfaces
	Stability and toxicity of micro and nanomaterials
	Conclusion and future perspectives
	Authors’ contributions
	References




