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Electron transport in a GaPSb film
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Abstract

We have performed transport measurements on a gallium phosphide antimonide (GaPSb) film grown on GaAs. At
low temperatures (T), transport is governed by three-dimensional Mott variable range hopping (VRH) due to strong
localization. Therefore, electron–electron interactions are not significant in GaPSb. With increasing T, the coexistence
of VRH conduction and the activated behavior with a gap of 20 meV is found. The fact that the measured gap is
comparable to the thermal broadening at room temperature (approximately 25 meV) demonstrates that electrons
can be thermally activated in an intrinsic GaPSb film. Moreover, the observed carrier density dependence on
temperature also supports the coexistence of VRH and the activated behavior. It is shown that the carriers are
delocalized either with increasing temperature or magnetic field in GaPSb. Our new experimental results provide
important information regarding GaPSb which may well lay the foundation for possible GaPSb-based device
applications such as in high-electron-mobility transistor and heterojunction bipolar transistors.
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Background
III-V-based alloys and heterostructures have been
attracting much interest because of their great device
applications as well as their fundamental importance. A
major issue of composing III-V-based systems is the
miscibility gap in solids [1]. It is known that the mixing
enthalpy of the systems, such as GaAs-GaSb and GaP-
GaSb, is proportional to the square of the difference in
lattice constant of the two end binary components of the
system [2]. This reason prohibits the epitaxial growth of
most alloys at ordinary growth temperatures [3]. There-
fore, the epitaxial growth of these systems was not
achieved until the first growth of GaAs-GaSb was done
in 1979 by carrying out the growth under a high-
supersaturation condition, such as molecular beam epi-
taxy (MBE) [4]. The ternary alloy gallium phosphide
antimonide (GaP1−xSbx) was grown on GaAs for the first
time using the organometallic vapor-phase epitaxy
method in 1988 [5]. Since then, there has been a lack of
work on gallium phosphide antimonide as well as on the
transport behavior in such material.
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For an intrinsic semiconductor, it usually shows insu-
lating behavior in the sense that the resistance decreases
with increasing temperature. At low temperatures (T),
when the thermal energy is not high enough to excite
carriers to the conduction band, transport is mostly
dominated by variable range hopping (VRH) [6,7], indi-
cating the strong localization of carriers. In the Mott
VRH regime, the temperature dependence of the longi-
tudinal resistance Rxx is of the form

Rxx ¼ R0exp T0=Tð Þp½ �; ð1Þ

with the exponent p = 1/3 for two-dimensional (2D) sys-
tems or p = 1/4 for three-dimensional (3D) ones. Here, R0
is a prefactor and T0 is the characteristic temperature
related to the localization length. When considering inter-
actions, the suppression of density of states near the Fermi
energy would lead to p = 1/2 for both 2D and 3D systems
in Equation 1, known as Efros-Shklovskii VRH. Another
important phenomenon in the strong localization regime is
referred to as negative magnetoresistance (NMR) which
results from the suppression of quantum interference be-
tween forward scattering hopping paths as the magnetic
field (B) is applied [8-11]. On the other hand, at high B
where the hopping probability between different sites is
significantly reduced due to the shrinkage of wave function,
positive magnetoresistance (PMR) occurs [12]. NMR and
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Figure 1 The current–voltage measurements at various
temperatures and the longitudinal resistance. (a) Four-terminal
current–voltage measurements V(I) at various temperatures T.
(b) Longitudinal resistance Rxx as a function of T. The inset shows
the sample structure.
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PMR refer to the case where the resistance decreases and
increases, respectively, with increasing B.
At elevated T, activation conduction can contribute to

the transport as well, which is usually observed in a
doped semiconductor like a Si delta-doped GaAs. In an
n-type semiconductor, the Fermi energy is shifted
towards the conduction band edge from the mid-gap
position. In this activation regime, the resistance as a
function of T can be described by

Rxx ¼ Raexp Ea=kBTð Þ ð2Þ

with Boltzmann constant (kB), activation energy (Ea), and a
prefactor (Ra). Such a crossover from VRH conduction to
an activation one with increasing T has already been
observed in Si delta-doped GaAs grown by MBE [13].
Since there is a dearth of work on the transport proper-

ties of GaPSb, important physical phenomena such as the
type of carriers, the strength of carrier-carrier interactions,
transport behavior, and so on require further investigations.
In this work, we report extensive transport studies of a
GaPSb film grown on a GaAs substrate. Such a device is
fully compatible with the existing GaAs-based high-
electron-mobility transistor (HEMT) technology. More-
over, the GaPSb-based material system may well be of great
device applications in heterojunction bipolar transistor
(HBT), high-power devices, and nanoelectronics [14-16].
We shall show that the carriers in GaPSb are electrons.
Moreover, at low temperatures, electrons in GaPSb are
strongly localized and can be described by 3D Mott VRH.
Therefore, electron–electron interactions are negligible in
GaPSb. Furthermore, we show that VRH and activation
conduction can coexist, which is consistent with the
observed peculiar T dependence of n. The measured gap
from the observed activated behavior (approximately 20
meV) is comparable to thermal broadening at room
temperature (approximately 25 meV). Such a result sug-
gests that electrons are delocalized in nominally undoped
GaPSb at room temperature. Our new experimental results
provide important information for possible device applica-
tions as well as modeling using the GaPSb-based materials.

Methods
The undoped 720-nm-thick GaP0.71Sb0.29 was grown on a
4-in. (100) 2° off-axis toward (110) GaAs substrate by an
Aixtron 2600G3 (Aixtron SE, Aachen, Germany) metal or-
ganic chemical vapor deposition, using trimethygallium and
trimethyantimony as metal organic sources and phosphine
(PH3) and arsine (AsH3) as hydride sources. The growth
conditions for the GaP0.71Sb0.29 are similar to those pub-
lished in [17]. We used Vegard's law to determine the aver-
aged Sb composition in this GaP0.71Sb0.29 bulk sample by
X-ray diffraction. The reactor was heated up to 700°C to
clean the substrate surface with AsH3 before the epitaxial
growth and then cooled down to 530°C for the GaPSb
growth. The V/III ratio and growth rate were approximately
1 and 1 μm/h, respectively. On top of the GaP0.71Sb0.29 film,
a 20-nm GaAs cap was deposited. The Hall bar device was
fabricated by standard photolithography and etched by a
top-down process with a solution at the mixture ratio of
H3PO4/H2O2/H2O = 1:1:10. Four-terminal measurements
were performed by standard dc techniques in a top-loading
He3 cryostat.

Results and discussion
Figure 1a shows the current–voltage measurements V(I)
at various temperatures. For T ≦ 20 K, V(I) is highly
nonlinear, suggesting that the carriers are strongly loca-
lized at low temperatures. With increasing T above 60 K,
it shows ohmic behavior over the whole applied current
range −2 μA ≦ I ≦ 2 μA. The longitudinal resistance
Rxx as a function of T is measured in the ohmic regime
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Figure 2 The longitudinal and Hall resistances as a function of
B at various T. (a) The longitudinal (Rxx) and (b) Hall resistances
(Rxy) as a function of B at various T. From top to bottom: T = 4.2, 20,
40, 60, and 80 K, respectively. The inset to (b) shows the carrier
concentration n as a function of T determined by the Hall slope.
(c) Rxx(B)/Rxx(0)−1 against B.
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with a current I = 1 nA, and the result is shown in
Figure 1b. The inset in Figure 1b illustrates the structure
of the device.
In order to further study the transport mechanism

in such a highly disordered system, the longitudinal
and Hall resistances (Rxx and Rxy) as a function of B
at various T were measured, and the results are pre-
sented in Figure 2a,b, respectively. A current of 100
nA was applied in magnetotransport measurements so
as to improve signal-to-noise ratio. As shown in
Figure 2a, Rxx(B) behaves as an insulator over the
whole measurement range. For clarity, we plot Rxx(B)/
Rxx(0)−1 against B in Figure 2c. With increasing B, a
slight decrease of resistance, characteristic of NMR,
and subsequent increase of it, characteristic of PMR,
can be observed at T = 4.2 K.
Figure 2b shows the Hall resistance which is always

negative, indicating that electrons are the major carriers
in GaPSb. The Hall slope RH = −Rxy/B = 1/(ned)
increases with increasing T, and therefore, the estimated
carrier concentration n decreases with increasing T, as
shown in the inset of Figure 2b, where d is the thickness
of the measured GaPSb film. It can be observed that n
changes rapidly for T < 40 K, while only a slight de-
crease of n can be seen at higher T. Neither activation of
carriers to the conduction band nor electron–electron
interaction effects can explain such results as both
would tend to decrease the Hall slope with increasing T
[18]. As suggested by our previous study on a Si delta-
doped GaAs single quantum well [19] and the work per-
formed by Yildiz et al. on Si delta-doped GaAs [13], the
observation of non-monotonic T dependence of n, that
is, it first decreases and then increases with increasing T,
can be regarded as a piece of evidence that there is a
crossover from VRH conduction to the activation one
with increasing T since the VRH conduction would
affect the estimation of Hall slope at low T and results in
a reduction of n. According to our results, the decrease
of n with increasing T as shown in the inset of
Figure 2b, we are able to deduce that the VRH conduc-
tion coexists with the activation one over the whole
measurement range. To further support this argument,
the two-band conduction model [20-22] is used to
analyze the R(T) results shown in Figure 1a. In this
model, one can expect that the longitudinal conductance
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Gxx = 1/Rxx is determined as the combination of VRH
and activation conduction and is described by

Gxx Tð Þ ¼ Gcexp �Ea=kTð Þ þ G0exp � T0=Tð Þpð Þ ð3Þ

with prefactors Gc and G0 [23]. The other parameters are
the same as those used in Equations 1 and 2. As shown by
the dotted line in Figure 3, there is a good fit to Equation
3, and the parameters are obtained as Gc = 20 μS, Ea = 20
meV, G0 = 10 μS, T0 = 1,409 K, and p = 0.23. The deter-
mined exponent p = 0.23 close to the expected value of
0.25 for 3D Mott VRH demonstrates that our GaPSb film
is intrinsically three-dimensional and the interactions be-
tween electrons is insignificant. Moreover, a transport gap
of Ea = 20 meV is found, which is very useful in the fabrica-
tion of heterojunction devices since the thermal energy is
enough to activate electrons in GaPSb at room
temperature, an attractive property for possible HEMTand
HBT applications. In the 3D Mott VRH model, kBT0 = 18/
(N(EF)ξ

3 such that ξ = (18/kBT0/N(EF))
1/3. With the

obtained T0 ~ 1,409 K and N3D EFð Þ ¼ m�

πℏ2d
¼ 9:11⋅10�31

πℏ2720⋅10�9 ¼
3:62⋅1043m�3 under the assumption that N3D EFð Þ ¼
N2D EFð Þ

d and m* = me, ξ = 29.5 nm, Rhop ~ 29.5(1,409/T)1/4

nm and the hoping energy whop ~ kBT(1,409/T)
1/4 are

obtained. Hence, for 4.2 K ≤ T ≤ 80 K, 60 nm ≤ Rhop ≤ 126
nm, and 1.55 meV < whop < 14 meV. From these estima-
tions showing Rhop << sample size and whop< Ea ~ 20 meV
over the temperature range of interest, we can learn that
VRH transport indeed plays an important role in our sys-
tem. If the nearest-neighbor-hopping (NNH) conduction
plays a role, p ~ 1 should be given. However, we show that
p ~ 0.23. Moreover, from the observed unusual
temperature dependence of the carrier density, it is
expected that the activation conduction would contribute
to the conduction at high-enough temperatures. Therefore,
μ

Figure 3 V(I) measurements at various B ranging from B = 0 to
B = 4 T in steps of 0.4 at T = 4.2 K.
we believe that the high-T-activated behavior is predomin-
antly caused by a thermal activation conduction process ra-
ther than NNH.
After substituting the obtained parameters into Equation

3, the contributions of VRH and activation conduction are
shown separately in Figure 4. The blue line denotes the
VRH part, and the red one is for the activation conduction
in Equation 3. It can be seen clearly that VRH dominate
the transport for T < 30 K, consistent with the observations
of nonlinear V(I) and the rapid decrease of n at low tem-
peratures, which suggests that the carriers are indeed
strongly localized at low T. The deviation from the 3D
Mott VRH at high T can be observed clearly by plotting
lnG as a function of T−1/4, which can be seen in the inset
of Figure 4. With increasing T, the activation contribution
can compete with the VRH one, and therefore the ohmic
behavior can be restored at high T, which can be seen in
Figure 1a. Such results demonstrate that the carriers are
delocalized with increasing T.
For carriers in the conduction band, diffusive motion

can dominate the transport, in which nonlinear V(I)
does not occur. As inferred from the NMR shown in
Figure 2a, delocalization of carriers occurs with increas-
ing B as well. However, as known from the nonlinear V
(I) at various B for T = 4.2 K shown in Figure 3, the car-
riers are still strongly localized. Therefore, the observed
NMR should result from the quantum interference fea-
ture in the strong localization regime, which is different
from the T-induced delocalization process.

Conclusion
We have performed extensive transport measurements
on a GaPSb film grown by MOCVD. At a low T, variable
μ
Figure 4 Rxx(B = 0) as a function of T ranging from 4.2 to 80 K
(black curve). The blue solid line denotes the theoretical VRH
contribution described by Equation 3 and the red one corresponds
to the activation part. Their sum is presented by the green dotted
line. The inset shows lnG as a function of T−1/4.
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range hopping dominates the transport, and then, a
crossover from VRH to activation conduction occurs
with increasing T. In the intermediate temperature
range, coexistence of the VRH and activation conduction
can be found, consistent with the observation of peculiar
T dependence of carrier concentration. The observed
nonlinear current–voltage relations further support that
the carriers are strongly localized at low temperatures.
The carriers can be delocalized either with increasing T
or increasing B. The measured transport gap of approxi-
mately 20 meV is comparable to thermal broadening at
room temperature (approximately 25 meV). Therefore,
our results show that electrons can be thermally acti-
vated even in an intrinsic GaSbP film at room
temperature. This interesting result may find applications
in designing a transistor with a GaPSb base. Moreover,
since our GaPSb film is grown on GaAs, such a device is
fully compatible with existing GaAs-based HEMT tech-
nology. Our work may be useful for possible applications
such as HEMT and HBT devices based on the GaPSb
material system.
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