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Abstract

We report a comparative study of optical properties of 5–20 nm thick pyrolytic carbon (PyC) films, graphite, and
graphene. The complex dielectric permittivity of PyC is obtained by measuring polarization-sensitive reflectance and
transmittance spectra of the PyC films deposited on silica substrate. The Lorentz-Drude model describes well the
general features of the optical properties of PyC from 360 to 1100 nm. By comparing the obtained results with
literature data for graphene and highly ordered pyrolytic graphite, we found that in the visible spectral range, the
effective dielectric permittivity of the ultrathin PyC films are comparable with those of graphite and graphene.

PACS: 78.66.Db; 78.20.Ci; 81.05.U-

Keywords: Pyrolytic carbon films; Graphite; Graphene layers; Optical properties
Background
Carbon can exist in a number of allotropic forms includ-
ing diamond, graphite, graphene, fullerenes, and carbon
nanotubes (CNT) that also have a great deal of variabil-
ity. The carbonaceous materials are recently attracting
ever growing attention of the research community due
to their strong potential in electronics, optics, medicine,
etc. However, among planar carbon materials with sp2

hybridization of electron orbitals, the researchers were
mainly focused on highly ordered pyrolytic graphite
(HOPG) and graphene. HOPG is a highly ordered syn-
thetic bulk material, which is characterized by strong an-
isotropy of optical, electronic, and elastic properties [1–3].
Graphene is a two-dimensional carbon material compris-
ing a one-atom thick layer of graphite. Optical and elec-
tronic properties of graphene are determined by zero
bandgap and linear dependence of the electron energy on
momentum in the vicinity of K-point of Brillouin zone.
This in particular results in the nearly featureless visible
absorption spectrum of graphene, which absorbs 2.3 % of
incident radiation in the wavelength region of 350–
800 nm [4, 5].
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Much less attention was paid to the electronic and op-
tical properties of nanometrically thick pyrolytic carbon
(PyC) films consisting of disordered and intertwined gra-
phene flakes with the linear size of several nanometers
[6–8]. Biocompatibility, durability, wear resistance, and ro-
bustness make this carbon material attractive for bio- and
medical applications [9]. However, the optical and elec-
tronic properties of these films may be influenced by the
synthesis conditions [6–13]. That is why a comparative
study of the graphene-based materials with short-range
(e.g., PyC) and long-range (e.g., graphene) crystalline or-
dering may provide deeper insight on the synthesis and
physical mechanisms responsible for the properties of car-
bon materials with dominating sp2 hybridization of elec-
tron orbitals. Such a study should include a detailed
analysis of the strong absorption band near 240–300 nm
(Fig. 1), which originates from the π–π∗ electron transition
and is observed in single- and multilayer graphene [5], car-
bon nanotubes [11], and HOPG [1, 3]. This band is of spe-
cial interest because of recent results on the application of
carbon films for surface-enhanced Raman scattering
(SERS), surface-enhanced infrared absorption (SEIRA)
[12, 13], and surface-enhanced coherent anti-stokes
Raman spectroscopy (CARS) [14]. It was surprising that
PyC and HOPG substrates do not provide enhancement
in SERS, while a single-walled CNT substrate does [13].
At the same time, graphene and CNT substrates provide a
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Fig. 1 Real (circles) and imaginary (triangles) parts of complex dielectric
permittivity of graphite and graphene according to [1, 3, 5] and
amorphous carbon [10]
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strong enhancement for surface-enhanced CARS [14–16].
These experimental findings are still not fully understood
and require a comprehensive and comparative analysis of
optical and electronic properties of these sp2 materials.
In this paper, we compare optical properties of ultra-

thin PyC films, few graphene layer thick films, and
HOPG. The paper is organized as follows. Experimental
details and samples fabrication methods are discussed
in the “Methods” section. The “Results and Discussion”
section describes experimental data and results of com-
parative analysis of dielectric properties along with the
modeling of PyC film optical properties. The conclu-
sions are outlined in the “Conclusions” section.

Methods
In our experiments, the PyC films were synthesized on
the 0.5 mm thick silica substrate by chemical vapor de-
position (CVD), described in more detail elsewhere [6].
Briefly, the process occurs in the CVD chamber, which
is initially heated up to 700 °C in hydrogen atmosphere
(10 mbar). Then, the hydrogen atmosphere is replaced
by CH4–H2 gas mixture. The methane decomposition
takes place when the chamber was heated up to 1100 °C
during 5 min and kept under this temperature during
several minutes and then again cooled down to 700 °C.
At the temperature of 700 °C, the CH4–H2 gas mixture
was replaced by hydrogen. Film thickness depends on
methane concentration in CVD chamber. In the CVD
process, both sides of the silica substrate were covered
by the film. For optical transmission and reflection mea-
surements, one side of the substrate was cleaned by oxy-
gen plasma. In this paper, we study PyC films with
thickness of 5, 8, 14, and 20 nm.
Surface morphology of the deposited films was studied

by the Solver Pro M (NT-MDT) atomic force microscope
in taping mode with NSG10 atomic force microscopy
(AFM) probes. In order to determine surface profile pa-
rameters, we applied the deconvolution algorithm proced-
ure [17] to the obtained AFM data.
Optical measurements were performed in the 360–

1100 nm wavelength range with a DMR-4 (LOMO,
USSR) spectrophotometer equipped with incandescent
lamp as a light source. Reflectance, Rp(λ), and transmit-
tance, Tp(λ), spectra were recorded for p-polarized light
at several angles of light incidence using spectral band-
width of 3 nm. The beam spot diameter on the sample
surface was about 3 mm.
Complex dielectric permittivity ε = ε′ + iε″ (ε′ = n2 − k2,

ε″ = 2nk, where n is the refractive index and k is the ex-
tinction coefficient) of the PyC films were obtained from
the simultaneous fitting of measured transmitted and re-
flectance spectra with those calculated with 2 × 2 matrix
formalism [18, 19] for a “homogeneous isotropic film on
the substrate” structure. The dependence of the complex
dielectric permittivity on the photon energy in the spectral
range of interest was approximated by using the Lorentz-
Drude model.

Results and Discussion
The morphology, the grain size, and the surface rough-
ness of all deposited films were obtained using AFM.
Fig. 2a shows AFM image of the 5 nm thick PyC film.
One can observe that the film has a granular structure
with correlation length of surface roughness less than
100 nm. The transmittance electron microscopy (TEM)
measurements [20] showed that the film consists of the
randomly oriented and intertwined graphene flakes with
linear size of 5–10 nm with amorphous carbon inclu-
sions. The presence of randomly oriented graphene
flakes results in the surface roughness, which is not
changed considerably with the film thickness. That is,
the root mean square (rms) surface roughness is 1.2–
1.5 nm for all studied PyC films. Analysis of the surface re-
lief also revealed the presence of nanopores (voids). One
can see from Fig. 2a and b that the thinnest film contains
a small fraction of pores. Statistical distributions of film
surface profile heights for 5 and 8 nm thick PyC films have
the total width comparable with the film thickness
(Fig. 2c). It means that pores penetrate through entire film
thickness. However, in the thickest film, the width of the
surface profile height distribution is much smaller than
the average film thickness of 20 nm. These voids and sur-
face roughness should be taken into account when the
PyC films are characterized by the optical transmission/
reflection measurements.
Absorption spectra of PyC, graphene, and multi-walled

CNT films on silica substrate are presented in Fig. 3.
One can observe that the absorption spectra of all three
materials are dominated by π–π∗ electronic transitions at



Fig. 2 2D AFM image (a), Z-profile along the line marked on the
image of 5 nm thick PyC film (b), and statistical analysis of profile
height distribution (bearing analysis) for 5, 8, and 20 nm thick PyC
film samples (c)

Fig. 3 UV–vis absorption spectra of some carbonaceous planar
materials with sp2 hybridization of electron orbitals: graphene 3-layer
thick film, suspended MWCNT, 5 and 20 nm thick PyC films
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photon energy (wavelength) of ~4.6 eV (~270 nm). This
absorption resonance is a signature of sp2 hybridized elec-
tronic orbitals. No such a resonance is observed in the ab-
sorption spectra of amorphous carbon, diamond, and
diamond-like carbon [21, 22]. It is worth noting that π–π∗

absorption band originates from interband transitions,
while graphene and graphite possesses nearly zero band-
gap [21–24]. Similar to graphene and CNT, PyC films have
the absorption band centered at 270 nm which originates
from sp2 hybridization of electron orbitals. One can
observe from Fig. 3 that this absorption resonance is
broader than that in a few layered graphene. This broad-
ening can be explained by the disordered and intertwined
graphene flakes and presence of amorphous carbon. In
particular, since PyC film consists of nanosized graphene
flakes, the band structure of each flake in the vicinity of
the M-saddle point depends on the flake size, shape, and
orientation. This makes the resonance less pronounced
than that in graphene and carbon nanotubes. Moreover,
the intensive electron scattering on the flake boundaries
and grains of the amorphous carbon broadens the absorp-
tion resonance at 270 nm even further.
In order to obtain wavelength dependence of the op-

tical parameters of the PyC films, we measured simul-
taneously both transmittance and reflectance spectra for
the p-polarized incident light beam. Fig. 4a presents ex-
perimental transmittance and reflectance spectra of
14 nm PyC film in the wavelength range 360–1100 nm.
One can observe that both transmittance and reflectance
show strong wavelength dependence in the blue part of
the studied spectral range, i.e., in the vicinity of π–π∗

resonance at 270 nm. It is worth mentioning that correl-
ation length of surface roughness is about 100 nm, and
hence, the scattered light may influence measured trans-
mission and reflection coefficients. However, since the
light scattering mainly affects reflection [25], we per-
formed additionally transmittance measurements at sev-
eral angles of light incidence and recover the optical
properties of the PyC films from transmittance and re-
flectance measured at several angles of incidence.
In the UV range, energy dispersion of the complex di-

electric permittivity ε(E) of layered carbonaceous materials
(see Fig. 1) dominate by two single-electron resonances,
which are centered at ~85 and ~270 nm and correspond
to σ–σ∗ and π–π∗ transitions, respectively, while at the



Fig. 4 Experimental reflectance and transmittance spectra of 14 nm
thick PyC film for p-polarized light at several angles of incidence (a),
and optical parameters of pyrocarbon (b)

Table 1 Parameters of Lorentz-Drude approximation for PyC
permittivity spectral dependencies in the 350–1100 nm spectral
region

PyC film thickness (nm) ε∞ A γT (eV) Epl (eV) γpl (eV)

5 1.38 3.783 5.36 11.39 23

8 1.37 3.233 5.60 10.42 21

14 2.35 3.082 5.36 8.08 24

20 1.83 3.442 5.46 10.19 20
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visible and IR wavelengths, ε is determined by free electron
gas. This allows us to employ the combined Lorentz-Drude
model, which is consistent with the Kramers–Kronig rela-
tions, to describe the optical properties of PyC films. This
model is conventionally used to describe properties of
metals (e.g., silver) in the spectral range where the both free
carriers and bound electrons (e.g., d-electrons in silver)
contribute to the dielectric constant.
For carbon materials with dominating sp2 bonds, the

Lorentz-Drude model yields:

ε Eð Þ ¼ ε∞−ε∞
Epl

2

E2 þ iEγpl
þ AET

2

ET
2−E2−iEγT

ð1Þ

where the ε∞ is the high frequency dielectric constant;
A, ET, and γT are the strength, resonant energy, and
FWHM of the π–π∗ electron transition; and Epl and γpl
are the plasma energy and free electron dephasing rate.
Since we measured reflection and transmission in the
wavelength range 360–1100 nm, we take into account
only one resonance at ET = 4.6 eV (270 nm) that repre-
sents π–π∗ electron transition. Five parameters (ε∞, A,
γT, Epl, and γpl) that determine dispersion of the dielec-
tric permittivity in Eq. (1) should be determined from
fitting of the reflectivity and transmittance spectra mea-
sured for several light-incidence angles. The thickness of
the studied PyC films (i.e., 5 ± 0.7, 8 ± 0.9, 14 ± 1.2, and
20 ± 2 nm) was determined by TEM microscopy and by
a stylus profiler (Veeco Instruments, Dektak 150). The
results of the fitting of the measured spectra are pre-
sented in Table 1. One can observe that fitting parame-
ters including plasma frequency vary due to thickness
uncertainty and so-called sample effect [26, 27]. Particu-
larly, plasma frequencies slightly differ and are found
near to 10 eV.
Figure 4b presents wavelength dependence of the real

(ε′) and imaginary (ε″) parts of the complex effective [24]
permittivity of PyC films deposited on the silica substrate
calculated by using Eq. (1) with parameters presented in
Table 1. One can observe that obtained ε′ and ε″ of the
PyC films in the spectral range 360–1100 nm are compar-
able with those of graphite [1]. Graphite as a semimetal
with a uniaxial-layered crystalline structure and hence an-
isotropic permittivity possesses dielectric properties along
the orientation normal to the graphene layer and metallic
conductance along to the graphene layer. The measure-
ments of graphite permittivity tensor components in [28]
indicate that the real part of the transverse graphite per-
mittivity (ε⊥ ') is positive, whereas the parallel component
of graphite permittivity (ε|| ') is negative at ultraviolet
wavelengths below 282 nm. Our measurements on iso-
tropic PyC show that in the spectral range 360–1100 nm
ε′ >0 and ∣ε′/ε″∣ < 1.
It is known [29] that ε′ < 0 and ∣ε′/ε″∣ > 1 are the

main conditions for electromagnetic field localization
and enhancement in plasmonic structures. When these
conditions are fulfilled, the structures can be used as
substrates in SEIRA and SERS, in which the signal en-
hancement are ~ ∣ε′/ε″∣2 and ~ ∣ε′/ε″∣4, respectively.
In graphite, π + σ-plasmon is located near 15 eV [30],
while in graphene [31] and carbon nanotubes [32], it is
in the terahertz region. This implies that these carbon
materials cannot be employed as substrates for surface-
enhanced spectroscopy with excitation at the visible wave-
lengths. However, one may expect that conditions ε′ < 0
and ∣ε′/ε″∣ > 1 can be fulfilled in the ultraviolet region
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for PyC. Therefore, further investigation of the frequency
dispersion of the PyC permittivity in UV region, especially
below 300 nm, might be interesting for surface-enhanced
spectroscopy applications.
It is also important that despite variation of fitting pa-

rameters in Eq. (1) and film thickness, fitting produces
nearly the same ε′ and ε″ for all films. This indicates that
the Lorentz-Drude model describes well the general fea-
tures of the optical properties of PyC. It is worth noting
that the variation of the real and imaginary parts of the
permittivity of PyC films can be explained in terms of the
effective medium approximation if one takes into account
the thickness of surface rough overlayer and small voids
content as obtained from AFM investigations.
Conclusions
In this work, the optical properties of pyrolytic carbon
films in the visible spectral range have been studied with
reflectance/transmittance spectroscopy. We have shown
that dielectric permittivity of the PyC films deposited on
silica substrate are quite similar to those obtained for
graphite and graphene. Thus, the real part of PyC per-
mittivity, ε′, is positive, and the ratio of the real and im-
aginary part of dielectric permittivity ∣ε′/ε″∣ for PyC in
the visible spectral range is less than 1, being a condition
of absence of electromagnetic enhancement in SERS for
molecules absorbed on PyC films exited by visible light.
We demonstrate that the Lorentz-Drude model de-
scribes well the general features of the optical properties
of PyC from 360 to 1100 nm. However, atomic force and
transmission electron microscopy investigations have
shown that films possess a granular morphology and
rough surface that should be taken into account in fu-
ture experiments.

Abbreviations
AFM: atomic force microscopy; CARS: coherent anti-stocks Raman scattering;
CNT: carbon nanotubes; CVD: chemical vapor deposition; DLC: diamond-like
Carbon; ε: dielectric permittivity; HOPG: highly ordered pyrolytic graphite;
n: refraction index; k: extinction coefficient; PyC: pyrolytic carbon;
SEIRA: surface-enhanced infrared absorption; SERS: surface-enhanced
Raman scattering; TEM: transmission electron microscopy.

Competing Interests
The authors declare that they have no competing interests.

Authors’ Contributions
The idea of the study was conceived by GD, YuS, and PK. TK and VL have
fabricated the samples, DP and VR carried out the optical spectroscopic
characterizations, and VCh did the AFM investigations. GD, VR, EA, VCh, PK,
and YuS interpreted the experiments and wrote this manuscript. All authors
read and approved the final manuscript.

Acknowledgements
This work was supported by projects FP7- 318617 FP7-PEOPLE-2012-IRSES
FAEMCAR, H2020-MSCA-RISE-2014 COEXAN SEP-210156718, and Federal
Focus program of Ministry of Education and Science of Russian Federation
#14. AAA.21.0010 (project ID RFMEFIAAA14X0010).
Author details
1Institute of Physics of NAS of Ukraine, Prospect Nauki 46, Kyiv 03680,
Ukraine. 2V. Lashkaryov Institute of Semiconductor Physics NAS of Ukraine,
Prospect Nauki 41, Kyiv 03680, Ukraine. 3Institute of Biochemical Physics, RAS,
Moscow, Russia. 4Research Institute for Nuclear Problems of Belarusian State
University, Bobruiskaya Str. 11, Minsk 220030, Belarus. 5Ryazan State Radio
Engineering University, 59/1 Gagarina Street, Ryazan 390005, Russia. 6Institute
of Photonics, University of Eastern Finland, Yliopistokatu 7, P.O. Box 111,
Joensuu FI-80101, Finland.

Received: 29 December 2014 Accepted: 19 May 2015

References
1. Taft E, Philipp H. Optical Properties of Graphite. Phys Rev. 1965;138:A197–202.
2. Borghesi A, Guizetti G. Graphite (C). In: Palik ED, editor. Handbook of Optical

Constants of Solids II. San Diego: Academic; 1998. p. 449–60.
3. Adachi S. Graphite (C). In: The Handbook on Optical Constants of Metals. In

Tables and Figures. Singapore: World Scientific Publishing Co. Pte. Ltd; 2012.
p. 216–25.

4. Nair R, Blake P, Grigorenko A, Novoselov K, Booth T, Stauber T, et al. Fine
Structure Constant Defines Visual Transparency of Graphene. J Science.
2008;320:1308.

5. Weber J, Calado V, van de Sanden M. Optical Constants of Graphene Measured
by Spectroscopic Ellipsometry. Appl Phys Lett. 2010;97(091904):1–3.

6. Kaplas T, Svirko Y. Direct Deposition of Semitransparent Conducting
Pyrolytic Carbon Film. J Nanophoton. 2012;6:061703–10.

7. Baryshevsky V, Belous N, Gurinovich A, Gurnevich E, Kuzhir P, Maksimenko
S, Molchanov P, Shuba M, Roddatis V, Kaplas T, Svirko Yu. Study of
nanometric thin pyrolytic carbon films for explosive electron emission
cathode in high-voltage planar diode. Thin Solid Films accepted, published
online doi:10.1016/j.tsf.2014.09.044 (2014)

8. Fialkov A, Bayer A, Smirnov B, Chaikun M, Sidorov N, Rabinovich S, et al. The
Structure of Pyrolytic Carbon of Different Types. Translated from Zhurnal
Strukturnoi Khimii. 1965;6:66–9.

9. Cook S, Beckenbaugh R, Redondo J, Popich L, Klawitter J, Linscheid R. Long-
Term Follow-up of Pyrolytic Carbon Metacarpophalangeal Implants. J Bone
Joint Surg Am. 1999;81:635–48.

10. Kaplas T, Karvonen L, Rönn J, Saleem M, Kujala S, Honkanen S, et al.
Nonlinear Refraction in Semitransparent Pyrolytic Carbon Films. Opt Express.
2012;2:1822–7.

11. Rance GA, Marsh DH, Nicholas RJ, Khlobystov AN. UV–vis absorption
spectroscopy of carbon nanotubes: Relationship between the p-electron
plasmon and nanotube diameter. Chem Phys Lett. 2010;493:19–23.

12. Rinder A, Dovbeshko G, Fesenko O, Posudievsky O. Surface-Enhanced
Raman Scattering of Biomolecules on Graphene Layers [Abstract]. In: Yatsenko
L, editor. Nanotechnology: From Fundamental Research to Innovations.
EvroSvit: Lviv; 2013. p. 55.

13. Ling X, Xie L, Fang Y, Xu H, Zhang H, Kong J, et al. Can Graphene be Used
as Substrate for Raman Enhancement? Nano Lett. 2010;10:553–61.

14. Dovbeshko G, Fesenko O, Dementjev A, Karpicz R, Fedorov V, Posudievsky
O. Coherent anti-stokes Raman scattering enhancement of thymine
adsorbed on graphene oxide. Nanoscale Res Lett. 2014;9:263.

15. Dovbeshko G, Fesenko O, Gnatyuk O, Shtogun Y, Woods L, Bertarione S,
et al. Nucleic acid interaction and interfaces with single-walled carbon
nanotubes. In: Marulanda JM, editor. Carbon nanotubes. India: In-Tech Press;
2010. p. 697–720.

16. Baltog I, Baibarac M, Lefrant S. Coherent Anti-Stokes Raman Scattering on
Single-Walled Carbon Nanotube Thin Films Excited Through Surface
Plasmons. Phys Rev. 2005;B72:245402–1.

17. Williams P, Shakesheff K, Davies M, Jackson D, Roberts C, Tendler S. Blind
Reconstruction of Scanning Probe Image Data. J Vac Sci Technol.
1996;B14:1557–62.

18. Tolstoy VP, Chernyshova IV, Skryshevsky VA. Handbook of Infrared
Spectroscopy of Ultrathin Films. New Jersey: John Willey& Sons, Inc; 2003.

19. El-Gohary A, Parker T, Raj N, Tilley D, Dobson P, Hilton D, et al. Observation
of Surface Phonon-Polaritons on a MQW Specimen by Attenuated Total
Reflection Spectroscopy. Semicond Sci Technol. 1989;4:388–92.

20. Batrakov K, Kuzhir P, Maksimenko S, Paddubskaya A, Voronovich S, Kaplas T,
et al. Enhanced Microwave Shielding Effectiveness of Ultrathin Pyrolytic
Carbon Films. Appl Phys Lett. 2013;103(073117):1–4.



Dovbeshko et al. Nanoscale Research Letters  (2015) 10:234 Page 6 of 6
21. Laidani N, Bartali R, Gottardi G, Anderle M, Cheyssac P. Optical Absorption
Parameters of Amorphous Carbon Films from Forouhi-Bloomer and Tauc-Lorentz
Models: A Comparative Study. J Phys Condens Matter. 2008;20(20015216):1–8.

22. Hagemann H-J, Gudat W, Kunz C. Optical Constants from the far Infrared to
the x-ray Region: Mg, Al, Cu, Ag, Au, Bi, C, and A12O3. J Opt Soc Am.
1975;65:742–4.

23. Robertson J. Diamond-Like Amorphous Carbon. Mater Sci Eng. 2002;37:129–281.
24. Logothetidis S. Optical and Electronic Properties of Amorphous Carbon

Materials. Diamond Relat Mater. 2003;12:141–50.
25. Szczyrbowski J. Determination of Optical Constants of Real Thin Films.

J Phys D Appl Phys. 1978;11:583–93.
26. Hunderi O. The Influence of Sample Structure on the Optical Properties of

Solids. J Phys Colloque C5. 1977;38:89–96.
27. Wang M, Pan N. Predictions of Effective Physical Properties of Complex

Multiphase Materials. Mater Sci Eng. 2008;R63:1–30.
28. Sun J, Litchinitser NM, Zhou J. Indefinite by Nature: From Ultraviolet to

Terahertz. ACS Photonics. 2014;1:293–303.
29. Kosobukin VA. Effect of enhancement of external electric field near metal

surface and its manifestation in spectroscopy. Surface Physics, chemistry,
mechanics. 1983;12:5–20.

30. Baytinger EM. Plasma Zone in the Graphite. Solid State Physics. 2006;48(8):1380–4.
31. Rana F. Graphene Terahertz Plasmon Oscillators. IEEE Trans Nanotechnol.

2008;7:91–9.
32. Nguyen TD, Liu S, Lima MD, Fang S, Baughman RH, Nahata A, et al.

Terahertz Surface Plasmon Polaritons on Freestanding Multi-Walled Carbon
Nanotube Aerogel Sheets. Optical Materials Express. 2012;2(6):782–8.
Submit your manuscript to a 
journal and benefi t from:

7 Convenient online submission

7 Rigorous peer review

7 Immediate publication on acceptance

7 Open access: articles freely available online

7 High visibility within the fi eld

7 Retaining the copyright to your article

    Submit your next manuscript at 7 springeropen.com


	Abstract
	Background
	Methods
	Results and Discussion
	Conclusions
	Abbreviations
	Competing Interests
	Authors’ Contributions
	Acknowledgements
	Author details
	References



