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Abstract

In this letter, we report the single-molecule conductance properties of a cyano-functionalized perylene-diimide
derivative (PDI8-CN2) investigated with gold nano-electrodes. This molecule is of large interest for the fabrication of
high-performance and air-stable n-type organic field-effect transistors. Low-bias experiments performed on mechanically
controllable break junctions reveal the presence of two different values of the single-molecule conductance, which differ
by about two orders of magnitudes. Up to date, this feature was never observed for other perylene-diimide compounds
having alternative chemical moieties attached to the basic aromatic core. Theoretical calculations suggest that the
highest single-molecule conductance value here observed, comprised between 10−2 and 10−3 G0, is related to a charge
transport path directly linking the two cyano groups.
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Background
Perylene-diimide (PDI) molecules are aromatic com-
pounds, being synthesized for the first time one century
ago, and then widely employed as industrial organic pig-
ments [1]. In the second half of the 1990s, the scientific
and technological interest for this chemical family was
considerably renewed by the demonstration of their ap-
pealing opto-electronic properties to be exploited in the
development of innovative devices [2–4]. In particular, it
was demonstrated that, in reason of their excellent self-
assembling properties, PDI films are capable to effectively
carry charges when used as active channels of n-type
(electron transporter) Organic Field-Effect Transistors
(OFET) [5, 6]. In this regard, it is worth to mention that,
still at present, the available number of efficient n-type or-
ganic semiconductors is significantly smaller than that of
p-type (hole transporter) counterparts, posing severe limi-
tations to the full development of complementary inte-
grated organic circuits.
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In the last 20 years, considerable research efforts have
been consequently undertaken to synthesize novel PDI
derivatives, displaying even better charge transport prop-
erties with the specific requirement to preserve the elec-
trical behavior quality also under ambient conditions.
Within this context, perylene-diimide molecules (PDI_CY),
functionalized through the insertion of cyano (C≡N)
groups in the bay molecular region, have been demon-
strated to exhibit unique performances [7, 8]. Indeed, sev-
eral experimental works have clarified that the cyano
functionalization allows to considerably lower the LUMO
levels (down to −4.5 eV) without impairing the PDI self-
assembling capabilities. In the realization of n-type OFET,
the LUMO level lowering provides a twofold beneficial ef-
fect: firstly, an effective charge-injection can be achieved
using gold or other high work function metals, and sec-
ondly, the electron transport is made less sensitive to
charge trapping mechanisms related to the interaction with
ambient agents such as oxygen and humidity [4]. More-
over, when deposited in form of films by evaporation,
PDI_CY molecules follow a basic layer-by-layer growth
mode on various surfaces of relevant technological interest,
such as for example SiO2 dielectric layers [9, 10].
Nowadays, PDI_CY n-type OFET, exhibiting charge car-

rier mobility higher than 1 cm2/Volt sec [11, 12] are among
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the most studied devices in the emerging field of organic
electronics [5]. PDI_CY semiconducting films exhibit also a
strong interaction with light and the electrical response of
the related devices can be so largely modified through the
illumination by visible radiation [13].
Despite these appealing properties, up to date there is a

substantial lack of experimental studies focalized on the
charge transport properties of the PDI_CY molecules at
the nanoscale level. In particular, the electrical behavior of
single molecular PDI_CY junctions has never been investi-
gated, different from what reported for other PDI com-
pounds, functionalized with thiol or pyridil anchoring
groups at imide side positions [14], which have been char-
acterized even in three-terminal single-molecule devices
displaying intriguing electronic functionalities [15, 16]. To
this purpose, it is to be outlined that the electrical testing
of single-molecule PDI_CY devices should be inherently
favored by the presence of the cyano moieties, playing the
role of anchoring groups with respect to gold nano-
electrodes [17]. As reported also in another recent study
focalized on synchrotron-based experiments, indeed, a
strong chemical interaction, basically mediated by the
presence of the cyano groups, takes place between
PDI_CY molecules and Au surface [18].
Beyond the perspective to develop nanoscale or single-

molecule devices with robust electronic functionalities,
the study of PDI_CY molecular junctions could offer sig-
nificant contributions also in elucidating some funda-
mental and still unclear aspects concerning the electrical
response of devices based on large solid-state assemblies
of these molecules. In particular, variations at the nano-
scale level in the bonding configurations between mole-
cules and electrode atoms could lead to not negligible
fluctuations in the local electronic structure of the metal-
c)a)

b)

Fig. 1 Experimental method. a Molecular structure of PDI8-CN2. b Scheme of
electron microscopy (SEM) image of the central gold constriction. c Individual
the PDI8-CN2/dichloromethane solution onto the MCBJ device. For sake of clar
organic interfaces [19]. As widely recognized, this inter-
facial energetics plays a fundamental role in the charge-
injection basic phenomena which, for many organic
devices, can strongly affect the overall electrical response.
In this paper, the conductance properties of single

PDI_CY molecules are studied by using mechanically
controllable break junctions (MCBJ) employing gold nano-
electrodes. MCBJ technique represents a fundamental
approach to study the electronic properties of single mole-
cules, offering a continuously tunable gap size between two
nanometer-sized metallic electrodes with picometer reso-
lution, high mechanical stability of the system, and reduc-
tion of contaminants [20–22]. Through MCBJ experiments,
single-molecule conductances of several compounds, ran-
ging from dielectric alkanes via π-conjugated molecular
wires to organic conductors like oligothiophenes, were re-
cently investigated [23–25]. In this work, single molecular
junctions were fabricated considering N,N0–bis(n-octyl)-
1,6-dicyanoperylene-3,4:9,10-bis(dicarboximide (PDI8-CN2)
molecules. A large series of conductance curves was col-
lected and converted into one- and two-dimensional con-
ductance histograms. From a statistical analysis of our
experimental data, we extract the most probable conduct-
ance of the PDI8-CN2 single molecular junctions. The ex-
perimental observations are then discussed in the light of
density functional theory (DFT) combined with non-
equilibrium Green’s function (NEGF) calculations, estimat-
ing the transmission coefficients trough different paths for
a PDI8-CN2 molecule in gas phase.

Methods
PDI8-CN2 (see Fig. 1a for the molecular structure) was
purchased from the POLYERA company and used with-
out any further purification. The MCBJ devices were
the mechanically controlled break-junction set-up. Inset, colorized scanning
breaking traces of molecular junctions after the deposition of a droplet of
ity, the curves were shifted on the x-axis
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Fig. 2 Conductance histograms. a One-dimensional and b
two-dimensional conductance histograms built from 2656 traces
recorded for PDI8-CN2-based MCBJ devices. The curves are
binned with 30 bins/nm on the x-axis, and 31 bins/decade on
the y-axis. The color scale in the trace histogram indicates the
density of data points found at each displacement and
conductance value; in this way, the red areas represent the most
probable evolution during the breaking process

Frisenda et al. Nanoscale Research Letters  (2015) 10:305 Page 3 of 7
fabricated by patterning a gold wire by electron-beam
lithography on top of a flexible phosphorous bronze sub-
strate, coated with an insulating layer of polyimide. The
nanowire central region consists of a 40 nm-wide con-
striction, suspended on the substrate after the etching of
the polyimide by reactive ion etching in O2-CF4 plasma.
More details on the MCBJ fabrication process can be
found in [19, 18]. The MCBJ overall structure is sche-
matically shown in Fig. 1b.
During the electrical characterization, the flexible sub-

strate was clamped between two lateral supports and its
central part was put in contact with a pushing rod,
driven by a piezoelectric system. When the substrate
was bent, the gold nanowire was stretched until its rup-
ture and two nano-sized electrodes were formed whose
separation can be adjusted mechanically. The technique
consists of repeatedly moving the two metallic nano-
electrodes into and out of contact. After the introduc-
tion of molecules into the gap, these may bridge the two
electrodes and their electronic properties can be deter-
mined for different values of the electrode separation.
Statistical analysis allowed us to obtain the most prob-

able conductance values for a single-molecule junction
by collecting thousands of breaking curves (see Fig. 1c)
and building conductance histograms. In this work, the
conductance of the MBCJ devices was measured at
room temperature applying a bias voltage of 0.1 V and
measuring the related current (sampling rate of 2 KHz)
by a battery-powered logarithmic amplifier capable of re-
cording currents over a range of nine orders of magni-
tude. During the electrical tests, the pushing rod was
moved at the speed of 4 nm/s. To improve the reprodu-
cibility of our results, different samples were considered
during various days.
Concerning calculations, we used the Amsterdam

Density Functional (ADF) quantum chemistry package
[26, 27]. The calculations were performed using a triple-
ζ plus polarization (TZP), Slater-type orbital local basis-set
in the Perdew-Burke-Ernzerhof parameterization of the
generalized gradient approximation functional (GGA-PBE)
[28]. Using the NEGF formalism, the molecule was con-
nected to wide-band limit contacts, and the transmission
was calculated [29].

Results and Discussion
For the realization of the molecular break junctions,
PDI8-CN2 was first dissolved (1 mmol concentration) in
dichloromethane at room temperature and, then, the
molecules were deposited by pipetting a 2 μL droplet of
this solution on the MBCJ devices.
A representative set of conductance versus displacement

curves, recorded while separating the electrodes, is re-
ported in Fig. 1c. As shown, all these experimental curves
exhibit a plateau in conductance at a value close to 1 G0
(G0 = 2e2/h ~77.5 μS), the quantum of conductance. This
occurrence confirms the formation of a single Au-Au
bond bridging the gap between the two MCBJ electrodes.
Some of the recorded breaking curves (the black ones in
Fig. 1c) did not display any signature related to the pres-
ence of PDI8-CN2 molecules. In this case, indeed, we
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observe only through-space tunneling between the metal-
lic electrodes, with the measured conductance decreasing
exponentially as a function of the electrode displacement.
The lack of counts between 1 and 10−3 G0 has been
assigned to the fast retraction of the first gold atoms after
the breaking of the nanowire (jump out-of-contact) [30].
It should be also outlined that the noise level for the con-
sidered experimental set-up was estimated lower than 2 ·
10−7 G0 (see the noise in the conductance present in all
the traces around 2 10−7 G0 in Fig. 1c).
For other breaking curves (the orange ones in

Fig. 1c), the formation of junctions with a PDI8-CN2

molecule actually bridging the two nano-electrodes
was identified by the observation of conductance (G)
plateaus mainly located in the range between 10−2

and 10−3 G0 and characterized by a length of around
1 nm. Some of these curves also showed a slight and
continuous decrease in conductance as a function of
the stretching distance, followed by a steep drop oc-
curring at about 10−4 G0.
Finally, another set of breaking curves (the blue ones

in Fig. 1c) displayed G plateaus ranging from 10−4 to
10−6 G0. In this case, the plateau length in terms of
the electrode displacement was in average larger
(from 1 to 1.5 nm) than that observed for the high-G
plateaus before discussed
Fig. 3 High and low-conductance configurations. One-dimensional and two-d
and low conductance (b, d), respectively. The most probable conductance valu
to a Gaussian function (see Additional file 1)
In order to get a more quantitative description of the
main features above identified, several thousands of indi-
vidual breaking traces were recorded. Then, they were
further analyzed by constructing conductance histo-
grams to extract statistically significant results as a func-
tion of the electrode displacement values. Figure 2a
reports the corresponding one-dimensional (1D) histo-
gram, built from 2656 consecutive breaking curves.
Here, the peak appearing at 1 G0, due to single gold

atom contacts, is a sign of atomically sharp contacts.
Below 1 G0, no clear peaks are present in the range be-
tween 10−2 G0 and 10−4 G0, while, instead, an increase of
counts between 10−4 G0 and 10−6 G0 appears evident. This
last feature could be related to a superimposition effect
between counts associated to the tunneling phenomenon
between the nano-electrodes and counts ascribable to the
low-conductance molecular paths.
A more meaningful description about the overall set of

the recorded breaking curves was gained by the construc-
tion of a two-dimensional conductance histogram, where
the number of counts is plotted for any specific conduct-
ance/electrode displacement combination (Fig. 2b). This
2D graph was achieved by aligning all individual conduct-
ance traces to a common zero displacement reference
point, taken at the rupture of the gold metallic contact. In
the two-dimensional histogram, besides the clear region of
imensional conductance histograms extracted for high conductance (a, c)
es were extracted by fitting the peaks of the 1D-conductance histograms
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Fig. 4 DFT+NEGF calculations on the PDI8-CN2 molecule. a Frontier
orbitals of a PDI8-CN2 molecule in gas phase calculated from DFT.
HOMO, LUMO and LUMO+2 are called, respectively, as H, L, and L+2.
b NEGF calculations of the transmission through N-to-N atoms of
the cyano groups (red curve) and N-to-N atoms located at the side
positions (blue curve). The dashed line indicates the mid-gap energy
between H and L
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high counts around 1G0 , it is also well distinguishable an
area (mainly yellow colored) of high counts for conduct-
ance values between 10−2 and 10−3 G0 and electrode dis-
placement ranging between 0.5 and 1 nm.
The second region exhibiting high counts (mainly red

colored), instead, extends over the electrode displace-
ment region between 1 and 2 nm and is due to the par-
tial overlap between the tunneling phenomenon (due to
the empty junctions) and the molecular paths displaying
G values lower than 10−4 G0. In order to estimate the
most probable conductance values of single PDI8-CN2

molecules, conditional 1D- and 2D-histograms, achieved
from the selection of individual curves showing only
high-G or low-G plateaus, were constructed (Fig. 3).
The 1D-histogram in Fig. 3a was utilized to extract the

most probable high-G value by fitting the broad peak in
the region between 10−2 and 10−3 G0 to a Gaussian func-
tion (see Additional file 1). The best fit was so obtained
for a Gaussian centered at the value of 2.5 10−3 G0. On
the other hand, the histogram in Fig. 3b displays instead
a very well defined peak located at 1.8 10−5 G0, which
can be consequently taken directly as the most probable
value for the low-G-region. The related 2D-histogram
(Fig. 3d), where the tunneling phenomenon contributions
have been excluded, makes also clear that the low-G mo-
lecular path is centered at about 1 nm.
It is quite significant to remember that recent ex-

periments, performed through the STM-based break
junction approach on other perylene-diimide deriva-
tives with different functionalization in the bay or
side aromatic regions, reveal the presence for all these
compounds of only one most probable molecule junc-
tion conductance value which, in any case, never ex-
ceeds 10−4 G0 [13, 11].
To gain better insight in the transport mechanism of

the perylene molecular junctions, we model the charge
transport in the molecule. Theoretically, the transport of
charge through a molecule can be described as a trans-
mission between the different molecular orbitals in the
Landauer formalism. We have calculated the transmis-
sion through the PDI8-CN2 molecule using the NEGF
method with a DFT calculation of the ground-state elec-
tron density. In Fig. 4a, we show the calculated charge
density plot of the π-like frontier orbitals HOMO,
LUMO, and LUMO+2 calculated from DFT. We notice
that HOMO-1 and HOMO-2 as well as LUMO+1 are σ-
orbitals, and thus do not contribute significantly to the
transport. In Fig. 4b, we plot the calculated transmission
through the π-system in the wide-band limit for two dif-
ferent charge-injection cases that simulate two possible
molecule-electrode configurations. In one case, the
charge is injected in the nitrogen atoms (N1) of the cy-
ano groups (path 1, red curve), and in the other case,
the charge is injected in the pyridil-like terminal (N2)
nitrogen atoms (path 2, blue curve), as shown schemat-
ically in the inset of Fig. 4b.
At energies between the HOMO (−6.6 eV) and LUMO

(−5.1 eV) energies, the transmission through path 1 is
much larger than through path 2. Thus, the injection of
the charge in the N1 atoms provides an electrical path
that is around two orders of magnitude less resistive
than the path through the other couple of N2 atoms.
The length of path 1 and of path 2, measured from ni-
trogen to nitrogen, is 0.95 nm in the first case and
1.13 nm in the second case and this difference alone
cannot explain the large difference between the conduct-
ance of the two paths. Instead, the reason for the large
conductance change can be found in the shape of the
molecular orbitals extracted from DFT (Fig. 4a). When
inspecting the frontier orbitals HOMO and LUMO, one
sees that on the cyano nitrogen atoms there is some fi-
nite density of states, while, at the positions of N2 nitro-
gen atoms, a node in the wave-function appears, making
the effective density of states on those atoms zero. To
recover some density of π-states on the terminal N2
atoms, one has to look for the LUMO+2 and HOMO-5
orbitals. The larger effective transport gap of path 2
(HOMO-5/LUMO+2) in respect to the normal gap of
path 1 (HOMO/LUMO) can explain the difference in
conductance between the two configurations.
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Thus, DFT and NEGF calculations of the PDI8-CN2

molecule indicate the presence of two possible electrical
paths through the molecule. A shorter and more con-
ducting path, related to the cyano groups, and a longer
and more resistive path, through the terminal (N2) ni-
trogen atoms. The ratio between the conductance of the
two paths and the difference in length are comparable
with the two experimental conductance paths, found
from the histogram analysis of Fig. 3. At this level of the-
ory, a quantitative agreement with the experiments is
not expected and can be coincidental. Nevertheless, the
experimental ratio (REXP = 130) between high and low-
conductance paths is very similar to the theoretical ratio
between the conductance of path 1 and 2. The experi-
ment length of the traces is also comparable with the
length of the two paths found from theory (see Additional
file 1). We thus assign the experimental high conductance
traces to junctions where the molecule interacts with the
metal through the cyano groups. The low-conductance
traces, instead, can be assigned to the conduction through
N2 atoms (path 2).
In this regard, it is quite interesting to outline that re-

cent experiments involving molecular junctions based
on different PDI compounds, without the functionaliza-
tion of the cyano groups in the bay region, have demon-
strated the occurrence of only one most probable
conductance state with G values never exceeding
10−4 G0 [11, 13]. In particular, for PDI compounds ter-
minated with pyridyl anchoring groups, most probable
junction conductance values are quite close to that here
estimated for the molecular path involving the terminal
nitrogen (N2) atoms [11]. This comparison seems to
give a further confirmation about the role of the CN
groups in the introduction of charge transport paths
with improved conducting features through the single
molecules.

Conclusions
Mechanically controllable break junction experiments
and DFT calculations performed in this work suggest
that the functionalization through the insertion of cyano
(C≡N) in the basic perylene-diimide aromatic core is
able to determine a preferential charge transport mo-
lecular path exhibiting a high conductance value com-
prised between 10−2 e 10−3 G0. This value is about two
orders of magnitude larger than that can be achieved by
considering instead a path linking the pyridil-like ter-
minal (N2) nitrogen atoms. The low-G value here ob-
served is compatible with single molecule conductances
recently reported for other perylene-diimide compounds
in absence of the cyano functionalization. Future experi-
ments on PDI_CY single molecular junctions are envis-
aged to confirm the interest of this class of compounds
to be applied in the realization of nanoscale devices.
Additional file

Additional file 1: Single-molecule break junctions based on a
perylene-diimide cyano-functionalized (PDI8-CN2) derivative.

Competing Interests
The authors declare that they have no competing interests.

Authors’ contributions
The experiments, including the analysis of data, were performed by RF and
MB. LP, HvdZ and AC conceived the experiments and co-wrote the paper.
The calculations were performed by RF. All authors read and approved the
final manuscript.

Acknowledgements
MB, AC, and LP acknowledge the financial support from CNR-INFN national
project (PREMIALE 2012) EOS “Organic Electronics for Innovative research
instrumentation”. HvdZ and RF acknowledge support from the Dutch
organization for Fundamental Research (FOM) and from the Ministry of
Education, Culture and Science (OCW).

Received: 9 June 2015 Accepted: 13 July 2015

References
1. Li C, Wonneberger H. Perylene imides for organic photovoltaics: yesterday,

today, and tomorrow. Adv Mater. 2012;24(5):613–36.
2. Chen L, Lia C, Müllen K. Beyond perylene diimides: synthesis, assembly and

function of higher rylene chromophores. J Mater Chem C. 2014;2:1938–56.
3. Herrmann A, Weil T, Sinigersky V, Wiesler UM, Vosch T, Hofkens J, et al.

Polyphenylene dendrimers with perylene diimide as a luminescent core.
Chem Eur J. 2001;7(22):4844–53.

4. Sliwa M, Flors C, Oesterling I, Hotta J, Müllen K, De Schryver FC, et al. Single
perylene diimide dendrimers as single-photon sources. J Phys Condens
Matter. 2007;19(44):445004.

5. Horowitz G, Kouki F, Spearman P, Fichou D, Nogues C, Pan X, et al.
Evidence for n‐type conduction in a perylene tetracarboxylic diimide
derivative. Adv Mater. 1996;8(3):242–5.

6. Malenfant PR, Dimitrakopoulos CD, Gelorme JD, Kosbar LL, Graham TO,
Curioni A, et al. N-type organic thin-film transistor with high field-effect
mobility based on a N, N′-dialkyl-3, 4, 9, 10-perylene tetracarboxylic diimide
derivative. Appl Phys Lett. 2002;80(14):2517–9.

7. Jones BA, Facchetti A, Wasielewski MR, Marks TJ. Tuning orbital energetics
in arylene diimide semiconductors. Materials design for ambient stability of
n-type charge transport. J Am Chem Soc. 2007;129(49):15259–78.

8. Zhan X, Facchetti A, Barlow S, Marks TJ, Ratner MA, Wasielewski MR,
et al. Rylene and related diimides for organic electronics. Adv Mater.
2011;23(2):268–84.

9. Chiarella F, Barra M, Cassinese A, Di Girolamo F, Maddalena P, Santamaria L,
et al. Dicyanoperylene-diimide thin-film growth: a combined optical and
morphological study. Applied Physics A. 2011;104(1):39–46.

10. Liscio F, Albonetti C, Broch K, Shehu A, Quiroga SD, Ferlauto L, et al.
Molecular reorganization in organic field-effect transistors and its effect on
two-dimensional charge transport pathways. ACS Nano. 2013;7:1257–64.

11. Molinari AS, Alves H, Chen Z, Facchetti A, Morpurgo AF. High electron
mobility in vacuum and ambient for PDIF-CN2 single-crystal transistors. J
Am Chem Soc. 2009;131(7):2462–3.

12. Barra M, Di Girolamo FV, Minder NA, Lezama IG, Chen Z, Facchetti A, et al.
Very low bias stress in n-type organic single-crystal transistors. Appl Phys
Lett. 2012;100(13):133301.

13. Crivillers N, Orgiu E, Reinders F, Mayor M, Samorì P. Optical modulation of
the charge injection in an organic field‐effect transistor based on
photochromic self‐assembled‐monolayer‐functionalized electrodes. Adv
Mater. 2011;23(12):1447–52.

14. Li C, Stepanenko V, Lin MJ, Hong W, Würthner F, Wandlowski T. Charge
transport through perylene bisimide molecular junctions: an
electrochemical approach. Phys Status Solidi B. 2013;250(11):2458–67.

15. Díez-Pérez I, Li Z, Guo S, Madden C, Huang H, Che Y, et al. Ambipolar
transport in an electrochemically gated single-molecule field-effect
transistor. ACS Nano. 2012;6(8):7044–52.

http://www.nanoscalereslett.com/content/supplementary/s11671-015-1011-3-s1.doc


Frisenda et al. Nanoscale Research Letters  (2015) 10:305 Page 7 of 7
16. Xu B, Xiao X, Yang X, Zang L, Tao N. Large gate modulation in the current
of a room temperature single molecule transistor. J Am Chem Soc.
2005;127(8):2386–7.

17. Mishchenko A, Zotti LA, Vonlanthen D, Bürkle M, Pauly F, Cuevas JC, et al.
Single-molecule junctions based on nitrile-terminated biphenyls: a
promising new anchoring group. J Am Chem Soc. 2010;133(2):184–7.

18. Ciccullo F, Savu SA, Gerbi A, Bauer M, Ovsyannikov R, Cassinese A, et al.
Chemisorption, morphology, and structure of an‐type perylene diimide
derivative at the interface with gold: influence on devices from thin films to
single molecules. Chem Eur J. 2015;2015(21):3766–71.

19. Buzio R, Gerbi A, Marrè D, Barra M, Cassinese A. Electron injection
barrier and energy-level alignment at the Au/PDI8-CN2 interface via
current–voltage measurements and ballistic emission microscopy. Org
Electron. 2015;18:44–53.

20. Xiang D, Jeong H, Lee T, Mayer D. Mechanically controllable break junctions
for molecular electronics. Adv Mater. 2013;25(35):4845–67.

21. Frisenda R, Perrin ML, Valkenier H, Hummelen JC, van der Zant HSJ.
Statistical analysis of single-molecule breaking traces. Phys Status Solidi B.
2013;250(11):2431–6.

22. Martin CA, Ding D, van der Zant HSJ, van Ruitenbeek JM. Lithographic
mechanical break junctions for single-molecule measurements in vacuum:
possibilities and limitations. New J Phys. 2008;10:065008–26.

23. Slowinski K, Chamberlain RV, Miller CJ, Majda M. Through-bond and
chain-to-chain coupling. Two pathways in electron tunneling through
liquid alkanethiol monolayers on mercury electrodes. J Am Chem Soc.
1997;119(49):11910–9.

24. He J, Chen F, Li J, Sankey OF, Terazono Y, Herrero C, et al. Electronic decay
constant of carotenoid polyenes from single-molecule measurements. J Am
Chem Soc. 2005;127(5):1384–5.

25. Yamada R, Kumazawa H, Noutoshi T, Tanaka S, Tada H. Electrical conductance
of oligothiophene molecular wires. Nano Lett. 2008;8(4):1237–40.

26. Fonseca Guerra C, Snijders JG, te Velde G, Baerends EJ. Towards an order-N
DFT method. Theor Chem Acc. 1998;99:391–403.

27. te Velde G, Bickelhaupt FM, Baerends EJ, Fonseca Guerra C, van
Gisbergen SJA, Snijders JG, et al. Chemistry with ADF. J Comput Chem.
2001;22(9):931–67.

28. Perdew JP, Burke K, Ernzerhof M. Generalized gradient approximation made
simple. Phys Rev Lett. 1996;77:3865.

29. Verzijl CJO, Seldenthuis JS, Thijssen JM. Applicability of the wide-band limit
in DFT-based molecular transport calculations. J Chem Phys.
2013;138(9):094102.

30. Trouwborst ML, Huisman EH, Bakker FL, van der Molen SJ, van Wees BJ.
Single atom adhesion in optimized gold nanojunctions. Phys Rev Lett.
2008;100:175502.
Submit your manuscript to a 
journal and benefi t from:

7 Convenient online submission

7 Rigorous peer review

7 Immediate publication on acceptance

7 Open access: articles freely available online

7 High visibility within the fi eld

7 Retaining the copyright to your article

    Submit your next manuscript at 7 springeropen.com


	Abstract
	Background
	Methods
	Results and Discussion
	Conclusions
	Additional file
	Competing Interests
	Authors’ contributions
	Acknowledgements
	References



