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Abstract

We theoretically studied how to directly engineer the constitutive parameters of metamaterials for perfect
absorbers of electromagnetic waves. As an example, we numerically investigated the necessary refractive index n
and extinction coefficient k and the relative permittivity ε and permeability μ of a metamaterial anti-reflection layer,
which could cancel the reflection from a hydrogenated amorphous silicon (α-Si:H) thin film on a metal substrate,
within the visible wavelength range from 300 to 800 nm. We found that the metamaterial anti-reflection layer
should have a negative refractive index (n < 0) for short-wavelength visible light but have a positive refractive index
(n > 0) for long-wavelength visible light. The relative permittivity ε and permeability μ could be fitted by the Lorentz
model, which exhibited electric and magnetic resonances, respectively.
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Background
In recent years, metamaterial-based electromagnetic wave
perfect absorbers have attracted too much interest [1–3],
owing to a wide variety of potential applications such as
thermal emitters [4–6], sensor [7–10], photodetection
[11, 12], solar cells or thermo-photovoltaics [13–17],
and so on. In 2008, Landy et al. first experimentally dem-
onstrated metamaterial perfect absorbers in the microwave
region, by matching the effective wave impedance of meta-
materials to the free-space wave impedance [18]. Their de-
signed metamaterial perfect absorbers consist of two
standard split-ring resonators connected by the inductive
ring parallel to the split wire and a cut wire in a parallel
plane separated by a substrate. This seminal work in the
microwave regime has inspired many studies on metama-
terial perfect absorbers in other frequency regimes includ-
ing terahertz [19–21], mid-infrared [22, 23], near-infrared
[24–26], and visible realm [27–29]. At the same time, there

also have been many efforts to make metamaterial perfect
absorbers as efficient and effective as possible, through
carefully engineering their versatile properties like
polarization independence [30–33], broad incident angle
[34–37], broad bandwidth or multi-band [38–41], tunability
[42–44], and flexibility [45, 46]. In most metamaterial per-
fect absorbers, there is always a three-layer design with a
ground plane or metallic substrate supporting a dielectric
and top metallic nanostructure [1]. The physical mecha-
nisms behind many metamaterial perfect absorbers are es-
sentially the same: the top metallic structure is utilized to
couple to the incident electric field, and the anti-parallel
currents between the two metallic layers are used to couple
to the incident magnetic field. By tuning the metamaterial
geometry, one could impedance match to free space at a
desired frequency range [1]. For explaining the same
phenomenon of perfect absorption of electromagnetic
waves, there are also other physical models based on inter-
ference theory of reflected waves [47–50], such as transmis-
sion line theory [51–54], Fabry-Pérot, or other cavity
resonances [55–62].
In many studies on metamaterial perfect absorbers, tai-

loring the morphology of the top metallic nanostructure
has been explored widely as an effective way to obtain
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desired performances [1]. However, there are only few re-
searches on directly engineering the complex-valued
constitutive parameters of an artificial metamaterial
for perfect absorbers of electromagnetic waves [63,
64]. For example, Ye et al. experimentally demon-
strated a metamaterial perfect absorber in which the
frequency-independent dispersion regions of both per-
mittivity and permeability are stretched to an ultra-
wide band from 0.5 to 2.5 GHz, and the real and im-
aginary parts of the complex constitutive parameters
are precisely tuned to satisfy a modified model of a
perfectly matched layer [63]. Long et al. deduced the-
oretically the critical coupling condition to achieve
perfect absorption for thin-film absorbers of absorb-
ing layer/spacer layer/substrate and identified numer-
ically the key characteristics of the absorbing layer needed
for perfect absorption at a given wavelength [64].
In this work, we will theoretically show how to directly

engineer the complex-valued constitutive parameters of
artificial metamaterials for perfect absorbers of electromag-
netic waves. Specifically speaking, for achieving ultrawide-
band perfect absorption within the visible wavelength range
from 300 to 800 nm, we have numerically investigated the
necessary refractive index n and extinction coefficient k,
and the relative permittivity ε and permeability μ of a meta-
material anti-reflection layer, coating a hydrogenated
amorphous silicon (α-Si:H) thin film on a metal substrate.
It is found that the metamaterial anti-reflection layer should
have a negative refractive index (n < 0) for short-wavelength
visible light, but has a positive refractive index (n > 0) for
long-wavelength visible light. As the thickness of the meta-
material anti-reflection layer is increased, the absolute value
of n and k will become smaller. However, they will become
larger when the thickness of the α-Si:H thin film is in-
creased. The relative permittivity ε and permeability μ could
be fitted by the Lorentz model, exhibiting electric and mag-
netic resonances, respectively.

Methods
The perfect absorber of electromagnetic waves investi-
gated in this work is schematically shown in Fig. 1.
Light is normally incident from air onto the perfect ab-
sorber, which consists of a metamaterial anti-reflection
layer, and a hydrogenated amorphous silicon (α-Si:H)
layer deposited on an Ag substrate. In our numerical
calculations, the refractive index n0 of air is 1. The
metamaterial anti-reflection layer has a complex re-
fractive index of n1 + ik1 and a thickness of d1. The α-
Si:H layer has a complex refractive index of n2 + ik2 and
a thickness of d2. The Ag substrate has a complex re-
fractive index of n3 + ik3. In our numerical calculations,
the used refractive index n and the extinction coeffi-
cient k of α-Si:H and Ag are presented in Fig. 2.

In the three-layer structure shown in Fig. 1, the reflec-
tion coefficient of light can be expressed as [64, 65]

r ¼ r01 þ r123e2iβ1

1þ r01r123e2iβ1
; ð1Þ

Fig. 1 Schematic diagram of a perfect absorber of electromagnetic
waves. The media labeled as 0, 1, 2, and 3 are air, metamaterial anti-
reflection layer, hydrogenated amorphous silicon (α-Si:H) layer, and
Ag substrate, respectively. The thicknesses of the anti-reflection and
α-Si:H layers are d1 and d2, respectively

Fig. 2 The refractive index n and extinction coefficient k of the Ag
substrate and the hydrogenated amorphous silicon (α-Si:H) layer.
The black (solid) line and the red (dash) line give the refractive index
n1 and extinction coefficient k1 of Ag, respectively. The green (dot)
line and the blue (dash dot) line give the refractive index n2 and
extinction coefficient k2 of α-Si:H, respectively
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Where r123 ¼ r12þr23e2iβ2
1þr12r23e2iβ2

, βm ¼ 2π
λ ~nmdm , and rpq = (ñp −

ñq)/(ñp + ñq), which denotes the Fresnel reflection coeffi-
cients from medium p to medium q. ñp = np + i kp is the
complex refractive index of medium p. np and kp are the
refractive indexes and the extinction coefficient of
medium p. The light reflectivity is given by R ¼ rj j2. The
light absorption can be written as A ¼ 1� R , because
the substrate is metallic and there is no transmission.

Results and discussion
When the reflectivity R is equal to zero, the multi-layer
structure shown in Fig. 1 can work as a perfect absorber.
As the other physical and geometrical parameters are given,
R is only a function of refractive index n1 and extinction
coefficient k1 of the anti-reflection layer. By solving numer-
ically the equation of R (n1, k1) = 0, one can obtain the
values of n1 and k1 [64, 66]. In Fig. 3a, b, we show the
solved values of n1 and k1 for achieving perfect

absorption in the wavelength range from 300 to
800 nm, with the thickness d1 of the anti-reflection
layer increased from 10 to 30 nm in steps of 2 nm, and
the thickness d2 of the α-Si:H layer fixed to be 15 nm.
It is clearly seen in Fig. 3a that the anti-reflection layer
needs a kind of material having a negative refractive
index (n1 < 0) for short wavelengths smaller than about
550 nm. However, the anti-reflection layer needs an-
other kind of material having a positive refractive index
(n1 > 0) for longer wavelengths. As the thickness d1 is
increased, the absolute value of n1 will become smaller,
and the value of k1 will also become smaller, as exhib-
ited in Fig. 3b. We have also investigated the effect of
thickness d2 on the necessary refractive index n1 and
extinction coefficient k1 for achieving perfect absorp-
tion. As clearly seen in Fig. 3c, d, both the absolute
value of n1 and the value of k1 will become larger with
increasing thickness d2, which is in contrast to the case
in Fig. 3a, b.

Fig. 3 a The necessary refractive index n1 and b extinction coefficient k1 of the anti-reflection layer as a function of light wavelength and thickness d1
for achieving perfect absorption. The wavelength is varied from 300 to 800 nm. The thickness d1 of the anti-reflection layer is increased from 10 to
30 nm in steps of 2 nm. The thickness of the α-Si:H layer d2 = 15 nm. c, d The same as with a and b, but for thickness d2 increased from 10 to 30 nm,
and d1 = 15 nm. The black lines in a and c indicate the boundaries at which the refractive index n1 is equal to zero
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Here, we discuss the physical mechanism that underlined
the perfect absorber of light waves. In order to obtain per-
fect absorption or zero reflection, the two terms (r01 and
r123e2iβ1 ) in Eq. (1) should have the same amplitude but
opposite phase, from which one can deduce two equations
to define the condition for perfect absorption [64]: 4πk1d1

=λ ¼ In R123=R01ð Þ,4πn1d1=λ ¼ π þ φ01 � φ123, where R01

(R123) and φ01(φ123) denote the amplitude and the phase of
r01 (r123 ), respectively. When both equations are satisfied,
completely destructive interference will happen. As a re-
sult, reflection is reduced to zero, and perfect absorption is
achieved.
In many cases, the permittivity and permeability are also

often used to exhibit the constitutive parameters of electro-
magnetic materials. So, in order to further understand the
conditions of perfect absorption, the relative permittivity ε
and permeability μ of the metamaterial anti-reflection layer
are also investigated. We can calculate numerically the real
and imaginary parts (εr, εi, μr, μi) of ε and μ, using the fol-
lowing relation of constitutive parameters in Eq. (2)

n ¼ n1 þ ik1
n ¼ � ffiffiffiffiffi

εμ
p

ε ¼ εr þ iεi
μ ¼ μr þ iμi

ð2Þ

The choice of sign “±” in Eq. (2) must ensure that k1
is positive because electromagnetic waves propagating
in a passive medium always suffer a loss. As an ex-
ample, the dashed lines in Fig. 4 present the calculated

values of the real and imaginary parts of ε and μ, for
the thickness of the anti-reflection layer d1 = 15 nm
and the thickness of the α-Si:H layer d2 = 30 nm. The
numerical results can be fitted approximately through
the Lorentz model, in which the complex permittivity
and permeability can be represented as

ε′ ¼ ε1 þ
ω2
p

ωa1
2−ω2−iωc1ω

μ′ ¼ μ1 þ
ω2
p

ωa2
2−ω2−iωc2ω

ð3Þ

Here, i is the imaginary unit, ωp is the plasma frequency,
ωa1; ωa2 are the center frequencies of the oscillators,ωc1;

ωc2 are the damping frequencies, and ε1; μ1 are the static
permittivity and permeability at infinite frequency, respect-
ively. The solid lines in Fig. 4 show the fitted results by Eq.
(3), with the corresponding parameters ε1 ¼ �3:9;

μ1 ¼ �1:5; ωp ¼ 4:6 � 1015Hz; ωa1 ¼ 3:32 � 1015Hz;
ωa2¼ 3:62 � 1015Hz; ωc1¼ 1:3 � 1015Hz; ωc2 ¼ 1:26 � 1015Hz . It
is clearly seen in Fig. 4 that the metamaterial anti-reflection
layer should have both electric and magnetic resonances.
Finally, we would like to discuss the possibility of realiz-

ing the designed perfect absorber of visible light. For the
perfect absorber, the complex permittivity and permeability
of the anti-reflection layer must exhibit electric and mag-
netic resonances, respectively, which are described by the
Lorentz model. When the real parts of the complex permit-
tivity and permeability are simultaneously negative, the re-
fractive index of the anti-reflection layer will have a
negative value; otherwise, it will have a positive value. It is
well-known that artificial metamaterials can exhibit Lorentz
dispersion, whose constitutive parameter (either the permit-
tivity or the permeability) obeys the K-K relations. In fact,
with the fast development of nanofabrication technology,
metamaterials with both electric and magnetic resonances
have been fabricated successfully to realize negative refract-
ive index at optical frequencies, which are composed of
pairs of parallel metallic nanorods [67, 68]. Recently, an ex-
perimental work demonstrated that the real and imaginary
parts of the complex constitutive parameters of metamate-
rials consisting of metallic split-ring resonator and rod
could be deliberately controlled to produce a wide-band
perfect absorption in gigahertz [63]. Based on the advance-
ment of optical lumped nanocircuits, this approach may be
extended to infrared and optical bands, as mentioned in the
experimental work.

Conclusions
In this work, we have theoretically shown how to directly
engineer the complex-valued constitutive parameters of
artificial metamaterials for perfect absorbers of electro-
magnetic waves. Specifically speaking, for achieving ultra-

Fig. 4 The relative permittivity ε and permeability μ of the
metamaterial anti-reflection layer for achieving perfect absorption, with
the thickness of the anti-reflection layer d1 = 15 nm and the thickness
of the α-Si:H layer d2 = 30 nm. The dashed lines give the numerically
calculated values of the real and imaginary parts (εr, εi, μr, μi) of ε and μ,
and the solid lines give the corresponding results (εr, , εi,, μr, , μi,) fitted
through the Lorentz model
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wideband perfect absorption within the visible wavelength
range from 300 to 800 nm, we numerically investigated
the necessary refractive index n and extinction coefficient
k, and the relative permittivity ε and permeability μ of a
metamaterial anti-reflection layer, coating a hydrogenated
amorphous silicon (α-Si:H) thin film on a metal substrate.
The numerical results show that the metamaterial anti-
reflection layer has a negative refractive index (n < 0) for
short-wavelength visible light, but has a positive refractive
index (n > 0) for long-wavelength visible light. As the
thickness of the metamaterial anti-reflection layer is in-
creased, the absolute value of n and k will become smaller.
However, they will become larger when the thickness of
the α-Si:H thin film is increased. It is also found that such
a metamaterial anti-reflection layer should have both elec-
tric and magnetic resonances, and its permittivity ε and
permeability μ can be approximately fitted by the Lorentz
model. We hope that these results presented in this work
could provide another approach to design perfect ab-
sorbers of electromagnetic waves, with the fast develop-
ment of nanofabrication technology in metamaterials.
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