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Articular cartilage has unique mechanical and physicochemical properties which are responsible for its 
load carrying capabilities. This work investigates the effects of hydrogen peroxide induced oxidative 
damage on mechanical properties of articular cartilage. Bovine articular cartilage was exposed to hydro-
gen peroxide for a week. Dynamic and static mechanical tests applied to calculate articular cartilage 
compressive modulus. We observed higher control curve slopes than that of hydrogen peroxide curves 
which account for lesser stiffness values in the exposed articular cartilage. For the instantaneous experi-
���	��� �����	�� ����� �	�	��	������ ���������	� Xp = 0.01, p < 0.05). Here report that hydrogen peroxide 
induced oxidative damage causes reduction in the stiffness of the articular cartilage.
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INTRODUCTION

Articular cartilage is an avascular connective tissue with remarkable biomechanical 
properties. The function of articular cartilage is reducing the friction among bones in 
joints via joint lubrication and smoothness of surfaces, distributing loads across the 
joint surface and shock absorption [4, 18]. The main components of extracellular 
matrix are aggrecan and type II collagen which are most notably responsible for car-
tilage compressive and tensile resistance [22]. 

The mechanical properties of articular cartilage depend on the interaction among 
the chondrocytes and the matrix [4, 10]. Impact of mechanical loading can lead to 
degradation of cartilage matrix cause in impaired functional properties of the carti-
lage [11, 16]. 

As it can kill anaerobic bacteria, hydrogen peroxide (H2O2) is widely used for the 
prevention of local bacterial infection and clinical debridement in bone and joint 
surgeries [1, 7, 19]. However, the treatment of local wounds with antiseptics such as 
hydrogen peroxide induces tissue toxicity through intensive oxidation [20, 21]. 
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Cartilage damaged by hydrogen peroxide has a limited capacity to regenerate and 
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Elevated reactive oxygen species (ROS) production in cartilage tissue, which is an 
immediate effect of hydrogen peroxide, can cause chondrocyte apoptosis and articu-
lar cartilage degradation. Hence, it can contribute to the aging of cartilage and the 
pathogenesis of osteoarthritis [17]. 

Although there are many studies related to various effects of hydrogen peroxide on 
articular cartilage, hydrogen peroxide induced oxidative damage on biomechanical 
properties of the articular cartilage have not been subjected to detailed studies [20]. 
There is a tradeoff between elimination of bacteria and toxicity to cartilage in this 
practice [20, 21]. In this study, we investigated the immediate toxic cartilage damage 
after treatment with hydrogen peroxide. Dynamic (instantaneous) and static (equilib-
rium) mechanical tests were applied to calculate compressive modulus in articular 
cartilage.

MATERIALS AND METHODS

Articular cartilage samples were taken from mature bovine patellae obtained from a 
local abattoir on the same day after slaughter. To avoid any physical changes, the 
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surrounding soft tissue, osteochondral explants (~5 × 5 mm) were harvested from the 
lateral tibial plateau and transported in phosphate-buffered saline (PBS). Before com-
pression tests, cartilage samples were placed to 30% H2O2 (300 ml) for a week, to 
simulate the long-term exposure under in vitro conditions rather than instant effects 
of the standard clinical application of 3%, and the control samples were soaked with 
phosphate buffered saline solution for the same period with experimental group. Two 
different mechanical tests, instantaneous and equilibrium, were applied to calculate 
compressive modulus for articular cartilage. 

Compression tests for instantaneous modulus

With the aim of establishing the operability and technical parameters, the device was 
subjected to comparative test trials. For compression, a LR5K Plus universal tensile 
testing machine and a homemade compression holder having a diameter of 3 cm was 
clamped to it were used.

The total number of test samples subjected to compression is 25, composed of 7 
control and 18 hydrogen peroxide exposed experimental group samples.

The samples were placed in the designed tester device and the resulting diagrams 
were obtained as shown in Fig. 1 for the LR5K Plus tester. The test results were 
drawn as diagrams in NEXYGEN Plus Data Analysis Software and MS Excel 2010. 
The vertical axis given in the diagrams are the stress values (MPa), while the hori-
zontal axis shows the strain values.
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Compression tests for equilibrium modulus

A stress relaxation test was performed using a cylindrical, plane-ended 3 mm diam-
�	��������	����
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were logged using Picolog (Pico Technology Ltd.). A 50 kg load cell (MNC-50L, 
CAS Corporation, South Korea) used to apply force. Initially, the force was applied 
and the cartilage was allowed to come to equilibrium. The cartilage surface was then 
displaced by 0.7 mm in total of ten steps; each step being 70 μm [6]. Stress was cal-
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ence to the relaxed length of the sample. The control and hydrogen peroxide exposed 
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out testing under room temperature. Totally 12 cartilage samples (6 controls and  
6 hydrogen peroxide exposed), were analyzed. 

Statistical analysis

One-way analysis of variance (ANOVA) was used for statistical analysis. A p-value 
�����	�������?������
������������������	��

RESULTS

The slopes of the representative stress–strain curves show stiffness of the articular 
cartilage. Fig. 2 shows instantaneous stress–strain curves for control and hydrogen 
peroxide exposed experimental groups. The stiffness is higher in control 1 sample 
than control 2 according to slopes of the representative stress–strain curves (Fig. 2). 
It is obvious that slopes of control curves are higher than slopes of hydrogen peroxide 
curves. It means that hydrogen peroxide exposed experimental group has less stiff-
ness than the control group.

Fig. 1. Compression tests experimental setup for equilibrium modulus
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In instantaneous experiments, the maximum stress values are 8.28 MPa (control 4) 
and 3.07 MPa (H2O2-9), for control and hydrogen peroxide exposed experimental 
groups respectively at 0.35 strain. The lowest stress values are 1.72 MPa (control 2) 
and 0.13 MPa (H2O2-17), for control and hydrogen peroxide exposed experimental 
groups, respectively at 0.35 strain (Fig. 2).

Representative equilibrium stress–strain curves are shown for control and hydrogen 
peroxide exposed experimental groups in Fig. 3. The highest stress values are 10.80 
MPa and 4.31 MPa for control and hydrogen peroxide exposed experimental group, 
respectively at 0.32 strain. The lowest values are 2.55 MPa and 1.31 MPa for control 
and hydrogen peroxide, respectively, at 0.32 strain. The relaxation time in control 
group is longer than experimental groups in our equilibrium experiments. The differ-
ences among control and experimental group stress increase after 0.25 strains (Fig. 3). 

For the (0.33–0.35) strain, instantaneous compressive moduli values obtained from 
the stress–strain curves. These values are 22.79 ± 3.18 and 15.18 ± 1.21 for the control 
and hydrogen peroxide groups, respectively. The moduli values are clearly higher in 
the control as compared to the hydrogen peroxide exposed group (Fig. 4). These dif-
{��������������	�	��	���������������	�Xp = 0.01).

For the (0.24–0.32) strain, equilibrium compressive moduli values are obtained 
from the stress–strain curves. These values are 30.63 ± 8.64 and 11.98 ± 2.49 for the 

Fig. 2. Representative instantaneous stress–strain curves for articular cartilage
(7 control and 18 hydrogen peroxide samples)
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Fig. 3. Representative equilibrium stress–strain curves for articular cartilage (6 control and 6 hydrogen 
peroxide samples)

Fig. 4. Instantaneous modulus graph of the control and the experimental (hydrogen peroxide) groups 
obtained from Fig. 1 data
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control and hydrogen peroxide groups, respectively. The moduli values higher in the 
control as compared to the hydrogen peroxide exposed group (Fig. 5). These differ-
������������	�	��	�����������������	�Xp = 0.065).

The moduli values of the control group were higher than that of hydrogen peroxide 
exposed experimental groups for both instantaneous experiments and equilibrium 
experiments. These results mean that the strength of the articular cartilage is nega-
tively affected by the hydrogen peroxide.

DISCUSSION

ROS may randomly give damage to all matrix components, direct attack of proteo-
glycan and collagen molecules by free radicals is thought to cause the damage in 
cartilage matrix. Several in vitro studies have reported the degradation of cartilage 
tissue slices by increased ROS. The incubation of acid soluble type I collagen with 
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collagen [8, 9, 15]. 

Apart from the decrease of proteoglycan contents and down-regulation of Col2a1 
and Agc1 genes in chondrocytes, deteriorating effects of hydrogen peroxide, a com-
mon form of ROS in extracellular matrix of cultured chondrocytes as reported [3]. 
Oxidative stress induced senescence in chondrocytes by hydrogen peroxide is char-
acterized degradation of the extracellular matrix and a decrease in the synthesis of 
proteoglycan and type II collagen [5], it can further lead to apoptosis of chondrocytes 

Fig. 5. Equilibrium modulus graph of the control and the experimental (hydrogen peroxide) groups 
obtained from Fig. 2 data
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factor-alpha, interleukin-6 and interleukin-1beta, which further promote the expres-
sion of matrix metalloproteinases and other catabolic enzymes [23].

The collagen network is primarily responsible for instantaneous compressive stiff-
ness of articular cartilage, while the proteoglycans are mainly responsible for the 
equilibrium compressive stiffness of cartilage [2, 12, 13]. In our instantaneous 
experiments for articular cartilage, stress–strain curves from the control and H2O2 
groups resulted with the lowest stress values 1.72 MPa and 0.13 MPa, respectively 
for 0.35 strains. Similarly, with the highest stress values 8.28 MPa and 3.07 MPa in 
the instantaneous stress–strain graph for control and experimental reduced stiffness 
in the exposed group is observed (see Fig 2). Differences between these groups were 
�	�	��	���������������	�Xp = 0.01, p < 0.05) (see Fig 4). 

In our equilibrium experiments for the articular cartilage, as can be seen in Fig 3, 
the slopes of the representative stress–strain curves control group showed differences 
with that of the H2O2 exposed experimental group. Nevertheless, these differences 
�������
����������	�	��	�����������������	�Xp = 0.065, p > 0.05) (see Fig. 5). In both 
experiments, H2O2 treated samples show a considerably lower stress-strain curves 
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��	�
��
{����-
ments functioning in equilibrium tests, ie PGs, in H2O2 treated samples is indicated. 
In instantaneous experiments however, although responses are similar to the control, 
it is evidently seen that increasing stress values match with lower strain curves. In a 
previous study on the effects of ROS resulted by x-ray radiation on equilibrium stiff-
ness of cartilage matrix [6], experimental curves were found to be more similar to 
those of the control indicating higher deteriorating rate of direct effect of ROS on the 
mechanical properties of the articular cartilage. 

In conclusion, our results indicate that hydrogen peroxide induced oxidative dam-
age causes reduction in the stiffness of the cartilage. In order to prevent such adverse 
effects of ROS induced by antiseptics like hydrogen peroxide, therapies increasing 
oxidant defenses are required [3, 9, 14].
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