
BOOK REVIEWS 

Process Modeling 
of Metal Forming and 
Thermomechanical Treatment 
Edited by C.R. Boer, N. Rebelo, 
H. Rydstad and G. Schroder 

(Springer- Verlag, 1 986) 

Process Modeling of Metal Forming and 
Thermomechanica/ Treatment is a timely 
book that reviews the multidisciplinary 
nature of metal-forming modeling technol
ogy. Although the book is intended for en
gineers, students, and scientists in the 
manufacturing industry, it is the first of its 
kind that could be adopted as a text for me
chanical metallurgists interested in apply
ing the finite-element method to metal 
deformation and thermal problems. The 
strengths of the book are in its condensed 
reviews of plasticity, heat transfer, and the 
finite-element method, in which the au
thors present the basic concepts relevant to 
metal-forming processes. The authors clar
ify that process modeling refers to the 
mathematical description which is required 
to quantitatively describe the essential 
characteristics of a forming process. Pro
cess modeling of metal forming is based 
upon extensive research work by the au
thors conducted at the Brown, Boveri Re
search Center, Dattwil, Switzerland, a 
leading industrial company, during 1980-
1985. The authors supply several examples 
of process modeling as applied to forging, 
rolling, drawing, and thermomechanical 
treatments and draw upon their consider
able experience in this area. 

The first section of the book, Mathemat
ical Modeling, reviews the essential con
cepts associated with the infinitesimal 
theory of plasticity, problem solution ap
proach, and the more classical elementary 
analysis methods such as the "slab and 
upper-bound methods." 

Next, the finite-element method is intro
duced with application to both stress and 
thermal analyses. Distinction is made be
tween displacement-based "elastic-plastic" 
formulations and velocity-based "rigid
plastic" or flow formulations. The authors 
note that the difficulties associated with 
earlier infinitesimal elasto-plastic formula
tions have been largely overcome by up
dated Lagrangean forms using appropriate 
time integration schemes. Although from a 
purely mechanical point of view the up
dated Lagrangean formulation (which also 
contains the elastic solution) is more com
plete, the rigid-plastic approach has lead 
the way due to earlier achievements. The 
authors have considerable experience with 
the rigid-plastic formulation, and applica
tions presented in this book reflect pro
grams implementing this approach. The 
section on finite-elements provides the 
necessary background and nomenclature 
required for a more in-depth review of the 

material on the two stress formulation 
methods and on thermal analysis methods. 

Also included in this section are 
specifics on the modeling of forming pro
cesses, such as boundary conditions and 
the treatment of contact surfaces including 
friction. 

The next section, Physical Modeling, 
discusses some physical techniques, such 
as plasticine models, that have historically 
been used to simulate actual material be
havior during forming processes. As com
puting costs and complexities have steadily 
decreased, the physical modeling tech
niques have reached maturity and are 
now being widely replaced with the FEM
simulation methods, at least for two
dimensional simulations. 

The next three sections cover the appli
cation of modeling techniques to forging, 
rolling, and drawing. Each section begins 
with a list and description of symbols used 
in the examples. The forging section in
cludes examples of closed-die, upset, 
blade, and thin-rib forgings and a 
"coupled" or non-isothermal FEM analy
sis. The section on rolling concentrates 
primarily on "roll pass design" and inte
gration into a computerized flow process. 
Modeling of the drawing process is 
approached from the "upper-bound" 
method, and an example of three
dimensional FEM drawing simulation is 
presented. The authors point out some 
unique complexities associated with ob
taining solutions to three-dimensional 
problems. 

The last section of applications describes 
modeling of thermomechanical treatments. 
This section includes methods for the ex
perimental determination of heat transfer 
coefficients that are required for process 
modeling, a tutorial on the basic principles 
of heat transfer, and examples of applying 
modeling techniques to a quenching opera
tion and a heat treatment process. 

The authors' comments on the outlook 
for process modeling deserve to be para
phrased here and somewhat extended by 
this reviewer. The future for computer
assisted process modeling is very promis
ing and has the potential to greatly impact 
conventional methods of fabrication de
sign. Computing costs steadily decline as 
computing capability, accessibility, and ex
pertise continually rise. To fully exploit this 
technology will require advances in nu
merical methods, for example, to economi
cally simulate complex three-dimensional 
problems and to address non-isotropic 
plasticity. There is a need for improved, 
numerically efficient constitutive material 
models that include the material response 
to deformation, such as texture develop
ment, recrystallization, and/or grain 
growth. These advances will require the 
efforts of applied mechanicians, code de
velopers, and materials scientists. On the 

other hand, assisting computer process 
modeling into the production environment 
will require special efforts in training in
dustrial personnel and in educating engi
neers and metallurgists in our universities. 

Process Modeling of Metal Fom1ing and 
Thermomeclwnical Treatment is a thorough 
presentation of the essentials associated 
with computer-assisted simulation of metal 
forming. It is appropriate for practicing en
gineers and for both mechanical and metal
lurgical engineering students entering this 
relatively new realm of manufacturing 
technology. 
Reviewer: Elane C. Flower is a 111etal/urgist in 
the Advanced Engineering Analysis Group, 
Mechanical Engineering DcpartlllCilt, at 
Lmvre11ce Livermore National La/Joratory. 

CRC Handbook of Laser 
Science and Technology, 
Volume IV 
Edited by M.J. Weber 
(CRC Press, 1 986) 

This book is the fourth of an important 
five-volume handbook to be completed 
this year. The other volumes cover: I. 
Lasers and Masers; II. Gas Lasers; III. Opti
cal Materials, Part 1-Nonlinear Optical 
Properties/Radiation Damage; IV. Optical 
Materials, Part 2-Properties; and V. Opti
cal Materials, Part 3-Applications, Coat
ings, and Fabrication. 

Editor Marvin Weber, head of Basic Ma
terials Science at Lawrence Livermore Na
tional Laboratory, is eminently qualified 
and has performed his task just about as 
well as it could be done. Knowing how 
much work is involved in producing such a 
series, we must be thankful to him and to 
the contributors for a significant achieve
ment. 

As Weber explains in the introduction, a 
handbook can never be completely current 
with the literature. The first volume, pub
lished in 1982, covered the literature to 
about 1979; the current volume extends to 
1982/83. 

Volume IV consists of two sections. The 
first covers the fundamental properties of 
transmitting crystals, glasses, and plastics; 
filters; mirrors; and polarizers. For each 
group there is a series of tables. The tables 
for crystals, for example, give the crystal 
system, bandgap, transmission range, 
references to spectra, density, hardness, 
solubility, refractive indexes at different 
wavelengths and their temperature coeffi
cients, dispersion parameters, a series of 
thermal parameters, and the piezo-optic 
and elastic constants. 

The second section deals with special 
properties, covering the characteristics of 
linear electro-optical, magneto-optical, 
elasto-optical, and photorefractive materi
als as well as liquid crystals. For each 
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group of properties in both sections, an in
troduction outlines the theory, experimen
tal procedures, and selected references. 

The index must be used with care to find 
the specific property of a specific material. 
In checking for the specific material di
rectly, I found references to figures or tabu
lations dealing only with that material. 
Much additional information exists in the 
collective tables, but can be found only by 
looking up the particular property. The 
publisher does not make the task any eas
ier, since the running head at the top of the 
page identifies only Section 1 or Section 2. 
The table of contents is quite brief and ap
pears in an inconspicuous spot on the back 
of the last page of the introductory matter. 

A brief scan located just a few errors, 
judged to be minor. In checking on ZnS, I 
found Table 1.1.1.2 gives the f3ZnS crystal 
system as cubic. Subsequent tables usually 
list merely "ZnS"; in Table 1.1.1.4.5 ZnS 
also appears in a hexagonal listing. In other 
places the listing is "ZnS (CVD)"; an exam
ination of the data indicates that this must 
be the cubic form. Refractive index data on 
these materials are found in a variety of 
forms on pages 29, 31, 33, 234, 247, and 
265. Some of these entries imply that ZnS 
is also available as "Irtran 2," for which 
"Infrared transmission" in the index also 
leads to additional data on page 242. 

Having found some imperfections in 
this massive work, I can now complete my 
review by saying that I expect to find this 
volume very useful in my work and would 
hate to be without it. Most materials scien
tists will, I believe, feel the same way. 
Reviewer: Kurt Nassau is a member of the tech
nical staff at AT&T Bell Laboratories, Murray 
Hill, N]. 

Strong Metal-Support 
Interactions 
Edited by R.T.K. Baker, S.J. Tauster, 
and J.A. Dumesic 
(American Chemical Society, 1986) 

This volume in the ACS Symposium Se
ries presents the papers from a symposium 
held at the 189th Meeting of the American 
Chemical Society in Miami Beach, Florida, 
April 28 through May 3, 1985. It includes 
21 papers discussing metal-support inter
actions, a topic of continuing interest 
among catalytic chemists but now of im
portance to those involved in understand
ing other materials, such as metal-metal 
oxide interfaces in electronics. This sympo
sium focuses on those aspects strongly 
coupled to heterogeneous catalysis. 

The topics range from a review, through 
detailed microscopic and kinetic characteri
zations of high-surface-area catalysts, to 
important studies of model systems. This 
book brings together the thinking of ex
perts from around the world who are 
working in this area. 

Because of the detailed nature of these 
papers which, for the most part, represent 
new and ongoing research, the book will 
be most valuable to experts in the field. 
However, Tauster's overview is particu
larly noteworthy in its attempt to assess 
the present status and understanding of 
this important field. As such, it will be of 
considerable interest to newcomers to 
metal-support interactions. While the cen
ter of gravity of the reported work lies in 
the popular metal-titania systems, other ar
eas are given sufficient coverage to provide 
useful breadth and an indication of the 
generality of the important metal-support 
interactions. 

As a participant in this field, I found the 
papers to be of uniformly high quality and 
to contain interesting observations and 
speculations which stimulated anew my 
thinking on this subject. 
Reviewer: J.M. White is the Norman Hacker
man Professor of Chemistry at the University of 
Texas at Austin. 

Electron Energy Loss 
Spectroscopy in the Electron 
Microscope 
R.F. Egerton 
(Plenum Press, 1986) 

Electron energy loss spectroscopy 
(EELS), as a technique for elemental analy
sis, dates from the pioneering work of 
Hillier and Baker at RCA in 1944. For much 
of the succeeding 40 years, EELS remained 
a laboratory curiosity, overshadowed by 
the successes of fluorescent x-ray microan
alytical techniques. In the past ten years, 
however, with the development of electron 
microscopes combining small diameter 
probes, high beam energies, and good vac
uum engineering, EELS has become an an
alytical tool of considerable importance. 
This new book, by one of the workers who 
has done most to establish the technique, 
finafly marks the transition of transmission 
electron microscopy from a promising 
newcomer to an established performer. 

The book is divided into five major sec
tions, starting with an introduction and 
general survey of electron spectroscopy. 
Next comes a study of EELS instrumenta
tion. This chapter is particularly welcome 
as it is perhaps the first detailed exposition 
of many of these topics in a readily accessi
ble form. Anyone attempting to set up an 
EELS system for the first time will be grate
ful to have this material. 

The next section, a detailed and thor
ough review of electron scattering theory, 
provides a comprehensive overview of all 
aspects of both elastic and inelastic scatter
ing phenomena. While some of the theo
retical material is quite advanced, the 
author has been careful to start each chap
ter with a review of basic concepts, and 
then build toward more complex ideas. 
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The last two chapters consider the ap
plication of EELS to qualitative and quanti
tative elemental analysis, and other 
applications of EELS including structural 
determinations using Extended Fine Struc
ture (EXELFS), Near Edge Structure 
(XANE), and Compton Scattering methods. 

The overall presentation of the book is 
good, although the reproduction of some 
of the experimental spectra, apparently 
photographed from screen displays, is less 
than ideal. Considerable care seems to 
have been taken to ensure uniform nota
tion throughout the text and this, together 
with the careful explanations, excellent 
drawings, and practical illustrations, will 
make the book ideal for teaching use at the 
graduate level. The volume is further en
hanced for use as a reference source by 
some useful appendices, such as a tabula
tion of characteristic plasmon loss values 
and a detailed listing of edge energies, a 
compilation in reasonably generic FOR
TRAN of the source code for some of the 
programs discussed in the text, and a good 
index. 

The bibliography deserves a special 
word, as it is both comprehensive and fully 
annotated. Many of the references cited 
here are difficult to find elsewhere and this 
portion of the book will surely be one of 
the most heavily used. Anyone who is now 
using, or who is planning to use, EELS in 
an electron microscope will find this book 
invaluable as a reference and as an exper
imental guide. 
Reviewer: David C. joy is a member of the tech
nical staff at AT&T Bell Laboratories, Murray r

Hi/1, N]. 

Applied Polymer Science 
Edited by R.W. Tess 
and G. W. Poehlein 

(American Chemical Society, 1985) 

Applied Polymer Science covers a wide 
range of topics in current applications of 
polymers. The volume is divided into eight 
segments, each containing several chapters 
and making a total of 54. An introduction 
by Herman Mark provides a historical per
spective of the field of polymers. The chap
ter by C. E. Carraher, Jr. and R.B. Seymour 
lays the foundation for all subsequent 
chapters. The second segment reviews in 
depth various modes of polymerization, 
including major industrial processes, such 
as free-radical, ionic, and condensation re
actions. Block copolymer and multicompo
nent systems are also discussed in separate 
chapters. The next segment deals with 
structure-property relationships, with 
specific concentration on transport behav
ior, fracture mechanics, and flammability. 
Up to this point, the volume reads more 
like a graduate-level text, all the subjects 
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being essential knowledge for people prac
ticing in the field. 

The fourth segment covers specific poly
mer products, such as polyolefins, 
polystyrenes, engineering thermoplastics, 
fibers, foams, and resins for aerospace and 
medical applications. Here, individual 
chapters offer specialized information . 
Most are extensive reviews of the sub-area 
examined. Segment five is rather short, 
covering only aspects of polymer solutions 
and plasticization. 

The remaining three segments consti
tute almost half the volume. These include 
detailed discussions of coating analysis 
(spectroscopy, electron microscopy, and 
rheology) . Topics such as electrodeposi
tion, curing, and methods of application 
are also discussed. An ex tensive list of 
coating materials is treated, e.g., epoxies, 
polyamides, urethanes, acrylics, cellulose 
acetates and esters, amino resins, silicon
containing resins, phenolics, alkyds and 
vinyls, etc. The science and technology of 
pigments and paint manufacture cap the 
volume with the final segment. 

Overall, this volume serves the dual 
purpose of introducing the basic concepts 
and major developments to date in poly
mers, and of extensively reviewing poly
mer coatings and paints. The authors of 
the contributing chapters are all noted re
searchers. For practicing engineers in these 
industries, the volume is a much needed 
reference. It relieves beginners and even 
veterans of hours of labor-intensive litera
ture search because the chapters are orga
nized as effective capsules, updating the 
readers expediently. 

However, with only a handful of new 
chapters since the 1975 edition that treat 
subjects of emerging importance, the vol
ume does need future expansion. As the 
editors commented in the preface, "some 
promised chapters never were forthcoming 
and had to be abandoned." This is indeed 
regretful. Hopefully, the next edition will 
remedy the situation and offer improved 
coverage and even emphasis of a more di
verse collection of sub-areas. 
Reviewer: David S. Soong is on the faculty of 
tlze Department of Chemical £r1gineering at the 
University of California, Berkeley. 

physics . A solid work of virtuosi, vory auractivoly producod 
in all rrsprcts. Paptr odition S26.00. (NW) 

QC793 85-30388 0-387-16054-X 
Medium energy nucleon and antinucleon 
scattering; proceedings, Bad Honnef, 
Germany 1985. 
Titlo main rntry. Ed . by H .V. \"On G<ramb (l.cture notrs in 
physics; v.243) 
Sprinxn· Vula/1. "1986 576 p. S36.50(pa) 
Thirty-n ine t.chnical paptrs - some exptrimontal, some 
throretical, and organized here under four topical h<ads
com prist th< proceedings of a confer<nce which was attend· 
ed by Europtan, Japan<se and American nucloar physicists. 
Pro,·ides su.:h ptr<Ons with a usrful account of some r.cont 
developments. (NW) 

QC793 85-17472 
Story of the W and Z. 
Watkins, P<ter 

0-Sll -26801-X 

Cambridge U. Pr. , "1986 240 p. S44 .SO 
Provid.s an account for g<n<ral r<adors of on< of tho grand 
adventur.s of recent el<m<ntary particl< physics - th< 
heroic search for and discov<ry of a pair of <lusiv< particlrs 
the existence of which t<nds to confirm the fundam<ntal 
correctnrss of on< of the most beautiful {and now inOuen
tial) of physical theories . The wholo complox onterprise in· 
•·olvod scores of physicists (the author was a participant), 
and has resulted thus far in tho award of five Nob<! Pri1.ts 
{three for theoretica l contributions, two for exptrim<ntal) . 
Tho pr<sent volumr is concuned mainly - though by no 
means o.,clusivdy- with exp<rimrntal asp<cts of the story. 
An <.Citing story. nic<ly told . The volume has been hand
somdy put together, with many interesting photos and 
hdpful figures . {NW) Ed. notr: Anothermthusiasticrr•·i(' -..· 
·~f this hook appeurl!d in the Julyltluf!.U.<t /986 SciTrch. 

QC794 85-24403 0-306·42089-9 
Heavy Jon Collisions: Cargese 1984. 
NATO Advancrd Study lnstitut< (1984 : Cargcs.. Corsica) 
!NATO ASI scrios. Series R, Physics; v. IJO) 
Plmum Puss. ~1986 409 p . S6S .OO 
Proceedings of a conference {Heavy Jon Collisions: from 
ColleCtive Motions to Quarks) held in Corsica in 
~ptember, 1984. Twelve throretica l/exP<rimcntal pap<rs 
review the state and prospect .• of a young field, in which the 
major r.ptrimentaltools ar< (in many case.) just b<ginning 
to rome on line . Graduate students and researrh physicists 
active in the field will find h<re much of enduring \'aluc. At· 
tra,·tively printed from typ<d plates. (NW) 

CHEMISTRY 

Q0241 71 - 167779 0-12·040816-3 
Annual reports in organic synthesis - 1985. 
fitle main entry . Ed . by Martin J . o·oonndl and Eric F.V. 
Scri\ltn 
AcademicPr .• '1986 Sl3p. $39.9S(pal 
The latest edition of a n annual reference whirh is a great cx
p<dient to any ch<mist concerned with S)'nthcsis and ha,·in~ 
no ar,css to on-line data. 

QD2h2 85-12601 ti-JH7- 150Y4-.1 
Solvoml'rcuration/demercuralion reaclions in 
orJ!anic s~·nthesis. 
l.aro,k, R.C. {Ri,hard C.) 
Sprin11er· Verlag, ~- 19l!li 607 p . SIN1UO 
OrganometaiJic rcagcnt!t in organic synthrsis have Mrn a 
major dcvrlopment in organic chemistry in rc~cm vcar~. 
This is a wmpr<hen.•ive examination & review of th,; \'ery 
valuable solvomercuration -dcmurcuration scqu~nce. 
Larock covers: hydromercuration, alo.•y·, p<roxy-, ado.,y·, 
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