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Abstract This paper re-evaluates the effect of

sunflower oil capsules on the mechanical and self-

healing properties of dense-graded asphalt mixtures.

Different percentages of capsules (0.50 wt%,

0.75 wt% and 1.00 wt%) were mixed into dense

asphalt. The influence of capsules on the properties

of asphalt such as density, indirect tensile strength,

particle loss, fatigue life, and self-healing, has been

investigated. The distribution and integrity of the

capsules has been also evaluated by means of CT

Scans. It has been proven that capsules can survive the

mixing and compaction process of asphalt mixture, do

not decrease its mechanical properties and they

rupture and release the oil under a high compression

loading. Higher capsule content in the mixture resulted

in higher oil release ratios. Furthermore, the oil

released from the capsules significantly increased the

self-healing capability of mixtures. Results from

previous research were validated, where it had been

found that 0.5% of capsules is the optimal content to

obtain good mechanical performance, without affect-

ing the rheological properties of dense-graded asphalt

mixtures.

Keywords Dense asphalt mixture � Encapsulated
rejuvenators � Mechanical properties � Self-healing
capability

1 Introduction

In the most parts of the world, asphalt mixture is the

preferred surface material to build highway and urban

roads due to its low roughness and economy. Never-

theless, cracking due to changes of temperature,

moisture, and repeated loads may severely reduce

the service life of asphalt pavements [1]. Asphalt is the

mixture of aggregates, which give structural strength

to the material, and bitumen, a liquid that holds the

aggregates together and which viscosity is tempera-

ture-dependant. Asphalt mixture is a self-healing

material, because bitumen has the capacity to flow

and drain into the cracks [2]. Asphalt pavements can

autonomously repair their internal cracks if the
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conditions are appropriate, such as aggregate grada-

tion, and bitumen’s or mastic’s viscosity, [3, 4].

Nevertheless, the bitumen tends to age and its

viscosity to increase during the mixing, compaction

and service life, which reduces the self-healing

capability of asphalt mixture and hence, reduces its

lifespan [5].

To improve the self-healing properties of asphalt

roads and extend their lifespan, researchers have

developed two technologies that improve the drainage

of bitumen into the cracks. The first technology

involved mixing metallic additives into the asphalt

mixture and heating them by means of an electromag-

netic field such as induction or microwave radiation

[6], to make bitumen expand and push it into the

cracks [7]. The second technology was the addition of

encapsulated oil into the asphalt mixture [8]. When the

capsules were ruptured due to traffic loading, the oil

was released and diffused into the mixture. Therefore,

the viscosity of bitumen around the capsule reduced

while the concentration of oil was still high, and

bitumen could drain more easily into the cracks [9].

This paper will focus on the use of capsules to improve

the healing properties of asphalt roads.

There are different types of capsules that have been

previously developed, representative examples, albeit

not the only ones, are those developed by Su et al. [10],

which are micron-sized with core–shell structure, and

those developed by Garcia et al. [11], which are

millimetre-sized, with a porous internal structure. It

has been proven that encapsulated oil can survive

mixing and compaction of asphalt mixture, and

improve its self-healing properties [12]. In addition,

Tabaković et al. [13], have developed hollow fibres

that contain healing agents agent rather than capsules,

although these fibres are still in a premature phase of

their development.

In this paper, we will focus on the capsules

developed by Micaelo et al. [14] and Al-Mansoori

et al. [15–17] for asphalt self-healing (ca-alginate

capsules). They are composed of a membrane of

calcium-alginate capsules that contains sunflower oil

and protects it from the environment. Similar capsules

were also manufactured by Norambuena-Contreras

et al. [18] and Xu et al. [19] for self-healing of asphalt

mastic, dense asphalt mixture and Stone Mastic

Asphalt [20]. In these works it was proven that the

capsules had a positive effect on the compatibility,

particle loss and self-healing properties of the mixture,

whereas an adverse effect on stiffness modulus when

the content of capsules substantially increased [16–19]

and, the reason for this is probably the low strength of

the capsules; they should have been made stronger. If

the content of capsules is too low, their effect on the

self-healing properties of asphalt will be limited. If an

excess of capsules is added to the asphalt pavement,

the stiffness and rutting resistance may be reduced

because if strength has not been correctly designed

[15].

This paper aims to re-evaluate and summarise the

effect of the addition of the capsules developed in Ref.

[15] on the durability, including fatigue performance

and self-healing, of dense-graded asphalt mixtures. To

achieve this goal, three percentages of capsules,

0.50%, 0.75% and 1.00%, have been added to dense

asphalt mixture. Properties such as indirect tensile

strength, particle loss and fatigue life of the mixtures

with capsules were investigated. Moreover, the influ-

ence of different percentages of capsules on the self-

healing of the asphalt mixture was examined. Finally,

X-ray computed tomography tests were carried out to

evaluate the distribution and integrity of the capsules

in the mixture. The experimental design can be seen in

Fig. 1.

2 Materials and test methods

2.1 Raw materials

The asphalt mixture used in this research was a

standard dense asphalt mixture AC-13, whose grada-

tion is shown in Table 1. Basalt gravel with density

2.976 g/cm3, limestone filler with density 2.669 g/

cm3, and unmodified bitumen with penetration 77.5

(0.1 mm) and softening point 49.1 �C were used to

prepare the mixture. Moreover, Ca-alginate capsules

with a density of 1.116 g/cm3 were prepared. The

rejuvenating agent used was sunflower oil with a

density of 0.92 g/cm3, smoke point 227 �C and flash

point 315 �C [14]. The polymeric structure of the

capsules was made of sodium alginate (C6H7O6Na)

and calcium chloride (CaCl2) provided in granular

pellets with 93% purity. The main thermal and

mechanical properties of the used calcium-alginate

capsules can be consulted in [18].
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2.2 Preparation of the Ca-alginate capsules

The encapsulation procedure is shown in Fig. 2 and

step-by-step described in Al-Mansoori et al. [16]. Ca-

alginate capsules were prepared at 20 �C by ionotropic

gelation of sodium alginate in the presence of calcium

ions [14–16]. The capsule preparation method con-

sisted of the following three steps: (1) preparation of

the sodium-alginate emulsion; (2) preparation of the

calcium-chloride solution and capsule synthesis; and

(3) drying and storing of the capsules. Capsules were

prepared in a relationship 1:3 at vol of rejuvenator and

Ca-alginate polymer, respectively. Figure 3a shows an

optical image of the capsules with a size 2.5 mm.

Figure 3b shows a SEM image of the cross-section of

an individual capsule composed of a multi-cavity

structure. A total of 2.5 kg of capsules were manu-

factured in this work.

2.3 Manufacturing of asphalt mixture samples

Asphalt mixture test specimens with, and without, Ca-

alginate capsules were manufactured using 4.7% of

binder content. In the mixtures with capsules, three

different capsule contents as a percentage of the total

mixture mass were used: 0.5%, 0.75% and 1.0%, thus

providing an oil-to-bitumen content by mass in

bitumen of approximately 6.97%, 10.46% and

13.95%, respectively. Due to the low content (no

more than 1.00%), capsules were added directly to the

asphalt mixture without changing the aggregate

gradation.

The cylindrical samples used for mechanical tests

were manufactured according to the following proce-

dure: (1) the aggregates and bitumen were pre-heated

at 160 �C for 12 h and 4 h, respectively; (2) the

asphalt mixture components were mixed with the

laboratory mixer at 160 �C; (3) the capsules, at 20 �C,
were added to the mixture and mixed for 15 s; (4) the

asphalt mixtures containing capsules were poured into

a mould and compacted using the rutting plate

moulding machine; (5) asphalt test cylinders

(U100 mm 9 50 mm) were drilled from each plate

Manufacture of asphalt that contains capsules

Bulk density and air void content

Indirect tensile strength

Particle loss characterisation

Fatigue characterisation 

Self-healing capability test

Distribution of capsules in the asphalt (CT-Scan)Without capsules (WO/C)

0.50% capsules

0.75% capsules

1.00 capsules

Cylindrical test samples, 
Gyratory compacted

Prismatic test samples, 
Roller compacted Quantification of oil released from the capsules

Properties of the asphalt Additional tests

+

+

+

+

Fig. 1 Experimental design of the study

Table 1 Gradation of the AC-13 asphalt mixture

Sieve size (mm) Passing (%)

16 100.0

13.2 96.2

9.5 75.2

4.75 47.4

2.36 30.8

1.18 23.9

0.6 16.6

0.3 12.3

0.15 9.1

0.075 6.9

Water + 
Calcium chloride

Cross-linked 
alginate

Ca-alginate
Capsules

5000 ml

Drop

Sodium-alginate 
emulsion

Calcium-chloride 
solution

Dropping-funnel 

2000 ml

Fig. 2 Scheme of the encapsulation procedure by ionotropic

gelation
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using a pavement coring machine. Additionally,

cylindrical cores (U35 mm 9 50 mm) were drilled

from the cylinders for CT-Scan characterisation.

Furthermore, asphalt mixture slabs were manufac-

tured using the rutting plate moulding machine, and

prismatic samples were cut for the crack-healing

measurements. Asphalt mixtures were manufactured

in batches of 14 kg using a laboratory mixer with a

total capacity of 25 kg. After mixing, mixtures were

transferred to the steel moulds for their compaction

and sawing as follows: asphalt slabs of

306 9 306 9 60 mm3 were compacted using a roller

compactor to reach air voids content 5%. Then, prisms

with dimensions 150 9 100 9 60 mm3 were sawed

from a selection of slabs, and a transverse notch with

dimensions 5 9 5 mm2 was made at the mid-point of

the beams to facilitate the start of a located single

crack surface during crack-healing tests.

2.4 Bulk density and air void content

The bulk density and air void content play important

roles in the mechanical properties of asphalt mixtures,

including their fatigue life [18]. The maximum density

of test specimens was determined through the BS EN

12697-5 [21] by the mathematical method. In addition,

the bulk densities of the specimens with, and without,

capsules were determined through the BS EN 12697-6

[22] by measuring the bulk density-saturated surface

dry. Besides, the air void content of each test specimen

was calculated based on the previous calculation of the

maximum and bulk densities, as follows:

AVi %ð Þ ¼ qmax � qi
qmax

� �
� 100 ð1Þ

where AVi is the air void content of each asphalt test

specimen in %, qmax is the theoretical maximum

density without voids in g/cm3, and qi is the bulk

density of each test specimen in g/cm3.

2.5 Indirect tensile strength

Indirect tensile strength (ITS) is an indicator of the

cohesion between binder and aggregates or Ca-algi-

nate capsules. Indirect tensile tests were used to

characterise the effect of the capsule content on the

mechanical properties of mixtures, compared with

mixtures without capsules. Cylindrical test specimens

were incubated at 25 �C for 4 h before the experiment.

The load was applied at a rate of 50 mm/min until the

peak load was reached. ITS of the specimens was

calculated as follows:

ITS ¼ 2F

pDH
ð2Þ

where ITS is the indirect tensile strength in MPa; F is

the peak load in N; D is the diameter of the cylinder in

mm; H is the thickness of the cylindrical specimen in

mm.

2.6 Particle loss tests

The authors understand that the Ca-alginate capsules

may reduce the adhesion between the aggregates and

the mixture, causing increased roughness. For this

reason, the particle loss (ravelling) resistance of

5 mm 50 μm

(a) (b) Multi-cavity 
structure 

Fig. 3 a Optical image of Ca-alginate capsules, and b SEM image of the cross-section of an individual capsule
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asphalt mixtures with, and without, capsules was

evaluated through particle loss tests. Test specimens

were placed into a water bath at 20 �C for 20 h and

then put into a Los Angeles abrasion machine without

steel balls. The drum was rotated at a speed of 30 rpm

for 300 revolutions. The result was calculated by

comparing the mass of the specimens before, and after,

being tested.

PL %ð Þ ¼ Wi1 �Wi2

Wi1

� �
� 100 ð3Þ

where PL is particle loss of each test specimen in %;

Wi1 is the initial mass of the sample in g; Wi2 is the

residual mass of the test specimen in g.

2.7 Fatigue characterisation

Fatigue characterisation of asphalt mixtures with, and

without, different contents of capsules was studied

using indirect tensile fatigue tests at a wide range of

forces, adapted from Ref. [23]. A Universal Testing

Machine UTM-25 was used to apply half-sine

repeated loads until the cumulative amount of dis-

placement led to the test specimen fracture. The test

frequency was 1 Hz. In each loading cycle, the loading

time was 0.1 s and the intermittent time was 0.9 s.

This experiment was performed at a standard test

temperature of 15 �C. The fatigue lives obtained under
different stress levels were analysed by the following

regression equation:

Nf ¼ K
1

r0

� �n

ð4Þ

where Nf is the number of fatigue cycles when the test

specimen breaks; r0 is the horizontal tensile stress at

the specimen center in MPa, and K and n are fatigue

regression constants.

2.8 Self-healing capability tests

The influence of capsule addition on the self-healing

capability of mixtures was evaluated using the

mechanical crack-healing test previously developed

by Al-Mansoori et al. [15–17]. The prisms where

frozen at - 20 �C and tested under three-point

bending. After, the two halves of the beams were

placed together, in a steel mould, with a thin plastic

sheet in the crack, to avoid the contact between both

faces. A confined static compressive load of 75 kN

was applied on the surface of asphalt prisms to

simulate traffic loading and break the capsules. The

pressure value used in the test is the same as that used

by the Mobile Load Simulators (such as MLS30) for

simulating a large-scale accelerated damage on the

asphalt pavements with self-healing purposes [24].

Finally, once the capsules had been damaged, the

plastic sheet was removed, the prism halves placed

together, and the prisms rested at 20 �C. The step-by-
step test procedure has been described in Noram-

buena-Contreras et al. [18]. Figure 4 shows a sche-

matic description of the test procedure.

Crack-healing performance of asphalt beams with,

and without, capsules was quantified as the healing

level reached from the three-point bending strength

recovery of cracked beams tested under a three-point

bending test after a defined healing time. Ten different

healing times (i.e. 5, 24, 48, 72, 96, 120, 144, 168, 192

and 216 h) were tested. The healing level reached by

each beam after a specific healing time was defined as

follows:

HL %ð Þ ¼ Fi�healed

Fi�initial

� �
� 100 ð5Þ

where HL is the healing level defined as the relation-

ship between the maximum force of the beam initially

tested, Finitial, and the maximum force measured in the

same asphalt beam after the healing process, Fhealed.

2.9 Quantification of oil released level

by the capsules

The level of oil released by the Ca-alginate capsules

into the asphalt was chemically quantified by means of

Fourier-Transform Infrared Spectroscopy (FTIR) tests

according to Micaelo et al. [14] and Norambuena-

Contreras et al. [18].

FTIR tests, were carried out on two sample groups

as follows: (1) As a reference, test samples of virgin

bitumen with the same amount of rejuvenator con-

tained in the different percentages of capsules (i.e.,

simulating 100% of oil released from 0.5%, 0.75% and

1.0% of capsules added to the mixture). (2) Test

samples were randomly extracted, using a hot knife,

from beams that had been made with and without

capsules before, and after, healing tests. The results
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were compared to those of the reference, to know the

percentage of oil in the capsules.

FTIR analysis was developed using a spectrum

device, set in the absorption mode in the wavenumber

range of 400 to 4000 cm-1 at a resolution of 4 cm-1.

The absorbance spectrum in FTIR curves was nor-

malised, and the absorbance area under the spectrum

was measured [25]. Figure 5 shows an example of the

curves obtained from asphalt samples containing 0.5%

of Ca-alginate capsules, where the oil releasing effect

on the bitumen was evaluated from changes in the

absorbance peak between the wavenumbers 1700 to

1800 cm-1 [17]. Using the absorbance area results,

the Oil Released Level, ORL, from the capsules into

the asphalt beams before, and after, crack-healing tests

was defined as follows:

ORL %ð Þ ¼ A1745�Si

A1745�Ref

� �
� 100 ð6Þ

where A1745-Si is the absorbance area at the peak

1745 cm-1 for the specific asphalt sample containing

different percentages of Ca-alginate capsules (i.e.

0.5%, 0.75% and 1.0%), and A1745-Ref is the absor-

bance area at the peak 1745 cm-1 for the asphalt

sample with the 100% of oil released in asphalt,

depending on the percentage of capsules added to the

mixture.

2.10 CT-Scan characterisation of the samples

with capsules

The distribution of the capsules and their structural

integrity inside asphalt cores were evaluated by means

of CT-Scan analysis following the procedure

described in [18] and based on the following steps:

(1) Several CT-Scan tests on cores were developed

using a GE Sensing and Inspection Technologies

GMBH Phoenix VTomeX M operated at 200 kV and

180 lA; (2) The reconstruction and corrections of

scans were performed using the Phoenix Datos X2

Reconstruction software; (3) Once reconstructed into

3D volumes, 2D image slices were exported in TIFF

format along the XY axis.

100 mm

F
-20ºC +20ºC

Compressive load

Temperature chamber

Steel mould 

Healing time: 5-216 h

F
+20ºCSteel plate 

With plastic 
membrane

Step 1: Crack generation  

Steel mould 
Without plastic 
membrane

Capsules

Step 2: Capsules activation Step 3: Healing process

Flexural load

Asphalt beam 

Repeat Step 1

Fig. 4 Schematic diagram of the crack self-healing test on the asphalt slabs (modified from [20])
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0.010

0.015

0.020
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0.030

0.035

0.040
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A
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)
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Asphalt without oil

Normalised 
area under the 
FTIR curve

Fig. 5 Example of FTIR curves of asphalt samples without,

and with, oil (0.5% of capsules)
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3 Results and discussion

3.1 Effect of capsule addition on the density

and air void content of dense asphalt

Table 2 shows the average bulk density and air void

content of asphalt mixtures with, and without, Ca-

alginate capsules. Average values were calculated

from 5 tested specimens for each capsule content in the

mixture. In Table 2 it can be seen that the addition of

capsules slightly decreased the density of the asphalt

mixture. The reason for this reduction is that the

density of the capsules (1.116 g/cm3 at 20 �C [18]) is

lower than that of the aggregates and mastic in the

mixture. However, the addition of 0.5% may con-

tribute to reduce the air void content of the mixture, as

it has been reported before by Al-Mansoori et al. [14].

3.2 Distribution of capsules in the asphalt

Figure 6 shows the results of X-ray computed tomog-

raphy tests developed on asphalt cores with capsules.

The capsules can resist the manufacturing process and

mainly keep their oil content until they break due to

the effect of external loading. Figure 6a shows that

samples with 0.5% of capsules presented a good

spatial distribution inside the mixture with minor

percentage of broken capsules because of the manu-

facturing process, while mixtures with higher contents

of capsules showed some clusters of capsules, see

Fig. 6b. The reason for the cluster of the image is not

clear andmore research could be used in this direction;

although it could have happened because the capsules

were already clustered before mixing due to a poor

curing of the alginate. The dispersion of similar

capsules had been previously quantified in Ref. [14]

and did not show any remarkable results.

Furthermore, CT-Scan images shown in Fig. 6c, d

showed that the capsules used in this study can resist

mixing and compaction, and that they get damaged by

the interaction with the aggregates. In previous studies

[18, 20] the authors observed the microstructure of the

capsules by scanning electron microscope (SEM)

images, concluding that the structure of the designed

capsules is a porous microbead, see Fig. 3b. It is not

yet clear how the oil is released from the capsules and

must be part of a more extensive study but, the authors

propose that this happens because the capsules simply

get squeezed by the aggregates around them (see

Fig. 9c). If this is true, capsules in porous asphalt may

release the oil faster than capsules in denser mixtures.

As the capsules present a multi-core structure, when

one of the pockets of oil is broken by the pressure of

the aggregates during the cyclic loading of the asphalt,

the rest of the oil’s pocket may still remain intact,

although this is a topic for future research.

3.3 Effect of capsules on the indirect tensile

strength (ITS) of asphalt mixture

Figure 7 shows the ITS results of asphalt samples

without and with capsules. Average values were

calculated from 3 tested specimens for each capsule

content in the mixture. It is shown in Fig. 7a that

asphalt mixtures with 0.5% of capsules are stiffer than

asphalt mixtures without capsules, as well as mixtures

with 0.75% and 1.00% of capsules. Figure 7b shows

the average maximum ITS values registered at a

displacement of 3.05 mm. It shows that asphalt

mixture with 0.5% of capsules has higher average

ITS than asphalt mixture without capsules, or with

0.75% and 1.00% of capsules. The reason can be

attributed to the lower air void content of the asphalt

mixture containing 0.5% of capsules. When more Ca-

alginate capsules were added to the mixture, the air

void content of the mixture increased (see Table 2),

and more oil was released from the capsules, decreas-

ing the stiffness and ITS of the asphalt mixtures.

Table 2 Density and air void content of asphalt mixture with, and without (WO/C), capsules

Type of mixture Bulk density (g/cm3) Theoretical maximum density (g/cm3) Air void content (%)

WO/C 2.559 2.679 4.5

0.5% caps 2.557 2.669 4.2

0.75% caps 2.529 2.668 5.2

1.00% caps 2.499 2.664 6.2
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3.4 Effect of capsules on the particle loss

properties of asphalt mixture

Figure 8 shows the particle loss percentage of asphalt

samples with, and without, capsules. Average values

were calculated from 5 tested specimens for each

capsule content in the mixture. In Fig. 8 it can be seen

that the average particle loss of the asphalt mixture

without capsules and with 0.5%, 0.75% and 1.00% of

capsules was 4.94%, 5.07%, 5.76% and 6.06%,

respectively. It means that the addition of Ca-alginate

capsules increases the particle loss of asphalt mixtures.

The mixture with 0.5% of capsules has almost the

same average particle loss resistance than the mixture

without capsules. As well, visual inspection of test

specimens containing capsules showed that they can

successfully resist the impacts during the particle loss

test. Similar results have also been reported in 2017 by

Al-Mansoori et al. [15].

5 mm 5 mm

0.5 mm

0.5 mm

Before

After

(a) (b) (c)

(d)

Group of 
capsules

Broken 
capsules

Undamaged 

Damaged 

Fig. 6 CT-Scan reconstruction of the asphalt mixture cores containing a 0.5% (based on [18]) and b 0.75% of capsules, and two

individual capsules from the mixture with 0.5% of capsules, one undamaged (c) and the other one damaged (d)

Fig. 7 a Average ITS curves and b maximum average ITS results for asphalt samples with, and without (WO/C), capsules
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3.5 Effect of capsules on the durability

to of asphalt mixture

Furthermore, Fig. 9 shows the fatigue properties of

asphalt samples with and without capsules. Average

values were calculated from 3 tested specimens for

each capsule content in the mixture. In Fig. 9 the

addition of 0.5% capsules improves the fatigue

resistance of asphalt mixture at all stress levels. It

can be attributed to the lower air voids content and

higher strength of the mixture containing 0.5% of

capsules, see ITS results in Fig. 7. The addition of

more capsules (i.e. 0.75% and 1.00% of capsules)

decreases the fatigue resistance of asphalt mixture.

This can be attributed to that an excess of capsules

increases the air voids of the mixture, as seen in

Table 2.

3.6 Influence of the capsule amount on the self-

healing capability of the mixtures

Figure 10a shows the healing levels reached by the

asphalt samples with, and without, capsules, at

different healing times. Each point in the graph

represents one tested beam depending on the capsule

content and healing time. The high number of tests

done and good fitting of the results tell us abou the high

quality of the data obtained. It can be seen that: (1) the

healing levels achieved by the asphalt samples with

capsules were higher than those reached by test beams

without capsules, and (2) the healing level of asphalt

beams with, and without, capsules increased with the

healing time until a maximum value. It can be seen

that the maximum healing level value was reached at a

healing time of 96 h and remained mostly constant

until 216 h, see continuous healing range in Fig. 10a.

Hence, the healing level reached by the beams

between 96 and 216 h can be considered as the

maximum healing level of the mixtures.

Consequently, the average maximum healing levels

for asphalt mixtures without capsules and containing

0.5%, 0.75% and 1.00% of capsules were 20.44%,

49.04%, 54.32% and 54.86%, respectively. These

results proved that higher capsule contents into the

mixture resulted in higher healing levels for all the

healing times studied, see Fig. 10a. This is because

higher capsule contents increase the probability of

breaking more capsules as a result of the external

compression load applied during the test, which also

increase the potential released oil inside the asphalt by

mechanical effects [18].

The level of oil released in asphalt measured by

FTIR tests after tests was 35.45%, 45.02% and 60.93%

for Ca-alginate capsule contents of 0.5%, 0.75% and

1.00%, respectively, see Fig. 10b. Nevertheless, this

level of oil released in asphalt is not only related to the

application of the external load, but also to the

manufacturing process of the mixtures where the

capsules can also be damaged. After the manufactur-

ing process of the mixtures, low levels of oil released

were quantified: 3.22%, 4.09% and 5.54% for capsule

contents of 0.5%, 0.75% and 1.00%, respectively.

Healing levels presented in Fig. 10a also show that

capsule contents higher than 0.5% did not present a

Fig. 8 Results of particle loss of asphalt samples with, and

without (WO/C), capsules

Fig. 9 Results of average fatigue tests of asphalt samples with,

and without (WO/C), capsules
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significant increase in the maximum healing levels,

see results of 0.75% and 1.00% in the maximum

healing range. This result can be due to an excess of

rejuvenating agent (i.e. oil-to-bitumen content) inside

the asphalt mixture. In this study, oil-to-bitumen

content by mass in bitumen was 6.97%, 10.46% and

13.95% for capsule contents of 0.5%, 0.75% and

1.00%, respectively. Previous researches [26] devel-

oped on aged asphalt binders rejuvenated with

vegetable oil, proved that contents over 7.0% by mass

of bitumen, can be detrimental to the properties of the

mixture, affecting the rheological properties of bitu-

men. Therefore, based on the results of this study,

0.5% of capsule addition can be considered as the

optimal percentage for asphalt healing without affect-

ing the rheological properties of the dense-graded

asphalt mixture.

3.7 Summary and discussion of results

Table 3 provides a general overview of the effect of

the Ca-alginate capsule addition on the density, air

void content, indirect tensile strength, average loss

resistance, fatigue performance, and healing proper-

ties of dense-graded asphalt mixture. In this Table, it

can be seen that depending on the capsule content

added to the mixture (i.e. 0.5%, 0.75% or 1.00%) the

effect of the capsules on the properties evaluated was

different. The Ca-alginate capsules reduced the aver-

age bulk density of the mixture regardless of the

amount of capsules added, which is logical because

they had lower density than the aggregates; although

the effect of adding 0.5% capsules on density was very

low (- 0.1%, see Table 3) compared with mixtures

containing a higher capsule content; this makes think

the authors that this is an appropriate amount to mix in

the asphalt. In [15] and [16] it was evidenced that Ca-

alginate capsules adapt their shape to the aggregates

because their composition and spherical shape make

them flow better during manufacturing process, see

also Fig. 6c. Capsule contents of 0.75% and 1.00%

increased the average air void content of the mixture,

while 0.5% of capsules reduced the air void in a 6.7%

compared with the mixture without capsules.

Furthermore, capsule contents of 0.75% and 1.00%

negatively affected the maximum indirect tensile

strength (ITS), while a 0.5% of capsules increased

the ITS in an 11% compared with the mixture without

capsules. Conversely, capsule addition negatively

affected the average particle loss resistance of the

mixture. Nonetheless, the effect of adding 0.5%

capsules on particle loss resistance was low

(- 2.5%, see Table 3) compared with the mixture

with a higher capsule content. The reason for the

increase in particle loss could be that capsules adapted

their shape to the surrounding aggregates into the

0

10

20

30

40

50

60

70

80

90

100

0 40 80 120 160 200 240

H
ea

lin
g 

le
ve

l (
%

)

Healing time (h)

WO/C
0.5% caps
0.75% caps
1.00% caps

0

10

20

30

40

50

60

70

80

90

100

0.50% 0.75% 1.00%

A
m

ou
nt

 o
f 0

il 
re

le
as

ed
 (%

)

Capsule content in the mixture

Before healing
After healing

(a) (b)

Max. Healing Range

Fig. 10 Results of the: a crack-healing levels for the asphalt beams with, and without (WO/C), capsules depending on the healing time,

and b percentage of oil released inside the different mixtures before, and after, healing process

78 Page 10 of 13 Materials and Structures (2019) 52:78



asphalt matrix, modifying the density of the material

and consequently increasing the air void content in the

mixture.

Furthermore, it was observed that capsule contents

of 0.75% and 1.00% negatively affected the average

fatigue life, while a 0.5% of capsules increased the

average fatigue life in a 29.3% compared with the

mixture without capsules. Based on previous studies

of the authors [15–18], the negative effect of the

addition of 0.75% and 1.00% of capsules on the

mechanical properties of the asphalt mixtures could

have been magnified by the size of the capsules

because they are part of the solid skeleton and they act

as soft aggregates into the bituminous matrix, see

Fig. 6.

Conversely, it was found that capsules affected

positively the self-healing capability of the asphalt

mixture increasing in all the amounts studied the

maximum healing level value, which happened at

96 h. Once the maximum healing level was reached, it

remained constant. This increase in the healing level

reached by the mixtures with capsule addition of 0.5%,

0.75% and 1.00% was of 100.9%, 121.3% and

126.3%, respectively. Nevertheless, as shown in

Table 3, a higher addition of capsules does not

necessarily mean improved performance, because a

higher number of capsules can also affect their spatial

distribution inside the mixture.

4 Conclusions

This paper shows results about the effect of encapsu-

lated sunflower oil on the density, air void content,

indirect tensile strength, average loss resistance,

fatigue performance, and healing properties of

dense-graded asphalt mixtures. Based on the results,

the following conclusions have been obtained:

• It was proven that Ca-alginate capsules, can affect

the bulk density and air void content of asphalt

mixtures. The reason for this may be the oil lost by

the capsules during asphalt mixing and compaction

and the spherical shape of the capsules. Neverthe-

less, it was observed that 0.5% of capsule content

does not noticeably reduce these properties on the

evaluated mixtures.

• The Ca-alginate capsule addition has an influence

on the mechanical properties of the dense asphalt

mixture. It was found that 0.5% of capsules is the

optimal content for asphalt mixture to obtain good

mechanical properties. Compared to plain asphalt

mixture without capsules, the mixture containing

0.5% of capsules has enhanced the indirect tensile

strengt, fatigue life and maintained the same

particle loss resistance. Note that the air void

content of the mixture was affected by the addition

of capsules, and that may have had an influence on

the results.

• On the contrary, asphalt mixtures with capsule

contents of 0.75% and 1.00% presented a negative

effect on the indirect tensile strength, fatigue, and

particle loss properties of the tested specimens.

The negative effect was attributed to the capsule

size, since they act as soft aggregates into the

bituminous matrix.

• CT-Scan results proved that Ca-alginate capsules

can survive the mixing and compaction process of

asphalt mixture and they will release the oil inside

the asphalt by the effect of external compression

loading. Higher capsule amounts added in the

asphalt mixture resulted in higher oil release ratios.

In addition, CT-Scan results also proved that the

Table 3 Comparison of

asphalt mixtures with

capsules to mixtures

without them (values in %)

Property evaluated Capsule content by total weight of the mixture

(Notation: . decrease and m increase)

0.50% 0.75% 1.00%

Average bulk density . (- 0.1) . (- 1.2) . (- 2.3)

Average air void content . (- 6.7) m (15.6) m (37.8)

Maximum indirect tensile strength m (11.0) . (- 7.3) . (- 25.4)

Average particle loss resistance . (- 2.5) . (- 16.5) . (- 22.7)

Average fatigue life m (29.3) . (- 23.0) . (- 51.3)

Maximum healing level (at 96 h) m (100.9) m (121.3) m (126.8)
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capsules were fixed in the asphalt structure show-

ing a strong adhesion to asphalt mastic by effect of

a good interlocking with aggregates.

• The oil released from the Ca-alginate capsules

significantly increases the self-healing capability

of the dense graded asphalt mixtures, increasing

their healing level with all the capsule contents

studied until a maximum healing level value,

reached after 96 h of healing. Once the maximum

healing level was reached, the healing level of the

mixtures remained constant. This was because a

new state of physical equilibrium was attained at

the crack surface.

• It was proven that higher capsule amounts added in

the asphalt mixture resulted in higher healing

levels, because a greater amount of rejuvenator is

released in the asphalt. However, 0.5% of capsule

addition can be considered as the optimal percent-

age for asphalt self-healing without affecting the

rheological properties of the mixtures.
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